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Adsorption separation of heavier isotope gases
in subnanometer carbon pores
Sanjeev Kumar Ujjain 1, Abhishek Bagusetty 2, Yuki Matsuda3, Hideki Tanaka 1, Preety Ahuja 1,

Carla de Tomas 4, Motomu Sakai 5, Fernando Vallejos-Burgos 1,6, Ryusuke Futamura 1,

Irene Suarez-Martinez4, Masahiko Matsukata7, Akio Kodama3, Giovanni Garberoglio 8,9, Yury Gogotsi1,10,

J. Karl Johnson 2 & Katsumi Kaneko 1✉

Isotopes of heavier gases including carbon (13C/14C), nitrogen (13N), and oxygen (18O) are

highly important because they can be substituted for naturally occurring atoms without

significantly perturbing the biochemical properties of the radiolabelled parent molecules.

These labelled molecules are employed in clinical radiopharmaceuticals, in studies of brain

disease and as imaging probes for advanced medical imaging techniques such as positron-

emission tomography (PET). Established distillation-based isotope gas separation methods

have a separation factor (S) below 1.05 and incur very high operating costs due to high

energy consumption and long processing times, highlighting the need for new separation

technologies. Here, we show a rapid and highly selective adsorption-based separation of 18O2

from 16O2 with S above 60 using nanoporous adsorbents operating near the boiling point of

methane (112 K), which is accessible through cryogenic liquefied-natural-gas technology. A

collective-nuclear-quantum effect difference between the ordered 18O2 and 16O2 molecular

assemblies confined in subnanometer pores can explain the observed equilibrium separation

and is applicable to other isotopic gases.
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Stable isotope technologies have attracted increasing interest
over the last decade due to their indispensable role in plant,
aquatic, and animal life1–4. They are widely used as radi-

olabelled probes in isotopic analysis methods5–8, therapeutic
cancer drugs9,10, and environmental studies11,12. Naturally
occurring heavier gas isotopes including carbon (13C and other
isotopes), nitrogen (13N), and oxygen (18O) are extensively used
for such radiolabeling because their molecular weight difference
from their main isotope is quite minor compared to the lighter
hydrogen (1H)-deuterium (2H) molecules, resulting in a lower
isotopic effect and hence only a minor perturbation to the bio-
chemical behavior1,2,13. The positron (β+)-emitting isotopes,
including 15C/11C, 13N, and 18F, can be used as imaging probes in
the radionuclide-based molecular imaging positron emission
tomography (PET) technique and other useful clinical radio-
pharmaceuticals2. In particular, 18O2 acts as a target in cyclotrons
for producing [18F]-labeled 2-deoxyglucose (FDG) as a β+-emit-
ting radioisotope for PET biomedical imaging. Of all of the β+

emitters employed in PET, the 18F isotope is the preferred probe
in radiopharmaceuticals because of its relatively long half-life (110
min), which allows its use in clinical PET imaging centers that lack
radiochemistry facilities, and its low positron energy (0.64MeV)
that enhances the spatial resolution to produce optimal physical
characteristics2. Other β+ emitters involving 11C or 13N exhibit
short half-lives and can only be utilized at imaging centers with a
cyclotron and radiochemistry facility2. PET imaging can show
abnormalities that cannot be detected by other techniques,
resulting in the early and more accurate diagnosis of infected or
cancerous tissues14. Furthermore, 18O2 can be introduced into the
body by simple inhalation to study the function of the brain for
the treatment of patients with diseases, such as schizophrenia,
manic depression2,10,15,16. Therefore, enhanced production of 18O
is indispensable for achieving improvements in healthcare,
environmental protection, and basic sciences.

The natural abundance of oxygen isotope 18O is very low and is
only 0.204 at.% compared to the principal 16O isotope (99.76 at.
%). Isotopic separation is currently only possible with a limited
number of techniques, such as cryogenic distillation of oxygen/
nitric oxide/water17,18, membrane distillation19,20, isotope
exchange reaction21, and thermal diffusion22. These methods
require complex equipment and are time and energy-intensive.
Consequently, alternative technologies are needed to meet the
high demand for 18O in healthcare and environmental science
fields.

Recently, low-temperature adsorption-based separation
enabled by the differences in isotope adsorption in nanopores due
to the higher zero-point energy of translational motion of light
isotope molecules (so-called quantum molecular sieving, QMS)
has been demonstrated23,24. Consequently, QMS is the most
promising alternative to the currently used methods for the
separation of light isotopes such as hydrogen or helium25,26.
However, the effective size differences for heavier gas isotopes
such as 18O2 and 16O2 or 13CH4 and 12CH4 at 112 K, as estimated
from the thermal de Broglie wavelength for the QMS effect, are
only 0.0017 nm and 0.0012 nm, respectively. In addition, the
Feynman–Hibbs potential calculation shows a difference of only
0.07 K for both isotope gases (Supplementary Fig. 1 and Sup-
plementary Note 1), showing that QMS is ineffective for heavier
gas isotopes. Therefore, we cannot expect that efficient separation
of oxygen, methane, or other heavier gas isotopes can be achieved
with nanoporous materials through the QMS mechanism.

The O2 or CH4 molecule has other vibrational and rotational
degrees of freedom that depend on the molecular weight. The
vibrational states are essentially the same in the gas and adsorbed
phases and cannot lead to the selective adsorption of 18O2 or
13CH4. By contrast, the rotational degrees of freedom of the

molecules adsorbed in the nanopores are highly restricted below
130 K, unlike those of gaseous molecules27. Nevertheless, a very
small difference in the rotational energies of these isotope
molecules coupled with translational motion28 is not sufficient to
induce the selective adsorption of 18O2 or 13CH4. However, when
O2 or CH4 molecules are densely packed at quasi-solid densities
in nanopores at low temperature, collective quantum motion
associated with vibrational and rotational modes can give rise to a
sufficiently large adsorption-energy difference for oxygen and
methane isotope molecules to enable the selective separation, as
described in this article.

In this work, we report an industrially applicable adsorption-
separation route of 18O2 from a 16O2–18O2 mixture using
nanoporous solids at ~112 K, utilizing the cryogenic facilities of
liquefied natural gas industries to save energy. The observed
dynamic selectivity or separation factor S(18O2/16O2) exceeds 60,
depending on the nanoporous adsorbent, as is further confirmed
by breakthrough curve experiments. We also demonstrate an
equally successful separation of 13CH4/12CH4 under similar
conditions.

Results
Dynamic adsorption separation of CDC. The dynamic
adsorption-based separation was measured at different tempera-
tures using a custom-made flow-type mixed gas adsorption
apparatus coupled to a quadrupole mass spectrometer (MS)
(Supplementary Figs. 2 and 3; Supplementary Notes 2 and 3)29.
High purity 16O2 (99.99995%) and 18O2 (≥98%) gases were mixed
to achieve different compositions (18O2% varied from 4.8 to 70 at.
%) and then were introduced into the sample cell at a constant
temperature. Similarly, 12CH4 (99.9999%) and 13CH4 (99%) were
used to prepare isotopic mixtures. The adsorbents employed were
carbide-derived carbon (CDC) produced by the chlorination of
TiC30 and activated carbon fibers (ACFs) with slit-shaped pores.
The effective pore widths determined from the N2 adsorption
isotherms at 77 K are 0.7 nm for CDC and ACF5 and 0.8 nm and
1.1 nm for ACF10 and ACF20, respectively (Supplementary
Figs. 4–6 and Supplementary Table 1). For theoretical calcula-
tions, the pore widths were also converted into the effective pore
widths by subtracting 0.334 nm (the average graphite interlayer
spacing) from the actual diameters31. We also considered open
single-walled carbon nanotubes (SWCNTox) with cylindrical 1.5-
nm and 1.0-nm wide pores and zeolites MS4A, MS5A, MFI, and
BEA with interconnected cylindrical pores with the widths 0.40,
0.50, 0.55, and 0.66 nm, respectively; these materials were pre-
evacuated prior to the dynamic and equilibrium adsorption
measurements.

The adsorption selectivity S for 18O2 against 16O2 is defined as:

S 18O2=
16O2

� �
ads�gð Þ¼

18O2=
16O2ð Þads

18O2=
16O2ð Þg

ð1Þ

where (18O2/16O2)ads are the mole fractions of 18O2 and 16O2 in
the adsorbed phase and (18O2/16O2)g are the mole fractions of
18O2 and 16O2 in the bulk gas phase, respectively. For simplicity, S
(18O2/16O2)(ads-g) hereafter will be denoted as S.

Figure 1 illustrates that our cryogenic adsorption separation is
much simpler, more energy-efficient, and compact than tradi-
tional cryogenic distillation involving sophisticated equipment
with a distillation column with a height of tens of meters. For the
selectivity observed from the present adsorption separation, only
three adsorption stages are estimated to be required to obtain
>95% purity of 18O2. The cryogenic adsorption-separation
method utilizes nanoporous adsorbents that can selectively
adsorb 18O2 in a gaseous 18O2–16O2 mixture as shown in
Fig. 2a–d; the details of the selectivity calculations are presented
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in Supplementary Figs. 7 and 8. The CDC adsorbent packed cell
at 112 K shows the excellent selective separation of 18O2 from the
18O2–16O2 gaseous mixture with different 18O2 at.%. Surprisingly,
the dynamic adsorption selectivity S of CDC (Fig. 2a) is greater
than 60 at the initial stage, irrespective of the 18O2 concentration,
and decreases to 1.6–1.2 after 40 min (Fig. 2a, inset). Supple-
mentary Fig. 9 shows the reproducibility of the selectivity. This
decrease in the selectivity may be due to the decreased availability
of the adsorption sites over time. CDC preferentially adsorbs 18O2

even from the mixed gas with a very low content of 18O2 (18O2

4.8%, 16O2 95.2%). However, the initial drop in S with time
depends on the 18O2 concentration. A smaller 18O2% leads to a
slower decay of S with time. The time for which S > 2.5 decreases
with increasing 18O2%, as shown in Fig. 2b. The mixed gas with
lower 18O2 content (4.8% and 10.5%) exhibits S > 2.5 for 28 ± 2
min, while higher 18O2 concentrations show less satisfactory
performance. This result suggests that high selectivity persists
under a wide range of isotopic concentration ratios, indicating the
applicability of CDC for the separation of a more 18O2 diluted
mixed feed gas. This phenomenon is crucial for the industrial
separation of these isotopes because the atmospheric content of
18O is very low. The high selectivity can be demonstrated by
comparing the adsorbed amounts of 18O2 and 16O2 by CDC for
the equimolar mixture of oxygen isotopes at 112 K (Supplemen-
tary Figs. 10 and 11). 18O2 is preferentially adsorbed from the
beginning, creating a concentration difference of 20 µmol g−1

over 120 min, resulting in high adsorption selectivity. Notably,
the difference in the adsorption amounts of 18O2 and 16O2 can be
observed from the beginning of the experiment; however, the
selectivity can only be analyzed when the pore volumes of CDC
are sufficiently crowded to allow few 18O2 molecules to reach the
MS, as shown in Supplementary Fig. 7 (Supplementary Note 4).
Here, the pore volume filling, which is the ratio of the adsorbed
O2 volume derived from the liquid density of O2 compared with
the measured nanopore volume, is 2% for 18O2; the expression for
the adsorption by the pore filling is convenient for adsorption in

nanopores. Moreover, the pore volume filling of the CDC
depends on various factors, such as the amount of mixture gas
introduced, dosing rate of introduction, and temperature. If an
adsorption experiment is performed with more mixed gas at a
higher dosing rate, then the pore volume filling % will be higher,
as demonstrated in Supplementary Fig. 12. The high selectivity
trend in the initial stage is retained in the temperature range of
100–150 K, as shown in Fig. 2c. However, the S at 1% pore
volume filling and the time period for which S > 2.5 both decrease
with increasing temperature (Fig. 2d). In addition, the pore
volume filling of the mixed gas is larger at lower temperatures,
and at 90 min, it decreases from 2.5% to 0.25% as the temperature
increases from 100 K to 140 K (Supplementary Fig. 13). Conse-
quently, the highly selective separation of 18O2 from the mixed
gas (18O2+ 16O2) with a CDC of ~112 K is highly promising for
the design of an efficient separation process.

The cryogenic adsorption separation demonstrates that S > 60
in the initial stage of adsorption (~1 min) arises from the selective
adsorption of 18O2 in the narrow sites of the pores (<0.4 nm)
present in the CDC structure32. In our previous work, atomistic
models of CDCs were generated via molecular dynamics
simulation and validated by experimental adsorption measure-
ments33. A slice with a depth of 3.5 nm and a side of 10.4 nm of a
representative CDC model containing realistic slit-shaped pores is
shown in Fig. 2e, left panel. The CDC porosity was evaluated by
filling the structure with nonoverlapping spheres according to the
Gubbins method34. Rendering of the spheres within the CDC
structure aids the visualization of the pores, as shown in the right
panel, where each sphere is colored according to its diameter.
Narrow pores with diameters <0.4 nm are identified by dashed
white ovals, confirming the presence of preferential adsorption
sites for the 18O2 molecules in CDCs. Figure 2f shows the
experimental S values of CDC at 100 K and 112 K compared
with those of the other separation methods reported in the
literature. The high selectivity S= 116 ± 14 at 100 K or S= 60 ±
15 at 112 K is ascribed to the preferential adsorption of 18O2

Fig. 1 Cryogenic distillation vs. Cryogenic adsorption-based selective separation of oxygen isotopes using carbide-derived carbon (CDC). The
illustrative model quantitatively comparing the cryogenic distillation separation setup with the cryogenic adsorption-separation method. While distillation
towers must be oriented vertically, adsorption beds can be configured in many different orientations. The nanoporous adsorbent bed in the adsorption
column preferentially adsorbs 18O2 according to the ratio determined by the adsorbent selectivity. The plausible adsorption-separation tower size was
estimated for future consideration assuming the ideal conditions with the selectivity remaining at 60 and the adsorption capacity of 15mmol/g. The
assumption of the adsorbent density of 500 kg/m3 and space velocity= 10min−1 leads to three separation towers with the capacity of 3 m (diameter) × 1 m
(height) producing 18O2 of >95%.
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molecules at the narrow pore sites (left inset in Fig. 2f). Even
after 30 min, the CDC pores are filled with S > 2 (right inset in
Fig. 2f), which is still twice that of the other separation methods.
To further ascertain the observed high selectivity trends,
adsorption–separation experiments are performed using CDC
adsorbent for only 10, 15, and 20min at 112 K. The mole
fractions of the feed and adsorbed mixture isotope gas are

monitored using the time evolution of mass intensity. The molar
ratio for the feed gas 18O2:16O2= 1. The observed mole fraction
of the desorbed mixed gas is 18O2:16O2= 1.4 ± 0.005 (17.5 Pa
18O2+ 12.5 Pa 16O2) after adsorption for 10 min. When adsorp-
tion was performed for 20 min, the desorbed mixed gas displayed
18O2:16O2= 1.3 ± 0.006 (Supplementary Fig. 14). This shows that
∼8% higher adsorption of 18O2 occurs during the 10-min

Fig. 2 Kinetic cryogenic adsorption-based selective separation of oxygen and methane isotopes using carbide-derived carbon (CDC). a S(18O2/16O2)
(referred to hereafter as S(18/16) in the figures) of the CDC at 112 K for different atomic % of 18O2 in the feed gas mixture (18O2+ 16O2) under similar
dosing rate (~1 mLmin−1). The percentage of 18O2 in the feed gas mixture varied from 4.8 at.% to 70 at.%. The inset shows an enlarged view of the dotted
regions. The black dashed line represents S= 1. b Time of S > 2.5 for different percentages of 18O2 in the feed gas containing a mixture of the isotopes. Error
bars (black lines) represent the standard deviations of three measurements. c Temperature dependence of selectivity S examined for equimolar (50 at.%
18O2) isotope mixtures using CDC at 100, 112, 130, 140, and 150 K. Inset shows a very high initial selectivity. d S at 1% pore volume filling (black) and time
for which S > 2.5 (red) for CDC as a function of temperature. e, left: Simulated CDC structure. Gray spheres and lines represent the carbon atoms and their
bonds, respectively. The snapshot shows a slice of the structure with a length of 10.4 nm and a depth of 3.5 nm. Right: 3D rendering of the same slice filled
with nonoverlapping spheres. The spheres are colored by diameter, with the values indicated in the color bar. Dashed white ovals identify narrow pore sites
filled with spheres of diameter <0.4 nm. f Comparison of S at different times at 100 K and 112 K for the CDC in this work with other separation methods
from the literature. The inset shows illustrative models for the pore filling of CDC by 16O2 and 18O2 molecules after 1 min and 30min. References
correspond to cryogenic distillation (16,17), membrane distillation (18,19), and isotope exchange (20). g S(13CH4/12CH4) (written as S(13C/12C) in the
figure) of CDC at 112 K for feed gas mixture (13CH4+ 12CH4) under similar dosing rate (~1 mLmin−1). The inset shows an enlarged view of the dotted
regions. The error bar represented by the red dashed line is the standard deviations derived from three measurements.
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selective adsorption experiment compared to the experiment
carried out for 20 min, corresponding to a maximum difference of
1.33 mg/g between 18O2 and 16O2. These results confirmed that
the initial high selectivity tends to decrease over time.

In addition, we have verified that this method is applicable to
other gaseous heavy isotope pairs involving 13CH4 and 12CH4.
The CDC demonstrates selective separation of 13CH4 from the
mixed gas (13CH4+ 12CH4) at 112 K with S(13C/12C)= 56 ± 6
initially and maintains S > 2.5 for more than 40 min (Fig. 2g).

Dynamic adsorption separation of different nanoporous
adsorbents. Other nanoporous materials with different pore
geometries show similar selectivity trends even though their
selective absorptivities are slightly inferior to that of CDC, as
shown in Fig. 3a, b. The equilibration time depends on the pore
aperture. ACF5 (slit pore width: 0.7 nm) shows high selectivity for
an extended time interval with S > 1.2 up to 120min (complete
experiment time, see inset Fig. 3a). SWCNTox with 1 nm cylind-
rical pore maintains S > 1.2 for more than 60min, while zeolite
MFI (pore width 0.55 nm) shows S > 1.2 for only 30min (inset
Fig. 3a, b). We have also measured the selectivity in AFC10,
AFC20, SWCNTox (1.5 nm), and zeolites BEA and MS5A, all of
which exhibit lower selectivity. In addition, the adsorbents with
pore widths of < 0.4 nm do not demonstrate significant selective
separation performance (Supplementary Figs. 15 and 16). A sig-
nificant difference in the adsorbed amounts of 18O2 and 16O2 can
be observed in Fig. 3c, d. For ACF5, the adsorbed gas amount
increases gradually, reaching a maximum adsorption difference
of 13 µmol g−1, while the corresponding values for SWCNTox

(1 nm) and zeolite MFI after 120min are 10 µmol g−1 and
16 µmol g−1, respectively. The pore volume filling percent
after 120min varies from 0.6% for ACF20 (pore volume of
0.81 ml g−1) to 5.2% for zeolite MFI (pore volume of 0.16 ml g−1)
(Supplementary Fig. 17). Figure 3e summarizes the S values for all
the nanoporous adsorbents at a pore volume filling of 1%,
demonstrating the best selective adsorption behavior of CDC. This
implies that the observed selectivity depends strongly on the pore
size and the pore geometry (shape). The narrow pores present in
the CDC structure have a 2D structure, while SWCNTox

(cylindrical pores) or zeolites (interconnected channeled cylind-
rical pores) have 1D channels and inferior selectivity compared to
CDC. The observed maximum adsorption difference of 1.33 mg/g
between 18O2 and 16O2 under the present experimental setup
during only 10min of adsorption separation appears to be highly
promising for dynamic separation. If we increase the sample
amount to 1 kg of adsorbent, the available adsorption system can
give rise to a preferential 18O2 adsorption of 0.8 L(STP) and will be
quite useful. A new type of adsorption-separation system with a
large sample holder and mixed gas reservoir can be constructed
that utilizes the initial large selective adsorption of 18O2; this will
enable human society to obtain a promising isotope separation
technology, considering that the present 18O2 separation tech-
nology using distillation requires 10 months.

Breakthrough measurements. Furthermore, we confirmed this
by performing breakthrough measurements with an adsorption
column packed with a comparatively large amount of commer-
cially available ACFs to evaluate the separation performance. We
used ACFs because the breakthrough experiments required lar-
ger sample sizes than the amount of the lab-synthesized CDC
available. The experimental conditions and the selectivities for
the breakthrough experiments are listed in Supplementary
Table 2. A custom-made apparatus for measuring the break-
through curves is schematically shown in Supplementary Fig. 18
(Supplementary Note 5). The breakthrough curves for ACF5 and

ACF10 are shown in Fig. 4a, b. The concentration C/C0 of 16O2

at the outlet in the initial stage is much larger than that of 18O2

for both ACFs, clearly indicating the preferential adsorption
of 18O2 under continuous flow conditions using He as the carrier
gas. The high S values of 1.5 and 3.0 for ACF5 and ACF10,
respectively, in the initial stage qualitatively correspond to the
results from mixed gas adsorption experiments, as pictorially
described in Fig. 4c. This reflects that the adsorbed molecules can
mostly occupy the pore entrance sites during the initial stage of
high selectivity and then diffuse to the inner pore region. The
selectivity decreases with time as 18O2 reaches full breakthrough
and the flow approaches a stationary state. These selectivity
values from the breakthrough measurement are much larger than
the S ∼1.04 of the current separation methods (Fig. 2f). However,
the selectivity from the breakthrough experiment is smaller than
that obtained from the mixed gas adsorption method discussed
above.

Theoretical selectivity of oxygen isotope adsorption. Above, we
have presented experimental results demonstrating 18O2/16O2

selectivity but did not provide a clear explanation of the origin of
these results. It is known that nuclear-quantum effects (NQEs) in
the vibrational, rotational and translational motion of the con-
densed phase can each contribute to isotope selectivity35–37. O2

molecules in the nanopores at low temperature form an ordered
solid-like assembly in the nanopores due to the strong
O2–nanopore and O2–O2 interactions. We have performed
simulations of 18O2 and 16O2 isotopes in MFI and SWCNTs
using the path-integral formalism35 to explicitly account for the
NQEs in each of the degrees of freedom to identify the origin of
the observed isotope selectivity. We note that isotopic selectivity
is an inherently quantum mechanical phenomenon; we, therefore,
employed path-integral molecular dynamics methods to compute
the free energy differences for the gas and adsorbed phases of the
different isotopes. In addition, adsorption selectivity is a ther-
modynamic equilibrium property, so that it is appropriate to use
equilibrium path integral methods. In addition, we note that
tunneling does not contribute in any way to the thermodynamic
properties, and therefore does not need to be considered here.
The experimental results give kinetic selectivity as a function of
time. This quantity is not the true equilibrium selectivity but
rather is related to a breakthrough process of dynamic adsorp-
tion. This process cannot be modeled using atomistic path inte-
gral methods because it would require detailed knowledge of the
time-dependent pore filling process, including diffusion barriers
through the irregularities in the adsorbent materials. Thus, it is
only possible to model equilibrium selectivity. However, this
modeling does provide a proof-of-concept that collective NQEs
are responsible for the long-term (near-equilibrium) selectivity
observed in the experiments. Details of the calculations are given
in Supplementary Methods 1. We chose MFI and SWCNT
because their atomistic structures are known precisely and
therefore, these materials are amenable to accurate modeling. We
note that these calculations represent equilibria and cannot
account for the kinetic (time-dependent) selectivities observed in
Fig. 3a, b but do explain the long-term (equilibrated) experi-
mental results. We carried out simulations at both zero-loading
(one O2 per simulation cell) and at the loadings corresponding to
the equilibrium amounts of O2 adsorbed at a relative pressure
P/P0 of 0.12 at the temperatures of 90.2, 112, and 130 K to
account for the effects of the adsorbate-adsorbate interactions on
selectivity.

Path-integral calculations in the low O2 coverage limit were
carried out for SWCNTs having atom-center-to-atom-center tube
diameters ranging from 0.54 to 1.35 nm (effective diameters of
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0.21–1.02 nm) to obtain the relationship between the selectivity
and tube diameter; the results are shown in Fig. 5a and
Supplementary Table 3. The (4,4) and (5,5) SWCNTs with
extremely narrow diameters of 0.54 nm (0.21 nm effective
diameter) and 0.69 nm (0.36 nm effective diameter), respectively,
give high selectivity values at zero loadings through strong

O2–SWCNT interactions, resulting in mass-dependent NQEs in
the rotational, vibrational, and translational degrees of freedom.
However, these pores are too small to induce the observable O2

adsorption experimentally. In contrast, adsorption in the (7,7)
and (10,10) SWCNTs at zero loading shows very low selectivities
(1.004 ± 0.002 and 1.006 ± 0.0037, respectively), indicating that

ARTICLE NATURE COMMUNICATIONS | https://doi.org/10.1038/s41467-020-20744-6

6 NATURE COMMUNICATIONS |          (2021) 12:546 | https://doi.org/10.1038/s41467-020-20744-6 | www.nature.com/naturecommunications

www.nature.com/naturecommunications


the experimentally observed results cannot be explained by
simulations at low coverages.

We, therefore, simulated O2 adsorbed in (7,8) and (10,10)
SWCNTs with the actual diameters of 1.02 (0.7 nm effective
diameter) and 1.36 nm (1.03 nm effective diameter), respectively,
at 90.2 K using amounts of adsorbate close to that reported for
SWCNTox(1 nm) at P/P0= 0.12 (Supplementary Fig. 19). The
selectivities obtained from the finite loading simulation were
1.164 ± 0.024 for the (7,8) SWCNT and 1.02 ± 0.007 for the
(10,10) SWCNT, similar to the long-time experimental value for
the SWCNTox (1 nm) of 1.09, as shown in the inset of Fig. 3a. The
origin of the significant increase in selectivity with finite loading
relative to the low coverage limit can be found in the highly
ordered state of the O2 molecules observed in the simulations.
The initial random configuration shown on the left of inset Fig. 5a
transforms to a highly ordered state (right) during the PIMD
simulation. This highly ordered state gives rise to a collective
NQE not obtained at low coverage, resulting in higher selectivity.

Furthermore, we calculated O2 isotope selectivities for finite
adsorption in MFI for P/P0= 0.12 to mimic experiments
(Supplementary Figs. 20 and 21). The obtained selectivities were
1.092 ± 0.028, 1.095 ± 0.019, and 1.038 ± 0.02 for the temperatures
of 90.2, 112, and 130 K, respectively (Fig. 5b and Supplementary
Table 4), in agreement with the experimental results shown in
Fig. 3b.

Our simulation results indicate that (1) narrow pores give
higher selectivity and (2) the observed selectivity is a result of
both pore confinement and the cooperative or collective NQEs

due to the ordering of the O2 molecules when a high amount of
O2 molecules is adsorbed in the preferable pores (close to
saturation). These observations are consistent with our hypothesis
that narrow pore sites give rise to higher selectivities because they
have higher confinement and are more likely to produce ordered
O2-adsorbed phases than the larger nanopores within CDC.
Furthermore, we measured the difference in the activation energy
(Eaads) for the overall adsorption rates of 18O2 and 16O2 on CDC
at 112 K using the linear driving force model described in
Supplementary Fig. 22 (Supplementary Methods 2). The Eaads

values obtained for 18O2 and 16O2 are 9.1 ± 0.1 kJ mol−1 and 9.4
± 0.1 kJ mol−1, respectively. This small activation energy differ-
ence of 0.3 ± 0.1 kJ mol−1 between 18O2 and 16O2 may be
associated with the potential energy difference in the transition
state for adsorption.

Adsorption isotherms and energetics. Figure 5c shows the
experimental adsorption isotherms for 18O2 and 16O2 on CDC at
90.2, 112, and 130 K. All of the adsorption isotherms exhibit
Type I behavior in the IUPAC classification, indicating the
filling of oxygen molecules in highly uniform nanopores38. The
18O2 uptake is essentially the same as the 16O2 uptake below
P/P0= 10−4 (Fig. 5d). However, the 18O2 uptake is slightly higher
than that of 16O2 at higher relative pressures (Supplementary
Fig. 23). The isosteric heat of adsorption (qst) was evaluated
from the Clausius–Clapeyron equation using the adsorption
isotherms at different temperatures (Supplementary Fig. 14 and

Fig. 3 Pore geometry effect on oxygen isotope adsorption separation. a, b Time evolution of S for ACF5 and SWCNTox (1 nm) and zeolite MFI (solid
lines), respectively, during the initial few minutes at 112 K. Red dashed lines represent standard deviations derived from four measurements. Insets show S
for the full duration of the experiment. c, d Time evolution of the amount of adsorbed 18O2 and 16O2 on ACF5 and SWCNTox (1 nm) and zeolite MFI. The
adsorption amount is calculated from the difference of feed mixed gas and the unadsorbed mixed gas. Insets show the enlarged view of the circled initial
region. e Pore geometry-dependent selectivity S at 1% pore volume filling at 112 K. Slit pore (green rectangles) materials include carbide-derived carbon
(CDC) and ACFs, cylindrical pore (blue triangles) materials are SWCNTox (1 nm) and SWCNTox (1.5 nm) and MS5A, MFI and BEA have channel cylindrical
pores (red circle). An equimolar mixed gas (18O2+ 16O2) is used in all experiments performed at 112 K. The accessibility of oxygen molecules for each pore
is schematically shown at the bottom.

Fig. 4 Selectivity for 18O2 via breakthrough experiments. a Breakthrough curves and selectivity on ACF5 at 103 K. b Breakthrough curves and selectivity
on ACF10 at 103 K. The curves demonstrated the distinct separation of 18O2 from 16O2. Here, C is the concentration of the component in the adsorption
column outlet, and C0 is the total concentration of all feed gases {18O2(0.5)+ 16O2(0.5)}. c Slit pore models demonstrate the selective adsorption process
under He (grey spheres) flow corresponding to the high selectivity in the initial stage (i), intermediate (ii), and stationary (iii) stages of adsorption
separation. The red and blue spheres represents adsorbed 16O2 and 18O2 molecules, respectively.
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Supplementary Methods 3). The qst values for both oxygen iso-
topes decrease from 18 kJ mol−1 to 15 kJ mol−1 at the filling of
0.5 (Fig. 5e), and is much larger than the heat of condensation of
bulk O2 ~6.8 kJ mol−1 39 due to the favorable interactions with
the pores. The absolute adsorption amount difference of 18O2 and
16O2 is not sufficiently large to obtain an evident difference in the
qst of the oxygen isotope molecules in the low fractional filling
range. It is noteworthy that qst for 18O2 is larger than that of 16O2

above the fractional filling of 0.1, giving a difference of 0.2 ± 0.
005 kJ mol−1 for CDC (inset in Fig. 5e). Similarly, the qst differ-
ence between 18O2 and 16O2 for SWCNTox (1 nm) is 0.7 ± 0. 04
kJ mol−1 at the filling of 0.3 (Fig. 5f) but much smaller differences
are obtained at low coverage, consistent with our calculations. On
the other hand, the qst of MFI gradually increases with fractional
filling with no clear difference in the qst between 18O2 and 16O2

(Fig. 5f).
Since CDC gives the highest selectivity, we discuss the

relationship between the pore shape and qst results. The large
qst for CDC at the initial stage arises from the highly confined
state of the oxygen molecules in the narrow pore sites with very
deep interaction potential wells, forming the ordered molecular
solids, as mentioned above. The qst gradually decreases with

fractional filling due to the changes to the adsorption sites of the
shallower interaction potential wells. To evaluate the contribution
of the narrowest pore sites toward the total adsorption, we
simulated N2 adsorption on our CDC model as shown in Fig. 2e
left. The geometrical cumulative pore volume using nitrogen as a
probe atom was calculated using Poreblazer40. It is noted that the
pore highlighted within the small cyan circle contains spheres of
diameter <0.4 nm and that space is not accessible to nitrogen
(Supplementary Fig. 25). The cumulative pore volume of such
narrow spaces is Vnarrow-pore (d < 0.4 nm)= 0.021 cm3 g−1,
contributing to 3.5% of the total pore volume. These narrow
sites exhibit 2D accessibility and this may facilitate the
preferential adsorption of 18O2 as pictorially demonstrated in
Fig. 5g. The 18O2 molecules strongly confined at the narrow
spaces in the pores of CDC can form an ordered molecular solid-
like assembly that leads to a collective NQE. Furthermore, 1D
pores of SWCNTs and zeolites display less accessibility and
weaker interaction potentials than the 2D narrow pores of CDC.
Consequently, the collective NQE in SWCNTs and zeolites is not
as remarkable as that in CDC. The interaction potential of ACFs
is weaker than that of the narrow pore sites of CDC, even though
ACF has well-accessible slit-shaped pores.
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Discussion
We have demonstrated very high 18O2 adsorption selectivity of
nanoporous materials that increases with decreasing tempera-
ture and has a strong dependence on the pore geometry of
nanoporous materials. In particular, at approximately the
boiling temperature of methane (112 K) CDC shows S(18O2/
16O2) exceeding 60 ± 15 for the initial stage of adsorption
because 18O2 molecules are kinetically and thermodynamically
preferentially adsorbed over 16O2. Such high adsorption selec-
tivity was also evident for the separation of 13CH4 with S(13C/
12C)= 56 ± 6. The highly efficient separation of 18O2 or 13CH4

evidenced in this study can be implemented in the industry by
designing a rapid adsorption-separation instrument and will
facilitate medical and other applications of these O and C
isotopes. The CDC with highly accessible 0.4 nm wide pore
spaces has a strong interaction potential for O2 and gives the
highest adsorption selectivity compared with activated carbon
fibers, single-walled carbon nanotubes, and zeolites. Nanopor-
ous materials consisting of graphitic walls and having an
abundance of very narrow open pores are promising for
achieving high separation selectivity and high separation
capacity. The collective nuclear-quantum effect (NQE), which
is different from the well-known translational motion-based
QMS effect, can explain the equilibrium selective adsorptive
separation of 18O2 or 13CH4 by subnanometer pores.

Methods
Synthesis and characterizations. Pitch-based activated carbon fibers (ACF20,
ACF10 and ACF5) were procured from Ad’all Co., Ltd. The CDC sample derived
from TiC was synthesized by following the previously reported method41,42. Single-
walled carbon nanotubes (SWCNT) grown by the CVD method were obtained
from MEIJO NANO CARBON Co., Ltd. The samples were oxidized under dried
air at 823 K for 10 min with the heating rate 1 K/minute. A typical steam-assisted
crystallization synthetic method has been used for the synthesis of pure silica
zeolite BEA43. Silicalite-1 or zeolite MFI was synthesized by following the seed
surface crystallization mechanism discussed by Ren et al.44. Molecular sieves MS5A
and MS4A were purchased from Nakarai Tesque. High purity 16O2 (99.99995%)
and 12CH4 (99.9999%) were procured from JAPAN FINE PRODUCTS-JFP, 18O2

(≥98%) from TAIYO NIPPON SANSO Corporation, and 13CH4 (99%) from
ISOTEC. The adsorption isotherms of the adsorbents were measured using a
Microtrac MRB’s apparatus (BELSORP MAX) after pre-evacuation at 423 K/3 h.

Data availability
The authors declare that the data supporting the findings of this study are available from
the authors and are presented in the paper and its supplementary information files.

Received: 19 May 2020; Accepted: 16 December 2020;

References
1. Schellekens, R. C. A., Stellaard, F., Woerdenbag, H. J., Frijlink, H. W. &

Kosterink, J. G. W. Applications of stable isotopes in clinical pharmacology.
Br. J. Clin. Pharmacol. 72, 879–897 (2011).

2. Ametamey, S. M., Honer, M. & Schubiger, P. A. Molecular imaging with PET.
Chem. Rev. 108, 1501–1516 (2008).

3. Sternberg, L., Pinzon, M. C., Anderson, W. T. & Jahren, A. H. Variation in
oxygen isotope fractionation during cellulose synthesis: intramolecular and
biosynthetic effects. Plant, Cell Environ. 29, 1881–1889 (2006).

4. Luz, B. & Barkan, E. The isotopic ratios 17O/16O and 18O/16O in molecular
oxygen and their significance in biogeochemistry. Geochim. Cosmochim. Acta
69, 1099–1110 (2005).

5. Yeung, L. Y., Young, E. D. & Schauble, E. A. Measurements of 18O18O and
17O18O in the atmosphere and the role of isotope-exchange reactions. J.
Geophys. Res. Atmos. 117, 1–20 (2012).

6. Shackleton, N. Oxygen isotope analyses and pleistocene temperatures re-
assessed. Nature 215, 15–17 (1967).

7. Ye, X., Luke, B., Andresson, T. & Blonder, J. 18O stable isotope labeling in MS-
based proteomics. Brief. Funct. Genomics Proteom. 8, 136–144 (2009).

8. Fenselau, C. & Yao, X. 18O2-labeling in quantitative proteomic strategies: a
status report. J. Proteome Res. 8, 2140–2143 (2009).

9. Zhao, Y. et al. Combination of improved 18O incorporation and multiple
reaction monitoring: a universal strategy for absolute quantitative verification
of serum candidate biomarkers of liver cancer. J. Proteome Res. 9, 3319–3327
(2010).

10. Hood, B. L. et al. Quantitative analysis of the low molecular weight serum
proteome using 18O stable isotope labeling in a lung tumor xenograft mouse
model. J. Am. Soc. Mass Spectrom. 16, 1221–1230 (2005).

11. Francey, R. J. & Tans, P. P. Latitudinal variation in oxygen-18 of atmospheric
CO2. Nature 327, 495–497 (1987).

12. Gat, J. R. Oxygen and hydrogen isotopes in the hydrologic cycle. Annu. Rev.
Earth Planet. Sci. 24, 225–262 (1996).

13. Gambhir, S. S. Molecular imaging of cancer with positron emission
tomography. Nat. Rev. Cancer 2, 683–693 (2002).

14. Rudroff, T., Kindred, J. H. & Kalliokoski, K. K. [18F]-FDG positron emission
tomography—an established clinical tool opening a new window into exercise
physiology. J. Appl. Physiol. 118, 1181–1190 (2015).

15. Phelps, M. E. & Mazziotta, J. C. Positron emission tomography: human brain
function and biochemistry. Science 228, 799–809 (1985).

16. James, M. L. & Gambhir, S. S. A molecular imaging primer: modalities,
imaging agents, and applications. Physiol. Rev. 92, 897–965 (2012).

17. Mclnteer, B. B. & Potter, R. M. Nitric oxide distillation plant for isotope
separation. Ind. Eng. Chem. Process Des. Dev. 4, 35–42 (1965).

18. Thode, H. G., Smith, S. R. & Walkling, F. O. The separation of the oxygen
isotopes by the distillation of water. Can. J. Res. 22b, 127–136 (1944).

19. Kim, J., Chang, D. S. & Choi, Y. Y. Separation of oxygen isotopic water by
using a pressure-driven air gap membrane distillation. Ind. Eng. Chem. Res.
48, 5431–5438 (2009).

20. Chmielewski, A. G., Zakrzewska-Trznadel, G., Miljević, N. R. & Van Hook, W.
A. Multistage process of deuterium and heavy oxygen enrichment by
membrane distillation. Sep. Sci. Technol. 32, 527–539 (1997).

21. van Hook, W. A., Chmielewski, A. G., Zakrzewska-Trznadel, G. & Miljevic, N.
Method of enrichment of oxygen-18 in natural water, US patent 5,057,225.
(1991).

22. Lauder, I. The separation of the oxygen isotopes by thermal diffusion. Trans.
Faraday Soc. 43, 620–630 (1947).

23. Beenakker, J. J. M., Borman, V. D. & Krylov, S. Y. Molecular transport in
subnanometer pores: zero-point energy, reduced dimensionality and quantum
sieving. Chem. Phys. Lett. 232, 379–382 (1995).

24. Liu, M. et al. Barely porous organic cages for hydrogen isotope separation.
Science 366, 613–620 (2019).

25. Tanaka, H., Kanoh, H., Yudasaka, M., Iijima, S. & Kaneko, K. Quantum effects
on hydrogen isotope adsorption on single-wall carbon nanohorns. J. Am.
Chem. Soc. 127, 7511–7516 (2005).

26. Challa, S. R., Sholl, D. S. & Johnson, J. K. Light isotope separation in carbon
nanotubes through quantum molecular sieving. Phys. Rev. B 63, 245419
(2001).

27. Hashimoto, S. et al. Anomaly of CH4 molecular assembly confined in single-
wall carbon nanohorn spaces. J. Am. Chem. Soc. 133, 2022–2024 (2011).

28. Garberoglio, G. & Johnson, J. K. Hydrogen isotope separation in carbon
nanotubes: calculation of coupled rotational and translational states at high
densities. ACS Nano 4, 1703–1715 (2010).

29. Niimura, S. et al. Dynamic quantum molecular sieving separation of D2 from
H2–D2 mixture with nanoporous materials. J. Am. Chem. Soc. 134,
18483–18486 (2012).

30. Gogotsi, Y. et al. Tailoring of nanoscale porosity in carbide-derived carbons
for hydrogen storage. J. Am. Chem. Soc. 127, 16006–16007 (2005).

31. Kaneko, K., Cracknell, R. F. & Nicholson, D. Nitrogen adsorption in slit pores
at ambient temperatures: comparison of simulation and experiment.
Langmuir 10, 4606–4609 (1994).

32. Thompson, M. et al. An atomistic carbide-derived carbon model generated
using reaxff-based quenched molecular dynamics. C. J. Carbon Res. 3, 32
(2017).

33. de Tomas, C. et al. Structural prediction of graphitization and porosity in
carbide-derived carbons. Carbon 119, 1–9 (2017).

34. Gelb, L. D. & Gubbins, K. E. Pore size distributions in porous glasses: a
computer simulation study. Langmuir 15, 305–308 (1999).

35. Cheng, B. & Ceriotti, M. Direct path integral estimators for isotope
fractionation ratios. J. Chem. Phys. 141, 244112 (2014).

36. Marklanda, T. E. & Berne, B. J. Unraveling quantum mechanical effects in
water using isotopic fractionation. Proc. Natl Acad. Sci. USA 109, 7988–7991
(2012).

37. Wang, Q., Challa, S. R., Sholl, D. S. & Johnson, J. K. Quantum sieving in
carbon nanotubes and zeolites. Phys. Rev. Lett. 82, 956–959 (1999).

38. Thommes, M. et al. Physisorption of gases, with special reference to the
evaluation of surface area and pore size distribution (IUPAC Technical
Report). Pure Appl. Chem. 87, 1051–1069 (2015).

NATURE COMMUNICATIONS | https://doi.org/10.1038/s41467-020-20744-6 ARTICLE

NATURE COMMUNICATIONS |          (2021) 12:546 | https://doi.org/10.1038/s41467-020-20744-6 | www.nature.com/naturecommunications 9

www.nature.com/naturecommunications
www.nature.com/naturecommunications


39. Zhang, Y., Evans, J. R. G. & Yang, S. Corrected values for boiling points and
enthalpies of vaporization of elements in handbooks. J. Chem. Eng. Data 56,
328–337 (2011).

40. Sarkisov, L. & Harrison, A. Computational structure characterisation tools in
application to ordered and disordered porous materials. Mol. Simul. 37,
1248–1257 (2011).

41. Chmiola, J., Yushin, G., Dash, R. & Gogotsi, Y. Effect of pore size and surface
area of carbide derived carbons on specific capacitance. J. Power Sources 158,
765–772 (2006).

42. Chmiola, J. et al. Anomalous increase in carbon at pore sizes less than 1
nanometer. Science 313, 1760–1763 (2006).

43. Matsukata, M. et al. Conversion of dry gel to microporous crystals in gas
phase. Top. Catal. 9, 77–92 (1999).

44. Ren, N. et al. A seed surface crystallization approach for rapid synthesis of
submicron ZSM-5 zeolite with controllable crystal size and morphology.
Microporous Mesoporous Mater. 131, 103–114 (2010).

Acknowledgements
K.K. acknowledges project Japan Science Technology Agency (JST) CREST “Creation of
Innovative Functional Materials with Advanced Properties by Hyper-nanospace Design”
and partial support by the Grant-in-Aid for Scientific Research (B) (17H03039) and the
OPERA JST project (JPMJOP1722). SKU was supported by the JST-CREST and OPERA
projects. H.T., R.F., and F.V.-B. are supported by TAKAGI Co., Ltd. Funding for A.B.
and J.K.J. was provided by the National Science Foundation under Award No.
CBET1703266. Simulations were performed using the computational resources provided
by the Center for Research Computing at the University of Pittsburgh and Extreme
Science and Engineering Discovery Environment (XSEDE), which is supported by
National Science Foundation grant number ACI-1548562, under allocation No. TG-
DMR110091 and the Pawsey Supercomputing Centre, with funding from the Govern-
ment of Australia and the Government of Western Australia. C.D.T. and I.S.M. are
supported by the Australian Research Council under grant FT140100191. CDC synthesis
was supported as part of the Fluid Interface Reactions, Structures and Transport (FIRST)
Center, an Energy Frontier Research Center funded by the U.S. Department of Energy,
Office of Science, and Office of Basic Energy Sciences.

Author contributions
K.K. conceived the idea and supervised the whole project. S.K.U. being in the main
charge of this research, designed the study, performed the experiments, and analyzed the
experimental data. A.B., G.G., and J.K.J. designed and carried out the simulations using

the path-integral formalism. Y.M. and A.K. performed breakthrough experiments. C.D.T.
and I.S.M. generated atomistic models of CDCs via MD simulation. F.V.B. performed
interaction potential calculation using the LJ and QFH potential. M.S. and M.M. per-
formed the synthesis of the MFI and BEA zeolites. P.A., H.T., and R.F. discussed the
results and helped in the analysis. S.K.U. and K.K. prepared the paper. A.B. explained the
simulation results. S.K.U., P.A., J.K.L., Y.G., and K.K. edited the paper.

Competing interests
The authors declare no competing interests.

Additional information
Supplementary information is available for this paper at https://doi.org/10.1038/s41467-
020-20744-6.

Correspondence and requests for materials should be addressed to K.K.

Peer review information Nature Communications thanks the anonymous reviewers for
their contribution to the peer review of this work. Peer reviewer reports are available.

Reprints and permission information is available at http://www.nature.com/reprints

Publisher’s note Springer Nature remains neutral with regard to jurisdictional claims in
published maps and institutional affiliations.

Open Access This article is licensed under a Creative Commons
Attribution 4.0 International License, which permits use, sharing,

adaptation, distribution and reproduction in any medium or format, as long as you give
appropriate credit to the original author(s) and the source, provide a link to the Creative
Commons license, and indicate if changes were made. The images or other third party
material in this article are included in the article’s Creative Commons license, unless
indicated otherwise in a credit line to the material. If material is not included in the
article’s Creative Commons license and your intended use is not permitted by statutory
regulation or exceeds the permitted use, you will need to obtain permission directly from
the copyright holder. To view a copy of this license, visit http://creativecommons.org/
licenses/by/4.0/.

© The Author(s) 2021

ARTICLE NATURE COMMUNICATIONS | https://doi.org/10.1038/s41467-020-20744-6

10 NATURE COMMUNICATIONS |          (2021) 12:546 | https://doi.org/10.1038/s41467-020-20744-6 | www.nature.com/naturecommunications

https://doi.org/10.1038/s41467-020-20744-6
https://doi.org/10.1038/s41467-020-20744-6
http://www.nature.com/reprints
http://creativecommons.org/licenses/by/4.0/
http://creativecommons.org/licenses/by/4.0/
www.nature.com/naturecommunications

	Adsorption separation of heavier isotope gases in�subnanometer carbon pores
	Results
	Dynamic adsorption separation of CDC
	Dynamic adsorption separation of different nanoporous adsorbents
	Breakthrough measurements
	Theoretical selectivity of oxygen isotope adsorption
	Adsorption isotherms and energetics

	Discussion
	Methods
	Synthesis and characterizations

	Data availability
	References
	Acknowledgements
	Author contributions
	Competing interests
	Additional information




