







    Skip to main content




    
        
        Thank you for visiting nature.com. You are using a browser version with limited support for CSS. To obtain
            the best experience, we recommend you use a more up to date browser (or turn off compatibility mode in
            Internet Explorer). In the meantime, to ensure continued support, we are displaying the site without styles
            and JavaScript.


    




    

    
            

            
                
                    Advertisement

                    
        
            
    
        
            
                [image: Advertisement]
        

    


        
    
                

            
        

    
        
            
                
                    
                    
                    
                        
                        
                            
                                
                                [image: Nature]
                            
                        
                    
                    

                    
                    	
                            
                                View all journals
                            
                        
	
                            
                                Search
                            
                        
	
                            
                                Log in
                            
                        


                

            

        

        
            
                
                    
                        	
                                    
                                        Explore content
                                    
                                
	
                                    
                                        About the journal
                                    
                                
	
                                        
                                            Publish with us
                                        
                                    
	
                                    
                                        Subscribe
                                    
                                


                        	
                                    
                                        Sign up for alerts
                                    
                                
	
                                    
                                            RSS feed
                                    
                                


                    

                

            

        
    


    
    
        
            
                	nature



	letters

	
                                    article


    
        
        
            
            
                
                    	Letter
	Published: 09 October 2019



                    Tuning element distribution, structure and properties by composition in high-entropy alloys

                    	Qingqing Ding1Â na1, 
	Yin Zhang2Â na1, 
	Xiao Chen3Â na1, 
	Xiaoqian Fu1, 
	Dengke Chen2, 
	Sijing Chen1, 
	Lin Gu4, 
	Fei Wei3, 
	Hongbin Bei1, 
	Yanfei Gao5,6, 
	Minru Wen2, 
	Jixue Li1, 
	Ze Zhang1, 
	Ting Zhu2, 
	Robert O. Ritchie7,8 & 
	â€¦
	Qian Yu1Â 

Show authors

                    

                    
                        
    Nature

                        volumeÂ 574,Â pages 223â€“227 (2019)Cite this article
                    

                    
        
            	
                        60k Accesses

                    
	
                        869 Citations

                    
	
                            55 Altmetric

                        
	
                    Metrics details

                


        

    
                    
                

                
    
        Subjects

        	Engineering
	Mechanical properties
	Metals and alloys


    


                
    
    

    
    

                
            


        
            Abstract
High-entropy alloys are a class of materials that contain five or more elements in near-equiatomic proportions1,2. Their unconventional compositions and chemical structures hold promise for achieving unprecedented combinations of mechanical properties3,4,5,6,7,8. Rational design of such alloys hinges on an understanding of the compositionâ€“structureâ€“property relationships in a near-infinite compositional space9,10. Here we use atomic-resolution chemical mapping to reveal the element distribution of the widely studied face-centred cubic CrMnFeCoNi Cantor alloy2 and of a new face-centred cubic alloy, CrFeCoNiPd. In the Cantor alloy, the distribution of the five constituent elements is relatively random and uniform. By contrast, in the CrFeCoNiPd alloy, in which the palladium atoms have a markedly different atomic size and electronegativity from the other elements, the homogeneity decreases considerably; all five elements tend to show greater aggregation, with a wavelength of incipient concentration waves11,12 as small as 1 to 3Â nanometres. The resulting nanoscale alternating tensile and compressive strain fields lead to considerable resistance to dislocation glide. In situ transmission electron microscopy during straining experiments reveals massive dislocation cross-slip from the early stage of plastic deformation, resulting in strong dislocation interactions between multiple slip systems. These deformation mechanisms in the CrFeCoNiPd alloy, which differ markedly from those in the Cantor alloy and other face-centred cubic high-entropy alloys, are promoted by pronounced fluctuations in composition and an increase in stacking-fault energy, leading to higher yield strength without compromising strain hardening and tensile ductility. Mapping atomic-scale element distributions opens opportunities for understanding chemical structures and thus providing a basis for tuning composition and atomic configurations to obtain outstanding mechanical properties.
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                    Fig. 1: Aberration-corrected TEM imaging and mapping of element distributions in the CrMnFeCoNi Cantor alloy.[image: ]


Fig. 2: Aberration-corrected TEM imaging and mapping of element distributions in the CrFeCoNiPd alloy.[image: ]


Fig. 3: TEM observation of dislocations in the CrFeCoNiPd alloy.[image: ]


Fig. 4: Comparison of mechanical properties of the CrFeCoNiPd alloy with other CrCoNi-based HEAs.[image: ]
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Extended data figures and tables

Extended Data Fig. 1
X-ray diffraction characterization showing the single-phase signal of the fcc structure of the CrFeCoNiPd alloy.


Extended Data Fig. 2 Atomistic Monte Carlo simulation.
Simulation shows formation of concentration waves in a model equiatomic ternary alloy under annealing at a temperature of 800Â K. a, Initial fcc structure with a random distribution of the three constituent elements; yellow, grey and green atoms represent A, B and C elements, respectively. b, Relaxed structure showing the formation of a mixture of an element-A/B dominant phase (mixed yellow and grey atoms) and an element-C dominant phase (green atom clusters). c, Simulated EDS map for element C based on the structure in b. d, Plots of pair correlation functions S(r) of individual elements against concentration wavelength r.


Extended Data Fig. 3 Atomic structure of a simulated dislocation dipole.
The structure consists of two closely spaced 60Â° dislocations of opposite signs in an fcc Ni single crystal, for comparison with similar dislocation core structures in Fig. 3a. Atoms are coloured by their coordination numbers (CNÂ =Â 12, yellow; CNÂ =Â 11, blue), so as to display 30Â° and 90Â° partial dislocations (atoms in blue) in the core of an extended 60Â° full dislocation.


Extended Data Fig. 4 High-resolution TEM images of the cores of dissociated 60Â° dislocations in the CrFeCoNiPd alloy.
The number in each image indicates the measured stacking fault width in the core of dissociated dislocation. The average stacking fault width is dÂ =Â 3.37 nm. The stacking-fault energy Î³sf can be estimated as \({\gamma }_{{\rm{sf}}}=\frac{\mu {b}_{{\rm{p}}}^{2}}{8{\rm{\pi }}d}\left(\frac{2-\nu }{1-\nu }\right)\left(1-\frac{2\nu \cos 2\theta }{2-\nu }\right)\), where Î¸ is the angle between the dislocation line and the Burgers vector of the full dislocation, bp is the length of the Burgers vector of the partial dislocation, Î¼ is the shear modulus and Î½ is Poissonâ€™s ratio. The Î³sf of the CrFeCoNiPd alloy is estimated to be 66Â mJÂ mâˆ’2.


Extended Data Fig. 5 Kocksâ€“Mecking plots.
The plots of strain hardening rate against true strain at 293Â K and 77Â K show the strong hardening capability of the CrFeCoNiPd alloy.


Extended Data Fig. 6 Aberration-corrected TEM imaging and mapping of element distributions in the Cr20Fe20Co18Ni30Al12 alloy.
a, HAADF images and associated EDS maps (taken along the [110] zone axis) for individual elements of Cr, Fe, Co, Ni and Al. b, Line profiles of atomic fraction of individual elements taken from respective EDS maps in a; each line profile represents the distribution of an element in a (002) plane projected along the [110] beam direction. c, Cross-slip of dislocations in the Cr20Fe20Co18Ni30Al12 alloy, from in situ straining experiment.


Extended Data Fig. 7 Comparison of element distributions in CrCoNi alloy and in CrCoNi alloy containing 5 at% W.
a, HAADF image and corresponding EDS maps of the CrCoNi alloy containing 5 at% W, taken along the [110] zone axis, showing the distribution of individual elements of Cr, Co, Ni and W. b, Line profiles of atomic fraction of elements Cr, Co and Ni taken from respective EDS maps in a for the CrCoNi alloy containing 5 at% W; each line profile represents the distribution of an element in a \(\left(1\bar{1}1\right)\) plane projected along the [110] beam direction. c, Line profiles of atomic fraction of individual elements taken from the corresponding EDS maps of the CrCoNi alloy; each line profile represents the distribution of an element in a \(\left(1\bar{1}1\right)\) plane projected along the [110] beam direction.


Extended Data Table 1 Properties of the CrMnFeCoNi, CrFeCoNiPd, Cr10Mn30Fe50Co10 and CrCoNi alloysFull size table





Supplementary information
Reporting Summary

Video 1
In situ TEM showing the sluggish motion of dislocations in the primary slip plane in the CrFeCoNiPd alloy. The leading dislocation in the pile-up stopped moving in the middle of the strained sample, indicating that the glide of dislocations was strongly hindered (scale bar: 500 nm).


Video 2
In situ TEM showing massive cross slip as the primary slip stopped in the CrFeCoNiPd alloy (scale bar: 200 nm).


Video 3
In situ TEM showing secondary cross slip from the first cross-slipped dislocations in the CrFeCoNiPd alloy (scale bar: 500 nm).
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