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ABSTRACT: With a view to isolating the secondary component from the complexed stress 
relaxation, a method originally proposed by Tobolsky and used for the study of the chemical stress 
relaxation in covalently bonded networks was applied to ion-containing polymers to which time
temperature superposition had been previously found inapplicable. A few examples were chosen 
from the two different groups of ionomers to demonstrate the applicability of this method. 
Although the secondary component in. one of styrene-sodium methacrylate copolymers (PS
NaMA) with 7. 7 mol% of ions cannot be separated by this method at low temperatures, the 
secondary mechanism can be isolated at high temperatures. In other ionomers with more ions, the 
secondary mechanism is isolated by this method for the entire temperature ranges. The secondary 
relaxation is due to the· yielding of the ionic structure, and these ionomers studied here 
approximately follow Maxwellian decay of stress. The activation energy obtained for the secondary 
mechanism of each ionomer, which ranges from 26 to 31 kcal mol- 1, may correspond to the energy 
required to break the ionic interactions in the ionic clusters. 
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One of the main problems complicating 
the interpretation of viscoelastic behaviors 
in the ionomers with high mol% of ions is the 
fact that time-temperature superpositiOn 
has, by and large, been found inapplicable. 
No simple master curve can be obtained from 
the stress relaxation of such ionomers. The 
long term viscoelastic behaviors of ionomers 
must result from two basically different re
laxation mechanisms. Firstly, there can be 
ordinary physical relaxation process, such 
as the flow of polymer chains, the movement 
of entanglements, · · · etc. Secondly, there 
can be another process which must be attri
buted to the yielding of the ionic structures, 
besides true chemical process, such as the 
scission of covalent bonds. In general, the 
physical mechanism can be observed at low 
temperature range or short time region. On 

the other hand, the secondary mechanism, 
if it is due to the yielding of the ionic struc
tures, can be observed at high temperature 
range or long time region. Of course, at certain 
temperature ranges and in certain time re
gions, there must be two independent relax
ation mechanisms operative simultaneously. 
The main objective of this study is to illustrate 
a method whereby these two different relax
ation mechanisms can be separated or, at least, 
the secondary one can be distinguished bet
ter. 

There are basically tw<:> different approaches 
to separate or isolate the secondary process 
from the physical one. Firstly, both of them 
can be separated under certain conditions 
where details of the chemical process are 
known. For example, Tobolsky and others1 

recognized and isolated the chemical com-
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ponent by performing the stress relaxation 
experiments at temperatures sufficiently 
high that the physical process could be ne
glected. Tobolsky and co-workers1 had indeed 
investigated various mechanisms of degrada
tion, cross-linking, and bond-interchange in 
polymers with using this procedure. Bueche2 

was able to attribute the chemical processes in 
the ordinary impure polydimethylsiloxanes to 
rearrangements caused by the presence of 
impurities by performing the stress relaxation 
experiments on purified samples. For many 
years, Murakami and co-workers3 · 4 have 
carried out a number of relaxation experi
ments on various cross-linked and non-cross
linked rubbers under controlled conditions, 
such as nitrogen atmosphere, to subtract the 
physical mechanism and isolate the chemical 
one. The procedures described above could be 
termed as "chemical approach." 

Secondly, many workers were able to dis
tinguish the chemical or secondary process 
differently by applying the time-tempera
ture superposition principle to the stress re
laxation data obtained from certain temper
ature range or time scale where the chemical 
or secondary process can be neglected. The 
WLF constants and other physical parameters 
were first determined and then used to extract 
the chemical or secondary components. For 
example, Ferry and co-workers5 utilized this 
procedure when they studied the stress relax
ation of methacrylate polymers with relatively 
long side chains in which two relaxation 
mechanisms, one with the main chains and 
the other with the side chains, are affected 
differently by a change in temperature. More 
recently, Curro and Salazar6 distinguished the 
physical and the chemical relaxation mecha
nisms, using stress relaxation experiments as a 
function of temperature. The WLF constants 
and other physical parameters were first de
termined from experiments where the chemical 
process can be neglected over the time scale 
of the experiment. The physical contribution 
to the stress relaxation was then calculated 
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for higher temperature experiments in order 
to extract the chemical kinetic information. 
The methods described above could be termed 
as "physical approach." 

Previously, the "physical approach" has 
been almost exclusively used for the study of 
the stress relaxation in the ionomers. For 
example, Eisenberg and Navratie -JJ inves
tigated the viscoelastic behavior of various 
salts of styrene-methacrylic acid copolymers 
by applying time-temperature superposition 
to the stress relaxation data obtained from 
them. They found time-temperature super
position is obeyed in the styrene ionomers 
below a critical ion concentration (6 mol%). 
The shift factors are of the WLF form al
though they are bigger than those of pure 
polystyrene. Above that ion concentration, 
however, time-temperature superposition 
becomes inapplicable. The results reported 
were in agreement with their hypothesis that 
the ionic sites of the polymer chains and the 
metal ions form ion pairs and these ion pairs 
are thought to associate further into ion mul
tiplets. They9· 11 also proposed that the ions 
exist in a form of simple multiplets below 
the critical ion concentration and in a form of 
more extensive clusters above that ion con
centration. Eisenberg and Navratil9 claimed 
that the failure of time-temperature super
position indicates the existence of two in
dependent relaxation mechanisms above such 
critical ion concentration. They also claimed 
that contributions from each mechanism 
can be separated and two "pseudo master 
curves" can be obtained11 by applying time
temperature superposition to the stress re
laxation obtained from above the critical ion 
concentration. They defined, based on analysis 
of these two "master curves" and their re
spective shift factors, the viscoelastic responses 
in the short time segments as the physical 
nature for the entire temperature range and 
those in the long time segments as the sec
ondary one. 

More recently, Eisenberg, Matsuura, and 
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Tsutui12 investigated the stress relaxation 
mechanism of various copolymers of ethyl. 
acrylate-acrylic acid salt. They found that, 
in this ionomer group, time-temperature 
superposition breaks down around 12 mol% of 
ions. They reported that time-temperature 
superposition is generally applicable below 
12mol% of ions. 

The method9 - 12 used by Eisen berg and co
workers is actually the same method that Ferry 
and co-workers5 utilized. There are, however, 
significant differences between the clustered 
ionomers and the methacrylate polymers. 5 

First of all, the clustered ionomers are, in 
contrast to the latter, not single phase po
lymer.13 - 15 In modulus-temperature curves of 
the clustered ionomers,9 •12 the shape of the 
curves is not indicative of a truly amorphous 
polymer. The absence of a sharp transition 
region is very noticeable. Thus, the validity 
of applying the time-temperature superpo
sition principle .is questioned. With the ionic 
structures and large quantity of intermole
cular associations present, relaxation processes 
are probably not confined to one simple 
mechanism. Thus, it was decided to analyze 
or isolate the mechanism which is due to the 
ionic clusters first by applying the "chemical 
approach," to the relaxation data obtained 
mainly at high temperatures. The contribution 
from pure physical process could be minimal 
at high temperatures and the secondary me
chanism could be isolated by the· "chemical 
approach." If the mechanism is really due 
to the yielding process of the ionic structure, 
similar to network cleavage or bond inter
change type, 1 the stress relaxation must fol
low Maxwellian decay of stress.1 

In this paper, the author shall report on the 
application of the "chemical approach" for the 
analysis of the secondary relaxation in the 
ionomers. Previously, the same data were 
analyzed by the "physical approach" and 
reported in the separate publication.9 •12 The 
activation energies obtained by the "chemical 
approach" and the nature of the relaxation 
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will also be discussed in this paper. 

EXPERIMENTAL 

The data previously obtained from the two 
different ionomer groups were utilized in this 
study: three PS-NaMA samples and one ethyl 
acrylate-sodium acrylate copolymer (PEA
NaA) sample. Original stress relaxation ex
periments were performed on PS-NaMA 
samples by Eisenberg and Navratil, and the 
results have been presented in the previous 
publications. 7 - 10 The preparation of the PS
NaMA samples and the method of the stress 
relaxation experiments are described else
where.8 The original experiments with PEA
NaA sample were carried out by the author 
and Eisenberg. 12· 13 The results analyzed by the 
"physical approach" were reported previous
ly.12 Methods of both sample preparation 
and the stress relaxation experiments per
formed on PEA-NaA sample are described 
elsewhere. 12 · 13 

RESULTS AND DISCUSSION 

Stress relaxation data obtained from one 
of the ionomers studied here, PS-NaMA 
(7.7mol% of NaMA), are shown in Figure 
1 to demonstrate how time-temperature 
superposition fails above the critical ion 
concentration (6mol% in this case). It is ap
parent that the individual curves cannot be 
superimposed horizontally to form a true 
master curve no matter what time region is 
taken. Also shown in Figure 1 is a "pseudo
master curve" which was constructed by rather 
forcible superposition of the short time regions 
(2-100 s) of the individual curves. The failure 
of time-temperature superposition in the 
treatment of the stress relaxation data in the 
other ionomers studied here is basically the 
same as the one shown in Figure 1. 

The lack of superposability must be attrib
uted to the presence of multiple relaxation 
mechanisms. Furthermore, the existence of 
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Figure 1. Original stress relaxation curves and "master curve" for PS-NaMA (7. 7 mol% of NaMA). 
Time segment of 2-100 s was taken to construct the "master curve," reduced with respect to T •. 

the secondary mechanism can be seen for 
almost entire temperature range, except 
around the sample's T9 range, as evidenced 
by the downward deviation at long time re
gions for almost any given constant temper
ature on the "pseudo master curve" in Fig
ure l. The pure physical mechanism, even 
around the T9 , seems to exist in a relatively 
short period of time. 

Contrary to the results obtained from 
both PS-NaMA8- 9 and PEA-NaA12 by 
applying time-temp-erature superposttlon, 
what Ferry and co-workers5 found in their 
investigation of N-butyl methacrylate polymer 
is the fact that time-temperature superposition 
is generally well applicable at temperatures 
between 45 and 135°C, except between 55 and 
80°C at which some minor deviations are 
observed. Its superposability, above 80 and 
below 55°C, is more than good enough to 
produce a pair of reasonable WLF constants 
and other physical parameters. Without rea
sonable physical parameters, it is difficult to 
extract the secondary mechanism by sub
tracting the physical component from the 
entire stress relaxation. When Salazar and 
Curro6 identified the chemical process, they 
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utilized some temperature range above the T9 

over which the chemical effects can be ne
glected for the time scale of their experi
ments (about 100 h). It is obvious that long 
enough physical process over fairly wide 
temperature range is necessary to obtain re
liable parameters. 

At any given temperature, as can be seen 
in Figure 1, the physical process is not long 
enough to produce reliable parameters in the 
clustered ionomers. As reported in the pre
vious publications 7 - 9 by Eisenberg and co
workers, the WLF constants based on the 
"pseudo master curve" are bigger than those 
obtained from other ionomers with low ion 
content for which time-temperature super
position is applicable. Naturally, the nature 
of the secondary process extracted by 
"pseudo physical parameters" was somewhat 
unclear. The activation energy reported pre
viously8 for the secondary mechanism, of 
order of 40 kcal mol- 1 , also seems to be too 
high for any conceivable secondary process. 

In Figure 2, the same stress relaxation 
data shown in Figure 1 are normalized by 
the exponential decay term which is the law 
for Maxwellian decay of stress1 : 
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Figure 2. Chemical stress relaxation curves and chemical relaxation times for PS-NaMA (7.7 mol% of 
NaMA). lOs modulus as reference. The activation energy is also shown. Some temperatures are omitted 
for the sake of clarity. 
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F' -3 Three different sets of chemical relaxation times, obtained with three different references for 
Igure . . k f I . h . I I t' n PS-NaMA (7.7mol% of NaMA), are plotted against 1/T. For the sa eo c anty, c em1ca re axa 10 

curves are not plotted. 

f(t)/f(O) or E(t)/E(O)=exp( -t/r) (1) 

where r is a chemical relaxation time, f and 
E are force and modulus, respectively. r may 
be measured as the time at which f(t)/f(O) 
or E(t)/E(O) reaches 1/e ( =0.368). A series of 
chemical relaxation times obtained by using 
10 s. modulus as reference are plotted against 
1/T in Figure 2. It is apparent that chemical 
relaxation times obtained from the data above 
around 150°C fit the Arrhenius relationship 
and those from below 150oC do not. In order 
to make this "chemical approach" more gen
eral, the same relaxation data are also nor-
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malized by using both 2 s and 100 s moduli as 
references, respectively, as shown in Figure 3. 
Neither individual E(t)/E(2) nor E(t)/E(lOO) is 
plotted for the sake of clarity in Figure 3. 
There are some deviations at high tempera
tures in the case of E(t)/E(lOO) plot. The 
"chemical approach," however, seems to be 
well applicable at temperatures between 150 
and 220°C. The deviations at high tempera
tures will be discussed in the following pub
lications.16 

As shown by examples in both Figures 2 and 
3, the contribution from the physical com
ponent, most likely from the pure physical 
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Figure 4. Chemical stress relaxation curves and chemical relaxation times for PS-NaMA (7.9mol%). 
Some temperatures are omitted. 
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Figure 5. Chemical stress relaxation curves and chemical relaxation times for PS-NaMA (9.7mol%). 
Some temperatures are omitted. 

one, still exists below 150°C or, at least, the 
physical process becomes less significant 
above 150°C. The "chemical approach" is 
not applicable below 150°C in PS-NaMA with 
7.7mol% of ions. As a matter of fact, the 
"chemical approach" is not applicable at all 
for all PS-NaMA with less than 6 mol% of 
ions. 17 It is obvious that the physical mecha
nism is dominant in the ionomers with low 
ions, especially at low temperatures and in 
short time regions. 

The data from other PS-NaMA with 7.9 
and 9.7mol% of ions are normalized the 
same way and shown in Figures 4 and 5, re
spectively. No deviation at low tempera
tures is observed any longer with these ion-
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omers. It should be pointed out, however, 
that the experimental data used here were 
all originally obtained at temperatures above 
150°C. 

The applicability of the "chemical ap
proach" to the clustered ionomers is further 
demonstrated with PEA-NaA with 16.3. 
mol% of ions. The results from this ionomer 
are shown in Figure 6. Like the styrene ion
omers, the secondary mechanism is also 
dominant in this acrylate ionomer. In con
trast with the case of the styrene ionomers, 
however, a possible transition temperature 
of the ionic structure appears at around 50 
oc, as can be seen in Figure 6. With this fig
ure alone, one may wonder if this is a simple 
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Figure 6. Chemical stress relaxation curves and chemical relaxation times for PEA-NaA (16.3 mol% of 
NaA). "Tc" is observed at around 50°C. 

experimental error or not, but the similar 
transition points are also observed in other 
ethyl acrylate ionomers of which results 
will be published separately. 16 Although 
Eisenberg15 had long predicted the existence 
of the decomposition temperature of the ionic 
structure, Tc, it must be the first time that 
either Tc or some form of transition in the 
ionic structure has been isolated experimen
tally. The nature of this transition point 
will be discussed in the following publica
tion/6 too. 

The presence of the ionic clusters has been 
mentioned by several investigators18·19 and 
has also been treated theoretically. 15 The 
highly unfavorable thermodynamic situation 
of ionic salts essentially dissolved in a hydro
carbon medium must lead these ion pairs to 
segregate themselves and form the ionic clus
ters. The aggregation of the ionic groups 
from different polymer chains must also re
lieve this energetically unfavorable situa
tion. The long-rahge coulombic interactions 
between ions undoubtedly assists in setting up 
the clusters which give rise to a two-phase, 
reinforced structure. Since the ionic clusters 
are integrally bonded to the organic phase, 
these clusters inevitably act as "filler" and 
"cross-link." 

In these ionic clusters, there may be several 
intermolecular associations involving car-
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boxy!, carbonyl, and carboxylate groups 
and cations. The indication for the existence 
of clusters in the styrene ionomers comes 
from X-ray evidence. 14 X-Ray diffraction 
experiments indicate that above 6 mol% ce
sium salt new scattering centers appear with 
periodicities of 70-80 A which can be as
signed to a new phase consisting mostly of 
the ionic clusters. 

Metal ions are not permanently associated 
to any particular carboxyl group. The lifetime 
of the ionic association must be finite. At 
higher temperatures and longer times a re
distribution of cations can be obtained. Fur
thermore, under heat ai:J.d shear, the ionic 
clusters can dissociate, the ion pairs can diffuse 
and new ionic clusters may be formed. This 
would be expected to lead to decay of stress 
if the sample is deformed. In the ionomers 
examined here, their relaxation mechanism 
is approximately Maxwellian, as shown in 
Figures 2-6, although it is not very nearly. 

The activation energies for the secondary 
mechanism obtained by the "chemical ap
proach," as also shown in Figures 2-6, are 
all slightly higher than 25 kcal mol- 1. This 
kind of activation energy is in good agree
ment with the bond energy of the order of 
30 kcal which was calculated by Potts and 
Aschcraft20 for a sodium carboxylate qua
druple ion. The basic structure of "quadru-
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ple ions" has been proposed by Erdi and 
Morawetz21 in the case of styrene-acrylic acid 
copolymer salts in media of low dielectric 
constant. 

Although it is speculative, it could be as
sumed that the clustered ionomer behaves 
essentially like a filled polymer and the ionic 
clusters act only as inert filler while the phys
ical process is dominant. It is reasonable to 
assume the contribution from the physical 
mechanism becomes less and less as temper
ature increases and finally gets insignificant 
around 150°C in the case of the styrene ion
omer with 7.7mol% ions. If the short time 
regions of the individual curves collected 
from below 150°C were only used to con
struct a master curve, time-temperature 
superposition should be applicable because 
the relaxation mechanism in the short time 
region is of physical nature. Previously,9 •12 the 
short time regions of the individual curves 
collected from the entire temperature ranges 
were used to construct the "pseudo master 
curve" for both ionomer groups. It should 
be pointed out that, based ·on the time-tem
perature superposition principle itself, no 
secondary process should be observed for 
the time scale of the experiments at low tem
peratures if any measurable, pure physical 
process still existed at high temperatures, 
80-1 oooc above its Tg in the case of the 
styrene ionomers. Actually, Salazar and 
Curro6 determined the WLF constants and 
other physical parameters at low temperatures 
with utilizing the difference in relaxation 
mechanism between high and low tempera
tures. 

As can be seen in Figures 2, 4, and 5, the 
ionic structures in the styrene ionomers do 
not completely break down upon heating up to 
210-220°C. Eisenberg and Navratil8 •9 pre
viously claimed that the ionic clusters broke 
down around 180°C in one of PS-NaMA 
samples studied here. The ionic structure, 
however, apparently still exists above 200°C 
for all PS-NaMA samples. Above 220°C, 
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the ionic structure might break down or 
change its form, as can be seen in Figure 3. 
This possibility, however, is highly speculative 
and remains to be confirmed in further ex
perimentation. 

Finally, it should be mentioned for the sake 
of completeness that some data were omitted 
when others were normalized because the 
values of E(t)/E(O) from the omitted ones 
would never reach lje. It is, however, certain 
that results discussed here would never be 
changed with or without them. 

CONCLUSION 

It has been demonstrated, with using a few 
examples, that the method which was used 
for the study of the chemical stress relaxa
tion mechanism in covalently bonded poly
mer networks is a effective way to isolate 
the secondary mechanism in the clustered 
ionomers, especially at high temperatures. 
As shown previously, the inapplicability of 
time-temperature superposition is most like
ly due to the absence of the pure physical 
mechanism or the presence of solid second
ary mechanism at high temperatures. The 
activation energies obtained for the second
ary mechanism by the "chemical approach" 
are all slightly higher than 25 kcal mol- 1 

which seems to be reasonable for the yield
ing process of the ionic structures. While the 
ionic structure of three PS-NaMA samples re
mains unchanged upon heating up to 220°C, 
the ionic structure of PEA-NaA seems to 
change their form upon heating. 
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