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            Abstract
We illustrate the important trade-off between far-field scattering effects, which have the potential to provide increased optical path length over broad bands and parasitic absorption due to the excitation of localized surface plasmon resonances in metal nanoparticle arrays. Via detailed comparison of photocurrent enhancements given by Au, Ag and Al nanostructures on thin-film GaAs devices we reveal that parasitic losses can be mitigated through a careful choice of scattering medium. Absorption at the plasmon resonance in Au and Ag structures occurs in the visible spectrum, impairing device performance. In contrast, exploiting Al nanoparticle arrays results in a blue shift of the resonance, enabling the first demonstration of truly broadband plasmon enhanced photocurrent and a 22% integrated efficiency enhancement.
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                    Introduction
The interplay between scattering and absorption in nanoplasmonic systems has recently been the subject of intense research efforts1,2,3,4. Indeed it has been shown that carefully designed metallic nanostructures can be tuned to provide a desired optical response1,2,3,4. This delicate balance of plasmonic absorption interactions versus far-field scattering properties can have implications in a number of fields, of which solar energy is a prime example3,4,5,6. Both near-field confinement as well as far-field scattering and light trapping effects have the potential to deliver absorption enhancements in solar cells5,6,7,8, however parasitic absorption in metal nanoparticles remains a key problem yet to be overcome. This is an issue of particular importance since large-scale solar cell deployment requires efficient use of materials and there is therefore a need to move towards thin-film solar cells without compromising energy conversion efficiency.
Attempts at tuning the balance between absorption and scattering have to date focused on altering the shape and dimensions of noble metal nanostructures1,2. However, in the field of solar energy where mass production is an economical necessity it is prudent to employ simple, easily producible structural parameters. We have therefore turned our attention to the use of alternative metals to redress the trade-off between scattering and absorption. In particular we perform a comparison of nanoparticles made from Au, Ag and Al. Shown in Figure 1(a) are contour plots of scattering and absorption cross-section efficiency (defined as the ratio of the scattering/absorption cross-section and the geometrical cross-section) resulting from Mie calculations of spherical Au, Ag and Al nanoparticles, displayed as a function of wavelength and nanoparticle radius. The contour plots clearly show that drastic differences in both scattering and absorption can be achieved for the different metals, even for simple nanoparticle geometries. Al in particular provides significant scattering with minimal absorption over much of the visible spectrum. We note also that Ag particles of radius >70â€…nm actually exhibit the lowest absorption cross-section efficiency, however these dimensions do not coincide with those required for maximum scattering. In fact only in the case of Al do the conditions for maximum scattering also result in low absorption, making it an attractive candidate for solar energy applications. We also note that Al has recently been gathering interest as a plasmonic material since it presents the opportunity to shift plasmonic resonances away from visible frequencies and into the ultraviolet9,10.
Figure 1[image: figure 1]
Light scattering and absorption using metal nanoparticle arrays.
(a) Contour plots showing scattering and absorption cross-section efficiency calculated using Mie theory for spheres of Au, Ag and Al (all plots use an identical logarithmic scale bar). (b) a schematic diagram of the p-n junction photodiodes with an array of nanocylinders on the front surface (the composition, thickness and doping density of each layer is indicated on the diagram) and (c) SEM image of a periodic array of Al nanocylinders fabricated by electron beam lithography (scale bar is 500â€…nm).
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Indeed a recent article presented the results of finite difference time domain calculations demonstrating the potential of Al nanoparticles to provide broadband absorption enhancements in Si films11. Another report proposed the use of Al as a suitable material for plasmonic enhancements in organic devices, however this work was limited to purely optical considerations12. The authors observed increased extinction when Al nanoparticles were embedded in organic layers, but this includes absorption in the particles and no data were presented regarding photocurrent measurements12. We note however, that the existence of parasitic absorption highlights the fact that overall absorption/extinction enhancements do not necessarily translate into efficiency gains, thereby underlining the need for photocurrent measurements, rather than purely optical characterization. In this paper we elucidate a mechanism involving scattering by metal nanoparticles that can enhance the spectrally integrated external quantum efficiency (EQE) by more than 20% and we show for the first time that losses at short wavelengths can be avoided even when using nanoparticles on the front surface. We present the results of an experimental comparison between GaAs photodiodes incorporating Au, Ag and Al periodic nanoparticle arrays and a reference device. These data are supported by comprehensive electromagnetic and electronic simulations performed using a simulation tool we recently developed13,14. We demonstrate that the parasitic losses commonly observed at short wavelengths are intimately linked with the properties of the metal and/or the excitation of localized surface plasmons. The losses therefore depend strongly on the choice of metal and structural parameters used and can in fact be avoided when using Al nanoparticles, resulting in broadband photocurrent enhancements. Furthermore, we highlight the delicate balance between broadband optical path length increases arising from scattering and parasitic absorption due to the coupling of incident light into nanoparticle plasmon resonances.
Considerable recent effort has been placed into nanoscale light trapping and plasmon-enhanced solar cells since arrays of sub-wavelength metallic nanoparticles can be used to scatter incident light into the active region. If the incident light is scattered through a sufficiently high angle then the optical path length in the device can be significantly increased compared to a flat cell. This approach has led to some improvement in the long-wavelength (Î» > 550â€…nm) photocurrent response of both GaAs and Si solar cells when Ag or Au nanoparticles are fabricated on the surface of the cell, although these types of devices typically suffer from reduced photocurrent at shorter wavelengths15,16,17,18. Recently, the attribution of such long-wavelength increases in photocurrent to plasmonic scattering effects has been verified through detailed optical and electronic simulations13,14. Light scattering in this manner opens up the potential for the fabrication of devices that are optically thick but physically thin, thus reducing the amount of raw material used and hence the cost of the solar cell, without compromising its efficiency. To realize this goal however, the trade-off between enhancements brought about through scattering and the characteristic deficit observed at shorter wavelengths must be fully understood and controlled. Some reports have suggested that the increase in EQE on the red side of the spectrum is the result of constructive interference between incident and scattered waves, while in the short wavelength regime destructive interference has been blamed for the drop in EQE relative to bare cells19,20. More recently however, parasitic absorption in the metal nanoparticles has also been proposed as a culprit for reduced EQE, since short wavelength photons couple strongly with resonant nanoparticle plasmon modes rather than scattering into the semiconductor material beneath21. Nevertheless it is clear that the problem of loss at short wavelengths is inherent to the use of Au and Ag nanoparticle arrays positioned on the front surface of the photovoltaic cell. Alternative methods that have therefore been proposed to alleviate parasitic losses include the use of dielectric22,23,24,25,26 rather than metallic nanostructures, or rear surface textured plasmonic reflectors27,28,29,30, both of which have yielded some positive results. Despite this progress we believe that appropriate metallic structures on the front surface of the photovoltaic cell may still prove useful in providing optical path length enhancements. For this approach to be a viable addition to conventional anti-reflection coatings however, the problem of parasitic absorption losses must be mitigated. The choice of metal employed for the scattering nanoparticle arrays may therefore prove crucial in optimizing photocurrent enhancements and so a good understanding of the optical response of different metallic nanoparticles is required. To this end we devised a comparison between the photocurrent response of thin-film GaAs photodiodes with periodic arrays of Au, Ag and Al nanoparticles patterned on the front surface. A schematic diagram of the complete photodiode structure is presented in Figure 1(b) and an example scanning electron microscope (SEM) image of one of the Al nanoparticle arrays is shown in Figure 1(c), demonstrating the high nanoparticle uniformity and regular spacing. The nanoparticle diameter, height and pitch are 100, 50 and 200â€…nm respectively.


Results
Plotted in Figure 2(a) are EQE spectra measured for photodiodes with nanoparticle arrays of each different metal fabricated on the top surface and a reference. The reference sample exhibits typical photocurrent response across the visible and near-infra red parts of the spectrum up to the GaAs band edge. The EQE rises from the GaAs band gap close to 880â€…nm, peaks at around 31% and drops off once more at short wavelengths where carriers are lost to surface recombination. Note that the relatively low peak value of the EQE arises from the short carrier diffusion length. With the application of a Au nanocylinder array of 200â€…nm pitch the form of the EQE spectrum is distinctly modified however (blue curve in Figure 2(a)). At wavelengths longer than 600â€…nm we observe increased EQE with respect to the reference, which we ascribe to reduced surface reflection and increased optical path length from forward scattering of incident photons into the device. In contrast the EQE is significantly reduced at shorter wavelengths as a result of absorption due to interband transitions and resonant plasmon modes in the Au particles. Next we turn our attention to an equivalent array of Ag nanoparticles (red curve); in this case the losses at short wavelengths remain present but are reduced compared to the Au nanoparticles, consistent with differences in the complex dielectric functions of the two metals due to the fact that the interband transitions are not present. Note additionally that this means a greater portion of the spectrum exhibits photocurrent enhancement from far-field scattering effects. Also plotted in Figure 2(a) are EQE spectra of photodiodes with Al nanoparticle arrays of equivalent (200â€…nm, green curve) and larger (400â€…nm, light blue curve) pitches. Considering first the 200â€…nm pitch array, we observe that enhancement from scattering occurs over the majority of the spectral region of interest, i.e. when Î» > 500â€…nm and that the losses are minimal at shorter wavelengths. Crucially though, these losses can be avoided entirely by increasing the pitch of the nanoparticle array to 400â€…nm, i.e. reducing the metal coverage; here we observe spectrally broad enhancement in the EQE from 400â€“900â€…nm. Indeed this larger pitch array of Al nanoparticles outperformed all other arrays fabricated from either Au or Ag. This we attribute to the fact that the plasma frequency of Al occurs at a higher energy than Au and Ag, i.e. in the spectral region studied here Al acts as a very good Drude metal with small penetration of the electric field into the nanoparticles and therefore low optical absorption due to the nanoparticles.
Figure 2[image: figure 2]
Experimental and calculated photocurrent spectra and enhancement ratios.
(a) Experimentally observed and (b) numerically calculated EQE spectra plotted as a function of wavelength for a reference photodiode (black line) and devices with periodic Au (blue), Ag (red) and Al (green) nanoparticle arrays of 200â€…nm pitch and an Al array of 400â€…nm pitch (light blue). (c) Integrated EQE enhancement provided by each of the nanoparticle arrays plotted with respect to the reference device, taken from the experimental data.
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Corresponding simulations of the optical and electronic response of GaAs photodiodes with Au, Ag and Al nanocylinders were performed and the resulting calculated EQE spectra are plotted in Figure 2(b). For completeness we have extended the simulations to also include Au and Ag nanoparticle arrays of 400â€…nm pitch, the results of which can be found in the supplementary information. The simulations were carried out using a 3D finite element method, where the electromagnetic problem is directly linked to carrier transport calculations13,14. In other words we calculate the solar cell performance by concurrently solving the Maxwell equations of a plane wave incident on the solar cell and the electronic response (carrier transport calculations) generated by the scattered electric field13,14. Note that we have not included any nanometric oxidation of the nanoparticles in any of the simulations. When comparing these EQE spectra to that of a simulated reference device we observe that the effect of adding Au, Ag and Al nanocylinders on the form of the spectra follows the same trend as observed experimentally. Namely, we again note that despite providing scattering enhancements at long wavelengths the Au nanoparticles exhibit significant detrimental absorption below 550â€…nm. Moreover, when we switch first to Ag, then Al, the losses can be reduced and ultimately eliminated. However in the simulations the Al array of 200â€…nm pitch outperforms that of 400â€…nm. The small discrepancies between simulation and experiment are due to the geometrically perfect nanoparticles and the dielectric functions used in the simulations. In these calculations we used dielectric constants measured and tabulated by Palik31 that can present some difference from the true dielectric functions. Additionally, we solved the problem for geometrically perfect cylinders, however small imperfections in the shape of the fabricated nanoparticles can give rise to important differences in the plasmonic response thus accounting for the difference between simulated and experimental results3,4. Nevertheless we want to stress that, as shown in Figure 2, the physical behaviour and magnitudes obtained in the simulations match very well with those of the experiments. Furthermore, the discrepancy highlights the intricate balance between forward scattering and nanoparticle absorption, which is of prime importance for optimal EQE. Comparing the simulations and the experiments we can gain an important indication of the ideal nanostructure parameters. For example, based on our experiments and simulations and for our chosen cylinder dimensions we expect that the optimum pitch should lie between 200 and 400â€…nm. A more detailed optimization is possible and would require investigations into the effect of varying nanoparticle radius and height, as well as the pitch, but we want to stress that this is outside the scope of this work as we are focusing on the choice of metal as a scattering medium.
Our results are also supported by a recent report of the results of finite difference time domain calculations of optical absorption in Si layers with spherical metal nanoparticles on the surface11. The reason for this change in the observed losses is that the plasma frequency of the metals shifts from the visible part of the spectrum towards the ultraviolet as we move from Au to Ag and into the deep-UV for Al32. Therefore the detrimental parasitic absorption in the metal particles and destructive interference effects also shift to shorter wavelengths and, in the case of Al, out of the relevant spectral window31. Furthermore, this also opens up new possibilities for the use of other scattering metals with high plasma frequencies.
To further demonstrate the great potential posed by Al nanoparticle arrays we present a bar chart in Figure 2(c) showing the fractional efficiency enhancement provided by each of the nanoparticle arrays, spectrally integrated from the experimental data. It is clear from the chart that Au and to a lesser extent Ag nanoparticles lead to an overall reduction in the integrated EQE compared to the reference diode. In contrast the Al arrays provide around a 6% and 22% increase for the arrays of 200â€…nm and 400â€…nm pitch respectively. This finding has significant implications for the enhancement of full solar cell devices; by combining the scattering properties of our Al nanoparticle arrays with conventional antireflection coatings, significant steps could be made towards thinner devices while maintaining the high power conversion efficiencies associated with GaAs cells.
To emphasize the differences between the metals considered here, we next consider the absorption in the nanoparticles themselves. Plotted in Figure 3(a) are absorbance spectra calculated for arrays of Au (blue line), Ag (red) and Al (green) nanoparticles, where arrows indicate the plasmon resonances (which are damped by the high index substrate). We observe strong, broad absorbance in the Au nanoparticles due to interband transitions in the metal overlapping with two plasmon resonances. The absorbance of the Ag nanoparticle array is also significant at short wavelengths and exhibits two plasmon resonances, but without the contribution from interband transitions. Our simulations indicate that, as reported by Beck et al.21, these two resonances can be attributed to the excitation of different plasmonic modes localized either at the top or the bottom of the nanoparticles (see supplementary information). In contrast, the Al nanoparticle array exhibits low absorbance (<0.1) over much of the relevant spectral region. In fact the Al absorbance only peaks at the localized surface plasmon resonance in the UV and remains at a value significantly lower than that of the other two metals (here we only observe the resonance at the bottom of the particle and expect the resonance at the top to be at shorter wavelengths). This very low absorbance we attribute to the high dielectric constant of the Al resulting in a short penetration depth of the electric field into the particles. i.e. the short field penetration means that the parasitic absorption is low in Al even at the plasmon resonance at 380â€…nm (see Figure 3), while beneficial scattering remains at longer wavelengths. This is especially true since it has been suggested19,20 that constructive interference occurs between incident and scattered waves at wavelengths longer than the plasmon resonance. As an aside it should be noted that at long wavelengths (Î» > 700â€…nm) optical absorption in the Al particles is slightly increased compared to Au or Ag due to a weak interband transition close to 800â€…nm. Overall though, absorption losses in Al particles are significantly lower than for Au or Ag.
Figure 3[image: figure 3]
Simulated optical response of the nanoparticles and device active region.
(a) Absorbance of the metallic nanoparticles plotted as a function of wavelength for Au (blue), Ag (red) and Al (green) and (b) the simulated reflectance spectra for those devices and the reference (black). (c) Vertical slice colour maps through the device showing the absorption at Î» = 500â€…nm in the nanoparticles, window layer and p-n junction regions for Au, Ag and Al arrays (all colour maps use an identical logarithmic colour scale).
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Next we turn our attention to the anti-reflection properties of metal nanoparticle arrays. Shown in Figure 3(b) are simulated reflectance spectra from each of the photodiodes. The reference device (black curve) exhibits a reflectance of around 20% across much of the visible spectrum but this value rises in the near UV and at longer wavelengths near the band edge of the underlying GaAs material. For all three metals considered here a reduction in reflectance was observed at wavelengths from 700â€“900â€…nm. In the visible and near UV parts of the spectrum however, peaks in the reflectance can be observed that coincide with the excitation of localised plasmon resonances. The reflectance maxima are characteristic of destructive interference effects that have been reported elsewhere19,20 and occur slightly blue shifted with respect to the resonance peaks. Their presence means that for the cases of both Au and Ag there are reflectance peaks in the crucial spectral range of 400â€“700â€…nm while the reflectance from the Al device remains below 10% in this range and rises to around 25% at 360â€…nm. The peaks in the reflectance spectra for the Au and Ag are centred at wavelengths of 600 and 500â€…nm and reach values of 35 and 45% respectively. These represent significant losses but we note that the peak values of absorbance in the nanoparticles are somewhat higher (up to 65% for Ag) and the spectral width is greater (particularly in the case of Au), emphasizing the crucial role played by parasitic absorption in these types of devices.
Finally, in Figure 3(c) we plot colour maps of the absorption taken as a vertical slice through the centre of the devices at Î» = 500â€…nm. In the case of Au the absorption in the nanoparticle is high and we see modest absorption in the GaAs beneath the particle from the scattered field. The absorption in the GaAs is increased in the case of Ag and we observe a modification to the absorption profile in the form of distinct maxima and minima, arising from light coupling into modes within the absorbing layer. However, absorption in the particle itself remains high, to the detriment of the solar cell performance. Finally, the Al array exhibits strong delocalized optical absorption in the GaAs, but crucially the absorption in the particle remains low and the small field penetration into the metal can clearly be seen.


Discussion
To conclude, a comparison of the photocurrent response of GaAs photodiodes with Au, Ag and Al nanocylinder arrays was carried out to quantify the potential for efficiency enhancements in III-V photovoltaic cells. By comparing EQE measurements to that of a reference diode we demonstrated that although all of the nanoparticle arrays provided scattering enhancements at long wavelengths, the losses suffered by the Au and Ag arrays at short wavelengths dominate, rendering these arrays impractical. In the case of Al nanoparticles on the other hand, parasitic losses were minimized and scattering effects dominated, leading to broadband enhancement in the EQE. We showed that using such Al nanoparticle arrays we were able to achieve an increase of 22% in the spectrally integrated EQE. This type of broadband enhancement opens up the possibility to move towards producing solar cells with thin-film absorbers, without compromising power conversion efficiencies, thus reducing material consumption. Finally we also provide the results of simulations showing device reflectance as well as the absorption in critical regions of the photodiode. These results highlight the crucial role played by the scattering particle and underline the need to carefully choose an appropriate material, such as Al.


Methods
Growth and fabrication
GaAs p-n junction photodiodes of 500â€…nm thickness were grown on GaAs substrates by metal-organic vapour phase epitaxy, employing In0.48Ga0.52P for both the window and back surface field layers (doping concentrations for each layer are indicated in Figure 1(b)). Following the growth stage the samples were processed into isolated, ring-shaped mesa diodes with an optical window of diameter 600â€…Î¼m. Finally a 25â€…nm spacer layer of SiO2 was deposited on the surface of the samples prior to fabrication of Au, Ag and Al nanoparticle arrays by electron beam lithography. Periodic arrays of cylindrical nanoparticles with a diameter of 100â€…nm, height of 50â€…nm and pitch of 200 were fabricated in each metal type plus an additional array of Al nanoparticles with 400â€…nm pitch. Reference mesa diodes underwent identical processing steps up to and including the SiO2 deposition. For the purposes of this experiment the photodiode samples were fabricated with the intention of achieving a short minority carrier diffusion length. This means that only carriers that are photo-generated in the depletion region can be captured and contribute to photocurrent. In a measurement of quantum efficiency we therefore only sample a thin layer of absorbing material, which is an ideal probe to monitor the effects of the scattering nanoparticle arrays.
Measurements
Photocurrent measurements were carried out using a Halogen lamp connected to a Bentham Instruments monochromator to excite the devices. The monochromator output was coupled to a multimode optical fibre, delivered to a custom built microscope system and focused to a spot of diameter ~90â€…Î¼m. Photocurrent was recorded using standard lock-in techniques and subsequently converted into EQE via measurements with a calibrated detector.



                

            

            
                References
	Hao, F. et al. Symmetry breaking in plasmonic nanocavities: subradiant LSPR sensing and a tunable Fano resonance. Nano Lett. 8, 3983â€“3988 (2008).
ArticleÂ 
    CASÂ 
    ADSÂ 
    
                    Google ScholarÂ 
                

	Giannini, V., Francescato, Y., Amrania, H., Phillips, C. C. & Maier, S. A. Fano Resonances in Nanoscale Plasmonic Systems: A Parameter-Free Modeling Approach. Nano Lett. 11, 2835â€“2840 (2011).
ArticleÂ 
    CASÂ 
    ADSÂ 
    
                    Google ScholarÂ 
                

	Maier, S. A. Plasmonics: Fundamentals and Applications. (Springer: New York, 2007).

	Giannini, V. et al. Controlling light localization and light-matter interactions with nanoplasmonics. Small 6, 2498â€“2507 (2010).
ArticleÂ 
    CASÂ 
    
                    Google ScholarÂ 
                

	Atwater, H. A. & Polman, A. Plasmonics for improved photovoltaic devices. Nat. Mat. 9, 205â€“213 (2010).
ArticleÂ 
    CASÂ 
    
                    Google ScholarÂ 
                

	Spinelli, P. et al. Optical impedance matching using coupled plasmonic nanoparticle arrays. Nano Lett. 11, 1760â€“1765 (2011).
ArticleÂ 
    CASÂ 
    ADSÂ 
    
                    Google ScholarÂ 
                

	Polman, A. Plasmonics Applied. Science 322, 868â€“869 (2008).
ArticleÂ 
    
                    Google ScholarÂ 
                

	Ferry, V. E., Munday, J. N. & Atwater, H. A. Design Considerations for Plasmonic Photovoltaics. Adv. Mater. 22, 4794â€“4808 (2010).
ArticleÂ 
    CASÂ 
    
                    Google ScholarÂ 
                

	Knight, M. W. et al. Aluminum plasmonic nanoantennas. Nano Lett. 12, 6000â€“6004 (2012).
ArticleÂ 
    CASÂ 
    ADSÂ 
    
                    Google ScholarÂ 
                

	Schwab, P. M. et al. Linear and nonlinear optical characterization of aluminum nanoantennas. Nano Lett. 13, 1535â€“1540 (2013).
ArticleÂ 
    CASÂ 
    ADSÂ 
    
                    Google ScholarÂ 
                

	Zhang, Y. et al. Low cost and high performance Al nanoparticles for broadband light trapping in Si wafer solar cells. Appl. Phys. Lett. 100, 151101 (2012).
ArticleÂ 
    ADSÂ 
    
                    Google ScholarÂ 
                

	Kochergin, V., Neely, L., Jao, C.-Y. & Robinson, H. D. Aluminum plasmonic nanostructures for improved absorption in organic photovoltaic devices. Appl. Phys. Lett. 98, 133305 (2011).
ArticleÂ 
    ADSÂ 
    
                    Google ScholarÂ 
                

	Li, X. et al. Bridging electromagnetic and carrier transport calculations for three-dimensional modelling of plasmonic solar cells. Opt. Express 19, 888â€“896 (2011).
ArticleÂ 
    ADSÂ 
    
                    Google ScholarÂ 
                

	Li, X. et al. Multi-dimensional modeling of solar cells with electromagnetic and carrier transport calculations. Prog. Photovolt: Res. Appl. 21, 109â€“120 (2013).
ArticleÂ 
    
                    Google ScholarÂ 
                

	Nakayama, K., Tanabe, K. & Atwater, H. A. Plasmonic nanoparticle enhanced light absorption in GaAs solar cells. Appl. Phys. Lett. 93, 121904 (2008).
ArticleÂ 
    ADSÂ 
    
                    Google ScholarÂ 
                

	Liu, W. et al. Surface plasmon enhanced GaAs thin film solar cells. Sol. Energy Mater. Sol. Cells 95, 693â€“698 (2010).
ArticleÂ 
    
                    Google ScholarÂ 
                

	Beck, F. J., Polman, A. & Catchpole, K. R. Tunable light trapping for solar cells using localized surface plasmons. J. Appl. Phys. 105, 114310 (2009).
ArticleÂ 
    ADSÂ 
    
                    Google ScholarÂ 
                

	Lim, S. H., Mar, W., Matheu, P., Derkacs, D. & Yu, E. T. Photocurrent spectroscopy of optical absorption enhancement in silicon photodiodes via scattering from surface plasmon polaritons in gold nanoparticles. J. Appl. Phys. 101, 104309 (2007).
ArticleÂ 
    ADSÂ 
    
                    Google ScholarÂ 
                

	Catchpole, K. R. & Polman, A. Plasmonic solar cells. Opt. Express 16, 21793â€“21800 (2008).
ArticleÂ 
    CASÂ 
    ADSÂ 
    
                    Google ScholarÂ 
                

	Catchpole, K. R. & Polman, A. Design principles for particle plasmon enhanced solar cells. Appl. Phys. Lett. 93, 191113 (2008).
ArticleÂ 
    ADSÂ 
    
                    Google ScholarÂ 
                

	Beck, F. J., Verhagen, E., Mokkapati, S., Polman, A. & Catchpole, K. R. Resonant SPP modes supported by discrete metal nanoparticles on high-index substrates. Opt. Express 19, 146â€“156 (2011).
ArticleÂ 
    ADSÂ 
    
                    Google ScholarÂ 
                

	Grandidier, J., Callahan, D. M., Munday, J. N. & Atwater, H. A. Light Absorption Enhancement in Thin-Film Solar Cells Using Whispering Gallery Modes in Dielectric Nanospheres. Adv. Mater. 23, 1272â€“1276 (2011).
ArticleÂ 
    CASÂ 
    
                    Google ScholarÂ 
                

	Spinelli, P., Verschuuren, M. A. & Polman, A. Broadband omnidirectional antireflection coating based on subwavelength surface mie resonators. Nat. Commun. 3, 692â€“695 (2012).
ArticleÂ 
    CASÂ 
    ADSÂ 
    
                    Google ScholarÂ 
                

	Grandidier, J., Deceglie, M. G., Callahan, D. M. & Atwater, H. A. Simulations of solar cell absorption enhancement using resonant modes of a nanosphere array. J. Photon. Energy 2, 024502 (2012).
ArticleÂ 
    
                    Google ScholarÂ 
                

	Grandidier, J., Callahan, D. M., Munday, J. N. & Atwater, H. A. Gallium Arsenide Solar Cell Absorption Enhancement Using Whispering Gallery Modes of Dielectric Nanospheres. IEEE J. Photov. 2, 123â€“128 (2012).
ArticleÂ 
    
                    Google ScholarÂ 
                

	Grandidier, J. et al. Solar cell efficiency enhancement via light trapping in printable resonant dielectric nanosphere arrays. Phys. Stat. Sol. (a) 210, 255â€“260 (2013).
ArticleÂ 
    CASÂ 
    ADSÂ 
    
                    Google ScholarÂ 
                

	Ferry, V. E. et al. Optimized Spatial Correlations for Broadband Light Trapping. Nano Lett. 11, 4239â€“4245 (2011).
ArticleÂ 
    CASÂ 
    ADSÂ 
    
                    Google ScholarÂ 
                

	Ouyang, Z. et al. Effective light trapping in polycrystalline silicon thin-film solar cells by means of rear localized surface plasmons. Appl. Phys. Lett. 96, 261109 (2010).
ArticleÂ 
    ADSÂ 
    
                    Google ScholarÂ 
                

	Feng Lu, H. et al. Plasmonic quantum dot solar cells for enhanced infrared response. Appl. Phys. Lett. 100, 103505 (2012).
ArticleÂ 
    ADSÂ 
    
                    Google ScholarÂ 
                

	Bhattacharya, J. et al. A photonic-plasmonic structure for enhancing light absorption in thin film solar cells. Appl. Phys. Lett. 99, 131114 (2011).
ArticleÂ 
    ADSÂ 
    
                    Google ScholarÂ 
                

	Palik, E. D. Handbook of Optical Constants of Solids. (Academic Press: Orlando, 1985).
ChapterÂ 
    
                    Google ScholarÂ 
                

	Bohren, C. F. & Huffman, D. R. Absorption and Scattering of Light by Small Particles. (Wiley-VCH, Weinheim: New York, 2004).


Download references




Acknowledgements
This work was supported by the EU FP7 project â€˜PRIMA â€“ Plasmon Resonance for IMproving the Absorption of solar cellsâ€™ (grant number 248154) and by the United Kingdom Engineering and Physical Sciences Research Council. V. G. acknowledges support from the Marie Curie fellowships scheme and the Leverhulme Trust.


Author information
Authors and Affiliations
	Department of Physics, Imperial College London, London, SW7 2AZ, United Kingdom
N. P. Hylton,Â V. Giannini,Â K. -H. Lee,Â N. J. Ekins-DaukesÂ &Â S. A. Maier

	Institute of Modern Optical Technologies, Soochow University, Suzhou, Jiangsu, 215006, P.R. China
X. F. Li

	IMEC, Kapeldreef 75, 3001, Leuven, Belgium
J. Loo,Â D. VercruysseÂ &Â P. Van Dorpe

	Department of Physics and Astronomy, Katholieke Universiteit Leuven, Celestijnenlaan 200, Leuven, 3000, Belgium
P. Van Dorpe

	Institute of Engineering Innovation, School of Engineering, University of Tokyo, Tokyo, 113-8656, Japan
H. SodabanluÂ &Â M. Sugiyama


Authors	N. P. HyltonView author publications
You can also search for this author in
                        PubMedÂ Google Scholar



	X. F. LiView author publications
You can also search for this author in
                        PubMedÂ Google Scholar



	V. GianniniView author publications
You can also search for this author in
                        PubMedÂ Google Scholar



	K. -H. LeeView author publications
You can also search for this author in
                        PubMedÂ Google Scholar



	N. J. Ekins-DaukesView author publications
You can also search for this author in
                        PubMedÂ Google Scholar



	J. LooView author publications
You can also search for this author in
                        PubMedÂ Google Scholar



	D. VercruysseView author publications
You can also search for this author in
                        PubMedÂ Google Scholar



	P. Van DorpeView author publications
You can also search for this author in
                        PubMedÂ Google Scholar



	H. SodabanluView author publications
You can also search for this author in
                        PubMedÂ Google Scholar



	M. SugiyamaView author publications
You can also search for this author in
                        PubMedÂ Google Scholar



	S. A. MaierView author publications
You can also search for this author in
                        PubMedÂ Google Scholar





Contributions
N.P.H., X.L., V.G., K.H.L., N.J.E.D. and S.A.M. conceived the study and discussed the data. H.S. and M.S. grew the photodiodes and J.L., D.V. and P.V.D. carried out the nanoparticle fabrication and scanning electron microscopy. N.P.H. carried out the experimental characterization and N.P.H., X.L. and V.G. performed the simulations. The manuscript was written by N.P.H. and reviewed and approved by all other authors.


Ethics declarations

              
                Competing interests

                The authors declare no competing financial interests.

              
            

Electronic supplementary material

Supplementary Information
Loss mitigation in plasmonic solar cells: aluminium nanoparticles for broadband photocurrent enhancements in GaAs photodiodes - Supplementary information





Rights and permissions

                This work is licensed under a Creative Commons Attribution 3.0 Unported License. To view a copy of this license, visit http://creativecommons.org/licenses/by/3.0/

              Reprints and permissions


About this article
Cite this article
Hylton, N., Li, X., Giannini, V. et al. Loss mitigation in plasmonic solar cells: aluminium nanoparticles for broadband photocurrent enhancements in GaAs photodiodes.
                    Sci Rep 3, 2874 (2013). https://doi.org/10.1038/srep02874
Download citation
	Received: 26 April 2013

	Accepted: 18 September 2013

	Published: 07 October 2013

	DOI: https://doi.org/10.1038/srep02874


Share this article
Anyone you share the following link with will be able to read this content:
Get shareable linkSorry, a shareable link is not currently available for this article.


Copy to clipboard

                            Provided by the Springer Nature SharedIt content-sharing initiative
                        








            


            

            
                Comments
By submitting a comment you agree to abide by our Terms and Community Guidelines. If you find something abusive or that does not comply with our terms or guidelines please flag it as inappropriate.



                
                    
                    

                

            
        





    
        

        
            
                
    
        
            
                Download PDF
                
            
        

    

            
        
    


    
        
    

    
    

    
        
            
                
                    
                        
                            Advertisement

                            
    
        
            
                [image: Advertisement]
        

    


                        

                    

                

            

            

            

        

    






    
        
            
                Explore content

                	
                                
                                    Research articles
                                
                            
	
                                
                                    News & Comment
                                
                            
	
                                
                                    Collections
                                
                            
	
                                
                                    Subjects
                                
                            


                	
                            Follow us on Facebook
                            
                        
	
                            Follow us on Twitter
                            
                        
	
                            Sign up for alerts
                            
                        
	
                            
                                RSS feed
                            
                        


            

        
    
    
        
            
                
                    About the journal

                    	
                                
                                    Open Access Fees and Funding
                                
                            
	
                                
                                    About Scientific Reports
                                
                            
	
                                
                                    Contact
                                
                            
	
                                
                                    Journal policies
                                
                            
	
                                
                                    Calls for Papers
                                
                            
	
                                
                                    Guide to referees
                                
                            
	
                                
                                    Editor's Choice
                                
                            
	
                                
                                    Journal highlights
                                
                            


                

            
        

        
            
                
                    Publish with us

                    	
                                
                                    For authors
                                
                            
	
                                
                                    Language editing services
                                
                            
	
                                Submit manuscript
                                
                            


                

            
        
    



    
        Search

        
            Search articles by subject, keyword or author
            
                
                    
                

                
                    
                        Show results from
                        All journals
This journal


                    

                    
                        Search
                    

                


            

        


        
            
                Advanced search
            
        


        Quick links

        	Explore articles by subject
	Find a job
	Guide to authors
	Editorial policies


    





        
    
        
            

            
                
                    Scientific Reports (Sci Rep)
                
                
    
    
        ISSN 2045-2322 (online)
    
    


                
    

            

        

    




    
        
    nature.com sitemap

    
        
            
                About Nature Portfolio

                	About us
	Press releases
	Press office
	Contact us


            


            
                Discover content

                	Journals A-Z
	Articles by subject
	Protocol Exchange
	Nature Index


            


            
                Publishing policies

                	Nature portfolio policies
	Open access


            


            
                Author & Researcher services

                	Reprints & permissions
	Research data
	Language editing
	Scientific editing
	Nature Masterclasses
	Research Solutions


            


            
                Libraries & institutions

                	Librarian service & tools
	Librarian portal
	Open research
	Recommend to library


            


            
                Advertising & partnerships

                	Advertising
	Partnerships & Services
	Media kits
                    
	Branded
                        content


            


            
                Professional development

                	Nature Careers
	Nature 
                        Conferences


            


            
                Regional websites

                	Nature Africa
	Nature China
	Nature India
	Nature Italy
	Nature Japan
	Nature Korea
	Nature Middle East


            


        

    

    
        	Privacy
                Policy
	Use
                of cookies
	
                Your privacy choices/Manage cookies
                
            
	Legal
                notice
	Accessibility
                statement
	Terms & Conditions
	Your US state privacy rights


    





        
    
        [image: Springer Nature]
    
    © 2024 Springer Nature Limited




    

    
    
    







    

    



    
    

        

    
        
            


Close
    



        

            
                
                    [image: Nature Briefing]
                    Sign up for the Nature Briefing newsletter â€” what matters in science, free to your inbox daily.

                

                
                    
                        
                        

                        
                        
                        
                        

                        Email address

                        
                            
                            
                            
                            Sign up
                        


                        
                            
                            I agree my information will be processed in accordance with the Nature and Springer Nature Limited Privacy Policy.
                        

                    

                

            


        


    

    
    

        

    
        
            

Close
    



        
            Get the most important science stories of the day, free in your inbox.
            Sign up for Nature Briefing
            
        


    









    [image: ]







[image: ]
