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Edge phonons in black phosphorus
H.B. Ribeiro1,*, C.E.P. Villegas2,*, D.A. Bahamon1, D. Muraca3, A.H. Castro Neto4, E.A.T. de Souza1, A.R. Rocha2,

M.A. Pimenta5 & C.J.S. de Matos1

Black phosphorus has recently emerged as a new layered crystal that, due to its peculiar and

anisotropic crystalline and electronic band structures, may have important applications in

electronics, optoelectronics and photonics. Despite the fact that the edges of layered crystals

host a range of singular properties whose characterization and exploitation are of utmost

importance for device development, the edges of black phosphorus remain poorly char-

acterized. In this work, the atomic structure and behaviour of phonons near different black

phosphorus edges are experimentally and theoretically studied using Raman spectroscopy

and density functional theory calculations. Polarized Raman results show the appearance of

new modes at the edges of the sample, and their spectra depend on the atomic structure of

the edges (zigzag or armchair). Theoretical simulations confirm that the new modes are due

to edge phonon states that are forbidden in the bulk, and originated from the lattice termi-

nation rearrangements.
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B
lack phosphorus (BP) is a thermodynamically stable
allotrope of phosphorus that exhibits a layered structure,
from which two-dimensional crystals can be obtained by

means of mechanical exfoliation. Similar to graphene and
MoS2-like transition metal dichalcogenides, the edges of BP can
present armchair or zigzag atomic structures1. These different
types of crystallographic edges in graphene and metal
dichalcogenides are known to yield different magnetic,
electronic and optical properties2–6. Few studies, however, have
reported on the edges of the lamellar puckered structure of
BP7–9, and its two-dimensional counterpart phosphorene1,10–15.
Previous theoretical simulations on phosphorene nanoribbons
have demonstrated relaxation in the three atomic rows that
are closest to the edges, and this rearrangement changes the
mechanical properties of the material1. Density functional theory
(DFT) calculations have also shown that the nanoribbons can
present a semiconductor or metallic character depending on the
type and functionalization of the edges due to the appearance of
electronic edge states14. Such states have also been experimentally
probed in single-layer phosphorene with scanning tunnelling
spectroscopy13.

While little work has so far been done on phonon edge states,
they are expected to have a significant impact on physical
properties such as thermal conductivity and heat dissipation,
which even removed from edges have been shown to be highly
anisotropic16–19. Using a Boltzmann thermal transport equation,
Jain and McGaughey20 were able to show that the optical phonon
modes give a significant contribution (from 15 to 27% depending
on the direction of transport) to the thermal conductivity of
phosphorene. Furthermore, Zhang et al.21 simulated the thermal
transport properties of phosporene nanoribbons with different
widths and different orientations, and showed that the thermal
conductivity is reduced at the edges. This kind of behaviour is
also observed on the edges of graphene nanoribbons and other
semiconductors such as silicon and germanium. It is therefore
clear that a full characterization of edge effects is imperative, not

only from the structural and fundamental physics point of view
but also for the technological applications of this novel material.

In the following we report on an experimental study of
armchair and zigzag edges in exfoliated BP flakes by polarized
Raman spectroscopy22, conducted by hyperspectral imaging. The
results show the breakdown of the symmetry selection rules for
the Raman active A1

g , A
2
g and B2g modes at the sample edges,

and the presence in the spectra of the otherwise not allowed B1g
and B1

3g modes. These unexpected results are found to be
dependent on the edge type. Our DFT calculations show that the
experimental results can only be explained by the rearrangement
of the atomic structure at the edges of the crystal1, leading to the
appearance of edge phonon modes. The numerically obtained
Raman tensor elements near the distorted edges explain the
appearance of symmetry-forbidden modes in the polarized
Raman spectra, and therefore our results show the emergence
of edge phonon states as a consequence of reconstructed atomic
structure.

Results
Experiments. Polarized Raman hyperspectral images were
obtained with a confocal Raman spectrometer in a 300-nm-thick
rectangular flake of BP, shown in Fig. 1a,b. The edges have
well-defined and known atomic structures, with the z axis parallel
to the zigzag edge and the x axis along the armchair edge (see
Methods section). The two uppermost spectra in Fig. 1c were
recorded at the centre of the sample, using the XX and
XZ scattering configurations, where the first (second) index
corresponds to the polarization of the incident (scattered) light.
As expected by the symmetry selection rules23, the totally
symmetric A1

g and A2
g modes appear in the XX spectrum,

centred at 360 and 470 cm� 1, respectively, while the B2g mode
appears in the XZ spectrum, at 440 cm� 1. The spectrum at the
bottom of Fig. 1c was obtained at the armchair edge of the flake,
using the XX scattering configuration. Note, in this case, that not
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Figure 1 | Characterisation and Raman results of an exfoliated flake of BP with armchair and zigzag edges. (a) Optical microscope image of the

measured flake; the white dashed rectangle defines the analysed area. The corresponding crystal orientation and crystallographic x and z axes are

presented in the inset (Note that we assume the y axis to be perpendicular to the crystal layers). (b) Atomic force microscopy image of the measured flake.

(c) Polarized Raman spectra at the centre of the flake with the XX (top) and XZ (middle) scattering configurations and at an armchair edge (bottom) with

the XX configuration, where the first (second) index represents the polarization of the incident (scattered) light. (d) Hyperspectral Raman intensity images

of all observed modes: A1
g, A

2
g , B2g, B1g and B13g (columns), for the different scattering configurations indicated on the left side (if the z axis, instead of the y

axis, is assumed normal to the layers, the assignment of the Bg symmetry modes would vary; in particular, the B2g mode would become the B1g mode). Band

intensities are represented by the colour bar and were normalized to the highest value of each mode. When necessary, for better visualization, the intensity

was multiplied by a factor, as indicated at the bottom-right corner of each image.

ARTICLE NATURE COMMUNICATIONS | DOI: 10.1038/ncomms12191

2 NATURE COMMUNICATIONS | 7:12191 | DOI: 10.1038/ncomms12191 | www.nature.com/naturecommunications

http://www.nature.com/naturecommunications


only the B2g mode becomes visible, but we can also observe
additional peaks at 190 and 230 cm� 1, which are identified as the
B1g and B1

3g modes, according to frequency assignment from
previous work8. These two modes are not allowed by group
theory analysis when the light polarization lies in the xz
plane22,23, and the reason for their observation will be
discussed later in this work.

The complete study of the polarized Raman spectra of the
analysed BP flake is shown through hyperspectral images in
Fig. 1d, where the Raman maps correspond to the spatially
resolved intensity of modes A1

g , A
2
g , B1g, B2g and B1

3g in the XX,
ZZ and XZ scattering configurations (ZX maps are similar to
those of the XZ configuration, as shown in Supplementary Fig. 1
and discussed in Supplementary Note 1). The existence of
high-intensity localized dots in the hyperspectral images
corresponds to a broad luminescence background, rather than
Raman enhanced signals, possibly associated with defective or
oxidized regions in the sample, seen as dark dots in Fig. 1a. This is
clear from the Raman spectrum taken at these dots shown in
Supplementary Fig. 2 and discussed in Supplementary Note 1.

Let us first discuss the Raman images far from the sample
edges. Notice in Fig. 1d that all results for this case are consistent
with group theory predictions: the totally symmetric A1

g and
A2
g modes appear in the parallel polarization configurations

(ZZ and XX), the B2g is visible only in the crossed polarization
configuration (XZ), and the B1g and B3g modes are absent
(they should only appear in the XY/YX and YZ/ZY scattering
configurations, respectively). By contrast, at the edges of the
sample, we can observe several features that are in disagreement
with group theory-based symmetry analysis. First, the totally
symmetric A1

g and A2
g modes appear in the crossed polarization

configuration, XZ. More precisely, the A1
g mode signal is observed

at the zigzag edge and a very weak signal is also seen at the
armchair edge. For the A2

g mode, edge signals are observed for
both the zigzag and armchair edges. The most significant
anomalous signals in the XZ configuration are observed at the
zigzag edge for the A1

g mode and at the armchair edge for the A2
g

mode. Another anomalous result is observed for the B2g mode,
which appears in the Raman images for the XX configuration at
the zigzag edge and for the ZZ configuration at the armchair edge.

Finally, Fig. 1d also shows the presence of the B1g or the B1
3g

modes at the edges in all scattering configuration spectra (see two
last columns). As already mentioned, the observation of these
modes is not expected when both the incident and analysed
radiations are polarized in the xz plane, because the Raman
tensors for these modes only exhibit xy (for the B1g mode) and yz
(for the B1

3g mode) non-zero components. Indeed, as shown in
Fig. 1d, they are not present away from the edges in the studied
flake. The hyperspectral images in Fig. 1d, as well as in
Supplementary Fig. 1, reveal that the B1g mode is clearly observed
at the zigzag edge in both the ZX and XZ polarization
configurations, with a faint but clear signal also observed in the
XX configuration. The armchair edge also exhibits a signal of this
mode in the ZZ configuration. The B1

3g mode, meanwhile,
is observed at the armchair edge with both XZ and ZX
configurations, and at the zigzag edge with an XX polarization
configuration.

Similar measurements were carried out in thinner flakes, with
thicknesses of 30 and 6 nm, as determined by atomic force
microscopy; the same trends were observed and are presented in
Supplementary Fig. 3 and discussed in Supplementary Note 1.
The anomalous behaviour for the totally symmetric Ag modes
and the B2g mode is observed at the edges of the sample, but the
relative intensity of the edge phonons with respect to the allowed
bulk phonons decreases with decreasing thickness. Accordingly,
the B1g and B1

3g modes, which were already very weak in the

300-nm-thick flake, could not be distinguished for the two
thinner flakes. In addition, the temperature-induced shift of some
of the anomalous modes can be seen in Supplementary Fig. 4 and
are discussed in Supplementary Note 1.

All the anomalous results shown at the edges of the BP flake in
Fig. 1d can be summarized considering the elements of the
Raman tensors for each mode symmetry. For the totally
symmetric Ag modes, off-diagonal components appear in the
Raman tensor and give rise to a signal when the analysed
scattered light is orthogonal to the incident polarisation
(XZ configuration). On the other hand, the Raman tensor of
the B2g acquires diagonal components and, thus, a signal can be
observed when the analysed scattered polarization is parallel to
the incident polarization (ZZ and XX configurations). Finally, the
B1g and B3g Raman tensors, which usually have only xy and yz
elements, respectively, acquire xx, zz and xz components at the
edges of BP, leading to the observed anomalous signals. As shown
in the following, the changes in the Raman tensors result from the
previously reported lattice reconstructions near the edges1,13,
giving rise to edge phonons with different symmetries.

Modelling. To elucidate the physical origin of the anomalies in
the polarized Raman spectra at the edges of BP, we performed
ab initio DFT calculations to determine the rearrangement of the
atomic structure at the crystal terminations and its effect on the
phonon modes, for both zigzag and armchair edges. Figure 2
shows different perspectives of the relaxed unit cell used in this
work. Since previous experimental studies performed with
samples of the same origin24 show that the BP crystals are AB
stacked, we have considered infinitely thick and B13-Å wide BP
slabs consisting of AB-stacked layers25–27, with lateral surfaces
terminated by either zigzag or armchair edges.

Starting with the armchair termination (Fig. 2a–c), we note a
clear reconstruction of the edge (Supplementary Fig. 5). Figure 2a
shows a top view of one of the layers of BP after relaxation. Here
one can note that atoms along the edges have significantly
different positions compared with their counterparts inside the
slab. The lateral view in Fig. 2b,c clearly shows the reconstruction,
where the edge atoms within the same layer move closer together.
Restructuring is more subtle in the case of the zigzag edges
(Fig. 2d–f). The top view of Fig. 2d shows one layer of the zigzag-
terminated slab. From this perspective the most noticeable feature
is the stretching and contraction of the puckered structure along
the x direction, that is, one can notice that the distance between
the projected atoms in the hexagons clearly varies depending on
the region of the slab considered. This effect is also clear in the
lateral view of Fig. 2e, where only small deviations from the bulk
layered material are observed. The projection on the xy plane
represented in Fig. 2c,f shows a shear dislocation of the layers
forming the unit cell, as well as a distortion of the edge atomic
structure.

We calculated all the normal phonon modes from each of the
relaxed structures. Figure 3a,b shows the atomic displacement
vectors corresponding to the A1

g , A
2
g , B2g, B1g and B1

3g modes for
slabs with zigzag and armchair surfaces, respectively. These
displacements can be compared with those for the bulk material
(see Supplementary Fig. 6 and discussion in Supplementary
Note 2). These modes were assigned by comparing their
frequencies and displacements with those of bulk BP. One can
note that the atomic displacements in the middle of the slab
somewhat resemble those observed for the bulk modes.
Furthermore, they also correspond to the modes seen in the
interior of the sample in the experiments. On the other hand,
near the surface, edge reconstruction causes marked changes on
the atomic displacement vectors. This result is independent of the
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slab width, and is in fact the physical mechanism behind the
anomalous behaviour of the phonon modes in the polarized
Raman spectra. In particular, we clearly observe, for the B1

3g mode
of the armchair slab (Fig. 3b), that atomic displacements in the
interior of the slab take place on the xz plane, whereas the edge
atoms present out-of-plane vibrations.

To compare the experimental Raman results with the
theoretically predicted atomic vibrations at the BP edges,

we used the PHonon code integrated into the Quantum
Espresso package to obtain the Raman tensors within the Placzek
approximation. All Raman intensities for each edge—considering
different polarizations—are presented in Supplementary Figs 7
and 8 and discussed in Supplementary Note 2 where they are
analysed in detail. The Raman intensity of a specific edge phonon
mode for a given scattering configuration can be traced back to
the elements of its Raman tensor. We observed for the relaxed
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Figure 2 | BP slabs studied by DFT calculations and their corresponding relaxed edges. (a) One layer of a BP slab with armchair edges, and the

corresponding projections on the (b) yz plane and (c) xy plane of the unit cell used. (d) One layer of a BP slab with zigzag edges, and the corresponding

projections on the (e) yz plane and (f) xy plane. The atoms at the edges of each slab are shown in purple to highlight the atomic rearrangements.

The structures are repeated periodically in the y direction in both cases, as well as in the x direction for the armchair slab and in the z direction for the

zigzag case.
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Figure 3 | Atomic displacements corresponding to the observed Raman active modes at the edges. (a) Zigzag edge; (b) armchair edge. The atoms

at the edges of each slab are shown in purple.
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structures that new elements appear in the Raman tensor due to
the sum over the atomic displacements of the normal vibrational
modes at the edges with different atomic structures. These new
elements are responsible for the anomalous Raman peaks at the
edges, edge phonon states.

By analysis of the simulated Raman tensors in bulk BP crystals
and BP slabs, theoretical hyperspectral images could be obtained,
corresponding to a flake with similar edge terminations to the
experimental one, and results are shown in Fig. 4a. In each image,
the top and left-hand-side regions correspond to the silicon
substrate, as in the experimental images shown in Fig. 1. There is
a noticeable resemblance between the calculated and the
experimental maps in Fig. 1d. First, we could observe the
appearance of the Ag and B2g modes in the XZ and ZZ spectra,
respectively. Moreover, the activation of the forbidden modes B1g,
for the zigzag surface, and B1

3g , for the armchair surface, with the
XZ scattering configuration reveals that this is not a simple effect
induced by confinement. Finally, we can conclude that the relaxed
zigzag and armchair surfaces effectively describe the physical
phenomena experimentally observed at the edges.

To further assess the mechanism behind the anomalous
appearance or mode enhancement, Fig. 4b shows a comparison
between the Raman spectra of the perfectly defined zigzag surface
and the Raman spectra of the relaxed structure, where the atomic
structure is reconstructed at the edge. Firstly, we can observe that
the B1g and B1

3g modes appear only in the spectrum of the relaxed
structure. Furthermore, only in the relaxed structure a significant
increase in the A1

g mode intensity occurs. In general, due to
broken symmetry at the edges, forbidden scattering becomes
allowed and new phonon modes can appear at the edges, as in the
case of D band in graphene edges28. However, as shown in
Fig. 4b, this is not the case for BP. The observed edge phonon
modes arise as a consequence of the reconstruction of the atomic
structure near the edges, and not simply due to the breakdown of
the translational symmetry.

Discussion
We have used polarized Raman hyperspectral imaging to study
flakes of exfoliated BP with thicknesses spanning from 300 down
to 6 nm, and exhibiting well-defined zigzag and armchair atomic
edge structures. The polarization of the incident and scattered
light was changed with respect to the edge directions to
distinguish the bulk phonon modes of different symmetries.
Whereas the spectra obtained in the interior of the sample could
be well described by group theory analysis based on the Raman
tensors for each mode symmetry, anomalous results were
observed at both the zigzag and armchair edges. The totally
symmetric Ag modes were observed in the crossed polarization

configurations, and the B2g symmetry mode was observed in the
parallel polarization configurations, whereas the B1g and B1

3g
symmetry modes, not observed in the sample interior, were
observed near the edges. These observations clearly indicate the
presence of edge phonon modes in BP. The experimental results
were explained by DFT calculations that predicted the local
rearrangement of atoms near the edges, as well as changes in the
atom displacements corresponding to each Raman mode, leading
to the emergence of additional Raman tensor elements. The
resulting simulated hyperspectral Raman images of the studied
flake were shown to be in excellent agreement with the
experimental data and, therefore, capture the existence of edge
phonons in BP. This work, thus, improves the understanding of
the phonon behaviour and of the morphology at the edges of BP,
and will contribute to the development of optimized photonic,
phononic and electronic devices using this material, especially
those employing edges and nanoribbon-like geometries.

Methods
Experimental methods. Raman images were obtained in a confocal Raman
spectrometer (WITec Alpha 300R) using a 488-nm (2.54 eV) laser line and a � 100
objective lens. To avoid laser-induced thermal effects the optical power was kept
constant at 1mW during all measurements. Polarized Raman spectra were
obtained by inserting an analyser, aligned either parallel or perpendicular to the
polarization of the incident light, before the spectrometer entrance. A multimode
fibre, positioned after the analyser, was able to depolarize the light sent to the
spectrometer, effectively removing the polarization dependence of the diffraction
grating.

Flakes of BP with a rectangular geometry were produced by mechanical
exfoliation inside a nitrogen glovebox and transferred onto a Si substrate with a
300-nm-thick SiO2 cover layer. The crystal orientation and the edge character
(zigzag or armchair) were obtained from linear dichroism, high-resolution
transmission electron microscopy and electron diffraction measurements
(Supplementary Figs 9 and 10, respectively, and Supplementary Note 1). The
thicknesses of the studied flakes were 300, 30 and 6 nm, as measured by atomic
force microscopy. The flake shown in Fig. 1 exhibits a 300-nm thickness. A
comparison between the substrate’s Raman mode intensity with those of BP is
shown in Supplementary Fig. 11 and discussed in Supplementary Note 1. To avoid
oxidation or other environmental degradation effects, all measurements were
carried out with a continuous flow of nitrogen gas.

During experiments the incident light remained polarized along the horizontal
direction of Fig. 1, and the sample was rotated 90� so that the polarization could be
parallel or perpendicular to each edge. However, for simplicity, all data are shown
in the sample’s reference frame, within which the incident light is polarized along
the x or z axes.

Theoretical methods. In all calculations, plane-wave DFT29,30 was used to obtain
the electronic ground state using the Perdew–Burke–Ernzerhof (PBE)31 generalized
gradient exchange-correlation functional, currently implemented in the
Quantum-Espresso package32. Van der Waals corrections within the
semi-empirical dispersion scheme (PBE-D) proposed by Grimme33 were also
included. Norm-conserving pseudopotentials with 3s3p states were adopted to
describe electronic states of phosphorus. The Brillouin zone was mapped within the
Monkhorst-Pack scheme using 7� 7� 7 k-sampling grid for the bulk and a
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Figure 4 | Simulated Raman images and spectra. (a) Representative simulated Raman hyperspectral images for selected modes and scattering

configurations. In each image, the top and left-hand-side regions correspond to the silicon substrate. (b) Unpolarized Raman spectra for an AB-stacked

zigzag-terminated slab, with (red) and without (blue) edge reconstruction (structure relaxation).
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10� 7� 1 (1� 8� 8) grid for the armchair (zigzag) slab samples. The kinetic
energy cutoff was set at 90 and 100 Ry for bulk and slab geometries, respectively.
Furthermore, a vacuum region of 16 Å was adopted for the supercell related to the
surfaces. The structures were fully optimized to their equilibrium positions with
forces smaller than 0.002 eVÅ� 1 and the unit cells were relaxed to a target
pressure of 0.2 kbar. The simulated angular dependence of the polarized Raman
spectrum for bulk BP can be seen in Supplementary Fig. 12, and a comparison
between the spectra for AA and AB stacking is shown in Supplementary Fig. 13;
these are discussed in Supplementary Note 2. Supplementary Table 1 shows the
initial and relaxed lattice parameters for bulk BP and for the slabs.

The armchair structure was constructed by cutting the bulk BP along two xy
planes. Thus, the slab is composed of 8 atomic rows that extend along the z axis,
yielding a width of B13Å. The zigzag edge was built by cutting the BP crystal
along two yz planes. The width of the slab is B13.5 Å and the system consists of
12 atomic rows per layer that are perpendicular to the y direction. In all cases, to
obtain an AB-stacked slab while maintaining an orthorhombic unit cell, we
considered a periodically repeated double layer of BP in our calculations.

Within density functional perturbation theory34–37, the linear response
approach can be used to calculate the dielectric tensor, the different vibrational
frequencies and corresponding normal modes. Within the Placzek
approximation37, the Raman intensity for a particular normal mode n with
frequency o, related to the nonresonant Stokes process, is obtained as

In / ei:A
n:esj j2 1

on
nn þ 1ð Þ ð1Þ

where ei(es) is the incident (scattered) light polarization, nn the Bose–Einstein
distribution and An is the Raman tensor with matrix elements

An
lm ¼

X

kg

@3Eel

@El@Em@ukg

wn
kgffiffiffiffiffiffiffi
Mk

p ð2Þ

where Eel is the electronic energy of the system in the presence of a uniform electric
field El(m) along direction l(m), ukg corresponds to the g-th component of the
normal mode on atom k and Mk is the corresponding atomic mass.

Once the Raman tensor is calculated, we are able to choose, according to the
experimental set-up, the direction of the incident (scattered) light and thus obtain
the Raman intensities using equation (2). The zigzag and armchair BP surfaces
exhibit a larger number of vibrational modes; the zigzag surface presents 72
vibrational modes (24 atoms in the unit cell), including active and inactive Raman
modes, as well as confined modes. To identity the modes we first focused on a
frequency interval around the frequency of the active bulk vibrational mode, and
then compared the atomic displacement vectors with those found for the bulk
modes. The Raman tensor for all the structures were calculated using the PHonon
code32, currently integrated into the Quantum-Espresso package. To obtain the
simulated hyperspectral image we considered, for the interior of the flake, the bulk
Raman tensor and evaluated the elements corresponding to each scattering
configuration. For the edges, we considered the values obtained for the Raman
tensor elements of the slabs, with the corresponding edge termination and
polarization configuration.

Data availability. All relevant data are available from the authors.
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15. Páez, C., Bahamon, D., Pereira, A. L. & Schulz, P. Resonant tunneling through
protected quantum dots at phosphorene edges. Preprint at http://arxiv.org/abs/
1506.03093 (2015).

16. Jiang, J.-W. Thermal conduction in single-layer black phosphorus: highly
anisotropic? Nanotechnology 26, 055701 (2015).

17. Qin, G. et al. Anisotropic intrinsic lattice thermal conductivity of phosphorene
from first principles. Phys. Chem. Chem. Phys. 17, 4854–4858 (2015).

18. Luo, Z. et al. Anisotropic in-plane thermal conductivity observed in few-layer
black phosphorus. Nat. Commun. 6, 8572 (2015).

19. Lee, S. et al. Anisotropic in-plane thermal conductivity of black phosphorus
nanoribbons at temperatures higher than 100 K. Nat. Commun. 6, 8573
(2015).

20. Jain, A. & McGaughey, A. J. H. Strongly anisotropic in-plane thermal transport
in single-layer black phosphorene. Sci. Rep. 5, 8501 (2015).

21. Zhang, J. et al. Phosphorene nanoribbon as a promising candidate for
thermoelectric applications. Sci. Rep. 4, 6452 (2014).

22. Ribeiro, H. B. et al. Unusual angular dependence of the Raman response in
black phosphorus. ACS Nano 9, 4270–4276 (2015).

23. Loudon, R. The Raman effect in crystals. Adv. Phys. 13, 423–482 (1964).
24. Castellanos-Gomez, A. et al. Isolation and characterization of few-layer black

phosphorus. 2D Mater. 1, 025001 (2014).
25. Liu, H., Du, Y., Deng, Y. & Ye, P. D. Semiconducting black phosphorus:

synthesis, transport properties and electronic applications. Chem. Soc. Rev. 44,
2732–2743 (2015).

26. Sengupta, A., Audiffred, M., Heine, T. & Niehaus, T. A. Stacking dependence of
carrier transport properties in multilayered black phosphorous. J. Phys.
Condens. Matter 28, 075001 (2016).

27. Çakr, D., Sevik, C. & Peeters, F. M. Significant effect of stacking on the
electronic and optical properties of few-layer black phosphorus. Phys. Rev. B 92,
165406 (2015).
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