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A bi-functional device for self-powered
electrochromic window and self-rechargeable
transparent battery applications
Jinmin Wang1,2,*, Lei Zhang3,*, Le Yu3, Zhihui Jiao1, Huaqing Xie2, Xiong Wen (David) Lou3 & Xiao Wei Sun1

Electrochromic smart windows are regarded as a good choice for green buildings. However,

conventional devices need external biases to operate, which causes additional energy con-

sumption. Here we report a self-powered electrochromic window, which can be used as a

self-rechargeable battery. We use aluminium to reduce Prussian blue (PB, blue in colour) to

Prussian white (PW, colourless) in potassium chloride electrolyte, realizing a device capable

of self-bleaching. Interestingly, the device can be self-recovered (gaining blue appearance

again) by simply disconnecting the aluminium and PB electrodes, which is due to the

spontaneous oxidation of PW to PB by the dissolved oxygen in aqueous solution. The

self-operated bleaching and colouration suggest another important function of the device: a

self-rechargeable transparent battery. Thus the PB/aluminium device we report here is

bifunctional, that is, it is a self-powered electrochromic window as well as a self-rechargeable

transparent battery.
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E
nergy saving and CO2 emission reduction are becoming
more and more urgent because of pressing issues such as
global warming, climate change and resultant environmen-

tal concerns. In line with these worldwide efforts, use of smart
windows will significantly decrease the cost of air conditioning
and sun shading, and simultaneously improve the indoor comfort
with added decoration effect1. Though photochromic2 and
thermochromic3 technologies can also be used for smart
windows, electrochromic (EC) smart windows4–8 which can
reversibly change their colours under external biases, own
advantages with much better controllability, energy saving and
durability. However, conventional EC devices need external biases
to operate, resulting in additional energy consumption.
Meanwhile, significant progress has been made on photovoltaic-
powered EC (PV-EC)9 and photoelectrochromic (PEC) devices10.
By using these technologies, external wiring and power sources
are not necessary in theory. However, the switching of PV-EC
and PEC devices is weather dependent, often resulting in an
unsatisfied controllability. As a result, PV-EC and PEC devices
are still connected with external power sources in practice.
Moreover, use of photovoltaics increases the cost and incurs more
reliability issues. Consequently, an easily controllable and low-
cost self-powered EC device, which can be used whenever and
wherever, is much desired; however, this still remains challenging
until now.

On the other hand, lithium ion battery, one of the most
popular energy storage devices, is attracting considerable interest
in cell phones, laptop computers, electric vehicles, lighting,
military and aerospace applications due to its high energy density,
long lifetime and small size11–14. In general, charging of batteries
consumes electricity. Thus far, there is a lack of battery electrodes
that can be self-recharged utilizing some spontaneous chemical
reactions in ambient conditions.

EC materials, capable of storing/releasing ions and electrons in
switching, have been previously studied to show battery
characteristics15,16. As one of known EC materials, iron(II,III)
hexacyanoferrate(II,III), commonly known as Prussian blue (PB),
is a coordination compound and has long been used as a blue
pigment17–20. The application of PB as an EC material was
pioneered by Neff and coworkers21,22 and Itaya et al.23–25 PB can
be reduced to colourless ‘Everitt’s Salt’ (Prussian white (PW)),
oxidized to Berlin green and ‘Prussian yellow’ by electrochemical
reactions21,26. Neff27 also studied a PB battery in which both the
anode and cathode are PB films electrochemically deposited on
porous graphite, and an improved battery using PB and Nafion
composite was also reported by Honda et al.28 However, the Neff
cell has a low theoretical output voltage of 0.68V, and the voltage
of the charged battery continually drops in air due to the
oxidation of PW to PB. The low voltage drawback cannot be

overcome for Neff cells (using EC films for both anode and
cathode) even employing PB analogues, such as zinc
hexacyanoferrate/PB and copper hexacyanoferrate/PB29.
Moreover, these cells cannot be used as EC smart windows
because the two EC films employed cannot simultaneously
change their colours due to opposite biases applied. Recently, Cui
and co-workers30 reported a lithium battery using copper
hexacyanoferrate mixed with carbon as the electrode material.
A similar electrode material of iron hexacyanochromate has also
been used as an anode material for rechargeable batteries30. In
brief, all the above-mentioned batteries27–31 do not utilize the EC
function of these EC materials, and their output voltage is
relatively low. Like conventional batteries, they are not self-
rechargeable and the charging relies on an external power source.

The colouration from PW to PB corresponds to the oxidation
of Fe(II) (a low oxidation state of Fe in PW) to Fe(III) (a higher
oxidation state of Fe in PB), which can spontaneously take place
in an aqueous solution containing dissolved oxygen19,32. It is thus
possible to realize a self-rechargeable battery by reducing PB to
PW during discharge, if one can find a suitable material, which
can easily lose electrons and has a large electrode potential
difference with PB for a high output voltage. Considering the
strong reducing capability of Al, Al and PB should be a good
combination for a high-voltage battery, supplying the driving
potential for bleaching PB itself.

In this work, we demonstrate a bi-functional PB/Al device for
self-rechargeable battery and self-powered EC device applications.

Results
As a self-powered EC device. The device consists of a PB film
electrochemically deposited on a piece of indium tin oxide (ITO)
coated glass (the PB electrode) and a strip of Al sheet attached on
another piece of ITO glass (the Al electrode) using 3mol l� 1 KCl
aqueous electrolyte. Considering the application of the device as
an EC smart window, the strip of Al sheet is attached onto only
one side of the ITO glass, which leaves most area of the as-pre-
pared device transparent. The original blue colour (Fig. 1a) of the
device is from the PB film. Without applying any external bias, the
blue device can be quickly bleached to colourless (Fig. 1b) by
connecting the PB and Al electrodes (a video for the self-bleaching
of the device is available in Supplementary Video 1). The corre-
sponding transmittance change is shown in Fig. 1c. The maximum
optical modulation of the device is 52.2% at 670 nm, which is
actually high enough considering that light has to go through two
sheets of ITO glass and electrolyte. A similar phenomenon was
observed when replacing Al with Fe (Supplementary Fig. 1),
clearly implying that the colour bleaching of the device is related
to the reduction of PB by strongly reducing metals.
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Figure 1 | Characterization of the self-powered PB/Al EC device. (a) Optical photo of the as-prepared EC device. (b) The bleached state by connecting

the PB and Al electrodes, and (c) the corresponding transmittance change of the EC device.
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The bleached device can spontaneously recover its blue colour
by disconnecting the PB and Al electrodes, as shown in Fig. 2a,b
(the bleaching and recovery of PB film in a beaker is shown in
Supplementary Fig. 2). This is quite interesting because it means
that the as-prepared PB/Al cell can be used as a self-powered EC
device; the bleaching is realized by connecting the PB and Al
electrodes and subsequent colouration is achieved by the
spontaneous recovery. The transmittance change (Fig. 2c) of
the bleaching/colouration (recovery) switching of the self-
powered EC device was measured in situ using an ultraviolet–
visible spectrophotometer by connecting the working PB
electrode and Al electrode for 10 s and then disconnecting for
590 s for the recovery of the device. The transmittance is
increased by 43.9% in the first 10 s (connecting PB and Al
electrodes) and decreased by 21.3% in the next 590 s (disconnect-
ing PB and Al electrodes), showing a characteristic of fast
bleaching and slow colouration (recovery). For 90 and 70%
transmittance changes (within the total 43.9% transmittance
change obtained in the first 10 s), the corresponding bleaching
times are only 3.3 and 2.3 s, respectively.

The transmittance spectra for the progressive recovery of the
bleached device are shown in Fig. 3a. At 670 nm, the
transmittance of the device is decreased by 15.7, 22.4, 29.2, 38.5
and 45.8% after a recovery time of 5, 15min, and 1, 2, and 4 h,
respectively, showing a gradually decreasing colouration rate (or
recovery rate). The transmittance decrease within the first 5min
is more than that of the next 55min. Within the first 2 h, the
transmittance change is 38.5%. However it is only 7.3% for the

next 2 h. Besides the spontaneous recovery, the as-prepared PB/Al
cell can also be coloured by an external bias, which will greatly
accelerate the colouration rate. By alternately connecting the PB
and Al electrodes for 10 s and applying an external bias of 2V for
10 s, the PB/Al cell is reversibly switched between high and low
transmittances, as shown in Fig. 3b. The recoverable high and low
transmittance implies good reversibility of the bleaching/coloura-
tion switching processes. The calculated bleaching and coloura-
tion time is 4.1 and 4.6 s, respectively.

As a self-rechargeable battery. Another interesting function of
the as-prepared self-recoverable PB/Al cell is its potential use as a
self-rechargeable battery. The measured open circuit potential of
the PB/Al battery with 3mol l� 1 KCl electrolyte is 1.26V, which
is significantly higher than that of previously reported EC
materials-based batteries27–29. To light up a red light-emitting
diode (LED), we connected two PB/Al cells in series, which can
supply a voltage of 2.52V. The LED is brightest when powered by
the freshly prepared cells (Fig. 4a,b) (the corresponding videos are
available in Supplementary Videos 2 and 3).

After being bleached to colourless (Fig. 4c), the LED cannot be
lighted up (Fig. 4d), implying the discharged state in the bleached
device. However, after disconnecting the PB and Al electrodes for
1 h, the PB/Al cells are recovered to bluish (Fig. 4e) and able to
light up the LED again (Fig. 4f), indicating that the battery was
partially recharged. The recovery from colourless to blue colour
of the PB/Al cell corresponds to the charging process of the
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Figure 2 | Characterization of the colour restoration process of the PB/Al EC device. (a) Optical photo of the bleached EC device, and (b) the EC device

recovered for 1 h. (c) In situ transmittance measurement of the EC device connected for the first 10 s and then disconnected for next 590 s.
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Figure 3 | Spontaneous colour restoration and reversible bleaching/colouration switching. (a) Transmittance spectra of the original self-powered PB/Al

EC device (original curve) and the bleached device at various recovery times from 0, 5min to 4 h. (b) Reversible bleaching/colouration switching

driven by alternately connecting the Al and PB electrodes for 10 s and supplying an external bias of 2V for 10 s.
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battery; a deeper colour means a higher charging extent. In this
sense, the amount of stored electricity of the self-rechargeable PB/
Al battery can be clearly indicated by its colour.

The discharge process (as a battery) of the PB/Al cell
corresponds to its bleaching process (as an EC device). The
amount of charge (that is, battery capacity) involved during
the discharge process and the subsequent charge (colour
restoration in the EC device) process can be accurately measured
by an electrochemical workstation. Figure 5 shows the specific
accumulative discharge and charge capacity of the original and
recovered PB/Al cells. The discharge capacity at � 2V for 30 s is

63.6mAh g� 1 (Fig. 5a) and the charge capacity at 2.5 V for 30 s
(Fig. 5b) is 64.1mAh g� 1, which are comparable to the capacity
of recently reported copper hexacyanoferrate battery29. The
discharge and charge capacities are very close, implying a good
reversibility in the charging/discharging of the as-prepared PB/Al
battery. After spontaneous recovery for 24 h, the recovered PB/Al
battery is able to deliver a discharge capacity of 39.4mAh g� 1

(Fig. 5c), that is 61.9% of the total dischargeable amount of the
original PB/Al cell. Though the specific capacity is relatively low
compared with those of lithium batteries11–14, the as-prepared
PB/Al battery is potentially capable of providing a reasonably
large total capacity in a limited volume and a high voltage with
the thin-layered structure. If an external bias is applied to charge
the bleached device instead of self-charging in air, both of the
charge and re-discharge capacities can be increased by B27.8%
(Supplementary Fig. 3).

Further battery characterizations. We further characterize the
battery characteristics of the PB/Al cell. The cyclic voltammetric
response of the PB film electrode is first investigated using a
three-electrode system (Supplementary Fig. 4), in which the PB
film on ITO was used as the working electrode and the Al foil and
standard calomel electrode (SCE) were used as the counter elec-
trode and the reference electrode, respectively. The measured
open circuit potential of the half cell is 0.4 V versus SCE. Con-
sistent with a previous report, the cyclic voltammetric behaviour
is accompanied by two redox couples in accordance with the
following reactions33:

KFeIII FeII CNð Þ6
� �

PBð ÞþKþ þ e�

¼ K2Fe
II FeII CNð Þ6
� �

PWð Þ ð1Þ

KFeIII FeII CNð Þ6
� �

PBð Þ ¼ FeIII FeIII CNð Þ6
� �

BGð ÞþKþ þ e�

ð2Þ

Reaction (1) with a potential of 0.18V versus SCE (the first pair of
peaks) is referred to the reduction of PB to PW via one-electron
transfer to the low-spin iron atom. Reaction (2) at 0.96 V versus
SCE is referred to the oxidation of PB to so-called ‘Berlin green’
(BG) via one-electron transfer oxidizing high-spin iron in PB
lattice.

As for the two-electrode PB/Al cells (that is, Al foil served as
both the counter electrode and the reference electrode), the cell
reaction is only related with the bleaching and recovery of PB.
Considering the potential difference of Al versus SCE (� 0.86V),
the bleaching process might occur around 1.0V (that is,
0.18þ 0.86V). Meanwhile, the potential corresponding to the
oxidation of PW to PB might shift to even higher position to
overcome the overpotential. Herein, the electrochemical measure-
ments using the two-electrode configuration are performed in a
wider voltage range between 0.8 and 2.1V to focus on the redox
reactions between PB and PW.

The cyclic voltammetric response of the PB/Al cell is shown in
Fig. 6a. One pair of peaks (cathodic, anodic) observed at the
potentials (V) of (1.0, 1.9) can be attributed to the reduction of PB
to PW (cathodic scan) and oxidation of PW to PB (anodic scan).
In agreement with the CV result, one charge plateau (B1.9V)
and one discharge plateau (B1.1V) can be observed in the
charge/discharge curves, which can be assigned to the Fe(III)/
Fe(II) redox couple in PB and PW (Fig. 6b). The initial discharge
and charge capacities are 72.2mAh g� 1 and 72.1mAh g� 1,
respectively. Figure 6c shows the discharge–charge cycling
performance evaluated between 0.8 and 2.1 V using the two-
electrode configuration. When cycled at a current density of
2000mAg� 1, a capacity of 75mAh g� 1 is obtained in the first

Figure 4 | Photos of the as-prepared two PB/Al devices connected in

series acting as self-rechargeable batteries. (a) In coloured state with two

electrodes disconnected, and (b) the connected circuit powering a LED.

(c) In bleached state with connected PB electrode and Al electrode,

and (d) connected circuit showing no light from the LED. (e) After

recovering for 1 h with circuit disconnected, and (f) connected circuit

powering the LED.
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Figure 5 | Specific capacities of the original and recovered PB/Al cells.

(a) Discharging capacity curve at � 2V, and (b) charging capacity

curve at 2.5V for the original PB/Al cell and (c) discharging capacity curve

at � 2V for the recovered PB/Al cell with a 24 h recovery in air.
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cycle, and 81% of this capacity (61mAh g� 1) can be retained
after 50 cycles. Moreover, the PB films can deliver higher
capacities at a lower current density of 400mAg� 1

(Supplementary Fig. 5). The spontaneous self-recharging process
of the PB/Al cell was investigated with a 12-h recovery in
deionized water bubbled with O2 gas. After cycling for three
times, the recovered PB/Al battery can still deliver a discharge
capacity of 56.6mAh g� 1 (Fig. 6d), with a total capacity loss of
20% compared with the first discharge process (71.9mAh g� 1).
Furthermore, the internal resistance of the cell was investigated
through the electrochemical impedance spectroscopy measure-
ments (Supplementary Fig. 6). The cell behaves like a resistance at
high frequencies. Whereas, the imaginary part of the impedance
sharply increases and the plot appears to be a vertical line
characteristic of capacitive behaviour at low frequencies34. A
possible explanation of the high resistance shown by the cell with
the decreasing frequency might be related to the high impedance
of the electrolyte30,35.

Discussion
The functioning mechanisms of self-powered EC device and self-
charging battery are schematically illustrated in Fig. 7. Al is an
active metal, which easily releases electrons to form Al3þ ions,
whereas PB can act as an oxidant to acquire electrons by the
reduction of Fe(III) to Fe(II), accompanied by the insertion of
charge-balancing Kþ ions from electrolyte when PB and Al
electrodes are connected (Fig. 7a). The mechanism for the
bleaching (as a self-powered EC device, see Fig. 7a,b) or
discharging (as a self-rechargeable battery, see Fig. 7e,f) of the
PB/Al cell might be expressed by the following half-cell
reactions:

Anode : Al ¼ Al3þ þ 3e� ð3Þ

Cathode : KFeIII FeII CNð Þ6
� �

PBð ÞþKþ þ e�

¼ K2Fe
II FeII CNð Þ6
� �

PWð Þ
ð4Þ

The overall cell reaction can be expressed as:

3KFeIII FeII CNð Þ6
� �

PBð Þþ 3Kþ þAl

¼ 3K2Fe
II FeII CNð Þ6
� �

PWð ÞþAl3þ ð5Þ

Reaction (3) is a typical half-cell reaction of a primary battery.
Reaction (4) shows the reduction of PB to PW, which is similar to
insertion-type reaction in a lithium battery. The as-prepared PB/
Al cell combines the characteristics of primary battery and
lithium battery. The output voltage of this PB/Al cell (1.26 V) is
sufficient to drive the switching from PB to PW (Fig. 7b). For the
recovery as a self-powered EC device (Fig. 7c,d) or charging as a
self-rechargeable battery (Fig. 7g,h) of the PB/Al cell, oxygen
plays a key role by oxidizing Fe(II) in PW to Fe(III) to form PB,
in which the inserted Kþ ions are simultaneously extracted from
PW. This interesting chemical property of PW, that is,
spontaneously reverting to PB in the presence of oxygen19,32,
has not previously attracted significant attention. Moreover, it is
even generally regarded as a drawback in making a battery
because it causes a reduction of the battery voltage27, and as a
result, the battery needs to be isolated from air. However, here we
make good use of this interesting property to prepare a self-
rechargeable battery. The bleached device recovers its colour after
oxidation by oxygen in air; the process (Fig. 7g,h) might be
described by the following reaction:

4K2Fe
II FeII CNð Þ6
� �

PWð ÞþO2 þ 2H2O

¼ 4KFeIII FeII CNð Þ6
� �

PBð Þþ 4Kþ þ 4OH� ð6Þ

OH� ions generated by Reaction (6) will react with Al3þ ions
from Reaction (3) to form Al(OH)3 precipitate, which has indeed
been observed in our experiment. As a result, the pH value of the
electrolyte remains stable, ensuring the reversibility of bleaching/
colouration (as a self-powered EC device) and charging/dischar-
ging (as a self-rechargeable battery) of the as-prepared PB/Al cell.
The consumption of Al is negligible because the PB film used in
the cell is very thin with a tiny mass. Considering the critical role
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Figure 6 | Electrochemical properties of PB/Al cells. (a) The cyclic voltammogram at a scan rate of 5mVs� 1 using a two-electrode configuration.

(b) Galvanostatic discharge and charge curves of the PB/Al cell at a current density of 2000mAg� 1. (c) Cycling performance of the PB/Al cell.

(d) Repeated self-rechargeability test of the PB/Al cell with a 12 h recovery in deionized water bubbled with O2 gas (B100mlmin� 1).
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of oxygen, the recovery rate of the PB/Al cell may be further
improved by increasing the open area of electrolyte to air or
designing oxygen flow into the electrolyte. The PB/Al cell
reported here is quite different from aluminium-air36 or
lithium-air37–39 batteries in which Al or Li serves as the anode
and O2 serves directly as the cathode. Whereas in the PB/Al cell,
PB serves the cathode during the discharging process and O2 is
only involved in the self-charging process. Lastly, it should be
pointed out that when Al is eventually used up completely, the
battery will not function any more. However, since Al is far in
excess, in the reasonable lifetime of a normal rechargeable battery,
the PB/Al battery demonstrated here is ‘self-rechargeable’
although a truly self-rechargeable battery cannot exist in reality
from the first law of thermodynamics.

A bi-functional PB/Al device has been demonstrated for self-
powered EC window and self-rechargeable transparent battery.
Without applying any external bias, PB can be bleached to PW by
connecting the PB and Al electrodes. After bleaching, the blue
colour of PB can be spontaneously recovered with PW oxidized
by oxygen in air. In this regard, the designed PB/Al cell can be
used as an energy-saving EC smart window which requires no
external power source. The as-prepared PB/Al cell can also be
used as a battery with a high output voltage. Most importantly,
after discharging, such a battery can automatically self-recharge,
that is, re-gaining the PB cathode voltage by reacting with oxygen
in air. The discharging and charging of the self-rechargeable
battery correspond to the bleaching and colouration of the self-
powered EC device, respectively. Fast charging (4.6 s) of the
battery can be realized by employing an external bias of 2 V. The
as-prepared device exhibits promising applications in broad
fields, for example, as a self-powered smart window to perform
indoor light and heat management, and as a self-rechargeable
transparent battery to power some delicate devices.

Methods
Preparation of PB film. ITO-coated glass with dimensions of 50� 50mm2 was
sequentially washed by deionized water, acetone, isopropanol and deionized water.

After drying, three sides of the conductive surface of the ITO glass were covered by
adhesive tape of size 50� 5mm2, keeping one side uncovered. PB film was pre-
pared by electrochemical deposition on ITO glass (20O/square), using the mod-
ified Neff method21. The electrolyte for PB electrochemical deposition is a mixed
aqueous solution containing 10mmol l� 1 K3[Fe(CN)]6, 10mmol l� 1 FeCl3 and
50mmol l� 1 KCl. The electrochemical deposition was carried out by a three-
electrode electrochemical cell using a Potentiostat (VersaSTAT 3 F Potentiostat/
Galvanostat, Princeton Applied Research), under a constant current density of
� 50mA cm� 2 for 300 s. The as-prepared PB film has an optimal contrast switch
and a thickness of B450 nm. ITO glass, Pt sheet and Ag/AgCl were used as the
working electrode, counter electrode and reference electrode, respectively.

Preparation of PB/Al device. A slim Al sheet with dimensions of 60� 5mm2 was
attached onto one side of the conductive surface of another piece of ITO glass. A
box-like EC device was fabricated by assembling the ITO glass deposited with PB
film, ITO glass attached by Al sheet, common glass slides of size 50� 7mm2 using
epoxy. Thus, the spacing between two electrodes (PB film and Al sheet) is deter-
mined by the width of the common glass used in the device. The electrolyte
(3mol l� 1 KCl aqueous solution) was dropped into the device. The mass loading of
PB on ITO glass is about 65.5 mg cm� 2.

Property characterization. The transmittance spectra of the device before and
after switching were measured by an ultraviolet–visible spectrophotometer (JESCO
V670). Electrochemical measurements were carried out using a potentiostat
(VersaSTAT 3 F Potentiostat/Galvanostat) and a CHI 660D electrochemical
workstation. Electrochemical measurements were conducted in either a two-elec-
trode configuration or a three-electrode configuration at room temperature using a
3mol l� 1 KCl aqueous solution as electrolyte. For the two-electrode configuration,
PB film on ITO glass was used as the working electrode and Al foil serves as the
counter electrode. For the three-electrode system, Al foil and SCE were used as the
counter electrode and the reference electrode, respectively. The electrochemical
measurements using the two-electrode configuration were performed in a voltage
range of 0.8� 2.1 V. Meanwhile, for the three-electrode system, the voltage range is
� 0.3–1.2 V. Electrochemical impedance spectroscopy measurements were carried
out by applying an AC voltage with 1mV amplitude in a frequency range of
0.1 Hz–100 kHz at open circuit potential in the three-electrode configuration.

References
1. Granqvist, C. G., Azens, A., Heszler, P., Kish, L. B. & Osterlund, L.

Nanomaterials for benign indoor environments: electrochromics for ‘‘smart
windows’’, sensors for air quality, and photo-catalysts for air cleaning. Sol.
Energy Mater. Sol. Cells 91, 355–365 (2007).

ITO ITO

ITO ITO

AI

AI

AI

AI

PW

ITOITO

PW

ITO O2
ITO

Self-powered EC device

b

d

a c

Self-rechargeable battery

e

f

h

g

PB

K+

K+

K+K+

K+

K+

K+

K+

K+

K+

K+

K+

ITO

PW

ITO

PB

AI

ITOITO

AI

PB

Figure 7 | Schematic illustrations of functioning mechanisms for the bi-functional device. (a–d): the bleaching and recovery processes of the

device serving as a self-powered EC device, (e–h): the discharging and self-recharging processes of the device functioning as a self-rechargeable battery.

ARTICLE NATURE COMMUNICATIONS | DOI: 10.1038/ncomms5921

6 NATURE COMMUNICATIONS | 5:4921 | DOI: 10.1038/ncomms5921 | www.nature.com/naturecommunications

& 2014 Macmillan Publishers Limited. All rights reserved.

http://www.nature.com/naturecommunications


2. Yao, J. N., Hashimoto, K. & Fujishima, A. Photochromism induced in an
electrolytically pretreated MoO3 thin film by visible light. Nature 355, 624–626
(1992).

3. Nagy, I. P., Sike, L. & Pojman, J. A. Thermochromic composite prepared via a
propagating polymerization front. J. Am. Chem. Soc. 117, 3611–3612 (1995).

4. Deb, S. K. Optical and photoelectric properties and colour centers in thin films
of WO3. Philos. Mag. 27, 801–822 (1973).

5. Lampert, C. M. Electrochromic materials and devices for energy-efficient
windows. Sol. Energy Mater. 11, 1–27 (1984).

6. Wang, C. J., Shim, M. & Guyot-Sionnest, P. Electrochromic nanocrystal
quantum dots. Science 291, 2390–2392 (2001).

7. Granqvist, C. G. Out of a niche. Nat. Mater. 5, 89–90 (2006).
8. Sun, X. W. & Wang, J. X. Fast switching electrochromic display using a

viologen-modified ZnO nanowire array electrode. Nano Lett. 8, 1884–1889
(2008).

9. Lee, S. H. et al. Monolithic, self-powered photovoltaic-electrochromic coating
for windows. J. Electrochem. Soc. 145, 3545–3550 (1998).

10. Bechinger, C., Ferrere, S., Zaban, A., Sprague, J. & Gregg, B. A.
Photoelectrochromic windows and displays. Nature 383, 608–610 (1996).

11. Chan, C. K. et al. High-performance lithium battery anodes using silicon
nanowires. Nat. Nanotech. 3, 31–35 (2008).

12. Chen, J. S. et al. Constructing hierarchical spheres from large ultrathin anatase
TiO2 nanosheets with nearly 100% exposed (001) facets for fast reversible
lithium storage. J. Am. Chem. Soc. 132, 6124–6130 (2010).

13. Goodenough, J. B. & Kim, Y. Challenges for rechargeable Li batteries. Chem.
Mater. 22, 587–603 (2010).

14. Luo, J. Y., Cui, W. J., He, P. & Xia, Y. Y. Raising the cycling stability of aqueous
lithium-ion batteries by eliminating oxygen in the electrolyte. Nat. Chem. 2,
760–765 (2010).

15. Granqvist, C. G. Solar energy materials. Adv. Mater. 15, 1789–1803 (2003).
16. Granqvist, C. G., Lansåker, P. C., Mlyuka, N. R., Niklasson, G. A. &

Avendaño, E. Progress in chromogenics: New results for electrochromic and
thermochromic materials and devices. Sol. Energy Mater. Sol. Cells 93,
2032–2039 (2009).

17. Brown, J. Observations and experiments upon the foregoing preparation.
Philos. Trans. 33, 17–24 (1724).

18. Ludi, A. Prussian blue, an inorganic evergreen. J. Chem. Educ. 58, 1013 (1981).
19. Ware, M. Prussian blue: artists’ pigment and chemists’ sponge. J. Chem. Educ.

85, 612–620 (2008).
20. Kraft, A. On the discovery and history of Prussian blue. Bull. Hist. Chem. 33,

61–67 (2008).
21. Neff, V. D. Electrochemical oxidation and reduction of thin-films of Prussian

blue. J. Electrochem. Soc. 125, 886–887 (1978).
22. Ellis, D., Eckhoff, M. & Neff, V. D. Electrochromism in the mixed-valence

hexacyanides. 1. Voltammetric and spectral studies of the oxidation
and reduction of thin films of Prussian blue. J. Phys. Chem. 85, 1225–1231
(1981).

23. Itaya, K., Akahoshi, H. & Toshima, S. Prussian-blue-modified electrodes - an
application for a stable electrochromic display device. J. Appl. Phys. 53, 804–805
(1982).

24. Itaya, K., Akahoshi, H. & Toshima, S. Electrochemistry of Prussian blue
modified electrodes–an electrochemical preparation method. J. Electrochem.
Soc. 129, 1498–1500 (1982).

25. Itaya, K., Ataka, T. & Toshima, S. Spectroelectrochemistry and electrochemical
preparation method of Prussian blue modified electrodes. J. Am. Chem. Soc.
104, 4767–4772 (1982).

26. DeLongchamp, D. M. & Hammond, P. T. High-contrast electrochromism and
controllable dissolution of assembled Prussian blue/polymer nanocomposites.
Adv. Funct. Mater. 14, 224–232 (2004).

27. Neff, V. D. Some performance characteristics of a Prussian blue battery.
J. Electrochem. Soc. 132, 1382–1384 (1985).

28. Honda, K., Ochiai, J. & Hayashi, H. Polymerization of transition metal complexes
in solid polymer electrolytes. J. Chem. Soc. Chem. Commun. 168–170 (1986).

29. Jayalakshmi, M. & Scholz, F. Performance characteristics of zinc
hexacyanoferrate/Prussian blue and copper hexacyanoferrate/Prussian blue
solid state secondary cells. J. Power Sources 91, 217–223 (2000).

30. Wessells, C. D., Huggins, R. A. & Cui, Y. Copper hexacyanoferrate battery
electrodes with long cycle life and high power. Nat. Commun. 2, 550 (2011).

31. Eftekhari, A. A new anode material for inorganic-based rechargeable batteries.
J. Mater. Sci. Lett. 22, 1251–1253 (2003).

32. Itaya, K., Uchida, I. & Neff, V. D. Electrochemistry of polynuclear transition-
metal cyanides-Prussian blue and its analogs. Acc. Chem. Res. 19, 162–168
(1986).

33. Eftekhari, A. Potassium secondary cell based on Prussian blue cathode. J. Power
Sources 126, 221–228 (2004).

34. Taberna, P. L., Simon, P. & Fauvarque, J. F. Electrochemical characteristics and
impedance spectroscopy studies of carbon-carbon supercapacitors. J.
Electrochem. Soc. 150, A292–A300 (2003).

35. Lufrano, F., Staiti, P. & Minutoli, M. Evaluation of nafion based double layer
capacitors by electrochemical impedance spectroscopy. J. Power Sources 124,
314–320 (2004).

36. Nestoridi, M. et al. The study of aluminium anodes for high power density
Al/air batteries with brine electrolytes. J. Power Sources 178, 445–455 (2008).

37. Armand, M. & Tarascon, J. M. Building better batteries. Nature 451, 652–657
(2008).

38. Bruce, P. G., Freunberger, S. A., Hardwick, L. J. & Tarascon, J. M. Li-O2 and
Li-S batteries with high energy storage. Nat. Mater. 11, 19–29 (2012).

39. Jung, H. G., Hassoun, J., Park, J. B., Sun, Y. K. & Scrosati, B. An improved high-
performance lithium-air battery. Nat. Chem. 4, 579–585 (2012).

Acknowledgements
X.W.S. acknowledges funding support from Competitive Research Programme of the
National Research Foundation (NRF) of Singapore (Grant Nos. NRF-CRP11-2012-01
and NRF-CRP6-2010-2), and the Science and Engineering Research Council Public
Sector Fund from the Agency for Science, Technology and Research (A*STAR) of
Singapore (Grant No. 092 101 0057). J.W. acknowledges the support from the National
Natural Science Foundation of China (NSFC) (No. 61376009).

Author contributions
J.W. designed/prepared the devices and performed the electrochromic tests. L.Z. designed
and carried out the battery-related experiments. Z.J. and L.Y. carried out some mea-
surements. J.W., X.W.L. and X.W.S. wrote the manuscript. J.W., L.Z., H.X., X.W.L. and
X.W.S. proposed the mechanisms. X.W.L. and X.W.S. supervised the whole project. All
authors discussed the results and commented on the manuscript.

Additional information
Supplementary Information accompanies this paper at http://www.nature.com/
naturecommunications

Competing financial interests: The authors declare no competing financial interests.

Reprints and permission information is available online at http://npg.nature.com/
reprintsandpermissions/

How to cite this article: Wang, J. et al. A bi-functional device for self-powered
electrochromic window and self-rechargeable transparent battery applications.
Nat. Commun. 5:4921 doi: 10.1038/ncomms5921 (2014).

NATURE COMMUNICATIONS | DOI: 10.1038/ncomms5921 ARTICLE

NATURE COMMUNICATIONS | 5:4921 | DOI: 10.1038/ncomms5921 | www.nature.com/naturecommunications 7

& 2014 Macmillan Publishers Limited. All rights reserved.

http://www.nature.com/naturecommunications
http://www.nature.com/naturecommunications
http://npg.nature.com/reprintsand
http://npg.nature.com/reprintsand
http://www.nature.com/naturecommunications

	A bi-functional device for self-powered electrochromic window and self-rechargeable transparent battery applications
	Introduction
	Results
	As a self-powered EC device
	As a self-rechargeable battery
	Further battery characterizations

	Discussion
	Methods
	Preparation of PB film
	Preparation of PB/Al device
	Property characterization

	Additional information
	Acknowledgements
	References




