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Quantum criticality of excitonic Mott
metal-insulator transitions in black
phosphorus
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Songlin Li 1, Fengqiu Wang 1, Yi Shi 1 & Xiaomu Wang 1

Quantum phase transition refers to the abrupt change of ground states of
many-body systems driven by quantum fluctuations. It hosts various intriguing
exotic states around its quantum critical points approaching zero temperature.
Here we report the spectroscopic and transport evidences of quantum critical
phenomena of an exciton Mott metal-insulator-transition in black phosphorus.
Continuously tuning the interplay of electron-hole pairs by photo-excitation
and using Fourier-transform photo-current spectroscopy as a probe, we mea-
sure a comprehensive phase diagram of electron-hole states in temperature
and electron-hole pair density parameter space. We characterize an evolution
from optical insulator with sharp excitonic transition to metallic electron-hole
plasma phases featured by broad absorption and population inversion. We also
observe strangemetal behavior that resistivity is linear in temperature near the
Mott transition boundaries. Our results exemplify an ideal platform to inves-
tigating strongly-correlated physics in semiconductors, such as crossover
between superconductivity and superfluity of exciton condensation.

Bound electron–hole pairs, known as excitons, determine the photo-
responses of semiconductors. At extreme conditions, the gas-like
excitons dissociate into strongly correlated electron–hole plasma
phases. In this so-called excitonMott transition, the optical properties
of a semiconductor sharply change with the screening modulated
Coulomb correlation effect1–3. It is believed to closely relate to exotic
matter states, such as superfluidity, superconductivity, and non-Fermi
liquid of electron–hole pairs. In conventional bulk materials, the
electron–hole phase transition is driven by intense optical excitation
and at cryogenic conditions4–8. These extreme conditions limit prac-
tical applications; and more importantly, the detailed phase transition
process and the associated evolution of quantum states remain elusive
for the same reason.

Black phosphorus (BP), an emerging two-dimensional (2D) semi-
conductor, exhibits a unique anisotropic band structure and optical
tunability9. Its highly anisotropic optical responses reduced dielectric
screening and enhanced Coulomb interactions in the 2D regime

directly result in strong many-body interaction and correlation and
thus significantly lower the Mott density. Therefore, it potentially
enables comprehensive characterization and flexible manipulation of
exciton Mott transition10–15. Here we systemically investigate the exci-
tonic metal–insulator transition in BP film by a combination of optical
spectroscopy and electrical transport measurement.

Results
Electron–hole phases in BP
Figure 1a schematically shows the dual-gate BP device used in our
study. A BP thin film ~10 nmwas encapsulated between two hexagonal
boron nitride (hBN) flakes. The two hBN flakes, together with the
glove-box-based fabrication process, ensure BP is of high quality. To
keep the flatness of the whole structure, we also used few-layer gra-
phene flakes to form source, drain, and top gate contacts. The dual-
gate structure allows applying an electric displacement field with
constant doping in photocurrent and transport measurements.
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Previously, photo-emission spectra were widely used to study the
non-equilibrium electron–hole plasma (EHP) phenomenon under
ultra-fast excitation. Unfortunately, these spectra lessmanifest the rich
information from non-radiative features of the whole many-body
band-structure, along as any transport attributes. We thus employed a
Fourier transform photo-current spectroscopy to obtain the fine
infrared absorption spectra16. We also performed electrical transport
measurements within the same setup (see the “Methods” section).
Figure 1b schematically shows the experimental setup of Fourier
transform photocurrent spectroscopy. We performed photo-current
measurements with 1 V source–drain bias and zero doping to max-
imum the intrinsic response from the BP channel (see Supplementary
Note 1 for details).

Figure 2b shows typical photocurrent spectra under different
photo-excitation and temperatures. For low incident power (e.g. 0.32%
P, P = 160W/cm2), we observe a typical exciton gas phase (EG in
Fig. 2a). It features a sharp peak at ~378meV and continuous absorp-
tion at higher energies, which can be assigned as excitonic transition
and band-edge absorption (Fig. 2b top panel). The exciton peak with
full width at half maximum (FWHM) ~30meV lies ~9meV below the
band edge, which agrees well with the reported exciton FWHM and
binding energy for bulk BP17. With increasing excitation power (3.2%
P–31.6%P) and at moderate temperature, we find the absorption
spectra distinctively change. The exciton peak disappears and the
absorption band extends into the long infrared range (Fig. 2b middle
panel). We attribute this cut-off free spectrum to strong intra-band

Fig. 1 | Device configuration and measurement scheme. a Schematic view of a
typical dual-gate BP transistor. Top and bottom gate voltages (VTG and VBG,
respectively) are applied to control the carrier density and electric displacement
field in the sample (DBP). b Illustration of the interferometer setup where M1, M2,

and BS represent the movable mirror, stationary mirror, and beam splitter,
respectively. Photocurrent spectrum (top right) which is obtained from inverse
Fourier-transform of photocurrent interferogram (bottom right). Inset: optical
micrograph of a BP (dashed line) device. Scale bar, 20μm.

Fig. 2 | Photo-excited electron–hole system inBP. a Schematic phase diagram for
correlated electron-hole states in the parameter space of temperature and
electron–hole (e–h) pair densities. At low density, the electrons (blue circles) pair
with holes (red circles) to form exciton phase. At high density, the electrons and
holes exist as Fermi liquids at high temperatures. The boundaries are shown in
black lines and cross at the quantum critical point (QCP). At much lower tem-
peratures, the electron–hole system condenses to exciton Bose–Einstein con-
densation (BEC) and the Bardeen–Cooper–Schrieffer (BCS) states depending on
the paring strength. b The photocurrent spectra of BP in arbitrary unit (arb. unit).

Top panel: under 0.5W/cm2 and at 200K. The absorption includes an inter-band
part and an exciton peak. Middle panel: under 32W/cm2 and at 260K. The
absorption continuously extends to low energy region, indicating an intra-band
transition. Bottompanel: under 160W/cm2 and at 5 K. The horizontal lines show the
baseline of zero absorption. The turquoise and red regions indicate absorption and
gain. Source data are provided as a Source Data file. c Schematic of conduction
band structure with different interaction strength. With increasing correlation
interaction, the conduction band splits into two bands with a Mott gap. EF Fermi
energy, EB exciton binding energy.
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absorption as a result of closing the optical band gap. Notably, the
absorption edge corresponding to high-energy interband transition
gradually blue-shift (see Fig. 3b). This shift is commonly understood as
the “Burstein–Moss shift”. Namely, a degenerate population of carriers
blocks optical transition near the band edge. Whereas our results
clearly indicate a band renormalization and a metal-to-insulator tran-
sition readily occur. We name the formingmetallic phase intermediate
metal (IM). Under higher excitation power (e.g. 100%P) and low tem-
perature, we observe the emergence of a negative dip in the spectrum
below the original exciton peak (Fig. 2b bottom panel). The altered
spectrum evidences a new phase forms by decreasing the average
energy of each electron–hole pair (Eeh), which is distinctively different
from simple entropy-driven ionization of excitons. According to
semiconductor many-body theory, the exchange and correlation
interplays induce density-dependent negative energy into Eeh. Exciton
will fully dissociate if these negative components dominate band
energy (i.e. Eeh is smaller than the exciton binding energy)18. And the
system undergoes a population inversion between the conduction
band and valence band because the chemical potential difference of
electrons and holes exceeds Eeh. It features the existence of negative
absorption (gain) and the formation of strong correlated
electron–hole plasma (EHP in Fig. 2a). EHP always results from strongly
screened Coulomb interaction, such as in group IV crystals and
quantum wells19–21. They generally appear in ultra-low temperatures
and sufficiently high excitation regimes (carrier density ~1017 cm−3

obtained by ultrafast pulses of ~10MW/cm2 toGW/cm2 power density).
In stark contrast, wemanaged to achieve EHP phases under low power
and continuous-wave excitation (full power of 160W/cm2 for the
broadband laser covers 2.5–4.8μm, and the power density threshold
of EHP can be down to about 10W/cm2 at 80K by using a tunable
optical parametric oscillator laser ranging from 3.3 to 4.2μm with
pulse repetition rate = 150kHz and pulse duration = 10 ns).

The access of full electron–hole pair phases permits us to examine
the detailed transition between the three phases. We measured a com-
prehensive phase diagram of the absorption/gain spectrum. Figure 3a

summarizes the diagram in temperature and pair density parameter
space (see the “Methods” section for estimation of e–h pair density).

Exciton Mott metal–insulator-transition
We ascribe the phase change from EG to EHP in the diagram as an
excitonMottmetal–insulator-transition transition (EMT)19which refers
to the dissociation of excitons into strong-correlated electron–hole
phases in photo-excited semiconductors. In particular, the aforemen-
tioned Eeh canbeobtainedby solving theHamiltonianof electron–hole
system:

H =
X

k
ðϵk � ϵF Þðcykck � dy

kdkÞ+V
X

i
cyi d

y
i dici ð1Þ

where c and d are electron annihilation operators for the conduction
and valence bands, k is the single-particle momentum, ϵk refers to the
kinetic energy, i labels the real-space site and V is the Coulomb
interaction. Herewe focus on the continuous phase change inducedby
correlation interplay, and the kinetic energy was chosen as the formof
an electron–hole symmetric parabolic band for simplicity. This
Hamiltonian can be mapped to a standard repulsive Hubbard model
(see the “Methods” section). In this Hubbard-likemodel, an interaction
parameter U which relates to electron–hole density modulated
Coulomb screening determines the energy spectrum. The ground
state of the system is a dense EG, corresponding tohalf-filled insulating
states in the Hubbard model as shown in Fig.2c. The many-body
Coulomb correlation results in a split of isolated excitonic states and a
continuum which plays as the lower and upper Hubbard bands,
respectively. The exciton binding energy equals the difference
between these two bands. If the exciton density exceeds a certain
threshold under photo-excitation, the screening of Coulomb interac-
tion would be sufficiently strong so that the two band merges into a
single one. In this scenario, the Fermi level locates inside the band,
excitons dissociate and metallic EHP phases build up.

Figure 3b illustrates the photocurrent spectra at different tem-
peratures. The above EMT process nicely explains the measured

Fig. 3 | Strong correlated EHP phases in BP. a Spectral phase diagram in tem-
perature and e–hpair density space for correlated electron–hole states. In the high-
temperature regime, three regions are defined by the characteristics of absorption/
gain spectra, where EG, IM, and EHP denote the exciton gas (red), intermediate
metal (green), electron–hole plasma (blue) phases, respectively. The boundaries

are shown in dashed lines. The shaded area indicates the inaccessible region in the
temperature and e–h pair density space. b Spectra of phase evolution as a function
of e–h pair densities for various T marked in a, showing the spectral features at
different phase transition. The dashed lines indicate the boundaries of EG (red) and
EHP (blue) phases. Source data are provided as a Source Data file.

Article https://doi.org/10.1038/s41467-022-35567-w

Nature Communications |         (2022) 13:7797 3



spectral evolution. In our experiments, the correlation energy U is
continuously tuned by electron–hole pair density (through excitation
power). Themodulationdrives the EMTas a quantumphase transition.
Our results clearly suggest the EMT transition still takes place
approaching zero temperature, evidencing a quantum critical
phenomenon1,4. In this scenario, the IM phase can be recognized as a
quantum critical region.

To gain a deeper insight about the quantum criticality of EMT, we
next discuss transportmeasurement. In the study of EMT, it is difficult
to clearly identify the physical properties of each phase because of the
co-existence of optical signals from multiple phases. For example,
optical features of multi-species in conventional semi-conductor are
too close in energy to be distinctively resolved. We thus performed
electrical measurements at temperature and eletron–hole pair density
space to elucidate the metal–insulator-transition process. Figure 4a
illustrates the temperature dependence of DC current (i.e. photo-
current at constant zero optical path difference) up to 260K at dif-
ferent excitation powers. We normalized the currents by the photo-
currents at a crossover temperature (220K) in Fig.4b to clearly see the
temperature evolution. The curves obviously display three different
branches, i.e., an unconventional metallic branch between the insu-
lating regime and the ordinary metallic regime.

We further measured detailed differential resistivity to reveal the
transport properties. Overall, the resistivity shows a power tempera-
ture scaling law: R∝ Tα. We mapped the exponent α of the photo-
resistivity as a function of electron–hole pair density and temperature
in Fig. 4c.

Two types of transport behavior are observed. Below a crossover
carrier density (9 × 1011 cm−2) or above the crossover temperature
(220K), the exponent α <0 (the resistance increases with cooling),
featuring an insulator. The temperature dependence obeys a hopping
formula, which generally describes low-density carrier transport in
disordered 2D semiconductors. At high temperatures, the current
exponentially increases with temperature, showing a nearest-neighbor
hopping. When the temperature decreases below the crossover point,
the current present a much weaker temperature dependence and fits
well into a variable range hopping mechanism.

In contrast, the system turns metallic with α >0 above the cross-
over carrier density and below the crossover temperatures. For suffi-
ciently high carrier density and low temperature, a universal T2

dependence of resistivity was observed. It characters a conventional
Fermi-liquid behavior. The resistance obviously deviates from T2

dependence at moderate power or high temperature. A T-linear
dependence was observed near the metal-insulating-transition, and α

Fig. 4 | Continuous excitonMott transition in BP. a Temperature dependence of
integrated photocurrent at different excitation powers. 100% P = 160W/cm2.
b Photocurrents in a normalized to the maximum value at each excitation
power. The curves are vertically offset to align the value at EG crossover tem-
perature (220 K, indicated by black arrow) for clarity. The curves display three
different branches, showing unconventional metallic properties near the
transition boundary. c Phase diagram described in terms of the exponent of T-
dependent resistivity extracted fromour transportmeasurements as a function
of T and pair density. The diagram clearly features a transition between the
insulating phase with a negative coefficient (red) and themetallic phases with a

positive coefficient (blue). At the intermediate region, T-linear resistivity is
observed at low temperatures. Further, into the metal, the resistance starts to
develop T2 behavior. The dashed lines are the boundaries of the IM region in
Fig. 3a, showing an agreement between transport and spectral phase transi-
tions. The shaded area indicates the inaccessible region in the temperature and
e–h pair density space. d Log–log plots of resistivity (circles) versus tempera-
ture (below crossover temperature) as well as quadratic (blue) and linear (red)
fits for different e–h pair densities near the transition boundary. The blue and
red lines are the reference for the T and T2 trends. Source data of all figures are
provided as a Source Data file.
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is higher (but still < 2) near the crossover temperature. It indicates the
metallic phases in the vicinity of transition boundaries are different
from common metals and analog to a fluctuated non-Fermi liquid22,23.

Remarkably, the unconventional metallic region is coincident with
the IM region in the spectral phase diagram. The electrical phase dia-
gram is coincident with the optical one. The consistent transport data
further explains the IM phase and supports the quantum criticality. In
the quantum phase transitions of 2D metals, a ubiquitous feature is so-
called strange-metal behavior1,2,24. One hallmark of the strange-metal
regime is that the electrical resistivity near the phase transition is linearly
proportional to the temperature T, agreeing well with our measure-
ments as shown in Fig. 4d. (We notice “strangemetal” generally refers to
a wide variety of unusual metallic behavior at odds with interacting
Fermi liquid. Here the term does not correspond to any specific origin.)
The T-linear resistivity motivates the concept of Planckian dissipation25,
namely, the temperature is the only scale of scattering rate near quan-
tum criticality. And the divergence of scattering length (no length scale
of scattering) is an indication of quantum criticality26.

Based on the above observation, a quantum critical point can be
also expected when further cooling to near absolute zero. And finally,
we comment on the rich correlation physics around the quantum
critical point27,28. Firstly, for Fermionic systems, fermion pairs con-
densate at low temperatures. It may result in superconductivity and
superfluidity, known as Bardeen–Cooper–Schrieffer states (BCS) and
Bose–Einstein condensation (BEC), respectively. The nature of this
condensate can be tuned by varying the pairing strength29. In our
system, the electron–hole pairing strength can be dynamically and
continuously adjusted. We theoretically predicted the system allows
access to two distinct regimes of exciton condensation and a BCS-BEC
crossover at the quantum critical point (see Supplementary Note 2). In
addition, at the many-body level, there will be strong correlations and
quantum fluctuations that are beyond the theoretical frameworks in
the BCS and BEC limits. For example, the normal state at finite tem-
perature has been proposed to describe the aforementioned strange
metal phase30. The preformedpairs are believed tobe the course of the
pseudogap in cuprates. However, less is known for the transport
behavior of the BCS–BEC crossover at elevated temperatures. And our
finding of general T-linear resistivity may help explain the universal
linear resistivity behavior not only in the pseudogap phase of the
cuprates31,32, but also in broadly correlated materials24,33,34. Experi-
mentally, the large carrier density at the quantum critical point indi-
cates the BEC–BCS crossover may be accessed at about 0.2–2 K30.
Future exploration toward BCS and BEC states with cryogenic cooling
down to the sub-Kelvin range could elucidate the rich exciton con-
densation physics.

Methods
Device fabrication
The all-2D multilayer heterostructure was stacked using a dry transfer
technique. The whole fabrication process was carried out in an argon-
filled glove boxwith both oxygen andwater concentrations well below
0.1 ppm. The hBN, graphene, and BP flakes were first exfoliated with
blue tapes and sequentially picked up using polydimethylsiloxane
(PDMS) held ona glass slide. The quality and thickness of sampleswere
identified via optical microscopy by comparing optical contrast with
samples whose thickness was confirmed using atomic force micro-
scopy (AFM, Nanonics MultiView 4000). The samples on PDMS were
released using the micro-positioning stage (Zolix NFP-6561) at room
temperature in the following order: (1) few-layer hBN flake on SiO2/Si
substrate (285 nm SiO2); (2) few-layer graphene ribbons on hBN as
drain and source electrodes; (3) ~10 nmBPflakebridging twographene
ribbons; (4) ~20 nm hBN flake covering the entire BP as top
dielectric, and (5) monolayer graphene as a top-gate electrode. Then
5 nm Cr/35 nm Au contacts were patterned with standard electron-
beam lithography, electron-beam evaporation, and lift-off processes.

Fourier-transform photocurrent spectroscopy
The absorption/gain spectra were performed by a homemade Fourier
transform infrared (FTIR) photocurrent spectrometer system sche-
matized in Supplementary Fig. 3. In brief, the device was placed in a
vacuum environment in a closed-cycle optical cryostat (Montana S50)
where temperatures ranging between 5 and 260K. A broadband mid-
IR supercontinuum laser (LEUKOS Electro MIR 4.8, 0.8–4.8μm) light
source was modulated by an FTIR spectrometer (BRUKER Invenio-R):
The incident laser beam was then split through the beamsplitter. The
transmitted one and the reflected one struck the stationarymirror and
the movable mirror, respectively. Then, two beams of light were
reflected by the mirrors and recombined with each other at the
beamsplitter. The constructive or destructive interference occurred
becauseof theoptical path difference inducedby themovablemirrors.
As a result, the laser became amodulated wave after traveling through
the Michelson interferometer. We used a ×40/0.5NA reflective micro-
scope objective (Thorlabs) to focus the modulated beam on the
device. A series of IR neutral density filters (Edmund 2–14μm) with
optical density ranging from 0.3 to 2.5 was used to control the illu-
minationpower. An infrared longpass (Edmund2.52–4.8μm)filterwas
employed to block the photon beyond our interested spectrum range.
A low-noise current preamplifier (Stanford SR570) was used to collect
the photocurrent and supply source–drain voltage. The amplified
photocurrent signal was fed back to the FTIR spectrometer and was
recorded while the incident laser being modulated. The photocurrent
interferogramobtained in this way is inversely Fourier-transformed by
the FTIR to the frequency domain. The positive and negative photo-
currents are proportional to optical absorption and gain, respectively
(See Supplementary Note 1 for details).

Photocurrent and transport measurement
The electrical measurements were performed on the same cryogenic
station and light source as the Fourier-transform photocurrent spec-
troscopy (see SupplementaryNote 3 for details). In these experiments,
the Michelson interferometer was fixed at zero optical path. The DC
photocurrent was directly read by a semiconductor analyzer (PDA FS-
pro). The photo-conductance was measured by standard low-
frequency lock-in scheme. A DC bias with a small AC excitation vol-
tage (1mV) at frequency of 11 Hzwas applied to the sample by a source
(Keithley 6221). Corresponding current flowing through the sample
was then measured by a lock-in amplifier (SSI OE1022).

Estimation of e–h pair density
The electron–hole pair density values are given in the figure caption of
Figs. 3a, 4c have been extracted by comparing the photocurrent and
gate-dependent dark current (for example, see Supplementary
Note 1)21,35. We also calibrated the density from the excitation pulse
energy flux and estimated the absorption coefficient at low density36,
and by a line-shape fit for the highest density37.

Exciton Hubbard-like model
We adapted the method in ref. 38 to transform the Hamiltonian to a
standard Hubbard model. The semiconductor in our case can be
roughly described by the Hamiltonian of Eq. (1). We will not be con-
cerned with the details of the band dispersion ϵk except for ϵk ≥0, and
for analytical convenience, we will assume that the density of statesN0

is a constant over the bandwidthW, unless it is pointed out otherwise.
The Fermi energy ϵF, measured from the bottom of the conduction
band, is negative for an unperturbed semiconductor (whence the
direct gapD between the valence and conduction bands is −2ϵF). In the
aboveHamiltonian, we assumed the valence and conduction bands are
exactly particle–hole symmetric. This assumption makes the discus-
sion and calculation more convenient without the loss of generality.
We have also ignored the spin degrees of freedom, which is irrelevant
in semiconductors. Finally, the last term in the Hamiltonian H
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describes the local Coulomb repulsion between electrons in the two
bands. We ignored the intra-band electron interaction since it is irre-
levant to the low density of electrons (holes) in the conduction
(valence) bands. In the quasi-stationary state under pumping, elec-
trons (holes) are pumped into the conduction (valence) band, and this
may be described qualitatively by a positive Fermi energy ϵF > 0 (if the
interaction is ignored).

The assumed perfect particle–hole symmetry enables us to map
the system into an effective one-band model with artificial spin-1/2
degrees of freedom,

H !
X

k,σ
ðϵk � ϵF Þcykσckσ � U

X
i
cyi"c

y
i#ci#ci" ð2Þ

where σ =↑,↓, the fermion annihilation operator c↑ (c↓) corresponds
to c (d†) in the above semiconductor model, and the interaction
becomes attractive in the new representation.

Data availability
The data that support Figs. 1–4 can be found in the Source Data, and
the data that support the other findings of this study are available from
the corresponding author upon reasonable request. Source data are
provided with this paper.

References
1. Ghiotto, A. et al. Quantum criticality in twisted transition metal

dichalcogenides. Nature 597, 345–349 (2021).
2. Li, T. et al. Continuous Mott transition in semiconductor moire

superlattices. Nature 597, 350–354 (2021).
3. Ma, L. et al. Strongly correlated excitonic insulator in atomic double

layers. Nature 598, 585–589 (2021).
4. Liu, X. et al. Crossover between strongly coupled and weakly

coupled exciton superfluids. Science 375, 205–209 (2022).
5. Almand-Hunter, A. E. et al. Quantum droplets of electrons and

holes. Nature 506, 471–475 (2014).
6. Kaindl, R. A., Carnahan, M. A., Hägele, D., Lövenich, R. & Chemla, D.

S. Ultrafast terahertz probes of transient conducting and insulating
phases in an electron–hole gas. Nature 423, 734–738 (2003).

7. Jeffries, C. D. Electron-hole condensation in semiconductors. Sci-
ence 189, 955–964 (1975).

8. Alen, B. et al. Excitongas compression andmetallic condensation in
a single semiconductor quantum wire. Phys. Rev. Lett. 101,
067405 (2008).

9. Castellanos-Gomez, A. Black phosphorus: narrow gap, wide appli-
cations. J. Phys. Chem. Lett. 6, 4280–4291 (2015).

10. Chernikov, A., Ruppert, C., Hill, H. M., Rigosi, A. F. & Heinz, T. F.
Population inversion and giant bandgap renormalization in atom-
ically thin WS2 layers. Nat. Photon. 9, 466–470 (2015).

11. Bataller, A. W. et al. Dense electron-hole plasma formation and
ultralong charge lifetime in monolayer MoS2 via material tuning.
Nano Lett. 19, 1104–1111 (2019).

12. Yu, Y. et al. Room-temperature electron–hole liquid in monolayer
MoS2. ACS Nano 13, 10351–10358 (2019).

13. Wang, J. et al. Optical generation of high carrier densities in 2D
semiconductor heterobilayers. Sci. Adv. 5, eaax0145 (2019).

14. Arp, T. B., Pleskot, D., Aji, V. & Gabor, N. M. Electron–hole liquid in a
van der Waals heterostructure photocell at room temperature.Nat.
Photon. 13, 245–250 (2019).

15. Wang, Z. et al. Excitonic complexes and optical gain in two-
dimensional molybdenum ditelluride well below the Mott transi-
tion. Light Sci. Appl. 9, 39 (2020).

16. Ju, L. et al. Tunable excitons in bilayer graphene. Science 358,
907–910 (2017).

17. Morita, A. Semiconducting Black Phosphorus. Appl. Phys. A 39,
227–242 (1986).

18. Rustagi, A. & Kemper, A. F. Theoretical phase diagram for the room-
temperature electron–hole liquid in photoexcited quasi-two-
dimensional monolayer MoS2. Nano Lett. 18, 455–459 (2018).

19. Shah, J., Combescot, M. & Dayem, A. H. Investigation of exciton-
plasma Mott transition in Si. Phys. Rev. Lett. 38, 1497–1500 (1977).

20. Miniscalco, W., Huang, C. C. & Salamon, M. B. Coexistence of
electron–hole gas and liquid in Ge. Phys. Rev. Lett. 39,
1356–1359 (1977).

21. Stern, M., Garmider, V., Umansky, V. & Bar-Joseph, I. Mott transition
of excitons in coupled quantum wells. Phys. Rev. Lett. 100,
256402 (2008).

22. Daou, R. et al. Linear temperature dependence of resistivity and
change in the Fermi surface at the pseudogap critical point of a
high-Tc superconductor. Nat. Phys. 5, 31–34 (2009).

23. Nakamae, S. et al. Electronic ground state of heavily overdoped
nonsuperconducting La2−xSrxCuO4. Phys. Rev. B 68, 100502(R)
(2003).

24. Cao, Y. et al. Strange metal in magic-angle graphene with near
Planckian dissipation. Phys. Rev. Lett. 124, 076801 (2020).

25. Zaanen, J. Why the temperature is high. Nature 430,
512–513 (2004).

26. Coleman, P. & Schofield, A. J. Quantum criticality. Nature 433,
226–229 (2005).

27. Du, L. et al. Evidence for a topological excitonic insulator in InAs/
GaSb bilayers. Nat. Commun. 8, 1971 (2017).

28. Murotani, Y. et al. Light-driven electron–hole
Bardeen–Cooper–Schrieffer-like state In bulk GaAs. Phys. Rev. Lett.
123, 197401 (2019).

29. Hashimoto, T. et al. Bose–Einstein condensation superconductivity
induced by disappearance of the nematic state. Sci. Adv. 6,
eabb9052 (2020).

30. Chen,Q., Stajic, J., Tan, S. & Levin, K. BCS–BECcrossover: fromhigh
temperature superconductors to ultracold superfluids. Phys. Rep.
412, 1–88 (2005).

31. Fournier, P. et al. Insulator–metal crossover near optimal doping in
Pr2−xCexCuO4: anomalous normal-state low temperature resistivity.
Phys. Rev. Lett. 81, 4720–4723 (1998).

32. Legros, A. et al. Universal T-linear resistivity and Planckian dissipa-
tion in overdoped cuprates. Nat. Phys. 15, 142–147 (2019).

33. Löhneysen, H. V. et al. Non-Fermi-liquid behavior in a heavy-
fermion alloy at a magnetic instability. Phys. Rev. Lett. 72,
3262–3265 (1994).

34. Bruin, J. A. N., Sakai, H., Perry, R. S. & Mackenzie, A. P. Similarity of
scattering rates in metals showing T-linear resistivity. Science 339,
804–807 (2013).

35. Hayamizu, Y. et al. Biexciton gain and the Mott transition in GaAs
quantum wires. Phys. Rev. Lett. 99, 167403 (2007).

36. Suzuki, T. & Shimano, R. Time-resolved formation of excitons and
electron–hole droplets in Si studied using terahertz spectroscopy.
Phys. Rev. Lett. 103, 057401 (2009).

37. Kappei, L., Szczytko, J., Morier-Genoud, F. & Deveaud, B. Direct
observation of the Mott transition in an optically excited semi-
conductor quantum well. Phys. Rev. Lett. 94, 147403 (2005).

38. Guerci, D., Capone, M. & Fabrizio, M. Exciton Mott transition revis-
ited. Phys. Rev. Mater. 3, 054605 (2019).

Acknowledgements
This projectwasprimarily supportedby theNational KeyR&DProgramof
China (2018YFA0307300 and 2018YFA0209100), the National Natural
Science Foundation of China (62005119 and 61934004), the Strategic
Priority Research Program of the Chinese Academy of Sciences (grant
no. XDB30000000) and the Fundamental Research Funds for the
Central Universities (021014380194).We also thank the support from the
NJU micro-fabrication and integration center.

Article https://doi.org/10.1038/s41467-022-35567-w

Nature Communications |         (2022) 13:7797 6



Author contributions
X.W. conceived the project. B.Z., J.W., and X.S. fabricated andmeasured
the samples. J.W. and T.H. carried out electron beam lithography. Q.W.
performed theoretical analyses and modeling the data. X.W., B.Z., and
F.W. analyzed the data, X.W., Q.W., B.Z., and J.W. wrote the manuscript.
X.W., Q.W., S.L., and Y.S. supervised the research. All authors discussed
the obtained results.

Competing interests
The authors declare no competing interests.

Additional information
Supplementary information The online version contains
supplementary material available at
https://doi.org/10.1038/s41467-022-35567-w.

Correspondence and requests for materials should be addressed to
Xiaomu Wang.

Peer review information Nature Communications thanks Andrey
Chaves, and the other, anonymous, reviewer for their contribution to the
peer review of this work.

Reprints and permissions information is available at
http://www.nature.com/reprints

Publisher’s note Springer Nature remains neutral with regard to jur-
isdictional claims in published maps and institutional affiliations.

Open Access This article is licensed under a Creative Commons
Attribution 4.0 International License, which permits use, sharing,
adaptation, distribution and reproduction in any medium or format, as
long as you give appropriate credit to the original author(s) and the
source, provide a link to the Creative Commons license, and indicate if
changes were made. The images or other third party material in this
article are included in the article’s Creative Commons license, unless
indicated otherwise in a credit line to the material. If material is not
included in the article’s Creative Commons license and your intended
use is not permitted by statutory regulation or exceeds the permitted
use, you will need to obtain permission directly from the copyright
holder. To view a copy of this license, visit http://creativecommons.org/
licenses/by/4.0/.

© The Author(s) 2022

Article https://doi.org/10.1038/s41467-022-35567-w

Nature Communications |         (2022) 13:7797 7

https://doi.org/10.1038/s41467-022-35567-w
http://www.nature.com/reprints
http://creativecommons.org/licenses/by/4.0/
http://creativecommons.org/licenses/by/4.0/

	Quantum criticality of excitonic Mott metal-insulator transitions in black phosphorus
	Results
	Electron–hole phases in BP
	Exciton Mott metal–insulator-transition

	Methods
	Device fabrication
	Fourier-transform photocurrent spectroscopy
	Photocurrent and transport measurement
	Estimation of e–h pair density
	Exciton Hubbard-like model

	Data availability
	References
	Acknowledgements
	Author contributions
	Competing interests
	Additional information




