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Surface passivation of intensely luminescent
all-inorganic nanocrystals and their direct
optical patterning

Pengwei Xiao1, Zhoufan Zhang1, Junjun Ge1, Yalei Deng1, Xufeng Chen1,
Jian-Rong Zhang1, Zhengtao Deng2, Yu Kambe3, Dmitri V. Talapin 4 &
Yuanyuan Wang1

All-inorganic nanocrystals (NCs) are of great importance in a range of elec-
tronic devices. However, current all-inorganic NCs suffer from limitations in
their optical properties, such as low fluorescence efficiencies. Here, we
develop a general surface treatment strategy to obtain intensely luminescent
all-inorganic NCs (ILANs) by using designed metal salts with noncoordinating
anions that play a dual role in the surface treatment process: (i) removing the
original organic ligands and (ii) binding to unpassivated Lewis basic sites to
preserve the photoluminescent (PL) properties of the NCs. The absolute
photoluminescence quantum yields (PLQYs) of red-emitting CdSe/ZnS NCs,
green-emitting CdSe/CdZnSeS/ZnS NCs and blue-emitting CdZnS/ZnS NCs in
polar solvents are 97%, 80% and 72%, respectively. Further study reveals that
the passivated Lewis basic sites of ILANs by metal cations boost the efficiency
of radiative recombination of electron-hole pairs. While the passivation of
Lewis basic sites leads to a high PLQY of ILANs, the exposed Lewis acidic sites
provide the possibility for in situ tuning of the functions of NCs, creating
opportunities for direct optical patterning of functional NCs with high
resolution.

Over the past decades, colloidal nanocrystals (NCs), especially
quantum dots (QDs), have emerged as a versatile class of functional
building blocks for electronic1, optoelectronic2–4, catalytic5–7, and
bioimaging applications8 due to their well-controlled compositions
and size-tunable optoelectronic properties combined with low-cost
solution processability9. Semiconductor NCs, synthesized by con-
ventional colloidal methods, are often capped with long-chain
organic ligands, which determine NC growth and provide NC stabi-
lity in nonpolar solvents. Because of the passivation of the dangling
bond on the NC surface, organically capped NCs show excellent
photoluminescence (PL) efficiency. However, organic ligands with
long hydrocarbon chains greatly hinder charge transport between
NCs10,11.

Inorganic ligands can be used to dramatically improve charge
transport in NC layers. This concept was first introduced by Talapin’s
group in 2009, where inorganic molecular metal chalcogenide com-
plexes replaced bulky organic ligands and provided colloidal stability
of individual NCs in polar systems12. Later, several families of inorganic
ligands (halides, halometalates, chalcogenides, oxometalates, poly-
oxometalates, etc.) were discovered to broaden the scope of ligand
functionality and to expand the chemical versatility of colloidal all-
inorganic NCs13–15. These achievements in all-inorganic NCs enabled a
higher packing density of NC films and higher electron mobility, thus
promoting the performance of NC electronic devices. However,
obtaining reliable all-inorganic NCs with fewer surface defects is
difficult13,16. Surface modification with existing inorganic ligands
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inevitably generates defects at the surface of NCs, leading to a dra-
matic decrease in photoluminescence quantum yield (PLQY)13,17,18.

In this work, we introduce a generalmetal salt treatment to obtain
intensely luminescent all-inorganic NCs (ILANs). The metal salts used
for ligand exchange consist of metal cations (Cd2+, Zn2+, Pb2+, and In3+)
and noncoordinating anions (NO3

−, BF4
−, or triflate OTf−). In compar-

ison with previous inorganic ligands, one feature of thesemetal salts is
that they played several roles in the surface treatment process: (i)
gently removing the original organic ligands and providing colloidal
stability of NCs in polar solvents, (ii) binding to unpassivated Lewis
basic sites to preserve the luminescent properties of NCs and (iii) the
exposed metal sites enable NC surface functionalization by more
complex capping molecules with programmed functions. As a result,
the NC after treatment exhibited excellent PL efficiency. The PLQYs of
red-, green- and blue-emitting ILANs achieved 97%, 80%, and 72% in
DMF, respectively. For reference, the original NCs capped with native
organic ligands showed PLQYs of 97%, 84%, and 82% for the red-,
green- and blue-emitting NCs used in this study.

To explore the reasons for the high PL efficiency, we studied the
surface environment of ILANs through time-resolved PL decay and
electrochemiluminescence (ECL) spectroscopy.Wedemonstrated that
compared with other inorganic ligand surface treatment methods,
metal salt treatment can greatly reduce the number of surface traps. A
quantitative analysis via inductively coupled plasma optical emission
spectroscopy (ICP-OES) indicated that themetal saltwas indeedbound
to the NC surface. Further studies by NMR confirmed that the binding
betweenmetal salts and Lewis basic sites on the NC surface resulted in
better passivation of all-inorganic NCs and higher PLQY of ILANs. The
exposed Lewis acidic sites on the ILAN surface can be furthermodified
with delicately designed capping ligands. We showed that after sys-
tematic surface property engineering, ILANs were suitable for various
industrially adapted patterning techniques, including direct optical
lithography of functional inorganic nanomaterials (DOLFIN)19,20 and
inkjet printing, to design luminescent microscale structures with a
spatial resolution down to 2μm and a line edge roughness of 200nm.
Recently, many NC patterning strategies have been used to fabricate
QLEDs with high performance21–23. The ability to reliably obtain ILANs
along with the development of various material-adapted patterning
techniques creates a versatile platform for next-generation QD-based
optoelectronic devices.

Results and discussion
Core–shell NCs with compositions of CdSe/ZnS, CdSe/CdZnSeS/ZnS,
and CdZnS/ZnS were chosen as red-, green- and blue-emitting Cd-
based NCs, respectively. The red and green-emitting InP/ZnSeS/ZnS
NCswere composedof InPNCswith different core sizes and epitaxially
grown ZnSeS/ZnS shells. Both Cd-based and In-based core–shell NCs
were synthesized following previously reported procedures using
oleic acid (OA) as a surface ligand and dissolved in nonpolar solvents
(hexane, toluene, etc.) as a colloidal solution24–27. The PLQYs of the red-
, green-, and blue-emitting Cd-based NCs were 97%, 84%, and 82%,
respectively, which are listed in Supplementary Table 1 together with
In-based NCs with QYs of 66% (red) and 76% (green). ILANs were
obtained through a ligand exchange procedure, which is described in
the “Methods” section. During the ligand exchange procedure, metal
salts stripped the organic ligands from the NC surface, forming
cationic bare NCs stabilized in polar solvents (Fig. 1a, b). In a typical
ligand exchange experiment, a hexane solution containing organically
capped NCs was added to a DMF solution containing metal salts to
form a two-phase mixture. After vigorous stirring, a complete phase
transfer of NCs from hexane to DMF was observed (Fig. 1b). Addi-
tionally, a one-phase method is available for the ligand exchange. A
DMF solution containing metal salts was added to an NC toluene
solution, forming a homogeneous phase. When the exchange process
was completed, NCs precipitated and could be separated through

centrifugation. Most of the ILANs in the following discussions were
prepared via the one-phase method.

Formation of intensely luminescent all-inorganic NCs
According to the hard–soft acid–base (HSAB) principle, hard Lewis
acids bind more tightly to hard Lewis bases. The driving force of the
surface ligand exchange is the stronger binding affinity of metal salt
cations to organic ligands. Since OA is hard, the binding affinity of
metal ions to OA followed the order of In3+ > Zn2+ > Cd2+ according to
their hardness order. Therefore, Zn2+ can strip OA from CdSe NCs but
not InP NCs. We should note that for compound NCs, the hardness of
metal ion sites at theNC surface canbe reduced by the interactionwith
other soft atoms inside the NCs10,13. As a result, all the metal salts
composed of cations of In3+, Zn2+, and Cd2+ can strip OA from CdSe
NCs, and In3+ can achieve such exchange on InP NCs (Supplementary
Fig. 1). Table 1 lists the NCs, original surface ligands and corresponding
cations of metal salts used for ligand exchange in this work. The
resulting colloidal solutions of all-inorganic NCs ligand-exchanged and
colloidally stabilized with bare cations are shown in Supplemen-
tary Fig. 2.

The resulting all-inorganic core–shell NCs showed an intensely
luminescent property similar to that of the pristine NCs (Fig. 1c) and
were thus named ILANs. A few characterizations shown in Fig. 1 and
Supplementary Fig. 4 compared the features of ILANs obtained from
In(NO3)3 treatment and pristine red-, green- and blue-emitting NCs
cappedwith oleate (OA) ligands. In the FTIR spectra of CdSe/CdZnSeS/
ZnS NCs (Fig. 1d), the vibrational peaks at 2800–3000 and
1400–1650 cm−1 belong to the C–H bonds of the OA surface ligand of
the pristineNCs. After treatment, thesepeaks completelydisappeared,
indicating that the NCs were converted into all-inorganic NCs. The
remaining single peak at 1380 cm−1 corresponded to the vibration of
N–Obonds in NO3

− anions. It should be noted that NO3
− anions, as well

as BF4
− and OTf−, acted as counterions rather than bonding ligands

since they were not able to coordinate with surface metal atoms
tightly28. The counterions can form a diffuse double layer to stabilize
the NCs in polar solvents (Supplementary Fig. 3)10. Since the surface
metal cations were not directly capped by any ligands, we referred to
the resulting NCs as “cationic bare” NCs.

We also confirmed the stripping of organic ligands through 1H
NMR spectroscopy. The 1H NMR signal of protons of the double bond
in OA observed at 5.3–5.4 ppm can be generally used to distinguish
between free and surface-bound molecules, with free molecules
showing sharp NMR peaks and molecules bound to the NC surface
characterized by broadenedNMRpeaks (Fig. 1e, green curve and black
curve)29. A broad signal was not observed after surface treatment
(Fig. 1e, blue curve), indicating that OA was fully stripped. To further
investigate the entire process of the surface reaction, we precipitated
the resulting ILANs by adding toluene and measured the 1H NMR
spectrum of the supernatant. The center of the broad signal shifted
downfield from 5.35 to 5.38 ppm, and the line width was reduced
(Fig. 1e, red curve).Meanwhile, a shoulder peak at ~5.34 ppmoccurred.
The reduced line width was different from both free and surface-
bound OA. We attributed the signal to In(OA)x (1 < x < 3), generated by
the combination of In3+ and OA, because the 1H NMR signal of In(OA)3
showed a similar linewidth and position (Fig. 1e, red dots). It should be
noted that xwas not assigned to be a fixed value; otherwise, the signal
should be single without any shoulder peaks. Since there were two
overlapping signals, we believed that each added In3+ may take away
one, two, or three OA molecules from the NC surface. A similar phe-
nomenon was also observed by Helms and coworkers in a previous
report30.

The exposure of uncoordinated acidic sites on the ILAN surface
resulted in a positively charged surface, leading to a ζ-potential of
+25mV (Supplementary Fig. 4a), which was sufficient for the electro-
static stabilization of NCs in polar solvents with a concentration up to
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100mgmL−1 10. The colloidal stability was verified by the flat curve in
small angle X-ray scattering (SAXS, Supplementary Fig. 4b). As shown
in the TEM images (Fig. 1f and Supplementary Fig. 4c), themorphology
was retained after surface treatment. The diameters of the OA-capped
and In(NO3)3-treated CdSe/ZnS NCs were both 12 nm, which proved
that no etching occurred. Resulting from the removal of long-chain

ligands, a significant decrease in edge-to-edge distance between NCs
from 2–3 nm to nearly zero can be observed clearly. In addition to the
interparticle distance, the work function of NC solids was also affected
by the surface treatment. The work function of CdSe/CdZnSeS/ZnS
NCs was increased by 0.16 eV, which was calculated via the secondary
electron cutoff regions in ultraviolet photoelectron spectroscopy
(UPS) (Supplementary Fig. 4d). We attributed the difference to the
changes in the surface dipole, which is determined by the dipole
moment at the surface–ligand interface and the ligand molecular
structures10. Therefore, the use ofmetal salt treatment provided a step
to adjust the work function of colloidal NCs31. The removal of insu-
lating organic layers and shortening interparticle distances help to
enhance the electronic exchange coupling energy in NC solids and
increase their packing density12. This makes metal-salt-treated ILANs
promising for the fabrication of NC-based optoelectronic devices.

The long-term stability and thermal stability of ILANs were tested.
An ILAN sample in DMF was prepared and stored under ambient
conditions (air, room temperature, and room light). It is stable for a
couple of weeks (Fig. 2a). The particle size and optical properties were
not changed, as evidenced by the DLS and PL spectral measurements
of the ILANs after one month of storage (Fig. 2b, c). For thermal sta-
bility, we heated an ILAN sample in DMF with a hot plate at 120 °C for
30min; afterward, it remained as a colloid, and PL was not changed as
shown in Fig. 2d.

Optical properties of ILANs and related surface chemistry
NC-based optoelectronic devices require a combination of good
electronic properties and optical properties. However, all-inorganic
NCs developed in recent years showed impressive electronic

In3+, Zn2+, Cd2+

NO3
-, BF4

-, OTf-

Nanocrystal

OA

Polar
phase

Nonpolar
phase

Before treatment

After treatment

400 500 600 700

PL
 In

te
ns

ity
 (a

rb
. u

.)

Wavelength (nm)

b ca

1000200030004000

Tr
an

sm
itt

an
ce

 (a
rb

. u
.)

Wavenumber (cm-1)

In(NO3)3 treated NCs

NCs capped with
organic ligands

5.05.25.45.6

1 H
 N

M
R

 in
te

ns
ity

 (a
rb

. u
.)

Chemical shift (ppm)

In(OA)3OA:In3+

NC-OA

Free OA

In3+ treated NCs

d e f

Fig. 1 | Formation of ILANs. a Scheme of the surface treatment of NCs with
M(NO3)x, M(OTf)x, and M(BF4)x. b Optical image of red-emitting CdSe/ZnS NCs,
green-emitting CdSe/CdZnSeS/ZnS NCs, and blue-emitting CdZnS/ZnS NCs before
and after treatment with In(NO3)3. The solvents of the upper layer and bottom layer
were hexane and DMF, respectively. c PL spectra of red-, green- and blue-emitting
Cd-basedNCs before (dashed lines) and after (solid lines) surface treatment.d FTIR

spectra of OA-capped and In(NO3)3-treated CdSe/CdZnSeS/ZnS NCs. e 1HNMR
spectra of free OA (green curve), OA-capped CdSe/CdZnSeS/ZnS NCs (NC-OA,
black curve), In(OA)3 (red dots), OA:In3+ complexes (red curve) and In(NO3)3-trea-
ted CdSe/CdZnSeS/ZnS NCs (blue curve). f TEM images of In(NO3)3-treated CdSe/
CdZnSeS/ZnS NCs.

Table 1 |OverviewofNCs, surface ligands, andcorresponding
cations of metal salts used for ligand exchange

NCs NC types Original ligands Cations

CdSe Dots OA Cd2+, Zn2+, In3+

CdSe Dots ODPA In3+

ZnSe Dots OA Zn2+, In3+

PbS Dots OA Cd2+, Zn2+, In3+

InP Dots PA In3+

TiO2 Dots OA/OLA Cd2+, Zn2+, In3+

FePt Dots OA/OLA Cd2+, Zn2+, In3+

CdSe/ZnS Dots OA Zn2+, In3+

CdSe/CdZnSeS/ZnS Dots OA Zn2+, In3+

CdZnS/ZnS Dots OA Zn2+, In3+

InP/ZnSeS/ZnS Dots OA Zn2+, In3+

CdSe Wires OA Zn2+, In3+

CdSe (wz) Platelets OCA Cd2+, Zn2+, In3+

CdSe (zb) Platelets MA Zn2+, In3+

OA oleate, OLA oleylamine, OCA octylamine, MA myristate, PA palmitate, ODPA octadecyl-
phosphonate; anions: OTf−, NO3

−, BF4
−.
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properties (e.g., high charge mobility), while their optical properties
suffered due to surface traps generated from the ligand exchange
process12,14,32. In this section, we focus on the study of the optical
properties of ILANs.

To study the optical properties, both the absorption and emission
spectra of the ILANs were measured and compared with those of the
original NCs (Fig. 3a–c). Generally, the shift of excitonic features in
absorption spectra suggests size changes in NCs. After surface treat-
ment with In(NO3)3, the excitonic features of the red-, green- and blue-
emitting ILANs in the absorption spectra were all unchanged, indi-
cating a preserved shape and size. However, due to the gradient-alloy
structures of such core–shell NCs, their excitonic features are not very
distinct in absorption spectra33. Therefore, one may argue that even if
there is a change, it might not be observable for core–shell NCs. To
draw amore reliable conclusion, we used wurtzite (wz) CdSe NCs with
distinct characteristic absorption peaks as a model system and mon-
itored the changes in the absorption spectra (Supplementary Fig. 5).
Our results indicated that regardless of the metal salts we used, the
original structured absorption features of CdSe NCs were retained.
The clear and fixed excitonic features proved that no etching or shell
growth occurred during surface treatment.

It has been shown that the removal of organic ligands can form
surface dangling bonds, resulting in electronic trap states and a
decrease in the PLQY34. Here, we demonstrated that despite the loss
of surface passivation from organic ligands, both Cd-based and In-
based core–shell ILANs preserved efficient luminescence (Supple-
mentary Table 1). The QYs of red-emitting CdSe/ZnS ILANs and
green-emitting CdSe/CdZnSeS/ZnS ILANs were 97% and 80%,
respectively, which were nearly equal to those of the pristine NCs.
The treatment of CdSe/ZnS NCs with In(NO3)3, In(BF4)3, and In(OTf)3
gave the same result for PL efficiency (Supplementary Fig. 6). InP
NCs, as a potentially less toxic alternative to Cd-based NCs, have
attracted considerable interest, yet luminescent all-inorganic InP NCs

have rarely been reported. We demonstrated that green- and red-
emitting InP/ZnSeS/ZnS NCs were successfully converted into ILANs
with PLQYs of 57% and 39%, respectively (Supplementary Fig. 7,
Supplementary Table 1). The slightly lower PLQY of In-based ILANs
compared with that of Cd-based ILANs can be attributed to the NC
surface being more sensitive to the environment and the insufficient
shell coverage caused by lattice mismatch27. An improved PL per-
formance of In-based ILANs should be expected when In-based NCs
with a uniform thicker shell is used. More surprisingly, blue-emitting
CdZnS/ZnS ILANs, whose surface was not as stable as the surface of
red or green NCs, achieved a PLQY of 72%, only 12% lower than that of
the original NCs. In comparison, the PL of the same blue-emitting
NCs was almost fully quenched after treatment with other as-
reported inorganic ligands (Supplementary Fig. 8a). As control
experiments, typical X-type inorganic ligands were compared with
In(NO3)3 surface treatment. The PLQY of green-emitting NCs
decreased to only ~30% and ~15% of the pristine NCs after ligand
exchange with thiocyanate and ZnCl4

2−, respectively. We further used
titrations to monitor the evolution of PL intensities as a function of
the concentration of foreign inorganic ligands and introduced the
Stern–Volmer (S–V) ratio to evaluate the effects of the correspond-
ing treatment35. As titration progressed, the PL of green-emitting
CdSe/CdZnSeS/ZnS NCs decreased dramatically despite the low
concentration of conventional inorganic ligands, while the PL of
In(NO3)3-treated NCs did not change significantly with increasing
metal salt concentration (Supplementary Fig. 8b). In addition, the PL
should be affected if the concentration of metal salts was too high
(Supplementary Fig. 9) since the high acidity of the salt solution
would damage the NC surface. The PL spectra and PLQY of ILANs in
the form of the film were also measured. Coated on the quartz sub-
strate, the PL spectra of ILANs were not changed (Supplementary
Fig. 10). The PLQY slightly decreased, which was influenced by the
shortened inter-particle distance (Supplementary Table 2).
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All-inorganic NCs can be obtained by treating the pristine NCs
with various inorganic ligands. Surprisingly, however, only metal salt-
treated NCs in this work show intense luminescence. This result
inspired us to further study the related surface chemistry during the
ligand exchange process. Time-resolved PL measurements were per-
formed to investigate time-resolved carrier dynamics in ILANs before
and after ligand exchange. Figure 3d shows the time-resolved PL
decays of red-emitting CdSe/ZnS NCs before and after treatment with
In(NO3)3. Both curves can be accurately fitted with first-order expo-
nential functions (goodness-of-fit R2 > 0.999), indicating that no addi-
tional nonradiative recombination pathway occurred in the ILANs. The
PL lifetime for ILANs was calculated to be 24 ns from the PL decay
curves, which was the same as that of pristine NCs (Supplementary
Table 1). In addition to red-emitting ILAN, green-emitting CdSe/
CdZnSeS/ZnS ILAN also showed unchanged PL kinetics and lifetimes
(Fig. 3e). These results of Cd-based red and green ILANs indicated that
metal salt-treated NCs have fewer surface trap states than other inor-
ganically functionalized NCs. Slightly different from the red and green
ILANs, surface treatment of blue-emitting CdZnS/ZnS NCs with
In(NO3)3 caused a decrease in the PL lifetime, perhaps due to the for-
mation of a nonradiative trap pathway (Supplementary Fig. 8c). To
further analyze the trend of surface traps induced by various ligands,
the PL lifetimes of NCs treatedwith In(NO3)3, NOBF4 and Et3OBF4 were
compared through time-resolved PLmeasurements. The PL kinetics of
the green NCs changed from first-order exponential to second-order
exponential when using NOBF4 or Et3OBF4 (Supplementary Fig. 8d),
indicating the generation of a nonradiative pathway in the NCs.
Therefore, all these traditional inorganic ligands introduce mid-gap
trap states during surface treatment, but metal salts do not.

To further investigate the surface trap of ILANs, electrochemical
luminescence (ECL), generated by electrochemical injection of holes
into the 1S(h) state of NCs following electrochemical reduction of
certain peroxide compounds, was introduced36. According to previous
reports, the ECL spectra can be more sensitive to the surface envir-
onment of NCs than PL, which is dominatedby excitation and emission

within the core37. The ECL spectra show an obvious redshift from the
PL spectra when NCs have significant surface traps, which can be
eliminated if the NC surface is sufficiently passivated38,39, We chose
K2S2O8 as the ECL co-reactant, and the ECL spectra were measured at
−2.0 V (vs. Ag/AgCl), where NCs and S2O8

2− absorbed electrons and
then generated excited-state NCs for light emission40. Compared with
the PL emission band, the central wavelength in the ECL spectra of red
NCs shifted ~7 nm, and the position was almost retained after the ori-
ginal NCs were converted to ILANs (Fig. 3f). The difference between
the PL and ECL emission wavelengths can be attributed to the inner-
filter effect41–43. The ECL band did not redshift after the surface treat-
ment, suggesting that a minimum amount of surface traps was gen-
erated, which was consistent with the aforementioned PL decay
results. The ECL intensity of ILANs, measured by photomultiplier
(PMT) while scanning with a triangle wave (−2 to 0V, vs. Ag/AgCl), was
slightly lower than that of the pristineNCs (Supplementary Fig. 11). As a
control experiment, the protic acid HBF4 was employed to treat OA-
capped red-emitting NCs (Fig. 3f). A large redshift of the ECL spectrum
was observed, indicating that many surface trap states were generated
due to the harsh surface treatment.

Relationship between the ligand binding mechanism and PL
Since the luminescent properties of NCs are related to their surface
dangling bonds34, cationic bare NCs may be prone to have more trap
states than NCs capped with organic ligands. However, the studies of
time-resolved PL and ECL illustrated that such surface traps were lar-
gely absent in cationic bare ILANs. Thus, we attribute the high PL
performance of ILANs to the unique passivation effect of metal salts.
The surface trap states of binary semiconductor NCs (II–VI, III–V, and
IV–VI) can be introduced by the exposed undercoordinated chalco-
genide sites (E) with dangling bonds44–46. Therefore, we propose that
for ILANs, passivation occurred at E sites through binding between
metal salts and the NC surface.

To verify this hypothesis, we first used ICP-OES measurements to
monitor the surface treatment process on CdSe/CdZnSeS/ZnS
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core–shell NCs. ILANs was first obtained in the polar phase with
In(NO3)3 treatment (Sample I in Fig. 4a) and then subsequently trans-
ferred back to the nonpolar phase by secondary surface modification
with oleylamine (OLA) to preclude any free In3+ from detection (Sam-
ple II). Surprisingly, the same amount of In3+ cations (~26% vs. Cd) was
detected in both samples, indicating that the metal salts were indeed
bound at the NC surface (Fig. 4a). Similarly, indium was found by
elemental mapping through TEM (Supplementary Fig. 12). Next, we
investigated the interaction between metal salts and the NC surface.
The surface of binary nanocrystals is composed of metal (M) atoms
and nonmetal (E) atoms, both of which can be bonded to surface
ligands10,34. Since the binding of inorganic ligands to the NC surface
usually occurs at Lewis acidic sites (i.e., M sites), we first used zinc
blende (zb) CdSe nanoplatelets (NPLs), where Cd atoms occupy the
majority of the surface area47, as a model system to investigate the
possibility of binding of metal salts to M sites on the NC surface. As
shown in Table 2, the absence of In ions in the treated zb CdSe NPLs
indicated that themetal cations did not bindwith the Lewis acidic sites
on the NPL surface (Fig. 4c, Sample V). We cannot rule out the possi-
bility that themetal saltswere bound to the side facets of zbCdSeNPLs
(either true (−1−10) facets or a combination of (111) facets and (−111)
facets)48. However, since these facets are a minority in zb CdSe NPLs,
the bound metal salts, even if real, are present in quantities below the
detection limit of the instrument and cannot be detected.

Together with the above experimental results, we proposed that
incoming metal cations may bind with E sites exposed at the NC sur-
face, resulting in intense luminescence of ILANs. To further test this
hypothesis, we treated triphenylphosphine (TPP)-capped NCs with
In(NO3)3 and monitored the changes in PLQY (see scheme in Fig. 5a).
TPP can weakly bind with surface E sites and passivate the NC surface
traps49. Adding excess TPP to OA-capped CdSe/CdZnSeS/ZnS NCs
resulted in an increasing PLQY to nearly 100%, indicating that TPP
successfully passivatedNCs throughweak binding. Figure 5b describes
the 1H NMR results of OA-capped NCs and TPP-modified NCs. The
broad signal at 5.3 ppm suggested that OA was not dissociated from
the ZnS shell after TPPmodification, while new signals at 7.0–7.8 ppm,
which were assigned to TPP, appeared and grew in intensity (Fig. 5c),
both of which demonstrated that TPP bound to the S sites of the ZnS
shell. This was consistent with a previous report27. After introducing

In(NO3)3 into TPP-modifiedNCs, ILANswere obtained as expected. The
disappearanceof all the 1HNMRand 31PNMR signals as shown in Fig. 5b
and d, demonstrated that In(NO3)3 not only stripped OA from the NCs
but also substituted the TPP bound to the S site (Fig. 4b), which was
also evidenced by the presence of the same amount of In3+ illustrated
from the ICP-OES data (Samples III and IV in Table 2). The resulting
PLQY was 80%, which was similar to that of the NCs directly treated
with In(NO3)3 (Fig. 5a). Therefore, we believe that the added cations
play dual roles: (i) ligand stripping and (ii) binding and electronic
passivation of Lewis basic surface sites. The complete chemical equa-
tion can be written as

n½ðMEÞaðMXmÞb�+ ðbm+ cnÞðM’YnÞ !
n½ðMEÞaMbM’c�ðbm+ cnÞ+ � � � ðbm+ cnÞY� +bmðM’XnÞ,

ð1Þ

where (ME)a(MXm)b and M’Yn represent the original NCs and added
metal salts, respectively. During the surface treatment, some metal
cations remove the strongly bound ligands (bm mole of M’ in Eq. (1)),
and theothersbecomenewcoordinated ligands for surfacehealing (cn
mole of M’ in Eq. (1)).

Organic ligands and z-type ligands are able to passivate the NC
surface in nonpolar solvents34,46. Herein, we showed that the binding of
metal cations can also play the role of surface ligands and partially
passivate electronic trap states by eliminating the surface dangling
bonds. The resulting ILANs exhibited high colloidal stability in polar
solvents, and the absorption spectra of wz CdSe NCs were identical
before and after Cd2+, Zn2+, and In3+ salt treatment (Supplementary
Fig. 5), indicating that the metal salts used in this work are different
from traditional ligands and have their own uniqueness.

Patterning ILANs by optical lithography and inkjet printing
One feature of ILANs is that the Lewis basic sites on the NC surface are
passivated by metal salts, while the Lewis acidic sites are exposed,
leading the ILANs to be cationic bare NCs. Utilizing the under-
coordinated metal atoms (Lewis acid sites) as bridges for the surface
functionalization of NCswith programmed functions, we turned ILANs
into patternable inks and used the DOLFIN technique to directly pat-
tern highly luminescent NCs19,20,50. To implement the DOLFIN process,
photoamine generators, named PAmGs, were added to the ILAN col-
loids to form colloidal stable photosensitive inks. The PAmGs were
synthesized by condensing coumaric acid and alkylamine under
ambient conditions. For example, PAmG-BTA (n-butylamine) was iso-
lated by mixing coumaric acid with n-butylamine and showed a broad
absorption band at UV region (Supplementary Fig. 13)51. Upon expo-
sure to deep UV, PAmG-BTA molecules decomposed and released n-
butylamine, which can be expressed in Supplementary Fig. 14.

The released primary amines subsequently bound to exposed
surface cations of NCs, thereby reducing the solubility of NCs in DMF
or NMF and forming uniform patterns with a resolution approaching
the limit of the photomasks (Fig. 6a).
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Fig. 4 | Schematic illustrationof surface treatmentprocesses. aNCs cappedwith
X-type organic ligands were treated with metal salts (Sample I) and subsequently
modified by L-type organic ligands (Sample II). b NCs capped with both X-type
organic ligands and TPPwere treatedwithmetal salts (Sample III) and subsequently
modified by L-type organic ligands (Sample V). c NCs with metal atoms occupying
the majority of surface area (NPLs) were treated with metal salts and subsequently
modified by L-type organic ligands (Sample V).

Table 2 | ICP–OES results of NCs treated following the steps
in Fig. 4

Sample Treatment [Cd] (µM) [In] (µM) [In]/[Cd]

I Core–shell NCs + In 52.8 14.1 0.267

II Core–shell NCs + In + L 50.6 13.4 0.264

III Core–shell NCs + TPP + In 65.4 17.3 0.265

IV Core–shell
NCs + TPP + In + L

50.8 13.6 0.268

V zb-CdSe NPLs + In + L 14.0 ND ND

Core–shell NCs were CdSe/CdZnSeS/ZnS NCs exposing both M and E sites. zb CdSe NPLs
approximately represent NCs exposing only M sites. L stands oleylamine as an L-type ligand.
ND not detected, or quantities are below the detection limit of the instrument.
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In addition to tuning the solubility of NCs, released primary
amines play two other important roles that make the approach unique
when compared to other variations of direct optical lithography
techniques: (i) amines electronically passivate the NC surface and
provide high PLQY and (ii) amine-capped NCs are more electro-
chemically stable than NCs capped with carboxylate ligands11. The
exposure dose for patterning theseRGBNCs can achieve ~100mJ cm−2,
which is at the same level as traditional photoresist-based lithography
(e.g., for reference, Shipley S1800 series photoresist requires com-
parable exposure doses of 80–150mJ cm−2). Figure 6b–d shows lumi-
nescent images patterned with all-inorganic NCs mixed with PAmG-
BTA. The AFM image of an individual pixel indicated a flat surface
(Fig. 6d, inset), where the RMS was ~1.4 nm. The line edge roughness
was determined from the SEM image, in which the edges of the pat-
terned regions were sharp and clean with roughness below 200nm
(Fig. 6e). To test the resolution, we patterned 3.6-nmCdSe NCs using a
line-space mask and easily achieved line widths of 2μm (Fig. 6f). The
thickness of the line-space features measured by the profilometer was
~15 nm, which was uniform in every feature. Thicker films can be
obtained by controlling the ink concentrations and spin-coating
parameters, which are listed in Supplementary Table 3. It should be
noted that without optimization, the patterned ILAN film still pre-
served PLQY of 58%, which retained ~85% of the initial PLQY of ILAN
film (Supplementary Table 2), suggesting that this method is compe-
titive among resist-free patterning methods. In addition to core–shell
ILANs, other ILANs, such as CdSeNCs, ZnSeNCs, PbSNCs, and InP/ZnS
NCs, can also be direct optical patterned by PAmG-assisted DOLFIN,
demonstrating the generality and versatility of this approach (Sup-
plementary Fig. 15). It is worth noting that the dosages required for
obtaining reliable patterns are slightly different, although the photo-
sensitive molecules used are the same (Supplementary Table 4). This
indicates that the sensitivity of the inks could be determined by the
binding affinity between the molecules released from the PAmGs and
the NC surface and should be optimized for each case.

In addition to photolithography, inkjet printing is also a general
technique for patterning NCs due to the advantages of low cost and
material adaptability52. The ILANs were secondarily modified with
mercaptopropionate or citrate, making NCs easily dissolve in water
without affecting their optical properties (Supplementary Fig. 16, the
surface treatment process is described in SI as Secondary Surface
Modification). To test the program-controlled patterning capability,
we first printed each color individually (Supplementary Fig. 17). Then,
as a proof of concept, we patterned a panda image with multicolor by

tuning the component ratios of RGBNC inks (Fig. 6g). The background
cyan color was obtained by mixing green- and blue-emitting NCs, and
the white color on the facial area of the panda was prepared bymixing
red-, green- and blue-emitting NCs in an appropriate proportion
(Supplementary Fig. 18). The colloidal stability of the postmodified
ILANswas not influenced aftermixingwith each other (Supplementary
Fig. 18a, inset). In addition, we studied the resolution by printing
characters with a width of ~1mm,which is nearly the resolution limit of
the ink-jet printer we used (Supplementary Fig. 19). Because of the
convenience and quickness of patterning bright fluorescent nanoma-
terials on paper-like substrates, ILAN-based inkjet printing showed
potential for anticounterfeiting and encryption applications53,54.

In summary, we designed metal salts composed of metal cations
and noncoordinating anions to convert organically capped NCs into
intensely luminescent cationic bare all-inorganic NCs. The resulting
ILANs showed a high PLQY and preserved excitonic dynamics, indi-
cating that the treatment generated no significant surface traps.
Studying the mechanism of the surface treatment, we demonstrated
that themetal salts both strip organic ligands from the NC surface and
simultaneously passivate Lewis basic sites at the NC surface. To
assemble the high-performancematerials into designed structures for
practical applications, ILANs were patterned through PAmG-assisted
DOLFIN and inkjet printing. Because of their high PL performance and
lack of organic ligands as insulating layers, we expect that ILANs could
become building blocks for optoelectronic devices and have a wide
range of applications.

Methods
Materials
The following chemicals were used as received: Cadmium oxide (CdO,
99.99%, Aladdin), zinc oxide (ZnO, 99.999%, Aladdin), Cd(OAc)2·H2O
(99.99%, Aldrich), Zn(OAc)2·2H2O (99.99%, Aldrich), Cd(NO3)2·4H2O
(99.99%, Aladdin), Zn(NO3)2·6H2O (99.99%, Aladdin), In(NO3)3·xH2O
(99.99%, Alfa Aesar), Pb(NO3)2 (99.99%, Aladdin), ZnCl2 (99.95%, Alfa
Aesar), selenium shots (99.999%, Aladdin), S pillows (99.999%, Alfa
Aesar), ammonium thiocyanate (99.99%, Aldrich), trioctylphosphine
(TOP, Strem, 97%), trioctylphosphine oxide (TOPO, 90%, Aladdin),
tributylphosphine (TBP, 95%, Aladdin), triphenylphosphine (TPP, 99%,
Aladdin), oleic acid (OA, 90%, Alfa Aesar), myristic acid (MA, 99%,
Aldrich), n-butylamine (99%, Sinopharm), oleylamine (95%, Strem),
n-octanethiol (98%, Aladdin), octadecene (ODE, 90%, Alfa Aesar),
mercaptopropionic acid (MPA, 98%, Aladdin), and CdSe/ZnS
core–shell NCs (5mgmL−1 in octane, Najing Tech).
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Synthesis of CdSe NCs
Cadmium oleate (Cd(OA)2) stock solution was prepared by mixing
CdO (643mg, 5mmol)with 10mLof oleic acid (OA). After degassing at
150 °C, the flask was heated to 250 °C under dry N2. The suspension
then became a colorless solution, indicating the formation of Cd(OA)2.
Then degas at 150 °C again to scavenge the generating water and store
it as a waxy solid. For the synthesis of wurtzite CdSe NCs, we mixed
Cd(OA)2 stock solution (2.25mL), TOPO (1.2 g), andODE (12mL),which
was degassed at 100 °C under vacuum. The temperature was then
increased to 300 °C under N2. At that point, a mixture containing 4mL
of TOPSe (1.0M) and 3mL of oleylamine was swiftly injected into the
flask. The reaction was kept for 7min and then cooled down to room
temperature. EtOH was added to precipitate the resulting NCs, which
were redissolved in toluene next. The washing process was repeated

three times and the purified NCs were finally dissolved in 5mL of
toluene.

Synthesis of CdSe/CdZnSeS/ZnS core–shell NCs
Zinc oleate (Zn(OA)2) stock solution was prepared by mixing 405mg
(5mmol) ZnO with 10mL of oleic acid (OA). After heating under
vacuum at 120 °C, the flask was refilled with N2 and the temperature
was raised to 240 °C. The suspension then became a light yellow
solution, indicating the formation of Zn(OA)2. The heater was
removed, and the flask was allowed to cool down to 100 °C. Then,
15mL of ODE and 25mL of oleylamine were added. The obtained
solution was degassed at 120 °C and stored in a glovebox. For the
formation of core–shell NCs, Zn(OA)2 (0.08M) and 1-octanethiol
(0.09M) were synchronously injected into the hot CdZnSeS core
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mentioned aboveby adual-channel syringe pumpat a rate of 2.5mLh−1

for one hour. The resulting CdZnSeS/ZnS NCs were washed with
toluene/EtOH and finally redissolved in toluene.

Synthesis of CdZnS/ZnS core–shell NCs
CdO (1mmol), Zn(OAc) 2·2H2O (5mmol), OA (3.5mL), and ODE
(7.5mL)weremixed in a three-neckflask. After degassing at 100 °C, the
mixture was heated to 300 °C under nitrogen gas. 1mmol of sulfur
powder was quickly dissolved in ODE (1.5mL) at ~100 °C and the
solution was swiftly injected into the flask as soon as the temperature
reached 300 °C. The reactionwas kept at 310 °C for 8min. Then, 1.5mL
of TBP containing 4mmol of sulfur was injected for shell growth. The
shell-growth step lasted for 40min. The resultingCdZnS/ZnSNCswere
washed with hexane/acetone and finally redissolved in hexane.

Synthesis of zb CdSe NPLs
To prepare cadmiummyristate [Cd(MA)2] as a precursor, 0.24 g NaOH
and 1.37 g MA were fully dissolved in 240ml methanol with 1 h of
vigorous stirring. Then, 0.617 g of Cd(NO3)2·2H2O was dissolved in
40ml of methanol and slowly added to the above solution. Subse-
quently, a white precipitate was obtained. The resulting precipitate
was rinsed three times with methanol under vacuum filtration. Finally,
it was transferred to a vacuum-drying oven at room temperature
overnight. The resultingwhite product is Cd(MA)2. For the synthesis of
NPLs, 240mg of Cd(OAc)2·2H2O, 150 µL of OA, and 15ml of ODE were
degassed in a three-necked flask for 1 h at 80 °C. Then we raised the
temperature to 180 °C and quickly injected 150 µL of TOP-Se (1M).
After washing three timeswith toluene, the products were dispersed in
toluene.

Synthesis of PAmG-BTA
A solution of EDC (1.05 g) in anhydrous DCM (40mL) was added to a
solution of trans-o-coumaric acid (0.90 g) in anhydrous THF (5mL). n-
Butylamine (0.49mL) was then added to the mixture with stirring at
room temperature. The mixture turned yellow immediately. After
stirring overnight, water was added to quench the reaction and the
organic layer was washed with 10% HCl, saturated NaHCO3, and water
for each, followed by dryingwith sodium sulfate. After evaporating the
solvent, chloroform was used for recrystallization to give PAmG-BTA
as a white crystal. 1H NMR (400MHz, d6-DMSO, δ ppm): 0.89 (3H, t),
1.32 (2H, m), 1.44 (2H, m), 3.17 (2H, m), 6.66 (1H, d), 6.82 (1H, t), 6.89
(1H, d), 7.17 (1H, t), 7.42 (1H, d), 7.63 (1H, d), 8.02 (1H, t).

Surface treatment procedures
The NC surface treatment was achieved through both one-phase and
two-phase systems. Because of the inter-solubility between DMF (or
NMF) and toluene, no phase segregation takes place when adding the
DMF solution to the toluene phase, leading to the one-phase system. If
the two solvents arenot inter-soluble, the surface treatment procedure
will be accomplished by a two-phase approach. In a one-phase system,
1mLofNC solution (2–10mgmL−1 in toluene)wasmixedwith 100 µLof
cation ligand solution (0.2–0.5M). The resulting mixture was vigor-
ously stirred or shaken until a precipitate of NCs was observed. After
centrifugation, the precipitate was redissolved into polar solvents
(DMF, NMF, DMSO, PC, etc.). The clear solution was precipitated one
more time by adding toluene. The dried powder was then easily
redispersed in pure polar solvents to form a stable solution with a high
concentration (10–60mgmL−1). In the two-phase system, 1mL of NC
hexane solution (2–10mgmL−1) was added to a cation ligand solution
(1mL, 0.02–0.05M in polar solvents) to form a two-phase mixture.
After vigorous stirring, the hexane layer turned fromdark to colorless,
while the polar solvent layer turned to color, indicating that the NCs
were completely transferred to the polar phase after ligand exchange.
The NCs were then purified by hexane and precipitated from polar
solvent by adding a nonsolvent such as acetonitrile or toluene. After

centrifugation, NCs were redispersed in various polar solvents to form
highly concentrated colloidal solutions (10–60mgmL−1).

Secondary surface modification
ILANs can be remodified by organic ligands through both a one-phase
system and a two-phase system. In the one-phase system, 1mL of
ligand solution (0.02–0.1M, toluene/hexane for OA or oleylamine, and
water for MPA) was added to NCs precipitated from polar solvent by
centrifugation. After vigorous stirring, remodifiedNCsweredispersed,
forming a colloidal solution. EtOH was used to wash NCs one more
time to remove free ligands. In the two-phase system, 1mL of ligand
solution (0.02–0.1M in hexane) was mixed with 1mL of NC colloidal
solution (2–10mgmL−1). After vigorous stirring, the NCs transferred
into the hexane phase, indicating that the NCs were completely
remodified by organic ligands. The resulting NC colloidal solution was
washed one more time with EtOH.

Characterizations
UV–Vis absorption spectroscopy was measured on an Agilent Cary
5000 spectrophotometer. The absolute PLQY was measured by using
an instrument combining an integrating sphere and a computer-
controlled spectrometer (Labsphere). Time-resolved PL wasmeasured
on a HORIBA FL-3 3D fluorescence spectrometer. Fourier transforms
infrared (FTIR) spectrawere acquired in the transmissionmode or ATR
mode using a Nicolet iS50 FTIR spectrometer. For NMR analysis, 5mg
of NC solids were dissolved in CDCl3 or d6-DMSO and the signals were
recordedon aBrukerAVANCE III-500 spectrometer. Zeta potentialwas
measured with a Malvern Nano-Z zeta-potential analyzer. A JEOL JEM-
2800 transmission electron microscope (TEM) was employed for TEM
investigations. To measure ECL spectroscopy, NCs were drop-coated
on a Pt electrode. Pt wire and Ag/AgCl were the counter electrode and
reference electrode, respectively. The electrolyte was 0.1mol L−1

phosphate-buffered saline (PBS, pH = 7.4) containing 50mmol L−1

K2S2O8. ECL spectra were measured at −2.0V (vs. Ag/AgCl). ICP-OES
was measured on a Shimadzu ICPE-9810 multitype ICP emission
spectrometer. Samples for ICP-OES measurement were prepared by
digesting samples in aqua regia.

DOLFIN process
The experiments were performed in a clean room under yellow light.
The 12mm× 12mm substrates (Si/SiO2, Si, quartz, glass) were treated
by piranha (conc. H2SO4 and 30% H2O2, 7:3 v/v) followed by ultrapure
water. Photoactive NC inks were passed through a 0.22μm PTFE filter
before use. In a general DOLFIN procedure, 20μL of ILANs (25mgmL−1

in DMF) mixed with PAmG-BTA was dropped onto the substrate and
spin-coated (spread: 500 rpm, 10 s; spin: 2000 rpm, 60 s). The DUV
light was provided by a low-pressure Hg lamp (254nm, 3.6mWcm−2).
The film was exposed through a mask held together in a Mask Aligner
systemor byusingbinder clips. After exposure, thefilmwas developed
in DMF or NMF to remove unexposed ILANs and unreacted PAmG-BTA
molecules. The exposure doses and related parameters for the pat-
terning of NCs are listed in Table S4.

Inkjet printing process
NCs modified by MPA or CA were dissolved in water mixed with 20%
ethylene glycol (v/v). Ethylene glycol was added to control the visc-
osity and volatility of NC inks, which should be necessary to avoid
possible nozzle clogging caused by solvent volatilization. The con-
centration can be 5–10mgmL−1. The ink-jet printing was taken on dark
parchment by using an HP DeskJet 2130 printer. To obtain brighter
patterns, the printing process can be repeated several times.

Reporting summary
Further information on research design is available in the Nature
Portfolio Reporting Summary linked to this article.
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Data availability
The data that support the findings of this study are available from the
corresponding author upon request.

References
1. Dolzhnikov, D. S. et al. Composition-matched molecular “solders”

for semiconductors. Science 347, 425–428 (2015).
2. Rogach, A. L. et al. Light-emitting diodes with semiconductor

nanocrystals. Angew. Chem. Int. Ed. 47, 6538–6549 (2008).
3. Dai, X. et al. Solution-processed, high-performance light-emitting

diodes based on quantum dots. Nature 515, 96–99 (2014).
4. Zhang, H., Kurley, J. M., Russell, J. C., Jang, J. & Talapin, D. V.

Solution-processed, ultrathin solar cells from CdCl3
–-capped CdTe

nanocrystals: the multiple roles of CdCl3
– ligands. J. Am. Chem.

Soc. 138, 7464–7467 (2016).
5. Wang, J. et al. Enabling visible-light-driven selective CO2 reduction

by doping quantum dots: trapping electrons and suppressing H2

evolution. Angew. Chem. Int. Ed. 57, 16447–16451 (2018).
6. Jiang, Y., Wang, C., Rogers, C. R., Kodaimati, M. S. & Weiss, E. A.

Regio- and diastereoselective intermolecular [2+2] cycloadditions
photocatalysed byquantumdots.Nat. Chem. 11, 1034–1040 (2019).

7. Han, W. et al. Designing champion nanostructures of tungsten
dichalcogenides for electrocatalytic hydrogen evolution. Adv.
Mater. 32, 2002584 (2020).

8. Bruchez, M., Moronne, M., Gin, P., Weiss, S. & Alivisatos, A. P.
Semiconductor nanocrystals as fluorescent biological labels.
Science 281, 2013–2016 (1998).

9. KaganCherie, R., Lifshitz, E., Sargent Edward, H. & Talapin Dmitri, V.
Building devices from colloidal quantum dots. Science 353,
aac5523 (2016).

10. Boles, M. A., Ling, D., Hyeon, T. & Talapin, D. V. The surface science
of nanocrystals. Nat. Mater. 15, 141–153 (2016).

11. Pu, C. et al. Electrochemically-stable ligands bridge the
photoluminescence–electroluminescence gap of quantum dots.
Nat. Commun. 11, 937 (2020).

12. Kovalenko,M. V., Scheele, M. & Talapin, D. V. Colloidal nanocrystals
with molecular metal chalcogenide surface ligands. Science 324,
1417–1420 (2009).

13. Nag, A. et al. Metal-free inorganic ligands for colloidal nanocrystals:
S2–, HS–, Se2–, HSe–, Te2–, HTe–, TeS3

2–, OH–, and NH2
– as surface

ligands. J. Am. Chem. Soc. 133, 10612–10620 (2011).
14. Zhang, H., Jang, J., Liu, W. & Talapin, D. V. Colloidal nanocrystals

with inorganic halide, pseudohalide, and halometallate ligands.
ACS Nano 8, 7359–7369 (2014).

15. Huang, J. et al. Surface functionalization of semiconductor and
oxide nanocrystals with small inorganic oxoanions (PO4

3–, MoO4
2–)

and polyoxometalate ligands. ACS Nano 8, 9388–9402 (2014).
16. Dong, A. et al. A generalized ligand-exchange strategy enabling

sequential surface functionalization of colloidal nanocrystals. J. Am.
Chem. Soc. 133, 998–1006 (2011).

17. Kovalenko,M. V., Bodnarchuk,M. I., Zaumseil, J., Lee, J.-S. & Talapin,
D. V. Expanding the chemical versatility of colloidal nanocrystals
capped with molecular metal chalcogenide ligands. J. Am. Chem.
Soc. 132, 10085–10092 (2010).

18. Rosen, E. L. et al. Exceptionally mild reactive stripping of native
ligands fromnanocrystal surfaces by usingMeerwein’s salt.Angew.
Chem. Int. Ed. 51, 684–689 (2012).

19. Wang, Y., Fedin, I., Zhang, H. & Talapin, D. V. Direct optical litho-
graphy of functional inorganic nanomaterials. Science 357,
385 (2017).

20. Wang, Y., Pan, J.-A., Wu, H. & Talapin, D. V. Direct wavelength-
selective optical and electron-beam lithography of functional
inorganic nanomaterials. ACS Nano 13, 13917–13931 (2019).

21. Cho,H. et al. Direct optical patterningofquantumdot light-emitting
diodes via in situ ligand exchange.Adv.Mater.32, 2003805 (2020).

22. Yang, J. et al. High-resolution patterning of colloidal quantum dots
via non-destructive, light-driven ligand crosslinking. Nat. Commun.
11, 2874 (2020).

23. Hahm, D. et al. Direct patterning of colloidal quantum dots with
adaptable dual-ligand surface. Nat. Nanotechnol. 17,
952–958 (2022).

24. Bae, W. K., Char, K., Hur, H. & Lee, S. Single-step synthesis of
quantum dots with chemical composition gradients. Chem. Mater.
20, 531–539 (2008).

25. Bae, W. K., Nam, M. K., Char, K. & Lee, S. Gram-scale one-pot
synthesis of highly luminescent blue emitting Cd1−xZnxS/ZnS
nanocrystals. Chem. Mater. 20, 5307–5313 (2008).

26. Li, X. et al. Bright colloidal quantum dot light-emitting diodes
enabled by efficient chlorination. Nat. Photon. 12, 159–164 (2018).

27. Liu, P. et al. Green InP/ZnSeS/ZnS coremulti-shelled quantum dots
synthesized with aminophosphine for effective display applica-
tions. Adv. Funct. Mater. 31, 2008453 (2021).

28. Krossing, I. & Raabe, I. Noncoordinating anions—fact or fiction? A
survey of likely candidates. Angew. Chem. Int. Ed. 43,
2066–2090 (2004).

29. Fritzinger, B., Capek, R. K., Lambert, K., Martins, J. C. & Hens, Z.
Utilizing self-exchange to address the binding of carboxylic acid
ligands to CdSe quantum dots. J. Am. Chem. Soc. 132,
10195–10201 (2010).

30. Doris, S. E. et al. Mechanistic insight into the formation of cationic
naked nanocrystals generated under equilibrium control. J. Am.
Chem. Soc. 136, 15702–15710 (2014).

31. Murphy, I. A. et al. Covalent functionalization of nickel phosphide
nanocrystals with aryl-diazonium salts. Chem. Mater. 33,
9652–9665 (2021).

32. Lee, J.-S., Kovalenko, M. V., Huang, J., Chung, D. S. & Talapin, D. V.
Band-like transport, high electron mobility and high photo-
conductivity in all-inorganic nanocrystal arrays. Nat. Nanotechnol.
6, 348–352 (2011).

33. Zhong, X., Han, M., Dong, Z., White, T. J. & Knoll, W. Composition-
tunable ZnxCd1-xSe nanocrystals with high luminescence and
stability. J. Am. Chem. Soc. 125, 8589–8594 (2003).

34. Anderson, N. C., Hendricks, M. P., Choi, J. J. & Owen, J. S. Ligand
exchange and the stoichiometry of metal chalcogenide nanocrys-
tals: spectroscopic observation of facile metal-carboxylate dis-
placement and binding. J. Am. Chem. Soc. 135,
18536–18548 (2013).

35. Boaz, H. & Rollefson, G. K. The quenching of fluorescence. Devia-
tions from the Stern–Volmer Law. J. Am. Chem. Soc. 72,
3435–3443 (1950).

36. Poznyak, S. K., Talapin, D. V., Shevchenko, E. V. & Weller, H.
Quantum dot chemiluminescence. Nano Lett. 4, 693–698 (2004).

37. Ding, Z. et al. Electrochemistry and electrogenerated chemilumi-
nescence from silicon nanocrystal quantum dots. Science 296,
1293–1297 (2002).

38. Feng, J. & Xu, H. ECL emission of non-stoichiometric quaternary
Zn–Cu–In–S QDs. Micro Nano Lett. 13, 347–350 (2018).

39. Myung, N., Bae, Y. & Bard, A. J. Effect of surface passivation on the
electrogenerated chemiluminescence of CdSe/ZnSe nanocrystals.
Nano Lett. 3, 1053–1055 (2003).

40. Li, J., Guo, S. & Wang, E. Recent advances in new luminescent
nanomaterials for electrochemiluminescence sensors. RSC Adv. 2,
3579–3586 (2012).

41. Lee, S. K. et al. Electrochemistry, spectroscopy and electro-
generated chemiluminescence of perylene, terrylene, and qua-
terrylene diimides in aprotic solution. J. Am. Chem. Soc. 121,
3513–3520 (1999).

42. Nepomnyashchii, A. B., Bröring, M., Ahrens, J., Krüger, R. & Bard, A.
J. Electrochemistry and electrogenerated chemiluminescence of
n-pentyl and phenyl BODIPY species: formation of aggregates from

Article https://doi.org/10.1038/s41467-022-35702-7

Nature Communications |           (2023) 14:49 10



the radical ion annihilation reaction. J. Phys. Chem. C 114,
14453–14460 (2010).

43. Qi, H., Teesdale, J. J., Pupillo, R. C., Rosenthal, J. & Bard, A. J.
Synthesis, electrochemistry, and electrogenerated chemilumines-
cence of two BODIPY-appended bipyridine homologues. J. Am.
Chem. Soc. 135, 13558–13566 (2013).

44. Houtepen, A. J., Hens, Z., Owen, J. S. & Infante, I. On the origin of
surface traps in colloidal II–VI semiconductor nanocrystals. Chem.
Mater. 29, 752–761 (2017).

45. Dümbgen, K. C., Zito, J., Infante, I. & Hens, Z. Shape, electronic
structure, and trap states in indium phosphide quantum dots.
Chem. Mater. 33, 6885–6896 (2021).

46. Kirkwood, N. et al. Finding and fixing traps in II–VI and III–V colloidal
quantum dots: the importance of Z-type ligand passivation. J. Am.
Chem. Soc. 140, 15712–15723 (2018).

47. Wang, F. et al. Two-dimensional semiconductor nanocrystals:
properties, templated formation, and magic-size nanocluster
intermediates. Acc. Chem. Res. 48, 13–21 (2015).

48. Fedin, I. & Talapin, D. V.ColloidalCdSequantum rings. J. Am.Chem.
Soc. 138, 9771–9774 (2016).

49. Dolai, S. et al. Isolation of bright blue light-emitting CdSe nano-
crystals with 6.5 kDa core in gram scale: high photoluminescence
efficiency controlled by surface ligand chemistry.Chem.Mater. 26,
1278–1285 (2014).

50. Pan, J.-A. et al. Direct optical lithography of colloidal metal oxide
nanomaterials for diffractive optical elements with 2π phase con-
trol. J. Am. Chem. Soc. 143, 2372–2383 (2021).

51. Arimitsu, K. et al. Photobase generators derived from trans-o-
coumaric acid for anionic UV curing systems without gas genera-
tion. J. Polym. Sci. Part A: Polym. Chem. 53, 1174–1177 (2015).

52. Liu, Y. et al. Inkjet-printed unclonable quantumdotfluorescent anti-
counterfeiting labels with artificial intelligence authentication. Nat.
Commun. 10, 2409 (2019).

53. Ahn, J. et al. Ink-lithography for property engineering and pattern-
ing of nanocrystal thin films. ACS Nano 15, 15667–15675 (2021).

54. Yakunin, S. et al. Radiative lifetime-encoded unicolour security tags
using perovskite nanocrystals. Nat. Commun. 12, 981 (2021).

Acknowledgements
The authors thank Prof. Hao Zhang for the discussion and reading of the
manuscript. Y.W. thanks Dr. Jie Pang for the suggestion on AFM mea-
surement and Dr. Panke Zhang for the suggestion on photolithography
experiments. This work was supported by the National Natural Science
Foundation of China (Nos. 22171132, 22074062, and 22075129), the
Innovation Fund from Nanjing University (020514913419), the Program
for Innovative Talents and Entrepreneurs in Jiangsu (020513006012 and
020513006014) and the Zijin Scholars Foundation (0205181022). We
also acknowledge support by U.S. National Science Foundation under

award number CHE-1905290 and by the CHiMaD Center supported by
the U.S. Department of Commerce, National Institute of Standards and
Technology under financial assistance award number 70NANB14H012.

Author contributions
Y.W. and D.V.T. conceived the concept of this work., Y.W., D.V.T., and
P.X. designed the experiments, analyzed the data, and co-wrote the
paper. Z.Z. performed the lithography experimental work. X.C., J.G., and
Y.D. performed the optical measurements. J.Z., K.Y., and Z.D. provided
suggestions on the experiments and manuscript. Y.W. and D.V.T.
supervised the project. All authors discussed the results and com-
mented on the manuscript.

Competing interests
The authors declare no competing interests.

Additional information
Supplementary information The online version contains
supplementary material available at
https://doi.org/10.1038/s41467-022-35702-7.

Correspondence and requests for materials should be addressed to
Dmitri V. Talapin or Yuanyuan Wang.

Peer review information Nature Communications thanks the anon-
ymous, reviewer(s) for their contribution to the peer review of this work.

Reprints and permissions information is available at
http://www.nature.com/reprints

Publisher’s note Springer Nature remains neutral with regard to jur-
isdictional claims in published maps and institutional affiliations.

Open Access This article is licensed under a Creative Commons
Attribution 4.0 International License, which permits use, sharing,
adaptation, distribution and reproduction in any medium or format, as
long as you give appropriate credit to the original author(s) and the
source, provide a link to the Creative Commons license, and indicate if
changes were made. The images or other third party material in this
article are included in the article’s Creative Commons license, unless
indicated otherwise in a credit line to the material. If material is not
included in the article’s Creative Commons license and your intended
use is not permitted by statutory regulation or exceeds the permitted
use, you will need to obtain permission directly from the copyright
holder. To view a copy of this license, visit http://creativecommons.org/
licenses/by/4.0/.

© The Author(s) 2023

Article https://doi.org/10.1038/s41467-022-35702-7

Nature Communications |           (2023) 14:49 11

https://doi.org/10.1038/s41467-022-35702-7
http://www.nature.com/reprints
http://creativecommons.org/licenses/by/4.0/
http://creativecommons.org/licenses/by/4.0/

	Surface passivation of intensely luminescent all-inorganic nanocrystals and their direct optical patterning
	Results and discussion
	Formation of intensely luminescent all-inorganic NCs
	Optical properties of ILANs and related surface chemistry
	Relationship between the ligand binding mechanism and PL
	Patterning ILANs by optical lithography and inkjet printing

	Methods
	Materials
	Synthesis of CdSe NCs
	Synthesis of CdSe/CdZnSeS/ZnS core–shell NCs
	Synthesis of CdZnS/ZnS core–shell NCs
	Synthesis of zb CdSe NPLs
	Synthesis of PAmG-BTA
	Surface treatment procedures
	Secondary surface modification
	Characterizations
	DOLFIN process
	Inkjet printing process
	Reporting summary

	Data availability
	References
	Acknowledgements
	Author contributions
	Competing interests
	Additional information




