
ARTICLE OPEN

Predicting surface deformation during mechanical attrition
of metallic alloys
Shan Cecilia Cao1, Xiaochun Zhang2, Jian Lu 3, Yongli Wang3,4, San-Qiang Shi4 and Robert O. Ritchie 1,5

Extensive efforts have been devoted in both the engineering and scientific domains to seek new designs and processing
techniques capable of making stronger and tougher materials. One such method for enhancing such damage-tolerance in metallic
alloys is a surface nano-crystallization technology that involves the use of hundreds of small hard balls which are vibrated using
high-power ultrasound so that they impact onto the surface of a material at high speed (termed Surface Mechanical Attrition
Treatment or SMAT). However, few studies have been devoted to the precise underlying mechanical mechanisms associated with
this technology and the effect of processing parameters. As SMAT is dynamic plastic deformation process, here we use random
impact deformation as a means to investigate the relationship between impact deformation and the parameters involved in the
processing, specifically ball size, impact velocity, ball density and kinetic energy. Using analytical and numerical solutions, we
examine the size of the indents and the depths of the associated plastic zones induced by random impacts, with results verified by
experiment in austenitic stainless steels. In addition, global random impact and local impact frequency models are developed to
analyze the statistical characteristics of random impact coverage, together with a description of the effect of random multiple
impacts, which are more reflective of SMAT. We believe that these models will serve as a necessary foundation for further, and more
energy-efficient, development of such surface nano-crystalline processing technologies for the strengthening of metallic materials.
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INTRODUCTION
Deformation processes based on the impact of particles have
been utilized extensively to harden surfaces, by imparting residual
compressive stresses and/or by creating a work-hardened layer for
the purpose of improving surface properties, such as resistance to
fatigue or wear.1,2 More recently, these techniques have also been
used to make stronger engineering metal alloys,3–5 through the
use of techniques such as air blast and ultrasonic shot peening,6

surface mechanical attrition treatment,7 particle impact proces-
sing,8 and surface nano-crystallization and hardening,9 specifically
to develop surface hardness and structural gradients. Here we
focus on the technique of surface mechanical attrition treatment
(or SMAT) which has been widely used in the generation of
nanostructures and subsurface gradients to improve the damage-
tolerance of structural materials.10–13 The technique was first
introduced by Lu and Lu,14 who exploited an ultrasonic set-up to
vibrate spherical balls actuated by high-power ultrasound.15

During this process, hard spherical balls are randomly impacted
on surface of target materials, specifically to establish nano-sized
crystalline layers on a variety of metallic materials,16–20 including
steels, nickel-based alloys and Mg-based alloys.21 However, as
numerous indents are generated on the sample surface layer by
such impacts, the successful use of SMAT requires a number of
parameters to be effectively controlled, including ball size, ball
density, impact velocity and impact kinetic energy.
One good example of the role of SMAT in enhancing the

properties of metallic alloys is illustrated in Fig. 1 for an AISI 316 L

austenitic stainless steel, where we show how the process can
induce superior mechanical properties through surface modifica-
tion.3,4 Specifically, we compare the microstructure and the
mechanical behavior of a SMAT-treated AISI 316 L stainless steel
with that of an as-annealed AISI 316 L stainless steel. Following
SMAT treatments, the hardness distribution along the cross-
section of the SMAT-treated steel is a factor of ~3–4 times higher
than that of the as-annealed steel (Fig. 1a), which is consistent
with the uniaxial tensile test results (for both engineering and true
stress/strains) which show corresponding factors of 4- and 3-fold
increases in the yield and tensile strengths, respectively (Fig. 1b).
Cross-section scanning electron microscopy (SEM) and electron
backscatter diffraction (EBSD) images and related schematic
illustrations show that this results from a gradient microstructure
in grain size in the SMAT-treated steel from surface to core (from
~80 nm to ~20 μm), with dual-phase crystal phases comprising
alternating nano-band austenite and nano-lamellar martensite
within each grain3,4 (Fig. 1c, e, g), as compared to a nominally
equiaxed single-phase austenitic grain structure in the annealed
steel (Fig. 1d, f, h). A comparison in Fig. 1i, j with other high-
strength steels, namely dual-phase steels and TRIP-steels,22,23 of
the tensile and yield strength properties of the SMAT-treated
stainless steel as a function of their tensile ductility, clearly reveals
that SMAT treatments have the capacity to radically enhance the
damage-tolerant properties of medium- to high-strength steels in
terms of much improved combinations of strength and ductility.
The purpose of the current work is to provide a relaible

mechanistic and modeling basis for the successful adoption of
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surface nano-crystallization for the purpose of inducing these
exceptional mechanical properties. Specifically, we use analytical
modeling and numerical analysis of the indent size induced by
random impacts, as a function of the parameters such as the ball
size, ball density, impact velocity and kinetic energy, and of the
resulting depths of the impact plastic zones; theoretical results are

then validated by experiment. Based on this, a global random
impact model and a local impact frequency model are developed
to analyze the statistical characteristics of the impact coverage on
the material under treatment. We further provide an analogous
model to describe the phenomenon of full coverage by random
multiple impacts, which is most representative of SMAT. Given
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that the salient mechanisms responsible for the nano-structuring
are associated with surface nano-recrystallization induced by the
plastic deformation and residual stresses associated with the
impact events, we believe that our numerical and experimental
observations, coupled with systematically developed modeling,
can afford the necessary foundation for further development and
optimization of superior surface mechanical attrition procedures.
The SMAT treatment process is a dynamic plastic deformation

process, where plates of the material to be treated are placed on
the top side of a chamber containing hundreds of 3-mm diameter
hard balls, which are vibrated using high-power ultrasound so that
they impact onto the plate surfaces at high speed. Plastic
deformation in the surface layers, coupled with the large strains
and high strain rates, result in a progressive reduction of the
surface microstructure into nanograins. Indentation size is
important here to achieving 100% coverage; moreover, the depth
of plastic zone beneath the intents is also critical as it determines
the thickness of the work-hardened surface layer as well as depth
below the surface where beneficial residual compressive stresses
are created. To fully understand and optimize the SMAT process,
in current study quantitative relationships between SMAT para-
meters, indent size and plastic-zone size are determined and
validated by experiment.
Previous studies24 on WC/Co ball impacts on Ni-base C-2000

Hastelloy plate revealed that the plastic-zone depth increases with
the kinetic energy of balls and, for a given kinetic energy, the ball
size. Associated analytical models25,26 to predict the surface
deformation in a component induced by high-energy impacts
have been mainly based on Hertzian theory for the elastic contact
between a sphere and a semi-infinite solid,27 where depth of the
plastic zone (ry) induced by high-energy ball impacts has the
following dependencies on the density ρB, normal impact velocity
vn and diameter dB of the impacting ball:24

ry / ρ
1=5
B ; ry / v3=20n ; ry / d2=3B : (1)

These analytical approaches though neglect factors such as work
hardening, strain-rate sensitivity, friction and thermal effects. The
work of Dai31,32 offers an analytical model to predict the surface
roughness (indent depth) of aluminum 5052 plates treated with a
surface nano-crystallization and hardening process, but this
specific approach32 only takes into consideration the strain-
hardening effect during the impact process and merely provides
the means to calculate the peak-to-valley size of the impact-
damaged zones. Moreover, Dai’s analyses are only strictly
applicable to deformation induced by normal impacts, i.e.,
perpendicular to the surface of the target solid. During SMAT,
the impact processes are random with a high strain rate under
impact deformation. Accordingly, to accurately predict the
response of a sample submitted to such surface treatments, the
effects of high strain rates on the flow stress must be included in
the constitutive models. To address this, we apply here the
Johnson-Cook (J-C) plasticity hardening model28 to estimate the
plastic zones induced by high strain-rate random impacts
involving elastic-plastic dynamic deformation. This model repre-
sents an empirical constitutive equation that was developed from

the experimental study of the fracture characteristics of metals
subjected to various strains, strain rates, temperatures and
pressures.28 The equivalent flow stress, σf, in J–C model is given
by:

σf ¼ σy þ B εð Þn� �
1þ C In

_ε

_ε0

 !" #
1� T � Tr

Tm � Tr

� �m� �
; (2)

where σy is the initial yield strength of the material at reference
temperature (Tr), ε is the equivalent strain, and B, n, C and m are
material constants. Specifically, the constant B and strain-
hardening exponent n represent the constitutive law at low
homologous temperatures, C and m are the corresponding rate-
dependent constants which respectively represent the coefficient
of strain-rate hardening and the thermal-softening exponent, T
and Tm are respectively the current and material’s melting
temperature, and _ε is the equivalent plastic strain rate which is
normalized in Eq. (2) by a reference strain rate _ε0 set to unity.
In addition, we used finite element analysis (FEA), which can

provide a powerful method for simulating single and multiple ball
impacts onto a target, as the dynamic, high-velocity impact of a
ball and the resulting elastic-plastic behavior of the target can be
both readily analyzed. Figure 2a, b illustrates the FEA model for
the three-dimensional (3-D) dynamic analysis that was performed
in this study using the commercial code Abaqus/Explicit mode.
Eight-node linear brick elements with reduced integration (C3D8R)
were used with the mesh modeled to be very fine close to the
impact zone, to achieve good resolution of the plastic strain
distribution beneath the surface, and to be coarser away from the
impact zone. The ball was also fine meshed to ensure that it
possessed a smooth spherial surface condition on impact during
the SMAT process. Specifically, we used 194, 840 elements in the
single impact model. The size of elements in the impact zone was
chosen to be 1/24th of dimple size; this is considerably smaller
than previous mesh convergence studies33–35, which utilized
elements that were 1/15th and 1/10th of the dimple size. The
implication of this is that we have taken a smaller mesh size
parameter than all previous methods to ensure convergence of
our calculations. The target material plate was restrained against
all displacements and rotations on the top end.
In this work, a widely-used AISI 316 L austenitic stainless steel

was chosen as the target material; its nominal chemical
composition and material properties (for the J-C model) are given,
respectively, in Tables 1 and 2.29 Our experimental studies3,4,30

showed that both the hardness and yield/tensile strengths can be
significantly improved in SMAT-treated materials (Fig. 1). Our
numerical study is consistent with the experimental results; details
are presented below.

RESULTS
Numerical analysis
To explore the salient micro-mechanisms which underpin these
nano-structuring procedures, we designed the numerical simula-
tion system depicted in Fig. 2. Schematic illustrations of the
indentation process are shown in Fig. 2c, together with simulated

Fig. 1 Mechanical performance and microstructure comparation of SMAT-treated and as-annealed AISI 316 L stainless steel: a Hardness
distribution along the cross-section of an as-annealed AISI 316 L stainless steel, as compared to SMAT-treated AISI 316 L stainless steel. b
Uniaxial tensile tests show engineering stress–strain curves of the SMAT-treated AISI 316 L stainless steel, as compared with that of as-
annealed AISI 316 L stainless steel; inset graphs show the corresponding true stress-strain curves. Cross-sectional SEM images of c SMAT-
treated AISI 316 L stainless steel and d as-annealed AISI 316 L stainless steel, and corresponding cross-sectional EBSD images, respectively, in e,
f AISI 316 L stainless steel, schematic drawing for both steels in g, h. The striped regions inside each grain shown in the SEM images represents
the nano-dual-phase morphology4 found in the treated steels. (Scale bars for c through h represent 100 µm). i, j Representative tensile
properties of steels. Red triangle data points represent the tensile properties of SMAT-treated steels.22 A comparison of the respective i yield
and j ultimate tensile strengths of dual-phase steels, TRIP-steels, martensite-phase steels and SMAT-treated steels, indicates that the SMAT-
treated steels have a far improved combination of strength and ductility in comparison to other steels
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Fig. 2 Numerical simulation of indent size: FEA model for 3-D dynamic analysis to investigate the ball impact process shown in a as a full
model view and in b. as a half model view. c Schematic illustration of one vertical impact process and d simulated contours of the indent
generated by one 3-mm rigid ball with a velocity of 8m/s. e, f 3-D contour plots of indentation surface generated by impact with oblique
angle shown as e lateral view and f bottom view; false colors indicate displacements in micrometers. The indent shape is elliptical if impact
angle θ is less than 90°. The contours of indent and the indent diameters along two crossover directions Dxy and Dzy are measured for the
impact cases g at θ= 15°, and h at θ= 30°
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contours of the indent created by one impact of a rigid ball (Fig.
2d); dB is the ball diameter, v and v′ are, respectively, the
impingement and rebound velocities, D is the indent diameter
and h is the indent depth. For a 3-mm ball impacting on an AISI
316 L stainless steel surface at a speed of 8 m/s, the depth of the
indent increases with change in time from t= 0 to ~ 5 μs,
whereupon the depth subsequently is reduced due to spring-
back (Fig. 2d). In addition, a small pile-up is generated near the
edge of indent. The impact angle θ, defined as the angle between
the impact direction and the horizontal plane in 3-D space, has an
important effect on the indent size. Indeed, the indent shape will
be elliptical if θ is less than 90° (Fig. 2e, f). The indent diameters
along two crossover directions, Dxy and Dzy, are measured for the
impacts at θ= 15° and θ= 30°, respectively (Fig. 2g, h). As the
ellipticities, Dxy/Dzy, are not large, for simplification the indent
shape can be regarded as being circular in our study. Note that
the model developed here is a macroscopic model without
emphasis on nano-/micro-scale phenomena such as dislocation
activity. However, we consider the subsequent recovery following
impact, as shown in Fig. 2d; after the ball bounces back off the
surface, a permanent indent is generated, the final indent depth of
which is determined by the plastic deformation during contact
and elastic recovery from spring-back to an equilibrium position
where all internal stresses are relatively in balance.

Numerical solutions for indent size under normal impact
The indent size generated by normal impacts is significantly
influenced by the ball diameter, impact velocity and ball density
based on simulation results of numerous impact cases (Fig. 3a–d).
The following numerical relations are found: (a) the indent
diameter D has a linear relationship with ball diameter dB, and a
power-law relationship with both the normal impact velocity νn
and ball density ρB, as described in Eq. (3); (b) the indent depth h,
which describes the roughness of the component surface, has a
linear relationship with the ball diameter dB and normal impact

velocity νn and square-root law with the ball density ρB, as
described in Eq. (4):

D / dB;D / v1=2n ;D / ρ
1=4
B ; (3)

h / dB; h / vn; h / ρ
1=2
B : (4)

The indent depth dependencies in Eq. (4) are consistent with the
peak-to-valley value predicted for aluminum treated with a surface
nano-crystalline and hardening process from the analytical model
proposed by Dai et al.31 Additionally, the indent size can be found
to have a relationship with the impact kinetic energy Ek of the
impact ball:

D / E1=4k

h / E1=2k

(
; for constant dB; (5)

where:

Ek ¼ π

12
ρBd

3
Bv

2
n: (6)

The value of the indent diameter and the indent depth can be
further numerically expressed as:

D ¼ k1 � ðdBÞ � ðvnÞ1=2 � ðρBÞ1=4; (7)

h ¼ k2 � ðdBÞ � ðvnÞ � ðρBÞ1=2; (8)

or

D ¼ k3 � ðdB � EkÞ1=4; (9)

h ¼ k4 � ðEk=dBÞ1=2; (10)

where dB, vn, ρB and Ek are the ball diameter, normal impact
velocity, ball density and impact kinetic energy, respectively, with
units listed in Table 3. k1, k2, k3 and k4 are material constants.
Based on our study, we find that k1, k2, k3 and k4 remain almost
constant; their average values for AISI 316 L stainless steel,
obtained from the simulation results, were k1= k1average= 40,
k2= k2average= 0.35, k3= 56, and k4= 0.68. Figure 3a–d illustrates
the simulated points and fitting curves that are fit well by
Eqs. (7, 8).
The newly developed model can also be applied to other

structural materials, such as AISI 304 L stainless steels, where the
indent size generated by single normal impact again satisfies the
proposed function in Eqs. (7, 8), with the constants found to be k1
= 36.8, k2= 0.29, k3= 51.5, and k4= 0.57. The model was further
verified by the equivalence of the numerical solutions with
experiments for the indent depth, specifically the peak-to-valley
values, for surface nano-crystallized and hardened 5052 aluminum
plates31 where a value of k2 ≈ 0.71 was found.32

Numerical solutions for indent size under random impact
The normal impact model described above can be readily
extended to impacts at oblique angles, where the oblique impact
angle θ is defined between the impact direction and the
horizontal plane in 3-D space, as shown in Fig. 3e. First, the
material parameters k1 and k2 in Eqs. (7, 8) must be verified for
impacts at oblique angles. Here, the value of the indent diameter
and the indent depth can be expressed as:

D ¼ k1 � ðdBÞ � ðv � sinθÞ1=2 � ðρBÞ1=4; (11)

h ¼ k2 � ðdBÞ � ðv � sinθÞ � ðρBÞ1=2: (12)

With the same ball size, dB= 3mm, same ball density, ρB= 8.0 g/
cm3 (equivalent to 8,000 kg/m3), and same magnitude of impact
velocity v= 10m/s, the profiles of indentations induced by
impacts at different oblique angles are shown in Fig. 3f, where h
and h′ are two values of the indent depth due to the non-

Table 1. Chemical composition of AISI 316 L

Element Wt.%

Iron 62-72

Chromium 16-18

Nickel 10-14

Molybdenum 2-3

Manganese 2.0

Sulfur 0.03

Carbon 0.03

Silicon 1.0

Phosphorous 0.045

Table 2. Values of parameters used in the J-C model (Eq. (2)) for AISI
316 L stainless steel

Material property Value used for AISI 316 L

Density (kg/m3) 8,000

Young’s modulus, E (GPa) 193

Poisson’s ratio, ν 0.3

Initial yield strength, σy (MPa) 305

B (MPa) 1161

n 0.61

C 0.01

m 0.52
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Fig. 3 Analysis of the effects of ball parameters on the indent size: a–d illustrates the simulated points and fitting curves for the indent
diameter and indent depth, generated by a single normal impact, as a function of the ball parameters, respectively; a, b show the indent
diameter and indent depth, as a function of the ball impact velocity vn, respectively; c shows the relationship between the indent size
(diameter and depth) and impact ball diameter dB; d shows the relationship between the indent size (diameter and depth) and impact ball
density ρB; e is a 3-D illustration of the impact model with an oblique impact angle θ. The angle θ is defined as the angle between the impact
direction and the horizontal plane in 3-D space. f Profiles of indentations induced by impacts with different oblique angles, where h and h’ are
two values of indent depth due to the non-symmetry of indent shape induced by oblique impact. g, h Calculation of the constants k1, k2 and
k2’ using proposed numerical solutions (Eqs. (11, 12)); these constants are found to be effectively constant with impact angle θ
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symmetrical shape of indents resulting from oblique impacts. As
seen in Fig. 3g, h, the values of the corresponding constants k1, k2
and k2′ for impacts at different oblique angles are almost the same
with those values for the normal impact case. Different indent
sizes with different oblique impact angles can now be predicted
both for SMAT and, by comparison, for shot peening. As the
impact angle in shot peening tends to be uniform, Eq. (3) can be
used directly; for SMAT, conversely, the impact angle θ is random,
θ ∈ [0°, 90°], such the average indent size DSMAT and hSMAT can be
evaluated as:

DSMAT � γD � k1 � ðdBÞ � ðvÞ1=2 � ðρBÞ1=4; (13)

hSMAT � γh � k2 � ðdBÞ � ðvÞ � ðρBÞ1=2; (14)

where γD ¼
R 90

0
ðsinθÞ1=2dθ
90 � 0:76, and γh ¼

R 90

0
ðsinθÞdθ
90 � 0:64. Eq. (14)

can then be used to give a quantitative prediction of surface
roughness of a material following SMAT treatments.

Experimental measurements
The ball size and density, used in Eqs. (7, 8), are easily measured
and controlled, whereas the impact velocity cannot be controlled
directly in SMAT experiments because the motion of balls is
propelled by the vibration of the ultrasonic horn surface in
random fashion (Fig. 4a). To validate these solutions (Eqs. (7, 8)),
the following experiment was designed to determine whether
such numerical simulations using finite element methods are
capable of predicting accurate indent sizes.
The velocities of the flying balls were measured by taking

consecutive frame photographs with a high-speed camera
(Phantom VR706) at the rate of 5,000 frames per second. The
delay time of each frame was 0.2 ms so that the impact velocity
could be calculated by counting the number of frames a ball
travels from the bottom of the chamber to the sample surface for
a fixed distance of 25 mm. Impingements were recorded by the
high-speed camera. As an example, 16 frames were captured
during the flight of a 3-mm steel ball onto the sample surface; four
typical images are shown in Fig. 4b. The resulting vertical velocity
distribution of the selected balls for multiple impacts, shown in
Fig. 4c, gives an average velocity of 7.0 m/s.
The measured diameters of the indents on the surface of the

SMAT-treated AISI 316 L stainless steel are shown in Fig. 4d.
Choosing the larger circular dimples because they were more
likely induced by normal impacts, the average diameter from
measurements on 100 indents was 515 μm, consistent with an
average indent diameter of 525 μm predicted by the FEM
simulation and 531 μm from the analytical model of Eq. (7). There
is approximately a 3% difference between the experimental value
and that calculated by the proposed numerical solutions.

Plastic zone under oblique impacts
Considering the oblique impact model with the same ball size dB
= 3mm, ball density ρB= 8,000 kg/m3, and initial normal velocity
vn= 10m/s, the contours of the displacement along the thickness
(y-direction) for different oblique angles are shown in Fig. 5b–f.
The area under each impact is extruded to form peaks (designated
in blue) and valleys (in red). The percentage of the pile-up area at
the rim of the indent increases with increasing oblique angle; by
contract, normal impacts lead to a symmetrical shape of indent.

Figure 5g shows the distribution of equivalent plastic (Mises)
strain, ε, along the depth of the indent for different oblique impact
angles, where ε ¼ 1

3
ffiffi
2

p ððεxx � εyyÞ2 þ ðεyy � εzzÞ2 þ ðεzz � εxxÞ2
þ 6ðε2xy þ ε2yz þ ε2zxÞÞ1=2. These numerical results in Fig. 5 show
that the location of the maximum equivalent plastic strain is not at
the actual surface of the impact, but slightly below it. They also
clearly reveal that impacts generated with the same normal
impact velocity, vn, will induce the same degree of plastic
deformation beneath the impact point. The plastic strains are
non-symmetric for impacts at an oblique angle. The equivalent
plastic strain, shown in Fig. 5, represents the equivalent plastic
strain distribution along the depth beneath the impact point.
Specifically, the depth of the material influenced by plastic
deformation under such impacts, ry, can be computed to be
approximately equal to the indent diameter D, if the onset of
plastic deformation is defined to occur when the equivalent
plastic strain reaches a certain critical value of ε= 0.2%.
Accordingly:

ry � k1 � ðdBÞ � ðv � sinθÞ1=2 � ðρBÞ1=4: (15)

For impacts at random oblique angle θ, as in SMAT, the average
depth of plastic zone can be calculated as r SMAT

y � γl � k1 � ðdBÞ �
ðvÞ1=2 � ðρBÞ1=4 with γl ≈ 0.76. This result has significant importance
in estimating the plastic zone influenced by impact deformation.

Analytical evaluation of SMAT coverage
In order to control the process of the surface modification
treatment accurately so that sufficient indent coverage can be
attained, it is important to know the relationship between impact
ball parameters and the indent coverage on a sample surface. This
section focuses on how to develop such relationships using the
three-dimensional impact model depicted in Fig. 3e. To do this,
the velocity components are first redefined in Eq. (16) as:

vx ¼ v � cosθ � cosϕ
vy ¼ v � sin θ
vz ¼ v � cosθ � sinϕ

ð0�< θ � 90�Þ

8><
>: : (16)

Global coverage rate of impacts
The impact process associated with SMAT is random, which
implies that some regions of the sample surface may receive more
rigid ball impacts while others less. However, by increasing the
duration of the treatment, it can be presumed that the entire
component surface will eventually be covered by indents. To
analyze this, a random impact model was developed to
investigate the statistical characteristics of impacts using MATLAB.
We used a sample to be SMAT-treated with a surface diameter of
70mm, and made the following assumptions in the model: (a) the
impact events are independent from each other, which means (i)
any interaction of flying balls before they impact the surface is not
considered, and (ii) an impact event is modeled to take place only
after the preceding impact event is complete, i.e., from plastic
deformation to elastic recovery; (b) the impact velocity for each
flying ball is identical, (c) the oblique impact angles are random;
(d) the indent size created by each impact is different but can be
calculated by the proposed numerical solution in Eq. (11).
The simulation results are presented in Fig. 6. After 1000

impacts by 8-mm balls, some parts of the surface still have not
been covered by indents (Fig. 6a–c), while after 20,000 impacts,
the entire plate surface is covered (Fig. 6d–f). To investigate, as a
function of ball parameters, the percentage of indent coverage,
specifically the ratio of indented area to total sample surface area,
impact processes with identical (Fig. 6g) and random oblique
angles (Fig. 6h) were respectively modeled. The scatter points in

Table 3. Units of the parameters in Eqs. (7–10)

Parameters D h dB vn ρB Ek

Unit μm μm mm m/s g/cm3 J

S.C. Cao et al.
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Fig. 6g, h show the percentage of area covered by indents, the
coverage ratio, CR, vs. the total number of impacts N. Seven fitting
curves in Fig. 6g, h all satisfy the following type of Avrami
equation:

1� CR ¼ exp �kCNð Þ; (17)

where kC is a fitting parameter related to the indent area (Sindent)
for a single impact and the sample surface area (Splate), given in
terms of a constant α by:

kC ¼ α
Sindent
Splate

: (18)

By substituting Eqs. (11, 18) into Eq. (17), the relationship
between the indent coverage and impact ball parameters can be
obtained as:

CR ¼ 1� exp �α
π � k21 dBð Þ2�ðv � sinθÞ � ðρBÞ1=2

4Splate
N

( )
: (19)

The simulation results in Fig. 6g give a value of α of unity
provided the impact angle θ is uniform, e.g., as in shot peening.
Figure 6h shows the corresponding predictions for the coverage
rate as a function of the number of random oblique angle impacts,
i.e., for SMAT. The coverage ratio for SMAT can be expressed as:

CRSMAT ¼ 1� exp �γC
π � k21 dBð Þ2�ðvÞ � ðρBÞ1=2

4Splate
N

( )
; (20)

where γC was obtained from the fitting curves to be equal to 0.76,

and γC= γD because the coverage rate is directly related to the
average indent size.

Local evaluation of the SMAT impact frequency
To construct a method for calculating the effective coverage, we
envisage a model where randomly distributed impacts are
assumed to occur on a two-dimensional circular area Splate with
radius Rplate (based on the size of our SMAT fixture), as shown in
Fig. 6i. Each circle here represents an indent. The diameter D of
the indent can be determined by Eq. (11) for a given set of ball
parameters. We take the center points of the indents (P= [P1, P2,
P3,…, Pi, …, PN]) to have coordinates (xi, yi), i= 1, 2, 3,…, N.
Assuming that a location PS with a coordinate (xs, ys) on the

sample surface will be impacted by the ith impingement at a
random oblique angle if the distance dsi between Ps and the
center point Pi of the indent is less than or equal to Di/2, where Di

is the diameter of the indent generated by the ith impingement
and calculated by Eq. (11), it follows that:

dSi ¼
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
ðxS � xiÞ2 þ ðyS � yiÞ2

q
� Di=2: (21)

Accordingly, the N-sequenced field variable ηPS ¼
η1PS ; η

2
PS ; η

3
PS ; ¼ ; ηiPS ; ¼ ; ηNPS

	 

can be generated depending on

whether the position PS is impacted by the flying balls or not.
Similar to the diffuse-interface model (Fig. 6j) in classical phase-
field theory,33 the field variables ηPS should be continuous

Fig. 4 Experimental methods used to calibrate the proposed numerical solutions of indent size: a Ultrasonic-assisted surface mechanical
attrition treatment setup. b Four photographs representative of multi-frame images of 3-mm steel balls during SMAT treatment on AISI 316 L
stainless steel during one impact duration taken by a high-speed camera with rate of 5,000 frames per second. c Distribution of the vertical
velocity of the 3-mm steel balls during the SMAT treatment of the stainless-steel plate. d Image of the impacts and their typical diameters
measured with an optical metallurgical microscope
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functions between 0 and 1 depending on the percentage of the
area covered.
Since each indent size is rather small compared with the whole

sample surface, by a factor of between ~10−5 and 10–4, the field
variable ηPS can be assumed to be a step function, i.e., with a
discontinuous sharp interface, as shown in Fig. 6k for only two
values, 1 or 0, for simplification:

ηiPS ¼
1; dSi � Di=2

0; elsewhere

�
: (22)

The number of impacts ns received by a randomly selected
position PS can then be defined as:

nS ¼
XN
i¼1

ηiPS : (23)

We further find that the probability (P(x)) of one surface point
receiving x number of impacts can be characterized by a normal
distribution, as shown in Fig. 6l, m and expressed as:

PðxÞ ¼ a � exp �ðx � nÞ2
2c2

 !
; (24)

where a and c are real constants and n is the average number of
impacts. For a 3-mm ball (v= 8.0 m/s, ρB= 8,000 kg/m3) impacting
an AISI 316L stainless steel 70-mm diameter plate, the indent
diameter can be calculated by Eq. (11), with the number of
impacts obtained from Eqs. (19, 20).
The statistical characteristics of the impact frequency for

different types of impact, i.e., at uniform impact and random
oblique impact angles, are shown respectively in Fig. 6l, m. If full
coverage is defined to be equivalent to 99% of the actual
coverage, it is clear that points on the plate must be impacted on
the order of 4 to 5 times to achieve full coverage under normal
impacts, whereas for impacts at random oblique angles, which is
the situation during SMAT treatments, each point would need
around 11 to 12 hitting impacts.

Full-coverage multiple-impact model
Based on the analysis described above, clearly the process of
SMAT demands multiple impacts to attain full coverage. Accord-
ingly, here we develop a full-coverage multiple-impact model to
describe this scenario. Figure 7a, b presents the modeling
considerations for multiple impingements which consider simul-
taneously full coverage, the location of random impacts and
oblique angle impacts. Each circle in Fig. 7a represents an indent
induced by one impact, with the circle diameters calculated using
Eq. (11). For the random impacts during SMAT, the global full
coverage is generated from Eq. (19), as illustrated in Fig. 7a. It is
apparent that the indent sizes are different from each other due to
the differing oblique angles of impact. For computational
efficiency, only the local full-coverage model is transferred into
the finite element formulation (Fig. 7b), where we consider a total
of 64 balls, all with a diameter of 3 mm. Using this local full-
coverage, random multiple-impact model, the impact location and
impact angle of each ball are obtained from the corresponding
global coverage using Eqs. (17–24). For such random, multiple
impacts, we consider the overlap of indents by explicitly analyzing
the first and second impacts. Specifically, the second ball is
considered to impact the concave region of the first indent.
Multiple impacts involving complex mechanical and multi-axial
loading conditions result in strain hardening and high strain-rate
hardening under the plastic deformation. To explain how we
handle this, we have developed the flow chart to illustrate how
our model for full coverage multiple impacts works and how it is
coupled to the finite element analysis. This is described in the
Methods section with the flow chart shown in Fig. 8.
The contours of the resulting surface roughness were derived

(Fig. 7c) and show clear indents with a spherical base generated
by the impacts of the balls. The sizes of the indents are different,
however, and exhibit some sharp ridges on the side of impacting
surface.
We also investigated the states of accumulated plastic strain

using the random multiple-impact model. Specifically, by con-
sideration of the concave geometry caused by the previous
impact, the equivalent plastic strain distribution on the impact

Fig. 5 Study of the relationship between the plastic zone and the random impact ball parameters: a–f Contours of the displacement U along
thickness direction (U2) with different impact angles θ= 30°, 45°, 60°, 75° and 90°, respectively (unit of U is meters). The area under impact is
extruded to form peaks (blue) and valleys (red). The percentage of the pile-up area increases with the increase in the oblique impact angle.
The symmetrical indent shape is generated only by the normal impact, and the maximum U2 of 22 μm is the same as the value of the indent
depth. g Equivalent plastic strain, ε, distribution along depth at different oblique angles but with the same normal velocity vn. The depth
influenced by plastic deformation under such impact, Δl, is approximately equal to the indent diameter D if the plastic deformation of a
material is defined to begin when the equivalent plastic strain reaches a certain critical value of ε= 0.2%
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surface induced by four successive random impacts during the
SMAT process was calculated; results are shown in Fig. 7d. It is
apparent from this figure that the sharp ridges of the indent
induced by the first impact are changed by the second impact.
The random multiple impact model described in this paper
attempts to simulate the real random impact process in three-

dimensional space; it therefore provides predictions of the strain
as well as the geometry of the indents on the impact plane. The
oblique angles of impact and the impact locations are both
modeled as random; however, the impact angle and location of
each impact are recorded for one full-coverage random impact
process and such data are then used to build-up the local finite
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element model to investigate and calculate the material behavior
under such random impacts. To illustrate the geometry of the
deformation process during multiple impacts, the contours of
displacement on the impact surface are shown in Fig. 7c, where
the final geometry is represented by the contours of the resulting
surface roughness. The contours of equivalent plastic strains in the
cross section of plate during the impact process are illustrated in
Fig. 7e, f. Whereas the maximum equivalent plastic strain is
calculated to be ~0.1 beneath one single normal impact (Fig. 7e),
after random multiple impacts, the maximum equivalent plastic
strain is increased by more than a factor of three to 0.36 (Fig. 7f).
The distribution of such equivalent plastic strain in the depth
direction beneath the center of the local impact zone is plotted in
Fig. 7g. It is interesting to note here that if the onset of plastic
deformation is defined to occur when the equivalent plastic strain
reaches a certain critical value of ε= 0.2%, the depth of the
deformation surface layer under a single impact at one location
and that after random multiple impacts stays essentially
unchanged. In fact, for such random multiple impacts, each point
would receive some 11 to 12 impacts, as shown in Fig. 6m. The
fundamental reason why the equivalent strains caused by a single
impact vs. multiple impacts are almost identical below a depth of
280 μm is that the material displays strong strain hardening. As
the incident energy of the ball is limited, the maximum strain
levels saturate after only a small number of impacts. Our analysis
also predicts that the depth of the material influenced by plastic
deformation is approximately equal to the indent diameter D, as
given in Eq. (15). Thus, from a practical perspective, if a larger
depth of the deformed layer is required, one approach would be
to utilize higher-density balls with a larger diameter to impact the
target surface at high velocity. For example, in some treatment
cases, 8-mm diameter balls with a larger density have been
employed precisely for this purpose. However, the magnitude of
the plastic strains and the width and total volume of the zone of
plastic deformation induced by random multiple impacts will be
naturally larger than that induced by a single impact at one point.
The effect of random multiple collisions on the equivalent flow

stress is shown in Fig. 7h. The flow stress calculated on the
assumption of full coverage and multiple impacts is clearly much
larger than the corresponding stress calculated assuming succes-
sive multiple impacts at one location. We have also determined
the influence of the number of impacts as well as the random
impact angles on the value of the equivalent flow stress; the flow
stress shown in Fig. 7h is the steady-state value. Our results
indicate that adjacent random impacts markedly influence the
resulting stress distribution. Thus, a multiple-impact model has
been developed that can be utilized to simulate the evolution of
mechanical properties as a function of the processing parameters
associated with SMAT. Currently, in our analysis, the full-coverage
random multiple-impact model for the SMAT process is statistical
in nature. The random impact location and random impact angle
for each impact are recorded until the impact surface is fully
covered by indents. We believe that these models can be used as
an efficient simulation tool to provide a high-fidelity under-
standing of the driving force for nano-crystallization. Moreover,

the approach can be readily extended to any metallic material,
even with complex shapes.

DISCUSSION
The surface modification technique of surface mechanical
attrition, or SMAT, involves the high-speed impact of small hard
balls onto a metal surface to induce surface nano-crystallization
and consequent graded microstructures and hardening in
structural steels and other metals. To aid the successful use of
this technique, in this work analytical and numerical solutions for
the indent size, indent depth, extent of local plasticity and impact
coverage, as a function of the process parameters of ball size,
impact velocity, ball density and kinetic energy, have been
proposed and developed. Indeed, we derive both single impact
and full-coverage random multiple-impact models for these
scenarios. Our analyses reveal that during such impact-induced
surface nano-crystallization, the indent diameter generated by a
single impact displays a linear relationship with ball diameter and
a power-law relationship with the normal component of impact
velocity and ball density; conversely, the indent depth, which
describes the roughness of the component surface, displays a
linear relationship with ball diameter and impact velocity and a
square-root relationship with ball density. We also derive the
relationship between the extent of plasticity surrounding the
indents and the parameters of ball impact process for random
oblique impact angles that are characteristic of surface nano-
crystallization techniques.
In general, we report here a newly developed model which we

believe represents a viable approach for characterizing the
mechanical effect of SMAT for a wide range of metallic materials.
As indicated in the numerical solution, the material constants can
be obtained for other materials using these same analytical
formulas. As such, our analytical formulations can be readily
applied to other metallic materials by employing any impact
parameters to obtain the material constants. We believe that our
results, which we verify by experiment, can provide a necessary
foundation for an improved understanding of the SMAT
procedure for metals, as well as for the further development of
microstructural evolution in metallic alloys for improved strength,
ductility, hardness and toughness.

METHODS
The procedures describing the general framework of how we implement
our proposed full coverage multiple impacts model is described below, in
particular to address strain hardening and high strain rate hardening under
the plastic deformation, which we solve using finite element methods.
Since the elastic-plastic material behavior is non-linear, the solutions are
obtained using an iterative procedure which is shown schematically in Fig.
8. Each iteration of our procedure is comprised of two steps: i) a global step
which, using the equilibrium equations, the elasticity law and the
boundary conditions, consists of calculating the displacement at the
nodes of the structure and the total strain and stresses, ε and σ, at the
Gauss points, assuming the increment of plastic strain Δεp between time
increments of t and t+ Δt are known at all points, and ii) a local step
involving a consideration of the total strain ε (specifically its increment Δε)

Fig. 6 Analytical evaluation of coverage for SMAT process: Simulation results from the random impact model with 1,000 indents induced by a
3-mm, b. 8-mm rigid balls with random impact angles, and c 8-mm rigid ball at an angle θ= 90°, and for 20,000 indents induced by d. 3-mm, e
8-mm rigid balls with random impact angles, and f 8-mm rigid ball at an angle θ= 90°. For both the 1000 and 20,000 impact cases, each small
circle represents an indent produced by one impact. For indents generated by balls with same impact angle, as in shot peening, the indent
size is uniform and the relationship between the coverage rate and the number of impacts is shown in g. For indents generated by balls with
random impact angles, the indent size created by each impact is different with each other and calculated by the proposed numerical solution
(Eq. (11)). The maximum indent size is induced by normal impacts. h Coverage rate as a function of impact numbers for SMAT (random impact
angle). i Schematic illustration of indents created by random impact. For evaluation of the local impact frequency, the classical phase field
model33 is employed to calculate whether the position is impacted by the flying balls. j Diffuse-interface model and k sharp-interface model,
which illustrate the values of the field variables ηPS to be 1 or 0 depending on whether the position PS is impacted by the flying balls. Statistical
characteristics of impact frequency under random impacts for l. uniform angles and m. random angles
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Fig. 7 Predicted results using a full-coverage, multiple random impact model: a The global full coverage model for random multiple impacts
during SMAT based on Eqs. (11–24), each circle represents an indent induced by one impact; the indent sizes are different from each other
due to the random oblique angles. b illustrates the local full-coverage finite element model. The impact point and impact angle of each ball
are obtained from the global full-coverage model. c Contour plots of surface roughness using the local full-coverage finite element model
where the vertical numbers indicate the depth of the indents in micrometers. d The equivalent plastic strain distribution on the impact
surface, which induced by four successive random impacts. Contours of equivalent plastic strain distribution in the cross-section after e. a
single normal impact, and f random multiple impacts. g Equivalent plastic strain, ε, distribution along the depth from the impact surface; h
corresponding equivalent flow stress distribution along depth after full coverage of random impacts
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resulting from the global step at each point, i.e., calculation of the
increments of elastic and plastic strains Δεe, Δεp and the stresses σ using
the equations of plasticity. Programming the global step is a complex task,
as it is independent of the applied plastic model and is totally performed
by the commercial FEA package. However, the local step represents finite
increments with the integration algorithm required to satisfy the material
equations. The stress, elastic and plastic strains and hardening parameters
must be calculated, stored and updated.
The first operation of the material behavior calculation is focused on the

formulation of the elastic constant matrix, zero temporary variables, and
setting the convergence tolerance. Starting from an equilibrium state at
time t, the material equations are all satisfied and all quantities (stress,
strain, etc.) at the integration point are known from the global FEA analysis.
The total strain increment dɛ is decomposed into an elastic dɛe and plastic
part dɛp:

dε ¼ dεe þ dεp; (25)

and the elastic predictor σprij is calculated as:

σprij ¼ σ0ij þ λδijΔε
e
kk þ 2μΔεeij ; (26)

where σ0ij denotes the stress-state at instant t, and δ is the second-order
identity tensor. μ and λ are the shear modulus and Lamé constant which
are defined as the functions of the Young’s modulus E, and Poisson’s ratio ν
for isotropic materials as:

μ ¼ E
2ð1þ νÞ ; λ ¼ νE

1� 2νð Þ 1þ νð Þ : (27)

The von Mises (equivalent) stress, σ, based on purely elastic behavior
(elastic predictor), can be calculated as:

σ ¼
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
3
2
Sprij S

pr
ij

r
; (28)

where Sprij is the deviatoric stress and

Sprij ¼ σprij � δkkσm; (29)

where σm= (σxx+ σyy+ σzz)/3 is the hydrostatic stress. Assuming isotropic
plastic behavior, the von Mises yield function can be applied as:

F σð Þ ¼ σ � σf ; (30)

where σf is the flow stress calculated by the constitutive equation in Eq. (2),
as:

σf ¼ σy þ B εð Þn� �
1þ C In

_ε

_ε0

 !" #
1� T � T r

Tm � T r

� �m� �
: (31)

The yield function (Eq. (30)) indicates that plastic deformation begins when
the sum of the squares of the principal components of the deviatoric stress
reaches a certain critical value. If the value of the yield function, F(σ), is less
than, or equal to, zero, the elastic predictor becomes the new state of
stress at time t+ Δt; Otherwise, the yield surface is extended and plastic

flow occurs. The direction of plastic flow, r, is given by:

rij ¼ 3
2

Sprij
σ

: (32)

The equivalent plastic strain rate can be calculated by:

_ε ¼
ffiffiffi
2

p

3
ð _exx � _eyy
� 2 þ _eyy � _ezz

� 2 þ _ezz � _exxð Þ2þ6ð _e2xy þ _e2yz þ _e2zxÞÞ1=2;
(33)

where _eij = deij/dt, dt is the current time step, and deij is the increment of
deviatoric strain defined as:

deij ¼
dεxx � dεm dεxy dεxz

dεyx dεyy � dεm dεyz
dεzx dεzy dεzz � dεm

2
64

3
75; (34)

where dεm= (dεxx+ dεyy+ dεzz)/3. The increment of equivalent plastic
strain is approximately obtained by:

dε ¼ σ � σf
3μþ h

; (35)

where h stands for the hardening at the beginning of the increment which
can be calculated by the tangent of the flow stress equation as:

h ¼ dσf
dε

: (36)

With respect to the implicit algorithm that we use with the Backward Euler
integration method, the increment of the equivalent plastic strain at t+ Δt
is determined by the information at t+ Δt whose value is unknown at time
t, such that the iteration method needs to be applied to solve the
incremental plastic consistency parameter, δε, until the convergence is
satisfied,

δ εðnÞ ¼ σ � 3μdεðnÞ � σf
3μþ hðnÞ

; (37)

d εðnþ1Þ ¼ d εðnÞ þ δ εðnÞ; (38)

where n denotes the nth iteration. The equivalent plastic strain rate used in
the iteration loops is obtained from:

_ε
ðnÞ ¼ dεðnÞ

dt
: (39)

At this point, the iteration is completed and the elastic-plastic solution is
finalized. Then plastic strain, elastic strain, stress components and

Fig. 8 Flow chart of our solution for the role of plasticity implicit in our proposed full coverage multiple impacts model
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equivalent plastic strain are then updated as:

ε
pðtþΔtÞ
ij ¼ ε

pðtÞ
ij þ rijdε; (40)

ε
eðtþΔtÞ
ij ¼ ε

eðtÞ
ij � rijdε; (41)

σ
ðtþΔtÞ
ij ¼ σ

prðtÞ
ij � 2Grijdε; (42)

εðtþΔtÞ ¼ εðtÞ þ dε: (43)

The dissipated inelastic energy, Wd, is also calculated as,

Wd ¼
Z Z Z

V

Z
t
σf _εdVdt; (44)

where V is the geometrical domain occupied by the sample. The increment
in plastic specific energy is defined as:

dWP ¼ 1
2
σij dεij
ρP

: (45)

The thermo-mechanical coupling is treated as local adiabatic heating with
the temperature taken as an inner variable; the new temperature of the
material Tnew is thus calculated using the temperature resulting from the
plastic work, viz.:

Tnew ¼ T int þ Wd

ρPCν
; (46)

where Tint is the initial temperature, ρP and Cv are density and specific heat
of the workpiece, respectively.
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