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Periodically modulated skyrmion strings in Cu2OSeO3
D. M. Burn 1, R. Brearton 1,2, K. J. Ran 3,4, S. L. Zhang3,4, G. van der Laan 1✉ and T. Hesjedal 2✉

Magnetic skyrmions are vortex-like spin textures, which are usually treated as two-dimensional objects. In their lattice state, they
form well-ordered, hexagonal structures, which have been studied in great detail. To obtain a three-dimensional (3D) skyrmion
crystal, these planes can be envisaged to be stacked up forming skyrmion strings in the third dimension. Here, we report the
observation of a 3D skyrmion phase in Cu2OSeO3 by carrying out reciprocal space mapping in resonant elastic x-ray scattering. We
observe regions in the magnetic field-cooling phase diagram in which the skyrmion phase apparently coexists with the conical
phase. However, such a coexistence is forbidden due to symmetry arguments. Instead, the skyrmion strings themselves are
periodically modulated along their axes, as confirmed by micromagnetic simulations. The periodic modulation is in fact a necessary
consequence of the evolution of the skyrmion phase out of the conical state and should therefore be a universal property of
skyrmion strings in chiral helimagnets.
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INTRODUCTION
Magnetic skyrmions are two-dimensional (2D) vortex-like spin
textures, which are ordered in the form of hexagonally packed
lattices and which are found in all helimagnetic B20 materials,
such as MnSi, FeCoSi, FeGe, and Cu2OSeO3

1–3. These 2D lattices
have been explored extensively4 and the understanding of the
interaction between skyrmions and with their surroundings5,6, as
well as external driving forces7–12, led to a plethora of device
proposals13–17.
Initially, the skyrmion lattice was treated as a rigid system,

forming homogeneous strings in the third dimension1,2. Starting
with the discovery of magnetic monopoles at branching points of
the skyrmion strings18, it became evident that, as in all ordered
structures, defects are playing a major role for the lattice
properties. Furthermore, recent experiments have shown that
the skyrmion lattice is not rigid, but susceptible to field and
temperature variations19.
Nevertheless, the number of experimental studies aimed at

exploring the 3D magnetic structure of skyrmion crystals is rather
limited. Most of them are transmission techniques, such as
electron microscopy2,20,21, x-ray scanning transmission micro-
scopy22,23, x-ray holography, and small angle x-ray scattering19,24,
which are limited to the study of thin membranes. Others, such as
magnetic force microscopy, make use of the depth dependence of
the magnetic contrast18. Further, new developments in magnetic
imaging have emerged, such as hard x-ray vector nanotomo-
graphy25, which assemble 3D images of an object through
reconstruction from a series of 2D measurements.
Another approach utilizes resonant elastic x-ray scattering

(REXS) in the soft x-ray range to obtain access to magnetically
ordered states tied to magnetic 3D elements26–28. By varying the
energy of the incident x-rays across the absorption edge,
information from different depths is obtained. This allows for a
reconstruction of the 3D magnetic structure below the surface, i.e.,
essentially performing tomographic mapping of near-surface
structures29. In combination with the polarization dependence
of the scattering, all three components of the magnetization

vector can be accessed30–32, and further insight into the
topological properties such as the helicity angle and winding
number can be gained29,33,34.
So far, no experimental evidence for any periodic modulation

of skyrmion strings has been found. Interestingly, it has been
hypothesized that if skyrmion strings were to exhibit a conical
modulation, their interparticle interactions would undergo a
fundamental change and become attractive35. This is in contrast
to the repulsive interactions understood to be associated with
2D skyrmions5,6. While their modulation has not been measured,
attractive skyrmions have been reported for thin Cu2OSeO3

membranes36.
Here, we demonstrate the stabilization of a conically modulated

skyrmion string lattice through REXS. Most commonly, skyrmion
lattices are studied with the field applied perpendicular to the
sample plane, and as the strings are oriented along the field
direction, they form a hexagonally packed lattice in the sample
plane. Here, we apply the field in-plane and with the skyrmion
strings following the field direction, the strings will lie in the plane
of the sample while keeping their hexagonal arrangement37. The
conical modulation is superimposed on the axis of the skyrmion
string, providing the experimental 3D view of a periodic skyrmion
string modulation. We explore the transition between modulated
and unmodulated strings, demonstrating the possibility of tuning
the nature of skyrmion interactions.

RESULTS
Resonant elastic x-ray scattering
For the study of the magnetic states of Cu2OSeO3 with the field in-
plane, we employ the reflection geometry as illustrated in Fig. 1a.
Soft x-ray REXS is suited for the study of compounds consisting of
3D magnetic elements. With the photon energy tuned to the L3
edge, the magnetic scattering cross-section is comparable
to its charge scattering counterpart27. The applied in-plane field
(along the x direction) forces the skyrmion strings to lie in the
sample plane, keeping their hexagonal order lattice arrangement
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(see Fig. 1f)37. In reciprocal space, the six magnetic reciprocal
lattice points of the skyrmion lattice phase lie in a plane (shaded in
green) in the vicinity of the (001) peak (shown in red). This (0, qy,
qz) plane is perpendicular to the sample plane.
To determine the reciprocal magnetic lattice around the

structural peak, reciprocal space mapping (RSM) is used4,27. In
RSM, CCD images are collected for a sufficiently large combination
of ki and ks, from which the reciprocal space volume, and in
particular the qy–qz (out-of-plane) and qy–qx (in-plane) cuts
(Fig. 1b), can be reconstructed. Note that while the Ewald sphere
is curved, its radius is sufficiently large such that the flat CCD
camera captures magnetic scattering images even if the diffrac-
tion conditions are not strictly met. As this mode of operation is
much faster than doing a full RSM, the exploration of the magnetic
phase diagram and the field dependence of the scattering vector
were carried out in the faster CCD imaging mode.
Figure 1c–e shows scattering from a modulated skyrmion

lattice, Fig. 1f–h from a pure skyrmion lattice, and Fig. 1i–k from
the conical phase in the out-of-plane (blue column) and in-plane
cuts (yellow column), respectively. In the skyrmion lattice phase
(Fig. 1f–h), in which the skyrmion strings lie in-plane, oriented
along the applied magnetic field direction, the six spots in the
qy–qz plane (qx= 0) lie on a circle and are representative of the
hexagonally ordered lattice. The experimental data in Fig. 1d
clearly show four skyrmion peaks at finite qy values (obtained at
56 K and 15mT), whereas the other two (at qy= 0) are masked by
the structural peak which is broadened along the qz direction. This
broadening effect is due to the finite penetration depth of the
x-rays at resonance, essentially making it a surface diffraction
experiment37,38. As such, the reciprocal space points degenerate
into crystal truncation rods (along qz), through which the Ewald
sphere cuts to give elongated elliptical features instead of sharply
defined Bragg peaks. It is well established that magnetically
ordered systems near the surface give rise to magnetic truncation
rods, which can be studied with surface diffraction techniques37,39.

A systematic REXS study of the depth dependence of surface
probing of skyrmions in Cu2OSeO3 can be found in ref. 37. On the
other hand, no scattering peaks are expected in the qy–qz plane
for the conical phase (Fig. 1j).
In contrast, the in-plane cuts in the (qx, qy,1) plane present a

different picture (yellow column in Fig. 1 on the right-hand side).
In the pure skyrmion phase, two peaks should be observable for
qz= 1 ± δ, i.e., cutting through one of the horizontal pairs at finite
qy (where δ is the small qz offset). However, due to the limited
probing depth, the spots will be broadened along qz and
observable in the qz= 1 plane. In the conical phase, two peaks
are expected as well (for a perfectly ordered system), however,
now being oriented along the applied field direction (i.e., qy= 0).
The experimental data in Fig. 1e show a coexistence of the
magnetic scattering features of both the skyrmion and conical
phase at the same time.

Magnetic phases in Cu2OSeO3

Figure 2a–c shows magnetic scattering patterns of the common
phases in the (qx, qy,1) plane. The four scattering peaks in Fig. 2a
indicate helical magnetic ordering, with a modulation vector ±qh,
and the presence of two domains due to the magnetocrystalline
anisotropy of Cu2OSeO3. At 10mT, the helical peaks have already
moved toward the applied field direction—a trend that continues
with increasing field until the conical phase is reached, with two
peaks aligned along qx (see Fig. 2c).
The (pure) skyrmion phase (at 25 mT) shows two characteristic

peaks aligned along qy (Fig. 2b), resulting from the projection of
the sixfold symmetric skyrmion pattern in the qy–qz plane
(Fig. 1g) onto the (qx,qy,1) plane. At 30 mT, i.e., at the upper field
boundary of the skyrmion phase, both conical peaks (aligned
along qx) and skyrmion peaks (aligned along qy) are observed,
now coexisting (Fig. 2c). Finally, a mixed helical/conical and
skyrmion state is found, as shown in Fig. 2d (35 K, 20 mT), also

Fig. 1 Resonant elastic x-ray scattering geometry and reciprocal space mapping. a Illustration of the ω-2θ scattering geometry with ki and
ks, the incident and scattered wave vectors, respectively. The REXS measurements were carried out with circularly polarized x-rays tuned to
the Cu L3 absorption edge. The magnetic field B is applied along the x direction, i.e., in-plane, to allow for direct probing of the skyrmion
strings, and z∥ [001] surface normal. The reciprocal space around the structural (001) reciprocal lattice point (red) is shown at diffraction
condition, i.e., intersecting the Ewald sphere. The six magnetic satellites in the skyrmion phase (in green) lie in the (0, qy, qz) plane. b From 2θ
and ω rocking scans, the scattered intensity in the (0, qy, qz) (out-of-plane cut) and (qx, qy,1) (in-plane cut) planes is reconstructed. The
measured scattering contrast for c–e the modulated skyrmion phase is compared with the expected contrast for the (perfectly ordered) f–h
pure skyrmion and i–k conical phases. In the first column, the magnetic structures are illustrated that lead to the scattering patterns in the (0,
qy, qz) and (qx, qy,1) planes shown in the second and third column, respectively.
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giving rise to intensity in higher-order (HO) skyrmion peaks (at
larger ±qy values).
These results show that helical and conical spin modulations

can be stabilized with the field applied in-plane, and that the
skyrmion lattice forms in the plane normal to the applied field
direction, i.e., skyrmion strings stretch along the field direction in
the sample plane37. Next, we explore the surprising finding of the
independent, as well as concurrent presence of helical/conical
spin modulations and the skyrmion lattice phase, by carrying
detailed phase maps of the respective existence regions.

Magnetic phase diagrams
Magnetic field-temperature maps, as shown in Fig. 3, were
obtained by plotting the scattered intensity from the skyrmion
and helical/conical phases as a function of temperature and field.
First, the scattering data were transformed into polar coordinates,
followed by the integration of the scattered intensity in the
regions of interest. The skyrmion regions of interest for the first-
order and HO peaks are defined as sectors in polar coordinates,
labeled “first” and “HO” in Fig. 2d, and those of the helical/conical
phase as “hel/con.” The results for the helical/conical phase are
shown in Fig. 3a, b in the left column. For the skyrmion phase,
apart from the commonly observed first-order peaks (in the inner
horizontal sectors in Fig. 2b), also HO peaks are observed (in the
outer horizontal sectors in Fig. 2d). The corresponding phase

diagrams are shown in Fig. 3c, d (middle column) and Fig. 3e, f
(right column), respectively. Owing to the strong magnetic history
dependence of the magnetic phase diagram of Cu2OSeO3

40, we
investigated the response of the system using a field-cooling (FC)
(top row, Fig. 3a, c, e) and a zero FC (ZFC) protocol (bottom row,
Fig. 3b, d, f).
The phase diagrams show that the different magnetic phases

generally have well-defined boundaries, with the helical/conical
phase pocket shown in Fig. 3a, b and the skyrmion pockets in
Fig. 3c–f. The transition temperature TC is 57 K, above which no
magnetic scattering intensity is observed.
Following the FC protocol (Fig. 3c), the first-order skyrmion

phase pocket extends to much lower temperatures in comparison
to the ZFC data (Fig. 3d), which we ascribe to a surface metastable
state37. A metastable state can also be achieved by quenching40 or
electric fields41. For comparison, the boundaries of the ZFC
skyrmion pocket (visible in Fig. 3d) are indicated by dotted white
lines in all panels. From Fig. 3b, d, it is clear that the helical/conical
phase does not coexist with ZFC skyrmions. Instead, when the ZFC
protocol is used, variation of the external magnetic field induces a
first-order phase transitions between the helical/conical states and
the skyrmion phase.
On the other hand, when following the FC protocol (comparing

Fig. 3a, c), the coexistence of the phases is observed. As an
example, the phase point at 45 K and 30mT is highlighted in
Fig. 3a, c, showing both helical/conical and skyrmion scattering

Fig. 2 Typical resonant elastic x-ray scattering from the magnetic phases in Cu2OSeO3. Experimental magnetic scattering images obtained
in the (qx, qy,1) plane around the (001) structural Bragg peak using the field-cooling protocol (B∥qx). The scattering contrast in a–c is associated
with helical/conical, skyrmion, and conical and skyrmion ordering, respectively (at 45 K). In d, all phases, as well as higher-order skyrmion
peaks, are present at the same time (at 35 K). The dashed white lines in d indicate boundaries to the integration region of the respective
phases used for further analysis in Fig. 3.
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intensity. The position of this pocket coincides with the high-
temperature side of the FC first-order skyrmion pocket (Fig. 3c),
and indeed, a pure skyrmion phase is, e.g., observed at 45 K and
25mT. However, beyond its boundaries, the helical/conical and

skyrmion phases coexist over a wide range of fields and
temperatures following the FC protocol.
In the coexistence region of the phase diagram, in which both

helical/conical and skyrmion reflections are observed, second-order

Fig. 3 Magnetic phase diagrams for different field-temperature protocols. The magnetic field-temperature phase diagrams show the
scattered peak intensity for the helical/conical phase in a and b. For the skyrmion phase, the maps for the (ordinary) first-order peaks are
shown in c and d and those for the higher-order peaks in e and f. Both phase diagrams differ notably. The measurements were carried out
using a, c, e a field-cooling and b, d, f zero-field-cooling protocol, as illustrated by white arrows in the insert (starting from the high-
temperature, low-field point shown in yellow). The white dotted and dashed lines in the plots provide a guide to the eye for comparing the
position of the two skyrmion pockets between the panels. Note that the higher-order skyrmion peaks become much more intense when the
helical/conical and skyrmion reflections coexist, indicating a transformation of the magnetic structure. The circles show the data extracted
from the example images in Fig. 2.

Fig. 4 Field dependence of the scattering vector in the helical/conical and skyrmion phase. Field-dependent scattered intensity maps for
a the angle ϕ and b the magnitude ∣q∣ of the scattering vector, as defined in c. The measurements shown in a and b were carried out at 45 K
using the field-cooling protocol. The temperature dependence of the ϕ-field plots is shown for 30, 35, 40, 45, and 50 K, in d–h, respectively.
The red and green color scale data in b correspond to the intensity from the helical/conical and skyrmion modulation, respectively. These
intensity plots are obtained by integrating within the regions of interest for the conical/helical and first-order skyrmion peaks as shown in
Fig. 2d.
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skyrmion peaks become visible. Their intensity distribution within
the magnetic phase diagram following the FC protocol is shown in
Fig. 3e (dashed white line). No intensity is observed following the
ZFC protocol (Fig. 3f).

Field and temperature dependence of the magnetic
propagation vector
The scattering patterns, as shown in Fig. 2, also allow for the
detailed study of the propagation vector, q, of the respective
magnetic order, which is important for gaining a deeper under-
standing the nature of the phase coexistence. Figure 4 shows
the field dependence of q at 45 K (FC protocol), both in terms of
the polar angle of the scattering vector, ϕ (Fig. 4a), and the
magnitude q= ∣q∣ (Fig. 4b), as defined in Fig. 4c.
The scattered intensity from the first-order skyrmion phase is

found along qy in Fig. 2b, c, i.e., ϕ= 90°. Looking at Fig. 4a, it can
be seen that ϕ remains close to 90° across the entire field range,
above the onset field of 13 mT (at 45 K). The magnitude of q is
shown for the skyrmion lattice phase (green color scale) in
Fig. 4b. This region extends over the same field range with no
significant change with field (average ∣q∣ ≈ 0.016 r.l.u. (reciprocal
lattice units)).
On the other hand, the field-dependent features in Fig. 4a,

which exist at low (and even zero) field, are associated with the
helical phase. With increasing field (in the vertical direction, i.e., at
ϕ= 0° and 180°), the spins become more aligned with the field
and the peaks bend toward the field direction. For the 45 K data,
the helical/conical peak intensity vanishes above 20mT and
reappears at 28mT as the fully aligned conical peak (ϕ= 0° and
180°). The field dependence of q for the helical/conical modulation

is shown in Fig. 4b (red color scale). Here, the helical modulation
shows an increase in q with field, reaching a maximum of ~0.030
r.l.u. for both the helical and conical modulations. For the entire
temperature range probed, we did not observe a coexistence of
the helical and conical phase42.
In comparison, the skyrmion lattice orientation remains fixed

right from the onset of the phase at 13 mT. On the other hand, at
this field, the modulation vector of the helical/conical structure is
governed by both anisotropy and applied field. It is only above
28 mT (at the lowest temperature of 30 K) that the field
dominates the orientation of the chiral spin structure, exhibiting
the conical phase.
The temperature dependence of the scattering vector, as shown

in Fig. 4d–h, is most pronounced at higher temperatures, where
the transition from helical-to-conical phase is broadened. At lower
temperatures, on the other hand, the transition between the
helical and conical phase is more abrupt, showing almost a step-
like transition at 30 and 35 K. The transition between the states
remains continuous, without a gap, up to 45 K. At 50 K, the
temperature dependence of ϕ is even steeper than at 45 K, and
the transition gap is wider. This general behavior is to be expected
as the increase in thermal energy allows the helical state to adjust
its orientation more readily to the applied field. At lower
temperatures, this rotation is predominantly governed by the
Zeeman energy and occurs at a critical field in an abrupt way.

Micromagnetic modeling
To investigate localized topological states that can coexist with
the conical phase, a hysteresis loop was calculated numerically on
a unit of topological charge; a video of the states obtained as a

Fig. 5 Modulated skyrmion state. a Visualization of a single skyrmion string embedded in the conical state (from left to right, mx-, my-, and
mz-component of the magnetization). The core of the skyrmion is modulated periodically, with a period exactly matching that of the conical
state. b Illustration of the conically modulated skyrmion lattice state.
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function of external field can be found in the Supplementary
Information. The system was found to occupy the helical state for
low external fields, before transitioning into the conically
modulated skyrmion state at higher fields. As the external field
increased further, the conical tilt angle approached 0°, until the
conical state became field-polarized and the conically modulated
skyrmion state smoothly transitioned into the unmodulated
skyrmion state.
The numerically obtained sharp transition from helices to

conically modulated skyrmions is best captured in Fig. 4d. This is
no coincidence; the micromagnetic calculations were carried out
at zero temperature, and as can be seen by comparing Fig. 4d–h,
reductions in temperature correspond to a more rapid appearance
of the conically modulated skyrmion state.
A typical image of the conically modulated skyrmion state

obtained from this field dependence is given in Fig. 5, where the
modulation along a single skyrmion string and of a modulated
skyrmion lattice state is shown. Simulation details can be found in
the “Methods” section.

DISCUSSION
The conical state and the skyrmion lattice phase are known to
exist in separate areas of the field-temperature phase diagram.
Here, we have demonstrated that both phases are independent
and that they can not only appear on their own but also in
conjunction. There is no significant change in the helical/conical q
when the system also hosts skyrmions, and the skyrmion q
remains unaffected when the intensity from the helical phase
disappears at 20 mT and then reappears as the conical phase at
28mT (see Fig. 4). This means that the propagation vectors
associated with the two modulations, which occur in perpendi-
cular directions, are independent of one another. Further note that
the conical phase is a bulk state and not a pinned surface state, as
we found in a previous depth-dependent study of in-plane
magnetic ordering in Cu2OSeO3

37.
Most notably, the conically modulated skyrmion state was only

observed after FC the system. FC extends the skyrmion state
toward lower temperatures as the nucleation of the skyrmion
lattice happens within the boundaries of the standard skyrmion
pocket, and when the temperature is lowered, there is insufficient
energy to transition out of the skyrmion state. This metastable
skyrmion state then coexists with the helical/conical phase. A
similar process appears to be present for the conical/helical
modulation. When passing through the skyrmion phase pocket,
the system adopts a pure skyrmion state, and no helical/conical
modulation is observed in the pocket highlighted by a dashed
white line in Fig. 3. However, below a critical temperature, while
the skyrmion phase is still present, the helical/conical modulation
appears, i.e., there must be a lower energy barrier for the adoption
of the helical/conical modulation than for the unwinding of the
skyrmion phase.
As the skyrmion lattice nucleates within a conically modulated

spin system, we hypothesized that the skyrmion strings become
conically modulated in this magnetic environment. To confirm this
hypothesis, we show that the conventional picture of an
unmodulated skyrmion breaks down when surrounded by the
conical state, and find numerically that this leads to conical
modulation of the skyrmion strings.
As skyrmions exist on length scales typically more than an order

of magnitude larger than the interatomic spacing, it is prudent to
study them under the micromagnetic approximation. We assume
that the discrete lattice of magnetic moments localized at atomic
sites is well described by a continuous magnetization fieldm rð Þ. In
this formalism, the Hamiltonian for a material with a DMI constant
D and exchange constant J in the presence of an external

magnetic field B can be written as:

E ¼
Z

V
J ∇mð Þ2 þ Dm � ∇ ´mð Þ �m � B
h i

d3r : (1)

Typically, the skyrmion state is obtained by assuming that it
takes the form of an arbitrary azimuthally symmetric vector field. If
the stabilizing external magnetic field is taken to be parallel to the
x-axis, such a vector field can be written as:

mSk rð Þ ¼ cos f ðrÞ½ �; Cθ sin f ðrÞ½ �; Sθ sin f ðrÞ½ �ð Þ (2)

Here, the saturation magnetization is taken to be 1, Cθ ¼
cos nθþ γð Þ and Sθ ¼ sin nθþ γð Þ, where γ is the helicity of the
skyrmion and n is the topological winding number. Throughout
this discussion, θ represents the azimuthal angle, and r the radial
distance, in polar coordinates. Substituting Eq. (2) into a
micromagnetic energy functional (such as Eq. (1)), the radial
Euler–Lagrange equations can be solved numerically, or approxi-
mated analytically, to find the radial profile f(r) of an azimuthally
symmetric skyrmion6.
Similarly, if the conical k-vector is parallel to the x-axis with a tilt

angle ψ0, the conical state can be written as.

mCon ¼ cosψ0; cosðkxÞ sinψ0; sinðkxÞ sinψ0ð Þ (3)

If skyrmions are embedded within the conical state, we require the
asymptotic behavior.

lim
r!1mSkðr; θ; xÞ ¼ mConðr; θ; xÞ: (4)

While one could try imposing lim r!1f ðrÞ ¼ ψ0, Eqs. (2) and (3)
can then only be equated if k= n= 0. These conditions would
impose that both states are trivially uniformly magnetized; for any
cone state mCon with finite periodicity (k ≠ 0), and any topologi-
cally nontrivial skyrmion state (n ≠ 0), the unmodulated skyrmion
state given in Eq. (2) is completely incompatible with the conical
state given in Eq. (3). While, in principle, the scattering pattern
shown in Fig. 2c could be due to phase-separated areas of
unmodulated skyrmions and cones, our numerical analysis shows
that when a skyrmion is contained within the conical state, it has
to acquire a conical modulation, as visualized in Fig. 5.
The observation of second-order skyrmion peaks in the

overlapping helical/conical and skyrmion phase regions (see
Fig. 3e) provides further evidence for a direct modulation of the
skyrmion strings. The structure factor of an ordinary, undistorted
skyrmion lattice shows the highest intensity in the first-order
peaks. HO peaks are typically observed in well-ordered skyrmion
crystals43. One possibility is that the skyrmion crystal becomes
more ordered, driven by the attractive skyrmion–skyrmion
interaction. Or, this observation could simply indicate the
existence of a richer in-plane structure that can only be described
by HO Fourier modes. An example of such a conically modulated
system, in the form of the modulated skyrmion lattice state, is
shown in Fig. 5b.
In summary, we investigated the coexistence of helical/conical

spin modulations with the skyrmion lattice state in Cu2OSeO3. This
overlap occurs when FC through the skyrmion phase. The
propagation vectors for the modulations in each phase appear
independent, and show no effect on each other during the
transitions in and out of the skyrmion or helical/conical phase.
Using theoretical arguments, we found that the coexistence of
these two phases, i.e., unmodulated skyrmions and conical
modulations, is energetically not preferred. Instead, micromag-
netic simulations show that the coexistence of the conical and
skyrmion phase imposes a conical modulation on the skyrmion
state. Our results provide further insight into the crossover regions
between the magnetic phases in Cu2OSeO3, and, most impor-
tantly, indicate the occurrence of a conically modulated skyrmion
string phase.
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METHODS
Resonant magnetic x-ray scattering
The soft x-ray REXS measurements were carried out on a high-quality
Cu2OSeO3 single crystal (measuring 2 × 3 mm2) in the ultrahigh vacuum
diffractometer RASOR44 on beamline I10 at the Diamond Light Source
(Didcot, UK). The [001]-oriented sample was mounted on a liquid helium
cooled sample holder, allowing for variable temperatures down to 10 K. A
magnetic field was applied to the sample by two permanent magnets,
whereby the field strength and direction within the scattering plane can
be controlled by the separation and orientation of the two magnets,
respectively. For this experiment, the field was applied along the in-plane
[110] direction of Cu2OSeO3, i.e., along the x direction (see Fig. 1, yk½110�,
z∥[001]). The incident x-rays are scattered by periodic features, and the
scattered intensity is measured using an x-ray sensitive CCD camera. For
x-rays with their photon energy tuned to the L3 edge of Cu (931.25 eV,
λ= 13.3Å), the (forbidden, see ref. 27) (001) peak is accessible in
reflection due to the relatively large lattice constant of Cu2OSeO3 of
8.9193Å (cubic P213 structure). At this energy, the scattered polarized
x-rays are also sensitive to the periodic magnetic order within the crystal,
and the magnetic diffraction spots resulting from incommensurate
periodic order decorate the structural Bragg peak. Further, with the x-ray
energy tuned precisely to the L3 absorption edge at 931.2 eV, the x-ray
attenuation length at normal incidence is 95 nm in Cu2OSeO3

45, i.e., the
probed volume is limited to a near-surface region. For the given
scattering geometry, the REXS sampling depth, defined as the 1/e drop of
the intensity, is 31 nm37,45.
In order to probe the magnetic states, RSM was carried out, allowing for

the extraction of the magnetic modulation vectors. For magnetic RSM, ki
and ks are systematically varied via ω sample rocking and scans of the 2θ
detector arm. For each combination of parameters, a CCD image is
recorded and the 3D reciprocal space volume can be reconstructed.
Diffraction occurs for q= (001) ± qm, where qm is a magnetic modulation
vector as illustrated in Fig. 1a, b. With ∣qm∣ ≪ ∣q∣, rocking the sample by
typically ±2.5° around the (001) peak is sufficient to probe the entire
relevant reciprocal space.

Numerical modeling
Within the micromagnetic approximation, a continuous magnetization field
is assumed to describe the discretized local magnetic moments. The
micromagnetic model Hamiltonian is given in Eq. (1), and stable
magnetization configurations extremize this energy functional. As opposed
to directly integrating these Euler–Lagrange equations, stable magnetization
configurations were calculated by integrating the Landau–Lifshitz–Gilbert
equation using the Fidimag package46, subject to the materials parameters:
saturation magnetization MS= 3.84 × 105 Am−1, J= 8.78 × 10−12 J m−1, and
D= 1.58 × 10−3 J m−2. The technique of finite differences was used with cell
size dx= dy= dz= 2.5 nm, and geometry size Lx= Ly= 250 nm and Lz= 125
nm; the geometry was periodic in x and y, but finite in z. External fields
ranging from 0 to 400mT were applied, rotated from the z-axis by an angle
of 3° to break symmetry. The results of the simulations are shown in Fig. 5.

DATA AVAILABILITY
The data supporting the findings of this study are available from the corresponding
authors on reasonable request.
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