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Non-empirical atomistic 
dipole-interaction-model for 
quantum plasmon simulation of 
nanoparticles
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Plasmonic nanoparticles in the quantum regime exhibit characteristic optical properties that cannot 
be described by classical theories. Time-dependent density functional theory (TDDFT) is rising as a 
versatile tool for study on such systems, but its application has been limited to very small clusters due 
to rapidly growing computational costs. We propose an atomistic dipole-interaction-model for quantum 
plasmon simulations as a practical alternative. Namely the atomic dipole approximation represents 
induced dipoles with atomic polarizabilities obtained from TDDFT without empirical parameters. It 
showed very good agreement with TDDFT for plasmonic spectra of small silver clusters at much lower 
computational cost, though it is not appropriate for molecular-like excitations. It could also reproduce 
the plasmonic band shift experimentally observed in sub-10 nm silver particles.

Noble metal nanoparticles of which sizes are comparable to light wavelengths show characteristic colors due 
to the strong absorption/scattering of light in the visible region. Electromagnetic waves induce the collective 
oscillation of free electrons in the particles, which is referred to as localized surface plasmon resonance (LSPR). 
Such an intriguing feature can be tuned by the size, shape, materials, and surrounding environments of nano-
particles for various applications in chemistry, physics, and biomedical fields1–4. Therefore, understanding of the 
structure-optical property relation is of importance for engineering. Extensive experiments have been performed 
for that purpose, but they mostly focused on particles with diameter above 10 nm5–7. Accordingly, theoretical 
methods in the classical regime have been well established for the large nanoparticles8.

Nanoparticles below 10 nm have extremely high surface-to-volume ratios. Thus, the contribution of surface 
atoms to light scattering becomes severe, giving rise to substantially different optical properties from those of 
larger nanoparticles with strong dependence on atomistic structure. For example, it has been observed that the 
LSPR band of nanoparticles gradually blue-shifts as their size goes down below 10 nm9–12. Classical theories can-
not be applied to such quantum-sized particles. A quantum-corrected model of the classical scattering theory has 
been proposed13,14. Alternatively, time-dependent density functional theory (TDDFT) became popular thanks to 
its reasonable accuracy and efficiency15–22. At present, however, its application has been limited to very small par-
ticles with less than a few hundreds of atoms due to rapidly growing computational costs. Acceleration of TDDFT 
is feasible by employing a real-time propagation method22,23, the Liouville-Lanczos approach24, and the complex 
polarizability algorithm25,26. Nonetheless, it is expected that there is a technical barrier to deal with more than a 
few thousands atoms. Therefore, a new efficient method bridging the classical and quantum regimes is necessary.

Among classical methods, discrete dipole approximation (DDA)27,28 and its variants29 have been extensively 
used to study plasmonic nanoparticles due to a facile analysis of calculation results. However, the fact that DDA 
typically adopts bulk dielectric constants hinders its application to quantum-sized nanoparticles. Recently, 
Jensen and coworkers developed an atomistic version of DDA, called the coordination-dependent discrete inter-
action model (cd-DIM)13. It considers different local environments of each atom on the surface by introducing 
coordination-dependent dielectric constants. As a result, it could effectively describe the blue shifting trend of 
LSPR bands.
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The success of cd-DIM attributes from introducing a tunable plasmon frequency that is parameterized with an 
empirical value for surface plasmon together with an experimental bulk value under the Drude-model approx-
imation. However, such an empirical value is not available for most plasmonic materials. In this regard, we pro-
pose a non-empirical atomistic dipole-interaction model for quantum plasmon simulations. Namely our atomic 
dipole approximation (ADA) also uses atomic dipoles, but atomic polarizabilities can be obtained solely from a 
first principles theory. Therefore, it is feasible to apply it to systems for which empirical parameters are not read-
ily available. We show that ADA quantitatively reproduces the TDDFT spectra of small silver clusters. It could 
also naturally illustrate the size-dependent plasmon shift, indicating the feasibility of its application to quantum 
plasmonics.

Theoretical Methods
In general, the polarizability of a discretized medium is proportional to its volume. The polarizability of the I-th 
atom in a nanoparticle (αI) can be approximated by multiplying a relative volume ratio to the polarizability of the 
corresponding free atom (αI

free), where the ratio is given by the effective volume (V eff) of the I-th atom divided by 
the volume of the free atom (V free) as follows:
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where e and m are the electron charge and mass, and ωn, fn, and δ are the n-th absorption frequency, its oscillating 
strength and damping factor, respectively. ωn and fn of a free atom can directly be obtained from TDDFT. We 
assumed that δ depends on the coordination factor, X, of each atom in a nanoparticle, which is given by

δ δ δ= − +X X X( ) (1 ) , (2)1 2

where X is defined as30
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Here, CNI and CNmax denote the coordination number of atom I and the maximum coordination number of atoms 
in the particle, respectively. The damping parameters δ1 and δ2 were determined for ADA spectra to be the best fit 
to TDDFT results in Fig. 1 (for details in Supplementary Information). V eff  is calculated through the Hirshfeld 
partitioning of the total electron density of a nanoparticle given by DFT31. If a nanoparticle is too large to be com-
puted by DFT, it can be replaced by a reference one that is small enough for DFT calculations. Then, the effective 
volumes of atoms being in a similar environment to original ones are taken. In this case, the similarity between 
two atoms is determined by comparing their coordination numbers as suggested in ref.30.

Figure 1. Small silver nanoclusters with the cuboctahedron symmetry [(a,b,c, and d)] and their optical spectra 
calculated through ADA, DDA and TDDFT [(e,f,g, and h)], respectively. ADA (w/g) and (w/p) denote spectra 
from simulations with the Gaussian and point charges, respectively.
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The atomic polarizabilities obtained in such a way are embedded in each atomic position of a nanoparticle. 
Subsequently, the total interaction energy between induced dipoles is minimized using a self-consistent screening 
(SCS) method as in DDA29, which can be written as

∑α α α α= +
≠

T ,
(4)
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where TIJ is the interaction tensor between dipoles I and J. In our approach, atomic dipoles are approximated as a 
polarizable sphere with Gaussian charge distribution whose width is given by
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In fact, the same idea has successfully been used to obtain van-der-Waals coefficients32,33. Finally, the optical 
absorbance of the nanoparticle is obtained from the total polarizability:
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The aforementioned scheme of ADA and the conventional DDA have been implemented in our code, 
ACE-Molecule, which is a general purpose quantum chemistry package based on a real space grid method34,35. 
In DDA simulations, discrete elements were scaled down to atom size, and the corresponding polarizabilities 
were derived from the experimental dielectric function of bulk silver36 according to the Clausius-Mossotti and 
lattice dispersion relations27. All DFT and TDDFT calculations were also performed using ACE-Molecule. The 
simulation box for DFT and TDDFT was made by the superposition of spheres with radius of 3.4 Å centered on 
each atom of a particle. The grid spacing of 0.212 Å was employed. The PBE functional37 and the norm-conserving 
pseudopotential of Ag38 were used for all calculations. We considered sphere-like nanoparticles of cuboctahedron 
symmetry. Their atomistic structures were generated by adding Mackay layers one-by-one to a central atom with 
the bond length of 2.89 Å. For the sake of computational efficiency, we removed one electron from each particle 
so as to make closed shell electronic structures.

The datasets generated during and/or analysed during the current study are included in this published article 
and its Supplementary Information file.

Results and Discussion
Figure 1 shows the computed optical spectra of +Ag5 , +Ag13, 

+Ag55, and +Ag147. First of all, the ADA results for +Ag13, +Ag55, and +Ag147 [ADA(w/g)] are very close to those of TDDFT except a little blue shift, whereas DDA gives com-
pletely different results. The good agreement between ADA and TDDFT is partly because the atomic polarizabil-
ities in ADA have been obtained from same TDDFT calculations, while the bulk parameters used in DDA were 
obtained from experimental data36. To further understand the notable accuracy of ADA, we investigated the 
effects of the Gaussian charge embedding and the coordination-dependent effective atomic volume. The latter is 
negligible because the maximum difference between effective atomic volumes is about 0.6%. The Gaussian charge 
embedding gives rise to a slight hypsochromic change in the spectral feature due to the screening effect on the 
interaction between induced dipoles at short range. In fact, the use of point charges induces the red shift of the 
spectra, resulting in slightly better results for +Ag55 and +Ag147 as shown in Fig. 1 [ADA(w/p)]. The spikey peaks of 
DDA results roughly represent non-equivalent surface atoms, and the characters of surface atoms tend to con-
verge as the particle size increases. For instance, the twelve atoms of +Ag13 are at the surface with the 8:4 ratio of 
two kinds. Each type would have a unique resonance frequency for the oscillation of induced dipoles, resulting in 
two separate peaks. Then, the two peaks gradually merge to a single peak for a larger particle, e.g., +Ag147. For 
particles above 10 nm, almost continuous resonance modes are allowed in a certain range of frequency, leading to 
a broad peak. The same rationale applies to the ADA results, but the damping factors in Eq. (1) which are absent 
in DDA caused substantial broadening of the peaks as in TDDFT.

However, it is not sufficient to explain the outperformance of ADA against DDA. We compared the 
self-consistently converged atomic polarizations between ADA(w/g) and DDA at the maximum peak frequency 
for +Ag55, +Ag147, and +Ag1415 (Fig. 2). Overall, the polarization difference between ADA and DDA is relatively small 
in the core region, but it becomes larger as approaching to the surface. Also, the polarization of DDA is larger in 
magnitude than that of ADA especially on the surface. More specifically, for smaller nanoparticles, ADA shows a 
relatively small difference between polarizations on the core atoms and the outermost surface atoms, but the dif-
ference becomes larger and larger as the particle size increases. In other words, atomic polarizations that are ini-
tially spread over the entire region in a small particle begin to localize around surface regions as the particle size 
increases (e.g., +Ag1415 with around 4 nm diameter), giving rise to LSPR as a characteristic optical behavior of bulk 
nanoparticles. In contrast, DDA gives a substantially large difference between polarizations on the core and the 
surface atoms already from the smallest particle, +Ag55. Eventually, however, both ADA and DDA give similar 
polarizations for larger particles as noted in +Ag1415. On one hand, the resonance energies in the atomic polariza-
bilities are higher than bulk values, and thus it is expected that they are closer to surface plasmon frequency. On 
the other hand, in small nanoparticles with a high surface-to-volume ratio, all atoms behave like surface atoms to 
some extent because of a small difference between core and surface atoms. ADA captures such a feature better 
than DDA. Consequently, the significant improvement of ADA over DDA would mainly come from the use of 
TDDFT-generated atomic polarizabilities.
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It is noteworthy that ADA is a simple model devised specifically for plasmon simulations. Figure 1(h) exhibits 
substantial differences between ADA and TDDFT of optical spectra for +Ag5 . This failure manifests a clear limita-
tion of ADA for molecular-like excitations dominant in such a very small cluster. In molecular-like excitations 
where quantum nature of discretized energy levels is critical, electrons feel a completely different potential due to 
the substantial change in electron charge distributions upon the excitation from the ground state to an excited 
state, meaning that characteristics of dipoles (i.e., atomic polarizability) are significantly changed, which is absent 
in the ADA method using non-adaptive atomic polarizabilities as an input. Therefore, TDDFT would be a better 
choice for study on very small clusters. However, it is no longer practical for systems with more than a thousand 
atoms because of unaffordable computational costs. For intraband transitions such as plasmonic excitations, it is 
reasonable to assume that the change in a potential by electronic excitations is not significant. This allows us to 
use a classical model to describe plasmon-like transitions.

To validate ADA for plasmonic nanoparticles with diameter between 3 and 10 nm, we investigated if ADA 
can reproduce the experimentally observed blue shift of LSPR band as the size of nanoparticles gradually 
decreases from ~10 nm (12,431 atoms) to ~1 nm (55 atoms). Figure 3 shows the changes in the optical spectra 
of ADA and DDA for silver nanoparticles as a function of diameter. The results of ADA and DDA have been 
red-shifted by 0.3 eV for the purpose of comparison, taking into account medium effects in the experimental 

Figure 2. Atomic polarizations of +Ag55, +Ag147, and +Ag1415 obtained using ADA(w/g) and DDA under the unit 
electric field along the y-direction of light propagating in z-direction. The wavelengths of light are selected at 
maximum-peak positions, i.e., 313, 300, and 325 nm in ADA(w/g) and 384, 366, and 358 nm in DDA for +Ag55, 

+Ag147, and +Ag1415, respectively. The upper part of +Ag147 nanoparticle in the inset is removed for visualization.

Figure 3. Optical spectra of silver nanoparticles as a function of diameter. (a and b) are obtained from ADA 
and DDA, respectively. Both methods used Gaussian charges. The experimental data (the black dots with error 
bars) is obtained from ref.12. The results of ADA and DDA have been red-shifted by 0.3 eV.
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data12. Additionally, the polarizable sphere model with Gaussian charge embedding has been applied to both 
methods in order to examine the effect solely by the difference in their polarizabilities. ADA well reproduces 
the blue shift without help from empirical parameters, whereas DDA results are far off the experimental data as 
reported previously13.

It is very interesting to see that, with the particle size decreasing, both theory (ADA and DDA) and experiment 
start to show quantum size effects and spectral changes around 4 nm. This is also consistent with the change in 
the distribution of atomic polarizations with respect to the particle size as shown in Fig. 2; as the particle size 
decreases below 4 nm, the atomic polarizations localized at the surface begin to spread over the core region. A 
similar interpretation based on TDDFT spectra has been reported in ref.16. Since it is known that metal-insulator 
transition for silver occurs near 4.1 nm39, much less than bulk electron mean free path, it is reasonable that 
more of atomistic characteristics and quantum plasmon effects are revealed in such size range. Regarding opti-
cal spectral features of silver nanoparticles, both cd-DIM model13 and our ADA method equally well display 
the size-dependent LSPR blue shifting trend as observed in experiments. It should be noted, however, that the 
improvement in ADA over cd-DIM lies in the fact that the former need not adopt a tunable plasmon frequency 
depending on an empirical parameter because it uses atomic polarizabilities generated from a first principles 
theory.

For computational efficiency, it should be noted that ADA is incomparably faster than TDDFT. In the case of 
+Ag147, for example, computational time of TDDFT was about two days on 128 CPU cores, whereas that of ADA 

was only around a few minutes even on a single CPU core. For a medium sized nanoparticle with 6 nm diameter 
(3,871 Ag atoms) to which TDDFT cannot be applied, ADA calculations took about 150 seconds on 48 CPU 
cores.

Conclusions
In order to calculate optical spectra for small metal nanoparticles in the quantum regime, we developed ADA 
using atomic polarizabilities obtained from TDDFT. As an atomistic reformulation of DDA without introducing 
empirical parameters, ADA could quantitatively illustrate the characteristic size-dependent plasmon blue-shifts 
of sub-10 nm silver nanoparticles observed in experiments. We believe that the ADA method can be a compet-
itive and practical alternative to DDA and TDDFT for quantum plasmon simulations, in which bulk dielectric 
functions for common DDA simulations are simply wrong, but TDDFT cannot be applied due to too high com-
putational costs. The non-empirical nature of ADA will allow for its application to a variety of systems for which 
empirical parameters are not readily available such as small alloy nanoparticles as well as quantum-sized particles.

References
 1. Stiles, P. L., Dieringer, J. A., Shah, N. C. & Van Duyne, R. P. Surface-Enhanced Raman Spectroscopy. Annu. Rev. of Anal. Chem. 1, 

601–626 (2008).
 2. Lal, S., Clare, S. E. & Halas, N. J. Photothermal Therapy: Impending Clinical Impact. Accounts of Chem. Res. 41, 1842–1851 (2008).
 3. Willets, K. A. & Van Duyne, R. P. Localized Surface Plasmon Resonance Spectroscopy and Sensing. Annu. Rev. of Phys. Chem. 58, 

267–297 (2007).
 4. Tame, M. S. et al. Quantum plasmonics. Nat. Phys. 9, 329–340 (2013).
 5. Dreaden, E. C., Alkilany, A. M., Huang, X., Murphy, C. J. & El-Sayed, M. A. The golden age: gold nanoparticles for biomedicine. 

Chem. Soc. Rev. 41, 2740–2779 (2012).
 6. Motl, N. E., Smith, A. F., DeSantis, C. J. & Skrabalak, S. E. Engineering plasmonic metal colloids through composition and structural 

design. Chem. Soc. Rev. 43, 3823–3834 (2014).
 7. Gilroy, K. D., Ruditskiy, A., Peng, H. C., Qin, D. & Xia, Y. Bimetallic nanocrystals: Syntheses, properties, and applications. Chem. 

Rev. 116, 10414–10472 (2016).
 8. Myroshnychenko, V. et al. Modelling the optical response of gold nanoparticles. Chem. Soc. Rev. 37, 1792 (2008).
 9. Genzel, L., Martin, T. P. & Kreibig, U. Dielectric function and plasma resonances of small metal particles. Z. Phys. B-Condens. Mat. 

21, 339–346 (1975).
 10. Lindfors, K., Kalkbrenner, T., Stoller, P. & Sandoghdar, V. Detection and Spectroscopy of Gold Nanoparticles Using Supercontinuum 

White Light Confocal Microscopy. Phys. Rev. Lett. 93, 037401 (2004).
 11. Berciaud, S., Cognet, L., Tamarat, P. & Lounis, B. Observation of Intrinsic Size Effects in the Optical Response of Individual Gold 

Nanoparticles. Nano Lett. 5, 515–518 (2005).
 12. Scholl, J. A., Koh, A. L. & Dionne, J. A. Quantum plasmon resonances of individual metallic nanoparticles. Nature 483, 421–427 

(2012).
 13. Chen, X., Moore, J. E., Zekarias, M. & Jensen, L. Atomistic electrodynamics simulations of bare and ligand-coated nanoparticles in 

the quantum size regime. Nat. Commun. 6, 8921 (2015).
 14. Esteban, R., Borisov, A. G., Nordlander, P. & Aizpurua, J. Bridging quantum and classical plasmonics with a quantum-corrected 

model. Nat. Commun. 3, 825 (2012).
 15. He, Y. & Zeng, T. First-Principles Study and Model of Dielectric Functions of Silver Nanoparticles. J. Phys. Chem. C 114, 

18023–18030 (2010).
 16. Durante, N., Fortunelli, A., Broyer, M. & Stener, M. Optical properties of Au nanoclusters from TD-DFT calculations. J. Phys. Chem. 

C 115, 6277–6282 (2011).
 17. Malola, S., Lehtovaara, L., Enkovaara, J. & Hakkinen, H. Birth of the Localized Surface Plasmon Resonance in Mono layer-Protected 

Gold Nanoclusters. Acs Nano 7, 10263–10270 (2013).
 18. Iida, K., Noda, M., Ishimura, K. & Nobusada, K. First-principles computational visualization of localized surface plasmon resonance 

in gold nanoclusters. J. Phys. Chem. A 118, 11317–11322 (2014).
 19. Weissker, H.-C. & López-Lozano, X. Surface plasmons in quantum-sized noble-metal clusters: TDDFT quantum calculations and 

the classical picture of charge oscillations. Phys. Chem. Chem. Phys. 17, 28379–28386 (2015).
 20. Barcaro, G., Sementa, L., Fortunelli, A. & Stener, M. Optical Properties of Silver Nanoshells from Time-Dependent Density 

Functional Theory Calculations. J. Phy. Chem. C 118, 12450–12458 (2014).
 21. Bae, G.-T. & Aikens, C. M. Time-Dependent Density Functional Theory Studies of Optical Properties of Ag Nanoparticles: 

Octahedra, Truncated Octahedra, and Icosahedra. J. Phys. Chem. C 116, 10356–10367 (2012).
 22. Kuisma, M. et al. Localized surface plasmon resonance in silver nanoparticles: Atomistic first-principles time-dependent density-

functional theory calculations. Phys. Rev. B 91, 115431 (2015).



www.nature.com/scientificreports/

6Scientific REPORTS | 7: 15775  | DOI:10.1038/s41598-017-16053-6

 23. Tussupbayev, S., Govind, N., Lopata, K. & Cramer, C. J. Comparison of real-time and linear-response time-dependent density 
functional theories for molecular chromophores ranging from sparse to high densities of states. J. Chem. Theory and Comput. 11, 
1102–1109 (2015).

 24. Walker, B., Saitta, A. M., Gebauer, R. & Baroni, S. Efficient approach to time-dependent density-functional perturbation theory for 
optical spectroscopy. Phys. Rev. Lett. 96, 1–4 (2006).

 25. Baseggio, O. et al. Photoabsorption of Icosahedral Noble Metal Clusters: An Efficient TDDFT Approach to Large-Scale Systems. J. 
Phys. Chem. C 120, 12773–12782 (2016).

 26. Baseggio, O., Fronzoni, G. & Stener, M. A new time dependent density functional algorithm for large systems and plasmons in metal 
clusters. J. Chem. Phys. 143, 024106 (2015).

 27. Draine, B. T. & Flatau, P. J. Discrete-Dipole Approximation For Scattering Calculations. J. Opt. Soc. Am. A 11, 1491 (1994).
 28. Yang, W.-H., Schatz, G. C. & Van Duyne, R. P. Discrete dipole approximation for calculating extinction and Raman intensities for 

small particles with arbitrary shapes. J. Chem. Phys. 103, 869 (1995).
 29. Yurkin, M. A. & Hoekstra, A. G. The discrete dipole approximation: An overview and recent developments. J. Quant. Spectrosc. 

Radiat. Transf. 106, 558–589 (2007).
 30. Legenski, N. et al. Force fields for metallic clusters and nanoparticles. J. Comput. Chem. 32, 1711–1720 (2011).
 31. Hirshfeld, F. L. Bonded-atom fragments for describing molecular charge densities. Theor. Chimica Acta 44, 129–138 (1977).
 32. Tkatchenko, A., Distasio, R. A., Car, R. & Scheffler, M. Accurate and efficient method for many-body van der Waals interactions. 

Phys. Rev. Lett. 108, 1–5 (2012).
 33. Tkatchenko, A. & Scheffler, M. Accurate molecular van der Waals interactions from ground-state electron density and free-atom 

reference data. Phys. Rev. Lett. 102, 6–9 (2009).
 34. Choi, S., Hong, K., Kim, J. & Kim, W. Y. Accuracy of Lagrange-sinc functions as a basis set for electronic structure calculations of 

atoms and molecules. J. Chem. Phys. 142, 094116 (2015).
 35. Kim, J. et al. Effects of the locality of a potential derived from hybrid density functionals on Kohn-Sham orbitals and excited states. 

Phys. Chem. Chem. Phys. 19, 10177–10186 (2017).
 36. Johnson, P. B. & Christy, R. W. Optical constants of the noble metals. Phys. Rev. B 6, 4370–4379 (1972).
 37. Perdew, J., Burke, K. & Ernzerhof, M. Generalized Gradient Approximation Made Simple. Phys. Rev. Lett. 77, 3865–3868 (1996).
 38. THEOS. http://theossrv1.epfl.ch/Main/Pseudopotentials.
 39. Medrano, L., Landauro, C. & Rojas-Tapia, J. Implementation of an alternative method to determine the critical cooling rate: 

Application in silver and copper nanoparticles. Chem. Phys. Lett. 612, 273–279 (2014).

Acknowledgements
This work was supported by Basic Science Research Programs (NRF-2016R1D1A1A02937215 and NRF-
2015R1A1A1A05001480) funded by the Korea government [MOE and MSIP] and by KISTI supercomputing 
center through the strategic support program (No. KSC-2016-C2-0047) and PLSI supercomputing resources.

Author Contributions
Seol Ryu and Woo Youn Kim organized this work and wrote the paper. Jaechang Lim implemented ADA and 
performed TDDFT, ADA and DDA calculations. Sungwoo Kang and Jaewook Kim implemented TDDFT.

Additional Information
Supplementary information accompanies this paper at https://doi.org/10.1038/s41598-017-16053-6.
Competing Interests: The authors declare that they have no competing interests.
Publisher's note: Springer Nature remains neutral with regard to jurisdictional claims in published maps and 
institutional affiliations.

Open Access This article is licensed under a Creative Commons Attribution 4.0 International 
License, which permits use, sharing, adaptation, distribution and reproduction in any medium or 

format, as long as you give appropriate credit to the original author(s) and the source, provide a link to the Cre-
ative Commons license, and indicate if changes were made. The images or other third party material in this 
article are included in the article’s Creative Commons license, unless indicated otherwise in a credit line to the 
material. If material is not included in the article’s Creative Commons license and your intended use is not per-
mitted by statutory regulation or exceeds the permitted use, you will need to obtain permission directly from the 
copyright holder. To view a copy of this license, visit http://creativecommons.org/licenses/by/4.0/.
 
© The Author(s) 2017

http://theossrv1.epfl.ch/Main/Pseudopotentials
http://dx.doi.org/10.1038/s41598-017-16053-6
http://creativecommons.org/licenses/by/4.0/

	Non-empirical atomistic dipole-interaction-model for quantum plasmon simulation of nanoparticles
	Theoretical Methods
	Results and Discussion
	Conclusions
	Acknowledgements
	Figure 1 Small silver nanoclusters with the cuboctahedron symmetry [(a,b,c, and d)] and their optical spectra calculated through ADA, DDA and TDDFT [(e,f,g, and h)], respectively.
	Figure 2 Atomic polarizations of , , and obtained using ADA(w/g) and DDA under the unit electric field along the y-direction of light propagating in z-direction.
	Figure 3 Optical spectra of silver nanoparticles as a function of diameter.




