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Photoluminescent Cationic 
Carbon Dots as efficient Non-Viral 
Delivery of Plasmid SOX9 and 
Chondrogenesis of Fibroblasts
Xia Cao1, Jianping Wang1, Wenwen Deng1, Jingjing Chen1, Yan Wang1, Jie Zhou1, Pan Du1, 
Wenqian Xu1, Qiang Wang1, Qilong Wang1, Qingtong Yu1, Myron Spector2, Jiangnan Yu1 & 
Ximing Xu  1

With the increasing demand for higher gene carrier performance, a multifunctional vector could 
immensely simplify gene delivery for disease treatment; nevertheless, the current non- viral vectors lack 
self-tracking ability. Here, a type of novel, dual-functional cationic carbon dots (CDs), produced through 
one-step, microwave-assisted pyrolysis of arginine and glucose, have been utilized as both a self-
imaging agent and a non-viral gene vector for chondrogenesis from fibroblasts. The cationic CDs could 
condense the model gene plasmid SOX9 (pSOX9) to form ultra-small (10–30 nm) nanoparticles which 
possessed several favorable properties, including high solubility, tunable fluorescence, high yield, low 
cytotoxicity and outstanding biocompatibility. The MTT assay indicated that CDs/pSOX9 nanoparticles 
had little cytotoxicity against mouse embryonic fibroblasts (MEFs) compared to Lipofectamine2000 and 
PEI (25 kDa). Importantly, the CDs/pSOX9 nanoparticles with tunable fluorescence not only enabled the 
intracellular tracking of the nanoparticles, but also could successfully deliver the pSOX9 into MEFs with 
significantly high efficiency. Furthermore, the CDs/pSOX9 nanoparticles-mediated transfection of MEFs 
showed obvious chondrogenic differentiation. Altogether, these findings demonstrated that the CDs 
prepared in this study could serve as a paradigmatic example of the dual-functional reagent for both 
self-imaging and effective non-viral gene delivery.

Gene therapy has attracted considerable attention in the medical, pharmaceutical and biotechnological fields 
due to its potential to treat a plethora of chronic and genetic diseases1,2. The basic principle of gene therapy is 
to correct the origin of diseases via the delivery and subsequent expression of exogenous DNA encoding for 
the missing or defective gene product. In this regard, developing effective gene vectors has become essential 
for the improvement of gene delivery efficiency. To date, gene delivery vehicles can be classified as viral and 
non-viral vectors3–5. Generally, viral agents possess high transfection efficiency but suffer from significant limi-
tations due to the high likelihood of mutagenesis or carcinogenesis6. However, these shortcomings are virtually 
absent in non-viral vectors such as cationic liposomes7,8, cationic polymers9–11, and inorganic nanoparticles (such 
as calcium phosphate nanoparticles)12, which offer a more efficient and safer alternative in conjunction with 
enhanced transfection efficiency. With the increasing demand for higher gene carrier performance, a multifunc-
tional vector that integrates low toxicity, high transfection efficiency and bioimaging could immensely simplify 
gene delivery for disease treatment. Therefore, the additional benefit of bioimaging allows the self-tracking of the 
DNA-loaded complexes, which is desirable for gene delivery. However, the before mentioned non-viral vectors 
lack this self-tracking ability.

To bridge this gap, this study focuses on the utilization of fluorescent semiconductor quantum dots (QDs) for 
efficient non-viral gene delivery. QDs are a type of semiconductor crystal ranging from 2 to 10 nm in diameter 
and are one of the first nanotechnologies used in biological sciences13–15. Nevertheless, the most conventional 

1Department of Pharmaceutics, School of Pharmacy, and Center for Drug/Gene Delivery and Tissue Engineering, 
Jiangsu University, Zhenjiang, 212001, P.R. China. 2Department of Orthopedic Surgery, Harvard Medical School, 
Brigham and Women’s Hospital, 75 Francis St, Boston, MA, 02115, USA. Xia Cao, Jianping Wang, Wenwen Deng and 
Jingjing Chen contributed equally to this work. Correspondence and requests for materials should be addressed to 
X.X. (email: xmxu@ujs.edu.cn)

Received: 17 October 2016

Accepted: 19 April 2018

Published: xx xx xxxx

OPEN

http://orcid.org/0000-0002-7113-6226
mailto:xmxu@ujs.edu.cn


www.nature.com/scientificreports/

2SCiEnTifiC RePoRtS |  (2018) 8:7057  | DOI:10.1038/s41598-018-25330-x

semiconductor QDs contain metallic elements, which restricts their application due to concerns regarding their 
toxicity, stability and environmental implications16. Consequently, the development of benign nano-materials 
(i.e., the substitution of metals with carbon) exhibiting optical properties that are similar to those of QDs has 
inspired several comprehensive studies17,18. Admittedly, several studies have investigated CDs; however, none 
of these studies has reported on the direct use of these particles for gene applications19, with the exception of 
PEI modification for gene delivery20. Currently, the two major routes for the synthesis of CDs are top-down and 
bottom- up approaches. The top-down approach involves the formation of CDs from larger carbon structures 
via a post-treatment carbon breakdown process such as electrochemical oxidation21,22, laser ablation23,24 or arc 
discharge25. In the bottom-up approach, CDs are obtained from suitable molecular precursors via ultrasonic 
treatment26, acid dehydration27, thermal carbonization28 or combustion6,29. However, the major obstacles to the 
application of QDs are the highly demanding preparation procedures and the complex modification of these 
substances required for effective gene binding. To this end, this study reports the one-step synthesis of cationic 
CDs as nano-gene vectors from simple precursors, glucose and arginine, using microwave-assisted pyrolysis. This 
method is a special type of bottom-up technique that does not consume large amounts of energy and generates 
appreciable yields. The developed CDs were subsequently utilized to deliver a plasmid containing the gene for 
SOX9 into mouse embryo fibroblasts (MEFs) to investigate the potential of differentiation into chondrocytes.

The transcription factor SOX9 is a member of the SOX (SRY-type HMGbox) protein family and plays an 
essential role in chondrogenesis30 and regulates the formation of numerous cell types, tissues and organs, includ-
ing hair follicles, testes and the heart31. SOX9 is expressed in all chondroprogenitor cells of the mouse embryo; 
however, its expression is abolished in hypertrophic chondrocytes and osteoblasts32. Previous studies have 
reported that SOX9 gene transfer promoted in vitro chondrocyte differentiation and cartilage formation; however, 
the vehicles used for SOX9 gene delivery were viruses, which carries potential safety risks when applied in clinical 
trials33,34. Therefore, the development of a safer and more effective vehicle to facilitate gene delivery is urgently 
needed. Primary MEFs, which are typically isolated from 12- to 14-day mid-gestation mouse embryos, have been 
previously investigated for cell commitment and differentiation into mesenchymal lineages, such as cartilage and 
adipose tissues35. Although MEFs have previously been reported to undergo chondrogenic differentiation, most 
of the strategies were based on viral transfection36 or protein factors37,38, which suffered from either safety issues 
or a lack of efficiency.

In this issue, CDs were used for the first time as a non-viral vector to deliver pSOX9 (Fig. 6) into MEFs for 
chondrogenic differentiation with high efficiency and low cytotoxicity, with an additional self-tracking feature 
for bioimaging.

Materials and Methods
Materials. Dulbecco’s Modified Eagle Medium/F-12 (DMEM/F12) and trypsin were purchased from 
Invitrogen (Invitrogen, USA). Fetal bovine serum (FBS) was purchased from Gibco (Gibco, USA). SOX9 was 
purchased from Bioworld Technology, Inc. (Nanjing, China). The ELISA kit for SOX9 quantification was pur-
chased from Nanjing Qiteng Biological Co., Ltd. (Nanjing, China). MTT was purchased from Sigma (Sigma, 
USA). Quinine, sulfuric acid solution (H2SO4), ammonium chloride (NH4Cl), acrylamide, sodium orthovanadate 
(SOV), glucose, and colchicine were all obtained from Sinopharm Chemical Reagent Co., Ltd. (Shanghai, China). 
Cytochalasin D was obtained from J&K Scientific (Beijing, China).

YOYO-1 was purchased from Invitrogen (Invitrogen, USA). Arginine (ultrapure, molecular biology grade) 
was purchased from Sinopharm Chemical Reagent Co., Ltd. (Shanghai, China). All other reagents were pur-
chased from Sinopharm Chemical Reagent Co., Ltd. (Shanghai, China). Principles of laboratory animal care were 
followed and all procedures were conducted according to the guidelines established by the National Institutes of 
Health, and every effort was made to minimize suffering. This study was approved by the Animal Experiment 
Committee of Jiangsu University.

Cell lines. Primary MEFs were extracted from 12- to 14-day mid-gestation Kunming mice (Laboratory 
Animal Center of Jiangsu University, Zhenjiang, China) according to the procedures previously described39. The 
MEFs were cultured in DMEM/F12 (Gibco, USA) supplemented with 10% FBS at 37 °C in a 5% CO2 atmosphere.

Preparation of carbon quantum dots. The CDs were synthesized using a microwave- assisted pyrolysis 
method. Briefly, arginine and glucose (0.1 g) were mixed in various weight ratios (3:1, 6:1, 9:1, 12:1, and 15:1) with 
30 mL of double distilled water under ultrasonication to form a homogeneous solution which was heated with a 
commercial microwave oven (700 W, Galanz, China) for 10 min. After cooling to room temperature, the sample 
was diluted with distilled water at an appropriate ratio and dialyzed against double distilled water for 4 days. The 
product was concentrated, filtered through a 0.22-µm filter and freeze dried (Christ Alpha 2–4, Germany) to yield 
highly fluorescent CDs.

Determination of fluorescence quantum yields. Fluorescence quantum yield is defined as the ratio 
of the number of radiated photons to the number of absorbed photons. In this study, the fluorescence quantum 
yields of CDs were determined using a comparative method. Quinine sulfate was selected as the standard due to 
its chemical stability, high quantum yield and lack of overlap between its excitation and emission spectra. The PL 
emission spectra of all of the samples were measured using an RF-5310 spectrofluorophotometer (SHIMADZU, 
Japan) at an excitation wavelength corresponding to the UV range. The integrated fluorescence intensity is the 
area under the PL curve over the wavelength range of 380 to700 nm. Absolute values were calculated according 
to the following equation19:
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= × ×Yu Ys (Fu/Fs) (As/Au),

where Yu is the quantum yield of the test sample and Ys is the quantum yield of the standard sample; Fu and Fs 
are the integrated fluorescence intensities of the test and standard samples, respectively; and As and Au are the 
absorbance values of the test and standard samples, respectively.

Preparation and characterization of CDs/pSOX9 nanoparticles. A 2 mg/mL solution of CDs was 
prepared using double distilled water and sterilized through a 0.22-µm filter prior to use. The CDs/pSOX9 nan-
oparticles were formulated at various weight ratios of CDs/pSOX9 by adding predetermined concentrations of 
sterilized CDs to a well-defined pDNA solution. The product was vortexed to form a homogeneous mixture. The 
mixtures were then incubated at room temperature for 20 min to allow for the formation of nanoparticles.

For morphological characterization, the transmission electron microscopy (TEM) images of CDs and CDs/pSOX9  
nanoparticles were obtained using a JEM-2100 transmission electron microscope (JEOL, Japan) operated at an 
accelerating voltage of 40–100 kV. Fourier transform infrared spectroscopy (FT-IR) spectra were measured using 
an Avatar 370 instrument (Nicolet, USA) to indicate the structural changes from the original materials (arginine 
and glucose) to the resultant CDs. The hydrodynamic sizes and surface charges of the CDs and CDs/pSOX9 nan-
oparticles were determined using a Zetasizer Nano (Malvern Instruments, Malvern, UK). The fluorescence spec-
tra of the CDs were obtained using a spectrofluorophotometer (RF-5301PC, SHIMADZU), and the absorbance 
spectra were recorded using a UV-Vis spectrophotometer (UV-2550, SHIMADZU, Japan).

Agarose gel electrophoresis. The binding of pDNA with CDs was evaluated using agarose gel electropho-
resis. The CDs/pSOX9 nanoparticles were freshly prepared at different weight ratios as described in the section of 
Preparation of CDs/pSOX9 nanoparticles. After 5 min of incubation at room temperature, 10 µL of the complex 
solution was mixed with 2 µL of loading buffer. The resultant mixture was loaded onto a 1% agarose gel containing 
ethidium bromide (0.5 µg/mL) buffer at 80 V for 40 min, and the gel was visualized under a UV transilluminator 
at a wavelength of 365 nm. The pDNA in this study referred to the pSOX9 unless otherwise specified.

Cytotoxicity. The in vitro cytotoxicity of the CDs/pSOX9 nanoparticles against the MEFs was evaluated using 
the MTT assay. In brief, the MEFs were seeded into a 96-well culture plate at an initial density of 5 × 104 cells/well  
and incubated for 24 h under the same conditions used for cell culture. The CDs/pSOX9 nanoparticles were 
then freshly prepared at different weight ratios (1:1, 10:1, 100:1, 500:1, and 1000:1), followed by dilution with the 
serum-free medium. 100 µL of the nanoparticle-containing, serum-free medium was added to each well (0.2 µg 
of pDNA for each well) and incubated for 4 h. After removal of the nanoparticle-containing medium, the cells 
were incubated with the 10% FBS-containing medium for 72 h. After that, 20 µL of the MTT solution (5 mg/mL) 
was added to each well and incubated for another 4 h. The medium was then removed, and 100 µL of dimethyl 
sulfoxide was added to form a formazan crystal salt solution. The absorbance of each well was measured using a 
microplate reader at 570 nm (Epoch, BioTek, USA). The PEI modified CDs (PEI-CDs)/pSOX9 complexes were 
prepared as previously described19 and used as a control in the cytotoxicity assay as well as the subsequent trans-
fection evaluation.

Localization of complexes. The intracellular distribution of the complexes was evaluated using the con-
focal microscopy. The MEFs were seeded into 24-well culture plates at an initial density of 2.5 × 105 cells/well 
and incubated for 24 h under the same conditions used for cell culture. The nucleic acid fluorescent dye YOYO-1 
was used to label free plasmid DNA and the CDs/pSOX9 nanoparticles. The YOYO-1-labeled nanoparticles and 
plasmid DNA were added to the respective wells, and the plates were slightly shaken to create a uniform mixture. 
After incubation at 37 °C in 5% CO2 for different durations (4, 8 and 24 h), the cells were fixed with 4% para-
formaldehyde and then visualized using a confocal laser microscope (Leica, DMI6000B, Germany) with three 
solid-state lasers (405, 488, and 514 nm).

Pathways for cellular uptake of the CDs/pDNA complexes. To obtain a preliminary understanding 
of the mechanisms of the CDs internalization, four inhibitors were used to examine the cellular uptake pathways 
of the CDs/pSOX9 nanoparticles, including filipin III, glucose, 5-(N,N-dimethyl)-amiloride (DMA), and chlor-
promazine hydrochloride (CPZ). The inhibitory functions and concentrations of these inhibitors are summa-
rized in Table 1. Following incubation with these inhibitors at 37 °C for 2 h, the culture medium in each well was 
replaced with 10% FBS-containing DMEM/F12 medium. After an additional 24 h, the cells were observed using 
a fluorescence microscope (Leica, DMI6000B, Germany).

The intracellular distribution of the complexes was evaluated using the flow cytometry (FCM). The MEFs were 
seeded into 6-well culture plates at an initial density of 2.5 × 105 cells/well and incubated for 24 h under the same 
conditions using cell culture. The YOYO-1-labeled nanoparticles and plasmid DNA were added to the respective 
wells, and the plates were slightly shaken to create a uniform mixture. After incubation at 37 °C in 5% CO2 for 
24 h), the cells were viewed under a FCM (BD 6 plus) with three solid-state lasers (488 nm).

In vitro transfection. The MEFs were used to evaluate the transfection efficiency of the CDs/pSOX9 nan-
oparticles. Specifically, the MEFs were seeded into 96-well culture plates at an initial density of 5 × 104 cells/well  
and incubated for 24 h under the same conditions used for cell culture. Four hours prior to transfection, the 
medium in each well was replaced with 100 µL of serum-free medium. The CDs/pSOX9 nanoparticles (0.2 µg of 
pDNA for each well) at various weight ratios (1:1, 50:1, and 100:1) were added to the wells. The transfection rea-
gents PEI (25 kDa) and Lipofectamine2000 were used as positive controls according to the procedures provided 
by the manufacturers. After incubation at 37 °C in 5% CO2 for 4 h, the medium in each well was replaced with 
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100 µL of 10% FBS-containing medium, and the cells were incubated for another 72 h. After that, the medium 
was collected and centrifuged for 5 min at 1500 rpm to obtain the supernatant. The expression level of SOX9 was 
quantified using the ELISA kit according to the manufacturer’s instructions, and the plate was read at 450 nm 
using a microplate reader.

MEFs differentiation into cartilage cells. The MEFs were seeded on a 24-well plate at an initial density 
of 2.5 × 105 cells/well and incubated for 24 h to obtain a confluence of 60- 70%. The cells were then transfected 
with the CDs/pSOX9 nanoparticles at a ratio of 40:1 (0.8 µg of pSOX9 per well) as presented in section In vitro 
transfection. The medium was replaced every two days. The cells were transfected once when the samples were 
collected on day 3, twice when collected on day 7 and four times when collected on day 14 and were fixed with 4% 
paraformaldehyde at 4 °C for subsequent evaluation. The samples fixed on day 14 were visualized using a confocal 
laser microscope with three solid-state lasers (405, 488 and 514 nm).

Immunolocalization of collagen II expression in the transfected MEFs was performed using a commercial 
streptavidin-biotin complex (SABC) kit (Boster, Wuhan, China). According to the manufacturer’s instructions, 
each sample was incubated in normal goat serum for 20 min at room temperature, followed by incubation with 
rabbit polyclonal antibodies against mouse collagen II (Abcam, Cambridge, MA) at a dilution of 1:500 in PBS 
overnight at 4 °C. After washing three times with PBS, the cells were incubated with biotinylated goat anti-rabbit 
IgG for 20 min at 37 °C. Then, the cells were exposed to SABC and stained with 3, 3-diaminobenzidine (DAB) 
(Boster, Wuhan, China). For the control staining, PBS was used instead of the primary antibody.

The metachromatic dye toluidine blue was used to stain cartilage cells generated from the transfected MEFs. 
Toluidine blue (Toluidine Blue O, Sigma-Aldrich; 1% NaCl, pH = 2.3) was added to the fixed plates for 5 min at 
ambient temperature40. Western blotting of collagen II was tested in transfected MEFs on days 3, 7 and 14, while 
un-transfected MEFs was used as a control.

Immunogenicity test. Twenty (20) male mice were given 0.2 ml CDs/pDNA by intravenous injection and 
observed under 24 h. The concentration of CDs was 100 fold of cell transfection. After 24 h, the mice eyeballs were 
extracted and whole blood was taken and the blood cells counted.

Statistical analysis. All data were presented as mean ± standard deviation (SD). The Students t-test was 
performed to determine the significance (a p < 0.05 was considered statistically significant) of the differences 
between the selected groups using the statistical software of SPSS 14.0 (SPSS company, USA).

Results and Discussion
Characterization of CDs. The CDs exhibited excellent water-soluble properties41 with blue luminescence 
emission (Fig. 1a). The FT-IR spectra analysis demonstrated that the CDs combined the characteristic IR absorp-
tions from the both starting materials (arginine and glucose): the broad absorption band ranging from 3000 cm-1 
to 3410 cm−1 (the vibration of N-H and O-H groups), 1459 cm−1 (bending vibration of –CH2–),1377 cm−1 (sym-
metrical deformation vibration of –CH3) in both arginine and glucose (Fig. 1b). Meanwhile, a new, strong peak 
at 1630 cm−1 which may be attributed to the C=O groups emerged in the CDs’ spectrum (Fig. 1b), indicating the 
chemical reactions occurred during the preparation of the CDs and the arginine residues have been successfully 
grafted onto the surface of the CDs in situ. Previous reports have shown that surface passivation plays a key role in 
the combination of CDs and pDNA23. PEI which has usually been used as a gene carrier in spite of a certain level 
of cytotoxicity has also been widely employed as a passivating agent during the preparation of CDs20,42. The result 
of zeta potential test revealed that the CDs produced in this study possessed a positive charge (25.4 ± 0.3 mV) 
(Fig. 1c) without surface passivation. This is likely due to the presence of amino groups on the CDs surface.

The positive charge of the CDs is required for the combination with the negatively charged DNA. To test this, 
Zeta potential and agarose gel electrophoresis was performed to examine the effective combination of CDs and 
pDNA with a series of weight ratios. The finding demonstrated that the distance of pDNA migration across the 
agarose gel gradually decreased with an increasing CDs/pDNA weight ratio (1:1, 3:1, 6:1, 9:1 and 12:1); when 
this ratio increased to 9:1, the pDNA was completely retained in the original well, suggesting minimum effective 
weight ratio that prevented DNA migration was 9:1 (Fig. 1e). The CDs/pDNA complex still cannot keep pDNA 
in the original location until the 9:1 weight ratio, and this could be due that one pDNA molecule might combined 
with several CDs while other pDNA are still in free form. So it is observed that all zeta potential of the complex 
are positive, meaning the amount of CDs is not sufficient to coat all the pDNA until the 9:1mass ratio is attained. 
Moreover, the CDs/pDNA nanoparticles (9:1) also showed a positive charge (21.8 ± 0.2 mV) (Fig. 1d), which 
would facilitate the cellular uptake of the CDs/pDNA nanoparticles.

The quantum yield was determined by employing quinine sulfate (quantum yield of 54%) as a standard sam-
ple, and the result showed that the CDs enjoyed a quantum yield of 12.7%, which was comparable to previous 
reports43.

Name Function Final concentration

Glucose Inhibits clathrin-dependent endocytosis 0.45 M

CPZ Inhibits clathrin-dependent endocytosis 10.0 μg/ml

DMA Inhibits the Na+/H+ exchange required for 
macropinocytosis 10 μM

Filipin III Blocks caveolae/raft-mediated endocytosis 1 μg/ml

Table 1. Inhibitors and their Function and Concentration.
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The morphology of the CDs before and after combination with the pDNA was observed with TEM. As shown 
in Fig. 1f, the CDs (panel 1) and CDs/pSOX9 nanoparticles (panel 2) were uniformly distributed and had a 
spherical or elliptical morphology. The particle size determination by dynamic light scattering technique showed 
that these CDs (with diameters within the range of 1–7 nm, Fig. 1g) and CDs/pSOX9 nanoparticles (10–30 nm 
in diameter, Fig. 1g) both possessed an ultra small particle size, which is consistent with the TEM analysis. When 
positively charge CDs solution was mixed with negatively charge pDNA solution a homogeneous mixture is 
formed. The two oppositely charged ions combined to form nanoparticles. The addition of the two solutions 
resulted in charge neutralization, bridging and aggregation and this might have led to size decrease. Hence, the 
particle size ratio reduced from 3:1 to 9:1 (CDs:pDNA) Thereafter, with more addition of CDs, the levels of posi-
tively charged CDs increase with respect to negatively charged pDNA resulting in low charge neutralization and 
static repulsion. The particle size therefore increased from the ratios 9:1 to 15:1(S2). Additionally, the combina-
tion of CDs and pDNA generated a strong fluorescence intensity that was similar to that of CDs alone (Fig. 1h), 
indicating that the combination with pDNA did not significantly affect the CDs fluorescence.

Cytotoxicity. The integration of transfection ability and effective bioimaging into a single CD nano vector 
requires not only suitable optical and delivery properties but also low cytotoxicity. Previously reported CDs which 
have been usually been passivated by PEI exhibited dose- dependent cytotoxicity43. However, the CDs prepared in 
this study avoid this problem with no surface passivation.

To evaluate the cytotoxicity of the CDs, the relative viabilities of MEFs exposed to CDs were determined 
using an MTT assay. The PEI-CDs and PEI (25 kDa) were used as controls. As shown in Fig. 2a, the CDs/pSOX9 
nanoparticles exhibited no cytotoxicity when the CDs/pDNA weight ratio was increased from 1:1 to 500:1 (far 
surpassed the weight ratio used in transfection assay), followed by an acceptable dose-dependent cytotoxicity. 
Moreover, apoptosis was not observed for the CDs/pSOX9 nanoparticles at weight ratios of 1:1, 10:1, 100:1 and 
500:1 (Fig. 2a). In contrast, both the PEI-CDs and PEI (25 kDa) showed significantly decreased cell viability when 
compared with the CDs (Fig. 2b). The cell viability of the CDs/pSOX9 nanoparticles was superior to that of PEI 
(25 kDa) even at a CDs/pSOX9 weight ratio of 1000:1. These results indicated that the CDs prepared in this study 
had an excellent biocompatibility.

Figure 1. Characterization of CDs and CDs/pDNA complexes. (a) Aqueous CDs solutions under UV light 
at 365 nm: 1, double distilled water; 2, CDs solution; (b) FT-IR spectra of glucose, arginine and CDs; (c) 
Zeta potential of free plasmid, CDs and CDs/pDNA complexes; (d) Zeta potential of CDs/pDNA complexes 
prepared at CDs/pDNA weight ratios of 3:1, 6:1, 9:1 12:1, and 15:1; (e) Agarose gel electrophoresis: CDs/pDNA 
complexes at different weight ratios (1:1, 3:1, 6:1, 9:1, and 12:1, from left to right); (f) TEM images: 1, CDs; 2, 
CDs/pDNA complexes; (g) Particle size distribution of CDs and CDs/pDNA complexes (2:1); (h) Aqueous CDs 
before (1) and after (2) complexation with pDNA under UV light at 365 nm. Values are the means ± SD of three 
repeated experiments.
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In vitro transfection. With the proper ratio of CDs/pDNA (S2), the CDs/pSOX9 nanoparticles with a weight 
ratio of 9:1 were used in the subsequent experiments. The PEI (25 kDa) and Lipofectamine2000 were used as 
controls, and the PEI-CDs were employed in parallel experiments.

The results revealed that the MEFs transfected with the CDs/pSOX9 nanoparticles had a SOX9 expression level 
comparable to that of the Lipofectamine2000, which was significantly higher than that of the transfection reagent 
PEI (25 kDa) (Fig. 2c). Furthermore, the CDs/pSOX9 nanoparticles possessed considerably enhanced transfection 
efficiency than the PEI-CDs/pDNA complexes (Fig. 2d). PEI, a widely used cationic polymer gene carrier easily 
attached into cells, has a high transfection together with high cytotoxicity. One way due that PEI make cell mem-
brane broken which lead to cell necrosis(immediate); another the mitochondrial membrane breakage of the cell 
by swallowing PEI, the cell eventually lead to apoptosis (delay). Compare with PEI, CDs with cationic and small 
size enhances pDNA attached to cell membrane without any cytotoxicity. These results suggested that the CDs 
prepared in this study could serve as a novel, highly efficient non-viral vector for gene delivery.

Subcellular localization. The dual-functional CDs prepared in this study not only possessed high 
transfection efficiency but also had the self-imaging ability. Considering that the CDs might not be able to 
enter nuclei, the green fluorescent nucleic acid dye YOYO-1 was employed to track and locate the exoge-
nous pDNA within the cells. With the laser confocal fluorescence microscopy, the translocation process of 
the CDs/pSOX9 nanoparticles and the YOYO-1-labeled CDs/pSOX9 nanoparticles in MEFs was observed 
4, 8 or 24 h after transfection. As shown in Fig. 2e,f, the plasmid DNA was clearly observed in the cyto-
plasm 8 h after transfection with the CDs/pSOX9 nanoparticles when exicted at the three wavelengthes  
(405, 488, and 514 nm), but there was no clear indication of nucleic localization of the exogenous plasmid 

Figure 2. Cytotoxicity assay and transfection efficiency. (a) Cytotoxicity of CDs/pDNA nanoparticles formed 
at various ratios (1:1, 10:1, 100:1, 500:1, and 1000:1) compared with PEI (25 kDa) (**P < 0.01); (b) Cytotoxicity 
of PEI-CDs/pDNA complexes formed at various ratios (10:1, 20:1, 100:1, 400:1, 800:1, and 1000:1); (c) In 
vitro gene transfection efficiency of CDs/pDNA nanoparticles compared with PEI (25 kDa)/pDNA and 
Lipofectamine 2000/pDNA (*P < 0.05; **P < 0.01); (d) Comparison of the transfection efficiency among CDs/
pDNA nanoparticles, PEI-CDs/pDNA complexes, PEI (25 kDa)/pDNA and free plasmid DNA; (e) Real-time 
imaging of CDs/pDNA complexes following transfection of UCDSCs. Similar conditions were applied in this 
case; (f) Real-time imaging of CDs/pDNA complexes with YOYO-1-labeled DNA following transfection of 
MEFs. The 405, 488 and 514 nm cell columns were observed 4, 8, and 24 h after transfection. Scare bars = 5 μm. 
Values are the means ± SD of three repeated experiments.
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SOX9 (Fig. 2e). On the other hand, the YOYO-1-labeled CDs/pSOX9 nanoparticles-transfected group 
showed obvious nucleic localization of the exogenous plasmid SOX9 as indicated by the green fluorescence 
emitted by YOYO-1 (Fig. 2f ). This result indicated that CDs could not enter nuclei, but the exogenous 
plasmid DNA could be successfully released from the CDs/pDNA nanoparticles and enter nuclei where the 
exogenous gene could be effectively expressed.

Cellular uptake. The mechanisms of the internalization of the CDs/pDNA complexes were investigated by 
employing four cellular uptake inhibitors: filipin III, glucose, 5-(N, N-dimethyl)-amiloride (DMA), and chlor-
promazine hydrochloride (CPZ). It is well recognized that filipin III inhibits caveolae-mediated endocytosis44, 
glucose and CPZ are typical inhibitors for clathrin-mediated endocytosis45, and DMA is known to disrupt mac-
ropinocytosis46. As shown in Fig. 3, when compared with the blank control, the fluorescence intensity in the cells 
treated with filipin III, glucose and CPZ was notably decreased, whereas the cells incubated with DMA did not 
exhibit differences in the fluorescence intensity from the blank control group. As shown in Fig. 4, when cells were 
cultivated with glucose, filipin III and CPZ, no fluorescence was emitted by the cells while cells treated with DMA 
exhibited strong fluorescent intensity. These results indicated that both caveolae- and clathrin-mediated endocy-
tosis represent the major cellular uptake mechanisms of the CDs/pDNA complexes, whereas macropinocytosis 
plays a minimal role. It is likely that multiple endocytosis pathways may lead to the high transfection efficiency of 
the CDs/pDNA complexes.

Chondrogenic differentiation. With the highly efficient expression of SOX9 which is known for induc-
tion of chondrogenesis, the chondrogenic differentiation of the transfected MEFs were assessed at various 

Figure 3. Cellular uptake analyses. MEFs observed using laser scanning confocal microscopy at excitation 
wavelengths at 405, 488 and 514 nm for blue, green and red fluorescence, respectively, following inhibition 
with filipin III, glucose, 5-(N,N-dimethyl)-amiloride (DMA), and chlorpromazine hydrochloride (CPZ). Scare 
bars = 20 μm.
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time points (day 3, 7 and 14) during the 2-week culture process. Using DAB staining (Fig. 5a), the CDs/pSOX9 
nanoparticles-transfected MEF was positive (shown as increasing color intensity when the incubation time was 
prolonged) for collagen II marker, whereas untransfected MEFs showed no expression of collagen II (blank). 
The toluidine blue staining further confirmed the gradual process of cartilage formation as shown by the grad-
ual color change from purple to fuchsia from day 3 to day 14 (Fig. 5b). The similar results of Western blot-
ting (Fig. 5c) can be seen with DAB staining for collagen II. These data demonstrated that the CDs/pSOX9 
nanoparticles-transfected MEFs could successfully differentiate into cartilage cells.

Figure 4. Flow cytometry analyses. MEFs observed using Flow cytometry at excitation wavelengths 488 for 
green fluorescence, respectively, following inhibition with filipin III, glucose, 5-(N,N-dimethyl)-amiloride 
(DMA), and chlorpromazine hydrochloride (CPZ).
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Immunogenicity test. Due to high viral vector immunogenicity and viral recombination, more researchers 
have been favoring non-viral carriers as they possess properties like noninfectious, unlimited capacity, controlled 
chemical structure and large preparation. Nevertheless, most of the non-viral carriers are less efficient, and are 
quickly eliminated from the body after their delivery. We developed a kind of small size (10 nm) gene vector and 
efficient tracer, which is small enough to escape elimination from the body and possess self-tracking ability. We 
found that the mice did not show any abnormal behavior, irritant reactions, and unaffected activities like eating. 
Meanwhile, no blood coagulation or erythrocyte aggregation effect was seen on the mice. The Mice blood cell 
counts after intravenous treatments with CDs/pSOX9 nanoparticles at concentration of 100 mg/kg for 7days, one 
dose per day (n = 3). The cells in the CBC (white blood cells, red blood cells, and platelets) have unique functions, 
which can also be done as a part of an evaluation based on symptoms. The white blood cells are an essential part 
of the immune system and help the body fight infections. Each different component of the white blood cell (the 
WBC differential) plays a specific role in the immune system. Red blood cells are essential in transporting oxygen 
to all the cells in the body to serve their functions. Platelets are a part of the blood clotting system in the body 
and help in preventing bleeding. The cell counts of CDs/pDNA groups had no appreciable different with normal 
group. The results showed the biosecurity of CDs (Table 2).

Figure 5. Identification of MEF differentiation into chondrocytes. (a) Immunohistochemical staining for 
collagen II using DAB. Blank: MEFs, 3days-14days; MEFs transfected with CDs/pDNA complexes for 3, 7 or14 
days; scare bars = 50 μm. (b) Toluidine blue staining. Blank: MEFs, 3 days-14days; MEFs transfected with CDs/
pDNA complexes for 3, 7 or14 days; (c) Western bolt results of collagen II and GAG, and β-actin was used as 
control. scare bars = 50 μm.

Figure 6. Sketch of the formation of CDs and CDs/plasmid.
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Conclusions
In this study, we prepared the CDs with low cytotoxicity by a one-step microwave- assisted pyrolysis of arginine 
and glucose, which were utilized as a novel, safe, highly efficient, dual-functional (gene delivery and self-tracking) 
cationic nano gene vector. The synthesized CDs not only had high gene transfection efficiency but also enabled 
the intracellular tracking of the delivered molecules through tunable fluorescence studies. Furthermore, the CDs/
pDNA nanoparticles could be internalized via both caveolae- and clathrin-mediated endocytosis and enter nuclei 
to achieve an effective gene expression. More importantly, the CDs-mediated delivery of plasmid SOX9 could 
successfully induce the chondrogenesis from the transfected MEFs. Taken together, the judicious application of 
the dual-functional CDs as both the non-viral gene vector and self-imaging reagent described herein holds a great 
promise for the non-viral gene delivery, tissue engineering as well as bioimaging.

References
 1. Vankayala, R. et al. A general strategy to achieve ultra-high gene transfection efficiency using lipid-nanoparticle composites. 

Biomaterials 35, 8261–8272, https://doi.org/10.1016/j.biomaterials.2014.06.016 (2014).
 2. Tiera, M. J., Shi, Q., Winnik, F. M. & Fernandes, J. C. Polycation-based gene therapy: current knowledge and new perspectives. 

Current gene therapy 11, 288–306 (2011).
 3. Gebremedhin, S. et al. Gene delivery to carcinoma cells via novel non-viral vectors: nanoparticle tracking analysis and suicide gene 

therapy. European journal of pharmaceutical sciences: official journal of the European Federation for Pharmaceutical Sciences 60, 
72–79, https://doi.org/10.1016/j.ejps.2014.03.003 (2014).

 4. Deng, W. W. et al. Delivery of a transforming growth factor beta-1 plasmid to mesenchymal stem cells via cationized Pleurotus 
eryngii polysaccharide nanoparticles. Int J Nanomed 7, 1297–1311, https://doi.org/10.2147/Ijn.S28010 (2012).

 5. Yu, Q. T. et al. Efficient gene delivery to human umbilical cord mesenchymal stem cells by cationized Porphyra yezoensis 
polysaccharide nanoparticles. Int J Nanomed 10, 7097–7107, https://doi.org/10.2147/Ijn.S93122 (2015).

 6. Segovia, N., Dosta, P., Cascante, A., Ramos, V. & Borros, S. Oligopeptide-terminated poly(beta-amino ester)s for highly efficient 
gene delivery and intracellular localization. Acta biomaterialia 10, 2147–2158, https://doi.org/10.1016/j.actbio.2013.12.054 (2014).

 7. Shi, G., Guo, W., Stephenson, S. M. & Lee, R. J. Efficient intracellular drug and gene delivery using folate receptor-targeted pH-
sensitive liposomes composed of cationic/anionic lipid combinations. Journal of controlled release: official journal of the Controlled 
Release Society 80, 309–319 (2002).

 8. Zhang, Y. et al. DC-Chol/DOPE cationic liposomes: a comparative study of the influence factors on plasmid pDNA and siRNA gene 
delivery. International journal of pharmaceutics 390, 198–207, https://doi.org/10.1016/j.ijpharm.2010.01.035 (2010).

 9. Cao, X. et al. Non-Viral Co-Delivery of the Four Yamanaka Factors for Generation of Human Induced Pluripotent Stem Cells via 
Calcium Phosphate Nanocomposite Particles. Adv Funct Mater 23, 5403–5411, https://doi.org/10.1002/adfm.201203646 (2013).

 10. Wang, M. et al. Efficient gene transfer into rat mesenchymal stem cells with cationized Lycium barbarum polysaccharides 
nanoparticles. Carbohyd Polym 86, 1509–1518, https://doi.org/10.1016/j.carbpol.2011.06.073 (2011).

 11. Deng, W. W. et al. MicroRNA Replacing Oncogenic Klf4 and c-Myc for Generating iPS Cells via Cationized Pleurotus eryngii 
Polysaccharide-based Nanotransfection. Acs Appl Mater Inter 7, 18957–18966, https://doi.org/10.1021/acsami.5b06768 (2015).

 12. Giger, E. V. et al. Gene delivery with bisphosphonate-stabilized calcium phosphate nanoparticles. Journal Of Controlled Release 150, 
87–93, https://doi.org/10.1016/j.jconrel.2010.11.012 (2011).

 13. Guo, W. S. et al. Synthesis of Zn-Cu-In-S/ZnS Core/Shell Quantum Dots with Inhibited Blue-Shift Photoluminescence and 
Applications for Tumor Targeted Bioimaging. Theranostics 3, 99–108, https://doi.org/10.7150/thno.5361 (2013).

 14. Chinnathambi, S., Chen, S., Ganesan, S. & Hanagata, N. Silicon Quantum Dots for Biological Applications. Adv Healthc Mater 3, 
10–29, https://doi.org/10.1002/adhm.201300157 (2014).

 15. Wo, F. J. et al. A Multimodal System with Synergistic Effects of Magneto-Mechanical, Photothermal, Photodynamic and Chemo 
Therapies of Cancer in Graphene-Quantum Dot-Coated Hollow Magnetic Nanospheres. Theranostics 6, 485–500, https://doi.
org/10.7150/thno.13411 (2016).

 16. Liang, Q. H., Ma, W. J., Shi, Y., Li, Z. & Yang, X. M. Easy synthesis of highly fluorescent carbon quantum dots from gelatin and their 
luminescent properties and applications. Carbon 60, 421–428, https://doi.org/10.1016/j.carbon.2013.04.055 (2013).

 17. Li, J. M. et al. Enzyme-Responsive Cell-Penetrating Peptide Conjugated Mesoporous Silica Quantum Dot Nanocarriers for 
Controlled Release of Nucleus-Targeted Drug Molecules and Real-Time Intracellular Fluorescence Imaging of Tumor Cells. Adv 
Healthc Mater 3, 1230–1239, https://doi.org/10.1002/adhm.201300613 (2014).

 18. Zhou, J. et al. Cationic carbon quantum dots derived from alginate for gene delivery: One-step synthesis and cellular uptake. Acta 
biomaterialia 42, 209–219, https://doi.org/10.1016/j.actbio.2016.06.021 (2016).

 19. Liu, C. J. et al. Nano-carrier for gene delivery and bioimaging based on carbon dots with PEI-passivation enhanced fluorescence. 
Biomaterials 33, 3604–3613, https://doi.org/10.1016/j.biomaterials.2012.01.052 (2012).

 20. Kim, J., Park, J., Kim, H., Singha, K. & Kim, W. J. Transfection and intracellular trafficking properties of carbon dot-gold nanoparticle 
molecular assembly conjugated with PEI-pDNA. Biomaterials 34, 7168–7180, https://doi.org/10.1016/j.biomaterials.2013.05.072 (2013).

 21. Zhou, J. G. et al. An electrochemical avenue to blue luminescent nanocrystals from multiwalled carbon nanotubes (MWCNTs). J Am 
Chem Soc 129, 744–745, https://doi.org/10.1021/ja0669070 (2007).

 22. Zheng, L. Y., Chi, Y. W., Dong, Y. Q., Lin, J. P. & Wang, B. B. Electrochemiluminescence of Water-Soluble Carbon Nanocrystals 
Released Electrochemically from Graphite. J Am Chem Soc 131, 4564, https://doi.org/10.1021/ja809073f (2009).

 23. Wang, X. et al. Photoinduced electron transfers with carbon dots. Chem Commun, 3774–3776, https://doi.org/10.1039/b906252a (2009).
 24. Sun, Y. P. et al. Quantum-sized carbon dots for bright and colorful photoluminescence. J Am Chem Soc 128, 7756–7757, https://doi.

org/10.1021/ja062677d (2006).
 25. Nurunnabi, M., Khatun, Z., Nafiujjaman, M., Lee, D. G. & Lee, Y. K. Surface Coating of Graphene Quantum Dots Using Mussel-

Inspired Polydopamine for Biomedical Optical Imaging. Acs Appl Mater Inter 5, 8246–8253, https://doi.org/10.1021/am4023863 (2013).
 26. Guo, C. X., Jin, Y. S. & Dai, Z. F. Multifunctional Ultrasound Contrast Agents for Imaging Guided Photothermal Therapy. 

Bioconjugate Chem 25, 840–854, https://doi.org/10.1021/bc500092h (2014).
 27. Yang, Z. C. et al. Intrinsically fluorescent carbon dots with tunable emission derived from hydrothermal treatment of glucose in the 

presence of monopotassium phosphate. Chem Commun 47, 11615–11617, https://doi.org/10.1039/c1cc14860e (2011).

Groups WBC(×109/L) RBC(×1012/L) Platelets(×1013/L)

Saline 5.12 ± 0.98 7.29 ± 1.12 1.28 ± 0.79

CDs/DNA 5.51 ± 1.11 7.13 ± 0.89 1.18 ± 0.52

Table 2. Mice blood cell counts after intravenous treatment with CDs/DNA for 7days, ones dose per day (n = 10).

http://dx.doi.org/10.1016/j.biomaterials.2014.06.016
http://dx.doi.org/10.1016/j.ejps.2014.03.003
http://dx.doi.org/10.2147/Ijn.S28010
http://dx.doi.org/10.2147/Ijn.S93122
http://dx.doi.org/10.1016/j.actbio.2013.12.054
http://dx.doi.org/10.1016/j.ijpharm.2010.01.035
http://dx.doi.org/10.1002/adfm.201203646
http://dx.doi.org/10.1016/j.carbpol.2011.06.073
http://dx.doi.org/10.1021/acsami.5b06768
http://dx.doi.org/10.1016/j.jconrel.2010.11.012
http://dx.doi.org/10.7150/thno.5361
http://dx.doi.org/10.1002/adhm.201300157
http://dx.doi.org/10.7150/thno.13411
http://dx.doi.org/10.7150/thno.13411
http://dx.doi.org/10.1016/j.carbon.2013.04.055
http://dx.doi.org/10.1002/adhm.201300613
http://dx.doi.org/10.1016/j.actbio.2016.06.021
http://dx.doi.org/10.1016/j.biomaterials.2012.01.052
http://dx.doi.org/10.1016/j.biomaterials.2013.05.072
http://dx.doi.org/10.1021/ja0669070
http://dx.doi.org/10.1021/ja809073f
http://dx.doi.org/10.1039/b906252a
http://dx.doi.org/10.1021/ja062677d
http://dx.doi.org/10.1021/ja062677d
http://dx.doi.org/10.1021/am4023863
http://dx.doi.org/10.1021/bc500092h
http://dx.doi.org/10.1039/c1cc14860e


www.nature.com/scientificreports/

1 1SCiEnTifiC RePoRtS |  (2018) 8:7057  | DOI:10.1038/s41598-018-25330-x

 28. Kim, Y. K. et al. Visible-Light-Driven Photocatalysts of Perfluorinated Silica-Based Fluorescent Carbon Dot/TiO2 for Tunable 
Hydrophilic-HydrophobicSurfaces. Acs Appl Mater Inter 8, 29827–29834, https://doi.org/10.1021/acsami.6b12618 (2016).

 29. BeruBe, K., Balharry, D., Sexton, K., Koshy, L. & Jones, T. Combustion-derived nanoparticles: Mechanisms of pulmonary toxicity. 
Clin Exp Pharmacol P 34, 1044–1050, https://doi.org/10.1111/j.1440-1681.2007.04733.x (2007).

 30. Ikeda, T. et al. The combination of SOX5, SOX6, and SOX9 (the SOX trio) provides signals sufficient for induction of permanent 
cartilage. Arthritis Rheum 50, 3561–3573, https://doi.org/10.1002/art.20611 (2004).

 31. Kadaja, M. et al. SOX9: a stem cell transcriptional regulator of secreted niche signaling factors. Gene Dev 28, 328–341, https://doi.
org/10.1101/gad.233247.113 (2014).

 32. de Crombrugghe, B. & Lefebvre, W. Regulatory mechanisms in the pathways of cartilage and bone formation. Curr Opin Cell Biol 
13, 721–727, https://doi.org/10.1016/S0955-0674(00)00276-3 (2001).

 33. Venkatesan, J. K. et al. SOX9 gene transfer via safe, stable, replication-defective recombinant adeno-associated virus vectors as a 
novel, powerful tool to enhance the chondrogenic potential of human mesenchymal stem cells. Stem Cell Res Ther 3, doi:Artn 
2210.1186/Scrt113 (2012).

 34. Cao, L. et al. The promotion of cartilage defect repair using adenovirus mediated Sox9 gene transfer of rabbit bone marrow 
mesenchymal stem cells. Biomaterials 32, 3910–3920, https://doi.org/10.1016/j.biomaterials.2011.02.014 (2011).

 35. Garreta, E., Genove, E., Borros, S. & Semino, C. E. Osteogenic differentiation of mouse embryonic stem cells and mouse embryonic 
fibroblasts in a three-dimensional self-assembling peptide scaffold. Tissue Eng 12, 2215–2227, https://doi.org/10.1089/
ten.2006.12.2215 (2006).

 36. Wang, Y. H. & Sul, H. S. Pref-1 Regulates Mesenchymal Cell Commitment and Differentiation through Sox9. Cell Metab 9, 287–302, 
https://doi.org/10.1016/j.cmet.2009.01.013 (2009).

 37. Pan, Q. H. et al. Sox9, a key transcription factor of bone morphogenetic protein-2-induced chondrogenesis, is activated through 
BMP pathway and a CCAAT box in the proximal promoter. J Cell Physiol 217, 228–241, https://doi.org/10.1002/jcp.21496 (2008).

 38. Lengner, C. J. et al. Primary mouse embryonic fibroblasts: A model of mesenchymal cartilage formation. J Cell Physiol 200, 327–333, 
https://doi.org/10.1002/jcp.20118 (2004).

 39. Firas, J., Liu, X. D., Nefzger, C. M. & Polo, J. M. GM-CSF and MEF-conditioned media support feeder-free reprogramming of mouse 
granulocytes to iPS cells. Differentiation 87, 193–199, https://doi.org/10.1016/j.diff.2014.05.003 (2014).

 40. Cao, X. et al. Incorporating Ptgf-Beta 1/Calcium Phosphate Nanoparticles With Fibronectin Into 3-Dimensional Collagen/Chitosan 
Scaffolds: Efficient, Sustained Gene Delivery To Stem Cells For Chondrogenic Differentiation. Eur Cells Mater 23, 81–93 (2012).

 41. Gao, X. H., Chan, W. C. W. & Nie, S. M. Quantum-dot nanocrystals for ultrasensitive biological labeling and multicolor optical 
encoding. J Biomed Opt 7, 532–537, https://doi.org/10.1117/1.1506706 (2002).

 42. Lo, S. L. & Wang, S. An endosomolytic Tat peptide produced by incorporation of histidine and cysteine residues as a nonviral vector 
for DNA transfection. Biomaterials 29, 2408–2414, https://doi.org/10.1016/j.biomaterials.2008.01.031 (2008).

 43. Zhang, P. & Liu, W. G. ZnO QD@PMAA-co-PDMAEMA nonviral vector for plasmid DNA delivery and bioimaging. Biomaterials 
31, 3087–3094, https://doi.org/10.1016/j.biomaterials.2010.01.007 (2010).

 44. Garaiova, Z. et al. Cellular uptake of DNA-chitosan nanoparticles: The role of clathrin- and caveolae-mediated pathways. Int J Biol 
Macromol 51, 1043–1051, https://doi.org/10.1016/j.ijbiomac.2012.08.016 (2012).

 45. Benfer, M. & Kissel, T. Cellular uptake mechanism and knockdown activity of siRNA-loaded biodegradable DEAPA-PVA-g-PLGA 
nanoparticles. Eur J Pharm Biopharm 80, 247–256, https://doi.org/10.1016/j.ejpb.2011.10.021 (2012).

 46. Walsh, M. et al. Evaluation of cellular uptake and gene transfer efficiency of pegylated poly-L-lysine compactedDNA: Implications 
for cancer gene therapy. Mol Pharmaceut 3, 644–653, https://doi.org/10.1021/mp0600034 (2006).

Acknowledgements
This work was supported by National Natural Science Foundation of China (81503025, 81473172, and 8172018030),  
Program for Scientific Research Innovation Team in Colleges, Universities of Jiangsu Province and A Project 
Funded by the Priority Academic Program Development of Jiangsu Higher Education Institutions, China post-
doctoral foundation (2014M560410), Postdoctoral foundation of Jiangsu Province (1401023B) the research 
foundation at Jiangsu University (13JDG007), the Jiangsu Government Scholar ship for Overseas Studies and 
Foundation for Jiangsu University Key Teacher by the Ministry of Education.

Author Contributions
Xia Cao and Ximing Xu designed experiments; Xia Cao, Jingjing Chen, and Yan Wang. carried out experiments; 
Xia Cao, Jianping Wang, Jiangnan Yu and Jie Zhou analyzed experimental results. Xia Cao, Pan Du, Wenqian 
Xu, and Qilong Wang analyzed Cellular uptake data. Qitong Yu assisted with Immunolocalization. Xia Cao, 
Jianping Wang, Jingjing Chen, Wenwen Deng and Myron Spector wrote the manuscript. All authors reviewed 
the manuscript.

Additional Information
Supplementary information accompanies this paper at https://doi.org/10.1038/s41598-018-25330-x.
Competing Interests: The authors declare no competing interests.
Publisher's note: Springer Nature remains neutral with regard to jurisdictional claims in published maps and 
institutional affiliations.

Open Access This article is licensed under a Creative Commons Attribution 4.0 International 
License, which permits use, sharing, adaptation, distribution and reproduction in any medium or 

format, as long as you give appropriate credit to the original author(s) and the source, provide a link to the Cre-
ative Commons license, and indicate if changes were made. The images or other third party material in this 
article are included in the article’s Creative Commons license, unless indicated otherwise in a credit line to the 
material. If material is not included in the article’s Creative Commons license and your intended use is not per-
mitted by statutory regulation or exceeds the permitted use, you will need to obtain permission directly from the 
copyright holder. To view a copy of this license, visit http://creativecommons.org/licenses/by/4.0/.
 
© The Author(s) 2018

http://dx.doi.org/10.1021/acsami.6b12618
http://dx.doi.org/10.1111/j.1440-1681.2007.04733.x
http://dx.doi.org/10.1002/art.20611
http://dx.doi.org/10.1101/gad.233247.113
http://dx.doi.org/10.1101/gad.233247.113
http://dx.doi.org/10.1016/S0955-0674(00)00276-3
http://dx.doi.org/10.1016/j.biomaterials.2011.02.014
http://dx.doi.org/10.1089/ten.2006.12.2215
http://dx.doi.org/10.1089/ten.2006.12.2215
http://dx.doi.org/10.1016/j.cmet.2009.01.013
http://dx.doi.org/10.1002/jcp.21496
http://dx.doi.org/10.1002/jcp.20118
http://dx.doi.org/10.1016/j.diff.2014.05.003
http://dx.doi.org/10.1117/1.1506706
http://dx.doi.org/10.1016/j.biomaterials.2008.01.031
http://dx.doi.org/10.1016/j.biomaterials.2010.01.007
http://dx.doi.org/10.1016/j.ijbiomac.2012.08.016
http://dx.doi.org/10.1016/j.ejpb.2011.10.021
http://dx.doi.org/10.1021/mp0600034
http://dx.doi.org/10.1038/s41598-018-25330-x
http://creativecommons.org/licenses/by/4.0/

	Photoluminescent Cationic Carbon Dots as efficient Non-Viral Delivery of Plasmid SOX9 and Chondrogenesis of Fibroblasts
	Materials and Methods
	Materials. 
	Cell lines. 
	Preparation of carbon quantum dots. 
	Determination of fluorescence quantum yields. 
	Preparation and characterization of CDs/pSOX9 nanoparticles. 
	Agarose gel electrophoresis. 
	Cytotoxicity. 
	Localization of complexes. 
	Pathways for cellular uptake of the CDs/pDNA complexes. 
	In vitro transfection. 
	MEFs differentiation into cartilage cells. 
	Immunogenicity test. 
	Statistical analysis. 

	Results and Discussion
	Characterization of CDs. 
	Cytotoxicity. 
	In vitro transfection. 
	Subcellular localization. 
	Cellular uptake. 
	Chondrogenic differentiation. 
	Immunogenicity test. 

	Conclusions
	Acknowledgements
	Figure 1 Characterization of CDs and CDs/pDNA complexes.
	Figure 2 Cytotoxicity assay and transfection efficiency.
	Figure 3 Cellular uptake analyses.
	Figure 4 Flow cytometry analyses.
	Figure 5 Identification of MEF differentiation into chondrocytes.
	Figure 6 Sketch of the formation of CDs and CDs/plasmid.
	Table 1 Inhibitors and their Function and Concentration.
	Table 2 Mice blood cell counts after intravenous treatment with CDs/DNA for 7days, ones dose per day (n = 10).




