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Development, Characterization 
and Electromechanical Actuation 
Behavior of Ionic Polymer Metal 
Composite Actuator based on 
Sulfonated Poly(1,4-phenylene 
ether-ether-sulfone)/Carbon 
Nanotubes
Ajahar Khan1, Ravi Kant Jain1, Priyabrata Banerjee2,3, Bhaskar Ghosh1, Inamuddin4,5,6 & 
Abdullah M. Asiri  4,5

This paper presents the development of new cost-effective hybrid-type sulfonated poly(1,4-phenylene 
ether-ether-sulfone) (SPEES) and functionalized single-walled carbon nanotubes (SWNT) based 
actuators produced by the film-casting method followed by chemical reduction of Pt ions as electrodes. 
The preparation of SPEES was investigated in details and sulfonation of polymer was characterized by 
ion exchange capacity (IEC), Fourier-transform infrared (FTIR) and degree of sulfonation measurements. 
SPEES having degree of sulfonation of 126% was blended with SWNT and used to fabricate IPMC 
actuator. The chemical composition and detailed structure of SPEES-SWNT ionic polymer membranes 
were confirmed by FTIR, EDX and transmittance electron microscopy (TEM) analysis. Scanning electron 
microscopy (SEM) micrographs revealed the homogeneously distributed layers of Pt electrodes on the 
surfaces of IPMC membrane. The electrochemical and electromechanical properties of SPEES-SWNT-Pt-
based IPMC actuator shows a better actuation performance than conventional IPMC actuators in terms 
of higher IEC, Proton conductivity, higher current density, electrochemical impedance spectroscopy 
(EIS), and large bending deflection. The robust, flexible and mechanically strong membranes prepared 
by the synergistic combination of SPEES and SWNT may have considerable potential as actuator 
materials for robotic and biomimetic applications.

Electroactive polymers (EAPs) that responed to electrical stimulation are referred to as smart materials1,2. 
Migration of ions under electrical response within the polymer matrix can be realized by EAPs including ion 
exchange membranes3, solid electrolyte composites containing ionic liquid4, conducting polymers5 and ionic 
gels6. EAPs based ionic polymer metal composites (IPMCs) with points of interest of simple preparing, adapt-
ability and lightweight1, regularly alluded to as ‘artificial muscles’ which have advanced as a promising antecedent 
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in biomedical frameworks and naturally enlivened robots7–11. To meet specific requirements electromechanical 
properties of polymer materials can be fine-tuned during the fabrication of IPMCs actuator. Typically, an IPMC 
consists of an ion exchange polymer or composite membrane plated by novel metal electrodes infused with a 
solvent as an inner medium. A voltage difference across the electrodes generates an electric field that initiates the 
actuation within IPMC membrane. Due to large-scale deflections with modest operating voltage and ability to 
exhibit bio-mimetic flexibility, contrary to conventional actuator like motors, IPMCs have elevated the prospects 
of their adoption in robotics applications12–14. Despite its slow response time, several intricate schemes and work 
have been carried out to overcome these routes. In order to establish the use of IPMC as a trustworthy actuator 
component in soft robotic applications, it is of vital importance to develop an effective IPMC actuator for achiev-
ing desired force response and large and fast deflection.

In view of the above discussion, a novel and effective ionic actuator was developed by sandwiching sulfonated 
poly(1,4-phenylene ether-ether-sulfone)/SWNT (SPEES-SWNT) membrane between platinum metal electrode 
and its electrochemical characterization and performance at low applied voltage was exploited. The cost-effective 
poly(1,4-phenylene ether-ether-sulfone) (PEES) is relatively new material to be used in the field of membrane 
technology. The aromatic and ether linkages present on the polymer backbone provides the necessary strength, 
molecular rigidity and good processability15. However, the hydrophobic nature of PEES restricts the wide-scale 
utilization of the material in the field of actuators and sensors. Hence, PEES was chemically modified by a 
sulfonation reaction to increase the much required hydrophilicity so that it can be used for the fabrication of 
IPMC actuator. Sulfonated poly(1,4-phenylene ether-ether-sulfone) (SPEES) serves as a novel alternative to the 
commonly used Nafion produced by Dupont, because of its excellent film-forming capability, good chemical, 
mechanical and thermal stabilities16,17. Therefore, SPEES is a potential ionomeric material for the fabrication 
of IPMC actuators. In order to enhance the electrical properties an effective solution is to incorporate carbon 
nanotubes (CNTs), which have superior electrical conductivity18. CNTs based on a combination of quantum 
chemical and double-layer electrostatic effects could be excellent electromechanical actuators19. The actuation 
processes of CNTs such as light-driven actuation, pneumatic actuation and electrostatic actuation have also been 
proposed20,21. The chemical functionalization of CNTs which may not only bring this structures into the fold of 
(macro) molecular chemistry but also afford ultimate new uniqueness has attracted considerable attention22,23. 
On the other hand, functionalization of CNTs can form very stable dispersions, which make them to form homo-
geneous mixtures with SPEES very easily. It was essential to form homogenous distribution of carbon nanotubes 
on the fabricated membrane surface for the better actuation performance. Ionic liquids (ILs) are non-volatile 
wide potential windows, and characterized by their high ionic conductivities, which are likely beneficial for large 
actuation performance of IPMC actuator in air. IPMCs and conductive polymer based actuators using ILs as 
electrolytes were reported by several researchers24–26. Asaka et al.27,28 successfully developed bucky-gel (gel-like 
material) material to fabricate the first-ever dry actuator containing single-walled carbon nanotubes and IL29. A 
combination of large surface area and electrical conductivity of the individual functionalized CNT nanoparticles 
and excellent electrochemical properties of the composite materials provides good physiochemical properties 
and actuation performance to the prepared IPMC membranes. The developed SPEES-SWNT-Pt composite based 
IPMC membrane actuator exhibited higher current density, IEC, mechanical strength, proton conductivity, large 
and fast bending actuation as compared to previous development1,30,31. When operated at low applied voltage, this 
device inherently was capable of rapid operation with long lifetime.

Experimental
Materials. Poly(1,4-phenylene ether-ether-sulfone) pellets (Tg 192 °C), 1-ethyl-3-methylimidazolium tetra-
chloro aluminate, ≥95% (IL) and N,N-dimethylacetamide, ≥99% (NMA) (Sigma Aldrich, USA), carbon nano-
tubes, single-walled min. 90%, OD: 1–2 nm, length: 5–30μm (SRL, Pvt. Ltd., India), tetraamineplatinum (II) 
chloride monohydrate [Pt(NH3)4Cl2·H2O (Crystalline)] (AlfaAesar, USA), ammonium hydroxide (25%), hydro-
chloric acid (67%), sodium nitrate and sodium sulfate (Merk Specialties Pvt Ltd., India), borohydride (NaBH4) 
(Loba Pvt. Ltd. India) were used as received without further purification.

Reagent solutions. The aqueous solutions of HCl (2 M), NaNO3 (1 M), tetraamineplatinum (II) chloride 
monohydrate (0.04 M), NH4OH (5.0%) and NaBH4 (5.0%) was prepared using demineralised water (DMW).

Functionalization of SWNT. The acid form of commercially available carbon nanotubes was obtained 
by sonicating in 1:3 (v/v) concentrated nitric acids and sulfuric acid for 4 h at 45 °C. The resultant solid was 
washed thoroughly several times with DMW until the pH value reaches 6–7. Now, the acid form SWNT-COOH 
was sonicated in aqueous NaOH (5 mM) for 2 min to convert into the sodium salts (SWNT-COO−Na+)32. After 
washing, the black solid of SWNT-COO−Na+ (SWNT) was collected and dried at 50 °C. Finally, functionalized 
SWNT-COO−Na+ (250 mg) was added in 10 mL NMA and the mixture was mechanically agitated followed by 
sonicating for degassetion to make the homogeneous dispersion. Figure 1a shows the graphical concept to func-
tionalize carbon nanotubes.

Sulfonation of PEES. Sulfonation of base polymer PEES was carried out by a slightly modified method as 
reported by Unveren et al.33,34 A 5 g PEES was dissolved completely in excess of concentrated H2SO4 (125 mL) 
by strong mechanical agitation (450 rpm) for a time interval of 36 h. Here, concentrated H2SO4 was used as a 
solvent as well as sulfonating agent both. After constant stirring up to determined reaction time to obtain white 
sulfonated PEES (SPEES) strings (Fig. 1b), the polymer solution was gradually precipitated in ice-cold DMW. The 
decanted sulfonated PEES strings were repeatedly washed several times with DMW until the pH of wash water 
was approximately 6–7. The SPEES was hydrophilic in nature showed considerable swelling during neutralization 
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process. This swollen sulfonated PEES strings were dried under the thermostated oven for over 24 h at 60 °C and 
then at room temperature.

Fabrication of IPMC. To fabricate the SPEES polymer membrane by the conventional solution casting 
method, 16 wt% of the polymer solution was prepared in NMA at 45 °C under continuous stirring for obtaining 
a viscous solution. Homogeneous casting blend was prepared by the addition of 200 µL of IL and an appropriate 
amount of functionalized SWNT dispersion (0.8 g in 25 mL NMA) to the SPEES solution under constant stirring 
for 24 h. On ensuring complete blend dissolution, the solution was degassed by sonication for 30 min before cast-
ing. Then, the composite blend was cast into Petri-dishes and dried in a thermostated oven at 80 °C up-to com-
plete evaporation of the solvent. After that, the dried SPEES/IL/SWNT (SPEES-SWNT) membrane was peeled off 
and washed with DMW and acetone several times before electroless plating of Pt metal.

To fabricate the IPMC actuator SPEES-SWNT based polymer membrane was sandwiched between conductive 
metal ions (Pt metal) as an electrode by the electroless plating or chemical reduction method as reported by A. 
Khan et al.30. The ion exchange capacity (IEC) and degree of sulfonation% {DS(%)} were determined by titration 
method as mentioned in the literature1,35,36. The IEC and DS(%) were determined by the following equations:

Concentration of NaOH Volume of NaOH
Weight of dry membrane

IEC
(1)

=
×

.

MW IEC
MW MW IEC

DS(%) 100
1000 ( ) (2)

PEES

SPEES PEES
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× ×
− − ×

.

where, MWPEES and MWSPEES are the molecular weights of PEES (324) and SPEES {PEES-SO3Na(426)}, 
respectively.

Characterizations. The chemical and electromechanical properties, surface morphology and chemical com-
position of the SPEES-SWNT-Pt composite based IPMCs were studied by a variety of techniques. The water 
uptake (WU) and proton conductivity (PC) of the developed polymer membranes were measured, as reported 
by Inamuddin et al.12. The Fourier transforms infrared spectroscopy (FTIR) of SPEES and SPEES-SWNT mem-
branes were recorded between 500–4000 cm−1 using Spectrometer (Perkin Elmer Spectrometer). To observe the 
surface morphology and the cross-sectional view of SPEES-SWNT-Pt IPMC scanning electron microscope (SEM 
Jeol, JSM-6510LV, Japan) was used. Energy dispersive X-ray (Oxford instruments INCA, X.act, S.No. 56756, UK) 
analysis was used to determine the elemental composition. Transmission electron microscopy (TEM Jeol, JEM-
2100, Japan) was used to observe detailed structure of SPEES-SWNT-Pt-based IPMC membrane. UV-visible 
absorption spectroscopy of PEES, SPEES and SPEES-SWNT was employed using Perkin Elmer spectropho-
tometer, Lambda 25. The mechanical stability was determined by a universal testing machine (Model: H50 KS, 
Shimadzu Corp.), with the 25 mm gauge length between the grips under the testing speed of 5 mm min−1. To 
investigate the electrical property of the proposed IPMC membrane electrochemical impedance spectroscopy 
(EIS), cyclic voltammetry (CV), linear sweep voltammetry (LSV) at triangle voltage input of ±2 V with a step 

Figure 1. (a) Graphical illustration to functionalize carbon nanotubes, (b) sulfonation of PEES.
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of 50 mV s−1 were performed with Autolab 302 N modular potentiostat/galvanostat. Before electromechanical 
characterizations, the SPEES-SWNT-Pt IPMC membranes (1 × 3 cm2) were immersed in aqueous solution of 
0.2 M NaOH at room temperature for 6 h so that the counter cations were exchanged to Na+. The successive steps 
of bending response at 0–4.5 V DC and overtime at 4.5 V were analyzed using a laser displacement sensor (model: 
OADM 20S4460/S14F; Baumer Electronic, Germany). To find out the repeatability and to check the performance 
of the proposed IPMC multiple experiments were conducted such as bending actuation, deflection hysteresis, 
normal distribution and load characterization.

Results and Discussion
To obtain ionic conductivity in thermo-stable hydrophobic PEES polymer, sulfonic acid groups (-SO3H) were 
introduced to the aromatic, non-fluorinated backbone by a sulfonation reaction. The electrophile is generated 
(Fig. 1(b-i)) and an electrophilic substitution reaction takes place at one of the four positions of the aromatic 
ring between ether bridges as shown in the SPEES repeat unit in Fig. 1(b-ii). The electron-attracting nature of 
the neighbouring sulfonyl group lowers the electron density of other two aromatic rings in the repeat units. The 
electron-rich benzene ring then reacts with the electrophile to give the sulfonated product. The DS(%) of pure 
SPEES, SPEES-SWNT and SPEES-SWNT-Pt IPMC was found to be 126, 114 and 112, respectively, (Fig. 2) which 
was high enough to enable sufficiently high proton conduction. Noticeable changes in the DS(%) of different 
composite membranes were known to occur by the introduction of the SWNT and Pt metal in the polymer. It 
was observed that with an increase in DS(%), the SPEES polymer exhibited excessive swelling as well as partial 
dissolution in water. To increase the mechanical stability functionalized SWNT was added to the SPEES solution 
during fabrication of ionic polymer composite as discussed in experimental section. To check the stability, the 
SPEES-SWNT ionomeric membrane was immersed in hot water (80 °C) for 24 h and it was found that membrane 
was completely stable for further characterization. This observation indicated that SPEES-SWNT with higher DS 
(%) was suitable for membrane-based IPMC actuators and its applications.

WU, IEC and PC. Water uptake % (WU) of polymer membranes is a critical property having a good effect 
to improve the proton conductivity of the ionic membrane37,38 and dielectric constant of the IPMC membrane39. 
The proton conductivity (PC) increases with the increase in the WU of polymer membranes at the same time 
mechanical stabilities of the membrane decline. An elevated WU is vital for actuation of an IPMC membrane, 
because of the movement of the hydrated cations along with the water molecules, when low electric potential are 
applied to the IPMC. Figure 3(a) shows that the maximum WU for SPEES, SPEES-SWNT and SPEES-SWNT-Pt 
polymeric membranes were found to be 162, 92 and 80%, respectively, after immersion in DMW for 24 h. It can 
be clearly seen from the Fig. 3(a). The WU of the pure SPEES is much more than blended SPEES-SWNT and 
SPEES-SWNT-Pt ionomeric membranes due to the high IEC (Fig. 3(a)). Compared to pure SPEES membrane, 
the SPEES-SWNT and SPEES-SWNT-Pt membranes exhibited lower WU. The addition of SWNT decreases the 
porosity and number of acidic sites and hence the capacity of the membrane to retain the water decreases with the 
increase in the mechanical stability. Notably, WU of final SPEES-SWNT-Pt IPMC membrane was much higher 
than those of Nafion based IPMCs1. It was very important for improving the performance of IPMC actuator.

The higher IEC of the polymer composite materials means a larger amount of water molecules moves toward 
the negative electrode by the action of hydrated cations, electro-osmosis and electrophoresis cause greater volume 
expansion towards cathode side resulting into consequent larger bending deformation40,41. The high IEC enables 
that Pt particles can more easily be embedded deep within the porous surface by the chemical reduction plating 
method and reduce the resistance, increase the electric current42, and the capacitance of an IPMC membrane 
actuator42–44. It can be seen from the Fig. 3(b) that the IEC value of SPEES, SPEES-SWNT and SPEES-SWNT-Pt 
found to be 2.8, 2.6 and 2.5 meq/g of dry membrane respectively. SPEES-SWNT-Pt-based IPMC membrane has 
higher IEC than Nafion based IPMC membrane1. This was because SPEES-SWNT-Pt membrane actuator has 
a larger number of sulfonic acid groups. The data obtained from the analysis of IEC and WU of the fabricated 

Figure 2. DS(%) of pure SPEES, SPEES-SWNT and SPEES-SWNT-Pt composite polymer membranes.
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SPEES-SWNT-Pt polymer based IPMC actuator (Fig. 3) revealed that the proposed actuator have higher water 
and ionic content compared to Nafion based IPMC actuator1. Higher IEC and WU of SPEES-SWNT-Pt polymer 
based IPMC actuator confirm the better performance relative to other conventional polymer-based IPMC actu-
ator. The maximum PC of SPEES-SWNT-Pt-based IPMC was found to be 2.321 × 10−2 S cm−1 (Supplementary 
Table 1). The high PC of the SPEES-SWNT-Pt membrane enables the better performance because cations move 
quickly towards the cathode, to create an imbalance pressure inside the membrane. Thus, the rate of actuation of 
the IPMC membrane is increased with the high PC, which leads to more hydrated cations move quickly toward 
the cathode side, showing a large displacement and fast actuation1. The electric current of an IPMC increases with 
the increase of proton conductivity of ion exchange polymer membrane. It has been reported that high capaci-
tances and electric current increase the actuation under applied AC and DC voltages44–46.

FTIR study. FTIR spectroscopy analysis was conducted on the SPEES and SPEES-SWNT polymer mem-
branes to confirm the successful introduction of the sulfonic acid group to the PEES and functionalization of 
carbon nanotubes. The absorption band at 3434 cm−1 is due to the O-H stretch of -SO3H and absorbed moisture 
(Fig. 4(a)). The characteristic absorption peaks of -SO3H appear at 1089 and 1034 cm−1 indicating the existence 
of O=S=O and S=O stretches respectively. As shown in Fig. 4(b), the absorption bands at 1210 and 1580 cm−1 
could be assigned to the C-O stretch of the acid and C=C stretch of SWNT backbones, respectively47. The absorp-
tion peak at 1720 cm−1 confirms the existence of the carboxylic acid groups (Fig. 4(b))47,48. The absorption bands 
at 1574 and 1378 cm−1 suggest theformation of SWNT-COO−Na+ (Fig. 1(a))49. The characteristic absorption 
bands of carboxylate salt may also be overlapped with the C=C stretch of the SWNT backbones.

Tensile Strength. The mechanical properties of the fabricated polymer composite membrane such as 
Young’s modulus and tensile strength play a significant role on the actuation performance of IPMC actuator. 
Both the SPEES and SPEES-SWNT-Pt membranes of sizes 20 mm width and 0.15 mm thickness were fixed into 

Figure 3. (a) WU and (b) IEC of PEES, SPEES, SPEES-SWNT and SPEES-SWNT-Pt composite polymer 
membranes.

Figure 4. FTIR spectra of (a) SPEES and (b) SPEES-SWNT.
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UTM machine with fixed gauge length of 25 mm. As the membranes were elongated with loads the displace-
ment of two end points was continuously recorded to attain the mechanical strength. Figure 5(a,b) shows the 
stress-strain curve of the SPEES and SPEES-SWNT composite membranes and their mechanical properties are 
shown in Table 1. The Young’s modulus and ultimate tensile strength of SPEES and SPEES-SWNT composite 
membranes have been calculated by the stress-strain curve as given in Fig. 5. To find out the value of Young’s 
modulus, the slope of stress vs. strain curve was used. The ten slope values at different point of stress-strain curve 
were taken from starting point to maximum stress value. Subsequently, the average of these ten slope values was 
used to calculate the Young’s Modulus of fabricated ionomeric membranes. The ultimate tensile strength was 
calculated at maximum stress point. As shown in the Table 1, Young’s modulus and ultimate tensile strength of 
pure SPEES membrane was 88.77 MPa and 1.8 MPa, respectively, whereas 932.62 MPa and 31.8 MPa, respectively, 
for SPEES-SWNT composite membrane. The results demonstrate that the composite blend of SPEES-SWNT 
membrane provide high molecular rigidity and mechanical strength which leads to higher tensile moduli relative 
to the SPEES membrane (Fig. 5). The SPEES-SWNT shows the improved mechanical properties than the pris-
tine SPEES polymer membrane because SWNT have excellent mechanical strength as well as superior electrical 
properties.

SEM, EDX, TEM studies. Figure 6(a–f) show the surface and cross-sectional morphologies of the 
SPEES-SWNT-Pt composite polymer based IPMC membranes. As shown in Fig. 6(a,b) at the surface of 
SPEES-SWNT membrane the Pt particles homogeneously distributed and covered the whole interface bounda-
ries of IPMC membrane. Figure 6(c,d), clearly shows that Pt particles as an electrode are densely deposited into 
the surface of the SPEES-SWNT IPMC actuator. The Pt diffusion layers can enhance the interfacial adhesion 
between the electrode and polymer membrane in this IPMC actuator. Some microcracks are clearly shown on the 
SPEES-SWNT-Pt IPMC membrane surface as a result of the cracking of the Pt electrode layers during the sample 
drying before SEM analysis. The cross-sectional micrographs show the two layers of Pt electrodes deposited on 
both the surfaces of SPEES-SWNT composite membrane (Fig. 6 (e,f)).

EDX was analyzed to confirm the composition of developed SPEES-SWNT-Pt membrane based IPMC actu-
ator. Figure 7(a,b) show the results of the EDX analysis. The EDX spectrum of the SPEES-SWNT-Pt membrane 
surface shows the characteristic peaks of elements (Fig. 7(a)), while Fig. 7(b) show the composition of carbon, 
oxygen, sulphur, chlorine and platinum at the surface of the fabricated the IPMC actuator. The characteristic 
peaks of Na element (Fig. 7(a)) confirm the functionalization of SWNT into SWNT-COO−Na+ (Fig. 1(a)). The 
large amount of the Pt on the surface confirm the excellent and uniform coating of metal electrode on the sur-
face of SPEES-SWNT-Pt-based IPMC membrane, which suggest the better performance of proposed actuator. 
TEM micrographs of the SPEES-SWNT-Pt-based IPMC membranes are shown in Fig. 7(c,d). In Fig. 7(c), the 
black spots show SPEES on grey background of alkyl-modified SWNT nanotubes. Figure 7(d) clearly shows that 
the Pt as electrode homogeneously distributed and covered grey background of SPEES and SWNT matrix of 

Figure 5. Stress-strain curve of pure SPEES and SPEES-SWNT membranes.

Membranes
Young’s modulus 
(MPa)

Ultimate tensile 
strength (MPa)

Elongation at 
break (%)

SPEES-SWNT 932.6 31.8 10.1

SPEES 88.77 1.8 10.3

Table 1. Mechanical properties of SPEES and SPEES-SWNT ionomeric polymer membranes.
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SPEES-SWNT-Pt IPMC membrane. The TEM image confirms the existence and homogeneous composite blend 
of the SPEES, SWNT and Pt electrode in the fabricated IPMC membrane.

Porosity. The BET analysis was used to study the porous nature of SPEES membrane as shown in Fig. 8. The 
ionic polymer SPEES membrane exhibited the typical N2 adsorption-desorption curve for porous materials. The 
total pore volume and surface area of the SPEES ionic polymer membrane were found to be 6.477 × 10−3 cm3g−1 
and 16.970 m2g−1, respectively. In addition, the BET results confirm the porous structure of the SPEES mem-
brane, which facilitates ion transport within the ionic polymer membrane, thus leading to high-performance 
IPMC actuator.

UV-visible studies. As shown in Fig. 9(a–c), the UV-visible absorbance patterns of PEES, SPEES and 
SPEES-SWNT determine the chemical interaction between SPEES and SWNT composite in the developed IPMC 
membrane. Figure 9(a) shows the absorbance peaks at 274, 278 and 287 nm may be attributed due to the charac-
teristic absorbance peaks of PEES. Figure 9(b) shows the additional absorbance peaks at 290 and 294 nm which 
was appeared after sulfonating the PEES polymer, which was used as base ion exchange polymer for the fabrica-
tion of IPMC actuator. Figure 9(c) shows the absorbance pattern of SPEES-SWNT-Pt-based IPMC in which an 
additional absorbance peak at 282 nm with the diminishing of other peaks appear in Fig. 9(a,b). This confirms the 
chemical interaction between SPEES and SWNT in IPMC membrane. The additional absorbance peaks with the 
disappearing/minimizing or overlapping of the other peaks after addition of SWNT and Pt give the evidence of 
chemical interaction between SPEES, SWNT and Pt-based composite used for the fabrication of IPMC actuator.

Thermal analysis. Figure 10 shows the thermal studies of SPEES and SPEES-SWNT ionic polymer mem-
branes examined by TGA analysis. Both the ionic polymer membranes have three stages of weight loss. The initial 

Figure 6. SEM images of SPEES-SWNT-Pt IPMC membrane.
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weight loss in SPEES and SPEES-SWNT membranes occurs at the temperature of 50–200 °C which was due to 
the removal of water molecules absorbed or bonded to the sulfonic acid groups in the ion exchange polymer 
membranes. The second stage located at 300–450 °C resulted from the sulfonic acid groups in the SPEES and 
SPEES-SWNT. The third weight loss around 500 °C onwards assigned to the degradation of polymer backbones. 
The thermogravimetric analysis confirms that the SPEES-SWNT composite polymer membrane exhibits higher 
thermal stability than pristine SPEES (Fig. 10). This suggested the better performance of the SPEES-SWNT ionic 
polymer membrane even at a higher temperature.

Figure 7. EDX graphs (a,b) and TEM micrograph (c,d) of SPEES-SWNT-Pt IPMC membrane actuator.

Figure 8. BET analysis of SPEES polymer membrane.
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Electrochemical characterization. The electrochemical studies of the SPEES-SWNT and 
SPEES-SWNT-Pt-based IPMC membranes were demonstrated by current-voltage hysteresis curve CV and LSV 
at triangle voltage ±2 V under scan rate of 50 mVs−1 in a three-electrode system. The LSV curve shown in Fig. 11 
reveals that the SPEES-SWNT-Pt IPMC shows the higher value of current density than SPEES-SWNT, which 
proves that the electrical current directly depends on the types of electrode layer deposited on the surface of 
IPMC membrane under the same applied voltage. Hence, the rate of ionic transfer was higher in SPEES-SWNT-Pt 
IPMC actuator as compared to the SPEES-SWNT composite membrane due to the presence of metal electrode. 
Figure 11(b) shows that the LSV curve of SPEES-SWNT with different sequential small peaks have an irregular 
shape. This indicates that ionic diffusion in the composite membrane was chaotic which may be attributed due 
to rough and porous surface (Fig. 6(c,d))50,51. The I-V hysteresis curves of SPEES-SWNT and SPEES-SWNT-Pt 
membranes are appearing similar in shapes but different in the magnitude of the current density (Fig. 12). The 
symmetric shape of the CV curves can be assigned to excellent charge distribution in the whole surface region 
of the developed IPMC (Fig. 12). The observed current density of the fabricated SPEES-SWNT-Pt-based IPMC 
membrane was remarkably higher than several other reported so far IPMC,1,12,30. The higher current density in 
the fabricated IPMC may be due to the addition of electrically conductive alkyl-modified SWNT, which increase 
the charge transfer due to increase in surface area for chemical reaction. The benefits of the higher IEC, PC, 
increased conductivity and uniform electroding of Pt was indicated by the more capacitor like the shape of the 
I-E curve of SPEES-SWNT-Pt IPMC membrane. The energy storage ability of the IPMC is reflected by the higher 
current density, which is responsible for the better actuation performance by larger deformation of polymer 
membrane under applied voltage.

Electrochemical Impedance Spectroscopy (EIS). EIS is the powerful tool to investigate the elec-
trochemical properties of an IPMC actuator. Figure 13(a,b) represent the Nyquist and Bode phase plots of 

Figure 9. UV-visible pattern of (a) PEES, (b) SPEES and (c) SPEES-SWNT membranes.

Figure 10. Thermal gravimetric analysis of SPEES and SPEES-SWNT ionic polymer membranes.
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SPEES-SWNT-Pt membrane actuator in 0.1,0.2 and 0.3 M sodium sulfate solution. It was observed that in all the 
three concentrations of salt solutions, the Nyquist plots show similar behavior and have semicircle shapes in the 
high frequency region (Fig. 13(a)). The smallest semicircle obtained at the far left of the x-axis due to Pt used for 
electroding, implying the lowest polarization resistance of SPEES-SWNT-Pt-based IPMC membrane actuator. 
But with the increase in the concentration of salt solution from 0.1 to 0.3 M, Nyquist plot (shown in Fig. 13(a)) 
for SPEES-SWNT-Pt membrane actuator become nearly linear in the low frequency region. This suggests that at 
higher concentration of salt solution the SPEES-SWNT-Pt IPMC membrane possess the highest charge storage 
capacity with the highest charge transfer resistance. The low value of ionic resistance of the SPEES-SWNT-Pt 

Figure 11. LSV analysis of SPEES-SWNT and SPEES-SWNT-Pt membrane actuators.

Figure 12. CV curves of SPEES-SWNT and SPEES-SWNT-Pt membrane actuators.

Figure 13. (a) Nyquist plot and (b) Bode phase plot for SPEES-SWNT-Pt.
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IPMC membrane at the high frequency intercepts (X-axis) showed due to its higher IEC and WUP (Table 2). 
EIS results also reveal that electrolyte concentration has an enhancing impact on the capacitive characteristic 
of the proposed actuator. The frequency response of SPEES-SWNT-Pt membrane as a function of the electrode 
structure was analyzed by the Bode phase plots (Fig. 13(b)). All the Bode phase plots exhibit two peaks and show 
approximately similar behavior, which were assigned as two time constants and indicating the diffusion-limited 
mass transport of the SPEES-SWNT-Pt membrane actuator at low frequency regions52. The EIS data was than 
fit with the most satisfactory equivalent circuit model to estimate the electrochemical parameters are depicted 
in Supplementary Fig. 1. The chosen equivalent circuit for SPEES based IPMC membrane composed of solution 
resistance (Rs) and constant phase elements (CPE) and charge transfer resistance (Rct). CPE a non-ideal capacitor 
substituted for double layer capacitance (Cdl) and its impedance can be calculated according to equation (3)53,54.

=
ωj

Z 1
Y ( ) (3)CPE

o
n

where Yo is the amplitude comparable to the CPE and n is the CPE exponent (shows the roughness of the elec-
trode with values varies from 0 to 1). An ideal capacitor shows n = 1, while n = 0 shows resistor, n = −1, then 
CPE resembles an inductor and for n = 0.5 the Warburg diffusion behavior54,55, j is the square root of −1 (imag-
inary number) and ω represent angular frequency in Radius−1. The parameters of the equivalent circuit for 
SPEES-SWNT-Pt IPMC membrane are given in Table 2. The high value of n for the proposed IPMC actuator 
indicates the finest electrode structure with surface porosity. For the SPEES-SWNT-Pt base actuator the true 
capacitance i.e. the double layer capacitance (Cdl) was calculated from the equation (4):

C Y ( ) (4)dl max0
n 1ω= −

where ωmax = 2πfmax (fmax denotes maximum frequency at which the imaginary component of the impedance has 
a maximum value). The high value of Cdl for SPEES-SWNT-Pt IPMC membrane assigned due to the high ionic 
and water content and surface porosity of the electrode region (Table 2). Moreover, the actuator showed the high 
value of Rct which may be due to the blending of SWNT with the SPEES ion exchange polymer membrane.

Electromechanical characterization. An actual testing setup was developed to investigate the behavior 
of SPEES-SWNT-Pt-based IPMC membrane (Supplementary Fig. 2). The fabricated IPMC was clamped and 
connected to digital power supply and NI-PXI System. This sent the controlled voltage (±4.5 V) to IPMC mem-
brane. For controlling this voltage, a VI was designed in Lab view software where proportional integral derivative 
(PID) control system feature enabled for incorporating the PID parameters. An algorithm was also developed 
for proper actuation of IPMC. A laser displacement sensor was used for finding the tip displacement of IPMC 
membrane. This sensor was activated at 12 V DC and placed in front of fabricated IPMC. This was interfaced with 
NI-PXI system through an RS485 to the RS-232 converter. The laser displacement sensor continuously checks the 
displacement position and provides information regarding reaching the desired displacement point. This experi-
mental deflection data was acquired into the NI-PXI through comport and NI visa interface software module in a 
lab-view VI. Simultaneously, digital analog card (DAQ) assistant of NI-PXI system confirms the actuating voltage 
from the programmable power supply. The bending responses of SPEES-SWNT-Pt membrane actuator are shown 
in Fig. 14. The maximum deflection of SPEES-SWNT-Pt IPMC was shown up to 16 mm at 4.5 V DC. The multiple 
experiments were conducted to investigate the hysteresis behavior, and the average value of deflections at differ-
ent voltage was plotted as shown in Fig. 15. To check the performance of SPEES-SWNT-Pt IPMC membrane, we 
have conducted experiments 4 × 10 (40) times as given in supplementary data (Supplementary Tables 2 to 4). The 
deflection values for the first trial are provided in Table 3. The average value of each 10 experiments was taken as 
one trial to observe the hysteresis behaviors at multiple repeat (40 times). Moreover, four trials were plotted as 
shown in Fig. 15. After multiple experiments for deflection behavior by applying voltage, it was found that IPMC 
did not provide the same behavior which may be due the partial evaporation of inner solvent by electrolysis 
under applied voltage or natural evaporation. This may be the main reason behind the hysteresis occurred in 
the fabricated SPEES-SWNT-Pt-based IPMC actuator. To reduce this hysteresis (error), a proportional integral 
derivative (PID) control system was incorporated in the control system. By enabling this features and setting up 
the PID gain parameters, the hysteresis was reduced. For this purpose, an algorithm was also developed, where 
the controller bandwidth was set by tuning the frequency. When the frequency in the controller was increased, 
the time duration of actuation of SPEES-SWNT-Pt-based IPMC decreases but at the same time the stability of 
the IPMC was also decreases. In order to achieve the fast response of IPMC, by proper tuning of gains in the PID 
controller the frequency was set. This reveals the steady position between the response time and stability. In this 
way, the hysteresis was reduced upto 80%.

Concentration 
(M) Rs (Ω cm2) Rct (Ω cm2)

CPE

Fmax Cdl (F)Y (F) n

0.1 31.759 1354.5 0.001224 0.99046 0.193 0.001222

0.2 40.704 2655.5 0.000365 0.98939 0.099 0.000367

0.3 9.1179 4924.4 0.001639 0.98832 0.072 0.001654

Table 2. EIS parameters for SPEES-SWNT-Pt-based membrane actuator in varying concentrations of sodium 
salt solutions.
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The bending response of SPEES-SWNT-Pt-based IPMC overtime at 4.5 V DC is shown in Fig. 16. The time 
vs. deflection analysis reveals that bending behaviour of fabricated IPMC membrane increases with time and the 
maximum tip displacement after 42 sec was found to be 16 mm at 4.5 V. As clearly shown in Fig. 16, at the first 
zone (Zone I), the deflection of SPEES-SWNT-Pt IPMC membrane increases with steady-state continuous upto 
13 sec which may be due to high PC and a current density of IPMC at this stage. After that, at the second zone 
(Zone II) the deflection was constant from 13 to 23 sec. But due to high storage capacity, high PC and IEC of the 
composite polymer based IPMC the deflection again increases in the third and fourth zone up to 16 mm after 
applying 4.5 V DC for 42 sec.

A digital weighing/load cell (Model: Citizen CX-220, Make: India) was taken for load characterization of 
IPMC membrane, where the tip of SPEES-SWNT-Pt IPMC touches the pan of load cell during applied voltage 
through NI-PXI system (Supplementary Fig. 3).The maximum load carrying capability for SPEES-SWNT-Pt 
IPMC based IPMC membrane was upto 1.03 g at 4.5 VDC. In order to find the repeatability, the several trials were 
conducted and the force data were noted for ten times as given in Table 4. The mean force value was calculated 

Figure 14. Deflection images of SPEES-SWNT-Pt-based IPMC membrane.

Figure 15. Deflection behaviour of SPEES-SWNT-Pt-based IPMC for hysteresis analysis.

Deflection 
(mm)

Voltage

0 V 0.5 V 1.0 V 1.5 V 2.0 V 2.5 V 3.0 V 3.5 V 4.0 V 4.5 V

d1 0 0.6 2.5 6.0 8.0 10.5 12.6 14.9 15.5 16.0

d2 0 0.7 2.6 6.0 8.2 10.2 12.4 14.2 16.0 16.3

d3 0 0.5 1.9 5.8 8.5 10.6 12.6 14.0 15.4 16.2

d4 0 0.8 2.0 5.5 7.8 10.1 12.7 13.8 15.7 16.1

d5 0 0.7 2.1 5.8 7.6 10.9 12.1 14.5 15.8 15.8

d6 0 0.9 1.8 5.4 7.4 10.0 12.9 14.3 15.4 15.9

d7 0 0.4 1.9 5.8 7.6 10.3 12.4 14.7 15.9 16.0

d8 0 0.6 1.8 5.8 7.5 10.0 12.2 14.6 15.2 16.1

d9 0 0.7 2.2 5.5 7.3 10.2 12.0 14.0 15.4 16.2

d10 0 0.5 2.1 5.8 7.8 10.0 12.0 13.9 15.8 16.0

Table 3. Deflection data of SPEES-SWNT-Pt IPMC membrane at different applied voltages.
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and the normal distribution was found as given in Table 4. The normal distribution for the SPEES-SWNT-Pt 
IPMC was plotted as shown in Fig. 17. The narrow shape of normal distribution suggested that the fabricated 
IPMC have less error and great repeatability of the forced behaviour at 4.5 V DC.

The load characterization analysis also confirmed that the bending force was indeed proportional to the elec-
tric field like the deflection, where the bending force was found to be increasing with the increase of applied 
electric field intensity. Furthermore, Fig. 18 clearly shows that the deflection vs. force behaviour of the fabricated 
IPMC membrane was proportional to the applied electric voltage (0–4.5 V). The electromechanical properties of 
SPEES-SWNT-Pt-based IPMC membrane was demonstrated by measuring the stress behaviour with respect to 
the applied potential (Fig. 19). It was found that the maximum stress generated in SPEES-SWNT-Pt composite 
membrane actuator was 34.04 Pa under an applied voltage (0–4.5 VDC). The comparison of different properties 
of SPEES-SWNT-Pt-based IPMC membrane actuator with the other reported IPMC actuators is given in Table 5.

Figure 16. Bending response of SPEES-SWNT-Pt IPMC membrane actuator with time at 4.5 V DC.

Force 
(mN)

Voltage

0 V 1 V 1.5 V 2.0 V 2.5 V 3.0 V 3.5 V 4.0 V 4.5 V

F1 0 0.1185 0.4086 0.8496 2.8263 4.4923 7.3960 9.3903 10.14202

F2 0 0.1029 0.3204 0.9290 2.5950 3.9082 6.4160 9.8205 10.33116

F3 0 0.2097 0.4076 0.6585 2.6185 4.6618 8.3731 8.5495 10.31548

F4 0 0.1960 0.3077 0.8898 1.9482 4.7598 7.4921 9.2365 10.13712

F5 0 0.1607 0.2361 0.4557 2.4186 3.5711 6.3455 9.8039 10.31058

F6 0 0.1313 0.2293 0.5929 2.9449 3.9053 7.3950 10.0401 10.01756

F7 0 0.1577 0.2077 0.5399 2.3823 4.5785 7.6332 9.8196 10.40858

F8 0 0.1401 0.2381 0.8791 2.3490 4.2796 6.7169 9.6647 10.03128

F9 0 0.1313 0.1960 0.7105 2.3863 4.9450 7.5303 9.2757 10.42818

F10 0 0.1411 0.2067 0.8251 2.4225 3.7867 6.7561 9.5687 10.21258

Operating voltage 4.5 V

Mean 10.2334 mN

Standard deviation 0.0648

Repeatability 90.24%

Table 4. Experimental force data of SPEES-SWNT-Pt IPMC membrane at different voltages.

Parameter
SPEES-
SWNT-Pt

Sulfonated
polyetherimide56

Sulfonated polyvinyl 
alcohol/Py12

CNT based 
actuator57 Nafion58

Kraton based 
IPMC35

IEC (meq g−1) 2.60 0.55 1.20 0.71 0.98 2.00

PC (S cm−1) 2.32 × 10−2 1.40 × 10−3 1.60 × 10−3 5.70 × 10−3 9.00 × 10−3 1.30 × 10−3

WU (%) 80.0 26.4 82.3 25.1 16.7 233.0

Current density (A cm−2) 4.1 × 10−3 5.0 × 10−4 5.5 × 10−3 — 3.0 × 10−3 2.5 × 10−3

Tip displacement (mm) 16.0 2.7 18.5 20.0 12.0 17.0

Table 5. Comparison table of SPEES-SWNT-Pt-based IPMC membrane actuator.
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Figure 17. Normal distribution curve for SPEES-SWNT-Pt-based IPMC membrane actuator.

Figure 18. Deflection vs. force behaviour of SPEES-SWNT-Pt IPMC membrane at 0–4.5 VDC.

Figure 19. Stress behaviour of SPEES-SWNT-Pt-based IPMC under applied voltages.
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Conclusions
The present study demonstrated a novel high-performance durable IPMC membrane, based on SPEES, func-
tionalized SWNT, IL composite with Pt electrode, leading to better actuation performances, electrochemical 
and mechanical properties. The fabricated IPMC membrane exhibited an increased IEC and proton conduc-
tivity, which facilitated ion transport within the membrane actuator and therefore resulted in fast response 
and large deformation. The notable combination of advantages including good electrochemical activity, large 
bending deformation, high capacitance and flexibility in SPEES-SWNT-Pt IPMC membrane may come from 
the combining properties of hydrophilic SPEES containing more sulfonic acid groups and functionalization of 
carbon nanotubes. Moreover, the cost-effective SPEES polymer used was free of fluorine unlike Nafion, thus 
environmental-friendly and ecologically more acceptable material. Therefore, the proposed actuator can be a 
promising candidate for wearable electronics, bio-mimetic robots that require eco-friendly and high-performance 
electroactive soft actuators.

References
 1. Khan, A., Inamuddin, Luqman, A. M. & Dutta, A. Kraton based ionic polymer metal composite (IPMC) actuator. Sensors Actuators 

A Phys. 216, 295–300 (2014).
 2. Lu, L. & Chen, W. Biocompatible Composite Actuator: A Supramolecular Structure Consisting of the Biopolymer Chitosan, Carbon 

Nanotubes, and an Ionic Liquid. Adv. Mater. 22, 3745–3748 (2010).
 3. Shahinpoor, M. & Kim, K. J. Ionic polymer-metal composites: I. Fundamentals. Smart Mater. Struct. 10, 819 (2001).
 4. Kamamichi, N., Yamakita, M., Asaka, K., Luo, Z. W. & Mukai, T. Sensor Property of a Novel EAP Device with Ionic-liquid-based 

Bucky Gel. In 2007 IEEE Sensors 221–224, https://doi.org/10.1109/ICSENS.2007.4388376 (IEEE, 2007).
 5. Wu, Y., Alici, G., Madden, J. D. W., Spinks, G. M. & Wallace, G. G. Soft Mechanical Sensors Through Reverse Actuation in 

Polypyrrole. Adv. Funct. Mater. 17, 3216–3222 (2007).
 6. Shahinpoor, M. New effect in ionic polymeric gels: the ionic flexogelectric effect. In (ed. Jardine, A. P.) 42–53, https://doi.

org/10.1117/12.209821 (1995).
 7. Lu, J., Kim, S. G., Lee, S. & Oh, I. K. Fabrication and actuation of electro-active polymer actuator based on PSMI-incorporated 

PVDF. Smart Mater. Struct. 17, 45002 (2008).
 8. Jeon, J. H., Kang, S.P., Lee, S. & Oh, I. K. Novel biomimetic actuator based on {SPEEK} and {PVDF}. Sensors Actuators B Chem. 143, 

357–364 (2009).
 9. Jung, J. H., Vadahanambi, S. & Oh, I. K. Electro-active nano-composite actuator based on fullerene-reinforced Nafion. Compos. Sci. 

Technol. 70, 584–592 (2010).
 10. Jeon, J. H. & Oh, I. K. Selective growth of platinum electrodes for {MDOF} {IPMC} actuators. Thin Solid Films 517, 5288–5292 

(2009).
 11. Smela, E. Conjugated Polymer Actuators for Biomedical Applications. Adv. Mater. 15, 481–494 (2003).
 12. Inamuddin, Khan, A., Jain, R. K. & Naushad, M. Development of sulfonated poly(vinyl alcohol)/polpyrrole based ionic polymer 

metal composite (IPMC) actuator and its characterization. Smart Mater. Struct. 24, 95003 (2015).
 13. Deole, U. & Lumia, R. Measuring the Load-Carrying Capability of IPMC Microgripper Fingers. In IECON2006 − 32nd Annual 

Conference on IEEE Industrial Electronics 2933–2938, https://doi.org/10.1109/IECON.2006.347378 (IEEE, 2006).
 14. Jain, R. K., Majumder, S. & Dutta, A. SCARA based peg-in-hole assembly using compliant IPMC micro gripper. Rob. Auton. Syst. 

61, 297–311 (2013).
 15. Maheswari, P., Barghava, P. & Mohan, D. Preparation, morphology, hydrophilicity and performance of poly (ether-ether- sulfone) 

incorporated cellulose acetate ultrafiltration membranes. J. Polym. Res. 20, 74 (2013).
 16. Wang, Z., Li, X., Zhao, C., Ni, H. & Na, H. Sulfonated poly(ether ether sulfone) copolymers for proton exchange membrane fuel cells. 

J. Appl. Polym. Sci. 104, 1443–1450 (2007).
 17. Neelakandan, S. et al. Enhancing proton conduction of sulfonated poly (phenylene ether ether sulfone) membrane by charged 

surface modifying macromolecules for H2/O2fuel cells. Renew. Energy 78, 306–313 (2015).
 18. Hone, J. et al. Electrical and thermal transport properties of magnetically aligned single wall carbon nanotube films. Appl. Phys. Lett. 

77, 666–668 (2000).
 19. Baughman, R. H. Carbon Nanotube Actuators. Science (80). 284, 1340–1344 (1999).
 20. Kim P. Nanotube Nanotweezers. Science (80). 286, 2148–2150 (1999).
 21. Spinks, G. M. et al. Pneumatic Carbon Nanotube Actuators. Adv. Mater. 14, 1728–1732 (2002).
 22. Hirsch, A. Functionalization of Single-WalledCarbon Nanotubes. Angew. Chemie Int. Ed. 41, 1853 (2002).
 23. Bahr, J. L. & Tour, J. M. Covalent chemistry of single-wall carbon nanotubes. J. Mater. Chem. 12, 1952–1958 (2002).
 24. Lu, W. Use of Ionic Liquids for pi -Conjugated Polymer Electrochemical Devices. Science (80-.). 297, 983–987 (2002).
 25. Zhou, D. et al. Solid state actuators based on polypyrrole and polymer-in-ionic liquid electrolytes. Electrochim. Acta 48, 2355–2359 

(2003).
 26. Akle, B. J., Bennett, M. D. & Leo, D. J. High-strain ionomeric–ionic liquid electroactive actuators. Sensors Actuators A Phys. 126, 

173–181 (2006).
 27. Fukushima, T., Asaka, K., Kosaka, A. & Aida, T. Fully Plastic Actuator through Layer-by-Layer Casting with Ionic-Liquid-Based 

Bucky Gel. Angew. Chemie Int. Ed. 44, 2410–2413 (2005).
 28. Mukai, K. et al. High performance fully plastic actuator based on ionic-liquid-based bucky gel. Electrochim. Acta 53, 5555–5562 

(2008).
 29. Fukushima, T. Molecular Ordering of Organic Molten Salts Triggered by Single-Walled Carbon Nanotubes. Science (80). 300, 

2072–2074 (2003).
 30. Khan, A., Inamuddin & Jain, R. K. Easy operable ionic polymer metal composite actuator based on a platinum-coated sulfonated 

poly(vinyl alcohol)-polyaniline composite membrane. J. Appl. Polym. Sci. 133 (2016).
 31. Inamuddin, Khan, A., Jain, R. K. & Naushad, M. Study and preparation of highly water-stable polyacrylonitrile-kraton-graphene 

composite membrane for bending actuator toward robotic application. J. Intell. Mater. Syst. Struct. 27, 1534–1546 (2016).
 32. Qin, Y. et al. Concise Route to Functionalized Carbon Nanotubes. J. Phys. Chem. B107, 12899–12901 (2003).
 33. Unveren, E. E., Inan, T. Y. & Çelebi, S. S. Partially Sulfonated Poly(1,4-phenylene ether-ether-sulfone) and Poly(vinylidene fluoride) 

Blend Membranes for Fuel Cells. Fuel Cells n/a-n/a https://doi.org/10.1002/fuce.201300075 (2013).
 34. Unveren, E. E., Erdogan, T., Çelebi, S. S. & Inan, T. Y. Role of post-sulfonation of poly(ether ether sulfone) in proton conductivity 

and chemical stability of its proton exchange membranes for fuel cell. Int. J. Hydrogen Energy 35, 3736–3744 (2010).
 35. Khan, A., Inamuddin, Jain, R. K. & Naushad, M. Fabrication of a silver nano powder embedded kraton polymer actuator and its 

characterization. RSC Adv. 5, 91564–91573 (2015).
 36. Huang, R. Y. M., Shao, P., Burns, C. M. & Feng, X. Sulfonation of poly(ether ether ketone)(PEEK): Kinetic study and characterization. 

J. Appl. Polym. Sci. 82, 2651–2660 (2001).

http://dx.doi.org/10.1109/ICSENS.2007.4388376
http://dx.doi.org/10.1117/12.209821
http://dx.doi.org/10.1117/12.209821
http://dx.doi.org/10.1109/IECON.2006.347378
http://dx.doi.org/10.1002/fuce.201300075


www.nature.com/scientificreports/

1 6SCIEnTIFIC REPORTS |  (2018) 8:9909  | DOI:10.1038/s41598-018-28399-6

 37. Jang, W., Sundar, S., Choi, S., Shul, Y. G. & Han, H. Acid–base polyimide blends for the application as electrolyte membranes for fuel 
cells. J. Memb. Sci. 280, 321–329 (2006).

 38. Khan, A., Jain, R. K., Banerjee, P., Inamuddin & Asiri, A. M. Soft actuator based on Kraton with GO/Ag/Pani composite electrodes 
for robotic applications. Mater. Res. Express 4, 115701 (2017).

 39. Jung, K., Nam, J. & Choi, H. Investigations on actuation characteristics of IPMC artificial muscle actuator. Sensors Actuators A Phys. 
107, 183–192 (2003).

 40. Han, M. J., Park, J. H., Lee, J. Y. & Jho, J. Y. Ionic Polymer-Metal Composite Actuators Employing Radiation-Grafted Fluoropolymers 
as Ion-Exchange Membranes. Macromol. Rapid Commun. 27, 219–222 (2006).

 41. Dai, C. A. et al. Polymer actuator based on PVA/PAMPS ionic membrane: Optimization of ionic transport properties. Sensors 
Actuators A Phys. 155, 152–162 (2009).

 42. Panwar, V., Cha, K., Park, J. O. & Park, S. High actuation response of PVDF/PVP/PSSA based ionic polymer metal composites 
actuator. Sensors Actuators B Chem. 161, 460–470 (2012).

 43. Levitsky, I. A., Kanelos, P. & Euler, W. B. Electromechanical actuation of composite material from carbon nanotubes and ionomeric 
polymer. J. Chem. Phys. 121, 1058–1065 (2004).

 44. Nguyen, V. K. & Yoo, Y. A novel design and fabrication of multilayered ionic polymer-metal composite actuators based on Nafion/
layered silicate and Nafion/silica nanocomposites. Sensors Actuators B Chem. 123, 183–190 (2007).

 45. Panwar, V., Lee, C., Ko, S. Y., Park, J. O. & Park, S. Dynamic mechanical, electrical, and actuation properties of ionic polymer metal 
composites using PVDF/PVP/PSSA blend membranes. Mater. Chem. Phys. 135, 928–937 (2012).

 46. Noh, T. G., Tak, Y., Nam, J. D. & Choi, H. Electrochemical characterization of polymer actuator with large interfacial area. 
Electrochim. Acta 47, 2341–2346 (2002).

 47. Liu, L., Qin, Y., Guo, Z.-X. & Zhu, D. Reduction of solubilized multi-walled carbon nanotubes. Carbon N. Y. 41, 331–335 (2003).
 48. Zhang, J. et al. Effect of Chemical Oxidation on the Structure of Single-Walled Carbon Nanotubes. J. Phys. Chem. B107, 3712–3718 

(2003).
 49. Hamon, M. A. et al. Dissolution of Single-Walled Carbon Nanotubes. Adv. Mater. 11, 834–840 (1999).
 50. Wang, Y., Chen, H., Wang, Y., Zhu, Z. & Li, D. Effect of Dehydration on the Mechanical and Physicochemical Properties of Gold- 

and Palladium -Ionomeric Polymer-Metal Composite (IPMC) Actuators. Electrochim. Acta 129, 450–458 (2014).
 51. Zhang, Q., Li, Y., Feng, Y. & Feng, W. Electropolymerization of graphene oxide/polyaniline composite for high-performance 

supercapacitor. Electrochim. Acta 90, 95–100 (2013).
 52. Evgenij Barsoukov, R., Macdonald, I. D. R. & Franceschetti, D. R. Impedance Spectroscopy: Theory, Experiment, and Applications. 

(John Wiley & Sons, 2005).
 53. Mobin, M., Aslam, R., Zehra, S. & Ahmad, M. Bio-/Environment-Friendly Cationic Gemini Surfactant as Novel Corrosion Inhibitor 

for Mild Steel in 1 M HCl Solution. J. Surfactants Deterg. 20, 57–74 (2017).
 54. Mobin, M., Aslam, R. & Aslam, J. Non toxic biodegradable cationic gemini surfactants as novel corrosion inhibitor for mild steel in 

hydrochloric acid medium and synergistic effect of sodium salicylate: Experimental and theoretical approach. Mater. Chem. Phys. 
191, 151–167 (2017).

 55. Bard, A. J., Faulkner, L. R. Electrochemical Methods: Fundamentals and Applications. (Wiley, 2000).
 56. Rajagopalan, M., Jeon, J. H. & Oh, I. K. Electric-stimuli-responsive bending actuator based on sulfonated polyetherimide. Sensors 

Actuators B Chem. 151, 198–204 (2010).
 57. Lian, H. et al. Enhanced actuation in functionalized carbon nanotube?Nafion composites. Sensors Actuators B Chem. 156, 187–193 

(2011).
 58. Zawodzinski, T. A. Water Uptake by and Transport Through Nafion® 117 Membranes. J. Electrochem. Soc. 140, 1041 (1993).

Acknowledgements
The authors are grateful to the Director, CSIR-CMERI, Durgapur, India for granting the permission to publish 
this paper. This work was supported by the Science and Engineering Research Board (SERB), Department of 
Science & Technology, Government of India under the research scheme National Post-Doctoral Fellowship 
awarded to Dr. Ajahar Khan, Project Number: PDF/2016/002680.

Author Contributions
A.K. and R.K.J. have given emphasis of the novel idea on the development of Ionic Polymer-Metal Composite 
Actuator based on Sulfonated Poly (1,4-phenylene ether-ether-sulfone)/Carbon Nanotubes. They also conducted 
the experiments and analyzed the data. P.B., B.G., I. and A.M.A. have interpreted the data for preparing the 
manuscript. A.K. and R.K.J. have written the manuscripts. I. and R.K.J. have checked the manuscript.

Additional Information
Supplementary information accompanies this paper at https://doi.org/10.1038/s41598-018-28399-6.
Competing Interests: The authors declare no competing interests.
Publisher's note: Springer Nature remains neutral with regard to jurisdictional claims in published maps and 
institutional affiliations.

Open Access This article is licensed under a Creative Commons Attribution 4.0 International 
License, which permits use, sharing, adaptation, distribution and reproduction in any medium or 

format, as long as you give appropriate credit to the original author(s) and the source, provide a link to the Cre-
ative Commons license, and indicate if changes were made. The images or other third party material in this 
article are included in the article’s Creative Commons license, unless indicated otherwise in a credit line to the 
material. If material is not included in the article’s Creative Commons license and your intended use is not per-
mitted by statutory regulation or exceeds the permitted use, you will need to obtain permission directly from the 
copyright holder. To view a copy of this license, visit http://creativecommons.org/licenses/by/4.0/.
 
© The Author(s) 2018

http://dx.doi.org/10.1038/s41598-018-28399-6
http://creativecommons.org/licenses/by/4.0/

	Development, Characterization and Electromechanical Actuation Behavior of Ionic Polymer Metal Composite Actuator based on S ...
	Experimental
	Materials. 
	Reagent solutions. 
	Functionalization of SWNT. 
	Sulfonation of PEES. 
	Fabrication of IPMC. 
	Characterizations. 

	Results and Discussion
	WU, IEC and PC. 
	FTIR study. 
	Tensile Strength. 
	SEM, EDX, TEM studies. 
	Porosity. 
	UV-visible studies. 
	Thermal analysis. 
	Electrochemical characterization. 
	Electrochemical Impedance Spectroscopy (EIS). 
	Electromechanical characterization. 

	Conclusions
	Acknowledgements
	Figure 1 (a) Graphical illustration to functionalize carbon nanotubes, (b) sulfonation of PEES.
	Figure 2 DS(%) of pure SPEES, SPEES-SWNT and SPEES-SWNT-Pt composite polymer membranes.
	Figure 3 (a) WU and (b) IEC of PEES, SPEES, SPEES-SWNT and SPEES-SWNT-Pt composite polymer membranes.
	Figure 4 FTIR spectra of (a) SPEES and (b) SPEES-SWNT.
	Figure 5 Stress-strain curve of pure SPEES and SPEES-SWNT membranes.
	Figure 6 SEM images of SPEES-SWNT-Pt IPMC membrane.
	Figure 7 EDX graphs (a,b) and TEM micrograph (c,d) of SPEES-SWNT-Pt IPMC membrane actuator.
	Figure 8 BET analysis of SPEES polymer membrane.
	Figure 9 UV-visible pattern of (a) PEES, (b) SPEES and (c) SPEES-SWNT membranes.
	Figure 10 Thermal gravimetric analysis of SPEES and SPEES-SWNT ionic polymer membranes.
	Figure 11 LSV analysis of SPEES-SWNT and SPEES-SWNT-Pt membrane actuators.
	Figure 12 CV curves of SPEES-SWNT and SPEES-SWNT-Pt membrane actuators.
	Figure 13 (a) Nyquist plot and (b) Bode phase plot for SPEES-SWNT-Pt.
	Figure 14 Deflection images of SPEES-SWNT-Pt-based IPMC membrane.
	Figure 15 Deflection behaviour of SPEES-SWNT-Pt-based IPMC for hysteresis analysis.
	Figure 16 Bending response of SPEES-SWNT-Pt IPMC membrane actuator with time at 4.
	Figure 17 Normal distribution curve for SPEES-SWNT-Pt-based IPMC membrane actuator.
	Figure 18 Deflection vs.
	Figure 19 Stress behaviour of SPEES-SWNT-Pt-based IPMC under applied voltages.
	Table 1 Mechanical properties of SPEES and SPEES-SWNT ionomeric polymer membranes.
	Table 2 EIS parameters for SPEES-SWNT-Pt-based membrane actuator in varying concentrations of sodium salt solutions.
	Table 3 Deflection data of SPEES-SWNT-Pt IPMC membrane at different applied voltages.
	Table 4 Experimental force data of SPEES-SWNT-Pt IPMC membrane at different voltages.
	Table 5 Comparison table of SPEES-SWNT-Pt-based IPMC membrane actuator.




