
1Scientific RePoRTS |  (2018) 8:10363  | DOI:10.1038/s41598-018-28568-7

www.nature.com/scientificreports

Phosphate Removal in Relation to 
Structural Development of Humic 
Acid-Iron Coprecipitates
Kai-Yue Chen1, Liang-Ching Hsu2, Ya-Ting Chan1, Yen-Lin Cho1, Fang-Yu Tsao1, Yu-Min Tzou1,3, 
Yi-Cheng Hsieh4 & Yu-Ting Liu  1,3

Precipitation of Fe-hydroxide (FH) critically influences the sequestration of PO4 and organic matter 
(OM). While coatings of pre-sorbed OM block FH surfaces and decrease the PO4 adsorption capacity, 
little is known about how OM/Fe coprecipitation influences the PO4 adsorption. We aimed to determine 
the PO4 adsorption behaviors on humic acid (HA)-Fe coprecipitates in relation to surface and structural 
characteristics as affected by HA types and C/(C + Fe) ratios using the Fe and P X-ray absorption 
spectroscopy. With increasing C/(C + Fe) ratios, the indiscernible changes in the proportion of near-
surface C for coprecipitates containing HA enriched in polar functional groups implied a relatively 
homogeneous distribution between C and Fe domains. Wherein PO4 adsorbed on FH dominated the 
P inventory on coprecipitates, yielding PO4 sorption properties nearly equivalent to that of pure FH. 
Structural disruptions of FH caused by highly associations with polar functional groups of HA enhanced 
the C solubilisation. While polar functional groups were limited, coprecipitates consisted of core FH with 
surface outgrowth of HA. Although surface-attached HA that was vulnerable to solubilisation provided 
alternatively sites for PO4 via ternary complex formation with Fe bridges, it also blocked FH surfaces, 
leading to a decrease in PO4 adsorption.

Excess phosphate (PO4) originated from over fertilizer applications and industrial activities such as optoelec-
tronic industry has caused nonpoint and point source pollutions, leading to the eutrophication and hypoxia in 
aquatic systems1. Compared with 4–12 mg L−1 of total phosphorus (TP) in municipal wastewater2, up to 
500 mg L−1 of TP is discharged from the optoelectronic industry3, exceeding effluent TP regulations in the USA 
(0.07–0.1 mg L−1)4 and Europe (1–2 mg L−1)5. Phosphate in wastewater could be removed in processes of coagu-
lant addition via chemical precipitation, coagulation of particulate forms, and adsorption onto chemical flocs of 
iron (Fe)/aluminum (Al) hydroxides6. The enhanced coagulation with hydrolyzed Al or Fe has also be performed 
to eliminate dissolved organic matter (DOM) in drinking water treatment7 as DOM could serve as precursors for 
carcinogenic chlorination by-products8. When Al and Fe coagulants are added to water, hydrolysis products are 
able to destabilize the DOM via charge neutralization, enmeshment, and adsorption9. The optimum coagulant 
concentration (OCC), i.e. the lowest dosage to reach the maximum decrease in turbidity, for ferric chloride 
(FeCl3) was suggested from 2.4  × 10−4 to 7.7  × 10−4 mol L−1 at pH 6-8 in systems containing 15–20 mg L−1 of 
dissolved organic carbon (DOC)10,11. However, only about 20% of DOC was removed just before the OCC; then 
DOC diminished with increasing FeCl3 addition to reach the maximum of 40% removal at [Fe] = 2.0  × 10−3 − 
2.5  × 10−3 mol L−1 (molar C/Fe ratio = 0.5–0.6). As FeCl3 dosage was increased up to 3.0  × 10−3 mol L−1 (molar 
C/Fe ratio = 0.4), DOC was again released back to the suspensions10.

Recent Fe K-edge extended X-Ray absorption fine structure (EXAFS) studies have reported that hydrolyzed 
Fe was poorly polymerized in the presence of DOM around OCC even at basic pH10,12. At the dosage higher than 
OCC, the sweep flocculation occurred and Fe species was similar to that precipitated during the neutralization of 
Fe salts such as ferrihydrite10. Such non- and poorly-crystalline Fe-hydroxides generated are widely distributed 
in aquatic environments13. On account of ubiquitous DOM in surface waters, Fe-hydroxides and DOM are likely 
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associated into complex assemblages14–17. While coprecipitated with DOM, Fe-hydroxides showed the variety 
in particle size, specific surface areas, structural crystallinity, and consequently the reactivity for PO4 adsorp-
tion14,15,18,19. Understanding the interactions between DOM and Fe-hydroxides is critical as subsequent changes 
in surface chemistry significantly influence the complexation state of DOM-Fe nanoparticles as well as the fate 
and dynamics of the concomitant dissolved species such as PO4

20,21.
Humic acid (HA) with colloidal natures whose size and charge distributions are controlled by functional 

groups19 was used as DOM models here. Coprecipitations with two types of HA were tested as differences in 
DOM composition might affect the DOM/Fe association13,16, and thereby the PO4 adsorption behaviors. In this 
study, the coprecipitation between two types of HA and Fe was performed in molar C/(C + Fe) ratios from 0.17 to 
0.33, corresponding to molar C/Fe ratios of 0.4 to 0.5 wherein the DOC was restabilized from the greatest degree 
of destabilization in the presence of Fe coagulants10. We aimed to (1) examine at a molecular scale surface and 
structural characteristics of coprecipitates as affected by HA types and C/(C + Fe) molar ratios using Fe K-edge 
EXAFS, X-ray photoelectron spectroscopy (XPS) and other techniques, and (2) determine how such attributes 
affect PO4 adsorption capacity in relation to P speciation derived from the P K-edge X-ray absorption near edge 
structure (XANES) spectroscopy.

Results
Characteristics of YHA and AHA. Results of the elemental analysis showed a comparable composition of 
C, H, and O in the Yangming humic acid, (YHA) and Aldrich humic acid (AHA), although the relative propor-
tion of N in the YHA was nearly three times higher than that in AHA (see Supplementary Table S1). Integrative 
results of 13C NMR data suggested that the total proportion of polar groups including O-alky C, phenolic C, 
carboxyl C, and carbonyl C for the YHA and AHA samples were 58.0 and 49.8% (see Supplementary Table S1). 
Wherein, the proportion of O-alky C and carboxyl C in YHA was 2.2 and 1.4 times greater than that in AHA. In 
addition, the relatively intensified signal in the 170–180 ppm region of YHA also implied a greater proportion of 
amide groups in YHA than that in AHA (see Supplementary Fig. S1)22.

In terms of FTIR results, both YHA and AHA contained functional groups of –C=O stretching of –COOH, 
asymmetric –COOH stretching of carboxyl groups, symmetric –COO− stretching of –COOH, and –OH stretch-
ing of phenolic OH as indicated by peaks at 1732, 1588, 1370, and 1245 cm−1 (Fig. 1)23,24. The peak at 1245 cm−1 
might also be contributed by the OH deformation of –COOH23,25. In addition, N-H bending of amine group also 
showed signals between 1650 and 1580 cm−1 26,27. For the peak at 1042 cm−1 found in YHA but not in AHA, it 
could be assigned to –CO stretch of carbohydrates23,24,28 and/or the amine –CN stretch26,27. Collectively, the 13C 
NMR and FTIR results proposed that YHA was relatively enriched by polar functional groups, practically the 
carboxyl and amide/amine groups. The greater proportion of amide/amine groups was paralleled by the 2.9-fold 
higher N composition in YHA than in AHA (see Supplementary Table S1).

Regarding morphologies, TEM micrographs in Fig. 2a,b showed the sponge-like structures for YHA and 
AHA. Compared with the well-delimited clusters for AHA, humic networks of YHA presented as polydisperse 
domains with less degree of aggregation, agreeing with the greater proportion of polar functional groups, whose 
negatively charges caused the electrostatic repulsion and inhibited the aggregation of YHA13.

Precipitation, re-solubilisation, and distribution of C and Fe for HA/Fe coprecipitates. The 
HA/Fe coprecipitates containing YHA and AHA were denoted as YFC17/29/33 and AFC17/29/33 hereafter. 
Compared to AFC samples, greater amounts of C precipitated in YFC samples led to the 1.13~1.30-fold higher 
precipitated C/(C + Fe) molar ratios (Table 1). Previous studies found that the degree of C coprecipitation with 
Fe(III) depended on the composition of organic matter (OM)15,16. While the OM formed insoluble complexes 
with Fe(III) during coprecipitation, the solid products might contain greater contents of C than the nanoparticles 

Figure 1. FTIR spectra of Fe-hydroxide (FH), humic acid (YHA and AHA), and HA/Fe coprecipitates 
containing (a) YHA and (b) AHA with initial C/(C + Fe) ratio of 0.17, 0.29, ad 0.33 (YFC17/29/33 and 
AFC17/29/33).
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of Fe-hydroxides with adsorbed OM15. Thus, our results could probably be attributed to the enrichment of polar 
functional groups in YHA that facilitated the complexation between Fe and C and subsequently the C precipita-
tion for YFC samples15,29.

The stabilization of HA/Fe coprecipitates was determined based on the C and Fe solubilisation upon a 42-h 
incubation in the 0.01 M KCl solution. While no discernible Fe release was found for all samples, up to 9.68% of 
C was released from the YFC17, and the proportion decreased to 3.99% for YFC33. Carbon solubilisation of AFC 
samples also decreased with increasing C/(C + Fe) ratios but with greater proportion than the YFC samples even 
at the same initial C/(C + Fe) ratio (Table 1). These results suggested that the structural stabilization of HA/Fe 
coprecipitates might be subject to HA types and precipitated C/(C + Fe) ratios.

According to XPS results, surface C/(C + Fe) ratios for all samples were generally greater than that in bulk 
samples, suggesting that C dominated coprecipitate surfaces (Fig. 3). However, different trends in C distribution 
on YFC and AFC samples implied the distinct interactions between HA and Fe domains. While the surface C/
(C + Fe) ratios of AFC samples increased from 0.28 to 0.45 with increasing bulk C/(C + Fe) ratios from 0.17 to 

Figure 2. TEM images for humic acid (YHA and AHA), Fe-hydroxide (FH), and HA/Fe coprecipitates 
containing YHA and AHA with initial C/(C + Fe) ratio of 0.17, 0.29, and 0.33 (YFC17/29/33 and AFC17/29/33).

Sample
Initial C/
(C + Fe)

Precipitated C 
(mol kg-1)

Precipitated Fe 
(mol kg-1)

Precipitated (bulk) 
C/(C + Fe) C solubilisation (%)

Fe solubilisation 
(%)

YFC17 0.17 2.53 (0.04) 10.31 (0.08) 0.20 (0.003) 9.68 (2.18) N.D.b

YFC29 0.29 4.00 (0.09) 9.98 (0.02) 0.29 (0.007) 5.41 (0.20) N.D.

YFC33 0.33 5.75 (0.07) 9.48 (0.05) 0.38 (0.005) 3.99 (0.74) N.D.

AFC17 0.17 2.17 (0.04) 10.30 (0.07) 0.17 (0.003) 19.9 (0.70) N.D.

AFC29 0.29 2.67 (0.05) 9.44 (0.07) 0.22 (0.004) 7.04 (0.00) N.D.

AFC33 0.33 4.83 (0.02) 9.69 (0.00) 0.33 (0.002) 5.00 (0.11) N.D.

Table 1. Ratios, concentrations, and solubilisation of C and Fe for HA/Fe coprecipitates containing humic 
acid (YHA and AHA) with initial C/(C + Fe) ratio of 0.17, 0.29, and 0.33 (YFC17/29/33 and AFC17/29/33)a. 
aNumbers in parentheses represent standard deviations derived from three replicates. bNot detected.
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0.33, that of YFC samples remained nearly constant (0.36–0.38, Fig. 3), irrespective of the bulk C/(C + Fe) ratios. 
These results indicated a 1.4~1.7 fold enrichment of near-surface C relative to total C in AFC samples (Fig. 3). 
Such narrow range in the ratio between surface and bulk C implied an analogous interaction mechanism between 
AHA and Fe nanoparticles, regardless of the added C/(C + Fe) ratios. In contrast, the ratios of surface C to bulk 
C in YFC17, YFC29, and YFC33 coprecipitates were 1.9, 1.3, and 1.0, respectively. The increasing consistency 
between near-surface and bulk C with increasing C proportion for YFC samples could be plausibly caused by the 
increasing particle segregation, increasing OM domain size and/or decreasing Fe-hydroxide domain size. Such 
significant discrepancies in the C distribution implied substantial changes in the structural association between 
C and Fe caused by different HAs.

Functional groups of Fe-hydroxides and HA/Fe coprecipitates. The FTIR spectrum of FH in Fig. 1 
showed the contribution of adsorbed water at 1619 cm−130, asymmetric stretch of carbonate at 1475 cm−1 31, the 
Fe-O band and/or symmetric stretch of carbonate at 1357 cm−1 and 1070 cm−1 31–33. All YFC samples showed 
similar FTIR spectra to that of FH, but with less pronounced peaks (Fig. 1a). With increasing C/(C + Fe) molar 
ratios, the 1619-cm−1 band of YFC samples became broad and accompanied the appearance of the shoulder near 
1588 cm−1. Chen et al.15 reported that the combination of the emergence for the band near 1615 cm−1 in OM/
Fe coprecipitates and the decrease in the asymmetric carboxyl band near 1595 cm−1 with decreasing C/Fe ratios 
indicated the strong bonding between asymmetric carboxyl C functional groups and Fe(III). Compared with the 
symmetric COO− band at 1370 cm−1 in YHA, the spectral centroid tended to shift toward the lower wavenum-
ber of 1357 cm−1 for the YFC samples (Fig. 1a). Previous studies suggested that this shift might be caused by the 
ligand exchange between carboxylate and metals25,34. However, sample dilution with FH that showed the symmet-
ric COO- band at 1357 cm−1 might mask the 1370 cm−1 signal from YHA, if present.

In contrast with YFC samples, whose FTIR spectra mimicked that of FH, FTIR spectra of AFC samples were 
more like that of AHA (Fig. 1b). For example, the symmetric –COO− band of the AFC17 sample occurred at 
the same wavenumber (1370 cm−1) with AHA. This 1370-cm−1 band was also found in AFC29 and AFC33, 
resulting in a broad peak centered at 1367 cm−1. Moreover, the emergence of the shoulder at 1588 cm−1 in AFC 
samples with the initial C/(C + Fe) molar ratio ≥ 0.29 evidenced the increasing association between AHA and 
Fe-hydroxides and the importance of AHA upon the distribution of functional groups on AFC samples.

Morphologies and structural characteristics of HA/Fe coprecipitates. Transmission electron 
micrographs showed that the degree of aggregation for the YFC17, YFC29, and YFC33 samples was similar to that 
of FH, with nanoparticles discernible within the more compact aggregates (Fig. 2c–i). However, morphologies of 
AFC samples showed a loosely associated aggregation with indistinct nanoaggregates.

The XRD patterns of FH, YFC, and AFC samples showed two broad peaks centered at 2.6 and 1.5 Å (see 
Supplementary Fig. S2), consistent with the (110) and (300) planes of two-line ferrihydrite35. In spite of the sub-
tle changes, the full width at half maximum (FWHM) for the (110) and (300) peaks of the AFC samples tended 
to broaden systematically with increasing C/(C + Fe) ratios (see Supplementary Fig. S3a and b), implying an 
increase of stacking disorder of structural layers. For YFC samples, however, the broadest (110) and (300) XRD 
peaks were found in the YFC17 sample (see Supplementary Fig. S3a and b). Such results might plausibly sug-
gested the smallest scattering domains or the most disrupted ordering of Fe-hydroxide structures in coprecipi-
tates containing the least amount of YHA in this study36.

Regarding the Fe EXAFS data, backscattering signals of YFC17 were significantly weaker than that of FH and 
other HA/Fe coprecipitates (Fig. 4). Modeling of the first-shell Fe-O coordination with six surrounding O atoms 
across all coprecipitates showed the interatomic distances at 1.97–1.99 Å with the fitted σ2 (mean-square displace-
ments of interatomic distances) value of 0.022 and 0.013 for YFC17 and other coprecipitates (Table 2). The rela-
tively greater σ2 value possibly explained the shorter FT magnitude peak between 0.8 and 2.0 Å in YFC17 (Fig. 4a). 
Interatomic distances of Fe-Fe1 and Fe-Fe2 paths were fitted at 3.05–3.07 and 3.43–3.45 Å, corresponding to 

Figure 3. The relationship between C/(C + Fe) ratio near coprecipitate surfaces and that in bulk samples for 
HA/Fe coprecipitates containing humic acid (YHA and AHA) with initial C/(C + Fe) ratio of 0.17, 0.29, and 
0.33 (YFC17/29/33 and AFC17/29/33).
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edge- and corner-shared FeO6 octahedra, respectively37,38. Of individual AFC samples, the fitted coordination 
numbers (CN) for Fe-Fe1 and Fe-Fe2 paths showed insignificant differences (outside of model parameter uncer-
tainties) from FH that consists of 4.3 (±0.7) Fe atoms at 3.07 Å (Fe-Fe1) and 3.2 (±0.9) Fe atoms at 3.45 Å 
(Fe-Fe2). The similar trend was also found in the YFC29 and YFC33 samples. However, for the YFC17 sample, the 
CN for Fe-Fe1 and Fe-Fe2 paths were 1.5 (±0.7) and 1.3 (±0.9) (Table 2), which were substantially less than that 
of FH. Such decrease in CN of Fe at Fe-Fe1 and Fe-Fe2 paths accounted for the notable decrease in the FT magni-
tude between 2.2 and 3.5 Å (Fig. 4a). The analogous coordination environments of Fe-hydroxide domains among 
FH and HA/Fe coprecipitates except YFC17 resulted in the nearly identical EXAFS spectra (Fig. 4).

Collectively, Fe-hydroxide domains of the YFC17 sample showed distinct attributes from other YFC and AFC 
samples. For the YFC17 sample, the relatively greater σ2 value of the Fe-O path was suggestive of a more disor-
dered structural development, and the relatively less CN of Fe at Fe-Fe1 and Fe-Fe2 paths implied the disruption 
in edge- and corner-shard FeO6 octahedral linkages39. For such nanometer-sized particles (Fig. 2), the decrease in 
octahedral linkages could be translated to a decrease in the domain size as the result of increasing proportion of 
terminal octahedra on particles surfaces36,40. This result was in light with the broadest diffraction peaks of XRD 
data in the YFC17 sample, which indicated a most disordered short-range structure (see Supplementary Fig. S2).

Phosphate sorption isotherms on HA/Fe coprecipitates. Figure 5 showed the PO4 sorption iso-
therms on FH and individual YFC and AFC samples along with the Freundlich isotherm models (parameters 
in Supplementary Table S2). Compared with the maximum observed PO4 sorption of 2347 mmol kg−1 on FH, 
the coprecipitation with both HA seemed to decrease the PO4 sorption capacity. The maximum observed PO4 
sorption on YFC samples decreased from 2202 to 2093 as C/(C + Fe) ratios increased from 0.17 to 0.33 (Fig. 5a). 
On AFC33 sample, however, the maximum observed PO4 sorption were only 74% of that on FH (Fig. 5b). It is 

Figure 4. Fourier transformed Fe EXAFS data for Fe-hydroxide (FH) and HA/Fe coprecipitates containing 
humic acid: (a) YHA and (b) AHA with initial C/(C + Fe) ratio of 0.17, 0.29, and 0.33 (YFC17/29/33 and 
AFC17/29/33).

sample

Fe-Fe1b Fe-Fe2b

R (Å) CN R (Å) CN

FH 3.07 (0.01) 4.3 (0.7) 3.45 (0.01) 3.2 (0.9)

YFC17 3.05 (0.02) 1.5 (0.7) 3.43 (0.03) 1.3 (0.9)

YFC29 3.07 (0.01) 4.5 (0.8) 3.45 (0.01) 3.5 (1.0)

YFC33 3.07 (0.02) 4.7 (1.7) 3.45 (0.02) 3.6 (2.0)

AFC17 3.07 (0.01) 4.2 (0.6) 3.45 (0.01) 3.6 (0.7)

AFC29 3.07 (0.01) 4.5 (0.7) 3.45 (0.01) 3.3 (1.0)

AFC33 3.07 (0.02) 3.9 (0.8) 3.45 (0.02) 2.8 (1.0)

Table 2. Fits to Fe EXAFS data for Fe-hydroxide (FH) and HA/Fe coprecipitates containing humic acid (YHA 
and AHA) with initial C/(C + Fe) ratio of 0.17, 0.29, and 0.33 (YFC17/29/33 and AFC17/29/33)a. aFitting 
was done across the k range of 2.5 to 11.5 Å−1 and an R range of 1.0 to 3.5 Å. Numbers in parentheses are 
uncertainties calculated for the EXAFS model. Paths used in EXAFS fitting are all single-scattering paths. All 
samples were fit simultaneously, yielding a normalized sum of squared residuals [R-factor = Σ(data-fit)2/Σdata2) 
of 0.0064 (0.64%)]. S02 (fixed amplitude reduction factor based on first-shell fitting of hematite) = 0.83. ΔE 
(fitted energy shift parameter) = −1.49 (0.35) eV for all samples. The fitted R (interatomic distance) of Fe-O 
path across all samples was 1.97–1.99 Å. The CN (coordination number) for the Fe-O path was fixed at 6.0. With 
the exception of YFC17, the fitted σ2 (mean-square displacements of interatomic distances) of the Fe-O path for 
all samples was 0.013 (0.003) Å2. The fitted σ2 value of the Fe-O path in YFC17 was 0.022 (0.002) Å2. bThe fitted 
σ2 values of the Fe-Fe1 and Fe-Fe2 path in YFC17 were both 0.013 (0.002) Å2, which for theFe-Fe1 and Fe-Fe2 
path in other samples were 0.017 (0.002) and 0.016 (0.002) Å2, respectively.



www.nature.com/scientificreports/

6Scientific RePoRTS |  (2018) 8:10363  | DOI:10.1038/s41598-018-28568-7

not surprising to find the decreasing trend in PO4 adsorption amounts with increasing C addition. Antelo et al.41 
reported a competition for the adsorption sites on goethite surfaces between HA and PO4. Other possible mech-
anisms accounting for the decreasing PO4 adsorption upon the interactions between Fe and negatively-charged 
HA are charge repulsion, direct site blocking, or aggregation with hydroxide particles42–44.

Phosphorus speciation for coprecipitates collected after adsorption isotherms showed that although PO4 
adsorbed on pure FH dominated the P inventory for all samples, its proportion tended to decrease with increasing 
C/(C + Fe) ratios (Table 3 and see Supplementary Fig. S4). While all PO4 was adsorbed on FH in YFC samples 
with precipitated C/(C + Fe) ratio ≤0.29, there was 5.8% of PO4 possibly retained by the organically complexed Fe 
(Fe-peat) via the ternary complex formation on YFC sample with C/(C + Fe) ratio of 0.3845,46. In addition, up to 
10.8% of P on YFC33 was contributed by the organic form of P, i.e. glycerophosphate that was used as the repre-
sentative of orthophosphate monoester here and has been often found in HA and humic substances47. By contrast, 
up to 12% of P on AFC samples with precipitated C/(C + Fe) ratio ≥0.22 was plausibly contributed by the ternary 
PO4-Fe-OM complexes in which Fe served as bridges between PO4 and organic ligands. Collectively, distinct 

Figure 5. Phosphate adsorption isotherms with Freundlich fitting results (solid lines) for Fe-hydroxide (FH) 
and HA/Fe coprecipitates containing humic acid: (a) YHA and (b) AHA with initial C/(C + Fe) ratio of 0.17, 
0.29, and 0.33 (YFC17/29/33 and AFC17/29/33).

Sample
Adsorbed PO4 
(mmol kg−1)

PO4 on ferrihydrite 
(mol %)

PO4 on Fe-
peat (mol %)

Glycerophosphate 
(mol %)

R-factorb  
( ×103)

YFC17 2202 100 (0) 0 (0) 0 (0) 4.3

YFC29 2154 100 (0) 0 (0) 0 (0) 4.1

YFC33 2093 83.4 (1.1) 5.8 (1.1) 10.8 (1.5) 0.7

AFC17 2237 100 (0) 0 (0) 0 (0) 5.5

AFC29 2176 84.4 (1.6) 10.7 (1.0) 4.9 (1.4) 0.6

AFC33 1736 68.0 (0.6) 11.6 (0.7) 20.4 (0.7) 2.1

Table 3. LCF results for P XANES spectra of HA/Fe coprecipitates containing humic acid (YHA and AHA) 
with initial C/(C + Fe) ratio of 0.17, 0.29, and 0.33 (YFC17/29/33 and AFC17/29/33) collected after the PO4 
adsorptiona. aThe data show the proportion (in units of mol %) of the reference spectra that resulted in the best 
fit to the sample data. Numbers in parentheses represent uncertainties in fitting parameters as calculated by 
Athena. Weighting factors on each fit summed to 100 ± 1 mol %. References used for LCF were PO4 adsorbed 
on ferrihydrite at 600 mmol kg−1, PO4 adsorbed on Fe(III)-peat coprecipitates at 0.15 mol P mol−1 Fe, and 
commercial β-glycerophosphate diluted in BN at 400 mmol kg−1. bNormalized sum of the squared residuals of 
the fit (R-factor = Σ(data-fit)2/Σdata2).
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trends in PO4 sorption behaviors as the function of C/(C + Fe) ratio between YFC and AFC samples might pro-
pose various attributes for surfaces and/or structures of YFC and AFC nanoparticles.

Discussion
Coprecipitation between HA and Fe produced PO4 adsorption properties that were characteristics of hybridized 
structures. It has been widely reported that the pre-adsorbed HA on adsorbents such as Fe (hydr)oxides and 
zerolite reduced the PO4 adsorption capacity43,44,48. If HA coating on absorbent surfaces was mainly responsible 
for decreases in PO4 adsorption by blocking adsorption sites, changing surface charges, and/or reducing specific 
surface areas and pore volumes of adsorbents44,48, a greater decrease of PO4 adsorption should be found for YFC 
rather than AFC as YFC bore more precipitated C than AFC at the same addition of C/(C + Fe) ratio (Table 1). 
However, an opposite trend was found in our study. In contrast to significant decreases of PO4 adsorption with the 
increasing C/(C + Fe) ratio on AFC samples (Fig. 5b), differences in PO4 adsorption capacity among individual 
YFC samples seemed relatively indiscernible (Fig. 5a). These results implied that substantial changes in structural 
development of HA/Fe coprecipitates should be considered for the less PO4 bonding sites on AFC samples.

Dissimilar aggregate morphologies between AFC and YFC were evidenced by TEM images (Fig. 2). Results of 
XRD patterns (see Supplementary Fig. S3) and Fe K-edge EXAFS (Table 2) indicated various degrees of disrup-
tion in the short-range structural order of Fe-hydroxide domains between YFC and AFC samples. While stacking 
disorder of FeO6 octahedra for AFC slightly increased with increasing C/(C + Fe) ratio, the greatest structural 
disordering of FeO6 octahedra in YFC occurred at the C/(C + Fe) ratio of 0.20. Most noteworthily, a better devel-
oped Fe-hydroxide domain was found in YFC with ≥29 C/(C + Fe) mol %. Such discrepancy in structural devel-
opment between YFC and AFC samples might be plausibly explained by the micellar properties of HA 
systems49,50. While humic negative charges were neutralized by Fe cations during coprecipitation, the expected 
reorganization of humic networks may cause an overall shrinkage of the humic colloid, leading to the formation 
of hydrophobic microenvironments referred to intramolecular humic pseudomicelles50,51. In YFC17, however, the 
formation of pseudomicelles might be hindered due to the greatest amount of hydrolyzed Fe relative to the num-
ber of humic colloids. Plenty of Fe cations might bridge stretched humic chains, favoring formations of 
inter-humic clustering11,52. Relatively exposed functional groups of YHA could readily react with hydrolyzed 
Fe(III) and thus interrupt FeO6 octahedral linkages. That possibly explained the substantial disintegration of Fe 
local structures in YFC17 but not in other YFC samples. With the same initial C/(C + Fe) ratio, however, disrup-
tions for FeO6 octahedral linkages was hardly found in AFC17. Compared with the YHA composition, AHA 
contained less amounts of O-alkyl, carboxyl, and amine/amide groups (see Supplementary Table S1). Previous 
studies evidenced that interaction of organic molecules and Fe would be promoted by nitrogen and carbonyl 
functional groups17,29. Associations between carboxyl groups with Fe were found in dissolved OM extracted from 
fresh litter15, peat soils53, and suspended matter52. Thus, discrepancies in HA/Fe association between YFC and 
AFC samples suggested the pronounced impact of OM variety on dynamic structural developments of HA/Fe 
coprecipitates.

Based on Fe EXAFS data and XPS results that showed enrichments of near-surface C relative to Fe, we pro-
posed that AFC consisted of core Fe-hydroxide with surface-outgrowth HA, which is paralleled by its FTIR data 
that showed AHA-like spectral features (Fig. 1b). While surface-attached AHA bonded to PO4 alternatively via 
ternary PO4-Fe-OM complexes (Table 3), it also blocked reactive sites on Fe-hydroxides, resulting in significantly 
decreasing PO4 adsorption with increasing AHA proportion (Fig. 5b). Regarding Fe hydrolysis with HA contain-
ing greater proportion of reactive functional groups (YHA), the limited C relative to the hydrolyzed Fe amounts 
(YFC17) impeded formations of intramolecular humic pseudomicelles, and the HA/Fe association disrupted 
FeO6 linkages. As YHA proportion increased, the partial neutralization of humic macromolecules induced the 
reorganization of humic networks, leading to a more compact humic network. Such structural shrinkage of YHA 
possibly lowered the degree of C coverage on FH surfaces, resulting in the decreasing enrichment of near-surface 
C relative to bulk C with increasing C addition in YFC (Fig. 3). Therefore, domains of FH and YHA might dis-
tribute relatively homogeneously in YFC. The FH domains exposed on particle surfaces of YFC yielded similar 
FTIR spectral features to that of pure FH (Fig. 1) and dominated the PO4 adsorption (Table 3), accounting for the 
macroscale PO4 sorption properties of YFC samples nearly equivalent to that of FH (Fig. 5a).

Previous studies reported that C solubilisation from OM/Fe coprecipitates increased with increasing C/
(C + Fe) ratios, and up to 3% of Fe released as the Fe(III)-organic complexes when C/(C + Fe) ratios >0.815,53. 
In our study, however, C solubilisation decreased with increasing C/(C + Fe) ratios and no Fe solubilisation was 
detected in all samples (Table 1). Different from the water extractable OM in previous studies15,53, we used HA 
that has greater molecular weight and more complicated structure to interact with Fe54. We hypothesized that the 
C stability of HA was controlled by functional groups as they varied structural developments of HA/Fe coprecip-
itates. In spite of the low C/(C + Fe) ratio, the disordered structure of FH in YFC17 caused by highly associations 
with polar functional groups of YHA may promote the C solubilisation. In AFC17 that contained the least pro-
portion of carboxyl and O-alkyl C, AHA networks that covered the outermost aggregate surfaces may be vulner-
able to solubilisation, leading to the greatest C release (19.9%). With increasing C/(C + Fe) ratios, the increasing 
association between AHA and Fe-hydroxides evidenced by FTIR and XRD results (Fig. 1b and see Supplementary 
Fig. S3) may alleviate the C solubilisation.

Owing to the importance of FH to segregate PO4 and DOM, many studies have determined impacts for the 
coating of pre-sorbed OM on the PO4 adsorption by Fe (hydr)oxides43,55. In this study, we evidenced that the 
diverse range of organic components in HA is one of the keys to affect the structural development of HA/Fe 
coprecipitates and subsequently the PO4 adsorption behavior and C stability. While coprecipitated with HA 
enriched in polar functional groups, Fe-hydroxides were partially composed of disrupted FeO6 octahedral link-
ages due to the highly association with the functional groups. Structural disruptions of FH showed the promise to 
enhance the solubilisation for the attached HA. In addition, such Fe domains tended to distribute homogeneously 
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over the coprecipitates with increasing C/(C + Fe) ratios, and the exposed Fe domains on surfaces of HA/Fe 
coprecipitates were mainly responsible for PO4 sorption properties nearly equivalent to that of FH. By contrast, 
while Fe coprecipitated with HA that possessed limited polar functional groups, the HA/Fe coprecipitates con-
sisted of core Fe-hydroxide domains with surface outgrowth of HA domains. Although the HA networks that 
were vulnerable to solubilisation enveloped HA/Fe coprecipitates and provided alternative bonding sites for PO4 
via the ternary complexation with Fe bridges, they would also block reactive sites on FH surfaces, leading to a 
significant decrease in PO4 adsorption (see Supplementary Fig. S5). Recognition of how natural and structurally 
heterogeneous HA influences the association with Fe hydrolysis could lead to a better estimation for the dynamics 
of PO4, C, and Fe in coprecipitates, resulting in a more precise assessment for the PO4 sequestration in wastewater 
treatment processes and natural aquatic environments.

Methods
Synthesis and re-solubilisation of HA/Fe coprecipitates. Tested HA was extracted from an Andisol 
from the Yangming Mountain in Taiwan (Yangming humic acid, YHA) or purchased from the Sigma-Aldrich 
(Aldrich humic acid, AHA). See HA preparation in supplementary information. HA was hydrolyzed in 0.01 M 
KCl solution. Suspensions were adjusted to pH 11.0 and then pH 5.5 using 0.01 M KOH or HCl, shaken for one 
hour, and passed through 0.2 μm filter membranes. Carbon concentrations in filtrates were determined using the 
total organic carbon (TOC) analyzer.

The HA/Fe coprecipitates were synthesized via dissolving Fe(NO3)3•9H2O and then pipetting into YHA or 
AHA suspensions at a point just below the suspension surface under agitation to achieve the Fe concentration of 
0.2 mol L−1 and the C/(C + Fe) molar ratios of 0.17, 0.29, and 0.33. The HA/Fe coprecipitates containing YHA and 
AHA were denoted as YFC17/29/33 and AFC17/29/33 hereafter. The YFC and AFC were induced by adjusting 
suspensions to pH 7.0 with 1.0 M KOH. After vigorously stirred at 250 rpm for 30 min, suspensions were allowed 
to settle for another 30 min. Coprecipitates were washed three times each with 1 M KCl and 0.01 M KCl by shak-
ing for 30 min and centrifuging. Solids were re-suspended into 0.01 M KCl solution. Stock suspensions were then 
adjusted to pH 5.5 and stored at 4 °C for a maximum of two weeks. Precipitation of FH without HA addition was 
also conducted.

Suspensions with a solid concentration of 1.50 g kg−1 in a 0.01 M KCl background were used to determine 
the re-solubilisation of C and Fe from coprecipitates. The pH value for each suspension was maintained at 5.5 
over the course of re-solubilisation. After a 42-h incubation, suspensions were centrifuged and passed through 
a 0.2 μm filter membrane. Concentrations of C and Fe in freeze-dried filtrates were determined (see details in 
Supplementary information).

Characterizations of HA/Fe coprecipitates. Subsamples for individual coprecipitates were freeze-dried 
or preserved as the moist paste for characterizations. Briefly, total C and Fe concentrations were determined. The 
C and Fe distributions near coprecipitate surfaces, morphologies, and functional groups were determined using 
XPS, TEM, and FTIR analysis. The XRD patterns collected at the beamline 01C2 of the National Synchrotron 
Radiation Research Center (NSRRC), Taiwan were used to examine the mineral properties. The Fe K-edge 
EXAFS analyses performed at the beamline BL-17C1 of the NSRRC were applied to determine the local struc-
tures of Fe-hydroxide domains. See details in Supplementary information.

Phosphate sorption isotherms. Experiments of PO4 sorption isotherms were followed the analogous pro-
cedures in Liu and Hesterberg36. Briefly, the PO4 sorption on YFC and AFC samples was conducted at pH 5.5 and 
25 ± 1 °C in a 0.01 M KCl background. Various amounts of 0.01 M KH2PO4 solution were added to YFC or AFC 
suspensions with the pre-adjusted pH of 5.5 and a solids concentration of 1.50 g kg−1 while vigorously stirring. 
During equilibration, the pH was maintained at pH 5.5 using 0.01 M HCl/KOH. Dissolved PO4 in the supernatant 
solutions was measured using the molybdate colorimetric (Murphy-Riley) procedure. Results of PO4 isotherms 
were fitted using the Freundlich model. Phosphorus speciation for samples containing maximum amounts of 
adsorbed PO4 was determined using the linear combination fitting (LCF) for P K-edge XANES spectra with the 
end members of β-glycerophosphate and PO4 adsorbed on ferrihydrite as well as Fe(III)-peat coprecipitates56. See 
details in Supplementary information.

References
 1. Daniel, T., Sharpley, A. & Lemunyon, J. Agricultural phosphorus and eutrophication: A symposium overview. J. Environ. Qual. 27, 

251–257 (1998).
 2. Rössle, W. & Pretorius, W. A review of characterisation requirements for in-line prefermenters: Paper 1: Wastewater characterisation. 

Water SA 27, 405–412, https://doi.org/10.4314/wsa.v27i3.4985 (2001).
 3. Priambodo, R., Shih, Y.-J. & Huang, Y.-H. Phosphorus recovery as ferrous phosphate (vivianite) from wastewater produced in 

manufacture of thin film transistor-liquid crystal displays (TFT-LCD) by a fluidized bed crystallizer (FBC). RSC Adv. 7, 
40819–40828, https://doi.org/10.1039/C7RA06308C (2017).

 4. WERF. Nutrient removal: how low can we go and what is stopping us from going lower? (Water Environment Research Foundation, 
Washington D.C., 2006).

 5. Council Directive. Concerning Urban Waste Water Treatment (91/271/EEC). (Official Journal of the European Communities, 1991).
 6. Arnaldos, M. & Pagilla, K. Effluent dissolved organic nitrogen and dissolved phosphorus removal by enhanced coagulation and 

microfiltration. Water Res. 44, 5306–5315, https://doi.org/10.1016/j.watres.2010.06.066 (2010).
 7. Gregor, J., Nokes, C. & Fenton, E. Optimising natural organic matter removal from low turbidity waters by controlled pH adjustment 

of aluminium coagulation. Water Res. 31, 2949–2958, https://doi.org/10.1016/S0043-1354(97)00154-1 (1997).
 8. Oliver, B. G. & Visser, S. A. Chloroform production from the chlorination of aquatic humic material: the effect of molecular weight, 

environment and season. Water Res. 14, 1137–1141, https://doi.org/10.1016/0043-1354(80)90165-7 (1980).
 9. Dempsey, B. A., Ganho, R. M. & O’Melia, C. R. The coagulation of humic substances by means of aluminum salts. J. Am. Water 

Works Ass. 76, 141–150, https://doi.org/10.1002/j.1551-8833.1984.tb05315.x (1984).

http://dx.doi.org/10.4314/wsa.v27i3.4985
http://dx.doi.org/10.1039/C7RA06308C
http://dx.doi.org/10.1016/j.watres.2010.06.066
http://dx.doi.org/10.1016/S0043-1354(97)00154-1
http://dx.doi.org/10.1016/0043-1354(80)90165-7
http://dx.doi.org/10.1002/j.1551-8833.1984.tb05315.x


www.nature.com/scientificreports/

9Scientific RePoRTS |  (2018) 8:10363  | DOI:10.1038/s41598-018-28568-7

 10. El Samrani, A. et al. Clarification of municipal sewage with ferric chloride: the nature of coagulant species. Water Res. 38, 756–768, 
https://doi.org/10.1016/j.watres.2003.10.002 (2004).

 11. Sieliechi, J. M. et al. Changes in humic acid conformation during coagulation with ferric chloride: Implications for drinking water 
treatment. Water Res. 42, 2111–2123, https://doi.org/10.1016/j.watres.2007.11.017 (2008).

 12. Vilge-Ritter, A., Rose, J., Masion, A., Bottero, J.-Y. & Laine, J.-M. Chemistry and structure of aggregates formed with Fe-salts and 
natural organic matter. Colloids Surf. Physicochem. Eng. Aspects 147, 297–308, https://doi.org/10.1016/S0927-7757(98)00325-2 
(1999).

 13. Vindedahl, A. M., Strehlau, J. H., Arnold, W. A. & Penn, R. L. Organic matter and iron oxide nanoparticles: aggregation, interactions, 
and reactivity. Environ. Sci. Nano 3, 494–505, https://doi.org/10.1039/C5EN00215J (2016).

 14. Mikutta, R., Lorenz, D., Guggenberger, G., Haumaier, L. & Freund, A. Properties and reactivity of Fe-organic matter associations 
formed by coprecipitation versus adsorption: Clues from arsenate batch adsorption. Geochim. Cosmochim. Acta 144, 258–276, 
https://doi.org/10.1016/j.gca.2014.08.026 (2014).

 15. Chen, C., Dynes, J. J., Wang, J. & Sparks, D. L. Properties of Fe-Organic Matter Associations via Coprecipitation versus Adsorption. 
Environ. Sci. Technol. 48, 13751–13759, https://doi.org/10.1021/es503669u (2014).

 16. Eusterhues, K. et al. Fractionation of Organic Matter Due to Reaction with Ferrihydrite: Coprecipitation versus Adsorption. Environ. 
Sci. Technol. 45, 527–533, https://doi.org/10.1021/es1023898 (2011).

 17. Cismasu, A. C., Williams, K. H. & Nico, P. S. Iron and Carbon Dynamics during Aging and Reductive Transformation of Biogenic 
Ferrihydrite. Environ. Sci. Technol. 50, 25–35, https://doi.org/10.1021/acs.est.5b03021 (2016).

 18. Eusterhues, K. et al. Characterization of Ferrihydrite-Soil Organic Matter Coprecipitates by X-ray Diffraction and Mossbauer 
Spectroscopy. Environ. Sci. Technol. 42, 7891–7897, https://doi.org/10.1021/es800881w (2008).

 19. Angelico, R. et al. Particle size, charge and colloidal stability of humic acids coprecipitated with Ferrihydrite. Chemosphere 99, 
239–247, https://doi.org/10.1016/j.chemosphere.2013.10.092 (2014).

 20. Baalousha, M. Aggregation and disaggregation of iron oxide nanoparticles: influence of particle concentration, pH and natural 
organic matter. Sci. Total Environ. 407, 2093–2101, https://doi.org/10.1016/j.scitotenv.2008.11.022 (2009).

 21. Hotze, E. M., Phenrat, T. & Lowry, G. V. Nanoparticle aggregation: challenges to understanding transport and reactivity in the 
environment. J. Environ. Qual. 39, 1909–1924 (2010).

 22. Ghabbour, E. A. & Davies, G. Humic Substances: Structures, Models and Functions. (The Royal Society of Chemistry, 2001).
 23. Stevenson, F. J. Humus Chemistry: Genesis, Composition, Reactions. (John Wiley & Sons, INC, 1994).
 24. Swift, R. S. In Methods of soil analysis. Part 3-chemical methods (ed. Sparks, D. L.) 1011–1069 (Soil Science Society of America, 1996).
 25. Gu, B., Schmitt, J., Chen, Z., Liang, L. & McCarthy, J. F. Adsorption and desorption of natural organic matter on iron oxide: 

mechanisms and models. Environ. Sci. Technol. 28, 38–46, https://doi.org/10.1021/es00050a007 (1994).
 26. Silverstein, R. M., Webster, F. X. & Kiemle, D. J. Spectrometric identification of organic compounds. 7th edn, (John wiley & sons, 2005).
 27. Barot, N. & Bagla, H. Extraction of humic acid from biological matrix-dry cow dung owder. Green Chem. Lett. Rev. 2, 217–221, 

https://doi.org/10.1080/17518250903334290 (2009).
 28. Orlov, D. S. Humus acids of soils. (AA Balkema, 1985).
 29. Taheri, P., Terryn, H. & Mol, J. M. C. An in situ study of amine and amide molecular interaction on Fe surfaces. Appl. Surf. Sci. 354, 

242–249, https://doi.org/10.1016/j.apsusc.2015.08.042 (2015).
 30. Ristić, M., De Grave, E., Musić, S., Popović, S. & Orehovec, Z. Transformation of low crystalline ferrihydrite to α-Fe2O3 in the solid 

state. J. Mol. Struct. 834, 454–460, https://doi.org/10.1016/j.molstruc.2006.10.016 (2007).
 31. Hausner, D. B., Bhandari, N., Pierre-Louis, A. M., Kubicki, J. D. & Strongin, D. R. Ferrihydrite reactivity toward carbon dioxide. J. 

Colloid Interface Sci. 337, 492–500, https://doi.org/10.1016/j.jcis.2009.05.069 (2009).
 32. Su, C. & Suarez, D. L. In situ infrared speciation of adsorbed carbonate on aluminum and iron oxides. Clays Clay Miner. 45, 814–825 

(1997).
 33. Colombo, C. et al. Characteristics of insoluble, high molecular weight iron-humic substances used as plant iron sources. Soil Sci. Soc. 

Am. J. 76, 1246–1256, https://doi.org/10.2136/sssaj2011.0393 (2012).
 34. Chorover, J. & Amistadi, M. K. Reaction of forest floor organic matter at goethite, birnessite and smectite surfaces. Geochim. 

Cosmochim. Acta 65, 95–109, https://doi.org/10.1016/S0016-7037(00)00511-1 (2001).
 35. Schwertmann, U. & Cornell, R. M. Iron Oxides in the Laboratory: Preparation and Characterization. 2nd edn, (Wiley-VCH, 2000).
 36. Liu, Y. T. & Hesterberg, D. Phosphate Bonding on Noncrystalline Al/Fe-Hydroxide Coprecipitates. Environ. Sci. Technol. 45, 

6283–6289, https://doi.org/10.1021/es201597j (2011).
 37. Manceau, A. & Combes, J. M. Structure of Mn and Fe oxides and oxyhydroxides: A topological approach by EXAFS. Phys. Chem. 

Miner. 15, 283–295, https://doi.org/10.1007/BF00307518 (1988).
 38. Manceau, A. & Drits, V. A. Local structure of ferrihydrite and feroxyhite by EXAFS spectroscopy. Clay Miner. 28, 165–184 (1993).
 39. Toner, B. M. et al. Biogenic iron oxyhydroxide formation at mid-ocean ridge hydrothermal vents: Juan de Fuca Ridge. Geochim. 

Cosmochim. Acta 73, 388–403, https://doi.org/10.1016/j.gca.2008.09.035 (2009).
 40. Michel, F. M. et al. The structure of ferrihydrite, a nanocrystalline material. Science 316, 1726–1729, https://doi.org/10.1126/

science.1142525 (2007).
 41. Antelo, J. et al. Adsorption of a soil humic acid at the surface of goethite and its competitive interaction with phosphate. Geoderma 

138, 12–19, https://doi.org/10.1016/j.geoderma.2006.10.011 (2007).
 42. Wang, X. et al. Effect of ferrihydrite crystallite size on phosphate adsorption reactivity. Environ. Sci. Technol. 47, 10322–10331, 

https://doi.org/10.1021/es401301z (2013).
 43. Hui, W. et al. Adsorption of phosphate onto ferrihydrite and ferrihydrite-humic acid complexes. Pedosphere 25, 405–414, https://doi.

org/10.1016/S1002-0160(15)30008-4 (2015).
 44. Yan, J. et al. Preliminary investigation of phosphorus adsorption onto two types of iron oxide-organic matter complexes. J. Environ. 

Sci. 42, 152–162, https://doi.org/10.1016/j.jes.2015.08.008 (2016).
 45. Gerke, J. Phosphate adsorption by humic/Fe-oxide mixtures aged at pH 4 and 7 and by poorly ordered Fe-oxide. Geoderma 59, 

279–288, https://doi.org/10.1016/0016-7061(93)90074-U (1993).
 46. Kizewski, F. R., Boyle, P., Hesterberg, D. & Martin, J. D. Mixed anion (phosphate/oxalate) bonding to iron (III) materials. J. Am. 

Chem. Soc. 132, 2301–2308, https://doi.org/10.1021/ja908807b (2010).
 47. He, Z., Olk, D. C. & Cade-Menun, B. J. Forms and lability of phosphorus in humic acid fractions of Hord silt loam soil. Soil Sci. Soc. 

Am. J. 75, 1712–1722, https://doi.org/10.2136/sssaj2010.0355 (2011).
 48. Lin, J., Zhang, Z. & Zhan, Y. Effect of humic acid preloading on phosphate adsorption onto zirconium-modified zeolite. Environ. Sci. 

Pollut. R. 24, 12195–12211, https://doi.org/10.1007/s11356-017-8873-0 (2017).
 49. Guetzloff, T. F. & Rice, J. A. Does humic acid form a micelle? Sci. Total Environ. 152, 31–35, https://doi.org/10.1016/0048-

9697(94)90548-7 (1994).
 50. Engebretson, R. R. & von Wandruszka, R. Kinetic aspects of cation enhanced aggregation in aqueous humic acids. Environ. Sci. 

Technol. 32, 488–493, https://doi.org/10.1021/es970693s (1998).
 51. Engebretson, R. R. & von Wandruszka, R. Microorganization in dissolved humic acids. Environ. Sci. Technol. 28, 1934–1941, https://

doi.org/10.1021/es00060a026 (1994).

http://dx.doi.org/10.1016/j.watres.2003.10.002
http://dx.doi.org/10.1016/j.watres.2007.11.017
http://dx.doi.org/10.1016/S0927-7757(98)00325-2
http://dx.doi.org/10.1039/C5EN00215J
http://dx.doi.org/10.1016/j.gca.2014.08.026
http://dx.doi.org/10.1021/es503669u
http://dx.doi.org/10.1021/es1023898
http://dx.doi.org/10.1021/acs.est.5b03021
http://dx.doi.org/10.1021/es800881w
http://dx.doi.org/10.1016/j.chemosphere.2013.10.092
http://dx.doi.org/10.1016/j.scitotenv.2008.11.022
http://dx.doi.org/10.1021/es00050a007
http://dx.doi.org/10.1080/17518250903334290
http://dx.doi.org/10.1016/j.apsusc.2015.08.042
http://dx.doi.org/10.1016/j.molstruc.2006.10.016
http://dx.doi.org/10.1016/j.jcis.2009.05.069
http://dx.doi.org/10.2136/sssaj2011.0393
http://dx.doi.org/10.1016/S0016-7037(00)00511-1
http://dx.doi.org/10.1021/es201597j
http://dx.doi.org/10.1007/BF00307518
http://dx.doi.org/10.1016/j.gca.2008.09.035
http://dx.doi.org/10.1126/science.1142525
http://dx.doi.org/10.1126/science.1142525
http://dx.doi.org/10.1016/j.geoderma.2006.10.011
http://dx.doi.org/10.1021/es401301z
http://dx.doi.org/10.1016/S1002-0160(15)30008-4
http://dx.doi.org/10.1016/S1002-0160(15)30008-4
http://dx.doi.org/10.1016/j.jes.2015.08.008
http://dx.doi.org/10.1016/0016-7061(93)90074-U
http://dx.doi.org/10.1021/ja908807b
http://dx.doi.org/10.2136/sssaj2010.0355
http://dx.doi.org/10.1007/s11356-017-8873-0
http://dx.doi.org/10.1016/0048-9697(94)90548-7
http://dx.doi.org/10.1016/0048-9697(94)90548-7
http://dx.doi.org/10.1021/es970693s
http://dx.doi.org/10.1021/es00060a026
http://dx.doi.org/10.1021/es00060a026


www.nature.com/scientificreports/

1 0Scientific RePoRTS |  (2018) 8:10363  | DOI:10.1038/s41598-018-28568-7

 52. Jung, A. V., Chanudet, V., Ghanbaja, J., Lartiges, B. S. & Bersillon, J. L. Coagulation of humic substances and dissolved organic matter 
with a ferric salt: An electron energy loss spectroscopy investigation. Water Res. 39, 3849–3862, https://doi.org/10.1016/j.
watres.2005.07.008 (2005).

 53. Chen, K. Y. et al. Stabilization of Natural Organic Matter by Short-Range-Order Iron Hydroxides. Environ. Sci. Technol. 50, 
12612–12620, https://doi.org/10.1021/acs.est.6b02793 (2016).

 54. Cawley, K. M. et al. Molecular and spectroscopic characterization of water extractable organic matter from thermally altered soils 
reveal insight into disinfection byproduct precursors. Environ. Sci. Technol. 51, 771–779, https://doi.org/10.1021/acs.est.6b05126 
(2017).

 55. Rashid, M., Price, N. T., Pinilla, M. Á. G. & Shea, O. K. E. Effective removal of phosphate from aqueous solution using humic acid 
coated magnetite nanoparticles. Water Res. 123, 353–360, https://doi.org/10.1016/j.watres.2017.06.085 (2017).

 56. Morris, A. J. & Hesterberg, D. L. Iron (III) coordination and phosphate sorption in peat reacted with ferric or ferrous iron. Soil Sci. 
Soc. Am. J. 76, 101–109, https://doi.org/10.2136/sssaj2011.0097 (2012).

Acknowledgements
Authors are grateful to Dr. Jyh-Fu Li for the assistance at the beamline 17 C, NSRRC. This work is financially 
supported by the Ministry of Science and Technology, ROC under the project number of 104-2311-B-005-
016-MY3. This work is supported in part by the Ministry of Education, Taiwan, R.O.C. under the Higher 
Education Sprout Project.

Author Contributions
Y.-T.L. designed the research and wrote this manuscript. The experiments were carried out by K.-Y.C., F.-Y.T. 
and Y.-L.C. The XAS analysis was performed and interpreted by L.-C.H., Y.-T.C. and K.-Y.C. Y.-M.T. provided 
financial support. Y.-C.H. joined the discussion and polished the writing of this manuscript. All authors 
contributed to the discussion of the results and edited the manuscript.

Additional Information
Supplementary information accompanies this paper at https://doi.org/10.1038/s41598-018-28568-7.
Competing Interests: The authors declare no competing interests.
Publisher's note: Springer Nature remains neutral with regard to jurisdictional claims in published maps and 
institutional affiliations.

Open Access This article is licensed under a Creative Commons Attribution 4.0 International 
License, which permits use, sharing, adaptation, distribution and reproduction in any medium or 

format, as long as you give appropriate credit to the original author(s) and the source, provide a link to the Cre-
ative Commons license, and indicate if changes were made. The images or other third party material in this 
article are included in the article’s Creative Commons license, unless indicated otherwise in a credit line to the 
material. If material is not included in the article’s Creative Commons license and your intended use is not per-
mitted by statutory regulation or exceeds the permitted use, you will need to obtain permission directly from the 
copyright holder. To view a copy of this license, visit http://creativecommons.org/licenses/by/4.0/.
 
© The Author(s) 2018

http://dx.doi.org/10.1016/j.watres.2005.07.008
http://dx.doi.org/10.1016/j.watres.2005.07.008
http://dx.doi.org/10.1021/acs.est.6b02793
http://dx.doi.org/10.1021/acs.est.6b05126
http://dx.doi.org/10.1016/j.watres.2017.06.085
http://dx.doi.org/10.2136/sssaj2011.0097
http://dx.doi.org/10.1038/s41598-018-28568-7
http://creativecommons.org/licenses/by/4.0/

	Phosphate Removal in Relation to Structural Development of Humic Acid-Iron Coprecipitates
	Results
	Characteristics of YHA and AHA. 
	Precipitation, re-solubilisation, and distribution of C and Fe for HA/Fe coprecipitates. 
	Functional groups of Fe-hydroxides and HA/Fe coprecipitates. 
	Morphologies and structural characteristics of HA/Fe coprecipitates. 
	Phosphate sorption isotherms on HA/Fe coprecipitates. 

	Discussion
	Methods
	Synthesis and re-solubilisation of HA/Fe coprecipitates. 
	Characterizations of HA/Fe coprecipitates. 
	Phosphate sorption isotherms. 

	Acknowledgements
	Figure 1 FTIR spectra of Fe-hydroxide (FH), humic acid (YHA and AHA), and HA/Fe coprecipitates containing (a) YHA and (b) AHA with initial C/(C + Fe) ratio of 0.
	Figure 2 TEM images for humic acid (YHA and AHA), Fe-hydroxide (FH), and HA/Fe coprecipitates containing YHA and AHA with initial C/(C + Fe) ratio of 0.
	Figure 3 The relationship between C/(C + Fe) ratio near coprecipitate surfaces and that in bulk samples for HA/Fe coprecipitates containing humic acid (YHA and AHA) with initial C/(C + Fe) ratio of 0.
	Figure 4 Fourier transformed Fe EXAFS data for Fe-hydroxide (FH) and HA/Fe coprecipitates containing humic acid: (a) YHA and (b) AHA with initial C/(C + Fe) ratio of 0.
	Figure 5 Phosphate adsorption isotherms with Freundlich fitting results (solid lines) for Fe-hydroxide (FH) and HA/Fe coprecipitates containing humic acid: (a) YHA and (b) AHA with initial C/(C + Fe) ratio of 0.
	Table 1 Ratios, concentrations, and solubilisation of C and Fe for HA/Fe coprecipitates containing humic acid (YHA and AHA) with initial C/(C + Fe) ratio of 0.
	Table 2 Fits to Fe EXAFS data for Fe-hydroxide (FH) and HA/Fe coprecipitates containing humic acid (YHA and AHA) with initial C/(C + Fe) ratio of 0.
	Table 3 LCF results for P XANES spectra of HA/Fe coprecipitates containing humic acid (YHA and AHA) with initial C/(C + Fe) ratio of 0.




