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Magnesium oxide nanoparticle (nMgO) is a light metal based antimicrobial nanoparticle that can 
be metabolized and fully resorbed in the body. To take advantage of the antimicrobial properties of 
nMgO for medical use, it is necessary to determine the minimal inhibitory, bactericidal and fungicidal 
concentrations (MIC, MBC and MFC) of nMgO against prevalent infectious bacteria and yeasts. The 
objective of this study was to use consistent methods and conditions to reveal and directly compare 
the efficacy of nMgO against nine prevalent pathogenic microorganisms, including two gram-negative 
bacteria, three gram-positive bacteria with drug-resistant strains, and four yeasts with drug-resistant 
strains. The MIC of nMgO varied from 0.5 mg/mL to 1.2 mg/mL and the minimal lethal concentration 
(MLC) of nMgO at 90% killing varied from 0.7 mg/mL to 1.4 mg/mL against different pathogenic bacteria 
and yeasts. The most potent concentrations (MPC) of nMgO were 1.4 and/or 1.6 mg/mL, depending 
on the type of bacteria and yeasts tested. As the concentration of nMgO increased, the adhesion of 
bacteria and yeasts decreased. Moreover, S. epidermidis biofilm was disrupted at 1.6 mg/mL of nMgO. 
E. coli and some yeasts showed membrane damage after cultured with ≥0.5 mg/mL nMgO. Overall, 
nMgO killed both planktonic bacteria and disrupted nascent biofilms, suggesting new antimicrobial 
mechanisms of nMgO. Production of reactive oxygen species (ROS), Ca2+ ion concentrations, and 
quorum sensing likely contribute to the action mechanisms of nMgO against planktonic bacteria, 
but transient alkaline pH of 7 to 10 or increased Mg2+ ion concentrations from 1 to 50 mM showed no 
inhibitory or killing effects on bacteria such as S. epidermidis. Further studies are needed to determine 
if specific concentrations of nMgO at MIC, MLC or MPC level can be integrated into medical devices to 
evoke desired antimicrobial responses without harming host cells.

Infection is a major clinical complication associated with implanted medical devices, which costs 5–10 billion 
dollars per year to treat, prolongs the hospital stay, and causes clinical complications for patients1. Sixty to seventy 
percent of all nosocomial (hospital-acquired) infections involve biofilms, and biofilms are 1000-fold more resistant 
to antibiotics than planktonic bacteria2,3. Systemically administered antibiotics and antifungals are used to treat 
infections, but they often cannot penetrate biofilms and more bacteria and fungi become drug resistant4,5. Once 
infected, the medical devices and implants often require a secondary surgery or procedure for removal, which 
increases healthcare cost and discomfort for patients6–8. Considering that insurance programs such as Medicare 
ceased payments for hospital-acquired infections in 20089, the costs for hospitals and patients further escalated.

New biomaterials are critically needed to reduce or eliminate microbial adhesion and infections, thus mini-
mizing the use of antibiotics and emergence of antibiotic-resistant strains and mitigating infections of medical 
devices. Many nanoparticles such as silver nanoparticles, zinc oxide (ZnO) nanoparticles, and titanium oxide 
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(TiO2) nanoparticles have shown antimicrobial properties against a broad spectrum of microorganisms10–13. 
However, these nanoparticles cause significant concerns regarding their toxicity due to the risks associated with 
heavy metal elements and their accumulation in the body. In contrast, magnesium oxide nanoparticles (abbre-
viated as nMgO) is an attractive alternative to heavy metal based nanoparticles such as silver and ZnO, because 
nMgO can be degraded and metabolized efficiently in the body, and the released degradation products of Mg2+ 
and OH− ions can be effectively eliminated from the body as long as renal function is normal, thus removing the 
concerns of excessive metal accumulation in the body.

Previously, MgO nanoparticles (nMgO) have been reported to inhibit gram-positive, gram-negative, and 
endospore-forming bacteria14–18. Tang et al. have reviewed MgO nanoparticles as antibacterial agent19. However, 
there are no standards established for testing the antimicrobial properties of nanoparticles. Thus, different exper-
imental techniques were used, MgO with varying sizes and concentrations were studied, and different initial 
seeding densities of bacteria were used in the previous studies on antimicrobial properties of MgO. These experi-
mental differences do affect the results significantly, which made the previous results not directly comparable with 
one another and not directly applicable for designing antimicrobial medical devices. Even though the previous 
studies did prove that MgO had antibacterial properties under different conditions, the antimicrobial potency of 
nMgO is still unknown and incomparable against a wide spectrum of pathogenic microorganisms. It is necessary 
to establish consistent conditions in order to directly compare the effects of the same nMgO dosages on a wide 
range of clinically relevant microorganisms. In order to take full advantage of nMgO toward potential clinical 
translation to broad medical applications, a consistent method was established in this study and used to deter-
mine the efficacy of nMgO against different microorganisms. Under the consistent conditions, we investigated 
and directly compared the effects of nMgO on nine different types of pathogenic microorganisms in planktonic 
forms or biofilms, including gram-negative bacteria, gram-positive bacteria, yeasts, and their resistant strains. 
According to our literature search, this is the first study to use the same well-defined and consistent method to 
quantify and directly compare antimicrobial activities of nMgO against five major infectious bacteria with drug 
resistant strains, four yeasts with drug resistant strains, and nascent biofilms. Moreover, this is the first time to 
study the nMgO activity against Candida glabrata (C. glabrata), an organism that has been gaining resistance to 
multiple widely-used antifungals20.

The first objective of this study was to use the consistent method to examine, quantify and compare the 
concentration effects of nMgO against the following microorganisms. Specifically, two gram-negative bacte-
ria include Escherichia coli (E. coli) and Pseudomonas aeruginosa (P. aeruginosa); three gram-positive bacteria 
include Staphylococcus epidermidis (S. epidermidis), Staphylococcus aureus (S. aureus), and methicillin-resistant 
Staphylococcus aureus (MRSA); and four infectious yeasts include drug-sensitive Candida albicans (C. albicans), 
Fluconazole resistant Candida albicans (C. albicans FR), drug-sensitive Candida glabrata (C. glabrata), and echi-
nocandin resistant Candida glabrata (C. glabrata ER). The minimal inhibitory concentration (MIC) of any anti-
biotic or antifungal drugs is the lowest concentration required to inhibit visible growth of a microorganism in 
culture. The minimal lethal concentration (MLC) is the lowest concentration of any antibiotic or antifungal drugs 
required to kill a microorganism in culture, that is, no growth of the microorganism even when it is sub-cultured 
subsequently in drug-free media21. The minimal bactericidal or fungicidal concentration (MBC or MFC) is the 
MLC for bacteria or yeasts respectively, i.e., the lowest concentration required to kill a respective bacterium or 
fungus in culture. MBC and MFC are generally considered as the dosage at which 99.9% of bacteria or yeasts are 
killed22, however, some also used 90% of death as a cut off 23,24. The same concept of MIC, MLC, MBC, and MFC 
was adapted for the respective concentrations of nMgO in this article. However, it is important to mention that 
MgO is not considered as an antibiotic or antifungal drug. The MLC90, MLC99, MLC99.9, and MLC99.99 were used 
in this article to refer to the MBC or MFC of nMgO that killed 90%, 99%, 99.9% or 99.99% of bacteria or yeasts 
during 24 hours of culture in vitro.

The nine microorganisms above were chosen because they are prevalent pathogenic species isolated from 
infected medical devices and represent a large variety of bacteria and yeasts, including the drug-resistant 
strains6,25,26. Drug resistant strains are included in this study because they are major threats in the health care, 
and it is clinically important to determine and compare the efficacy of nMgO against the antibiotic/antifungal 
resistant microorganisms. The concentrations of nMgO between 0.2 mg/mL and 2.0 mg/mL were chosen because 
this range covered different concentrations that have shown antimicrobial activities in the literature15,17,18,27. The 
concentrations of nMgO below 0.2 mg/mL were not included in this study because the lower concentrations have 
no detectable antimicrobial effects on the microbes of interest. Moreover, Wetteland et al. studied the interactions 
of 0.2–2.0 mg/mL nMgO with bone marrow derived mesenchymal stem cells (BMSCs)18; and the same concen-
tration range of nMgO was used against microbes in this study in order to compare with the previous results. 
Since planktonic bacteria have to adhere to a material or medical device to initiate an infection, the second objec-
tive was to evaluate the adhesion and morphologies of different microorganisms after they were cultured with 
0–2.0 mg/mL of nMgO. Considering that the established biofilms are much harder to treat, the third objective was 
to determine if the nMgO can disrupt a model biofilm of S. epidermidis at the concentration of nMgO that showed 
the highest potency against S. epidermidis. The possible interaction mechanisms of nMgO with these pathogenic 
bacteria, yeasts, and biofilms were discussed.

Materials and Methods
Prepare and Characterize MgO nanoparticles (nMgO). MgO nanoparticles (nMgO; US Research 
Nanomaterials Inc.) had a purity of 99+%, with an average diameter of 20 nm and polyhedral morphology. MgO 
has a true density of 3.58 g/cm3. For this study, MgO nanoparticles were sterilized through heating in an oven 
at 200 °C for one hour before each in vitro experiment, because other methods of sterilization or disinfection 
are not suitable for nMgO. Specifically, nMgO is hygroscopic; and, thus, autoclaving is not an ideal method for 
sterilization, because the water in the steam causes phase change, which affects the accuracy of experimental 
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results against microorganisms. Furthermore, nMgO absorbs ultraviolet (UV) light and interacts with oxygen 
molecules18,28; and, thus, UV should not be used to disinfect the nMgO nanoparticles.

MgO nanoparticles were characterized using scanning electron microscopy (SEM, Nova NanoSEM 450) and 
transmission electron microscopy (TEM, Titan Themis 300). The particle size and distribution were analyzed 
using the quantitative tools in the ImageJ software. Elemental composition and phase of these nanoparticles were 
confirmed using energy dispersive x-ray spectroscopy (EDS, EDAX Leap detector attached to Nova NanoSEM), 
and x-ray diffraction (XRD, Model D8/Advanced, Bruker), respectively.

The zeta potential of nMgO in water was measured following a method adapted from Tian et al.29. Briefly, a 
zeta potential and submicron particle size analyzer (Delsa™ Nano C, Beckman Coulter) was used to determine 
the zeta potential of nMgO. Water was used as the diluent, which had a refractive index of 1.33, viscosity of 
0.89 cP, and dielectric constant of 78.3. The test was carried out at the room temperature of 25 °C with an applied 
potential of 5 V/cm, and was repeated for three times. The electrical mobility of nMgO was measured based on 
the frequency shift of the scattered light using the Laser Doppler method, and the zeta potential of nMgO was 
calculated according to Huckel equation.

Bacterial and yeast cultures. The stocks of P. aeruginosa, S. aureus, MRSA, C. albicans, C. albicans FR, C. 
glabrata and C. glabrata ER were generously provided by Dr. Jill P. Adler-Moore from California State Polytechnic 
University, Pomona.

Culture methods for gram-positive and gram-negative bacteria. Frozen stocks of E. coli (ATCC 25922) and 
Pseudomonas aeruginosa (P. aeruginosa) (ATCC 29260) were retrieved from the −80 °C freezer, and cultured 
in Luria Bertani Broth (LBB; Sigma Life Science, Sigma-Aldrich) and Tryptic Soy Broth (TSB; Fluka Analytical, 
Sigma-Aldrich), respectively. Five milliliters of the frozen stock were cultured in 30 mL of the respective broth for 
16 hours in a shaker incubator (Benchmark Incu-shaker 10L, VWR) at 37 °C and 250 rpm. The concentrations 
of E. coli and P. aeruginosa were determined by counting bacteria with a hemocytometer (Brightline, Hausser 
Scientific) and they were diluted to 7.8 × 106 cells/mL in LBB or TSB.

Similarly, frozen stocks of S. epidermidis (ATCC 35984), S. aureus (ATCC 25923), and MRSA (ATCC 33591) 
were retrieved and cultured in TSB overnight in a shaker incubator at 37 °C and 250 rpm. The next day, 100 µL of 
the culture was added into 5 mL of fresh TSB, and this culture was incubated for additional 4–6 hours at 37 °C. 
After that, the concentrations of bacteria were determined using a hemocytometer and they were diluted to 
7.8 × 106 cells/mL using TSB.

Culture methods for drug-sensitive and drug-resistant yeasts. Frozen stocks of C. albicans (CP 620) and C. albi-
cans FR (CP 714) were placed into Sabouraud Dextrose broth (Sab; Difco, VWR) in a 50 mL centrifuge tube. Five 
milliliters of the yeasts from the stock were cultured in 30 mL of Sab for 22 hours at 37 °C. After 22 hours, 2 mL 
of yeasts were transferred to 30 mL fresh Sab and cultured for 20 hours at room temperature. After that, 2 mL of 
yeast was transferred again to fresh Sab and cultured for 16 hours at room temperature. Three days of culture in 
different conditions ensured that yeast cells were in the single-cell form and did not have pseudohyphae at the 
start of each in vitro experiment. Pseudohyphae are long chains of budding yeast daughter cells that did not totally 
separate from the mother cells, mimicking a hyphae30.

Frozen stocks of C. glabrata (ATCC 90030) and C. glabrata ER (17351) were also cultured in Sab broth. They 
were incubated for 24 hours at 37 °C without subsequent subculture. It was not necessary to subculture these 
yeasts because C. glabrata does not form pseudohyphae.

Prescribed seeding density of 7.8 × 106 cells/mL for the bacteria and yeasts of interest. Each bacterial strain was 
cultured to the exponential phase as described above. In order to determine the concentration of respective 
microorganism in the broth before each in vitro experiment, the bacteria and yeasts were counted using a hemo-
cytometer31,32. For this purpose, each culture was diluted to 1:100 using a Tris(hydroxymethyl)aminomethane 
buffer (Tris buffer; Acros, Sigma-Aldrich). Ten microliters of the diluted bacterial suspension were loaded onto 
each side of the hemocytometer. The suspension was left to settle for 2 to 3 minutes for motile bacteria such as E. 
coli and P. aeruginosa. The bacteria were counted in the regions of the 25 squares in the center of hemocytometer 
using a compound microscope (VEEVanGuard, Biosciences) at a magnification of 400x. Only four corner squares 
and the center square were counted. After both sides of the hemocytometer were counted, the following equation 
was used to calculate the bacterial density:

=Bacterial density (bacterial counts on both sides of the hemocytometer
/2)(5)(dilution factor)(10 mL)4

The next step was to dilute the bacteria to the desired concentration of 7.8 × 106 cells/mL using either LBB or 
TSB according to C1V1 = C2V2 equation. This was the working stock for in vitro experiments.

Counting yeasts was similar as counting bacteria, except one additional step. Yeasts are eukaryotic cells, and 
are much larger than bacteria. We used methylene blue stain (Fisher Chemicals, Fisher Scientific) to make sure 
we only counted live yeast cells. After the yeasts were cultured to the exponential phase, they were diluted to 1:5 
using a Tris buffer and 20 µL of methylene blue stain. The counting and calculation were the same as described 
above for the bacteria. The yeasts were diluted with Sab to the desired concentration of 7.8 × 106 cells/mL for all 
in vitro experiments. The seeding density for yeasts was the same as for bacteria in order to directly compare the 
results between bacteria and yeasts.
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Verify the actual seeding density used for each microorganism of interest. After the bacteria and yeasts were 
diluted to the desired concentrations of 7.8 × 106 cells/mL, an extra step was taken to confirm the actual seeding 
density for each microorganism. Each of the working stocks of bacteria or yeasts was plated onto its respective 
agar plate, either Luria Bertani agar (LB agar; Sigma Aldrich), Tryptic soy agar (TSA; Fluka Analytical, Sigma 
Aldrich) or Sabouraud agar (Sab agar; Gibco, VWR). All of the working stocks were diluted in a series of tenfold 
dilutions to reach 10–4, and 100 µL was plated onto the agar. These plates were incubated at 37 °C for 24 hours, and 
the colony forming units (CFU) on the plates were counted to calculate the actual seeding density. The prescribed 
seeding density of 7.8 × 106 cells/mL was based on the counting with the hemocytometer, but the actual seeding 
density fluctuated between 6 × 106 and 8 × 106 CFU/mL as determined by the actual counting of CFUs on the 
respective agar plates.

Determine the concentration effects of nMgO against the bacteria and yeasts of interest.  
Culture bacteria and yeasts with 0.2 mg/mL to 2.0 mg/mL of nMgO. The nMgO powder was dehydrated and ster-
ilized in an oven at 200 °C for at least one hour before each in vitro experiment. In order to obtain the prescribed 
concentrations of 0.2 mg/mL to 2.0 mg/mL of nMgO, 0.6–6.0 mg of sterilized nMgO particles were weighed in 
the sterile 2 mL microcentrifuge tubes using an analytical balance (MS105D, Mettler Toledo) prior to the in vitro 
cultures with bacteria or yeasts. Three milliliters of the respective working stocks of diluted bacteria or yeasts with 
a concentration of 6 × 106 to 8 × 106 cells/mL were transferred into the respective wells in the non-treated 12-well 
culture plates. After the 3 mL of the respective bacterial or yeast suspension was transferred into the culture wells, 
1 mL was placed into the respective microcentrifuge tubes to collect the previously weighed nMgO particles and 
transfer them into the respective wells of the 12-well plates. The culture plates were incubated for 24 hours in a 
shaker incubator at 37 °C and 120 rpm. The shaking speed was reduced from the initial 220 rpm for bacterial or 
yeast culture to prevent the microorganisms in one well spilling into neighboring wells. Experimental and control 
samples were all run in triplicates.

Quantify the concentration and viability of bacteria and yeasts after cultured with 0.2 mg/mL to 2.0 mg/mL of nMgO.  
After 24 hours of culture with nMgO, the concentration and viability of the respective bacteria and yeasts were deter-
mined through plating and counting CFUs on their respective agar plates. Specifically, the broths containing the 
respective microorganism and the nMgO were collected into 15 mL conical tubes and vortexed. After that, 500 µL 
was aliquoted into a 2 mL microcentrifuge tube and serially diluted in a Tris buffer. To quantify the CFUs, 100 µL of 
the diluted or non-diluted suspension was spread onto the respective agar plates for that type of bacterium or yeast. 
The colonies on the agar plates were counted after they were incubated for 16–24 hours in a 37 °C incubator.

Evaluate the effects of nMgO on adhesion and morphology of the microorganisms of interest. In order to evaluate 
the possible changes in cell adhesion and morphology, the respective bacteria and yeasts were cultured on a glass 
square with nMgO in the range of 0–2.0 mg/mL, using the same method as described above. Specifically, the boro-
silicate microscope cover glass (Fisherbrand, Fisher Scientific 12-542-B) were cut into 1 cm × 1 cm squares, cleaned 
with acetone and ethanol sequentially under sonication for at least 30 min and sterilized in autoclave, and then 
placed into each culture well before adding the respective microorganisms and nMgO. The glass squares were used 
as a standard substrate for observing adhesion and morphology of each microorganism under scanning electron 
microscopy (SEM), because glass is a reproducible and widely-accepted reference for in vitro cultures involving 
mammalian cells and microorganisms. Each reference glass used here was thoroughly cleaned and sterilized to 
ensure that it does not induce random variables affecting the interactions of nMgO with the microorganisms.

After 24 hours of culture, the broths including the nMgO were collected, and the glass squares were rinsed 
three times with the Tris buffer. After the third wash, the respective microorganisms on the glass were fixed with 
10% glutaraldehyde (Sigma Life Sciences, Sigma Aldrich) for one hour. After fixation, the samples were rinsed 
with a Tris buffer again three more times to wash away residual glutaraldehyde. These samples were dried in air 
at room temperature for at least 24 hours. The dried samples were sputter coated (108 Auto Sputter, Cressington) 
with Pt/Pd before SEM imaging. The SEM images were taken with backscattered electron detector, at an acceler-
ating voltage of 10 kV and working distance of 5 mm. Bacteria were imaged at an original magnification of 5000x 
and the yeasts were imaged at the original magnifications of 500x and 5000x.

Analyze the broth pH and ion concentrations after culturing microorganisms with nMgO. After 24 hours of culture 
with nMgO, the collected broths were analyzed for pH using a calibrated pH meter (Symphony, VWR); and the 
concentrations of Mg2+ and Ca2+ ions in the collected broth were measured using inductively coupled plasma -  
optical emission spectrometry (ICP-OES; Optima 8000, Perkin Elmer). The concentrations of calcium (Ca2+) 
ions were measured in addition to the concentrations of Mg2+ ions because both Mg2+ and Ca2+ ions are relevant 
for cellular processes and nMgO was shown to affect the concentrations of both Mg2+ and Ca2+ ions in the culture 
media18. The broths were first diluted with deionized water prior to the ICP-OES measurements of the ion con-
centrations. TSB was diluted to 1:20; and LBB and Sab broth were diluted to 1:50. Each sample was centrifuged to 
ensure that solid or debris from the culture was precluded from the ICP-OES measurements. The dilutions were 
performed one day before they were analyzed in the ICP-OES instrument.

Investigate the effects of nMgO against biofilms. Establishing a biofilm and exposing to 1.6 mg/mL  
of nMgO. S. epidermidis was selected as a model bacterium for investigating the effects of nMgO against 
biofilms because this gram-positive bacterium is one of the leading infectious agent for biofilm formation on 
medical devices and implants26,33. Bacteria culture and glass substrates were prepared using the same methods 
as described above. The protocol for establishing S. epidermidis biofilm was adapted from literature34. Briefly, 
the bacteria were cultured overnight, diluted at a factor of 1:100 with TSB; and 3 mL of diluted suspension was 
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aliquoted onto a clean sterile glass substrate placed in each well of a 12-well non-treated culture plate. The culture 
plate was incubated at 37 °C for 48 hours to form biofilms on the glass substrates in each well. Afterwards, the bac-
teria on glass substrates were taken out of some wells, and stained with crystal violet (CV; Fisher Scientific) and 
imaged under SEM to confirm that a biofilm had formed. After the S. epidermidis biofilm was established, 2 mL of 
broth was extracted and 2 mL of fresh TSB with or without nMgO was added into each well. For the experimental 
group with nMgO, TSB with 1.6 mg/mL nMgO was added. For the control group, only 2 mL of TSB was added 
without nMgO. Afterwards, the culture plate was incubated at 37 °C for another 24 hours.

Evaluating the biofilm disruption using crystal violet staining and SEM imaging. After the S. epidermidis biofilm 
was incubated with or without nMgO for 24 hours, each well was washed 3 times with Tris buffer to remove free 
nMgO and free bacteria, and then stained with 0.1% CV in Tris buffer. After staining for 30 minutes, the culture 
wells were washed three times with deionized water to remove the unbound CV. After washing, all the samples 
on glass substrates were transferred to a new plate; the CV bound to bacteria was extracted and collected by 
submerging each sample in the 0.5 mL of 95% ethanol for 30 minutes, since only CV dissolves in ethanol. The 
extracted CV from each well was quantified by reading the absorbance at 570 nm using a spectrophotometer 
(Tecan, Infinite M2000 pro). To visualize the biofilm under SEM, the bacteria and biofilm on glass substrates 
were washed and fixed with 10% glutaraldehyde following the same procedures of sample preparation for SEM 
imaging, as described above.

Investigate the effects of increased pH and Mg2+ ion concentrations on bacteria. After the in 
vitro cultures of nMgO with the bacteria or yeasts for 24 hours, all the cultures showed increasing broth pH and 
Mg2+ ion concentrations due to dissociation of nMgO. The effects of elevated pH or Mg2+ ion concentrations on 
the viability of bacteria was studied using S. epidermidis as a model microorganism. To determine the effects of 
increasing pH on bacterial viability, S. epidermidis were cultured in TSB with the initial pH intentionally adjusted 
to 7–10 using sodium hydroxide (NaOH, STREM Chemicals). At the end of 24 hours of culture, the viability of 
bacteria was quantified by plating and counting CFUs on agar plates; and the post-culture broth pH and ion con-
centrations were analyzed using the same methods as described above.

To determine the effects of increasing Mg2+ ions on bacterial viability, S. epidermidis was cultured in TSB 
doped with supplemental Mg2+ ions. For this purpose, the stock of 150 mM of Mg2+ in broth were prepared 
by dissolving 1.525 g of magnesium chloride hexahydrate (MgCl2∙6H2O, Sigma Aldrich) in 50 mL of TSB. The 
150 mM stock was then diluted with the broth to obtain the TSB with supplemental Mg2+ dosage that ranged 
from 1 to 50 mM. The supplemental Mg2+ dosage reported here did not include the baseline Mg2+ ions already 
present in the TSB. That is, 0 mM group means that no supplemental Mg2+ ion was added into the broth. At the 
end of 24 hours of culture, the viability of bacteria was quantified by plating and counting CFUs on agar plates; 
and the post-culture broth pH and ion concentrations were analyzed using the same methods as described above.

Results
Characterization of nMgO. SEM and TEM images of nMgO confirmed its nanometer size and polyhedral 
morphology (Fig. 1A,B), which is in agreement with the information from the vendor. EDS analysis confirmed 
the elemental composition of the MgO nanoparticles containing magnesium (Mg) and oxygen (O), close to 1:1 
atomic ratio (Fig. 1C). The expected crystalline phase of nMgO was confirmed with the standard peaks in the 
XRD pattern (Fig. 1D). The peaks for Mg(OH)2 were also present in the XRD spectrum, indicating the presence of 
Mg(OH)2 phase. The presence of Mg(OH)2 peaks in the XRD spectrum is expected, because MgO nanoparticles 
are hygroscopic and they can readily react with water in the atmosphere to form Mg(OH)2. The size distribution 
of nMgO particles was normal and narrow, with an average of 23 ± 5 nm, in agreement with the literature18. As 
listed in Table 1, the zeta potential and electrical mobility of nMgO in water were 32.31 ± 4.1 mV and 1.68 ± 0.22 
(×10−4 cm2 V−1 s−1), similar to what were reported in literature35.

The concentration effects of nMgO on viability of major pathogenic bacteria and yeasts. The 
quantification of colony forming units (CFUs) in Fig. 2 showed that the viability of respective bacteria and yeasts 
were dependent on the nMgO concentrations. The critical MIC and MLC values of nMgO against each microorgan-
ism, are summarized in Table 2. The most potent concentration of nMgO (MPC) in the tested range of 0-2 mg/mL  
was 1.4 and/or 1.6 mg/mL for all the microorganism tested; and interestingly E. coli were completely killed at 
1–2 mg/mL of nMgO. The MPC values of nMgO could be valuable for potential clinical translations in the future 
where a wide spectrum of bacteria and yeasts are involved.

MBCs for gram-negative bacteria: E. coli and P. aeruginosa. MgO nanoparticles exhibited bactericidal effects 
against both E. coli and P. aeruginosa, as shown in Fig. 2A. However, the MBCs were different for the two 
gram-negative bacteria. Specifically, 1.0 mg/mL was the MBC99.99 of nMgO for E. coli and 1.2 mg/mL was the 
MBC90 of nMgO for P. aeruginosa. Interestingly, as the concentration of nMgO increased, E. coli changed quickly 
from proliferation at 0–0.7 mg/mL of nMgO to complete death at 1.0–2.0 mg/mL of nMgO; that is, no viable  
E. coli was detected and no CFU was found on agar plates even when there was no dilution. In contrast, as the 
concentration of nMgO increased, P. aeruginosa gradually changed from proliferation at 0–0.7 mg/mL of nMgO 
to reduction in CFUs at 1.0–2.0 mg/mL of nMgO. Specifically, P. aeruginosa was inhibited at 1.0 and 1.2 mg/mL of 
nMgO and showed over 99.9% of death at 1.4–2.0 mg/mL of nMgO.

MBCs for gram-positive bacteria: S. epidermidis, S. aureus and MRSA. MgO nanoparticles showed different inhib-
itory and bactericidal effects for the three gram-positive bacteria that are in the same genus of Staphylococcus, as 
shown in Fig. 2B. In general, as the concentration of nMgO increased, the CFU of S. epidermidis decreased. The 
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growth of S. epidermidis was inhibited starting at 0.5 mg/mL of nMgO. The MBC90 of nMgO for S. epidermidis was 
0.7 mg/mL. At 1.6 mg/mL of nMgO, the average death rate of S. epidermidis was greater than 99.9% when compared 
with the initial seeding density of (6–8) × 106 cells/mL. In contrast, higher concentrations of nMgO were required 
to inhibit the growth of S. aureus and MRSA, although the bacterial seeding density was similar. The growth of 
S. aureus was inhibited at 0.7 mg/mL of nMgO, and the MBC90 of nMgO for S. aureus was also at 0.7 mg/mL. At 
1.4 mg/mL of nMgO, the CFU of S. aureus reached the lowest and showed a death rate of greater than 99.99%; that 
is, less than 0.01% of bacteria was viable. Although not statistically significant, at higher concentrations of nMgO, 
such as 1.6 and 2.0 mg/mL, the average number of viable S. aureus was higher than that at 1.4 mg/mL of nMgO; and 
S. aureus still exhibited at least 99% of death rate. Similar trend was observed in P. aeruginosa, the average CFU was 
higher at 2.0 mg/mL of nMgO when compared with that at 1.4 mg/mL of nMgO (Fig. 2A).

Figure 1. Characterization of microstructure, elemental composition, and phase of nMgO. (A) SEM image of 
nMgO at an original magnification of 250,000x. Scale bar: 200 nm. (B) TEM image of nMgO, Scale bar: 20 nm. 
(C) EDS analysis of nMgO. (D) XRD pattern of nMgO.

Sample Zeta Potential (mV) Electrical mobility (× 10−4 cm2 V−1 s−1)

nMgO 32.31 ± 4.1 1.68 ± 0.22

Table 1. Zeta potential and electrical mobility of nMgO in water.
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MRSA is a methicillin resistant S. aureus strain, which was known to be extremely difficult to treat as it can 
easily become resistant to new antibiotic drugs. Much higher concentrations of nMgO were needed to inhibit the 
growth of MRSA. Specifically, MRSA growth was inhibited at 1.0 mg/mL of nMgO, which is a much higher MIC 
than that for S. epidermidis and S. aureus (Fig. 2B). The MBC90 of nMgO for MRSA was 1.4 mg/mL, much higher 
than that for S. epidermidis and S. aureus.

MFCs for yeasts: C. albicans, C. albicans FR, C. glabrata, and C. glabrata ER. Yeasts are often found in the bio-
films on catheters and other medical devices and contribute to the infections. C. albicans and C. glabrata are two 
different yeast species in the same genus, and have different characteristics such as the virulence factors and mor-
phology. It was not surprising that these yeasts behaved differently when they were exposed to nMgO, as shown in 
Fig. 2C. In general, between the two drug-sensitive and drug-resistant C. albicans strains, C. albicans FR appeared 
to be more sensitive to nMgO than C. albicans at certain concentrations of nMgO, such as 1.0 and 1.2 mg/mL of 
nMgO. At 1.0 mg/mL of nMgO, C. albicans FR exhibited at least 90% of death rate, while the growth of C. albicans 
was not inhibited at the same concentration (Fig. 2C). At the concentrations of 1.2 mg/mL of nMgO, over 90% 
of C. albicans and over 99% of C. albicans FR were dead. At 1.4 and 1.6 mg/mL of nMgO, the average death rate 
of C. albicans and C. albicans FR were 99% or greater. However, at 2.0 mg/mL of nMgO, both C. albicans and  

Figure 2. Colony forming units (CFU) quantified for the viable bacteria and yeasts after 24 hours of culture 
with 0–2.0 mg/mL of nMgO. (A) CFUs of gram-negative bacteria, including E. coli and P. aeruginosa. (B) 
CFUs of gram-positive bacteria, including S. epidermidis, S. aureus, and methicillin-resistant Staphylococcus 
aureus (MRSA). (C) CFUs of drug-sensitive and drug-resistant fungi, including C. albicans, C. albicans FR, 
C. glabrata, and C. glabrata ER. Data are mean ± standard deviation (N = 9). FR = Fluconazole resistant and 
ER = Echinocandin resistant. *p ≤ 0.05: significantly lower than the groups at 0–0.7 mg/mL of nMgO for the 
respective bacterium or yeast. ^p ≤ 0.05: significantly lower than the groups at 0–1 mg/mL of nMgO for the 
respective microorganism. #p ≤ 0.05: significantly lower than the groups at 0–0.5 mg/mL of nMgO for the 
respective microorganism. &p ≤ 0.05: significantly lower than the groups at 0–0.3 mg/mL of nMgO for the 
respective microorganism.
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C. albicans FR showed no reduction in CFUs when compared with their initial seeding density. The greater CFUs 
of C. albicans and C. albicans FR at 2.0 mg/mL of nMgO suggested a possible paradoxical effect of nMgO on both 
strains of C. albicans (Fig. 2C).

Similarly, MgO nanoparticles showed higher fungicidal potency against drug-resistant C. glabrata ER than 
drug-sensitive C. glabrata, as shown in Fig. 2C. The MFC of nMgO was 0.7 mg/mL for C. glabrata ER, and 1.0 mg/
mL for C. glabrata. At 1.0 mg/mL of nMgO, C. glabrata ER showed over 99.9% of death rate, while C. glabrata 
showed over 90% of death rate. At 1.2–1.6 mg/mL of nMgO, C. glabrata ER showed over 99.99% of death rate, 
while C. glabrata showed over 90% of death rate. For C. glabrata, the percentages of fungal death stayed at 90–99% 
at 1.2–2 mg/mL of MgO.

Analyses of post-culture broths. The pH of post-culture broths. Generally, when the nMgO concentra-
tions increased, the pH of all the broths showed an increasing trend for all of the cultures after 24 hours, as shown 
in Fig. 3A. For gram-negative bacteria, from 0.2–0.7 mg/mL of nMgO, the pH increased to 8–9. At the concen-
trations where MICs or MBCs90 were observed for E. coli and P. aeruginosa, the pH increased to above 9. For 
gram-positive bacteria, the pH started to increase with the addition of nMgO starting at 0.2 mg/mL, when com-
pared with the control group of 0 mg/mL nMgO. However, when gram-positive bacteria multiplied in the absence 
of nMgO (i.e., the group of 0 mg/mL nMgO), they reduced the broth pH to be more acidic than the broth control 
(i.e., TSB). When compared with the broth control, the pH increased significantly at 0.5 mg/mL, 0.7 mg/mL and 
1.0 mg/mL of nMgO cultured with S. epidermidis, S. aureus, and MRSA, respectively. Interestingly, the growths of 
S. epidermidis, S. aureus, and MRSA were also inhibited at 0.5 mg/mL, 0.7 mg/mL, and 1.0 mg/mL, respectively.

The pH of the post-culture Sab broths for different yeast strains showed similar trends as that of the 
gram-positive bacteria. Specifically, the pH of the yeast cultures started to increase with the addition of nMgO 
starting at 0.2 mg/mL, when compared with the control group of 0 mg/mL nMgO. However, when yeasts were 
cultured in the absence of nMgO (i.e., the group of 0 mg/mL nMgO), they reduced the broth pH from around 5 to 
less than 4. The Sab broth controls showed pH values around 5, more acidic than TSB or LBB. The pH increased 
to above 9 at 1.0–2.0 mg/mL of nMgO for almost all the yeasts strains, except for C. albicans; the broth of C. albi-
cans cultured with 2.0 mg/mL was around 7.1. Interestingly, at 2.0 mg/mL of nMgO, the growth of C. albicans also 
increased (Fig. 3A).

Ion concentrations in post-culture broths. Generally, when the nMgO concentrations increased, Mg2+ ion con-
centrations in all the post-culture broths increased after 24 hours of culture, as shown in Fig. 3B. At 0 mg/mL 
nMgO (i.e., without adding nMgO), the Mg2+ ion concentrations in the post-culture broths for all the microor-
ganisms tested were essentially the same as the broth only controls without cells. At 0.2 mg/mL and above, the 
Mg2+ ion concentrations in the post-culture broths were greater than the broth only controls and the 0 mg/mL 
nMgO groups; moreover, the increasing trends of Mg2+ ion concentrations in the cultures with increasing con-
centrations of nMgO were nearly linear for all the cultures with different microorganisms.

In contrast, the trends for Ca2+ ion concentrations in the post-culture broths varied among the different bacte-
rial and yeast strains, as shown in Fig. 3C. In general, Ca2+ ion concentrations for the groups at the 2.0 mg/mL of 
nMgO were higher than the groups at lower nMgO concentrations for the respective microorganisms tested. For 
E. coli, Ca2+ ion concentrations showed no significant difference between the broth control and 0 mg/mL nMgO 
control group after 24 hours of culture; moreover, Ca2+ ion concentrations slightly decreased at 0.2 mg/mL nMgO 
group and then increased at 0.3 to 2.0 mg/mL nMgO groups, when compared with the controls. For P. aerugi-
nosa, the Ca2+ ion concentrations slightly decreased for the nMgO groups of 0–0.5 mg/mL as compared with the 
broth control group; however, the Ca2+ ion concentrations gradually increased for the groups of 0.7–2.0 mg/mL 
of nMgO. For gram-positive bacteria of S. epidermidis, S. aureus, and MRSA, in general, the Ca2+ ion concentra-
tions showed a slight gradual trend of increase with increasing nMgO concentrations with a few exceptions. For 
S. epidermidis, the Ca2+ ion concentrations showed a slight drop at 0.3 mg/mL nMgO along the general increasing 
trend. The Ca2+ ion concentrations showed no significant difference between the broth control and 0 mg/mL 

Microorganisms

MIC, MLC and MPC of nMgO [mg/mL]

MIC MLC90 MLC99 MLC99.9 MLC99.99 MPC

Gram-negative bacteria
E. coli 1.0 1.0 1.0 1.0 1.0 1.0–2

P. aeruginosa 1.0 1.2 1.4 1.4 1.6 1.6

Gram-positive bacteria

S. epidermidis 0.5 0.7 1.0 1.6 N/A* 1.6

S. aureus 0.7 0.7 1.0 1.2 1.4 1.4

MRSA 1.0 1.4 N/A N/A N/A* 1.4

Drug-sensitive and resistant yeasts

C. albicans 1.2 1.2 1.4 N/A N/A* 1.4

C. albicans FR 1.0 1.0 1.4 N/A N/A* 1.4;1.6

C. glabrata 1.0 1.0 1.4 N/A N/A* 1.4

C. glabrata ER 0.7 0.7 1.0 1.0 1.2 1.4;1.6

Table 2. Summary of MIC and MLC values of nMgO against all the pathogenic bacteria and fungi tested. 
*Indicates the species that never reached 99.99% death rate in the tested range of 0–2 mg/mL of nMgO. MPC is 
the most potent concentration of nMgO in the tested range of 0–2 mg/mL against each microorganism. MLC is 
the minimal lethal concentration that refers to MBC for bacteria and MFC for yeasts.
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nMgO control group for S. epidermidis and S. aureus, but the MRSA control group (i.e. 0 mg/mL nMgO group) 
reduced the Ca2+ ion concentration when compared with its broth control.

For the four yeasts tested, the trends of Ca2+ ion concentrations varied for different yeast types (Fig. 3C). 
Specifically, the Ca2+ ion concentrations for C. albicans were lower for the groups at 0.2–1.0 mg/mL of nMgO than 
the broth only control, and then increased at 1.2–2 mg/mL of nMgO. In contrast, the Ca2+ ion concentrations in 
the post-culture broths with C. albicans FR fluctuated and showed a shape of spoon. Specifically, the Ca2+ con-
centrations observed at 0.2, 0.7 and 2.0 mg/mL of nMgO were higher than the broth control and the other groups; 
and the Ca2+ ion concentrations for the groups of 1.2–1.6 mg/mL of nMgO were lower. For the two C. glabrata 
strains, Ca2+ ion concentrations showed similar trends with a spoon shape; at 1.0–2.0 mg/mL of nMgO, the Ca2+ 
ion concentrations in the cultures with C. glabrata ER were less than that for C. glabrata.

The correlation between the concentrations of soluble Ca2+ ions in the broth and CFUs for gram-negative 
bacteria, gram-positive bacteria, and yeasts are presented clearly in the Supplementary Materials (Figures S1, S2 
and S4).

Adhesion and morphology of the bacteria and yeasts after exposure to nMgO. As shown in the 
SEM images in Figs 4–9, the nMgO did affect the adhesion and morphology of the bacteria and yeasts of interest, 

Figure 3. Broth analysis after bacteria and yeasts were cultured with 0–2.0 mg/mL of nMgO for 24 hours. 
(A) The pH of the post-culture broths. (B) The concentrations of Mg2+ ions in post-culture broths. (C) The 
concentrations of Ca2+ ions in post-culture broths. Expanded views of Ca2+ ion concentrations are available in 
Supplementary Materials (Figures S1, S2, S4).
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depending on the concentrations of nMgO. In general, when the concentrations of nMgO increased, the adhe-
sion densities of gram-negative bacteria, gram-positive bacteria, and yeasts decreased. Based on the SEM images, 
nMgO showed different effects on the morphology of each microorganism.

The nMgO particles disrupted the morphology of E. coli more obviously than the other bacteria (Figs 4 and 5).  
At 0.7 mg/mL of nMgO and higher, the shape of E. coli was distorted with observable damages in its cell wall and 
cell membrane (Fig. 4D–F), in contrast to its typical rod shape as seen in the control group (Fig. 4A). The num-
ber of E. coli attached onto the substrate decreased significantly at the nMgO concentrations of 1.0–2.0 mg/mL;  
the concentration of 1.0 mg/mL was the MBC of nMgO for E. coli. When compared with E. coli, no obvious 
membrane damage was observed for P. aeruginosa, although it is also a gram-negative bacterium. Nevertheless, 
the numbers of attached P. aeruginosa decreased when the concentrations of nMgO increased (Fig. 4A’–F’). For 
the groups at 0 mg/mL (i.e., bacterial control) and 0.2 mg/mL of nMgO, P. aeruginosa aggregated with an appear-
ance of a biofilm (Fig. 4A’,B’). At the higher concentrations of nMgO, i.e., 1.0–2.0 mg/mL, not only the number of 
attached P. aeruginosa significantly reduced, but also the attached bacteria were scattered rather than in the form 
of clusters as seem in a biofilm.

Figure 4. SEM images of gram-negative bacteria, including E. coli and P. aeruginosa, showing their morphology 
after they were cultured with 0–2.0 mg/mL of nMgO for 24 hours. Scale bar: 5 µm with an original magnification 
of 5000x. (A) to (F) is E. coli, and (A)’ to (F)’ is P. aeruginosa. The bacteria showed similar morphology at 
1.2–2.0 mg/mL of nMgO, and thus only one image at 1.2 mg/mL of nMgO for each bacterial type is shown as a 
representative for those at the higher nMgO concentrations.
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For the gram-positive bacteria, no apparent damage was observed on cell wall or cell membrane when cul-
tured with nMgO, and the cocci (or spherical) shape remained similar to the control group without nMgO 
(Fig. 5). At 0 mg/mL and 0.2 mg/mL of nMgO, S. epidermidis aggregated and showed a morphology similar to a 
biofilm (Fig. 5A,B). At 0.5 mg/mL of nMgO and above, the number of S. epidermidis attached onto the substrate 
surface decreased significantly (Fig. 5C). As confirmed in Fig. 2, the growth of S. epidermis was inhibited at 
0.5 mg/mL of nMgO with the CFU lower than the control. For the groups at the nMgO concentrations higher 
than 0.5 mg/mL, the SEM images for S. epidermidis and MRSA were not shown because they were very similar 
to the groups at 0.5 mg/mL of nMgO, i.e., only a few or no bacteria were found. S. aureus formed clusters when 
attached onto the substrate surface; the clusters were smaller in size with less number of bacteria attached on the 
surface at the higher nMgO concentrations (Fig. 5A’–F’). A few MRSA attached onto the substrate surface, even 
in the control group without nMgO (Fig. 5A”). Even fewer attached MRSA were found at 0.2 and 0.5 mg/mL of 
nMgO (Fig. 5B”,C”), and none was found for the groups with greater than 0.5 mg/mL nMgO. Furthermore, the 
attached MRSA formed very small clusters with only two to six bacteria.

Figure 5. SEM images of gram-positive bacteria, including S. epidermidis, S. aureus and MRSA, showing their 
morphology after they were cultured with 0–2.0 mg/mL of nMgO for 24 hours. Scale bar: 5 µm with an original 
magnification of 5000x. (A to C) is S. epidermidis; the bacteria at higher concentrations of nMgO were very 
similar to that at 0.5 mg/mL of nMgO, and only one image is shown as a representative for those at the higher 
nMgO concentrations. (A’ to F’) is S. aureus; the bacteria at 1.2–2.0 mg/mL of nMgO were similar, and thus only 
one image at 1.2 mg/mL nMgO is shown as a representative for those at the higher nMgO concentrations. (A”–
C”) is MRSA; very few adhered MRSA were found with increasing concentrations of nMgO (none when nMgO 
concentration >0.5 mg/mL), and thus images are not shown for the higher nMgO concentrations.
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Yeasts as eukaryotes are typically larger than bacteria, and thus their SEM images were taken at both low and 
high magnifications (Figs 6–9). The SEM images at the original magnification of 500x were to show a represent-
ative overview of the yeast population in a larger field of view, while the images at the original magnification of 
5000x were to examine the morphology of yeast cells more closely. Generally, for all the yeast strains tested, more 
yeast cells attached onto the substrate surface with more and larger clusters at the lower nMgO concentrations. 
At the higher nMgO concentrations, less yeast cells attached onto the surface, the clusters were smaller, and more 
yeasts appeared in the form of isolated individual cell. For C. albicans, both pseudohyphae and yeast cells were 

Figure 6. SEM images of C. albicans, showing its morphology after 24 hours of culture with 0–2.0 mg/mL of 
nMgO. (A to E) Images at an original magnification of 500x with a scale bar of 50 µm. (A’ to E’) Images at an 
original magnification of 5000x with a scale bar of 5 µm. At 1.0–2.0 mg/mL of nMgO, the cell morphology was 
similar, and thus only one image at each magnification at 1.0 mg/mL of nMgO is shown as a representative for 
those at the higher nMgO concentrations.
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present at the lower nMgO concentrations (i.e., 0–0.7 mg/mL); at 1.0 mg/mL of nMgO and above, very few yeast 
cells (without pseudohyphae) were found on the substrate and some showed membrane damage (Fig. 6). In con-
trast to drug-sensitive C. albicans, C. albicans FR showed mainly oval-shaped morphology and aggregated to form 
nearly spherical clusters without pseudohyphae (Fig. 7). At 0.5 mg/mL of nMgO and above, very few C. albicans FR 
attached on the substrate. For C. glabrata, only oval-shaped yeast cells were observed (Fig. 8), because C. glabrata 
in nature does not form pseudohyphae36. Interestingly, when compared with the control group without nMgO 
(0 mg/mL), the numbers of C. glabrata attached onto the substrate surface increased at the nMgO concentrations 
of 0.2–0.7 mg/mL and decreased when the nMgO concentrations increased to 1.0 mg/mL and above. At 0.5 and 
0.7 mg/mL of nMgO, the C. glabrata formed smaller clusters or appeared as isolated individual cell when compared 
with the group at 0.2 mg/mL of nMgO (Fig. 8). When the nMgO concentrations increased to 1.0 mg/mL and above, 
very few C. glabrata cells attached onto the substrate surface. When compared with C. glabrata, C. glabrata ER 
showed some damage in membrane as the nMgO concentrations increased (Fig. 9). When the nMgO concentra-
tions increased, the number of attached C. glabrata ER decreased, and the clusters were fewer and smaller in size.

MgO nanoparticles disrupted S. epidermidis biofilm. Magnesium oxide nanoparticles disrupted S. epi-
dermidis biofilm. Before the addition of nMgO, we confirmed that there were indeed biofilms formed on the glass 
substrate (Fig. 10A). However, at 24 hours after the addition of 1.6 mg/mL of nMgO into the culture, no biofilm 
was found at both 1000x and 5000x, indicating that nMgO disrupted the biofilm (Fig. 10A). Moreover, very few 
cells attached onto the substrate; and, the few cells found were in the form of individual cell or small clusters of 
several cells, as shown in Fig. 10A. In contrast, for the control group where no nMgO was added, the biofilm not 
only remained, but also grew and secreted more extracellular matrix (Fig. 10A). The absorbance reading of the 
crystal violet (CV) stain further confirmed the disruption of the S. epidermidis biofilm with the addition of nMgO 
(+nMgO group), when compared with the control group (without adding nMgO) (Fig. 10B). Lower absorbance of 
CV indicated lower concentration of CV bound to bacteria and thus indicated less bacteria. After the S. epidermidis 
biofilm was cultured with 1.6 mg/mL of nMgO for 24 hours, the nMgO particles were washed away from the culture 
before the bacteria were stained with CV, which eliminated any possible effects of nMgO on the absorbance readings.

Figure 7. SEM images of C. albicans FR, showing its morphology after 24 hours of culture with 0–2.0 mg/mL 
of nMgO. (A to C) Images at an original magnification of 500x with a scale bar of 50 µm. (A’ to C’) Images at an 
original magnification of 5000x with a scale bar of 5 µm. At higher concentrations of nMgO (>0.5 mg/mL), very 
few adhered C. albicans (FR) were found, and thus images are not shown for the higher nMgO concentrations.
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The effects of pH and Mg2+ ions on S. epidermidis. Both the higher pH of 7–10 and higher Mg2+ ion 
concentrations up to 50 mM in TSB did not reduce the viability of S. epidermidis (Figs 11 and 12). There was 
bacterial growth in all groups of pH from 7–10; and the CFUs were statistically higher for the groups with the 
broth pH initially adjusted to 7.5–10 than the control group with the normal broth pH of 7. The results of this 
pH study confirmed that the alkaline pH was not a contributor to the observed bacterial death when cultured 

Figure 8. SEM images of C. glabrata, showing its morphology after 24 hours of culture with 0–2.0 mg/mL 
of nMgO. (A to E): Images at an original magnification of 500x with a scale bar of 50 µm. (A’ to E’) Images at 
an original magnification of 5000x with a scale bar of 5 µm. At 1.2–2.0 mg/L nMgO, the cell morphology was 
similar, thus only one image at each magnification at 1.2 mg/mL nMgO is shown as a representative for those at 
the higher nMgO concentrations.
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with nMgO, even though the dissociation of nMgO in bacterial cultures caused pH increase. Despite the pH of 
TSB was initially adjusted to a higher value of 7 to 10 in alkaline region, the post-culture broth pH reduced to 
5.3–8.3 respectively when bacteria grew over the 24 hours of culture (Fig. 11B). For example, when the broth pH 
was initially adjusted to 8.5, the post-culture broth pH reduced to 6. The reduction of post-culture pH confirmed 

Figure 9. SEM images of C. glabrata ER, showing its morphology after 24 hours of culture with 0–2.0 mg/mL 
nMgO. (A to E) Images at an original magnification of 500x with a scale bar of 50 µm. (A’ to E’) Images at an 
original magnification of 5000x with a scale bar of 5 µm. At 1.2–2.0 mg/mL nMgO, the cell morphology was 
similar, and thus only one image at each magnification at 1.2 mg/mL nMgO is shown as a representative for 
those at the higher nMgO concentrations.
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continuous growth of bacteria, because bacteria released acidic metabolites when they grew. In the pH study, the 
Mg2+ concentration remained the same across the different initial pH groups (Fig. 11C) and the Ca2+ showed a 
slight decreasing trend as the initial pH increased (Fig. 11D).

When S. epidermidis was cultured in the broth with supplemental dosages of 1–50 mM Mg2+ ions, bacteria 
showed clear growth. The pH of post-culture broth reduced to 5.3–5.4 from the initial pH of 7.3 for all of the 
groups with supplemental Mg2+ dosages, indicating the bacteria continued to grow and release acidic metabolites. 
Interestingly, in the doped Mg2+ ion study, the Ca2+ increased (Fig. 12D) as the concentration of Mg2+ increased 
(Fig. 12C). This suggested that Mg2+ concentration could affect the Ca2+ concentration in the broth. It is impor-
tant to note that the Mg2+ ion concentrations in the post-culture broths were close to the initially doped amount 
of Mg2+ ions.

Discussions
Comparability of antimicrobial activities of nMgO against different microorganisms.  
Antimicrobial properties of MgO have been reported in literature, but these studies involved different exper-
imental techniques, varying size and concentrations of particles, and different concentrations of initial bacte-
rial seeding density14,15,17,37. For example, Krishnamoorthy et al. reported the minimal inhibition concentration 
(MIC) of nMgO at the size of 10–30 nm against Escherichia coli (E. coli), Pseudomonas aeruginosa (P. aeruginosa), 
and Staphylococcus aureus (S. aureus) using microtiter plate-based method with a bacteria seeding density of 
5 × 105 CFU/mL17. Jin et al. tested nMgO at the size of 20 nm in the concentrations of 1–8 mg/mL against 104 and 

Figure 10. Addition of nMgO disrupted S. epidermidis biofilm. (A) SEM images of S. epidermidis on glass 
confirmed the formation of biofilm at the 48 hours of culture and the disruption of biofilm when nMgO was 
added after 48 hours of culture and cultured for additional 24 hours. The original magnification was 1000x 
with a scale bar of 40 µm and 5000x with a scale bar of 5 µm. (B) Crystal violet absorbance at 570 nm. When 
the biofilm formed after 48 hours of culture, 1.6 mg/mL of nMgO was added into one group and another group 
served as the control without nMgO being added. Both the group with nMgO (denoted as + nMgO) and the 
control group without nMgO were cultured for additional 24 hours. Indicates ***p ≤ 0.0005.
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108 CFU/mL of E. coli 0157:H57 in a test tube15. Jin et al. showed that the higher nMgO concentration was more 
efficient in eliminating food-borne pathogens. Monzavi et al. reported fungicidal activity of 10 mg/L nMgO with 
a size range of 70–150 nm against oral Candida albicans (C. albicans) using a tube broth dilution assay for endo-
dontic applications37. Sawai et al. performed a halo test on agar plates to determine the antimicrobial properties of 
MgO at the size of 3.6 µm and concentration of 100 mg/mL against E. coli and S. aureus with a seeding density of 
~109 CFU/mL14. The techniques used in these studies were all different, including microtiter assay, macro dilution 
assay in test tubes, and agar diffusion assay. The agar diffusion assay involves direct interaction of the nanoparti-
cles with the bacteria on the agar surface, which differs from the interactions of bacteria and nanoparticles in the 
broth suspensions such as those in microtiter assay and macro dilution assay in test tubes. In the agar diffusion 
assay, the bacteria are stationary on the surface of the agar, while in broth suspension, the motile bacteria such 
as Pseudomonas species can move. Even though all different methods used by different researchers showed that 
nMgO is antimicrobial, the results of Sawai et al. using agar diffusion assay could not be directly compared with 
the results from Krishnamoorthy et al. who did microtiter assay or Jin et al. who performed test tube experiment. 
Furthermore, different methods were used for quantifying antimicrobial activities of nMgO in these studies, 
which made the results against different bacterial strains not directly comparable and thus inapplicable toward 
clinical translation.

The size of nanoparticles may also affect their antimicrobial properties. For example, the smaller silver nan-
oparticles exhibited higher efficiencies against different organisms38. Thus, it is very likely that the size of nMgO 
would also affect its antimicrobial activities. The antimicrobial properties of nMgO with the size of 20 nm might 
not be directly comparable with nMgO with the size of 150 nm or 3.6 µm. Moreover, nanoparticles have strong 
tendency to agglomerate in the broth suspension because of their high surface energy, which could affect the 
interactions of these nanoparticles with bacteria or yeasts. Despite of constant shaking in the shaker incubator, it 
is still likely that some nMgO formed agglomerates in the cultures with bacteria or yeasts.

The initial seeding densities of bacteria varied from 104 to 109 CFU/mL in the previous studies14,15,17,18, which 
could be another factor that had played a role in the antimicrobial results. For example, Wetteland et al. reported 
the MIC and MBC90 of nMgO was 1.2 mg/mL against E. coli, and MIC of 0.7 mg/mL and MBC90 of 1.2 mg/mL  
against S. epidermidis18, which were greater than the respective values found in this study, even though the same 

Figure 11. The effects of adjusted initial pH of broths on S. epidermidis. (A) The CFUs of S. epidermidis after 
24 hours of culture in the broths with adjusted initial pH values of 7–10. (B) Post-culture broth pH. (C) Mg2+ 
ion concentrations in the post-culture broths. (D) Ca2+ ion concentrations in the post-culture broths. Broth 
indicates the TSB only and serves as a blank reference of broth without bacteria. Dash line in panel A represents 
the initial S. epidermidis seeding density.
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experimental techniques and the same nMgO of the same size were used by Wetteland et al. and the only dif-
ference was the initial seeding density. Wetteland et al. used the seeding density of 5 × 105 CFU/mL, an order 
of magnitude lower than the seeding density of (6–8) × 106 CFU/mL used in this study. Bacteria could behave 
differently at different seeding densities because of quorum sensing39, which possibly contributed to the different 
MIC and MBC values reported for nMgO by Wetteland et al.18. We chose (6–8) × 106 bacteria/mL or yeasts/
mL as the seeding density in this study because this was reported to be the critical density causing urinary tract 
infection, one of the most frequently occurred infections in medical implants and devices40,41. However, the exact 
mechanisms explaining how the bacterial seeding density affected MIC and MBC of nMgO are still unknown and 
should be further studied to determine if quorum sensing indeed played a key role.

In this study, microorganisms of the same seeding density were tested with nMgO of the same size and same 
concentration range using the same experimental method, which made it possible to directly compare the antimi-
crobial properties of nMgO against different microorganisms. Because of these consistent parameters, the results 
of this study are valuable for translating nMgO toward medical device applications that typically involve a wide 
range of pathogenic microbes.

Comparing the antimicrobial activities of nMgO against gram-negative bacteria, gram-positive 
bacteria, and yeasts. The MBC of nMgO varied for different gram-positive and gram-negative bacte-
ria tested. Gram-positive and gram-negative bacteria mainly differ in their cell wall structure. Gram-negative 
bacteria have a thin peptidoglycan layer with an outer membrane containing lipopolysaccharides (LPS), while 
gram-positive bacteria have a thick layer of peptidoglycan without outer membrane and contain teichoic acids. 
Due to these major differences, each type of bacteria may display diverse sensitivities to antimicrobial agents. 
When the nMgO concentrations were greater than 1.6 mg/mL, no viable gram-negative bacteria E. coli and less 
than 0.1% viable P. aeruginosa were detected, but not in the cases for gram-positive bacteria S. epidermidis, S. 
aureus or MRSA. Interestingly, the MIC of nMgO was lower for S. epidermidis and S. aureus than for E. coli and 
P. aeruginosa, suggesting that nMgO with increasing concentrations might be inhibitory against the growth of 
gram-positive bacteria and lethal against gram-negative bacteria.

Figure 12. The effects of Mg2+ ion doped broths on S. epidermidis. (A) The CFUs of S. epidermidis after 
24 hours of culture in the broths with supplemental Mg2+ dosages of 0–50 mM. (B) Post-culture broth pH. (C) 
Mg2+ ion concentrations in the post-culture broths. (D) Ca2+ ion concentrations in the post-culture broths. 
Broth indicates the TSB only and serves as a blank reference of broth without bacteria. Dash line in panel A 
represents the initial S. epidermidis seeding density.
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Unlike bacteria, yeasts are eukaryotic cells. Yeasts have both a fungal cell wall and a cell membrane. Most 
antifungal drugs target the molecules in the cell wall or the cell membrane42. There are three main classes of anti-
fungals: echinocandin, azole and polyenes. Among the antifungals in the class of azoles, fluconazole was widely 
used for treating infections caused by C. albicans43. Fluconazole serves as an antifungal drug by interfering the 
synthesis of ergosterol, a key component in the cell membrane44. Resistance to this antifungal drug has emerged 
due to its excessive usage43. We included C. albicans FR strain in this study to determine whether or not nMgO 
would exhibit detrimental effects on the fluconazole resistant C. albicans strain. Indeed, not only C. albicans but 
also C. albicans FR was sensitive to antifungal activities of nMgO. Interestingly, a possible paradoxical effect on 
C. albicans and C. albicans FR was observed; at 2.0 mg/mL of nMgO, the numbers of viable C. albicans and C. 
albicans FR (CFUs) were similar to that of the control group without nMgO, indicating no inhibition or killing 
action against both yeast strains at the highest concentrations of nMgO in this study. A paradoxical effect occurs 
when the antifungal agent showed no inhibition or killing of the yeasts at the concentrations well above the MIC 
levels45. This paradoxical effect has not been reported for nMgO in literature. The reason for the paradoxical effect 
is still unknown and this phenomenon should be further investigated in the future.

Most yeast infections are caused by C. albicans; however, infections caused by C. glabrata have been increasing 
globally over the past decade, such as healthcare associated candidemia infections46,47. C. glabrata strains have been 
reported to develop rapid and increasing resistance to the widely-used antifungal drugs such as the classes of echi-
nocandin, with the increasing use of echinocandin for treating candida infections46,48,49. Therefore, we examined 
the effects of nMgO against drug-sensitive and drug-resistant strains of C. glabrata, and found that nMgO was fun-
gicidal to both C. glabrata and C. glabrata ER. C. albicans was generally more resistant to nMgO than C. glabrata, 
which could be due to the ability of C. albicans in forming pseudohyphae and hyphae during their growing phase30. 
C. glabrata is the only one among all the Candida species that does not make pseudohyphae above 37 °C36. When 
C. albicans form pseudohyphae during their growth, more nMgO would be required to kill them. In contrast, C. 
glabrata cells retained their oval morphology without forming pseudohyphae when exposed to nMgO, and thus 
may require less nMgO to kill them. In the SEM images in Fig. 6, there were more yeast cells than pseudohyphae 
with increasing nMgO concentrations, suggesting that nMgO suppressed surviving yeasts from forming the pseu-
dohyphae. Further research is needed to understand if nMgO inhibits the formation of pseudohyphae.

In summary, Table 2 shows the MICs and MLCs of nMgO at 90%, 99%, 99.9%, 99.99% of killing and the most 
potent concentration (MPC) of nMgO for all microorganisms studied. Table 2 provides important guidelines for 
utilizing nMgO in a specific application against a specific microorganism of interest. For example, gram-negative 
bacteria release lipopolysaccharides (LPS), when they are killed. LPS is an endotoxin that could cause sepsis 
and inflammation especially at high concentrations, by inducing the production of TNF-α, one of the main 
pro-inflammatory cytokines50,51. In many cases, it may not be desirable to kill the whole bacteria population, but 
rather to kill enough of them (e.g. 90–99% of death) or inhibit their activities to eliminate the infections without 
harmful side effects associated with excess and rapid release of LPS. The nMgO may be used in the form of a 
coating on a medical device or as an additive in a composite material for a medical device, where the nMgO could 
provide antimicrobial properties against infections without significant side effects. Further studies are needed to 
determine if the high concentrations of nMgO at MIC, MLC, or MPC level can be integrated into medical devices 
to achieve desired antimicrobial responses without harming host cells and tissues.

Integration of nMgO with medical devices could provide the devices with sustainable antimicrobial properties 
while mitigating the toxicity concern regarding burst of high concentrations of nMgO. At lower concentration, 
the nMgO nanoparticles increased BMSC adhesion density and proliferation18, which is beneficial for bone heal-
ing and regeneration. However, the nMgO concentrations ranged from 0–2 mg/mL in this study with the most 
potent concentrations (MPC) of 1.4 and/or 1.6 mg/mL, which are considered high and even toxic to some mam-
malian cells18 if nMgO is used as an antibiotic drug. However, for the clinical applications where nMgO is used in 
antimicrobial coatings on indwelling medical devices or as an antimicrobial additive in polymer or ceramic based 
biocomposites for medical devices, this study provided valuable knowledge on the concentration effects of nMgO 
on the viability of 9 major pathogenic bacteria and yeasts. The results of this study, together with the previous 
results on the concentration effects of nMgO on BMSCs18, presented valuable design guidelines for incorporating 
nMgO into medical devices and implants, thus reducing implant-associated infections. Even though antibiotics 
and antifungals have been widely used in clinical practice, post-operative infections still occur, especially involv-
ing indwelling medical devices, and many of these infections and associated microbes are drug resistant. So far, 
there are no reports of microorganisms being resistant to nMgO. Moreover, nMgO is attractive as an additive or 
coating material for next-generation biodegradable medical devices and implants because nMgO nanoparticles 
are biodegradable in the body and dissociate into Mg2+ ions that are beneficial for tissue healing, in addition to 
providing desirable antimicrobial properties.

Possible action mechanisms for nMgO against bacteria and yeasts. The antimicrobial mechanisms 
of nMgO have been proposed and debated, and currently there is no consensus yet. Figure 13 illustrates the pos-
sible mechanisms of nMgO against bacteria. There were some speculations that elevated pH and Mg2+ ions could 
play a role in the action mechanisms of nMgO, considering that nMgO dissociated in bacterial or yeast culture and 
released OH− ions and Mg2+ ions. As the concentrations of nMgO increased from 0–2.0 mg/mL, more nMgO dis-
sociated, resulting in more OH− ions and increased broth pH. However, based on our studies on S. epidermidis, the 
increased pH and Mg2+ ions in the broths were not the main contributing factors for antimicrobial activities of nMgO. 
Specifically, the growth of S. epidermidis was not affected when they were cultured in the broths with pH intentionally 
adjusted to 7–10; and, the deliberate doping of Mg2+ ions in the broths up to 50 mM did not cause adverse effects on 
the viability of S. epidermidis. The results reported in literature are in agreement with ours. For example, Sawai et al. 
reported that pH of 10.5 did not affect the growth of E. coli14. Wetteland et al. reported that the pH ranged at 7–10 and 
supplemental Mg2+ ions ranged at 1–50 mM did not affect the growth of E. coli and S. epidermidis18.
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Ca2+ ion concentrations in the broths showed interesting correlations with the nMgO concentrations, the 
supplemental Mg2+ ion dosages, and the CFUs of bacteria and yeasts (Figures S1–S4 in Supplementary Materials), 
which suggested that the dissociation of nMgO to Mg2+ ions might have played a role on the Ca2+ ion concen-
trations in the cultures. To our knowledge, these correlations have not been previously reported in literature and 
further research is needed to fully understand the specific roles of Ca2+ ions in the bacterial or yeast cultures with 
nMgO. Additional information is in the Supplementary Materials.

Production of reactive oxygen species (ROS) was proposed as one of the leading theories for the antimicrobial 
action of nMgO14,17. However, Leung et al. showed that nMgO inhibited E. coli growth without the presence of 
ROS52. Nevertheless, ROS might still be one possible mechanism for the antimicrobial action of nMgO for the 
following reasons. Bacteria that undergo aerobic respiration will generate superoxide anions and other ROS, and 
these ROS are toxic to the bacteria. Bacteria also make superoxide dismutase (SOD) to neutralize the ROS53,54. 
The microorganisms studied in this paper are all aerobic, and thus they do produce SOD. The ROS generated by 
nMgO could be neutralized by the SOD produced by bacteria. However, at higher concentrations of nMgO, more 
ROS could be produced and not all of the ROS could be timely neutralized by the SOD; and, the excess ROS could 
still cause damage to the bacteria.

Another antimicrobial mechanism of nMgO could be that nMgO particles bind to the cell membrane to cause 
damage15,52. Membrane damage was observed in E. coli when they were cultured with the higher dosages of nMgO 
(Fig. 4). MgO nanoparticles caused obvious change in the morphology of E. coli. The gram-negative bacteria have 
thinner layer of peptidoglycan, and nMgO could pass the cell wall and bind to the cell membrane, thus causing 
the shape distortion and cell death as shown in E. coli. It is also possible that nMgO particles might accumulate 
on the thin peptidoglycan layer in the cell wall of gram-negative bacteria and thus damage this thin defense layer 
of gram-negative bacteria. Whereas in the gram-positive bacteria, considering that the zeta potential of nMgO 
is positive (Table 1), the positively charged nMgO particles may interact with the negatively charged phosphate 
groups on the teichoic acid end. If some nMgO did not interact with the phosphate groups, they will be stuck in 
the thick peptidoglycan layer of the gram-positive bacteria and does not pass through this thick defense layer of 
gram-positive bacteria to cause further damage. Thus, the membrane damage was observed in the gram-negative 
bacteria but not in the gram-positive bacteria. No membrane damage was observed in the SEM images of P. aerug-
inosa; however, this does not mean no membrane damage occurred. It is possible that P. aeruginosa with mem-
brane damage could not adhere to the glass substrate, thus not shown in the SEM images. When the growth of P. 
aeruginosa was inhibited at the MIC of 1.0 mg/mL nMgO, a small portion of viable P. aeruginosa could still adhere 
onto the glass substrate. Interestingly, nMgO was able to reduce the viability of gram-negative bacteria such as 
E. coli and P. aeruginosa to undetectable levels, but it was not the case for the gram-positive bacteria such as S. 
epidermidis. One possible reason is that nMgO caused more severe damage to the cell wall and cell membrane of 
gram-negative bacteria than to the gram-positive bacteria because of their different structures in the cell walls and 
membranes. In the case of gram-positive bacteria, nMgO might not be able to pass the cell wall easily due to their 
thicker peptidoglycan layer. The nMgO particles could be trapped in the peptidoglycan layer of gram-positive 

Figure 13. A schematic illustration of the possible mechanisms of nMgO against planktonic bacteria and 
bacterial biofilm. Oxidative stress, Ca2+ ion concentrations, membrane damage, and quorum sensing are the 
possible mechanisms of nMgO against planktonic bacteria, but alkaline pH of 7 to 10 or increased Mg2+ ion 
concentrations from 1 to 50 mM showed no inhibitory or killing effects on bacteria such as S. epidermidis.
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bacteria, thus inhibiting their growth. Teichoic acid is another component that extends from the inner side to the 
outer side of cell wall and exists only in the cell walls of gram-positive bacteria; and their phosphate groups may 
react with nMgO and trap nMgO on the outer layer of bacterial cell wall55. When the nMgO nanoparticles adhered 
to the outer layer of the cell wall, nMgO could also prevent the adhesion of bacteria onto the glass substrates. For 
example, when the growth of gram-positive S. epidermidis was inhibited at the MIC of 0.5 mg/mL nMgO, there was 
also a significant reduction in the number of S. epidermidis adhered to the glass substrates.

In addition, when nMgO killed the microbes or inhibited the microbial growth, the quorum sensing in the 
respective microbes might be disrupted considering that the total number of microbes reduced in the culture 
environment. In other words, nMgO might have disrupted the communications among respective bacteria or 
yeasts and thus inhibited their activities and functions. Quorum sensing could affect different properties of 
the bacteria such as virulence factors and the ability of microbes to communicate to each other, as previously 
described and reported in literature39,56–61. If the number of microbes does not reach a certain quorum, their com-
munication is disrupted. The reduction of the number of microbes in culture suspension could prevent the adhe-
sion of respective microbes to a standard substrate, because the communication or coordination of the microbes 
were disrupted.

There has been little research on antifungal effects of nMgO against yeasts. Both C. albicans and C. glabrata 
showed sensitivity to nMgO. The C. albicans FR is resistant to fluconazole and fluconazole acts upon the fungal 
cell membrane by interfering with the synthesis of ergosterol44. The yeasts become resistant to azole drugs, either 
because the drug was pumped out by their efflux pumps, or because the yeasts underwent a point mutation in 
ERG11 that altered the target protein and thus reduced the binding affinity to the azoles62. Considering that 
nMgO showed the same MIC and MFC against both drug-sensitive C. albicans and C. albicans FR, the antifungal 
mechanisms for nMgO might be different from azoles.

While C. glabrata ER is resistant to echinocandin, and echinocandin targets the 1,3-β-D-glucan synthase, 
disrupting the synthesis of 1,3-β-D-glucan, a component in the fungal cell wall. Yeasts can become resistant 
to echinocandin by having a point mutation in the FKS gene, reducing their sensitivity to echinocandin49. The 
nMgO showed greater efficacy against C. glabrata ER strain than against C. glabrata, indicating the point muta-
tion in the FKS gene might have made C. glabrata ER more sensitive to nMgO. More research is still needed to 
fully understand how nMgO kill yeasts.

We demonstrated that nMgO could kill planktonic bacteria and disrupt biofilms, suggesting a possibility of 
another mode of action for nMgO that has not been proposed before in literature. There are three stages in biofilm 
development on the surface of materials. Initially, the planktonic bacteria adhere to a material or medical device. 
Next, the adherent bacteria produce the extracellular matrix, proliferate and form the three-dimensional (3D) 
biofilm structure. Finally, the biofilm releases single or cluster of bacterial cells that can migrate to other areas to 
start a new site of infection41. If the initial step of bacterial adhesion is prevented, no biofilms could form; thus, 
one way to reduce infection is to reduce bacterial adhesion and/or inhibit their growth on the surface of a medical 
device. For biofilms that have already formed, the extracellular matrix protects the bacteria inside the biofilm 
from antibiotics, and therefore, it is much harder to treat infections involving biofilms. However, the biofilm 
can be treated more easily if it is disrupted. When biofilm is disrupted, dormant cells inside the biofilm become 
active planktonic cells, which are much easier to be killed by antibiotics than bacteria inside a biofilm. Our results 
showed that nMgO could kill planktonic S. epidermidis and disrupt S. epidermidis biofilm. ROS are known to 
cause protein and DNA damage and thus lead to bacteria death, but extracellular matrix protects the bacteria 
inside the biofilm from being exposed to ROS63. Thus, ROS alone might not be sufficient to kill bacteria inside the 
biofilm. The disruption of S. epidermidis biofilm in this study suggested that nMgO might have other mechanisms 
of action in addition to ROS or binding to cell membrane of the bacteria. MgO nanoparticles could possibly che-
late with proteins and enzymes to disrupt the extracellular matrix, or act as a catalyst to degrade the extracellular 
matrix of the biofilm. MgO nanoparticles could also diffuse through the water channels in the biofilm matrix 
and disrupt the internal structure of biofilm. This is the first report on the capability of MgO nanoparticles in 
targeting and disrupting biofilms; and further studies on the exact mechanisms of nMgO disrupting biofilms are 
still needed. Different mechanisms of nMgO against planktonic bacteria, yeasts and biofilms are proposed but not 
fully understood yet. Future studies should focus on mechanistic interactions of nMgO with various pathogenic 
microorganisms in planktonic forms or in biofilms.

Conclusions
Magnesium oxide nanoparticles (nMgO) exhibited inhibitory and bactericidal/fungicidal effects on the prevalent 
pathogenic bacteria and yeasts, as summarized in Table 2. These results are directly comparable across all the 
microorganisms being studied because we used the consistent experimental methods, the same nMgO in size and 
shape, and the same initial seeding density for each microorganism of interest. Characterization of cell viability, 
adhesion and morphology after exposure to nMgO suggested that the nMgO could have different antimicrobial 
mechanisms against different types of bacteria and yeasts. The increase in broth pH and Mg2+ ion concentrations 
induced by nMgO dissociation was not the main mechanism of killing. The interactions of nMgO with cell wall 
and/or cell membrane could be the key mechanism for the lethal effects of nMgO against planktonic bacteria. 
The nMgO was able to eliminate gram-negative bacteria more effectively than gram-positive bacteria, possibly 
because of the differences in the structures of bacterial cell wall and membrane. This study demonstrated for the 
first time that nMgO disrupted S. epidermidis biofilm, suggesting there might be other mechanisms for nMgO 
to be antimicrobial. Further research is still needed to determine the exact mechanisms for the bactericidal/fun-
gicidal effects of nMgO against the pathogenic bacteria and yeasts, in order to take full advantage of nMgO for a 
wide range of applications. This article provides valuable information on nMgO as an antimicrobial biomaterial 
for engineering infection-free medical devices and implants in the future.
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Data Availability
All data generated or analyzed during this study are included in this published article and its Supplementary 
Information files.
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