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Multiple nitrogen functionalized 
magnetic nanoparticles as an 
efficient adsorbent: synthesis, 
kinetics, isotherm and 
thermodynamic studies for the 
removal of rhodamine B from 
aqueous solution
Mike o. Ojemaye  1,2 & Anthony I. Okoh1,2

The continuous demand for clean and affordable water needed for the survival of man is now a major 
challenge globally. Therefore, the treatment of wastewater generated from printing, textile and 
dyeing industries containing soluble dyes like rhodamine B (Rh-B) is of utmost important. This study 
investigates the efficiency of new multifunctionalized superparamagnetic nanoparticles (MNP-Tppy) 
for the removal of cationic Rh-B from aqueous solution. To afford MNP-Tppy, the surface of MNP was 
covalently functionalized with terpyridine ligand to enable an anionic charge on the adsorbent. The 
results of characterization including Brunauer-Emmett-Teller (BET) analysis, thermal gravimetric 
analysis (TGA), vibrating sample magnetometer (VSM), scanning electron microscope (SEM) and 
fourier transform infra–red spectroscopy (FTIR) indicate that this superparamagnetic nanoparticle 
functionalized with multiple nitrogen atoms was successfully synthesized. Adsorption experiments 
involving the effect of pH, time, temperature, adsorbent dose and adsorbate concentration show that 
the maximum adsorption of Rh-B using MNP-Tppy was observed at pH 9 and removal was observed to 
increase as solution pH increases. Similarly, time variation shows that adsorbate removal increases as 
adsorption time increases until the removal attained equilibrium at 15 min. Kinetic studies conducted 
among four kinetic models using the data obtained from effect of time indicate that the adsorption 
process can best be described by the pseudo-second order model. Isotherm studies conducted at three 
different temperatures revealed that Langmuir isotherm model fitted well for the equilibrium data with 
qm value of 113.64 mg g−1 and thermodynamic studies showed that the adsorption process involving 
the removal of Rh-B from aqueous solution by MNP-Tppy is spontaneous, endothermic and realistic in 
nature. Lastly, Reusability experiments indicate that MNP-Tppy can be regenerated and re-used.

Recently, the heralding of multifunctional superparamagnetic nanomaterials with excellent chemical, physi-
cal, magnetic and biological characteristics has been a major topical issue in the field of science because of its 
importance in the conversion of energy1,2, medicine3, water treatment4, catalysis5 and so on. These materials 
with unique properties have been extensively studied to achieve an enhanced performance in the areas they are 
targeted or intended for. Magnetic nanoparticles as a member of a new advanced material have recorded tremen-
dous successes in their application because of their use of specific site for attacking their target place, separation 
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power brought about by magnetic means, high stability, large surface area, ability to tune their pore sizes and 
volumes. These properties qualify them as a great candidate for numerous applications because they are able to 
host different molecules with different functionalities, shapes and sizes. Be that as it may, most works on the use of 
these functional nanomaterials have focused on their application for sensors specifically oxygen sensing6–8, drug 
delivery9–13 but little works have been reported for multifunctional superparamagnetic nanoparticles as adsor-
bents for water treatment especially for dye removal from wastewater. Actually, different adsorbents including 
montmorrillonite, carbon nanotubes14, clay15, fly ash, activated carbon16 etc. have been employed for the removal 
of dyes from aqueous solution but encounters like inability to separate them from solution, generation of second-
ary pollutants, cost and unavailability are obvious challenges that limit their usage as adsorbents for the removal 
of dyes from wastewater.

Terpyridine ligands specifically 4-(2,2′:6′,2″-terpyridin-4′-yl)phenol are compounds with strong binding 
affinity and are currently attracting attentions in different areas of research including polymer science17, environ-
mental science18, catalysis19,20, nanotechnology and medicine21,22. In nanotechnology, they can be employed for 
the covalent modification of inorganic nanomaterial for two reasons: (1) to stabilize the nanostructured material 
and (2) to functionalize the nanostructured material23. A typical terpyridine ligand contains three nitrogen atoms 
which are potent for the functionalization of MNPs by introducing multiple nitrogen moieties to the surface of 
MNPs.

Globally, fresh water supply has continued to decline as a result of global climate change, industrial growth and 
increasing population with this generating a great outcry from citizenry world over. Since fresh water resources 
are of limited supply, the recovery of wastewater or water contaminated with organics such as dyes is of utmost 
importance in order to ameliorate the sufferings experienced by man and animals from shortages in fresh water 
resources. Different strategies have been employed for the removal of contaminants from wastewater. Some of 
these include; photocatalysis4, coagulation/flocculation24, ion exchange25, reverse osmosis, membrane filtration26 
and so on but challenges like the generation of sludge, operation difficulty, excessive energy consumption, cost 
burden and release of secondary pollutants into the environment are often encountered with these strategies 
which limit their usage. Adsorption due to its ease of operation, simplicity, low cost, reliability and effective-
ness can overcome the challenges highlighted above and is recently been utilized for the removal of dyes from 
wastewater.

Cationic dyes such as rhodamine B (Rh-B) are widely used in the industry specifically textile, dyeing and 
printing companies. These dyes are positively charged and have different chemical structures with substituted 
aromatic groups. They are a basic dye which are water soluble and yield coloured ions in solution. Rhodamine B 
is a toxic substance and becomes very harmful to human and aquatic organisms upon the discharge of effluents 
contaminated with Rh-B to the environment27.

In this study, multiple nitrogen functionalized magnetic nanoparticles were synthesized and inves-
tigated for the removal of rhodamine B (Rh-B) from wastewater by adsorption. The novelty of this report is 
in the design and development of this new adsorbent; magnetic nanoparticles covalently functionalized with 
4-(2,2′:6′,2″-terpyridin-4′-yl)phenol via its lateral substituent (hydroxyl group, -OH). This ligand possesses mul-
tiple nitrogen groups and has high chelating powers for the adsorption of rhodamine B from wastewater. To the 
best of our knowledge, no report has been published on the covalent functionalization of magnetic nanoparti-
cles with terpyridine ligand, 4-(2,2′:6′,2″-terpyridin-4′-yl)phenol for the removal of rhodamine B from aqueous 
solution. Rhodamine B was considered in this study as a model dye for adsorption because of its extensive use in 
the industry, toxic nature and similarity in its behaviour and properties to other dyes in its class. Also, the mech-
anism and kinetics of adsorption of this dye necessary for practical and real life scenarios were studied from the 
adsorption processes involving effect of pH, contact time, temperature and initial adsorbate concentration and 
these serve as motivation for this work.

Experimental
Materials. Iron (II) chloride hexahydrate (Merck Chemicals), Iron (III) Chloride hexahydrate (Merck 
Chemicals), 2-acetylpyridine (Sigma Aldrich), 4-hydroxybenzaldehyde (Sigma Aldrich), tetraethoxysilane 
(Sigma Aldrich), 3-aminopropyltriethoxysilane (Sigma Aldrich), dicyclohexylcarbodiimide (Sigma Aldrich), 
4-dimethylaminopyridine (SAAR Chem), dimethylformamide (BDH limited), Sodium hydroxide (Merck 
Chemicals), rhodamine B (Sigma Aldrich), 25% ammonia solution (Merck Chemicals), absolute ethanol (Merck 
Chemicals) were used for this study.

Characterization. The textural and adsorptive properties of the synthesized materials were verified using 
a number of techniques. Fourier transform infrared spectrophotometer (FTIR) was used for the verification of 
the vibrations of the materials by placing a small sample on a Perkin Elmer Universal ATR sampling accessory 
spectrum 100 FT-IR spectrometer. For image collection, the materials were viewed using JOEL JSM-6390 scan-
ning electron microscope; this was achieved by placing a small sample of the powder on a carbon double sided 
tape on a stub and coated with Au/Pd for a clearer image. The surface properties of the adsorbents were assessed 
using Micromeritics Tristar II 3020 surface area and porosity analyser (BET) with nitrogen flow gas. Magnetic 
measurements of the materials were taken with a VSM system of 14 T at a temperature range of 1.8 to 310 K. 
Thermal analysis of the MNPs samples were performed using a Perkin Elmer TGA 4000 analyzer under nitrogen 
at 20 mL min−1. The determination of point of zero charge (pHpzc) was carried out as we earlier reported in one of 
our published work28. This is important to enable an estimation of the electrical charge density of the adsorbent.

For 4-(2,2′:6′,2″-terpyridin-4′-yl)phenol (Tppy-OH) characterization, FTIR analysis was carried out. Also, 
Bruker AVANCE 400 MHz Nuclear Magnetic Resonance (NMR) spectrometer was used to obtain its 1H NMR and 
13C spectra. Information on elemental composition of the ligand was obtained with the aid of a Vario-Elemental 
Microtube ELIII and Gallenhamp Melting Point apparatus gave information on the purity of the sample.
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Synthesis of 4-(2,2′:6′,2″-terpyridin-4′-yl)phenol (Tppy-OH). The synthesis of the ligand was 
achieved as described by Patel et al.29 with a slight modification. 1.211 g, 10.0 mmol of 2-acetylpyridine was added 
to a solution of 0.661 g, 5.0 mmol 4-hydroxybenzaldehyde previously dissolved in 20 mL of ethanol. A mixture of 
0.013 mol NaOH solution and 15 mL aqueous ammonia solutions were added and left to stir overnight at room 
temperature (Fig. 1). The precipitate obtained was washed four times with 10 mL deionized water and two times 
with 10 mL absolute ethanol to yield an off white powder (615.5 mg, 55%). m.p. 198–200 °C; IR (ATR, cm−1) 
3529, 3056, 1584, 1521, 1283; 1H NMR (400 MHz, DMSO-d6) δ: 8.80, 8.70, 8.05, 7.75, 7.80, 7.50, 6.95, 6.90, 2.5; 
13C NMR (400 MHz, DMSO-d6) δ: 155.45, 155.20, 149.40, 149.20, 137.36, 128.09, 128.86, 120.80, 116.82, 116.52.

Preparation of silica modified superparamagnetic nanoparticles. Silica modified magnetic nan-
oparticles were synthesized after the preparation of superparamagnetic nanoparticles. The superparamagnetic 
nanoparticles was synthesized according to the method previously reported by Maaz et al.30 by using iron (II) 
chloride hexahydrate and iron (III) Chloride hexahydrate in molar ration 1:2 under inert condition and basic pH. 
For the synthesis of silica modified magnetic nanoparticles, tetra ethyl ortho silicate (TEOS) was used to coat the 
surface of the MNPs and the details of this synthesis can be found in our recent report28.

preparation of amine functionalized superparamagnetic nanoparticles. Amine func-
tionalized silica magnetic nanoparticles was prepared by treating silica magnetic nanoparticles with 
3-aminopropyltriethoxysilane (APTES) according to a method reported in our previous study31. A small amount 
of APTES was added to silica magnetic nanoparticles (150 mg) previously dispersed in 30 mL absolute ethanol. 
This mixture was stirred under a reflux condenser at inert condition at 65 °C for 12 h. The resulting precipitate was 
separated magnetically, washed severally with deionized water and dried; this product was denoted as MNP-NH2.

Preparation of carboxylic functionalized superparamagnetic nanoparticles. Carboxylic func-
tionalized magnetic nanoparticles were prepared by adding previously dispersed MNP-NH2 (0.85 g) in dry DMF 
into a stirring solution of succinic anhydride (0.5 g) in dry DMF. The reaction was allowed to stir for 48 h before 
been separated magnetically, washed with ethanol and dried (Fig. 2)32. The product was denoted as MNP-COOH.

preparation of multiple nitrogen functionalized superparamagnetic nanoparticles. Covalent 
functionalization strategy was adopted in this study for the grafting of terpyridine ligand upon the surface of 
magnetic nanoparticles33. Carboxylic acid on the surface of carboxylic acid functionalized magnetic nanoparti-
cles (MNP-COOH) 200 mg in 10 mL of dry DMF was activated with DCC (100 mg) with continous stirring in the 
dark for 24 h. Then Tppy-OH (200 mg) in 10 mL dry DMF was added slowly to the stirring solution in the pres-
ence of DMAP (50 mg), the suspension was allowed to stir for a further 24 h and separated magnetically, washed 
severally with deionized water and dried in a vaccum oven at 75 °C for 24 h. This final product was denoted as 
MNP-Tppy (Fig. 3).

Preparation of adsorbate. Pure rhodamine-B standard powder was used for the preparation of adsorbate 
solution. Firstly, 1 g of pure rhodamine-B powder was dissolved in 100 mL deionized water in a 1000 mL volumet-
ric flask. The solution was made up to mark in the volumetric flask using deionized water to obtain our standard 
solution. Adsorbate solutions employed for adsorption studies were obtained by diluting to the required concen-
trations and desired volume the standard solution.

Procedure for adsorption experiments. Effect of pH, contact time, adsorbate concentration, temper-
ature and adsorbent dose were investigated as part of the batch adsorption experiments. This was achieved in 
100 mL glass bottles with screw caps on an orbital shaker at 150 rpm. The adsorbents were separated by magnetic 
means at the completion of each round of adsorption and the concentration of the adsorbate was determined by 
means of a UV-Visible spectrophotometer at 576.83 nm, the adsorption capacity was calculated by using equa-
tion (1). The effect of pH on the adsorption process was evaluated from pH values 2 to 10 by adjusting the initial 
solution pH to the desired pH by using 0.1 N HCl or NaOH solutions. Similarly, effect of time on the adsorption 
of Rh-B from aqueous solution was conducted from 0 to 240 min at three different absorbate concentrations while 
the effect of temperature was carried out at three different temperatures.
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Figure 1. Synthesis of 4-(2,2′:6′,2″-terpyridin-4′-yl)phenol (Tppy-OH).
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Where qe is the adsorption capacity in mg g−1, Co and Cf is the initial and equilibrium rhodamine B concentration 
in ppm, w in mg is the amount of the adsorbent and V in mL is the volume of the rhodamine B used.

Reusability experiment. Reusability experiment was conducted to ascertain the stable nature of the adsor-
bent. This was carried out by agitating 30 mg of desorbed adsorbent in 20 mL 50 ppm Rh-B solution for 2 h and 
the adsorption capacity was calculated by using equation 1. This process was repeated for 7 runs but before reus-
ability test, a small amount of the spent adsorbent in 0.1 N HNO3 was agitated for 2 h using an orbital shaker to 
remove adsorbed Rh-B.

Data analysis. Data were analyzed by means of the origin software statistical computing systems by consid-
ering an adjustment of the regression coefficient square (R2). For kinetic and isotherm studies, the model with 
highest R2 was considered best for describing the adsorption process. Similarly, spectral were obtained by plotting 
the data generated from the various instruments with the origin software31.

Results and Discussion
Characterization of materials. The effectiveness of the functionalized superparamagnetic nanoparticles 
for the removal of Rh-B from aqueous solution was evaluated by means of a batch adsorption experiment but 
prior to this; the characterization of this new material and ligand was carried out using a number of techniques so 
as to confirm the successful synthesis of this material.

Characterization of Tppy-OH. ESI Fig. 1 is the 1H NMR of 4-(2,2′:6′,2″-terpyridin-4′-yl)phenol, proton peaks 
clearly visible at δ: 8.80, 8.70, 8.05, 7.75, 7.80, 7.50, 6.95, 6.90 are ascribed to the presence of multiple nitrogen 
groups and aromatic proton resonance peaks in Tppy-OH. FTIR analysis revealed peaks at 3529 cm−1 (O–H 
str), 3056 cm−1 (aromatic C–H str), 1584 cm−1 (C=N str), 1467–1521 cm−1 (C=C str), 2794 cm−1 and 2879 cm−1 
(indicating CH2 and CH groups respectively), 1259–1283 cm−1 (C–N str), 792 cm−1 for py-ring in-plane and 
638 cm−1 out-of-plane deformation vibrations. This result compliments the 1H NMR result which reported the 
appearance of C=N peaks. Further confirmation of the synthesis of this product was done using 13C (ESI Fig. 2).

Characterization of nanoparticles. FTIR analysis: The FTIR spectra of MNP-Si, MNP-COOH and MNP-Tppy 
are presented in Fig. 4, the assignment of vibrational bands of the different functional groups observed in the 
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samples were done. In Fig. 4, the synthesis of magnetic nanoparticles can be confirmed from the strong vibra-
tional bands observed at about 520 cm−1 ascribed to the Fe–O bond of magnetic nanoparticles, the peak is sharp 
and intense which is a characteristic feature of this bond and in agreement with previously published studies34,35. 
Furthermore, the modification of the MNPs with TEOS for silica was responsible for the presence of a vibrational 
band around 1100 cm−1 attributed to Si–O bond. Similarly, Fig. 4 indicates that carboxylic acid group has been 
introduced on the surface of magnetic nanoparticles with the presence of vibrational bands around 1200 cm−1 
and 1700 cm−1 assigned to C–O and C=O stretching frequencies respectively. The covalent functionalization of 
carboxylic acid functionalized magnetic nanoparticles with terpyridine ligand resulted in the formation of ter-
pyridine functionalized magnetic nanoparticles (MNP-Tppy) with the observation of vibrational bands at about 
1660 cm−1 for C=N and 1500 cm−1 for C–N stretching frequencies attributed to terpyridine ligands in addition to 
the vibrations present in the spectra of MNP-COOH confirmed our assertion that MNP-Tppy has been success-
ful synthesized (Fig. 4c). Also, methyl and methylene groups were visibly observed in the spectra of MNP-Tppy 
at 2900 cm−1 and 2800 cm−1 due to symmetrical and asymmetrical vibrations of C–H from terpyridine ligand, 
report similar to this was reported by Chen et al.34. However, broad peaks around 3350 cm−1 in all the spectra 
could be assigned to O–H vibrational frequency from water molecules in the samples.

Surface properties: The BET analysis of MNP-COOH and MNP-Tppy is presented in Table 1. The surface 
area of MNP-Tppy was observed to increase upon covalent functionalization of MNP-COOH with Tppy-OH. 
Similarly, the pore volume of MNP-Tppy was observed to increase when compared to that of MNP-COOH. These 
results indicate that the level of functionalization increases the surface area and pore volume of adsorbents36. 
Both adsorbents can be seen to be mesoporous in nature since their pore diameter is less than 50 nm. This there-
fore means that the adsorption of Rh-B from aqueous solution will be greatly enhanced going by the moderately 
increased pore volume and large surface area of MNP-Tppy.

Thermal analysis: Thermogravimetric analysis carried out from temperatures 30 °C to 850 °C for MNP, 
MNP-COOH and MNP-Tppy can be found in Fig. 5. It can be observed that MNP and MNP-COOH were to 
some extent thermally stable with little or no weight loss at temperatures above 450 °C. Contrastingly, significant 
weight loss was noticed in the thermogram of MNP-Tppy from 450 °C to 800 °C, this is attributed to the presence 
of Tppy-OH ligand. TEOS and APTES in the sample lose weights around 350 °C in all the thermogram while 
weight loss just about 450 °C is attributed to the presence of silicon carbon and carbon carbon bonds. In the ther-
mogram of MNP-Tppy, further weight loss was observed after 450 °C which we attributed to the thermal decom-
position of Tppy-OH ligand. This decomposition was not observed in the TGA curves of MNP and MNP-COOH 
showing that MNP was successful functionalized with Tppy.

Microscopic analysis: SEM analysis of the synthesized modified magnetic nanoparticles and the ligand was 
carried out to enable us have an insight into the morphological and surface properties of the materials (Fig. 6). 
The SEM micrographs of Fig. 6(A) MNP-Si (B) MNP-COOH and (D) MNP-Tppy showed that all nanoparticles 
possess spherical shapes characteristics of magnetic nanoparticles. Interestingly, the images observed from SEM 
indicate that although agglomeration was observed, the spherical shapes of magnetic nanoparticles were still 
maintained even after functionalization. But as functionalization was steadily carried out on the magnetic nan-
oparticles from silica to terpyridine ligand, the observed agglomeration began to reduce which is in agreement 
with the reports already published in literature that surface modification helps to stabilize the magnetic core 
of magnetic nanoparticles8,33. The SEM image of Tppy-OH (Fig. 6C) indicates that a flower like material was 
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Figure 4. FTIR spectra of synthesized materials.

Adsorbent Surface area (m2/g) Pore volume (cm3/g) Pore diameter (nm) pHpzc

MNP-COOH 84.4570 0.2766 12.7975 5.8

MNP-Tppy 94.8196 0.3197 13.4857 6.0

Table 1. Surface properties of synthesized MNP-COOH and MNP-Tppy.
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synthesized which characteristics of amorphous materials of the nature of terpyridines. These observations are 
similar to results that have been recently reported on terpyridine ligands and their magnetic nanoparticles37.

Superparamagnetic properties: Fig. 7 shows the magnetization measurement of MNP-COOH and MNP-Tppy. 
This measurement is important to assess the potential of separating the adsorbent by means of a magnet. The 
result of analysis shows that MNP-COOH and MNP-Tppy are superparamagnetic and showed no hysteresis at 
room temperature with magnetization value of a little above 30 emu/g and 40 emu/g respectively. Although, lower 
value of magnetization was obtained for MNP-Tppy compared to that of MNP-COOH which is ascribed to the 
presence of an additional modifier, Tppy-OH ligand on the surface of magnetic nanoparticles, the former still 
possesses high superparamagnetic property capable of enabling magnetic separation of the adsorbent with the 
aid of an external magnet.
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Figure 5. TGA curves of surface modified superparamagnetic nanoparticles.

Figure 6. SEM images of (A) MNP-Si (B) MNP-COOH (C) Tppy-OH and (D) MNP-TPPY nanoparticles.
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Adsorption experiments. To ascertain the efficiency of the adsorbent (MNP-Tppy) for the removal of Rh-B 
from aqueous solution, adsorption experiments were conducted by varying different parameters including pH, 
contact time, temperature, adsorbent amount and adsorbate concentration in order to arrive at the best experi-
mental condition for the removal of this dye from solution.

Effect of pH. The effect of pH on the adsorption of Rh-B from aqueous solution was studied from pH range 2 
to 10 at 22 °C, 150 rpm, 20 mL of 50 ppm adsorbate concentration and 40 mg MNP-Tppy (Fig. 8). The essence of 
varying the pH of Rh-B solution is because of the important role solution pH plays in adsorption processes as it 
is responsible for the charge density on the surface of MNP-Tppy as well as determines Rh-B ionization and spe-
ciation in aqueous solution. ESI Fig. 3 presents the plot of point of zero charge (pHpzc) of Rh-B and shows that the 
pHpzc of Rh-B is about 6.0. A rise in the adsorption of Rh-B from aqueous solution was observed as the pH of the 
solution increases and remained constant at pH above 8 (Fig. 8), this is so because at pH < pHpzc, the surface of the 
MNP-Tppy remains positive and has affinity for negative ions. While in solution, the positively charged surface of 
MNP-Tppy competes with H+ ions for binding with negative ions which make it difficult to have a higher adsorp-
tion at these pH values. In contrast, pH > pHpzc causes the surface of the adsorbent to be negative and favours the 
adsorption of positively charged Rh-B ions from aqueous solution. Although result of the effect of solution pH 
showed that adsorption of Rh-B was highest at pH 8, subsequent adsorption experiments were conducted at pH 
6.0 in order to prevent the effect of electrostatic attraction at higher pH values.

Effect of time. The effect of time on the adsorption of Rh-B from aqueous solution by MNP-Tppy was conducted 
as presented in Fig. 9. This study is necessary as effect of time is one of the major factors that determine adsorp-
tion efficiency. As shown in Fig. 9, a rapid Rh-B removal was noticed and the equilibrium time of adsorption was 
15 min for different initial rhodamine B concentration. As the time was increased, it was observed that removal 
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capacity remain stable and no distinct change was noticeable. For other adsorption studies, the contact time of 
240 min was maintained in order to ensure that Rh-B was completely removed from solution. Increase in the 
adsorbate concentration also causes and increase in the adsorption capacity of MNP-Tppy (Fig. 9)28,34.

Kinetic Studies: For the possibility of adsorption process scale up, it is necessary to generate important data to 
evaluate the mechanism of the adsorption process38. The properties (physical and chemical) of the adsorbent and 
mass transfer are important parameters required for the evaluation of the mechanism of the adsorption process. 
In this study, we investigated the mechanism of the adsorption of Rh-B from aqueous solution onto MNP-Tppy 
by fitting the data obtained from the effect of time into four different kinetic models: pseudo first order, pseudo 
second order, elovich and intra-particle diffusion models. The equation and parameters of these models can be 
found in ESI Table 1. When the experimental data were fitted into the different kinetic models, the plots obtained 
(ESI Fig. 5) showed that pseudo-second order kinetic model can best describe the adsorption process owing to its 
highest R2 values. From Table 2, the value obtained for adsorption capacity in the experiment, qe (exp.) is about 
the same as the one obtained for the calculated qe values, (qe (calc.)) across all three temperature range when 
the adsorption data was fitted to the pseudo second order kinetic model. This is a direct opposite of the values 
obtained for the three other models. Also, the rate was noticed to decrease as the initial concentration of Rh-B 
increases for pseudo second order compared to what was observed for the other three adsorption models. Based 
on these observations, we conclude that the adsorption of Rh-B onto MNP-Tppy can be best described by pseudo 
second order kinetic model. Therefore, the mechanism of adsorption in this process can be said to be bimolecular 
between the active sites on the surface of MNP-Tppy brought about by the multiple nitrogen atoms from the ter-
pyridine ligand and the positively charged surface of Rh-B since pseudo second order kinetic model assumes that 
the interaction between an adsorbent and an adsorbate is bimolecular. Previously published work on the removal 
of Rh-B from aqueous solution also reported similar observation39.
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Figure 9. Effect of time for the removal of Rh-B from aqueous solution. (conditions: pH 6.0, 20 mL Rh-B 
solution, 30 mg MNP-Tppy, 20 °C and 150 rpm).

Kinetic models and parameters

Initial Rh-B concentration, Co (ppm)

10 ppm 30 ppm 50 ppm

qe (exp.) (mg g−1) 4.742 15.314 23.641

Pseudo first-order model

qe (calc.) (mg g−1) 1.565 10.231 3.473

K1 (min−1) 0.0482 0.1084 0.038

R2 0.7519 0.7728 0.2729

Pseudo second-order model

qe (calc.) (mg g−1) 4.755 15.314 23.641

K2 (min−1) 0.1056 0.0209 0.0205

R2 0.999 0.995 1.000

Elovich model

α (mg g−1 min−2) 2059.17 270784.88 8991.18

β (g mg−1 min−1) 1.343 0.366 0.278

R2 0.747 0.808 0.757

Intra-particle diffusion model

Kintra (mg g−1 min−1/2) 0.228 0.842 1.110

R2 0.470 0.524 0.493

Table 2. Kinetic parameters for the adsorption of Rh-B onto MNP-Tppy.
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Effect of adsorbent dose. The removal of Rh-B from aqueous solution by varying amounts of adsorbents is pre-
sented in Fig. 10. It can be observed that the higher the number of free sites on the adsorbent, the higher the 
adsorption capacity. The result obtained when the adsorbent dose was varied from 0.01 to 0.05 g indicates that 
maximum adsorption capacity (18.54 mg g−1) of Rh-B was noticed when the adsorbent dose was 0.03 g. This 
shows that adsorption increases as the number of active site increases until the surface of the adsorbent became 
saturated resulting to a gradual decrease in the adsorption capacity at adsorbent dose greater than 0.03 g. This 
adsorbent dose (0.03 g) where gradual decrease in the adsorption capacity was observed was adopted for further 
experiments in this study.

Effect of temperature. The influence of solution temperature on the adsorption of Rh-B from aqueous solution 
was studied at temperature range 20 °C to 40 °C at different initial concentration of the adsorbate (Fig. 11). The 
variation in the temperature of an adsorbate solution has been known to affect an adsorption process40. It can be 
observed that as the initial concentration of Rh-B increases, the removal capacity of MNP-Tppy also increases. 
Similarly, increase in temperature also causes an increase in the removal of Rh-B from aqueous solution; this is 
due to an increase in the diffusion of Rh-B ions in solution and a decrease in its viscosity which resulted in an 
increase in the adsorption capacity. It has been reported that increase in the temperature of adsorbate causes a 
higher rate in the diffusion of the solution40.

Isotherm study: The mechanism of adsorption and equilibrium process was determined by fitting the data 
obtained from the removal of Rh-B from aqueous solution by MNP-Tppy over the temperature range 20 °C to 
40 °C into Langmuir and Freudlich equations (Equations 2 and 3 respectively).
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Figure 10. Effect of adsorbent dose for the removal of Rh-B from aqueous solution (conditions: pH 5.0, 
150 rpm, 20 mL of 50 ppm Rh-B solution, 20 °C, 4 h).
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Figure 11. Influence of temperature on the removal of Rh-B from aqueous solution. (conditions: 20 mL Rh-B 
solution (50 ppm), 30 mg MNP-Tppy, 240 min agitation time and 150 rpm).
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where: qe = adsorption capacity (mg g−1); Cf = concentration of adsorbate in solution at equilibrium (mg L−1); 
qm = maximum monolayer capacity (mg g−1); b, Langmuir isotherm constant (L mg−1); KF, Freudlich isotherm 
constant (mg g−1)(L mg−1); n = adsorption intensity.

Isotherm study was conducted by computing the adsorption data obtained from the effect of temperature on 
the removal of Rh-B from aqueous solution by MNP-Tppy into two isotherm models. This study is important as 
it helps to determine the mechanism of adsorption process. Plots showing the fitting of these data into the two 
isotherm models are presented in ESI Fig. 6. Table 3, shows that Langmuir model best describes the process for 
the adsorption of Rh-B from aqueous solution by MNP-Tppy. This conclusion was made on the ground that the 
origin software31 employed for the linear square analysis of these data takes into consideration the highest coeffi-
cient of squares (R2). From this result (Table 3), it can be observed that Langmuir model has the highest R2 value 
across all temperatures. Also, the Langmuir constant, qm for the adsorption of Rh-B onto MNP-Tppy increases 
from 72.46 to 113.64 mg g−1 as the temperature of the solution increases. Therefore, since qm increased as solution 
temperature increases, we infer that this result is consistent and compliments the result we obtained for the effect 
of temperature where we observed that higher temperature favours adsorption capacity. Furthermore, the N val-
ues for the adsorption process are greater than 1 in the Freudlich model; this shows that the removal of Rh-B from 
aqueous solution by MNP-Tppy is practicable and realistic41.

In addition, a comparison of the adsorption capacity of Rh-B by MNP-Tppy obtained in this study with other 
data on Rh-B from literature (Table 4) indicates that this new adsorbent fare better for the removal of Rh-B from 
aqueous solution than previously published data on other adsorbents for Rh-B removal. We therefore infer that 
this adsorption process involving the removal of Rh-B from aqueous solution by MNP-Tppy shows a good perfor-
mance as it is characterized by higher adsorbate removal as well as efficient magnetic separation.

Thermodynamic studies: Thermodynamic parameters namely: Gibbs free energy (ΔG°), entropy (ΔS°) and 
enthalpy (ΔH°) for the adsorption process at three different temperatures 293 K, 303 K and 313 K were calculated 
by using equations 4 and 5:

Δ = −G RTlnK (4)o

= −
Δ

= −
Δ

+
Δlnk G

RT
H

RT
S

R (5)

o o o

where R is the gas constant (8.314 J mol−1 K−1), T is the absolute temperature in kelvin, ΔG° is the Gibbs free 
energy in kJ mol−1, K which is qe/Ce is the equilibrium constant at various temperatures, ∆S° in J mol−1 K−1 and 
∆H° in kJ mol−1 are the intercept and slope of the graph of ln k against 1/T (ESI Fig. 7).

The values of these parameters for this adsorption process are presented in Table 5. Negative values were 
obtained for ΔG° for the adsorption of Rh-B by MNP-Tppy from aqueous solution and as temperature increases, 
ΔG° values decreases. These indicate the spontaneity of the process and that greater Rh-B adsorption is favoured 
by increase in temperature. Also, the huge randomness between the adsorbent and adsorbate during the adsorp-
tion process was noticed from the positive value obtained for ΔS°. Furthermore, positive ΔH° value obtained 
in this study suggests that the adsorption of Rh-B by MNP-Tppy is endothermic in nature. Liu and Liu (2008); 
Velickovic et al. (2013)42,43 reported that in order to understand the mechanism of adsorption by thermody-
namic parameters, some conditions are required. For instance for an adsorption process with ΔG° and ΔH° 
values within (−80 and −400 kJ mol−1) and (80 and 200 kJ mol−1) respectively, the process is considered to be 
chemisorption while an adsorption process with ΔGo and ΔHo values within (20 and 0 kJ mol−1) and (21 and 
20.9 kJ mol−1) respectively, the adsorption process is described as physisorption. From our result, the obtained 
ΔGo and ΔHo values is neither within the range of chemisorption nor physisorption processes indicating that 
the adsorption process for the removal of Rh-B by MNP-Tppy from aqueous solution was physico-chemical in 
nature.

Adsorbate

Langmuir isotherm model Freudlich isotherm model

qm (mg g−1) b (L mg−1) R2 KF n R2

Rh-B

20 °C

72.46 0.044 0.976 1.1687 1.220 0.993

30 °C

81.97 0.038 0.997 1.1841 1.213 0.993

40 °C

113.64 0.027 0.996 1.1872 1.203 0.993

Table 3. Isotherm values for the adsorption of Rhodamine B onto MNP-Tppy.
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Reusability studies. The study to test for the ability of MNP-Tppy to be reused is presented in Fig. 12. This 
study is important to ascertain the stability of the adsorbent for practical use in the industry for cost reduction 
and prevention of the spread of secondary contaminant. This study was carried out by agitating at the completion 
of every adsorption process, a suspension of the used adsorbent in 0.1 molar HNO3 for 2 h. The desorbed adsor-
bent was now reused at seven different times for the removal of Rh-B from aqueous solution. The result of reus-
ability indicates that the spent adsorbent can be reused without losing much of its adsorption capacity (Fig. 12); 
this implies that this adsorbent is stable and possesses good reusability ability and will enhance cost reduction for 
application in the industry.

Conclusion
In this report, multiple nitrogen functionalities from terpyridine ligand were introduced onto the surface of 
magnetic nanoparticles via covalent linkage to enable negatively charged adsorbent for the removal of a positively 
charged Rh-B by electrostatic interaction. Characterization of the adsorbent showed that this novel adsorbent was 
successfully synthesized while batch adsorption experiment indicates that the removal of Rh-B by MNP-Tppy was 
pH dependent and followed pseudo-second order kinetic model. This study also shows that the removal of Rh-B 
from aqueous solution obeyed Langmuir isotherm model and the process was observed to be spontaneous, endo-
thermic and realistic. Lastly the effectiveness of the reuse of this adsorbent was confirmed after seven runs with 
the adsorbent losing just about 3 mg g−1 of its adsorption capacity from its first use to its seventh use. Therefore, 
this adsorbent is efficient and stable with the capability to adequately remove dyes especially rhodamine B from 
wastewater generated from the industry.

Adsorbents Conditions qm (mg g−1) References

Palm kernel shell coated 
magnetic nanoparticle pH 5, 200 mg L−1 adsorbate, 50 °C, 3 h. 625 41

Magnetic ZnFe2O4 pH 7, 25 mg L−1 adsorbate, 50 °C, 6 h. 12.1 42

MWCNT-COOH pH 7.0, 100 mg L−1 adsorbate, 20 °C, 50 mg adsorbent 6 h. 42.68 14

CoFe2O4 pH 7.0, 100 mg L−1 adsorbate, 20 °C, 50 mg adsorbent 6 h. 5.17 14

Humic acid functionalized 
MNPs pH 6.0, 50 mg L−1 adsorbate, 50 mg adsorbent, 15 min. 161.8 43

Fe3O4-MWCNT-COOH pH 6.0, 15 mg L−1 adsorbate, 25 °C, 3 mg adsorbent, 1 h 20 min contact time. 11.44 44

Casuarina equisetifolia needles 
(Lignocellulose). Unadjusted pH, 50 mg L−1 adsorbate, 25 °C, 5 mg adsorbent, 2 h. 82.34 45

Sodium montmorillonite pH 7.0, 30 °C, 300 mg adsorbent 6 h. 42.19 46

MNP-Tppy pH 5.0, 20 mL of 50 mg L−1 adsorbate, 40 °C, 30 mg adsorbent 6 h. 113.64 This study

Table 4. Comparison of Langmuir maximum adsorption capacity, qm for Rh-B adsorption onto MNP-Tppy and 
other adsorbents.

ΔHo (kJ mol−1) ΔSo (J mol−1 K−1) ΔGo (kJ mol−1) R2

0.937 3.69
293 K 303 K 313 K

0.9869
−1.220 −1.477 −1.836

Table 5. Thermodynamic parameters for the adsorption of Rh-B from aqueous solution by MNP-Tppy.
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Figure 12. Reusability study involving the removal of Rh-B from aqueous solution after 7 runs.

https://doi.org/10.1038/s41598-019-45293-x


1 2Scientific RepoRts |          (2019) 9:9672  | https://doi.org/10.1038/s41598-019-45293-x

www.nature.com/scientificreportswww.nature.com/scientificreports/

Data Availability
Data from this study will be made available on request.

References
 1. Zhang, R., Wu, C., Tong, L., Tang, B. & Xu, Q. H. Multifunctional Core-Shell Nanoparticles as Highly Efficient Imaging and 

Photosensitizing Agents. Langmuir 25, 10153–10158 (2009).
 2. Liu, L. et al. Synthesis and Characterization of New Bifunctional Nanocomposites Possessing Upconversion and Oxygen-Sensing 

Properties. Nanotechnol 21, 285701 (2010).
 3. Cheng, L. et al. Facile Preparation of Multifunctional Upconversion Nanoprobes for Multimodal Imaging and Dual-Targeted 

Photothermal Therapy. Angew Chem Int Ed 50, 7385–7390 (2011).
 4. Ojemaye, M. O., Okoh, O. O. & Okoh, O. O. Performance of NiFe2O4-SiO2-TiO2 magnetic photocatalyst for the effective 

photocatalytic reduction of Cr(VI) in aqueous solutions. J Nanomater 2017, 11, https://doi.org/10.1155/2017/5264910 (2017a).
 5. Deng, Y. H. et al. Multifunctional Mesoporous Composite Microspheres with Well-Designed Nanostructure: A Highly Integrated 

Catalyst System. J Am Chem Soc 132, 8466–8473 (2010).
 6. Wu, Z., Yu, K., Zhang, S. & Xie, Y. Hematite Hollow Spheres with a Mesoporous Shell: Controlled Synthesis and Applications in Gas 

Sensor and Lithium Ion Batteries. J Phys Chem C 112, 11307–11313 (2008).
 7. Li, Q. et al. Magnetic Mesoporous Organic-Inorganic NiCo2O4 Hybrid Nanomaterials for Electrochemical Immunosensors. ACS 

Appl Mater Interfaces 3, 1366–1373 (2011).
 8. Wang, Y., Li, B., Zhang, L. & Song, H. Multifunctional mesoporous nanocomposites with magnetic, optical and sensing features: 

synthesis, characterization and their oxygen sensing performance. Langmuir 29, 1273–1279 (2013).
 9. Gai, S. L. et al. Synthesis of Magnetic, Up-Conversion Luminescent, and Mesoporous Core-Shell-Structured Nanocomposites as 

Drug Carriers. Adv Funct Mater 20, 1166–1172 (2010).
 10. Yang, P. et al. A Magnetic, Luminescent and Mesoporous Core-shell Structured Composite Material as Drug Carrier. Biomaterials 

30, 4786–4795 (2009).
 11. Wu, H. et al. Biocompatibility, MR Imaging and Targeted Drug Delivery of a Rattle-Type Magnetic Mesoporous Silica Nanosphere 

System Conjugated with PEG and Cancer-Cell-Specific Ligands. J Mater Chem 21, 3037–3045 (2011).
 12. Lee, J. E. et al. Uniform Mesoporous Dye-Doped Silica Nanoparticles Decorated with Multiple Magnetite Nanocrystals for 

Simultaneous Enhanced Magnetic Resonance Imaging, Fluorescence Imaging, and Drug Delivery. J Am Chem Soc 132, 552–557 
(2009).

 13. Zhu, Y., Ikoma, T., Hanagata, N. & Kaskel, S. Rattle-Type Fe3O4@SiO2 Hollow Mesoporous Spheres as Carriers for Drug Delivery. 
Small 6, 471–478 (2010).

 14. Oyetade, O. A., Nyamori, V. O., Martincigh, B. S. & Jonnalagadda, S. B. Effeciveness of carbon-cobalt ferrite nanocomposites for the 
adsorption of rhodamine B from aquoues solution. RSC Adv 5, 22724 (2015).

 15. Dias, N. C., Steiner, P. A. & Barga, M. C. B. Characterization and modification of a clay mineral used in adsorption tests. J Minerals 
Mater Charac Eng 3, 277–288 (2015).

 16. Wang, C. T., Chou, W. L., Chung, M. H. & Kuo, Y. M. COD removal from real dyeing wastewater by electro-fencton technology 
using activated carbon fibre cathode. Desalination 253, 129–134 (2010).

 17. Schubert, U. S., Winter, A. & Newkome, G. R. Terpyridine-based Materials- For Catalytic, Optoelectronic and Life Science 
Applications,Wiley-VCH, Weinheim (2011).

 18. Oyetade, O. A., Nyamori, V. O., Martincigh, B. S. & Jonnalagadda, S. B. Nitrogen-functionalised carbon nanotubes as a novel 
adsorbent for the removal of Cu (II) from aqueous solution†. RSC Adv 6, 2731–2745 (2016).

 19. Winter, A., Hager, D., Newkome, G. R. & Schubert, U. S. The marriage of terpyridines and inorganic nanoparticles: synthetic aspects, 
characterization techniques and potential applications. Adv Mater 23, 5728–5748 (2009).

 20. Conception, J. J. et al. Making Oxygen with Ruthenium Complexes. Acc Chem Res 42, 1954 (2009).
 21. Winter, A., Gottschaldt, M., Newkome, G. R. & Schubert, U. S. Terpyridines and their Complexes of Biomacromolecules. Curr Top 

Med Chem 12, in press (2012).
 22. Eryazici, I., Moorefield, C. N. & Newkome, G. R. Square-Planar Pd(II), Pt(II), and Au(III) Terpyridine Complexes: Their Syntheses, 

Physical Properties, Supramolecular Constructs, and Biomedical Activities. Chem Rev 108, 1834 (2008).
 23. Winter AGR Newkome, U. S. Schubert, ChemCatChem 3, 1384 (2011).
 24. Zahrim, A. Y. & Hilal, N. Treatment of highly concentrated dye solution by coagulation /flocculation-sand filtration and 

nanofiltration. Water Resources Ind 3, 23–34 (2013).
 25. Gode, F. & Pehlivan, E. A comparative study of two chelating ion-exchange resins for the removal of chromium(III) from aqueous 

solution. J Hazard Mater B100, 231–243 (2003).
 26. Visvanathan, C., Aim, R. B. & Parameshwaran, K. Membrane separation bioreactors for wastewater treatment. Critical Rev Environ 

Sci Technol 30, 1–48 (2000).
 27. Eren, E. Investigation of a basic dye removal from aqueous solution onto chemically modified unye bentonite. J Hazard Mater 166, 

88–93 (2009).
 28. Ojemaye, M. O., Okoh, O. O. & Okoh, O. O. Adsorption of Cu2+ from aqueous solution by a novel material; azomethine 

functionalized magnetic nanoparticles. Sep Purif Technol 183, 204–215, https://doi.org/10.1016/j.seppur.2017.02.055 (2017b).
 29. Patel, M. N., Dosi, P. A. & Bhatt, B. A. Med Chem Res 21, 2723–2733 (2012).
 30. Maaz, K., Mumtaz, A., Hasanain, S. K. & Ceylan, A. Synthesis and magnetic properties of cobalt ferrite (CoFe2O4) nanoparticles 

prepared by wet chemical route. J Magn Magn Mater 308, 289–295 (2007).
 31. Ojemaye, M. O., Okoh, O. O. & Okoh, O. O. Uptake of Zn2+ and As3+ from wastewater by adsorption onto imine functionalized 

magnetic nanoparticles. Water 10, 36, https://doi.org/10.3390/w10010036 (2018).
 32. Osifeko, O. L., Uddin, I., Mashazi, P. N. & Nyokong, T. Physicochemical and antimicrobial photodynamic chemotherapy of 

unsymmetrical indium phthalocyanines alone or in the presence of magnetic nanoparticles. New J Chem 40, 2710–2721 (2016).
 33. Ojemaye, M. O., Okoh, O. O. & Okoh, O. O. Surface modified magnetic nanoparticles as efficient adsorbents for heavy metal 

removal from wastewater: Progress and prospects. Mater Exp 7, 439–452, https://doi.org/10.1166/mex.2017.1401 (2017c).
 34. Chen, B., Zhao, X., Liu, Y., Xu, B. & Pan, X. Highly stable and covalently functionalized magnetic nanoparticles by polyethyleneimine 

for Cr(\n vi\n) adsorption in aqueous solution. RSC Adv. 5, 1398–1405, https://doi.org/10.1039/C4RA10602D (2015).
 35. Malekpour, A. & Khodadadi, M. Albumin-functionalized magnetic nanoparticles as an efficient sorbent for removal of 

Pb(<scp>ii</scp>), Cd(<scp>ii</scp>), Cu(<scp>ii</scp>) and Cr(<scp>vi</scp>) ions from aqueous solutions. RSC Adv 
6, 14705–14711, https://doi.org/10.1039/C5RA22600G (2016).

 36. Ombaka, L. M., Ndungu, P. G. & Nyamori, V. O. Pyrrolic nitrogen-doped carbon nanotubes: physicochemical properties, 
interactions with Pd and their role in the selective hydrogenation of nitrobenzophenone. RSC Adv. 5, 109–122 (2014).

 37. Tatikonda, R., Bhowmik, S., Rissanen, K., Haukka, M. & Cametti, M. Metallogel formation in aqueous DMSO by perfluoroalkyl 
decorated terpyridine ligands. Dalton Trans 00, 1–7 (2016).

 38. Eftekhari, S., Habibi-Yangjeh, A. & Sohrabnezhad, S. Application of AlMCM-41 for competitive adsorption of methylene blue and 
rhodamine B: Thermodynamic and kinetic studies. J Hazard Mater 178, 349–355 (2010).

https://doi.org/10.1038/s41598-019-45293-x
https://doi.org/10.1155/2017/5264910
https://doi.org/10.1016/j.seppur.2017.02.055
https://doi.org/10.3390/w10010036
https://doi.org/10.1166/mex.2017.1401
https://doi.org/10.1039/C4RA10602D
https://doi.org/10.1039/C5RA22600G


13Scientific RepoRts |          (2019) 9:9672  | https://doi.org/10.1038/s41598-019-45293-x

www.nature.com/scientificreportswww.nature.com/scientificreports/

 39. Mohammadi, M., Hassani, A. J., Mohammed, A. R. & Najafpour, G. D. Removal of Rhodamine B from aquoeus solution using palm 
shell-based activated carbon: Adsorption and kinetic studies. J Chem Eng Data 55, 5777–5785 (2010).

 40. Khan, T. A., Dahiya, S. & Ali, I. Use of kaolinite as adsorbent: Equilibrium, dynamics and thermodynamic studies on the adsorption 
of Rhodamine B from aqueous solution. Appl Clay Sci 69, 58–66, https://doi.org/10.1016/j.clay.2012.09.001 (2012).

 41. Jiang, D. et al. 2D-2D growth of NiFe LDH nanoflakes on montmorillonite for cationic and anionic dye adsorption performance. J 
Colloid Int Sci 540, 398–409 (2019).

 42. Liu, Y. & Liu, Y. J. Biosorption isotherms, kinetics and thermodynamics. Sep Purif Technol 61, 229–242, https://doi.org/10.1016/j.
seppur.2007.10.002 (2008).

 43. Veličković, Z. S. et al. Modifying Fe3O4 nanoparticles with humic acid for removal of Rhodamine B in water. Dig J Nanomater 
Biostructures 8, 501–511 (2013).

 44. Panneerselvam, P., Morad, N., Tan, K. & Mathiyarasi, R. Magnetite decorated multi-walled carbon nanotubes. Sep Sci Technol 47(5), 
742–752 (2011).

 45. Konicki, W., Siber, D. & Narkiewicz, U. Removal of Rhodamine B from aqueous solution by ZnFe2O4 nanocomposite with magnetic 
separation performance. Polish J Chem Technol 19, 65–74 (2017).

 46. Peng, L. et al. J Hazard. Mater 209–210, 193–198 (2012).

Acknowledgements
We extend our appreciation to the South Africa Medical Research Council (SAMRC) (Project UFH/P790) for 
funds received for this study as well as University of Fort Hare for research facilities.

Author Contributions
Ojemaye M.O. and Okoh A.I. conceived and planned the experiment; Ojemaye M.O. performed the experiment, 
analyzed the data and wrote the draft manuscript, Okoh A.I. provided reagents/materials/analysis tools, reviewed 
and designed the structure of the manuscript and as well provided funding for this research.

Additional Information
Supplementary information accompanies this paper at https://doi.org/10.1038/s41598-019-45293-x.
Competing Interests: The authors declare no competing interests.
Publisher’s note: Springer Nature remains neutral with regard to jurisdictional claims in published maps and 
institutional affiliations.

Open Access This article is licensed under a Creative Commons Attribution 4.0 International 
License, which permits use, sharing, adaptation, distribution and reproduction in any medium or 

format, as long as you give appropriate credit to the original author(s) and the source, provide a link to the Cre-
ative Commons license, and indicate if changes were made. The images or other third party material in this 
article are included in the article’s Creative Commons license, unless indicated otherwise in a credit line to the 
material. If material is not included in the article’s Creative Commons license and your intended use is not per-
mitted by statutory regulation or exceeds the permitted use, you will need to obtain permission directly from the 
copyright holder. To view a copy of this license, visit http://creativecommons.org/licenses/by/4.0/.
 
© The Author(s) 2019

https://doi.org/10.1038/s41598-019-45293-x
https://doi.org/10.1016/j.clay.2012.09.001
https://doi.org/10.1016/j.seppur.2007.10.002
https://doi.org/10.1016/j.seppur.2007.10.002
https://doi.org/10.1038/s41598-019-45293-x
http://creativecommons.org/licenses/by/4.0/

	Multiple nitrogen functionalized magnetic nanoparticles as an efficient adsorbent: synthesis, kinetics, isotherm and thermo ...
	Experimental
	Materials. 
	Characterization. 
	Synthesis of 4-(2,2′:6′,2″-terpyridin-4′-yl)phenol (Tppy-OH). 
	Preparation of silica modified superparamagnetic nanoparticles. 
	Preparation of amine functionalized superparamagnetic nanoparticles. 
	Preparation of carboxylic functionalized superparamagnetic nanoparticles. 
	Preparation of multiple nitrogen functionalized superparamagnetic nanoparticles. 
	Preparation of adsorbate. 
	Procedure for adsorption experiments. 
	Reusability experiment. 
	Data analysis. 

	Results and Discussion
	Characterization of materials. 
	Characterization of Tppy-OH. 
	Characterization of nanoparticles. 

	Adsorption experiments. 
	Effect of pH. 
	Effect of time. 
	Effect of adsorbent dose. 
	Effect of temperature. 

	Reusability studies. 

	Conclusion
	Acknowledgements
	Figure 1 Synthesis of 4-(2,2′:6′,2″-terpyridin-4′-yl)phenol (Tppy-OH).
	Figure 2 Synthesis route for the preparation of carboxylic acid functionalized superparamagnetic nanoparticles (MNP-COOH).
	Figure 3 Synthesis route of terpyridine functionalized superparamagnetic nanoparticles (MNP-Tppy).
	Figure 4 FTIR spectra of synthesized materials.
	Figure 5 TGA curves of surface modified superparamagnetic nanoparticles.
	Figure 6 SEM images of (A) MNP-Si (B) MNP-COOH (C) Tppy-OH and (D) MNP-TPPY nanoparticles.
	Figure 7 Magnetization plot of MNP-COOH and MNP-Tppy.
	Figure 8 Influence of pH on the removal of Rh-B from aqueous solution.
	Figure 9 Effect of time for the removal of Rh-B from aqueous solution.
	Figure 10 Effect of adsorbent dose for the removal of Rh-B from aqueous solution (conditions: pH 5.
	Figure 11 Influence of temperature on the removal of Rh-B from aqueous solution.
	Figure 12 Reusability study involving the removal of Rh-B from aqueous solution after 7 runs.
	Table 1 Surface properties of synthesized MNP-COOH and MNP-Tppy.
	Table 2 Kinetic parameters for the adsorption of Rh-B onto MNP-Tppy.
	Table 3 Isotherm values for the adsorption of Rhodamine B onto MNP-Tppy.
	Table 4 Comparison of Langmuir maximum adsorption capacity, qm for Rh-B adsorption onto MNP-Tppy and other adsorbents.
	Table 5 Thermodynamic parameters for the adsorption of Rh-B from aqueous solution by MNP-Tppy.




