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Applying Ultrashort pulsed Direct 
Laser interference patterning for 
functional Surfaces
Daniel Wyn Müller*, tobias fox, philipp G. Grützmacher  , Sebastian Suarez   & 
frank Mücklich

Surface structures in the micro- and nanometre length scale exert a major influence on performance and 
functionality for many specialized applications in surface engineering. However, they are often limited 
to certain pattern scales and materials, depending on which processing technique is used. Likewise, 
the morphology of the topography is in complex relation to the utilized processing methodology. in 
this study, the generation of hierarchical surface structures in the micro- as well as the sub-micrometre 
scale was achieved on ceramic, polymer and metallic materials by utilizing Ultrashort pulsed Direct 
Laser interference patterning (USp-DLip). the morphologies of the generated patterns where 
examined in relation to the unique physical interaction of each material with ultrashort pulsed laser 
irradiation. In this context, the pattern formation on copper, CuZn37 brass and AISI 304 stainless steel 
was investigated in detail by means of a combination of experiment and simulation to understand the 
individual thermal interactions involved in USp-DLip processing. thereby, the pattern’s hierarchical 
topography could be tailored besides achieving higher process control in the production of patterns in 
the sub-µm range by USp-DLip.

Highly specific surface properties in nature, like the well-known lotus and shark skin effects, are closely related to 
surface structures in the micrometre and nanometre length scale, often involving hierarchical patterns1. In fact, 
such biomimetic surface patterns have already proven to provide unique properties in several technical systems 
including the manipulation of contact mechanics and optical properties like light diffraction and absorption2–4. 
Patterns on the threshold between the micro- and the nanometre scale also showed to provide promising surface 
properties for medical products, as they can tailor the adhesion of both, cells and germs5–7. In this context, current 
research projects investigate the intricacies to prevent biofilm formation by surface patterning of different solid 
materials on the International Space Station (ISS), which endanger its crew in terms of both, health and damage 
to critical components8.

The predominant impact on the unique properties of patterned surfaces is defined by the scale and morphol-
ogy of the surface features also including sub-patterns, which have to be adjusted specifically for each application. 
For instance, in antibacterial applications, feature sizes in the sub-µm length scale showed to be most effective 
against bacterial adhesion7–10. The processing methodology, dealing with such delicate surface modification, 
needs to ensure high machining precision as well as processing speeds and costs, which are able to compete with 
the classical methods of surface engineering. Besides lithographic methods, laser interference-based techniques 
have proven their worth in generating precise surface patterns, as they provide high processing speeds with little 
to no need for preparation and post-processing11. Direct Laser Interference Patterning (DLIP) using short pulsed 
laser sources was successfully applied for the controlled creation of periodic surface patterns in the micrometre 
scale, but has struggled to obtain sub-µm patterns on conductive materials3–7,12. Applying pulse durations close to 
or below the threshold of 10 ps in DLIP (which defines the ultrashort regime), allows for the generation of smaller 
pattern periodicities on a wider set of materials, even reaching below the µm scale range on metals12–16. When 
using ultrashort laser pulses (USP), sub-µm patterns can also be applied on several metals, semi-conductors 
and polymers by the formation of Laser Induced Periodic Sub-Structures (LIPSS)10,12,17–19. LIPSS generation is 
assumed to originate from the superposition of the incident laser pulse and a superficial plasmon wave within 
the irradiated substrate, inducing line-like sub-structures, which are oriented perpendicular to the laser pulse 
polarisation and exhibit a periodicity close to the laser wavelength. In addition to their use as primary pattern, 
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LIPSS might be used as additional sub-patterns, rendering the morphology of DLIP generated patterns hierarchi-
cal16. Avoiding their formation, on the other hand, is often hard to achieve, especially on low conductive metals 
and semi-conductors. Hence, pattern morphologies on different materials generated by USP-DLIP might vary 
strongly in relation to the physical kinetics involved in topography formation, which need to be understood to 
efficiently tailor surface functionalities.

The current study investigates the material specific interaction in response to USP-DLIP for the creation 
of hierarchical structures in the micro- and sub-micrometre scale on ceramic, polymer and metallic materi-
als involving primary pattern formation as well as sub-pattern generation. Since metals showed the most intri-
cate response to processing by USP-DLIP in the experiments, the complex thermal surface kinetics involved 
in the pattern formation were examined by a combination of experiment and thermal simulation using a Two 
Temperature Model (TTM). Thus, the thermal and kinetic response of the noble metal copper, as well as the 
alloys CuZn37 brass and AISI 304 stainless steel on USP-DLIP could be determined in relation to a range of laser 
fluences and pulse accumulation. The knowledge of the material´s response allows for precise tailoring of the 
pattern’s topographical parameters and the creation of optimised patterns in the sub-µm scale.

Methods
Ultrashort pulsed direct laser interference patterning (USp-DLip). For Direct Laser Interference 
Patterning a Ti:Sapphire laser source emitting ultrashort laser pulses with a pulse duration tp of 100 fs at Full 
Width Half Maximum (FWHM) and a centred wavelength λ of 800 nm was used. In the optical setup, the seed 
beam first passes an aperture defining the working beam diameter, as well as altering the intensity profile from 
Gaussian to a near Top Hat. A wave plate adjusts the polarization angle of the laser beam perpendicular to the 
generated pattern orientation. The femtosecond pulsed seed beam is divided by a Diffractive Optical Element 
(DOE), while a lens system causes the coherent beams to overlap on the sample surface. Due to the short coher-
ence length of approx. 30 µm in case of 100 fs laser pulses, deflection of the beam paths is kept as low as possible 
to still allow for interference across the full spot diameter. The optical setup is schematically shown in Fig. 1a. 
Overlapping the coherent beams induces an interference pattern modulating the distribution of the laser intensity 
on the substrate surface. In case of the two-beam interference setup used in these experiments, the pattern shows 
a one-dimensional sinusoidal distribution of laser intensity illustrated in Fig. 1b.

In the used optical setup, the individual beams are focussed before reaching the substrate’s surface. Thus, the 
interference zone is situated further along the beam path, where both beam diameters are widening again, which 
enables a faster processing due to the increased spot diameter. The analogy of the beam paths in the interference 

Figure 1. (a) Schematic illustration of the optical setup for USP-DLIP. 1 laser source, 2 aperture, 3 wave 
plate, 4 DOE, 5 lens systeme, 6 automated two axes (x, y) sample mount. (b) two beam interference leading to 
one-dimensional sinusodial intensity patterns. Periodicity p accounts for the distance between two intensity 
maxima. (c) Surface patterning takes place in the areas, where the laser fluence surpasses the material specific 
ablation threshold Fabl. Hence, the pattern parameters can be modified by adjusting p and the seed beam 
intensity I0. (d) Single spot and planar scanning used for surface patterning also showing the alignment of 
the linear beam polarisation perpendicular to the pattern orientation. The overlap cx and cy were modified by 
adjusting the horizontal scanning speed vx and the vertical step size vy in relation to the pulse frequency of 
1 kHz, the laser spot diameter dSpot and the intensity pattern periodicity p.
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setup to the setup of the Fresnel mirror test can be utilised to calculate the periodicity p of the generated pattern 
in correlation to the incident angle θ of a single beam according to:

λ
θ

=p
2 tan( ) (1)

The sinusoidal linear intensity distribution I(x) induced by DLIP can be calculated by13
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Patterning of the irradiated substrate happens by physical laser-material-interaction, which depends on the 
local intensity gradient, as illustrated in Fig. 1c. In this context, the material response mainly corresponds to the 
material specific ablation threshold Fabl

20.

Materials preparation. In the experiments different series of spots, as well as planar patterns with a peri-
odicity p of 3 µm were applied on 10 × 25 mm platelets of the three metallic substrates copper, CuZn37 brass 
(Wieland) and AISI 304 stainless steel (Brio). The two ceramic and polymer samples, 3Y-TZP zirconia and 
Poly-L-Lactide Acid (PLLA), were solely planar patterned, both with 3 µm and 10 µm periodicity. The metallic 
substrates were first mirror-polished utilising an automated TegraPol system (Struers). Additionally, patterns of 
0.7 µm periodicity were fabricated to investigate the possibility of producing sub-µm periodic structures on metal-
lic substrates by this technique. To achieve this, the focal length of the lens system was changed from 100 mm 
(p = 3 µm) to 23 mm (p = 0.7 µm) by introducing an additional lens. The single spot samples were irradiated with 
different pulse numbers (n = 1, 2 and 5) at different laser fluences. Planar patterning was conducted by scanning 
the substrate surface in continuous pulsing mode using a pulsing frequency of 1 kHz. The different processing 
types are schematically shown in Fig. 1d. The overlap of the sequential pulses was tailored by the scanning speed, 
as well as the vertical spacing of the scanning lines as described in21. The laser fluence was altered from 0.5 to 4.6 J/
cm² for p = 3 μm and from 2.07 to 7.6 J/cm² for p = 0.7 µm corresponding to the intensity calculated at FWHM of 
the DLIP-induced intensity pattern.

characterisation. Characterisation of the surface topography as well as the modification of the micro-
structure was conducted by means of confocal laser scanning microscopy (CLSM) utilising a LEXT OLS4100 3D 
Measuring Laser Microscope by Olympus as well as scanning electron microscopy (SEM) (Helios 600 by FEI). The 
CLSM measurements were done using the 50× lens in digitally doubled magnification mode at a laser wavelength 
of 405 nm. For SEM imaging, secondary electron (SE) contrast was used in addition to a sample tilt of 52° degree, 
which allows for an improved visualization of topographical features. The acceleration voltage was set to either 
10 kV or 5 kV at a current of 0.86 pA.

Modelling the thermal response of metals to USp-DLip. In case of an irradiation of metals by ultra-
short laser pulses, the pulse duration and hence the time needed for a complete energy transfer to the material´s 
electron system is generally far shorter than the electron-phonon relaxation time22. This induces a high thermal 
gradient between electron gas and lattice leading to a very localized, strong heating. To predict the materials 
response correctly under these circumstances, the temperatures of both the electron system Te and the lattice 
system Tl have to be considered separately in a Two Temperature Model (TTM)23. Corresponding to Fourier´s law 
of heating, the one dimensional distribution of Te and Tl oriented orthogonal to the substrate surface is defined 
by the following equations23,24.
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The parameters Ce and Cl represent the specific heat capacity of the electron and the lattice sub-systems, while 
ke and kl are their thermal conductivities. The energy transfer rate between electron gas and lattice is defined by 
the electron-phonon coupling coefficient G. The heat input induced by laser irradiation is represented by the 
source term S.

The electron heat capacity Ce of a Fermi-distributed electron gas is increasing linearly in relation to the elec-
tron temperature Te for temperatures below the Fermi Temperature TF = EF/kB. Hence, Ce can be calculated by 
Ce = Ce0Te where Ce0 is the specific electron heat capacity at ambient temperature. For electron temperatures close 
to and higher than TF, the specific electron heat capacity should be determined by

=C N k
2 (5)e
e B

where Ne is the electron density24.
The heat capacity Cl of the lattice can be estimated as being invariable for temperatures higher than the Debye 

temperature and hence represents a constant material parameter25.

https://doi.org/10.1038/s41598-020-60592-4


4Scientific RepoRtS |         (2020) 10:3647  | https://doi.org/10.1038/s41598-020-60592-4

www.nature.com/scientificreportswww.nature.com/scientificreports/

Thermal diffusion in the electron system strongly depends on the local electron and lattice temperatures. 
For electron temperatures below TF, the thermal conductivity ke of the electron system is suggested to follow the 
ratio between Te and Tl as ke ≈ ke0(Te/Tl), where ke0 is the electron thermal conductivity at ambient temperature26. 
However, recent investigations have shown a more delicate behaviour of the electron thermal conductivity over 
a wider range of temperature, suggesting an improved term to determine ke using the specific material constants 
A and B27,28.

=
+

k k BT
AT BT (6)

e e
e

e l
0 2

Nevertheless, by using Eq. (6) the electron thermal conductivity gets underestimated, when the electron tem-
perature reaches a temperature much higher than the lattice temperature (by two orders of magnitude)13,29. This 
is most likely the case at high laser fluences and for metals exhibiting a low electron-phonon-coupling, like gold, 
silver and copper. Here, the electron thermal conductivity is represented more accurately by
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where θe = Te/TF and θl = Tl/TF. The two material specific constants C and s can be determined by adjusting the 
progression of ke to the behaviour calculated by Eq. (6) at low electron temperature, as described in27. In the 
simulations, Eq. (7) was preferred for copper and CuZn37, since the calculated values for Te tend to significantly 
exceed Tl at higher fluences. In the case of steel, Eq. (6) was applicable for all the calculations, as the difference 
between Te and Tl remained lower, which can be addressed to higher electron-phonon coupling.

As heat diffusion in metals is related up to 99% to transmissions by collisions within the electron system the 
contribution of kl to the thermal diffusion can be neglected30.

Similar to the electron thermal conductivity, the electron-phonon coupling coefficient G depends on the sys-
tem temperatures. It can be determined using the following equation31

G G A
B
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G0 is defined here as the electron-phonon coupling at ambient temperature.
The temporal intensity distribution of the laser pulse is following a Gaussian behaviour, defined by the pulse 

duration tp at FWHM32. In conjunction to the Beer-Lambert Law and the pattern-shaped distribution of I(x) on 
the target surface defined by Eq. (2), the energy absorption of the irradiated substrate accounting for the source 
term is defined by13
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In this term, t0 is the arrival time of the pulse at maximal intensity and σ the standard deviation defined by

t

ln2 2 2 (10)
pσ =

The material specific absorptivity α and reflectivity R depend on the wavelength of the laser used to irradiate 
the substrate and can be calculated using the corresponding refractive index n and extinction coefficient k33 by
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As former works have shown, the optical substrate properties are significantly changed due to strong thermal 
electron excitation during ultrashort pulsed laser irradiation, which increases the absorption of the laser pulse 
during irradiation34–36. To include this optical behaviour in the simulation of ultrashort pulsed laser-material 
interaction, n and k were altered according to enhanced electron energy states ΔeV using the data provided for 
copper and iron in33. Alteration of the optical properties was linked to the electron temperature Te by approxi-
mating ΔTe ~ ΔeV/kB.

Aside of the electron temperature, chemical or topographical surface modifications like oxidation or laser 
induced surface roughening also showed to enhance laser absorption of the substrate surface. In order to include 
this influence in the numerical calculation the factor Δabs was implemented in Eq. (9), which is raised from 1 to 
2 according to the findings of Vorobyev et al.37 for the calculation of thermal interactions in response to multi 
pulse irradiation.

The thermal substrate response upon irradiation by USP-DLIP was analysed numerically in a 2D depth profile 
by solving the introduced thermal model with the simulation software FlexPDE. The specific material constants 
used in the numerical analysis of the thermal behaviour of copper and AISI 304 stainless steel are listed in Table 1. 
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For stainless steel, the optical and thermal material parameters of iron were used, only adapting the material spe-
cific constants A and B, as well as the electron thermal conductivity ke0 to represent the low thermal conductivity 
of steel38. In the case of CuZn37 brass, the main parameters of copper were used, as its characteristics still domi-
nate the metallic properties of this alloy. To specify the model for the alloy´s thermal behaviour, the lower thermal 
conductivity and heat capacity were implemented by choosing ke0 as 120 W/m³K and Cl as 3.17 × 106 J/m³K.

Results
USp-DLip on insulating materials. For USP-DLIP on the insulating materials zirconia and PLLA I0 was 
adjusted accordingly to ablate an area of 50% of the whole spot area. To obtain continuous line patterns, the sub-
strate surfaces were patterned with a pulse overlap cx of 90%. The ablation areas on both materials are well defined 
and exhibit sharp boundaries to the non-ablated areas. The morphology of the ablated areas indicates that in both 
cases a liquid phase appears to have been present aside of predominant evaporative ablation during thermal inter-
action in response to USP laser irradiation. In the case of zirconia, the surface in the ablation area exhibits a high 
porosity accompanied by crack formation illustrated in Fig. 2a,b, which is likely to be induced by thermal stress 
from fast temperature transitions during laser processing. Similar observations were made on zirconia substrates 
processed by short pulsed DLIP, in case of a higher number of overlapped pulses39. The underlying mechanism 
leading to the occurrence of porosity could not be unambiguously determined, but it is most likely related to 
localized explosive vaporization events, which might originate from both inhomogeneity in the bulk material and 
enhanced localized absorption by laser induced surface roughening37. On PLLA the unaffected surface partitions 
exhibit spots and strands of re-solidified substrate that stretch across the ablation areas, as can be seen in Fig. 2c. 
In the experiments, remarkably high ablation depths of up to 10 µm were achieved in comparison to the other 
materials investigated at comparable processing parameters. Since neither zirconia nor PLLA have a band gap that 
matches the wavelength of the laser radiation used, electron excitation by multiphoton absorption is assumed, as 
also formerly observed for other ceramics and polymers14,40. This absorption mechanism was suggested to be able 
to induce avalanche ionisation, which is strongly increasing the absorptivity of the substrate in case of sufficiently 
high irradiation intensities41. This might be the reason for the high ablation depths observed for USP-DLIP on 
PLLA. As thermal interaction for both materials only occurs in case of irradiation intensities surpassing the 
critical threshold of multiphoton absorption, the sharp borderline between ablated and unimpaired substrate 
also speaks in favour of the postulated mechanism29. The laser fluence at FWHM surpassing the critical ablation 
threshold for multi photon absorption (leading to an ablation area of 50% of the periodicity p) accounts to 2.4 J/
cm² for 3Y-TZP zirconia and 0.58 J/cm² for PLLA. Roitero et al.39 measured a similar ablation threshold Fabl for 
3Y-TZP in case of short pulse durations of 10 ns, although melt formation clearly dominated the thermal inter-
action of the material. The comparable ablation thresholds despite the different pulse durations can be traced 
back to the lower laser wavelength of 355 nm used by Roitero et al., which appear to be energetically closer to the 
existing band gap of the material.

USp-DLip on metallic materials. Examination of the surface topographies on both copper and CuZn37 
induced by single pulse USP-DLIP at a fluence of 1.1 J/cm², which is close to the single pulse ablation threshold of 
copper42, reveals a morphology formed by superficial melting, as shown in Fig. 3a,b. In the proximity of surface 
scratches, single craters indicate localised vaporisation events. The craters appear more often and exhibit greater 
diameters on CuZn37. After dual pulse processing, the ablation rate and surface morphology on both materials is 
changed significantly. The roughened surface of a strongly agitated liquid phase, illustrated in Fig. 3d,e, is charac-
terised by large craters, which appear to be initiated by explosive removal of molten matter. The affected area on 
both materials exhibits a significantly increased width in comparison to single pulse patterns, while patterns on 
copper show slimmer ablation areas in comparison to CuZn37 patterns. Both the extended width of the ablation 
area as well as the more frequent occurrence of localised vaporisation on CuZn37 might be linked to a reduction 
of the ablation threshold Fabl by alloying.

In comparison to single pulse processing, the ablation of material is significantly enhanced in dual pulsing. 
In fact, it was shown that consecutive pulsing alters the absorptivity of metals by oxidation as well as surface 

Copper Stainless steel

Absorptivity α λ= = ( )nm Te K m( 800 , 300 )
1 33 12.8 × 107 5.74 × 107

Reflectivity R nm Te K( 800 , 300 )λ= =
33 0.9645 0.601

Electron heat capacity ( )Ce
J

m K0 3 2
13,47 96.6 706.4

Lattice heat capacity ( )Cl
J

m K3 2
48 3.39 × 106 3.66 × 106

Electron thermal conductivity ( )ke
W
mK0

49,50 401 15

Electron-phonon coupling coefficient ( )G W
m K0 3

49 12 × 1016 130 × 1016

Material specific constants C and ( )A sK
1 13,38 C = 386.5 A = 0.98 × 107

Material specific constants s and ( )B
sK
1
2

13,38 s = 0.14 B = 2.8 × 1011

Table 1. Specific material constants used in the TTM simulation of copper and stainless steel.

https://doi.org/10.1038/s41598-020-60592-4


6Scientific RepoRtS |         (2020) 10:3647  | https://doi.org/10.1038/s41598-020-60592-4

www.nature.com/scientificreportswww.nature.com/scientificreports/

roughening, leading to multiple reflections and absorption of the irradiating laser beam20,42. Surface roughness 
in the nanometre-scale has been proven to effectively enhance the absorptivity up to two-fold37, which might 
also be the reason for enhanced thermal interaction at scratches on copper and CuZn37 surfaces, leading to the 
evaporation induced craters visible in Fig. 3a,b.

The topographies created on stainless steel by USP-DLIP strongly differ in morphology compared to the 
copper-based metallic substrates, as shown in Fig. 3c,f. The thermally affected area is marked by a clear melt-front. 
The smooth surfaces resulting from single pulse irradiation are replaced by a slight ripple formation after dual 
pulse irradiation. Although the pattern morphology does not indicate evaporation, ablation can be detected even 
for the lowest tested fluence of 0.5 J/cm², which is in good correlation to the USP induced ablation behaviour of 
iron measured by Artyukov et al.43. The ablation area width (i.e., line width) slightly increases after the second 
pulse. In the center of the ablation areas, ripple formation oriented perpendicular to the pattern orientation is 
visible. As the orientation of these ripples is parallel to the beam polarisation, they should not be related to LIPSS 
formation as it would be expected from other investigations16,19. The enhanced ablation of steel for the second 
pulse might be linked to higher absorption by laser induced oxidation and minor surface roughening due to the 

Figure 2. SEM-images of line patterns created by USP-DLIP on (a) 3Y-TZP zirconia at periodicity p of 3 µm 
and a fluence of 2.4 J/cm² as well as (c) PLLA at periodicity p of 10 µm and a fluence of 0.58 J/cm². (b) close-up 
of the ablation area on 3Y-TZP zirconia exhibiting porosity and cracks in the center, where the highest laser 
intensity was affecting the substrate surface.

Figure 3. SEM-images of line patterns of 3 µm periodicity applied by USP-DLIP showing the different 
physical interaction of the three metallic substrates induced by USP-DLIP using a fluence of 1.1 J/cm², which 
corresponds to the single shot ablation threshold of copper for the utilised laser parameters42. (a) copper, (b) 
CuZn37, and (c) stainless steel after single pulse, (d) copper, (e) CuZn37, and (f) stainless steel after two pulses.
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agglomeration of redeposited particles marked by a brighter SE contrast in Fig. 3c. Comparing the ablation area 
width between the illustrated DLIP patterns of the three metallic substrates in Fig. 3 additionally marks out the 
different ablation thresholds for single and multi-pulse irradiation.

thermal interaction of metallic substrates on USp-DLip. In order to study the thermal interaction of 
the different metallic substrates in response to USP-DLIP in detail, the substrate heating after irradiation by flu-
ences of 0.5 to 4.6 J/cm² was simulated in 2D utilizing the aforementioned TTM. Alteration of surface absorptivity 
was involved in the calculation in two different ways: Modification of laser absorption due to excited electron 
states during laser irradiation was accounted for by modifying the optical parameters in relation to electron heat-
ing ΔTe, as mentioned in the Methods section. The approximated relation of reflectivity R and absorption coeffi-
cient α to ΔTe are both shown in Fig. 4a,b. Experimental data achieved for fluence and equilibrium temperature 
dependent alteration of both parameters show good correlation to referenced experiments34,36. The enhanced 
absorptivity due to laser induced chemical and topographical surface modification was addressed by enhancing 
the value of the absorption factor Δabs in Eq. (9). According to the findings of Vorobyev et al.37, the chosen value 
of Δabs for the calculation of the thermal substrate interaction on consecutive pulses was 2, while it was kept 1 
for single pulse irradiation. The change in thermal response of both copper and stainless steel by altered surface 
absorptivity is illustrated for an irradiation fluence of 1.1 J/cm² in Fig. 4c,d. Both graphs exhibit a significant rise 
in the resulting heating of both materials due to enhanced laser absorption, which especially is true for copper.

To estimate the lattice heating induced by USP-DLIP responsible for phase changes and material ablation, 
the 2D depth profile of the lattice temperature at thermal relaxation τeq is calculated, marking the highest lattice 
temperature. As electron-phonon-coupling transitions are assumed to have the main effect on lattice heating in 
the ultrashort time regime, the influence of heat diffusion in the lattice system after τeq was neglected30. Phase 
fronts were estimated by following the isothermal frontiers of the threshold temperatures for solid/liquid and 
liquid/vapour phase transitions. In the context of ultrafast phase transitions within hundreds of femtoseconds, 
Rethfeld et al.29,44 discussed the stimulation of homogeneous melting of metals and semiconducting materials due 
to strong electronic in-equilibria in the substrate surface induced by ultrashort laser pulses. In case of copper, the 
critical lattice temperature leading to homogeneous melting within a pulse duration of 100 fs is assumed as Thm 100 

fs = 1.45 × Tm, with Tm as the melting temperature of copper44. Reduced metallic behaviour of the irradiated mate-
rial was shown to decrease the threshold and hence the period between irradiation and formation of superheated 
liquid44,45. This effect appears to be triggered by a change in atomic bond forces after intense superficial electron 
emission29,45. According to this theory, threshold temperatures for ultrafast homogeneous melt formation dur-
ing ultrashort pulsed irradiation of less conductive metals and alloys like CuZn37 and steel can be estimated to 

Figure 4. Alteration of the optical parameters of (a) copper and (b) stainless steel (literature data from iron) 
by enhanced electron temperatures during the laser pulse. Electron and lattice heating calculated for both (c) 
copper and (d) stainless steel at the surface area exposed to the maximum intensity of the DLIP pattern induced 
by a fluence of 1.1 J/cm² at single and multiple pulse irradiation. The thermal relaxation time τeq as well as the 
corresponding equilibrium temperature Teq is marked for both single (s) and multi pulse (m) irradiation.
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be in a considerable lower relation to Tm compared to copper45. Hence, the solid/liquid threshold temperature 
Tsl for copper was chosen at Tsl = 1.45 × Tm, while in case of both alloys Tsl was approximated to be equal to Tm. 
The liquid/vapour threshold temperature Tlv for all materials was estimated as the boiling temperature Tb. The 
calculated distribution of the different material states at τeq after single pulse and dual pulse USP-DLIP irradia-
tion at a fluence of 1.1 J/cm² is illustrated for the three different metallic substrates in Fig. 5a to f corresponding 
to the patterns displayed in Fig. 3. On both copper and CuZn37 the effect of enhanced surface absorptivity due 
to altered surface roughness and chemistry on thermal interaction clearly stands out due to the increase of both 
width and depth of the thermally affected area observed after two pulses. In both cases, the liquid/vapour thresh-
old was not surpassed after single pulse irradiation emphasising the relation of crater formation by evaporation to 
locally enhanced surface roughness by scratches in Fig. 3a,b. The thermally affected area on stainless steel already 
exhibits a large width after single pulse irradiation accompanied by a comparably shallow depth, which both 
increase slightly after dual pulse irradiation. This behaviour might be traced back to both the comparably low sur-
face reflectivity for the irradiating wavelength of 800 nm as well as the smaller change of both surface reflectivity 
and the absorption coefficient in the present range of electron heating. Thereby, enhanced absorptivity by laser 
induced surface modification has a less serious effect compared to copper.

The observed ablation of highly conductive metals like copper after ultrashort pulsed irradiation can be separated 
into two different mechanisms: At fluences slightly higher than the ablation threshold, ablation is linked to spalla-
tion (or foaming), which is denoting heterogeneous vapour nucleation in a subcritical liquid phase43,46. Spallation 
results in minor ablation, as measured after single pulse USP-DLIP. When the fluence significantly surpasses the 
ablation threshold, the material’s ablation is associated with evaporative supercritical fluid expansion, also denoted 
as phase explosion46. This mechanism is induced by an adiabatic unloading of a supercritical liquid phase leading to 
a strong impulse, detaching the vapour/liquid mixture from the surface at high velocities. The explosive removal of 
hot matter initiates a strong convective cooling effect, which is limiting further heat diffusion and freezes the agitated 
melt-front, leading to the characteristic topographies of churned up melt43. This corresponds well to the morphology 
visible on the surfaces treated by dual pulse USP-DLIP illustrated in Fig. 3d,e. In case of phase explosion, ablation 
is significantly enhanced as the kinetic impulse also removes a considerable amount of molten material, while for 
spallation localized boiling with minor melt mobilisation can be observed, as schematically shown in Fig. 5g.

Wang et al.36 linked the onset of phase explosion on copper to lattice heating surpassing a threshold tempera-
ture of TPE = 0.9 × Tcr with a critical temperature Tcr of 7696 K. The relation of ablation depths measured by CLSM 
to the calculated melting and vaporisation depth for single pulses on copper at the different tested laser fluences, 
illustrated in Fig. 6a, shows a good correlation to the experimental results. Thereby, it can be noted that the meas-
ured ablation depth starts to match the calculated melting depth as soon as the maximum lattice temperature 

Figure 5. Numerical simulation plots of the phase changes in each of the three metallic substrates induced by 
lattice heating after single and dual pulse USP-DLIP at a fluence of 1.1 J/cm² and 3 µm periodicity. The utilised 
parameters correspond to the experimental setup used to fabricate the patterns illustrated in Fig. 3. (a) copper, 
(b) CuZn37, and (c) stainless steel after a single pulse, (d) copper, (e) CuZn37, and (f) stainless steel after two 
pulses. (g) Illustration of the two mechanisms of USP induced thermal ablation on highly conductive metals46, 
involving either expansion of subsurface vapour cavities (spallation) or explosive expansion of a superheated 
vapour-liquid mixture (phase explosion).
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surpasses TPE. This can be traced back to melt expulsion expected during phase explosion. In case of dual pulse 
irradiation, TPE is reached at significantly lower laser fluences due to the enhanced laser absorption. Here, exper-
imental values for ablation induced by phase explosion exceed the calculated depth of melt formation for an esti-
mated homogeneous melting threshold of Tsl = 1.45 × Tm for Tl > TPE. This also applies if the considered melting 
threshold is reduced to Tm of copper. This effect appears to be attributed to an accumulation of melt ejections at 
the edges of the ablation zone. In support of this theory, the experimentally measured ablation width tends to 
permanently exceed the calculated width of melt induction, as illustrated in Fig. 6b. It should be emphasised that 
the continuous increase in ablation width on copper leads to an overlap of the ablation areas after the second pulse 
for fluences higher than 2.4 J/cm². Hence, a complete covering of the substrate surface by expulsed melt can be 
assumed for multi-pulsed USP-DLIP substrate processing at a periodicity of 3 µm.

In case of CuZn37, the effect of a complete covering of the substrate surface by expulsed melt is already 
expected for a reduced threshold fluence of 1.88 J/cm² as a result of a lower ablation threshold as visible in Fig. 6d. 
Here, experimentally measured ablation depth shows a strong correlation to the calculated melting depth for 
single pulse irradiation without any indication of a change from ablation by spallation to phase explosion (see 
Fig. 6c), even though, ablation on CuZn37 appears to follow similar kinetics like on copper, judging from the 
resulting surface morphologies imaged by SEM. A possible reason for the contradictory results could be the 
stronger, scratch-induced crater formation after single pulses on CuZn37, which can lead to a higher average 
depth observed in the experiments. A topography-induced influence of the experimental values by scratches 
at low fluences can also be assumed by the strong correlation between measured single and dual pulse ablation 
width visible for both copper and CuZn37 in Fig. 6b,d, indicating similar effective ablation thresholds and lead-
ing to a strong deviation from the calculated ablation width at low fluences. In case of dual pulse irradiation, a 

Figure 6. Comparison of the numerically calculated and measured (CLSM) ablation depth and width in 
relation to laser fluences in the range of 0.5 to 4.6 J/cm² after single and dual pulse USP-DLIP on the three 
metallic substrates: (a) ablation depth and (b) ablation area width on copper, (c) ablation depth and (d) ablation 
area width on CuZn37, (e) ablation depth and (f) ablation area width on stainless steel. The parameters, where 
the lattice temperature exceeds the phase explosion threshold temperature Tl > TPE in the numerical calculations 
are additionally marked in (a–c,e,f).
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transition from spallation to phase explosion might be assumed between 0.88 J/cm² and 1.1 J/cm² from the com-
parison of experimental and calculated values. However, this is questionable due to the ambiguous values of single 
pulse ablation. Neither single nor dual pulse ablation can be linked to the phase explosion threshold temperature 
TPE of copper, indicating that other ablation mechanisms and/or threshold temperatures need to be considered 
for the USP thermal interaction for the alloy.

Tsibidis et al.38 indicate a similar relation of phase explosion to the critical temperature for steel as Wang et al.36 
using the critical temperature of iron (Tcr = 8500 K) for their calculations. However, USP-DLIP patterns produced 
on stainless steel do not exhibit traces of spallation or phase explosion in our observations, which might be linked to 
the influence of superficial electron emission on atomic bond strength as discussed by Rethfeld et al.29. Accordingly, 
the resulting surface charging in the case of low-conductive steel might favour the formation of low-temperature 
plasma formation on the substrate surface during thermal interaction after USP irradiation. In this case, removal 
of superheated material can take place before spallation or phase explosion is induced. Thereby, thermal energy 
losses by plasma emission could cause a strong freezing effect on the electron subsystem, keeping the overall heating 
permanently below the threshold of spallation or phase explosion46. A similar behaviour was already reported for 
iron43. Consequently, patterns induced by single pulse USP-DLIP on stainless steel surfaces show a similar relation to 
the calculated melting depth as CuZn37, where changes between ablation mechanisms are not visible, as illustrated 
in Fig. 6e. Even though, phase explosion is not visible on steel, the melt seems to be displaced out of the ablation 
area during ablation, which is also indicated by the clear melt throw-ups marking the boundaries of the individual 
ablation areas in Fig. 3c,f. After dual pulse processing, on the other hand, measured ablation remains below the 
calculated melting depth until the theoretical phase explosion threshold estimated by Tsibidis et al.38 is surpassed. A 
similar approximation of the measured and calculated values can be observed for the ablation width of stainless steel 
in the low fluence regime, illustrated in Fig. 6f. However, the observed ablation behaviour is not equally connected 
to TPE of iron for both single and dual pulse irradiation. Additionally, surface morphologies in both cases do not 
indicate phase explosion ablation, by which an actual involvement of this parameter in thermal interaction of steel 
on USP irradiation is questionable. Comparing the measured ablation depths after single pulse irradiation of copper 
and stainless steel to the experimental results of Wang et al.36 and Artyukov et al.43 exhibit a good correlation of our 
own findings to literature data for the investigated range of fluence.

Aside of the different mechanisms involved in ablation and surface morphology formation, all three metallic 
substrates exhibit a significant increase of the experimentally measured ablation depth in relation to the calcu-
lated melting depth at higher fluences, especially for dual pulse processing. This behaviour appears to be related 
to an increasing overlap of the ablation areas, leading to an accumulation of ejected melt between the ablation 
areas. For greater pulse numbers, this effect on pattern depth mostly vanishes in case of copper. Here, the ablated 
volume can be mainly related to evaporation by comparing measured and calculated ablation depth, illustrated in 
Fig. 7a. On CuZn37, ablation also appears to be related to evaporation for fluences below 2,4 J/cm², but yet exhib-
its an increasing effect of melt expulsion from 3 to 4.6 J/cm², similar to the additionally enhanced ablation depths 
measured after dual pulse irradiation, as can be seen in Fig. 7b. Although the surface of steel does not show any 
characteristics of phase explosion even after five pulses, ablation can again be linked closely to the threshold tem-
perature TPE of iron38. This is demonstrated by an increasing involvement of melt expulsion in ablation as soon as 
the lattice temperature surpasses this threshold, as illustrated in Fig. 7c. At a fluence of 1.48 J/cm², the measured 
ablation even surpasses the corresponding calculated melt depth, until the measured vales are almost twice as 
high as the calculated values at 4.6 J/cm². Here, USP-DLIP processing of stainless steel might be benefiting from 
the smaller expansion of the ablation area during consecutive pulsing in contrast to the enhanced expansion by 
melt expulsion during phase explosion on copper and CuZn37 (compare Fig. 6b,d,f).

Effect of thermal interaction on surface morphology. The ablation mechanisms observed in the 
USP-DLIP processing of the different metallic substrates are likely to not only influence ablation, but also the sur-
face morphology of the patterns. This involves the formation of sub-patterns like in particular LIPSS on stainless 
steel. In case of copper, the two observable ablation mechanisms spallation and phase explosion differ mainly in 
the amount of melt agitation during the ablation process. The comparison of patterns produced on copper by a 
fluence of 1.48 J/cm², where the threshold temperature TPE for phase explosion at consecutive pulsing is barely 
reached in the simulations, and 3 J/cm², where TPE is considerably surpassed, is illustrated in Fig. 7d. The aspect 
ratio of the patterns was adjusted to be equal by enhancing the pulse overlap for the lower fluence from 90% to 
95%, leading to an increase in pulse number from 10 to 20 pulses. The difference in ablation width between the 
two laser parameters is clearly visible, leading to almost flat pattern peaks at lower fluence, while the peak sharp-
ness at higher fluence is enhanced by the agglomeration of expulsed melt. Aside of the main pattern geometry, 
the morphology the sub-patterns also differ corresponding to the different ablation mechanisms. In case of 1.48 J/
cm², spallation ablation leads to smaller scale feature sizes of the sub-pattern, which is dispersed equally on the 
whole surface. On patterns processed at a fluence of 3 J/cm², the sub-pattern is formed by re-solidified melt, which 
was agitated during phase explosion inducing both a bigger feature size of the sub-pattern as well as a difference 
in surface morphology between the pattern peaks and valleys.

On steel surfaces processed by USP laser irradiation, LIPSS formation dominates the sub-pattern morphology 
at a fluence of 1.48 J/cm², which is mainly related to an agglomeration of a higher number of pulses at low laser 
fluence19,38. Consequently, LIPSS formation is significantly reduced on stainless steel substrates by applying a lower 
pulse overlap combined with enhanced laser fluence, as visible in Fig. 7e. The parameters utilised for USP-DLIP 
processing of the displayed patterns on steel were the same as the ones used on copper. In case of steel, the differ-
ence in fluence is only recognizable by the different slopes at the flanks of the peaks, as the main pattern geometries 
resemble each other closely. Both patterns exhibit a high peak sharpness attributable to melt agglomeration between 
the ablation areas similar to the pattern formed on copper at higher laser fluence. This might be linked to the fact that 
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in both cases, the threshold temperature TPE was surpassed. As for the patterns produced on copper, similar aspect 
ratios were achieved by adjusting the pulse overlap accordingly to the alteration of the laser fluence.

In case of lower pattern periodicities, both enhanced absorptivity by laser induced surface modification as well 
as melt expulsion during ablation might play a crucial role in DLIP processing. Bieda et al.13 for example showed 
a critical enhanced absorptivity in DLIP processing of copper using near-USP durations, where sub-µm patterns 
could be applied by single pulses, but vanished after dual pulse irradiation. A similar behaviour was observed in 
our experiments, after irradiation of copper at a fluence of 7.6 J/cm², where the sub-µm pattern exhibits a signifi-
cant overlap of the ablation areas already after single pulse irradiation. By reducing the fluence to 3.7 J/cm², a less 
critical surpassing of TPE was achieved in dual pulse irradiation, whereby the pattern could be maintained for two 
consecutive pulses, as illustrated in Fig. 8a. Similar results for two pulses were achieved for CuZn37 at a fluence 
of 2.07 J/cm² and steel at a fluence of 6.1 J/cm², where the difference between the applicable fluences once again 
highlights the effect of the individual ablation behaviour on USP-DLIP processing of the different metals. The 
patterns on both alloys corresponding to the mentioned processing parameters are displayed in Fig. 8b,c.

conclusions
USP-DLIP processing at near-infrared wavelength of the three different material groups ceramics, polymers and 
metals was achieved using similar laser fluences. The processability of materials showing low absorptivity at this 
wavelength can be attributed to the altered laser-material interaction during USP irradiation. The influence of the 
ultrashort pulse duration on the thermal interaction was discussed. Special attention was paid to processability as 

Figure 7. Ablation depth measured by CLSM on USP-DLIP patterns compared to simulated results of melting 
and vaporisation depth after irradiation by five consecutive pulses at fluences ranging from 0.5 to 4.6 J/cm² on the 
three metallic substrates (a) copper, (b) CuZn37 and (c) AISI 304 stainless steel. (d) Modification of the surface 
parameters on copper by adaption of the processing parameters in favour of faster processing speed leading 
to sharper pattern tips and a melt dominated sub-pattern. (e) Inhibiting LIPSS-formation on stainless steel by 
adaption of the processing parameters in favour of both higher laser intensity and lower pulse agglomeration.
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well as to surface morphology for the individual material groups, pointing out the unique specifications, which 
need to be considered in USP-DLIP.

On insulating materials, ablation is strongly related to the critical threshold fluence inducing multiphoton 
absorption. Measurable ablation only happens when the laser fluence surpasses this threshold leading to sharply 
defined pattern features. Thereby, sub-pattern formation within the clear-cut ablation areas represents substrate 
specific thermal responses involving both melting and evaporation that lead to unique pattern morphologies. 
Alteration of the processing parameters appears to only influence the amount of ablation without impacting the 
morphology of the ablation area.

In case of metals, an alteration of the occurring ablation mechanism related to material specific threshold 
fluences has to be taken into account. At elevated fluences, which induce lattice heating considerably surpassing 
the material-specific phase explosion threshold temperature TPE, a strong influence of melt agitation on pattern 
formation has to be considered. Numerically, this also seems to apply to the pattern formation on steel surfaces, 
although no change in the ablation mechanism has been observed based on surface morphology. At low fluences, 
pattern geometries on copper are more defined (e.g. exhibiting higher edge sharpness) similar to USP-DLIP 
patterns on insulating materials, while at fluences inducing lattice heating above TPE melt expulsion appears to 
dominate pattern formation. On AISI 304 stainless steel, lower fluences mainly result in enhanced LIPSS forma-
tion, which can consequently be reduced by increasing the laser fluence. Pattern geometry formation on steel 
is dominated by melt agitation for all parameters investigated, where it must be noted that the phase explosion 
threshold temperature TPE of iron was surpassed in each case.

It was shown that laser induced surface roughening and oxidation plays a significant role in USP-DLIP of mate-
rials exhibiting low absorptivity for the utilised near-infrared wavelength, as it greatly increases the laser absorption. 
Thereby, significant enhancement of ablation, as well as a change in ablation mechanism has to be considered on highly 
conductive metals for consecutive pulsing. This has to be taken into account especially in the creation of sub-µm pat-
terns, where the enhanced laser absorption might lead to a vanishing of the pattern by a single subsequent pulse.

In summary, we were able to show that both pattern geometry as well as hierarchical sub-pattern formation 
during USP-DLIP processing of different materials can be controlled by taking their individual thermal interac-
tion into account. By this, surface functionalisation for manifold applications including e.g. wettability or bacte-
rial adhesion can be tailored more precisely, thus enhancing the effect of the surface treatment.

Data availability
The experimental data generated in this work can be made available on request.

Received: 28 June 2019; Accepted: 13 February 2020;
Published: xx xx xxxx

References
 1. Kamperman, B. M., Kroner, E., Mcmeeking, M. & Arzt, E. Functional Adhesive Surfaces with Gecko Effect: The Concept of Contact 

Splitting. Adv. Eng. Mater. 12, 335–348 (2010).
 2. Ródenas, A. et al. Three-dimensional femtosecond laser nanolithography of crystals. Nat. Photonics 13, 105–109 (2019).
 3. Rosenkranz, A., Hans, M., Gachot, C., Thome, A. & Bonk, S. Direct Laser Interference Patterning: Tailoring of Contact Area for 

Frictional and Antibacterial Properties. Lubricants 4 (2016).

Figure 8. Display of sub-µm patterns on each of the investigated metallic substrates exhibiting a periodicity of 
0.7 µm. (a) Comparison between sub-µm patterns on copper processed at a fluence of either 7.6 J/cm² or 3.6 J/
cm², where pattern preservation was improved at lower fluence. (b) sub-µm pattern on CuZn37 processed at 
a fluence of 2.07 J/cm² by two consecutive pulses. (c) sub-µm pattern on AISI 304 stainless steel processed at a 
fluence of 6.1 J/cm² by two consecutive pulses.

https://doi.org/10.1038/s41598-020-60592-4


13Scientific RepoRtS |         (2020) 10:3647  | https://doi.org/10.1038/s41598-020-60592-4

www.nature.com/scientificreportswww.nature.com/scientificreports/

 4. Soldera, B. M., Taretto, K. & Berger, J. Potential of Photocurrent Improvement in m c-Si: H Solar Cells with TCO Substrates 
Structured by Direct Laser Interference Patterning. Adv. Eng. Mater. 18, 1674–82 (2016).

 5. Schieber, R. et al. Direct Laser Interference Patterning of CoCr Alloy Surfaces to Control Endothelial Cell and Platelet Response for 
Cardiovascular Applications. Adv. Healthc. Mater. 6, 1–14 (2017).

 6. Zwahr, C., Günther, D., Brinkmann, T., Gulow, N. & Oswald, S. Laser Surface Pattering of Titanium for Improving the Biological 
Performance of Dental Implants. Adv. Healthc. Mater. 6, 1–9 (2017).

 7. Helbig, R. et al. The impact of structure dimensions on initial bacterial adhesion. Biomater. Sci. 4, 1074–1078 (2016).
 8. Zea, L. et al. Design of a space flight biofilm experiment. Acta Astronaut. 148, 294–300 (2018).
 9. Lüdecke, C. et al. Nanorough titanium surfaces reduce adhesion of Escherichia coli and Staphylococcus aureus via nano adhesion 

points. Colloids Surfaces B Biointerfaces 145, 617–625 (2016).
 10. Lutey, A. H. A. et al. Towards laser-textured antibacterial surfaces. Sci. Rep. 8, 1–10 (2018).
 11. Lang, V., Roch, T. & Lasagni, A. F. World record in high speed laser surface microstructuring of polymer and steel using direct laser 

interference patterning. Laser-based Micro- Nanoprocessing X 9736, 1–8 (2016).
 12. Paivasaari, K., Kaakkunen, J. J. J., Kuittinen, M. & Jaaskelainen, T. Enhanced optical absorptance of metals using interferometric 

femtosecond ablation. Opt. Express 15, 13838–13843 (2007).
 13. Bieda, M., Siebold, M. & Fabián, A. Applied Surface Science Fabrication of sub-micron surface structures on copper, stainless steel 

and titanium using picosecond laser interference patterning. Appl. Surf. Sci. 387, 175–182 (2016).
 14. Kondo, T., Matsuo, S., Juodkazis, S., Mizeikis, V. & Misawa, H. Multiphoton fabrication of periodic structures by multibeam 

interference of femtosecond pulses. Appl. Phys. Lett. 82, 2758–2760 (2003).
 15. Indrisiunas, S., Voisiat, B. & Raciukaitis, G. Direct Laser Beam Interference Patterning Technique for Fast High Aspect Ratio Surface 

Structuring. Proc. SPIE 9350 (2015).
 16. Alamri, S. et al. On the Interplay of DLIP and LIPSS Upon Ultra-Short Laser Pulse Irradiation. Materials (Basel). 12, 1–9 (2019).
 17. Romano, J., Garcia-giron, A., Penchev, P. & Dimov, S. Triangular laser-induced submicron textures for functionalising stainless steel 

surfaces. Appl. Surf. Sci. 440, 162–169 (2018).
 18. Gnilitskyi, I. et al. High-speed manufacturing of highly regular femtosecond laser-induced periodic surface structures: Physical 

origin of regularity. Sci. Rep. 7, 1–11 (2017).
 19. Razi, S. et al. Birth of periodic Micro/Nano structures on 316L stainless steel surface following femtosecond laser irradiation; single 

and multi scanning study. Opt. Laser Technol. 104, 8–16 (2018).
 20. Ionin, A. A. et al. Electron emission and ultrafast low-fluence plasma formation during single-shot femtosecond laser surface 

ablation of various materials. JETP Lett. 101, 308–312 (2015).
 21. Aguilar-morales, A. I., Alamri, S., Kunze, T. & Fabián, A. Influence of processing parameters on surface texture homogeneity using 

Direct Laser Interference Patterning. Opt. Laser Technol. 107, 216–227 (2018).
 22. Chichkov, B. N., Momma, C., Nolte, S., von Alvensleben, F. & Tünnermann, A. Femtosecond, picosecond and nanosecond laser 

ablation of solids. Appl. Phys. A 63, 109–115 (1996).
 23. Anisimov, S. I., Kapeliovich, B. L. & Perel´man, T. L. Electron emission from metal surfaces exposed to ultrashort laser pulses. Sov. 

Phys.-JETP 39, 374–400 (1974).
 24. Cheng, J. et al. Optics & Laser Technology A review of ultrafast laser materials micromachining. Opt. Laser Technol. 46, 88–102 

(2013).
 25. Anisimov, S. I. & Luk, B. S. Selected problems of laser ablation theory. 45 (2002).
 26. Kanavin, A. et al. Heat transport in metals irradiated by ultrashort laser pulses. Phys. Rev. B - Condens. Matter Mater. Phys. 57, 

14698–14703 (1998).
 27. Schaefer, C., Urbassek, H. M. & Zhigilei, L. V. Metal ablation by picosecond laser pulses: A hybrid simulation. Phys. Rev. B 66, 

54041–8 (2002).
 28. Chen, A. M. et al. Modeling of femtosecond laser damage threshold on the two-layer metal films. Appl. Surf. Sci. 257, 1678–1683 

(2010).
 29. Rethfeld, B., Ivanov, D. S., Garcia, M. E. & Anisimov, S. I. Modelling ultrafast laser ablation. J. Phys. D. Appl. Phys. 50, 01–39 (2017).
 30. Zhang, Y. & Chen, J. K. Ultrafast melting and resolidification of gold particle irradiated by pico- to femtosecond lasers. J. Appl. Phys. 

104, 1–9 (2008).
 31. Hopkins, P. E. & Norris, P. M. Substrate influence in electron – phonon coupling measurements in thin Au films. 253, 6289–6294 

(2007).
 32. Daniel, C., Lasagni, A. & Mucklich, F. Stress and texture evolution of Ni y Al multi-film by laser interference irradiation. Surf. 

Coatings Technol. 181, 478–482 (2004).
 33. Berger, L. I. et al. CRC Handbook of Chemistry and Physics. CRC press (2014).
 34. Ren, Y., Chen, J. K. & Zhang, Y. Optical properties and thermal response of copper films induced by ultrashort-pulsed lasers. J. Appl. 

Phys. 110, 1–7 (2011).
 35. Cheng, C. W., Wang, S. Y., Chang, K. P. & Chen, J. K. Femtosecond laser ablation of copper at high laser fluence: Modeling and 

experimental comparison. Appl. Surf. Sci. 361, 41–48 (2016).
 36. Wang, S. Y., Ren, Y., Cheng, C. W., Chen, J. K. & Tzou, D. Y. Micromachining of copper by femtosecond laser pulses. Appl. Surf. Sci. 

265, 302–308 (2013).
 37. Vorobyev, A. Y. & Guo, C. Enhanced absorptance of gold following multipulse femtosecond laser ablation. Phys. Rev. B 72, 1–5 

(2005).
 38. Tsibidis, G. D. Modelling periodic structure formation on 100Cr6 steel after irradiation with femtosecond-pulsed laser beams. Appl. 

Phys. A 0, 0 (2018).
 39. Roitero, E., Lasserre, F., Anglada, M. & Mücklich, F. A parametric study of laser interference surface patterning of dental zirconia: 

Effects of laser parameters on topography and surface quality. Dent. Mater. 33, 28–38 (2017).
 40. Hirayama, Y., Yabe, H. & Obara, M. Selective ablation of AlN ceramic using femtosecond, nanosecond, and microsecond pulsed 

laser. J. Appl. Phys. 89, 2943–9 (2001).
 41. Rethfeld, B. Unified Model for the Free-Electron Avalanche in Laser-Irradiated Dielectrics. Phys. Rev. Lett. 92, 1–4 (2004).
 42. Kirkwood, S. E., Van Popta, A. C., Tsui, Y. Y. & Fedosejevs, R. Single and multiple shot near-infrared femtosecond laser pulse 

ablation thresholds of copper. Appl. Phys. A Mater. Sci. Process. 81, 729–735 (2005).
 43. Artyukov, I. A. et al. Relaxation Phenomena in Electronic and Lattice Subsystems on Iron Surface during Its Ablation by Ultrashort 

Laser Pulses. JETP Lett. 99, 54–58 (2014).
 44. Rethfeld, B., Sokolowski-Tinten, K., von der Linde, D. & Anisimov, S. I. Ultrafast thermal melting of laser-excited solids by 

homogeneous nucleation. Phys. Rev. B 65, 1–4 (2002).
 45. Recoules, V., Clérouin, J., Zérah, G., Angalde, P. M. & Mazevet, S. Effect of Intense Laser Irradiation on the Lattice Stability of 

Semiconductors and Metals. Phys. Rev. Lett. 96, 1–4 (2006).
 46. Ionin, A. A., Kudryashov, S. I. & Samokhin, A. A. Material surface ablation produced by ultrashort laser pulses. Uspekhi Fiz. Nauk 

187, 159–172 (2017).
 47. Yang, L., Wang, C. & Yang, W. Numerical Simulation and Analysis on 3D Temperature Field of the Metal Ablated with Femtosecond 

Pulse Laser. 276, 1–5 (2011).

https://doi.org/10.1038/s41598-020-60592-4


1 4Scientific RepoRtS |         (2020) 10:3647  | https://doi.org/10.1038/s41598-020-60592-4

www.nature.com/scientificreportswww.nature.com/scientificreports/

 48. Majchrzak, E., Poteralska, J., Science, C., Majchrzak, E. & Poteralska, J. Two-temperature microscale heat transfer model. part ii: 
determination of lattice parameters. 9, 109–119 (2010).

 49. Wang, Z. G., Dufour, C., Paumier, E. & Toulemonde, M. Se-sensitivity of Metals under Swift Heavy Ion Irradiation. J. Phys. Condens. 
Matter (1994).

 50. Callister, W. D. & Rethwisch, D. G. Materials Science and Engineering - an Introduction. (Wiley, 2009).

Acknowledgements
The authors want to acknowledge the kind advice of Dr. C. Pauly during SEM analysis, as well as Dr. L. Reinert 
for proofreading the manuscript. The present work is supported by funding from the European Regional 
Development Fund (EFRE, Interreg Großregion, Project: “Pulsatec”). We acknowledge support by the Deutsche 
Forschungsgemeinschaft (DFG, German Research Foundation) and Saarland University within the funding 
programme Open Access Publishing.

Author contributions
F. Muecklich conceived the idea, while D.W. Müller, T. Fox and P.G. Grützmacher designed the laser setup. The 
experiments as well as the design and utilisation of the thermal simulation were conducted by D.W. Müller 
including analysation and interpretation. Design of the thermal simulation was developed by D.W. Müller and S. 
Suarez. The manuscript was written by D.W. Müller and edited by P.G. Grützmacher and S. Suarez.

competing interests
The authors declare no competing interests.

Additional information
Correspondence and requests for materials should be addressed to D.W.M.
Reprints and permissions information is available at www.nature.com/reprints.
Publisher’s note Springer Nature remains neutral with regard to jurisdictional claims in published maps and 
institutional affiliations.

Open Access This article is licensed under a Creative Commons Attribution 4.0 International 
License, which permits use, sharing, adaptation, distribution and reproduction in any medium or 

format, as long as you give appropriate credit to the original author(s) and the source, provide a link to the Cre-
ative Commons license, and indicate if changes were made. The images or other third party material in this 
article are included in the article’s Creative Commons license, unless indicated otherwise in a credit line to the 
material. If material is not included in the article’s Creative Commons license and your intended use is not per-
mitted by statutory regulation or exceeds the permitted use, you will need to obtain permission directly from the 
copyright holder. To view a copy of this license, visit http://creativecommons.org/licenses/by/4.0/.
 
© The Author(s) 2020

https://doi.org/10.1038/s41598-020-60592-4
http://www.nature.com/reprints
http://creativecommons.org/licenses/by/4.0/

	Applying Ultrashort Pulsed Direct Laser Interference Patterning for Functional Surfaces
	Methods
	Ultrashort pulsed direct laser interference patterning (USP-DLIP). 
	Materials preparation. 
	Characterisation. 
	Modelling the thermal response of metals to USP-DLIP. 

	Results
	USP-DLIP on insulating materials. 
	USP-DLIP on metallic materials. 
	Thermal interaction of metallic substrates on USP-DLIP. 
	Effect of thermal interaction on surface morphology. 

	Conclusions
	Acknowledgements
	Figure 1 (a) Schematic illustration of the optical setup for USP-DLIP.
	Figure 2 SEM-images of line patterns created by USP-DLIP on (a) 3Y-TZP zirconia at periodicity p of 3 µm and a fluence of 2.
	Figure 3 SEM-images of line patterns of 3 µm periodicity applied by USP-DLIP showing the different physical interaction of the three metallic substrates induced by USP-DLIP using a fluence of 1.
	Figure 4 Alteration of the optical parameters of (a) copper and (b) stainless steel (literature data from iron) by enhanced electron temperatures during the laser pulse.
	Figure 5 Numerical simulation plots of the phase changes in each of the three metallic substrates induced by lattice heating after single and dual pulse USP-DLIP at a fluence of 1.
	Figure 6 Comparison of the numerically calculated and measured (CLSM) ablation depth and width in relation to laser fluences in the range of 0.
	Figure 7 Ablation depth measured by CLSM on USP-DLIP patterns compared to simulated results of melting and vaporisation depth after irradiation by five consecutive pulses at fluences ranging from 0.
	Figure 8 Display of sub-µm patterns on each of the investigated metallic substrates exhibiting a periodicity of 0.
	Table 1 Specific material constants used in the TTM simulation of copper and stainless steel.




