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Author Correction: Improving 
the thermal conductivity 
of epoxy composites using 
a combustion‑synthesized 
aggregated β‑Si3N4 filler 
with randomly oriented grains
Akihiro Shimamura , Yuji Hotta , Hideki Hyuga , Mikinori Hotta  & Kiyoshi Hirao 

Correction to: Scientific Reports https ://doi.org/10.1038/s4159 8-020-71745 -w, published online 10 September 
2020

This Article contains an error, where Figure 6 is incorrect. The correct version of Figure 6 appears below as 
Figure 1.
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Figure 1.  A correct version of the original Figure 6.
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