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Nanostructure of bioactive glass 
affects bone cell attachment 
via protein restructuring 
upon adsorption
Ukrit Thamma1, Tia J. Kowal2, Matthias M. Falk2 & Himanshu Jain1*

The nanostructure of engineered bioscaffolds has a profound impact on cell response, yet its 
understanding remains incomplete as cells interact with a highly complex interfacial layer rather 
than the material itself. For bioactive glass scaffolds, this layer comprises of silica gel, hydroxyapatite 
(HA)/carbonated hydroxyapatite (CHA), and absorbed proteins—all in varying micro/nano structure, 
composition, and concentration. Here, we examined the response of MC3T3-E1 pre-osteoblast cells 
to 30 mol% CaO–70 mol%  SiO2 porous bioactive glass monoliths that differed only in nanopore size 
(6–44 nm) yet resulted in the formation of HA/CHA layers with significantly different microstructures. 
We report that cell response, as quantified by cell attachment and morphology, does not correlate 
with nanopore size, nor HA/CHO layer micro/nano morphology, or absorbed protein amount (bovine 
serum albumin, BSA), but with BSA’s secondary conformation as indicated by its β-sheet/α-helix ratio. 
Our results suggest that the β-sheet structure in BSA interacts electrostatically with the HA/CHA 
interfacial layer and activates the RGD sequence of absorbed adhesion proteins, such as fibronectin 
and vitronectin, thus significantly enhancing the attachment of cells. These findings provide new 
insight into the interaction of cells with the scaffolds’ interfacial layer, which is vital for the continued 
development of engineered tissue scaffolds.

It is now well established that the nanoscale structure of an engineered tissue scaffold significantly affects its 
performance, but its mechanistic understanding remains  incomplete1–5. This is especially the case with mul-
ticomponent materials such as bioactive glasses, where the nanoscale structure may show variations of local 
chemistry even if the average composition and physical morphology appear to be homogeneous. These inter-
twined variables make the establishment of the role of nanostructure challenging and further complicate the 
design of optimum materials.

The introduction of nanoscale porosity offers an opportunity to improve scaffold performance by primarily 
varying physical structure while keeping the composition of the material itself  unchanged3,6–8. With the introduc-
tion of nanopores, the surface area/volume (SA/V) ratio becomes particularly significant as it directly controls 
the local chemical reactions, including scaffold degradation rate. It is then conceivable that these aspects of 
the material rather than the nanostructure itself are more directly responsible for the observed impact on cell 
response. In this context, the bioactivity of a material is often measured by its ability to form hydroxyapatite 
(HA) and its variants, such as carbonated hydroxyapatite (CHA) on its surface under physiological  conditions4. 
With chemical and crystallographic properties similar to that of bone, the formation of a HA/CHA interfacial 
layer (IL) becomes critical for the recruitment of  cells9. Additionally, the dissolution products (i.e., soluble 
silicate and calcium ions) of bioactive glasses can promote cellular response at the gene level, resulting in bone-
cell differentiation and maturation and the production of bone  matrix10. Hence, HA/CHA formation coupled 
with controlled dissolution makes bioactive glasses a desirable material for promoting hard tissue regeneration. 
Moreover, surface chemistry and topography of HA have been shown to significantly influence its biological 
 performance11–13. Thus, physicochemical differences in materials are likely to dictate their bioactive properties.

Ample research has provided convincing evidence that upon implantation, the surface of bioactive materials 
is rapidly covered by proteins, and that surrounding cells may not contact or interact with the intrinsic material 
 directly14, and that cell/material interactions are rather mediated by a layer comprising of proteins incorporated 
within the interface of the underlying bioactive  substrate15. This implies that cells do not detect the nanostructure 

OPEN

1Department of Materials Science and Engineering, Lehigh University, Bethlehem, PA 18015, USA. 2Department 
of Biological Sciences, Lehigh University, Bethlehem, PA 18015, USA. *email: H.Jain@Lehigh.edu

http://crossmark.crossref.org/dialog/?doi=10.1038/s41598-021-85050-7&domain=pdf


2

Vol:.(1234567890)

Scientific Reports |         (2021) 11:5763  | https://doi.org/10.1038/s41598-021-85050-7

www.nature.com/scientificreports/

of a bioactive glass directly and instead are influenced by the proteins that are  absorbed16,17. Consequently, it is 
important to understand the dynamics and interactions of the adsorbed proteins and the protein/bioactive mate-
rial interface itself. Important studies correlate micron-size features and resulting surface roughness of underlying 
biomaterials with cell  response18–20. Still, the nature of adsorbed proteins and changes in the surface chemistry 
potentially resulting from reactions with the local environment require further investigation. In particular, very 
little is known about how exactly the micro/nano structure of a bioactive glass affects the formation of HA/CHA 
and/or the structure of absorbed proteins.

Generally, the change in surface topography including nanoporosity leads to concurrent variation of spe-
cific surface area, surface charge density, and surface reactivity, which may affect differently the structure of 
proteins adsorbed on bioactive glass and other  biomaterials21–23. Recently, we fabricated nanoporous 30 mol% 
CaO–70 mol%  SiO2 (30C70S) glass monoliths featuring the same specific surface area but different nanopore 
sizes (6–44 nm) so that their dissolution characteristics and chemistry were expected to be the same but with 
different surface  nanostructure24. These single-variable monoliths permitted the control of HA/CHA formation 
under a physiological environment, allowing us to unambiguously correlate the topological nanostructure of 
the underlying nanoporous glass substrate with HA/CHA layer  features24. Here, in a follow-up study, we investi-
gated the influence of HA/CHA microstructure on MC3T3-E1 pre-osteoblast cell attachment. Furthermore, we 
examined the nature of adsorbed proteins, including quantity and conformation, on HA/CHA microstructures, 
which form the interfacial layer between the cells and the underlying biomaterial.

Materials and methods
Fabrication of HA/CHA with varying microstructures. Four different microstructures of HA/CHA 
layer on 30 mol% CaO–70 mol%  SiO2 (30C70S) nanoporous glass monoliths with different nanopore sizes yet 
similar specific surface area were prepared by incubating monoliths for 3  days in phosphate-buffered saline 
(PBS) at 37 °C, 5%  CO2/95% air, and saturated humidity as described  previously24. This commonly practiced 
pretreatment is expected to enhance protein  adsorption25. HA/CHA-covered monoliths with long-needle (LN), 
plate-like (PL), flower-like (FW), and short-needle (SN) HA/CHA microstructures were obtained on 30C70S 
nanoporous glass monoliths with 6 nm (a), 15 nm (b), 31 nm (c), and 44 nm (d) median pore sizes but with the 
same specific surface area of 35 ± 2  m2/g (Fig. 1).

In vitro evaluation of MC3T3-E1 pre-osteoblast attachment. MC3T3-E1 subclone 4 mouse pre-
osteoblast cells (American Type Culture Collection, ATCC CRL-2593) were maintained under standard cul-
ture conditions (37 °C, 5%  CO2—95% air atmosphere, saturated humidity) in Alpha-modified Eagles Medium 
(α-MEM, Gibco/Invitrogen, Grand Island, NY, Cat. # A10490-01) supplemented with 10  vol% fetal bovine 
serum (FBS) (Atlanta Biologicals, Flowery Branch, GA, Cat. # S11150), 1 vol% penicillin/streptomycin (Corn-
ing, Corning, NY, Cat. # 30-001-C1), and 0.06 vol% l-glutamine (HyClone, Logan, UT, Cat. # 25-005-C1). Cells 
were sub-cultured upon confluency at a 1:10 split ratio. Autoclave-sterilized HA/CHA-covered monoliths placed 
into 3.5 cm diameter polystyrene cell culture dishes (Corning, Corning, NY, Cat. # 353001) were seeded at a 
density of 18,000 cell/cm2. After 2 h incubation, cells were fixed using 3.7% formaldehyde followed by permeabi-
lization with 0.2% Triton X-100 for 15 min and blocking with 1 (w/v) % BSA diluted in PBS at room temperature 
for 1 h. Cell nuclei were stained by incubating monoliths in 1xPBS/DAPI (Molecular Probes, Eugene, OR, Cat. # 
D1306) at 1 µg/ml, and actin filaments were decorated with Alexa488-conjugated phalloidin (Molecular Probes, 
Cat. # A-12379) at 1:100 dilution at room temperature for 1 h. Monoliths were imaged with a 10 × objective 
(approximate imaged field = 1   mm2) using a Nikon Eclipse TE2000E inverted fluorescence microscope. Cell 
density was determined by counting and averaging the number of DAPI-stained nuclei per  mm2. Average cell 
size was determined by outlining the periphery of individual Alexa488-phalloidin stained cells and measuring 
the cell area using ImageJ software. Ten images of both nuclei and actin stains were taken from each sample. In 
order to ensure the stringency of the statistical analyses, four individual specimens for each sample type were 
processed for every experiment, and the experiments were repeated three times independently.

Quantification of protein adsorption by Western blotting. The amount of bovine serum albumin 
(BSA,  Mw = ~66 kDa), fibronectin  (Mw = ~220 kDa), and vitronectin  (Mw = ~75 kDa) adsorbed by the HA/CHA-
covered monoliths was quantified by determining the amount of protein depleted from the culture medium 
using Western blotting. Monoliths were incubated for 2 h in a fully supplemented culture medium at 37 °C, 
5%  CO2/95% air atmosphere, and saturated humidity as described. After incubation, culture media were col-
lected, mixed at a 1:1 volume ratio with SDS sample buffer, incubated at 95 °C for 5 min, and analyzed on 10% 
SDS–PAGE gels. Gels were electrophoresed at 120 V for 90 min, followed by transfer to nitrocellulose mem-
branes for 90 min at 120 V on ice. After transfer, the membranes were blocked in 5 wt% fat-free dry milk solu-
tion prepared in TBST (Tris-buffered saline [TBS] with 1 vol% Tween-20), for 1 h at room temperature, rinsed 
briefly with TBS to remove the excess blocking solution, and probed with primary antibodies overnight at 4 °C. 
Antibodies, including anti-BSA rabbit polyclonal (Invitrogen, Eugene, OR, Cat. #A11133) at 1:5000 dilution, 
anti-fibronectin rabbit polyclonal (Sigma Aldrich, St. Louis, MO, Cat. #F3648) at 1:2000 dilution, and anti-vit-
ronectin mouse monoclonal (ThermoFisher Scientific, Rockford, IL, Cat. #CSI0042702) at 1:1000 dilution, were 
used. Subsequently, membranes were incubated with secondary antibodies at room temperature for 1 h. BSA 
and fibronectin were detected with HRP-conjugated goat anti-rabbit antibody (Life Technologies, Carlsbad, CA, 
Cat. #G21234) at 1:5000 dilution, and Vitronectin was detected with HRP-conjugated goat anti-mouse antibody 
(Invitrogen, Eugene, OR, Cat. #G21040) at 1:5000 dilution. Purified BSA (Sigma Aldrich, St. Louis, MO, Cat. 
#A7906), bovine-plasma-derived fibronectin (Sigma Aldrich, St. Louis, MO, Cat. #F4759), and bovine-plasma-
derived vitronectin (R&D Systems, Minneapolis, MN, Cat. #2348VN) were analyzed as controls. Proteins were 
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detected using X-ray film and Enhanced Chemiluminescent (ECL) reagent, and densitometry was performed 
using ImageJ software. The amount of proteins was calculated from a standard curve constructed by a series of 
known concentrations of the purified protein. In order to ensure the reliability of the data, experiments were 
repeated three times with three different sets of samples on separate occasions.

Characterization of adsorbed BSA conformations on HA/CHA layer by ATR-FTIR. Attenuated 
total reflection Fourier transform infrared (ATR-FTIR) spectroscopy was performed in order to characterize the 
conformation of BSA absorbed onto HA/CHA-covered monoliths. HA/CHA-covered monoliths were incubated 
with 10 mg/ml BSA in 1xPBS solution for 2 h under standard culture conditions. After incubation, samples were 
gently rinsed with 1xPBS in order to remove unbound BSA from its surface, followed by drying at 37 °C in ambi-
ent atmosphere. Lyophilized BSA, HA/CHA-covered monoliths (without BSA incubation), and BSA-coated HA/
CHA-covered monoliths were characterized by ATR-FTIR spectroscopy using a Bruker Vertex 70 spectrometer 
(Bruker Optics, Billerica, MA) equipped with a mercury cadmium telluride (MCT) detector and an MVP Pro 
single reflection diamond crystal ATR accessory (Harrick Scientific, Pleasantville, NY). Spectra were acquired 
in the mid-infrared range of 650–4000  cm−1 wavenumbers by averaging 400 scans at 6  cm−1 resolution and were 
reported in absorbance units. In order to characterize the conformation of BSA adsorbed on HA/CHA-covered 
monoliths, the ATR-FTIR spectra of BSA-coated monoliths were subtracted by those without BSA incubation 
and then deconvoluted using Gaussian function.

Statistical analyses. For the quantifications of MC3T3-E1 pre-osteoblast attachment and protein adsorp-
tion, one-tailed, unpaired t-tests were performed in Microsoft Excel to determine statistical significance where a 
p value < 0.05 was considered to be statistically significant.

Figure 1.  SEM micrographs of HA/CHA layer formed after 3 day PBS incubation on 30C70S nanoporous glass 
monoliths with different nanopore sizes yet similar specific surface area of 35 ± 2  m2/g. Long-needle (LN), plate-
like (PL), flower-like (FW), and short-needle (SN) HA/CHA microstructures formed on (a) 6 nm, (b) 15 nm, (c) 
31 nm, and (d) 44 nm pore-size 30C70S monoliths, respectively (scale bar = 1 µm). Reprinted from “Influence 
of nanoporosity on the nature of hydroxyapatite formed on bioactive calcium silicate model glass” by Thamma, 
U., Kowal, T. J., Falk, M. M. & Jain, H. J. Biomed. Mater. Res. Part B 107, p. 893 (2019). Copyright 2018 with 
permission from John Wiley and Sons.
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Results
Attachment of MC3T3-E1 cells on HA/CHA layer with different microstructures. 30C70S nano-
porous glass monoliths that differed only in nanopore size formed distinct HA/CHA microstructures after 3 day 
incubation in 1xPBS solution. Long-needle (LN), plate-like (PL), flower-like (FW), and short-needle (SN) HA/
CHA crystals were observed on monoliths with 6 nm, 15 nm, 31 nm, and 44 nm pore size, respectively (Fig. 1)24. 
MC3T3-E1 pre-osteoblasts (bone-forming cells), widely used as a model for studying in vitro biological perfor-
mance of biomaterials for hard tissue  applications26,27, were seeded onto these HA/CHA-covered monoliths. Two 
hours after cell seeding, the nuclei of cells attached to LN, PL, FW, and SN microstructures were stained with 
DAPI and visualized by fluorescence microscopy (Fig. 2a). In order to quantify cell attachment, cell nuclei were 
counted to determine the number of cells attached onto each HA/CHA microstructure. The average densities 
of attached cells on LN, PL, FW, and SN microstructures were 152 ± 32 cells/mm2, 282 ± 65 cells/mm2, 49 ± 
14 cells/mm2, and 145 ± 33 cells/mm2, respectively (Fig. 2b).

In order to determine the average size of attached cells, the actin cytoskeleton of cells growing for 2 h on LN, 
PL, FW, and SN microstructures was stained with Alexa488-conjugated phalloidin. The total area covered by 
the actin cytoskeleton was measured (Fig. 3a), and then divided by the number of attached cells. The calculated 
average size of attached cells on LN, PL, FW, and SN microstructures was 531 ± 115 µm2, 680 ± 159 µm2, 215 
± 66 µm2, and 518 ± 130 µm2, respectively (Fig. 3b). Based on cell density and average cell size, cells preferred 
to attach and spread out the most on the HA/CHA plate-like (PL) microstructure. On average, approximately 
six times more cells attached and spread out three times more on the PL microstructure compared to the least 
preferred flower-like (FW) HA/CHA microstructure, whereas cells exhibited comparable levels of preference 
for the LN and SN HA/CHA microstructures in between the two extremes.

Quantification of protein adsorption. Quantitative analyses of fibronectin, vitronectin, and BSA 
adsorbed by the four different HA/CHA microstructures shown in Fig. 1 were carried out using Western blot-
ting. In order to quantify the concentration of adsorbed proteins, experiments were designed to measure the 
amounts of these proteins depleted from the culture medium after 2 h of incubation in the presence of HA/
CHA-covered monoliths rather than measuring absorption directly. This strategy avoided the difficulties associ-
ated with reliably extracting the adsorbed proteins from the crystalline HA/CHA-covered surface. Densitometry 
of the Western blots was carried out using ImageJ software, and the concentrations of proteins were calculated 
from standard curves constructed using known concentrations of purified proteins.

Representative Western blots of the culture medium detecting fibronectin, vitronectin, and BSA after 2 h 
incubation in the presence of HA/CHA-covered monoliths are shown in Fig. 4a. The intensities of fibronectin, 
vitronectin, and BSA bands were noticeably weaker than those found in the initial culture medium, suggesting 
that all three proteins were absorbed readily on all HA/CHA microstructures. The % adsorption was calculated 
through a normalization of the depleted amounts of proteins by those amounts present in the initial culture 
medium (Fig. 4b). The protein adsorptions by HA/CHA microstructures exhibit a comparable trend for all three 
proteins, where the highest to lowest % adsorption of each protein is found on LN and SN comparatively, followed 
by PL and then FW. In order to determine the correlation between cellular performance and protein adsorption, 
the density of attached MC3T3-E1 cells determined as described in “Attachment of MC3T3-E1 cells on HA/CHA 
layer with different microstructures” section has been plotted in Fig. 5 as a function of the average % adsorption 
of fibronectin, vitronectin, and BSA. The  R2 value of the linear trendline for this plot is only 0.2946, indicating 
that cell attachment does not correlate closely with the amount of adsorbed fibronectin, vitronectin, or BSA.

Characterization of BSA conformation on HA/CHA layer. The characterization of protein conforma-
tion on the different HA/CHA layers was carried out by attenuated total reflection Fourier transform infrared 
(ATR-FTIR) spectroscopy using bovine serum albumin (BSA) as a representative model protein. It is by far the 
most abundant protein constituent present in FBS-supplemented cell culture medium (~ 61%)28–31 and therefore 
was chosen as the model for the study of protein conformation on HA/CHA. The different HA/CHA-covered 
monoliths were incubated with 10 mg/ml BSA solution under standard culture conditions for 2 h. The FTIR 
spectra of lyophilized BSA, HA/CHA-covered monoliths (without BSA incubation), and BSA-coated HA/CHA-
covered monoliths were acquired.

Representative ATR-FTIR spectra of LN HA/CHA samples with and without BSA incubation are shown in 
Fig. 6a. Without BSA incubation, six characteristic absorbance peaks are observed on all HA/CHA microstruc-
tures at: 3289 ± 15  cm−1, 1637 ± 5  cm−1, 1463 ± 5  cm−1, 1418 ± 5  cm−1, 1008 ± 7  cm−1, and 869 ± 4  cm−1. The 
absorbance peaks at 3289  cm−1 and 1637  cm−1 are attributed to the stretching vibration and the bending vibration 
of OH groups, respectively, which are due to the presence of HA/CHA and adsorbed water  molecules32,33. The 
absorbance peak at 1008  cm−1 corresponds to the antisymmetric stretching vibration (ѵ3) of  PO4

3− groups in HA/
CHA and  NaH2PO4

34. The peaks at 1463  cm−1 and 1418  cm−1 are attributed to asymmetric stretching vibration 
(ѵ3) of  CO3

2−, while the peak at 869  cm−1 is attributed to the bending vibration (ѵ2) of  CO3
2−  groups35. Notably, 

ATR-FTIR spectra of BSA-coated HA/CHA monoliths for all microstructures show a set of additional peaks at 
3277 ± 5  cm−1, 1648 ± 3  cm−1, and 1530 ± 4  cm−1 compared to the spectra of samples without BSA incubation. 
These three additional peaks correlate with the presence of BSA, which possesses corresponding characteristic 
absorbance peaks at 3290  cm−1, 1644  cm−1, and 1521  cm−1 (see Fig. 6b). The characteristic peak at 3290  cm−1 is 
associated with the stretching vibration of NH groups, while those at 1644  cm−1 and 1521  cm−1 are attributed to 
Amide I and Amide II vibration,  respectively36,37. Amide I vibration, absorbing infrared in the 1600–1700  cm−1 
frequency range, arises predominantly from the stretching vibrations of C=O and C–N groups, which link the 
amino acids within the protein backbone  structure38,39. The frequencies in the Amide I region are highly sensitive 
to the protein secondary structure. On the other hand, Amide II vibration, absorbing infrared in the 1510–1590 
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Figure 2.  Number of cells attached to bioactive glass monoliths with different nanopore size and HA/CHA 
microstructure. Cell nuclei of MC3T3-E1 cells attached after 2 h to monoliths were stained with DAPI and 
imaged by fluorescence microscopy. (a) Representative black and white images of nuclei of attached cells on 
long-needle (LN), plate-like (PL), flower-like (FW), and short-needle (SN) HA/CHA-covered monoliths are 
shown (scale bar = 100 µm). (b) Density of cells attached onto the HA/CHA layer quantitatively determined 
by counting the number of cell nuclei per  mm2 on multiple representative images/monolith type in three 
independent experiments. Significant differences in cell numbers are marked with *.
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Figure 3.  Size of cells attached to bioactive glass monoliths with different nanopore size and HA/CHA 
microstructure. The actin cytoskeleton of MC3T3-E1 cells attached after 2 h to monoliths was stained with 
Alexa488-conjugated phalloidin and imaged by fluorescence microscopy. (a) Representative black and white 
images of the actin cytoskeleton of cells attached on long-needle (LN), plate-like (PL), flower-like (FW), and 
short-needle (SN) HA/CHA-covered monoliths (scale bar = 100 µm). (b) Quantitative analyses of the average 
size of attached cells on the HA/CHA layer determined by measuring the stained area covered by cells in 
multiple images of three independent experiments. Significant differences in cell numbers are marked with *.
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 cm−1 frequency range, originates mainly from the in-plane vibration of NH groups, resulting in less sensitivity 
to the protein secondary structure compared to its Amide I  counterpart38. Therefore, our characterization of 
BSA protein conformation is mainly based on the Amide I region.

In order to characterize the conformation of BSA adsorbed onto the different HA/CHA microstructures, 
the ATR-FTIR spectra of BSA adsorbed to HA/CHA-covered monoliths were subtracted by those without BSA 
incubation and were then deconvoluted using Gaussian function. In order to maintain a consistent baseline 
correction of subtracted spectra, Amide II vibrations were included in the deconvolution but were not applied 
in the analysis of protein conformation due to their poor sensitivity, as previously  mentioned38. The deconvo-
luted spectra in Amide I and Amide II regions of adsorbed BSA on HA/CHA samples with LN, PL, FW, and 
SN microstructures and lyophilized BSA are shown in Fig. 7a–e, respectively. The peak positions, full-width-
at-half-maximum (FWHM), and % relative areas of β-turn, α-helix, and β-sheet structural motifs in Amide I of 

Figure 4.  Quantitative analysis of proteins in culture medium adsorbed by HA/CHA. (a) Western blots of 
Fibronectin, Vitronectin, and BSA remaining in culture medium after a 2 h incubation period in the presence 
of HA/CHA-covered monoliths with four HA/CHA microstructures. (b) Average normalized % adsorption of 
Fibronectin (blue), Vitronectin (red), and BSA (green) on HA/CHA-covered monoliths with four HA/CHA 
microstructures. Significant differences in cell numbers are marked with *.

Figure 5.  Density of attached MC3T3-E1 cells plotted as a function of average % adsorption of all three culture 
medium proteins: Fibronectin, Vitronectin, and BSA.
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adsorbed BSA on various HA/CHA microstructures and lyophilized BSA are summarized in Table 1. The peak 
positions of β-turn, α-helix, and β-sheet structures in Amide I found in adsorbed BSA and lyophilized BSA 
are in agreement with the values reported in the  literature39–42. Briefly, related to Amide I, the components at 
1690–1670  cm−1 were assigned to the β-turn structure, the ones at 1660–1650  cm−1 were assigned to the α-helix 
structure, and those at 1640–1620  cm−1 were assigned to the β-sheet structure. The β-turn relative contents were 
comparable for all HA/CHA microstructures, and there was no significant difference relative to lyophilized BSA 
as well. Interestingly, in comparison to lyophilized BSA, a decrease in α-helix and an increase in β-sheet relative 
fractions were observed for adsorbed BSA on HA/CHA with LN, PL, and SN microstructures. This implies that 
BSA was less folded after being absorbed on LN, PL, and SN microstructures due to a conversion from a rigid 
helical structure to an extended sheet  structure43–45. In contrast, higher α-helix fraction and lower β-sheet fraction 
compared to lyophilized BSA were observed on adsorbed BSA on HA/CHA with FW microstructure, indicating 
that BSA became more folded after being absorbed on FW  microstructure43,45.

Furthermore, the β-sheet/α-helix ratio, a measure for the degree of BSA  unfolding44, for adsorbed BSA on 
each HA/CHA-covered sample, was calculated for each microstructure. Its value for LN, PL, FW, and SN micro-
structures is 1.52, 3.11, 0.55, and 2.07, respectively. The highest to the lowest degree of BSA unfolding was found 
on HA/CHA with PL, SN, LN, and FW microstructures, respectively. In order to determine the level of correla-
tion between cellular performance and conformation of adsorbed BSA, the density of attached MC3T3-E1 cells 
determined as described in “Attachment of MC3T3-E1 cells on HA/CHA layer with different microstructures” 
section is plotted in Fig. 8 as a function of the β-sheet/α-helix ratio of adsorbed BSA. The  R2 value of the linear 
trendline for this plot is 0.9357, which clearly shows a positive correlation of BSA conformation with the level 
of initial MC3T3-E1 cell attachment.

Figure 6.  (a) Representative ATR-FTIR spectra of long-needle (LN) HA/CHA samples with (red) and without 
(black) 2-h BSA incubation. (b) Representative ATF-FTIR spectrum of lyophilized BSA acquired in control.
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Discussion
Hydroxyapatite/carbonated-hydroxyapatite (HA/CHA) with long-needle (LN), plate-like (PL), flower-like (FW), 
and short-needle (SN) microstructures were successfully fabricated on 30C70S nanoporous glass monoliths by 
varying nanopore size (Fig. 1), while keeping all other variables, including specific surface area, unchanged. Since 
the local chemical environment is effectively established by the surface area of monoliths, the samples differed 
primarily in the microstructure of the HA/CHA layer. MC3T3-E1 pre-osteoblast cells were used as a model to 
characterize the biological response to these HA/CHA microstructures. Based on the density and average size of 
attached cells, the most preferred HA/CHA microstructure was PL, and the least preferred microstructure was 
FW, whereas the needle-like microstructures, LN and SN, show a comparable level of cell preference between 
the two extremes. From this observation, one may directly connect the differences in cell response to the topo-
graphical variations of HA/CHA microstructures. However, as PL and FW morphologies are more similar to 

Figure 7.  Deconvolution of the amide region of FTIR spectrum of adsorbed BSA on HA/CHA samples with (a) 
long-needle (LN), (b) plate-like (PL), (c) flower-like (FW), and (d) short-needle (SN) microstructures and in (e) 
of lyophilized BSA.
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each other compared to needle-like morphologies, cell attachment and adhesion do not simply correlate with 
HA/CHA morphology. In addition, as physiological solutions come into contact with the surface of biomaterials, 
proteins are spontaneously adsorbed onto the biomaterial surface, long before cell attachment, proliferation, or 
differentiation  occurs46. Thus, cells are unlikely to interact directly with the surface of the substrate, but rather 
with the protein layer deposited onto the surface of  biomaterials47,48. In other words, the properties of the under-
lying substrate may not impact the biological response of cells directly, but they may do so indirectly through 
the adsorbed protein layer, which ultimately guides cell behavior on the  biomaterials49–51. Therefore, in order 
to explain the differences in cell attachment and adhesion on different HA/CHA microstructures, it is advanta-
geous to understand how the amount and structure/conformation of adsorbed proteins is affected by HA/CHA 
microstructures, which, in our case, are determined by the nanopore size of the 30C70S bioactive glass substrate.

Bovine serum albumin (BSA), fibronectin, and vitronectin, essential proteins present in blood serum and 
lymph fluids, were chosen as models to study the protein adsorption on the four different HA/CHA microstruc-
tures. The extracellular matrix (ECM) glycoproteins, fibronectin and vitronectin, present in blood serum have 
been shown to play a vital role in facilitating cell attachment on biomaterials due to the presence of arginine-
glycine-aspartic acid (RGD) motifs in their polypeptide sequences to which cellular integrin adhesion recep-
tors  bind52. As FBS in essence is the serum component of blood, fibronectin and vitronectin are also present in 
FBS-supplemented cell culture medium used in this study. While fibronectin and vitronectin are present at low 
concentrations of 0.07% and 0.11%,  respectively30,31, BSA makes up the vast majority (~ 61%) of all proteins in the 
FBS-supplement28,29,31. Although BSA does not contain RGD sequence motifs, it is likely to be readily adsorbed 

Table 1.  Summary of peak positions, full-width-at-half-maximum (FWHM) values, and % relative areas of 
β-turn (underlined), α-helix (italicized), and β-sheet (bolded) structural motifs in the Amide I region of BSA 
absorbed on various HA/CHA microstructures and in control on lyophilized BSA.

Peak position  (cm−1) FWHM  (cm−1) Relative area (%) Peak Assignment

Long-needle (LN)

1686 29 4.0 β-turn

1659 42 19.3 α-helix

1635 48 29.4 β-sheet

Plate-like (PL)

1684 32 5.2 β-turn

1657 38 12.6 α-helix

1639 58 39.3 β-sheet

Flower-like (FW)

1686 30 4.2 β-turn

1654 47 36.2 α-helix

1627 59 19.8 β-sheet

Short-needle (SN)

1684 28 4.1 β-turn

1661 40 15.9 α-helix

1639 49 33.0 β-sheet

Lyophilized BSA

1686 30 4.7 β-turn

1657 43 21.4 α-helix

1636 50 27.3 β-sheet

Figure 8.  Density of attached MC3T3-E1 cells versus the β-sheet/α-helix ratio of adsorbed BSA.
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by HA/CHA layer due to its vast abundance and to play an indirect role in cell  attachment53,54. FBS contains 
additional proteins, however none are  abundant28–31, and, to our knowledge, only fibronectin and vitronectin 
harbor RGD cell attachment motifs. Yet, we cannot exclude the possibility that another adsorbed serum protein 
contributes to our observed cell response.

The difference in % proteins adsorption is thought to be caused by the differences in net surface charge of 
the HA/CHA  microstructures21,55,56. HA/CHA belongs to a hexagonal crystal structure that possesses two major 
types of crystal planes: a plane and c plane, as illustrated in Fig. 957. The a plane, rich in  Ca2+ sites, is positively 
charged, whereas the c plane, rich in  PO4

3− and  OH− sites, is negatively charged. The needle-like HA/CHA 
microstructure is a result of HA/CHA formation under a slow, near-equilibrium condition where HA/CHA 
crystals predominantly grow along the c-axis with a much slower growth rate along the a-axis  direction24,58,59. 
Thus, the dominating surface of the needles is the cylindrical surface made of a planes. With increasing HA/
CHA growth rate under kinetics-limited growth condition, HA/CHA crystals are more likely to grow in a single 
a-axis direction, yielding plate-like HA/CHA crystals, or multiple a-axis directions, producing flower-like HA/
CHA crystals,  respectively24. The dominating surface of PL and FW microstructures is relatively flat and close 
to c plane orientation. Hence, needle-like (LN and SN) HA/CHA microstructures with a larger relative ratio 
of a-plane/c-plane area exhibit an overall more positively charged surface compared to PL and FW HA/CHA 
microstructures. This variation in net surface charge of different HA/CHA microstructures is further supported 
by observations made by Zhuang and  Aizawa60, who reported a more positive surface zeta potential of rod-shaped 
HA, exhibiting the dominant presence of a plane surface, compared to that of plate-shaped HA that is dominated 
by c planes. Consequently, HA/CHA with PL microstructure would exhibit a more positively charged surface 
compared to the FW microstructure due to a relatively larger a-plane/c-plane area ratio. In short, the most to the 
least positively charged HA/CHA microstructures are in the order of LN–SN, PL, and FW, respectively. Because 
fibronectin, vitronectin, and BSA are all acidic proteins with isoelectric points of 5.9, 5.7, and 4.7, respectively 
in culture medium at pH 7.461,62, they have a net negative charge and are likely to be adsorbed predominantly on 
the surface that is more positively charged due to electrostatic attraction. Hence, the highest to lowest absorp-
tion of these three proteins on HA/CHA is in the order of needle-like (LN ~ SN) > PL > FW microstructures, 
respectively, which is in good agreement with the present experimental results of protein adsorption. A similar 
observation to ours that surface charge influences protein adsorption due to electrostatic interaction was also 
made by Zhuang and  Aizawa60, who reported that BSA absorbed more on rod-shaped HA compared to plate-
shaped HA, while the opposite effect was observed for lysozyme, a basic protein, due to a more positive zeta 
potential of rod-shaped HA compared to that of plate-shaped HA.

However and more importantly, amounts of adsorbed fibronectin, vitronectin, and BSA do not simply corre-
late with the level of cell attachment observed on our HA/CHA microstructures, demonstrating that cell-substrate 
interaction is not governed by the amounts of fibronectin, vitronectin, or BSA adsorbed on the HA/CHA layer 
alone. This lack of correlation is consistent with other studies such as by Budd et al.63 and Steele et al.64, who found 
that although the presence of fibronectin and vitronectin in the culture medium is necessary for cell attachment, 
cell attachment only requires a certain minimum concentration of each protein, and any extra amount beyond the 
required concentrations is not accompanied by increased cell attachment and/or cell spreading. So the question 
arises: what governs cell-attachment preferences to the different HA/CHA microstructures?

Though BSA is not believed to play a direct role in facilitating cell attachment, our ATR-FTIR results demon-
strate a positive correlation between the β-sheet fraction of adsorbed BSA and the level of MC3T3-E1 attachment 
on our HA/CHA microstructures. The degree of protein unfolding may be quantified by the β-sheet/α-helix 
ratios since β-sheets represent an extended structure while α-helices correspond to the rigid helical structure of 
 BSA44. As the β-sheet/α-helix ratio increases, the density and average size of attached cells increase, suggesting 
that the unfolding of BSA upon adsorption enhances initial cell attachment. This might be because the β-sheet 

Figure 9.  Schematic illustration of hydroxyapatite (HA) crystal structure consisting of positively charged 
a plane and negatively charged c plane. The blue, white, red, and yellow spheres represent Ca, P, O, and 
OH, respectively. Reprinted from “Synthesis and modification of apatite nanoparticles for use in dental and 
medical applications” by Okada, M. & Matsumoto, T. Jpn. Dent. Sci. Rev. 51, p. 87 (2015). Copyright 2015 with 
permission from Elsevier.
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structure in BSA interacts with and triggers the ‘active’ conformation of RGD-containing adhesion proteins upon 
adsorption. A similar observation is reported by Koblinski et al., who found that non-adhesive proteins, like BSA, 
interact with fibronectin at low concentrations during the adsorption process and activate the RGD sequence, 
resulting in enhanced cell  attachment65. However, it is not fully clear how HA/CHA microstructures influence 
the conformation of adsorbed BSA. Since the  Ca2+ and  PO4

3− ions are believed to be the protein-binding sites 
on HA/CHA surfaces providing a major driving force for protein  adsorption66, a possible explanation is that the 
variations in the  Ca2+/PO4

3− ratios can attract different functional BSA polypeptide groups, leading to different 
conformations of BSA absorbed on various HA/CHA microstructures.

Conclusions
To begin answering the fundamental question of what cells perceive when attaching to the surface of bioactive 
glasses, we fabricated and tested sol-gel-derived nanoporous monoliths with four different nanopore sizes. The 
chemical composition and surface area of the starting 30C70S monoliths were identical, thus establishing the 
same chemical and physical characteristics except for nanoscale pore size. The difference in nanopores alone 
led to four distinct HA/CHA microstructures, viz. long needles (LN), plates (PL), flowers (FW), and short 
needles (SN). A positive correlation is found between the amount of tested proteins (BSA, fibronectin, vitron-
ectin) and the overall area of positively charged a-planes of HA crystal structure, which decreases in the order 
LN > SN > PL > FW microstructures.

Among the four distinct HA/CHA microstructures a clear preference of MC3T3-E1 pre-osteoblast cells was 
found for attaching and spreading out on the PL microstructure. The FW microstructure, while similarly shaped 
like PL, demonstrated the lowest level of cell attachment. These results show that cells respond to interfacial 
layer characteristics that are a consequence of scaffold micro/nano structure. Furthermore, cell attachment did 
not correlate with the size of the monolith nanopores or the amount of the three proteins that adsorbed from 
the cell culture medium onto the HA/CHA microstructures, but with BSA’s secondary conformation, specifi-
cally the β-sheet/α-helix ratios in the Amide I region of BSA. It remains to be determined how such secondary 
structure of proteins is communicated to and incorporated within the subcellular mechanisms responsible for 
a cell’s attachment, proliferation and differentiation to an engineered substrate.

Data availability
The datasets generated during and/or analyzed during the current study are not publicly available due to technical 
and time limitations but are available from the corresponding author on reasonable request.

Received: 27 September 2020; Accepted: 19 February 2021

References
 1. Jurczyk, U., Jurczyk, K., Miklaszewski, A. & Jurczyk, M. Nanostructured titanium-45S5 bioglass scaffold composites for medical 

applications. Mater. Des. 32, 4882–4889 (2011).
 2. Rasouli, R., Barhoum, A. & Uludag, H. A review of nanostructured surfaces and materials for dental implants: surface coating, 

patterning and functionalization for improved performance. Biomater. Sci. 6, 1312–1338 (2018).
 3. Holmes, B., Bulusu, K., Plesniak, M. & Zhang, L. G. A synergistic approach to the design, fabrication and evaluation of 3D printed 

micro and nano featured scaffolds for vascularized bone tissue repair. Nanotechnology 27, 064001. https ://doi.org/10.1088/0957-
4484/27/6/06400 1 (2016).

 4. Jones, J. R. Review of bioactive glass: from Hench to hybrids. Acta Biomater. 9, 4457–4486 (2013).
 5. Gittens, R. A. et al. The effects of combined micron-/submicron-scale surface roughness and nanoscale features on cell prolifera-

tion and differentiation. Biomaterials 32, 3395–3403 (2011).
 6. Wang, S., Kowal, T. J., Marei, M. K., Falk, M. M. & Jain, H. Nanoporosity significantly enhances the biological performance of 

engineered glass tissue scaffolds. Tissue Eng. Part A 19, 1632–1640 (2013).
 7. Lin, S., Van den Bergh, W., Baker, S. & Jones, J. Protein interactions with nanoporous sol–gel derived bioactive glasses. Acta Bio-

mater. 7, 3606–3615 (2011).
 8. Vallet-Regi, M., Izquierdo-Barba, I. & Colilla, M. Structure and functionalization of mesoporous bioceramics for bone tissue 

regeneration and local drug delivery. Philos. Trans. R. Soc. A 370, 1400–1421 (2012).
 9. Hutmacher, D. W., Schantz, J. T., Lam, C. X., Tan, K. C. & Lim, T. C. State of the art and future directions of scaffold-based bone 

engineering from a biomaterials perspective. J. Tissue Eng. Regen. Med. 1, 245–260 (2007).
 10. Xynos, I. D., Edgar, A. J., Buttery, L. D., Hench, L. L. & Polak, J. M. Ionic products of bioactive glass dissolution increase prolifera-

tion of human osteoblasts and induce insulin-like growth factor II mRNA expression and protein synthesis. Biochem. Biophys. 
Res. Commun. 276, 461–465 (2000).

 11. Best, S., Sim, B., Kayser, M. & Downes, S. The dependence of osteoblastic response on variations in the chemical composition and 
physical properties of hydroxyapatite. J. Mater. Sci. Mater. Med. 8, 97–103 (1997).

 12. Rouahi, M. et al. Influence of hydroxyapatite microstructure on human bone cell response. J. Biomed. Mater. Res. A 78, 222–235 
(2006).

 13. Maxian, S. H., Di Stefano, T., Melican, M. C., Tiku, M. L. & Zawadsky, J. P. Bone cell behavior on matrigel-coated Ca/P coatings 
of varying crystallinities. J. Biomed. Mater. Res. 40, 171–179 (1998).

 14. Wilson, C. J., Clegg, R. E., Leavesley, D. I. & Pearcy, M. J. Mediation of biomaterial-cell interactions by adsorbed proteins: a review. 
Tissue Eng. 11, 1–18 (2005).

 15. Tang, L. & Eaton, J. W. Inflammatory responses to biomaterials. Am. J. Clin. Pathol. 103, 466–471 (1995).
 16. El-Ghannam, A., Ducheyne, P. & Shapiro, I. M. Formation of surface reaction products on bioactive glass and their effects on the 

expression of the osteoblastic phenotype and the deposition of mineralized extracellular matrix. Biomaterials 18, 295–303 (1997).
 17. Ducheyne, P. & Qiu, Q. Bioactive ceramics: the effect of surface reactivity on bone formation and bone cell function. Biomaterials 

20, 2287–2303 (1999).
 18. Zareidoost, A., Yousefpour, M., Ghaseme, B. & Amanzadeh, A. The relationship of surface roughness and cell response of chemical 

surface modification of titanium. J. Mater. Sci. Mater. Med. 23, 1479–1488 (2012).
 19. Anselme, K. & Bigerelle, M. On the relation between surface roughness of metallic substrates and adhesion of human primary 

bone cells. Scanning 36, 11–20 (2014).

https://doi.org/10.1088/0957-4484/27/6/064001
https://doi.org/10.1088/0957-4484/27/6/064001


13

Vol.:(0123456789)

Scientific Reports |         (2021) 11:5763  | https://doi.org/10.1038/s41598-021-85050-7

www.nature.com/scientificreports/

 20. Deligianni, D. D., Katsala, N. D., Koutsoukos, P. G. & Missirlis, Y. F. Effect of surface roughness of hydroxyapatite on human bone 
marrow cell adhesion, proliferation, differentiation and detachment strength. Biomaterials 22, 87–96 (2001).

 21. Zheng, K., Kapp, M. & Boccaccini, A. R. Protein interactions with bioactive glass surfaces: a review. Appl. Mater. Today 15, 350–371 
(2019).

 22. Rabe, M., Verdes, D. & Seeger, S. Understanding protein adsorption phenomena at solid surfaces. Adv. Colloid Interface Sci. 162, 
87–106 (2011).

 23. Lord, M. S., Foss, M. & Besenbacher, F. Influence of nanoscale surface topography on protein adsorption and cellular response. 
Nano Today 5, 66–78 (2010).

 24. Thamma, U., Kowal, T. J., Falk, M. M. & Jain, H. Influence of nanoporosity on the nature of hydroxyapatite formed on bioactive 
calcium silicate model glass. J. Biomed. Mater. Res. Part B 107, 886–899 (2019).

 25. Höhn, S. et al. Effects of medium pH and preconditioning treatment on protein adsorption on 45S5 bioactive glass surfaces. Adv. 
Mater. Interfaces 7, 2000420 (2020).

 26. Wang, D. et al. Isolation and characterization of MC3T3-E1 preosteoblast subclones with distinct in vitro and in vivo differentia-
tion/mineralization potential. J. Bone Miner. Res. 14, 893–903 (1999).

 27. Quarles, L. D., Yohay, D. A., Lever, L. W., Caton, R. & Wenstrup, R. J. Distinct proliferative and differentiated stages of murine 
MC3T3-E1 cells in culture: an in vitro model of osteoblast development. J. Bone Miner. Res. 7, 683–692 (1992).

 28. Price, P. J. & Gregory, E. A. Relationship between in vitro growth promotion and biophysical and biochemical properties of the 
serum supplement. In Vitro 18, 576–584 (1982).

 29. Contu, F., Elsener, B. & Böhni, H. Characterization of implant materials in fetal bovine serum and sodium sulfate by electrochemi-
cal impedance spectroscopy. I. Mechanically polished samples. J. Biomed. Mater. Res. 62, 412–421 (2002).

 30. Hayman, E. G. & Ruoslahti, E. Distribution of fetal bovine serum fibronectin and endogenous rat cell fibronectin in extracellular 
matrix. J. Cell Biol. 83, 255–259 (1979).

 31. Gstraunthaler, G. & Lindl, T. Zell- und Gewebekultur, 5. Auflage (Spektrum Akademischer Verlag, 2002).
 32. Raynaud, S., Champion, E., Bernache-Assollant, D. & Thomas, P. Calcium phosphate apatites with variable Ca/P atomic ratio I. 

Synthesis, characterisation and thermal stability of powders. Biomaterials 23, 1065–1072 (2002).
 33. Anvari-Yazdi, A. F., Yazdani, A., Talaei-Khozani, T. & Kalantar, M. Extraction and viability checking of various carbonated 

hydroxyapatite by Wharton’s jelly mesenchymal stem cell. Sci. Int. 1, 132–138 (2013).
 34. Berzina-Cimdina, L. & Borodajenko, N. Research of calcium phosphates using fourier transform infrared spectroscopy. in Infrared 

Spectroscopy—Materials Science, Engineering and Technology (ed. Theophanides, T.) 123–148 (IntechOpen, 2012).
 35. Fleet, M. E. Infrared spectra of carbonate apatites: ν2-Region bands. Biomaterials 30, 1473–1481 (2009).
 36. Huang, P., Kong, Y., Li, Z., Gao, F. & Cui, D. Copper selenide nanosnakes: bovine serum albumin-assisted room temperature 

controllable synthesis and characterization. Nanoscale Res. Lett. 5, 949–956 (2010).
 37. Huang, P., Li, Z., Hu, H. & Cui, D. Synthesis and characterization of bovine serum albumin-conjugated copper sulfide nanocom-

posites. J. Nanomater. https ://doi.org/10.1155/2010/64154 5 (2010).
 38. Krimm, S. & Bandekar, J. Vibrational spectroscopy and conformation of peptides, polypeptides, and proteins. Adv. Protein Chem. 

38, 181–364 (1986).
 39. Surewicz, W. K. & Mantsch, H. H. New insight into protein secondary structure from resolution-enhanced infrared spectra. 

Biochim. Biophys. Acta 952, 115–130 (1988).
 40. Byler, D. M. & Susi, H. Examination of the secondary structure of proteins by deconvolved FTIR spectra. Biopolymers 25, 469–487 

(1986).
 41. Gruian, C., Vanea, E., Simon, S. & Simon, V. FTIR and XPS studies of protein adsorption onto functionalized bioactive glass. 

Biochim. Biophys. Acta 1824, 873–881 (2012).
 42. Tunc, S. et al. In situ conformational analysis of fibrinogen adsorbed on Si surfaces. Colloids Surf. B 42, 219–225 (2005).
 43. Schmidt, M. P. & Martínez, C. E. Kinetic and conformational insights of protein adsorption onto montmorillonite revealed using 

in situ ATR-FTIR/2D-COS. Langmuir 32, 7719–7729 (2016).
 44. Al-Lohedan, H. A. & Ali, M. S. Sulfadiazine binds and unfolds bovine serum albumin: an in vitro study. Mol. Biol. Rep. 40, 

6081–6090 (2013).
 45. Lu, R. et al. Probing the secondary structure of bovine serum albumin during heat-induced denaturation using mid-infrared 

fiberoptic sensors. Analyst 140, 765–770 (2015).
 46. Puleo, D. A. & Nanci, A. Understanding and controlling the bone-implant interface. Biomaterials 20, 2311–2321 (1999).
 47. Sawyer, A. A., Hennessy, K. M. & Bellis, S. L. Regulation of mesenchymal stem cell attachment and spreading on hydroxyapatite 

by RGD peptides and adsorbed serum proteins. Biomaterials 26, 1467–1475 (2005).
 48. Schmidt, D. R., Waldeck, H. & Kao, W. J. Protein adsorption to biomaterials. in Biological Interactions on Materials Surfaces (ed. 

Puleo, D. A. & Bizios, R.) 1–18 (Springer, 2009)
 49. Roach, P., Farrar, D. & Perry, C. C. Surface tailoring for controlled protein adsorption: effect of topography at the nanometer scale 

and chemistry. J. Am. Chem. Soc. 128, 3939–3945 (2006).
 50. Yang, L., Liu, H. & Lin, Y. Biomaterial nanotopography-mediated cell responses: experiment and modeling. Int. J. Smart Nano 

Mater. 5, 227–256 (2014).
 51. Barbosa, M. A., Martins, M. C. L. & Barbosa, J. N. Cellular response to the surface chemistry of nanostructured biomaterials. in 

Cellular Response to Biomaterials (ed. Silvio, L. D.) 85–113 (Woodhead Publishing, 2009).
 52. Rivera-Chacon, D. M. et al. Fibronectin and vitronectin promote human fetal osteoblast cell attachment and proliferation on 

nanoporous titanium surfaces. J. Biomed. Nanotechnol. 9, 1092–1097 (2013).
 53. Nilausen, K. Role of fatty acids in growth-promoting effect of serum albumin on hamster cells in vitro. J. Cell. Physiol. 96, 1–14 

(1978).
 54. Yamane, I., Murakami, O. & Kato, M. Role of bovine albumin in a serum-free suspension cell culture medium. Proc. Soc. Exp. Biol. 

Med. 149, 439–442 (1975).
 55. El-Ghannam, A., Hamazawy, E. & Yehia, A. Effect of thermal treatment on bioactive glass microstructure, corrosion behavior, zeta 

potential, and protein adsorption. J. Biomed. Mater. Res. 55, 387–395 (2001).
 56. Krajewski, A., Malavolti, R. & Piancastelli, A. Albumin adhesion on some biological and non-biological glasses and connection 

with their Z-potentials. Biomaterials 17, 53–60 (1996).
 57. Okada, M. & Matsumoto, T. Synthesis and modification of apatite nanoparticles for use in dental and medical applications. Jpn. 

Dent. Sci. Rev. 51, 85–95 (2015).
 58. Vallet-Regí, M. & González-Calbet, J. M. Calcium phosphates as substitution of bone tissues. Prog. Solid State Chem. 32, 1–31 

(2004).
 59. Mucalo, M. R. Hydroxyapatite (HAp) for Biomedical Applications (Woodhead Publishing, 2015).
 60. Zhuang, Z. & Aizawa, M. Protein adsorption on single-crystal hydroxyapatite particles with preferred orientation to a(b)- and 

c-axes. J. Mater. Sci. Mater. Med. 24, 1211–1216 (2013).
 61. Boughton, B. J. & Simpson, A. W. The biochemical and functional heterogeneity of circulating human plasma fibronectin. Biochem. 

Biophys. Res. Commun. 119, 1174–1180 (1984).
 62. Ge, S., Kojio, K., Takahara, A. & Kajiyama, T. Bovine serum albumin adsorption onto immobilized organotrichlorosilane surface: 

influence of the phase separation on protein adsorption patterns. J. Biomater. Sci. Polym. Ed. 9, 131–150 (1998).

https://doi.org/10.1155/2010/641545


14

Vol:.(1234567890)

Scientific Reports |         (2021) 11:5763  | https://doi.org/10.1038/s41598-021-85050-7

www.nature.com/scientificreports/

 63. Budd, J. S., Allen, K. E., Bell, P. R. & James, R. F. The effect of varying fibronectin concentration on the attachment of endothelial 
cells to polytetrafluoroethylene vascular grafts. J. Vasc. Surg. 12, 126–130 (1990).

 64. Steele, J. G., Johnson, G. & Underwood, P. A. Role of serum vitronectin and fibronectin in adhesion of fibroblasts following seeding 
onto tissue culture polystyrene. J. Biomed. Mater. Res. 26, 861–884 (1992).

 65. Koblinski, J. E., Wu, M., Demeler, B., Jacob, K. & Kleinman, H. K. Matrix cell adhesion activation by non-adhesion proteins. J. Cell 
Sci. 118, 2965–2974 (2005).

 66. Hou, Y., Morrison, C. J. & Cramer, S. M. Classification of protein binding in hydroxyapatite chromatography: synergistic interac-
tions on the molecular scale. Anal. Chem. 83, 3709–3716 (2011).

Acknowledgments
The authors thank the National Science Foundation for supporting this work via PFI:AIR-TT (IIP-1602057) and 
International Materials Institute for New Functionality in Glass (DMR-0844014) programs. Research in the Falk 
lab was supported by NIH-NIGMS Grant GM55725 and a Lehigh Faculty Innovation Grant.

Author contributions
U.T. wrote the main manuscript text and prepared all Figures and Tables. T.K. helped with Materials and Methods. 
M.F. and H.J. helped with revising Results and Discussion. All authors reviewed the manuscript.

Competing interests 
The authors declare no competing interests.

Additional information
Supplementary Information The online version contains supplementary material available at https ://doi.
org/10.1038/s4159 8-021-85050 -7.

Correspondence and requests for materials should be addressed to H.J.

Reprints and permissions information is available at www.nature.com/reprints.

Publisher’s note Springer Nature remains neutral with regard to jurisdictional claims in published maps and 
institutional affiliations.

Open Access  This article is licensed under a Creative Commons Attribution 4.0 International 
License, which permits use, sharing, adaptation, distribution and reproduction in any medium or 

format, as long as you give appropriate credit to the original author(s) and the source, provide a link to the 
Creative Commons licence, and indicate if changes were made. The images or other third party material in this 
article are included in the article’s Creative Commons licence, unless indicated otherwise in a credit line to the 
material. If material is not included in the article’s Creative Commons licence and your intended use is not 
permitted by statutory regulation or exceeds the permitted use, you will need to obtain permission directly from 
the copyright holder. To view a copy of this licence, visit http://creat iveco mmons .org/licen ses/by/4.0/.

© The Author(s) 2021

https://doi.org/10.1038/s41598-021-85050-7
https://doi.org/10.1038/s41598-021-85050-7
www.nature.com/reprints
http://creativecommons.org/licenses/by/4.0/

	Nanostructure of bioactive glass affects bone cell attachment via protein restructuring upon adsorption
	Materials and methods
	Fabrication of HACHA with varying microstructures. 
	In vitro evaluation of MC3T3-E1 pre-osteoblast attachment. 
	Quantification of protein adsorption by Western blotting. 
	Characterization of adsorbed BSA conformations on HACHA layer by ATR-FTIR. 
	Statistical analyses. 

	Results
	Attachment of MC3T3-E1 cells on HACHA layer with different microstructures. 
	Quantification of protein adsorption. 
	Characterization of BSA conformation on HACHA layer. 

	Discussion
	Conclusions
	References
	Acknowledgments


