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Heavy metals in leathers, artificial 
leathers, and textiles in the context 
of quality and safety of use
Elżbieta Bielak * & Ewa Marcinkowska 

The article presents research findings on the content of arsenic, cadmium, chromium, copper, lead, 
and zinc in extracts from leathers, artificial leathers intended for footwear components, and textiles. 
After extracting the metals using an artificial acidic sweat solution, their contents were quantitatively 
determined by atomic absorption spectrometry. In the cotton textiles, the metal contents were in 
accordance with the OEKO-TEX limits, while regarding the artificial leathers, only the acrylic knit fur 
had a too high chromium content (1.1 mg/kg) as compared with the requirements of the STANDARD 
100 by OEKO-TEX for products intended for children (< 1.0 mg/kg). The chromium content in lining 
and upper leather (> 228.0 mg/kg) exceeds the limits for children’s products (< 2.0 mg/kg), but also 
the less restrictive ones for other products (< 200.0 mg/kg). Regarding the other metals, the leathers 
met the OEKO-TEX requirements. Approved materials may have elevated heavy metal contents, 
as demonstrated for chromium. The presence of heavy metals in too large amounts in products is a 
serious problem due to their allergenic and toxic effect. Therefore, action should be taken aimed at 
more effective detection and elimination of such products from markets and at reducing the use of 
chemicals containing harmful metals in manufacturing processes.

The basic materials used in the clothing and footwear industry include textiles, leathers, and artificial leathers, 
i.e., synthetic materials imitating natural leather, which are most often obtained by applying a layer of plastic 
(e.g., polyvinyl chloride) onto a textile carrier (e.g., fabric) or by impregnating a textile carrier with synthetic 
resins (e.g., polyurethane) and resin coagulation in the carrier. The presence of harmful substances in too large 
amounts in materials may pose a threat to the consumer’s health, especially in relation to products intended for 
children, as well as other products that are in direct contact with human skin. Heavy metals are an example. The 
mechanism of the toxic effect of metals and semimetals, the symptoms of poisoning, as well as the long-term 
effects vary. In the case of arsenic (As), skin lesions are the most characteristic symptom of the poisoning resulting 
from long-term exposure. The aforementioned semimetal damages the liver and  hearing1; it is also believed to 
have a carcinogenic effect (including cancers of the skin, liver, prostate and Kupffer cell)2. The long-term inhala-
tion of cadmium (Cd) vapour leads to chronic bronchitis, emphysema and even lung  cancer3. Exposure to this 
metal leads to damage of the glomeruli and proximal  tubules4. Contact with chromium (Cr) can contribute to 
the occurrence of eczema and allergies. In chronic poisoning (occupational exposure), changes in the kidneys, 
digestive track and circulatory system can be  observed1. Skin itching and dermatitis can result from the exposure 
to copper (Cu) compounds, which are also responsible for conjunctivitis, ulceration and clouding of the cornea 
or throat, as well as damaging liver  functions5. A characteristic symptom of lead (Pb) toxicity to the organism 
is anaemia, more common for children than adults. Apart from the disorders of the hematopoietic system, this 
metal is responsible for damage to the nervous system and has a negative effect on the digestive system and 
 kidneys5, and chronic exposure to Pb leads to their  failure3. One of the most important causes of zinc (Zn) tox-
icity for humans and animals are probable disturbances in the metabolism of metals that are necessary for the 
human  body5, e.g., an oversupply of Zn leads to a decrease in iron absorption and, at the same time, an increase 
in the excretion of this element from the  organism6.

The presence of heavy metals in materials should be considered both in terms of harmful effects on human 
health (related not only to the use thereof, but also to the production processes), but also on the environment, 
i.e., water, soil, and air, which they penetrate with, for example, wastewater from tanneries or factories where 
textiles are manufactured. This problem is very urgent and is widely analysed in many research  works7–15. Many 
national and international organisations have developed regulations and guidelines on the permissible content 
of heavy metals in water, air, and food. For instance, according to the World Health Organisation, guideline 
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values that are of health significance in drinking water for As are 0.01 mg/L; Cd—0.003 mg/L, Cr—0.05 mg/L, 
Cu—2 mg/L, and Pb—0.01 mg/L, Zn—not of health concern at levels found in drinking  water16.

Due to the considerable amount of various harmful chemicals used in connection with the production pro-
cesses of clothing and footwear materials as well as the pollutants contained in them, which are a burden to the 
environment, efforts are constantly being made to eliminate them using improved or completely new solutions 
and technologies. Bagheri et al.17 presented the option of using covalent organic frameworks (COFs) as sorbents 
and catalysts useful in removing pollutants such as heavy metals or dyes. Experiments prove that synthetic textile 
dyes, due to their toxic and genotoxic effects, are a threat to aquatic organisms and their  habitats18. A very good 
efficacy (over 98%) of a hybrid material obtained by reacting biomass Ayous wood sawdust, with 3-aminopropyl-
triethoxysilane as an adsorbent to remove the Reactive Blue 4 textile dye from wastewater effluents was dem-
onstrated by Teixeira et al.19. An important problem in the context of pollution of water bodies is the increasing 
amount of micropollutants, such as organic polymers or suspended solids. It is possible to remove them from 
wastewater in an effective and environmentally safe manner by using powdered activated  carbon20. Furthermore, 
Rasheed et al.21 proposed photocatalytic and adsorptive remediation of hazardous pollutants using a combina-
tion of metal–organic frameworks (MOFs) with nano-carbon materials. For example, scientists confirmed the 
possibility of using adsorbents to remove pollutants such as heavy metals, volatile organic compounds, and 
toxic gases from the atmospheric environment. It should be noted that an improvement in air quality has been 
observed recently because of the measures taken by governments of individual countries to counter the spread 
of the coronavirus pandemic. Globally, a decrease of carbon emissions has been observed, which has been linked 
to, among others, a reduction of activities in many industries and  transportation22.

The number of scientific reports from recent years concerning studies on the content of heavy metals in 
natural leathers and textiles is limited, and concerning synthetic materials such as artificial leather, this number 
is negligible. Likewise, there are only a limited number of studies where the heavy metal content was determined 
simultaneously in different types of materials according to a standardised procedure, using a single measurement 
method, which would make it possible to conduct comparative analyses of the results. In 2015, Zhao et al.23 car-
ried out experiments to compare two methods for determining the contents of Cd, Co, Cr, Cu, Hg, Ni and Pb in 
leathers and furs, i.e., the suggested microwave plasma-atomic emission spectrometry (MP-AES) method and 
the standardised inductively coupled plasma-atomic emission spectrometry (ICP-AES) method. The content 
of the same metals and additionally Al and Zn in natural leathers and artificial leathers for upholstery using 
inductively coupled plasma optical emission spectrometry (ICP-OES) was also determined by Aslan and Üzüm 
in  201524. Three years earlier, Yaşa et al.25 also used the ICP-OES method to investigate the contents of Cd, Co, Cr, 
Cu, Ni, Pb and Zn in natural leathers for footwear uppers and lining while in 2011, Karavana et al.26 detected the 
presence of As, Ba, Cd, Cr, Hg, Pb, Sb and Se in sheepskins for children’s footwear. Due to the extensive contact 
with the body, leathers used for insoles and shoe uppers and clothing were tested in 2006 in Turkey for Co, Cr, 
Cu, Pb, Ni and Zn using ICP-AES27. In 2007 Rezić and  Steffan28 analysed the contents among others of Al, As, 
Cd, Cr, Cu, Mn, Ni and Zn in textiles from Croatia using ICP-OES.

In Turkey, in 2015, different types of fibres used in the textile industry, i.e., cotton, acrylic, polyester, nylon, 
viscose, and polypropylene, were tested for the presence of Al, Cd, Co, Cr, Cu, Fe, Mn, Ni, Pb, Tl and Zn by 
MP-AES29, while in Italy, in 2009, Cr was detected in a wool top using atomic absorption spectrometry (AAS)30. 
In Turkey, in 2008, the contents of Cd, Cu, Fe, Mn, Ni and Zn in textile samples were determined also using 
 AAS31, while in 2004, in Poland, the contents of Cd, Co, Cr, Cu, Ni, Pb and Zn in cotton bed cloth was analysed 
using  ICP32.

The study aimed to determine whether randomly selected leathers and artificial leathers, approved for market-
ing and intended for the inside components of footwear and uppers, as well as textiles used in the production of 
children’s clothes, meet the requirements of the STANDARD 100 by OEKO-TEX33 and the LEATHER STANDARD 
by OEKO-TEX34 regarding the permissible content of metals in leathers and textiles. The quantitative determi-
nation of the content of arsenic, cadmium, chromium, copper, lead and zinc in materials, using the method of 
atomic absorption spectrometry, was preceded by extraction of the metals from the samples with artificial acidic 
sweat solution. The study’s novelty concerns the risk assessment related to the presence of harmful metals in 
leathers, artificial leathers and textiles produced and/or available in the Polish market. The results may provide 
a starting point for further work aimed at identifying and verifying the hazards associated with the presence of 
harmful chemicals in products approved for marketing, as well as for taking action to eliminate them.

Materials and methods
Research material. Nine materials were tested, the detailed characteristics of which are presented in 
Table 1. They included leathers, for which laboratory samples A1, A2 and A3 were collected (Fig. 1), artificial 
leathers, for which laboratory samples B1, B2 and B3 were collected (Fig. 2) and textiles, for which laboratory 
samples C1, C2 and C3 were collected (Fig. 3). All the materials tested were approved for marketing and avail-
able to consumers in the Polish market. Leathers were obtained from a tannery located in the south of Poland; 
artificial leathers were purchased from a domestic manufacturer of coated materials, while children’s clothes, 
from which samples C1–C3 were collected for testing, were purchased at a local flea market. According to the 
information provided on the tags, the products were manufactured in Turkey and Great Britain (Table 1). The 
materials for the tests were selected randomly considering the type of contact with the human body, i.e., direct 
or not direct, bearing in mind the possible presence of heavy metals in their extracts.

Testing methods. The determination of the selected heavy metals in the extracts obtained from the mate-
rials was conducted according to the method indicated in the documents Testing Methods STANDARD 100 
by OEKO-TEX35 and Testing Methods LEATHER STANDARD by OEKO-TEX36. Following them, the tests were 
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conducted in two stages. First, extraction of metals from leathers, artificial leathers and textiles was performed 
using an artificial acidic sweat solution. In the next step, quantitative determination of heavy metal content in 
the extracts was performed using atomic absorption spectrometry. AAS is one of the two alternative analytical 
techniques for determining the metal content in samples of materials, recommended by OEKO-TEX35,36 in addi-
tion to ICP. For the tests, the same procedure for sample preparation, metal extraction and metal determination 
with AAS was adopted for all the materials, i.e., leathers, artificial leathers, and textiles.

Sampling, grinding, and drying of samples to a constant mass. Laboratory samples of leathers 
(A1, A2 and A3) were taken from butts following the guidelines of the ISO 2418  standard37, artificial leathers 
(B1, B2 and B3)—from the central part of a sample with an area of 200 × 150 cm, while textiles (C1, C2 and C3)—
from the sleeves of children’s clothes (baby bodysuit, T-shirt and top). Next, the samples were ground in accord-
ance with the guidelines of the ISO 4044  standard38 and placed in weighing vessels, dried and weighed with an 

Table 1.  Leathers, artificial leathers, and textiles. Characteristics of the tested material. Source: Author’s own 
research. a According to manufacturer’s declaration. b According to the information on the tag.

Sample A1 A2 A3

Leathers

Type of leather and method of  finisha
Goat, aniline, soft, finished with a trans-
lucent layer, with a visible natural grain 
pattern, dyed pale pink

Pig, grain, soft, glossy, dyed beige Cowhide, nubuck, delicately sanded grain, 
dyed purple

Method of  tanninga Chrome Chrome Chrome

Intended  usea Shoe lining Shoe lining Shoe uppers

Contact with the skin Direct Direct Indirect

Country of origin Poland Poland Poland

Sample B1 B2 B3

Artificial leather

Material  characteristicsa

Laminate composed of three layers: 
outer—knitted fabric coated with polyvinyl 
chloride, middle—polyurethane foam, and 
the inner layer constituting the research 
material—fur knit—acrylic fiber; black 
version

Synthetic poromeric ‘leather’: coagulated 
fabric coated with polyurethane; black 
version

Nubuck artificial, non woven fabric coated 
with polyvinyl chloride, red version

Intended  usea Insulated uppers of winter shoes Shoe lining Uppers of winter, summer and work shoes

Contact with the skin Direct Direct Indirect

Country of origin Poland Poland Poland

Sample C1 C2 C3

Textiles—children’s clothes

Characteristics of the  productb
Baby bodysuit, 100% cotton, first quality, 
size 50/56, labelled with Öko-Tex Standard 
100, pink color

T-shirt, 100% cotton, green color Long-sleeve top, 100% cotton, for children 
aged 7–8, red color

Intended use of the product (child’s age) Up to 36 months of age Up to 36 months of age Over 36 months (7–8  yearsb) of age

Contact with the skin Direct Direct Direct

Country of  originb Turkey Turkey Great Britain

Figure 1.  Tested material—leathers, for which samples A1 (a), A2 (b) and A3 (c) were collected; G grain side, F 
flesh side. Source: Author’s own research.
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accuracy of 0.001 g. The samples in the vessels were dried in a Memmert laboratory incubator at a temperature 
of 102 ± 2 °C, cooled in a desiccator and weighed until a constant mass was  obtained39. The samples were dried 
for the purpose of standardisation, mainly because the water content in natural leather, and therefore its weight, 
depends on the ambient air humidity.

Extraction of metals from the samples. Following the recommendations of OEKO-TEX35,36, an artifi-
cial acidic sweat solution was prepared based on the information contained in the ISO  standards40,41. Both docu-
ments recommend the following composition (per litre): 0.5 g of l-histidine monohydrochloride monohydrate 
 (C6H9N3O2⋯HCl⋯H2O), 5 g of sodium chloride (NaCl) and 2.2 g of sodium dihydrogen phosphate dihydrate 
 (NaH2PO4⋯2H2O). The substances in the indicated amounts were dissolved in 1 L of demineralised water, and 
the resulting solution was adjusted to pH 5.5 (± 0.2) with a sodium hydroxide (NaOH) solution at a concentra-
tion of 0.1 mol/L. Then, approx. 1 g of the materials previously dried to a constant mass was weighed on an 
analytical balance and placed in Erlenmeyer flasks with a volume of 150 mL. In each flask, 50 mL of a freshly 
prepared artificial acidic sweat solution was added with a pipette. The solutions, together with materials, were 
shaken at a temperature of 37 ± 2 °C for 4 h and 5 min. After this time, the solutions were filtered through a paper 
filter (Whatman standard quality cellulose filter) with a pore size of 11 µm, and next through a nylon membrane 
filter (⌀25 mm) with a pore size of 0.45 µm41. The solutions obtained after the extraction are presented in Fig. 4. 
For the purpose of further analyses, the samples were acidified with nitric acid  (HNO3).

Determination of metal content in the extracts obtained from the tested materials with the 
use of AAS. The determination of the quantitative content of the selected heavy metals, i.e., As, Cd, Cr, Cu, 
Pb and Zn in the extracts obtained from leathers, artificial leathers and textiles was conducted in the Atomic 
Absorption Laboratory of the Laboratory at the Institute of Quality Sciences and Product Management. The 
determinations were made with the ICE 3000 ThermoScientific atomic absorption spectrometer, using the 
method of flame atomisation (for Cr, Cu and Zn) and atomisation in a graphite cuvette with background cor-
rection based on the Zeeman effect (for As, Cd and Pb). The flame atomisation technique enables achieving 

Figure 2.  Tested material—artificial leather, for which samples B1 (a), B2 (b) and B3 (c) were collected; Co 
coating, Ca carrier. Source: Author’s own research.

Figure 3.  Tested material—textiles, for which samples C1 (a), C2 (b) and C3 (c) were collected; U upper, B 
bottom. Source: Author’s own research.
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detection sensitivity of 0.05 ppm (mg/L) for Cr, 0.033 ppm (mg/L) for Cu and 0.01 ppm (mg/L) for Zn. The 
other aforementioned techniques enable achieving detection sensitivity of 5.2 ppb for As, 0.03 ppb for Cd and 
0.12 ppb for Pb.

The actual tests were preceded by a preliminary determination of the number of elements analysed. It con-
sisted of measuring the absorbance of the samples for radiation with a wavelength characteristic for the element 
being analysed without the use of standards. This allowed the estimation of metal concentrations and prepara-
tion of standard solutions. In order to check the purity of the reagents and the dilution water, a blank test was 
performed.

The analysis was performed on non-mineralised extracts, which after acidification with nitric acid  (HNO3) 
were not diluted or diluted in such a way so that the concentration values of the elements examined were within 
the measuring range of the spectrometer. The determination of the content of Cd, Cu and Pb did not require 
dilution due to the presence of these metals in small quantities in the extracts from the samples. When measur-
ing the content of Zn in the extracts obtained from samples B1, B2, B3, C1 and C2, five-fold dilution was used, 
while the analysis of the Cr content in the extracts from samples A1, A2 and A3 required ten-fold dilution. The 
research used standard wavelength lines (the most intense lines) for the individual elements. The determination of 
Cr content with the flame technique required the use of a mixture of acetylene  (C2H2) with nitrous oxide  (N2O), 
and in the case of Cu and Zn content—a mixture of acetylene  (C2H2) and air was used. When determining the 
Cr content, nitrous oxide  (N2O) was added in a minimum amount sufficient to obtain a flame with reducing 
properties. When measuring the Cu and Zn content, the gas mixture composition was stoichiometric, i.e., the 
gas proportions resulted from the stoichiometric ratio of the combustion reaction. During the Cr determination, 
the fuel flow rate was 4.3 L/min; for Cu, it was 1.1 L/min, and for Zn, it was 1.2 L/min.

The content of each element in the extract is presented as the so-callecd corrected concentration. This param-
eter considers the conversion factor that depends on the extract dilution. Moreover, it also considers the possible 
contamination of the reagents used with the element being analysed (blank test). The corrected concentration 
 (ccorr) is determined by the Eq. (1):

where c is the measured concentration, mg/dm3 or μg/dm3,  cblank is the concentration in a blank test, mg/dm3 or 
μg/dm3,  mnomin is the nominal mass (be default 1 g),  msample is the sample mass, g,  kconver is the conversion factor, 
 kdilut is the dilution factor.

Results and discussion
The results of the study on the quantitative content of heavy metals As, Cd, Cr, Cu, Pb and Zn in the extracts 
obtained from leathers, artificial leathers, and textiles, rounded to significant figures, are presented in Tables 2, 
3, 4. The values shown are the average of three measurements for each sample. The overall contents of As, Cd, Cr, 
Cu, Pb and Zn in the extracts obtained from the leathers, artificial leathers and textiles are shown in Fig. 5. Out 
of those aforementioned, the element present in the highest amounts in leather extracts was Cr (average content 
of approx. 364 mg/kg). In the case of extracts from artificial leathers and textiles, out of the metals analysed, 
Zn had the highest share (average content of approx. 121 mg/kg and approx. 49 mg/kg, respectively) (Fig. 5).

For comparison purposes, Tables 2, 3, 4 also include the limits for heavy metals extracted from products for 
infants and children up to 36 months of age, both with and without direct contact with the human body, as well 
as decorative products (product class I, II, III and IV, respectively), as recommended by the STANDARD 100 by 
OEKO-TEX33 and the LEATHER STANDARD by OEKO-TEX34. Annexe IV to the indicated standards includes the 
requirements for limit values for As, Cd, Cr, Cu and Pb. The STANDARD 100 by OEKO-TEX and the LEATHER 
STANDARD by OEKO-TEX marks are awarded to textiles, leathers and leather products that meet the require-
ments for the content of harmful substances specified in the aforementioned OEKO-TEX  standards33,34. Thus, 
the voluntary submission of the product to the certification process, its successful completion and obtaining any 
of the above-mentioned marks prove the high quality of a product as understood in the context of its safety for 
the consumer. Furthermore, Tables 2, 3, 4 also includes maximum permitted contents of As, Cd and Pb accord-
ing to Regulation (EC) No 1907/2006 of the European Parliament and of the Council of 18 December 2006 

(1)ccorr =
(c − cblank)mnomin

msample
kconverkdilut,

Figure 4.  Solutions obtained after the extraction of heavy metals from the samples of leathers A1–A3, artificial 
leathers B1–B3 and textiles C1–C3. Source: Author’s own research.
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concerning the Registration, Evaluation, Authorisation and Restriction of Chemicals (REACH)42. This regula-
tion was designed to ensure a high level of protection of both human health and the environment. It establishes 
rules concerning, among others, the manufacturing, placing on the market and use of substances in  articles42.

Analysis of metal contents in extracts from natural leathers. As suggested by the data presented in 
Table 2, the element present in the smallest amount in the extract obtained from sample A1 was Pb (0.004 mg/
kg). In the case of samples A2 and A3, no As was found at all, while the element detected in the smallest amounts 
was also Pb (0.005 mg/kg and 0.003 mg/kg, respectively). When taking into account the heavy metals analysed, 
all the extracts were characterised by the highest content of Cr (lining leathers—more than 401 mg/kg, upper 
leather—more than 228 mg/kg). Significantly lower contents of this metal in extracts obtained using artificial 
sweat from insole leathers (53.30 mg/kg) and upper leathers (67.18 mg/kg) were detected by ICP-AES by Basa-
ran et  al.27. They also determined a lower content of Zn in the samples (insole leathers—9.01 mg/kg, upper 
leathers—2.26 mg/kg). Turkish insole leathers contained less Cu (3.92 mg/kg) as compared with its content in 
the extracts from the tested samples of lining leathers A1—4.4 mg/kg and A2—6.1 mg/kg (Table 2). A similar 
pattern was observed for upper leather (Turkish leathers—2.14 mg/kg, sample A3—3.2 mg/kg). However, leath-
ers for both inner and outer footwear components tested by Basaran et al.27 contained more Cd (0.16 mg/kg and 

Table 2.  As, Cd, Cr, Cu, Pb and Zn content in the extracts obtained from leathers and limits for their content 
according to OEKO-TEX and REACH regulation. Source: Author’s own research, limits of metal content 
based on the OEKO-TEX34—Annex IV and REACH  Regulation42—Appendix 12. a I—products for infants 
and young children up to 36 months of age, II—products in direct contact with the skin, III—products in 
no direct contact with the skin, IV—decorative products; bafter extraction, expressed as As, Cd and Pb metal 
respectively, that can be extracted from the material; cnot detected.

Metal

Content detected in 
extracts from samples

Limit values 
according to 
OEKO-TEX34, 
less than

Concentration limit by  weightb, according to REACH  regulation42A1 A2 A3

Product  classa

I II, III, IV

mg/kg

Leathers

As 0.005 ndc ndc 0.2 1.0 1.0

Cd 0.026 0.009 0.009 0.1 1.0

Cr 401.6 461.4 228.6 2.0 200.0 –

Cu 4.4 6.1 3.2 25.0 50.0 –

Pb 0.004 0.005 0.003 0.2 1.0 1.0

Zn 28.6 36.4 24.4 – – –

Table 3.  As, Cd, Cr, Cu, Pb and Zn content in the extracts obtained from artificial leathers and limits for 
their content according to OEKO-TEX and REACH regulation. Source: Author’s own research, limits of metal 
content based on the OEKO-TEX33,34—Annexes IV and REACH  regulation42—Appendix 12. a I—products for 
infants and young children up to 36 months of age, II—products in direct contact with the skin, III—products 
in no direct contact with the skin, IV—decorative products; bafter extraction, expressed as As, Cd and Pb metal 
respectively, that can be extracted from the material; cnot detected; dlimit according to OEKO-TEX33; elimit 
according to OEKO-TEX34.

Metal

Content detected in 
extracts from samples

Limit values according 
to OEKO-TEX33,34, 
less than

Concentration limit by  weightb, according to REACH  regulation42B1 B2 B3

Product  classa

I II, III, IV

mg/kg

Arificial leathers

As ndc ndc 0.002 0.2 1.0 1.0

Cd 0.003 0.004 0.001 0.1 1.0

Cr 1.1 ndc ndc 1.0d/2.0e 2.0d/200.0e –

Cu 10.7 6.0 4.6 25.0 50.0 –

Pb 0.006 0.003 0.003 0.2 1.0 1.0

Zn 103.6 87.6 172.7 – – –
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0.10 mg/kg, respectively) and Pb (2.32 mg/kg and 0.78 mg/kg, respectively) compared with the leathers tested 
in Poland (Table 2).

Markedly higher contents of As, Cd, Cr and Pb, i.e., at the average levels of 0.63 mg/kg, 1.28 mg/kg, 
29,613.75 mg/kg and 1.21 mg/kg, respectively, were demonstrated by Karavana et al.26 who used the ICP-OES 
technique to examine solutions extracted from chrome leathers for children’s shoes treated with HCl solution. No 
Cd was detected in extracts from lining and upper leathers prepared by Yaşa et al.25 using artificial sweat; further 
to this, lower contents of Cr (2.95–14.10 mg/kg and 2.82–7.74 mg/kg, respectively) and Zn (0.00–15.86 mg/kg 
and 0.00–0.00 mg/kg, respectively) were found compared with samples A1–A3 (Table 2). Cu was present in the 
lining leather samples A1 and A2 at 4.4 mg/kg and 6.1 mg/kg, respectively, while in the lining leather samples 
tested in Turkey, its content was lower and ranged from 0.00 to 0.07 mg/kg. In upper leather (sample A3), Cu was 
detected in amount of 3.2 mg/kg, in Turkish leathers in a range from 0.00 to 12.58 mg/kg. Studies by Yaşa et al.25 
using ICP-OES showed an average higher Pb content in leathers (values in the range of 0.00–0.29 mg/kg for lining 
leathers and 0.00–0.02 mg/kg for upper leathers, respectively) compared with samples tested in Poland (Table 2).

Extracts from natural leathers prepared in artificial sweat solution studied by Aslan and Üzüm24, unlike 
samples A1–A3 (Table 2), did not contain Cd and Pb at all. The mean Cu content detected in them at 6.57 mg/

Table 4.  As, Cd, Cr, Cu, Pb and Zn content in the extracts obtained from textiles and limits for their content 
according to OEKO-TEX and REACH Regulation. Source: Author’s own research, limits of metal content 
based on the OEKO-TEX33—Annex IV and REACH  Regulation42—Appendix 12. a I—products for infants 
and young children up to 36 months of age, II—products in direct contact with the skin, III—products in 
no direct contact with the skin, IV—decorative products; bafter extraction, expressed as As, Cd and Pb metal 
respectively, that can be extracted from the material; cnot detected.

Metal

Content detected in 
extracts from samples

Limit values 
according to 
OEKO-TEX33, 
less than

Concentration limit by  weightb, according to REACH  regulation42C1 C2 C3

Product  classa

I II, III, IV

mg/kg

Textiles

As ndc ndc 0.001 0.2 1.0 1.0

Cd ndc 0.002 0.001 0.1 1.0

Cr ndc ndc ndc 1.0 2.0 –

Cu 5.7 15.5 4.6 25.0 50.0 –

Pb 0.003 ndc ndc 0.2 1.0 1.0

Zn 65.7 59.3 20.8 – – –

Figure 5.  Average content of the tested metals in the extract from leathers, artificial leathers, and textiles. 
Source: Author’s own research.
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kg was higher compared with the Cu content in samples A1 (4.4 mg/kg), A2 (6.1 mg/kg) and A3 (3.2 mg/kg). 
The opposite pattern was observed for Cr and Zn. Studies using ICP-OES showed that the leathers analysed by 
Aslan and Üzüm24 contained significantly less Cr (168.42 mg/kg) and Zn (1.23 mg/kg) than the samples tested 
in Poland (Table 2).

The high chromium content detected in the extracts obtained from the lining and upper leathers (Table 2) 
is due to the tanning method. As shown in Table 1, all the leathers tested were chromium tanned (i.e., using 
chromium (III) salts). This pattern was also confirmed in earlier  studies24–27. The presence of the other metals 
analysed, i.e. As, Cd, Cu, Pb and Zn, detected in much smaller amounts compared with Cr, should be linked to 
the chemical agents used during leather processing at the tannery, i.e., dyeing and  finishing24–27.

When comparing the results concerning the content of heavy metals in the extracts obtained from leather 
samples with the limits set out by the LEATHER STANDARD by OEKO-TEX—Annex  IV34, it can be concluded 
that they all meet the requirements for the content of As, Cd, Cu, Pb, while a heavy metal that was present in 
too large amounts in the extracts from the samples was Cr. None of the leathers met the stringent requirements 
for children’s products (< 2.0 mg/kg), for products with and without direct contact with the skin, or decorative 
products (< 200 mg/kg). In the extracts of lining leathers (A1 and A2), and thus the ones that may have direct 
contact with the user’s body, the Cr content was more than double the concentration limit (Table 2). The analyses 
also confirmed that As, Cd, and Pb contents in the extracts obtained from the leather samples were much lower 
than the concentration limit (1 mg/kg) recommended by the REACH  Regulation42 (Table 2).

Analysis of metal contents in extracts from artificial leathers. In the extracts from the samples of 
artificial leathers marked as B1 and B2, As was not detected, and no Cr was found in the extract from sample B2 
or in the extract from sample B3 (Table 3). In the materials tested, the lowest amounts among the heavy metals 
identified were found for Cd (extract from sample B1—0.003 mg/kg and extract from sample B3—0.001 mg/kg) 
and Pb (extract from sample B2—0.003 mg/kg). The tests with the use of AAS confirmed the highest content of 
Zn in extracts from samples B1, B2 and B3.

In 2015, Aslan and Üzüm24 investigated heavy metal contents in artificial leather extracts prepared in an 
artificial sweat solution using ICP-ORS. During their analyses, they did not detect the presence of Cd and Pb 
in the samples, while the Cu contents, which they tested at 0.03 mg/kg, and Zn contents at 0.01 mg/kg, were 
significantly lower compared with those obtained for samples B1, B2 and B3 (Table 3), especially for Zn. The 
only element determined by the Turkish researchers in higher amounts compared to the samples tested in Poland 
was Cr (11.48 mg/kg). The scientists concluded that the contents of heavy metals in artificial leather are much 
lower compared with their contents in the natural leathers that they also tested. According to them, the presence 
of heavy metals in artificial leather is related to the use of chemicals, dyes, and pigments during the production 
process. It may also be due to contaminants of different  origins24.

A high content of Zn in the samples of artificial leathers B1 (103.6 mg/kg), B2 (87.6 mg/kg) and B3 (172.7 mg/
kg) should be explained by the fact that compounds of this metal are used in the production of these materials 
because of their specific properties. According to Ranta-Korpi et al.43, Zn is the most commonly used transition 
metal in plastics. Its compounds act as thermal stabilisers (PVC production), antimicrobial agents (PVC, PU 
production), flame retardants, and pigments. An example of such a pigment is zinc sulphide, used for plastics 
and also for  leathers44. Zinc is a micromineral that plays an important role in the human body, unlike Cd, Pb 
or As, the contents of which in materials is permitted in low amounts (Table 3), which is related to the mecha-
nisms of their toxic  effects45. For example, Zn is responsible for the normal development of a fetus, influences 
the functioning of the immune system and wound healing; it is also a component of enzymes, a metal necessary 
to produce protein and genetic  material46.

The results obtained for artificial leathers were analysed in terms of the requirements contained in the STAND-
ARD 100 by OEKO-TEX—Annex  IV33 concerning textile products, as well as in relation to the limits set out in 
the LEATHER STANDARD by OEKO-TEX—Annex  IV34 intended for leathers and leather products. It was found 
that all the artificial leathers in the test meet the requirements of both standards regarding the content of metals 
such as As, Cd, Cu and Pb in their extracts, both taking into account the limits for products intended for children, 
those that are in direct and not direct contact with the skin, as well as decorative ones. In the case of the extract 
from sample B1, the Cr content detected at the level of 1.1 mg/kg exceeds the permissible limit (< 1.0 mg/kg) of 
the STANDARD 100 by OEKO-TEX33 specified for products of class I. When considering the identified content 
of this element in the extract from sample B1 in accordance with the guidelines of the LEATHER STANDARD by 
OEKO-TEX34, it can be concluded that the material tested contains low amounts of Cr (Table 3). In the extracts 
from artificial leathers, the detected contents of As, Cd and Pb (Table 3) met the guidelines of the REACH 
 Regulation42 and were well below the limit of 1 mg/kg as in the case of natural leather.

Analysis of metal contents in extracts from textiles. No Cr was detected in any of the extracts 
obtained from textiles (C1–C3); moreover, As was not found in the extracts from samples C1 and C2, in the 
extract from sample C1—there was no Cd, and from samples C2 and C3—no Pb was found (Table 4). In the 
extract obtained from sample C1, collected from a baby bodysuit, the smallest amount (0.003 mg/kg) out of 
the metals tested was found for Pb. Regarding sample C2 (children’s T-shirt), the metal with the least amount 
detected in the extract was Cd (0.002 mg/kg). The extract obtained from sample C3 collected from the children’s 
top was characterised by the lowest content of As and Cd; each of these elements was detected in the amount of 
0.001 mg/kg. The heavy metal present in the highest amount in the extracts obtained from the materials tested 
was Zn.

In 2004, Rybicki et al.32 carried out analyses of heavy metal contents in extracts from cotton bed cloth, 
obtained using artificial sweat. They did not detect Cd and Pb in the textiles tested. The first of the metals were 
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present in two samples analysed in the experiment, i.e., in sample C2 (at the level of 0.002 mg/kg) and sample 
C3 (at the level of 0.001 mg/kg), whereas Pb was detected only in sample C1 (in the amount of 0.003 mg/kg)—
Table 4. The ICP method used in 2004 allowed the researchers to identify Zn (11.35 mg/kg) in the materials in 
lower amounts compared with the results obtained for the children’s clothes (samples C1, C2 and C3—Table 4). 
However, the opposite pattern was observed for Cu, which was detected at the level of 279.7 mg/kg in cotton 
bed cloth, while the content of this metal in children’s clothes ranged from 4.6 mg/kg (sample C3) to 15.5 mg/kg 
(sample C2). Furthermore, Cr was not detected in any of the extracts extracted from the clothes (Table 4), while 
in the study by Rybicki et al.32, it was determined in cotton bed cloth in the amount of 5.34 mg/kg.

In Turkey, Cr was also detected at 0.11 mg/kg by the MP-AES method in extracts from cotton textiles fibres 
prepared with artificial  sweat29. Apart from this metal, Cu (3.16 mg/kg) and Pb (1.57 mg/kg) contents were 
determined in the textile samples. The content of the former metal was lower compared with the results obtained 
for all the children’s clothes (sample C1—5.7 mg/kg, sample C2—15.5 mg/kg, C3—4.6 mg/kg). However, Pb was 
only detected in sample C1—a baby bodysuit, in the amount of 0.003 mg/kg (Table 4).

Chrome content in extracts from textiles prepared by using artificial sweat was studied by Tonetti and 
 Innocenti30 using AAS. In the material dyed using a higher concentration of chromium dye, this metal was 
detected in the range between 97.80 mg/kg and 134.32 mg/kg depending on the specific process parameters. 
On the other hand, in the material where a lower concentration of dye was used, the Cr content ranged from 
6.09 to 10.92 mg/kg.

The AAS method was used by researchers from Turkey to determine the contents of selected heavy metals in 
textile samples following microwave  digestion31. Cadmium was detected by them in the range of 0.10–0.25 mg/
kg. This amount was significantly higher compared with the results obtained for the extracts from C2 children’s 
clothes, i.e., 0.002 mg/kg and C3—0.001 mg/kg (Table 4). The Turkish researchers identified Cu in the textiles 
in the range of 0.76–341 mg/kg. By comparison, the highest detected content of this metal in the children’s 
clothes was at the level of 15.5 mg/kg (sample C2). The content of Zn in the case of the Turkish textiles ranged 
from 0.63 to 4.84 mg/kg31, whereas in the samples tested in Poland, it ranged from 20.8 mg/kg (sample C3) to 
65.7 mg/kg (sample C1).

The presence of Zn in the materials tested (Table 4) should be explained by the use of its compounds dur-
ing production processes. By way of example, in the textile industry, zinc oxide (ZnO) acts as a filler and also 
makes it possible to give a white colour and elasticity to the material. It is also used because of its antimicrobial 
 properties47.

As can be seen in the list in Table 4, the textiles tested (samples C1–C3) meet the requirements of the STAND-
ARD 100 by OEKO-TEX—Annex  IV33 in terms of the permissible content of heavy metals in their extracts 
applicable to children’s products (product class I) as well as the remaining products (product class II–IV). In the 
extracts obtained from children’s clothes, the limit for the content of As, Cd and Pb was not exceeded in relation 
to the REACH Regulation  guidelines42 (Table 4).

Analysis of metal contents in extracts from the materials tested in terms of the requirements 
of STANDARD 100 by OEKO-TEX: Annex VI. The only metal for which no requirements in Annexes IV 
to STANDARD 100 by OEKO-TEX33 and the LEATHER STANDARD by OEKO-TEX34 are provided is Zn. The 
limits for all the elements tested, including Zn, can be found in the STANDARD 100 by OEKO-TEX33 applicable 
to textiles—Annex VI. This Annex sets out stricter guidelines and is intended for companies that support the 
Detox campaign and want or must (due to the specific requirements of their customers) follow the requirements 
thereof. This campaign was launched in 2011 by Greenpeace to draw attention to the impact of the world’s big-
gest clothing brands and their suppliers on water pollution caused by toxic chemicals from the textile industry. 
The actions included inspections in the clothes-producing countries and testing clothes for harmful chemi-
cals. The campaign focused on eliminating the release of harmful chemicals from the supply chain and from 
the products themselves. This challenge was taken up by many international clothing brands, including Nike, 
Zara, Benetton, Burberry, and Victoria’s  Secret48. As Ortega-Egea and García-de-Frutos49 point out, the Detox 
campaign was a response to the need for sustainable changes in the textile industry. However, despite the many 
actions taken in the textile and clothing industry towards sustainability, the topic still needs attention, especially 
in the area of consumers’ pro-environmental  behaviour50.

Considering the extended requirements contained in Annex VI to the STANDARD 100 by OEKO-TEX33, 
the permissible content of the tested metals in the extracts obtained from materials should be lower than, for:

• As: 0.2 mg/kg (product class I–IV),
• Cd: 0.1 mg/kg (product class I–IV),
• Cr: 1.0 mg/kg (product class I–IV),
• Cu: 25 mg/kg (product class I) or 50 mg/kg (product class II–IV),
• Pb: 0.2 mg/kg (product class I–IV),
• Zn: 750 mg/kg (product class I–IV).

Comparing the obtained results of the content of the metals in the extracts of the tested materials (Tables 2, 
3, 4) with the limits set out in Annex  VI22, it can be concluded that the requirements for As, Cd, Cu and Pb, 
as well as Zn were met. In all the leather extracts (samples A1–A3), the permissible Cr content was exceeded, 
similarly to one extract from an artificial leather (sample B1). However, according to the STANDARD 100 by 
OEKO-TEX33, in the case of leathers and leather accessories, the guidelines specified in the LEATHER STAND-
ARD by OEKO-TEX34 should be applied.
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Summary and conclusions
The study conducted with the use of atomic absorption spectrometry made it possible to quantify the content 
of heavy metals, i.e. chromium, copper, zinc (flame atomisation), arsenic, cadmium and lead (atomisation in 
a graphite cuvette) in extracts from leathers and artificial leathers used in the production of uppers and inside 
components of footwear, as well as in extracts from ready-made textile products, e.g., children’s clothes.

The extracts obtained from the tested textiles and the vast majority of artificial leathers contain heavy metals 
in the amounts permissible by OEKO-TEX, considered safe for consumers. In the case of one item of artificial 
leather, i.e., acrylic knit fur, a chromium content of 1.1 mg/kg was too high compared to the limit (less than 
1.0 mg/kg) specified in the STANDARD 100 by OEKO-TEX for children’s products. This proves the high quality of 
materials and products of this type available on the market, especially considering the fact that the requirements 
indicated by OEKO-TEX are often more restrictive than others, whether domestic or international.

In the case of the tested leathers, their quality may raise concerns due to their non-compliance with the 
OEKO-TEX requirements regarding the chromium content in the extracts obtained from them. This metal was 
detected in the samples at the levels of 401.6 mg/kg, 461.4 mg/kg and 228.6 mg/kg, respectively, where the maxi-
mum permissible values are less than 2.0 mg/kg for children’s products and less than 200 mg/kg for products that 
come in direct or indirect contact with the skin. The high chromium content in extracts from leathers purchased 
from a national tannery may be due to the low level of washing after retanning.

Materials that are approved for marketing may have elevated heavy metal contents, as has been demonstrated 
by the example of chromium. Bearing in mind the fact that the presence of heavy metals in too large amounts, 
especially in products intended for children and those that will come in close contact with the skin is a serious 
problem due to their irritant, allergic and toxic effects, measures should be taken aimed at detecting them more 
effectively and eliminating them from the markets. For example, this can be achieved by stepping up checks on 
materials at the production stage and on products approved for marketing. Another solution to the problem may 
be by reducing the use of chemicals containing harmful metals in the production processes or replacing them 
with other, more ecological ones, which is a great challenge for the clothing and footwear industry.

The results obtained confirm that it is correct and necessary to continue the research on the materials avail-
able in the global markets, not only in the context of heavy metals but also a wider range of harmful chemical 
substances that may pose a threat to consumer health and the environment.

Data availability
The datasets generated and analysed during the current study are available from the corresponding author 
(Elżbieta Bielak) on reasonable request.

Received: 23 November 2021; Accepted: 14 March 2022

References
 1. Orłowski, J. Metale. In Podstawy toksykologii: Kompendium dla studentów szkół wyższych (ed. Piotrowski, J. K.) 148–194 

(Wydawnictwa Naukowo-Techniczne, 2017).
 2. Engwa, G. A., Ferdinand, P. U., Nwalo, F. N. & Unachukwu, M. Mechanism and health effects of heavy metal toxicity in humans. 

In Poisoning in the Modern World New Tricks for An Old Dog? (eds. Karcioglu, O. & Arslan, B.) 77–99 (IntechOpen, 2019).
 3. Timbrell, J. Paradoks Trucizn. Substancje Chemiczne Przyjazne i Wrogie (Wydawnictwa Naukowo-Techniczne, 2008).
 4. Zakrzewski, S. F. Podstawy Toksykologii Środowiska (Wydawnictwo Naukowe PWN, 2000).
 5. Chmielnicka, J. Toksyczność metali i półmetali (metaloidów). In Toksykologia współczesna (ed. Seńczuk, W.) 360–446 

(Wydawnictwo Lekarskie PZWL, 2018).
 6. Mońka, I. & Wiechuła, D. Znaczenie cynku dla organizmu ludzkiego w aspekcie suplementacji tego pierwiastka. Ann. Acad. Med. 

Siles. 71, 314–325. https:// doi. org/ 10. 18794/ aams/ 63507 (2017).
 7. Junaid, M., Hashmi, M. Z., Tang, Y.-M., Malik, R. N. & Pei, D.-S. Potential health risk of heavy metals in the leather manufacturing 

industries in Sialkot, Pakistan. Sci. Rep. 7, 8848. https:// doi. org/ 10. 1038/ s41598- 017- 09075-7 (2017).
 8. Shu’aibu, Y. I., Muhammad, A. R. & Lawan, U. Determination of heavy metals in tannery effluent. Int. J. Adv. Acad. Res. 4, 132–136 

(2018).
 9. Hasan, M. M. et al. Heavy metal toxicity from the leather industry in Bangladesh: A case study of human exposure in Dhaka 

industrial area. Environ. Monit. Assess. 191, 530. https:// doi. org/ 10. 1007/ s10661- 019- 7650-6 (2019).
 10. Canpolat, Ö. & Çalta, M. Determination the heavy metal contents of wastewater from the leather factory. Turk. J. Agric. Food Sci. 

Technol. 8, 752–758. https:// doi. org/ 10. 24925/ turjaf. v8i3. 752- 758. 3306 (2020).
 11. Weldemariam, A. K. Assessment of lowest chromium bioaccumulation vegetables irrigated by Sheba Leather Industry contaminated 

water in Wukro, Tigray—Ethiopia. Curr. World Environ. 15, 110–116. https:// doi. org/ 10. 12944/ CWE. 15.1. 14 (2020).
 12. Ahmad, W. et al. Toxic and heavy metals contamination assessment in soil and water to evaluate human health risk. Sci. Rep. 11, 

17006. https:// doi. org/ 10. 1038/ s41598- 021- 94616-4 (2021).
 13. Kaur, J. et al. Evaluating potential ecological risks of heavy metals of textile effluents and soil samples in vicinity of textile industries. 

Soil Syst. 5, 63. https:// doi. org/ 10. 3390/ soils ystem s5040 063 (2021).
 14. Odubanjo, G. O., Oyetibo, G. O. & Ilori, M. O. Ecological risks of heavy metals and microbiome taxonomic profile of a freshwater 

stream receiving wastewater of textile industry. Front. Environ. Sci. 9, 554490. https:// doi. org/ 10. 3389/ fenvs. 2021. 554490 (2021).
 15. Whitehead, P. G. et al. A new multibranch model for metals in river systems: Impacts and control of tannery wastes in Bangladesh. 

Sustainability 13, 3556. https:// doi. org/ 10. 3390/ su130 63556 (2021).
 16. World Health Organisation. Guidelines for Drinking-Water Quality: Fourth Edition Incorporating the First Addendum (2017).
 17. Bagheri, A. B., Aramesh, N., Sher, F. & Bilal, M. Covalent organic frameworks as robust materials for mitigation of environmental 

pollutants. Chemosphere 270, 129523. https:// doi. org/ 10. 1016/j. chemo sphere. 2020. 129523 (2021).
 18. Köktürk, M., Altindağ, F., Ozhan, G., Çalimli, M. H. & Nas, M. S. Textile dyes Maxilon blue 5G and Reactive blue 203 induce acute 

toxicity and DNA damage during embryonic development of Danio rerio. Comp. Biochem. Physiol. C Toxicol. Pharmacol. 242, 
108947. https:// doi. org/ 10. 1016/j. cbpc. 2020. 108947 (2021).

 19. Teixeira, R. A. et al. Preparation of hybrids of wood sawdust with 3-aminopropyltriethoxysilane. Application as an adsorbent to 
remove Reactive Blue 4 dye from wastewater effluents. J. Taiwan Inst. Chem. Eng. 125, 141–152. https:// doi. org/ 10. 1016/j. jtice. 
2021. 06. 007 (2021).

https://doi.org/10.18794/aams/63507
https://doi.org/10.1038/s41598-017-09075-7
https://doi.org/10.1007/s10661-019-7650-6
https://doi.org/10.24925/turjaf.v8i3.752-758.3306
https://doi.org/10.12944/CWE.15.1.14
https://doi.org/10.1038/s41598-021-94616-4
https://doi.org/10.3390/soilsystems5040063
https://doi.org/10.3389/fenvs.2021.554490
https://doi.org/10.3390/su13063556
https://doi.org/10.1016/j.chemosphere.2020.129523
https://doi.org/10.1016/j.cbpc.2020.108947
https://doi.org/10.1016/j.jtice.2021.06.007
https://doi.org/10.1016/j.jtice.2021.06.007


11

Vol.:(0123456789)

Scientific Reports |         (2022) 12:5061  | https://doi.org/10.1038/s41598-022-08911-9

www.nature.com/scientificreports/

 20. Sher, F. et al. Removal of micropollutants from municipal wastewater using different types of activated carbons. J. Environ. Manag. 
278, 111302. https:// doi. org/ 10. 1016/j. jenvm an. 2020. 111302 (2021).

 21. Rasheed, T., Ahmad, N., Nawaz, S. & Sher, F. Photocatalytic and adsorptive remediation of hazardous environmental pollutants 
by hybrid nanocomposites. Case Stud. Chem. Environ. Eng. 2, 100037. https:// doi. org/ 10. 1016/j. cscee. 2020. 237 (2020).

 22. Bhat, S. A. et al. Impact of COVID-related lockdowns on environmental and climate change scenarios. Environ. Res. 195, 110839. 
https:// doi. org/ 10. 1016/j. envres. 2021. 110839 (2021).

 23. Zhao, Y. Determination of heavy metals in leather and fur by microwave plasma-atomic emission spectrometry. Spectrochim. Acta 
Part B At. Spectrosc. 112, 6–9. https:// doi. org/ 10. 1016/j. sab. 2015. 06. 017 (2015).

 24. Aslan, A. & Üzüm, N. O. Determining the heavy metal contents of natural and artificial upholstery leathers. Tekstil ve Konfeksiyon 
25, 33–37 (2015).

 25. Yaşa, I., Çakmak, G. & Karavana, H. A. Determination of heavy metal toxicity of finished leather by MetPLATE test. In ICAMS 
2012—4th International Conference on Advanced Materials and Systems (2012).

 26. Karavana, H. A., Başaran, B., Aslan, A., Bitlisli, B. O. & Gülümser, G. Heavy metal contents of bootee leathers tanned with different 
process recipes. Tekstil ve Konfeksiyon 3, 305–310 (2011).

 27. Basaran, B., Iscan, M., Bitlisli, B. O. & Aslan, A. Heavy metal contents of various finished leathers. J. Soc. Leather Technol. Chem. 
90, 229–234 (2006).

 28. Recić, I. & Steffan, I. ICP-OES determination of metals present in textile materials. Microchem. J. 85, 46–51. https:// doi. org/ 10. 
1016/j. microc. 2006. 06. 010 (2007).

 29. Sungur, Ş & Gülmez, F. Determination of metal contents of various fibers used in textile industry by MP-AES. J. Spectrosc. 2015, 
640271. https:// doi. org/ 10. 1155/ 2015/ 640271 (2015).

 30. Tonetti, C. & Innocenti, R. Determination of heavy metals in textile materials by atomic absorption spectrometry: Verification of 
the test method. Autex Res. J. 9, 66–70 (2009).

 31. Tuzen, M., Omal, A. & Soylak, M. Determination of trace heavy metals in some textile products produced in Turkey. Bull. Chem. 
Soc. Ethiop. 22, 379–384. https:// doi. org/ 10. 4314/ bcse. v22i3. 61213 (2008).

 32. Rybicki, E. et al. Changes in hazardous substances in cotton after mechanical and chemical treatments of textiles. Fibres Text. East. 
Eur. 12, 67–73 (2004).

 33. OEKO-TEX. STANDARD 100 by OEKO-TEX (2021).
 34. OEKO-TEX. LEATHER STANDARD by OEKO-TEX (2021).
 35. OEKO-TEX. Testing Methods STANDARD 100 by OEKO-TEX (2018).
 36. OEKO-TEX. Testing Methods LEATHER STANDARD by OEKO-TEX (2018).
 37. International Organization for Standardization. ISO 2418. Leather—Chemical, physical and mechanical and fastness tests—Sam-

pling location (2017).
 38. International Organization for Standardization. ISO 4044. Leather—Chemical tests—Preparation of chemical test samples (2017).
 39. International Organization for Standardization. ISO 4684. Leather—Chemical tests—Determination of volatile matter (2005).
 40. International Organization for Standardization. ISO 105-E04. Textiles—Tests for colour fastness—Part E04: Colour fastness to 

perspiration (2013).
 41. International Organization for Standardization. ISO 17072-1. Leather—Chemical determination of metal content—Part 1: Extract-

able metals (2019).
 42. Regulation (EC) No 1907/2006 of the European Parliament and of the Council of 18 December 2006 concerning the Registration, 

Evaluation, Authorisation and Restriction of Chemicals (REACH), establishing a European Chemicals Agency, amending Directive 
1999/45/EC and repealing Council Regulation (EEC) No 793/93 and Commission Regulation (EC) No 1488/94 as well as Council 
Directive 76/769/EEC and Commission Directives 91/155/EEC, 93/67/EEC, 93/105/EC and 2000/21/EC. Official Journal of the 
European Union L 396/1–L 396/849 (2006).

 43. Ranta-Korpi, M., Vainikka, P., Konttinen, J., Saarimaa, A. & Rodriguez, M. Ash Forming Elements in Plastics and Rubbers (VTT, 
Julkaisija-Utigivare, 2014).

 44. National Pollutant Inventory, Department of Agriculture, Water and the Environment, Australian Government. Zinc and com-
pounds http:// www. npi. gov. au/ resou rce/ zinc- and- compo unds (2022). Accessed 4 January 2022

 45. Balali-Mood, M., Naseri, K., Tahergorabi, Z., Khazdair, M. R. & Sadeghi, M. Toxic mechanisms of five heavy metals: Mercury, lead, 
chromium, cadmium, and arsenic. Front. Pharmacol. 12, 643972. https:// doi. org/ 10. 3389/ fphar. 2021. 643972 (2021).

 46. Gharibzahedi, S. M. T. & Jafari, S. M. The importance of minerals in human nutrition: Bioavailability, food fortification, processing 
effects and nanoencapsulation. Trends Food Sci. Technol. 62, 119–132. https:// doi. org/ 10. 1016/j. tifs. 2017. 02. 017 (2017).

 47. Metal Oksit Kimya Sanayii A. Ş. Uses of zinc oxide. https:// www. metal oksit. com/ en/ uses- of- zinc- oxide. html (2022). Accessed 4 
January 2022.

 48. Greenpeace. The Detox Campaign. https:// wayba ck. archi ve- it. org/ 9650/ 20200 41621 4309/ http:// p3- raw. green peace. org/ inter natio 
nal/ en/ campa igns/ detox/ water/ detox/ intro/ (2020). Accessed 4 January 2022.

 49. Ortega-Egea, J. M. & García-de-Frutos, N. Greenpeace’s Detox campaign: Towards a more sustainable textile industry. In Case 
Studies on Social Marketing. Management for Professionals (eds. Galan-Ladero, M. & Alves, H.) 33–47 (Springer, 2019). https:// 
doi. org/ 10. 1007/ 978-3- 030- 04843-3_4

 50. Salerno-Kochan, R. & Kowalski, M. Środowiskowe aspekty zrównoważonego rozwoju branży tekstylno-odzieżowej in Nauki o 
zarządzaniu i jakości wobec wyzwań zrównoważonego rozwoju (ed. Salerno-Kochan, R.) 41–51 (Instytut Technologii Eksploatacji-
Państwowy Instytut Badawczy, 2019).

Acknowledgements
This publication was financed from the subsidy granted to the Cracow University of Economics (E.B., E.M.). 
The authors thank: Waldemar Żuk, M. Sc. Eng., an employee of the Laboratory at the Institute of Quality Sci-
ences and Product Management at the Cracow University of Economics, for conducting the study on the contents 
of heavy metals in the materials and for help in preparing Fig. 5; Irena Gondek, M. Sc. Eng., an employee of the 
Department of Quality and Safety of Non-food Products at the Cracow University of Economics, for help in 
preparing samples for testing.

Author contributions
E.B.: conceptualization, sample collection, preparation of samples for analysis, investigation, writing—original 
draft, prepared Figures and Tables, review and editing the manuscript. E.M.: conceptualization, sample collec-
tion, investigation, review the manuscript.

Competing interests 
The authors declare no competing interests.

https://doi.org/10.1016/j.jenvman.2020.111302
https://doi.org/10.1016/j.cscee.2020.237
https://doi.org/10.1016/j.envres.2021.110839
https://doi.org/10.1016/j.sab.2015.06.017
https://doi.org/10.1016/j.microc.2006.06.010
https://doi.org/10.1016/j.microc.2006.06.010
https://doi.org/10.1155/2015/640271
https://doi.org/10.4314/bcse.v22i3.61213
http://www.npi.gov.au/resource/zinc-and-compounds
https://doi.org/10.3389/fphar.2021.643972
https://doi.org/10.1016/j.tifs.2017.02.017
https://www.metaloksit.com/en/uses-of-zinc-oxide.html
https://wayback.archive-it.org/9650/20200416214309/http://p3-raw.greenpeace.org/international/en/campaigns/detox/water/detox/intro/
https://wayback.archive-it.org/9650/20200416214309/http://p3-raw.greenpeace.org/international/en/campaigns/detox/water/detox/intro/
https://doi.org/10.1007/978-3-030-04843-3_4
https://doi.org/10.1007/978-3-030-04843-3_4


12

Vol:.(1234567890)

Scientific Reports |         (2022) 12:5061  | https://doi.org/10.1038/s41598-022-08911-9

www.nature.com/scientificreports/

Additional information
Correspondence and requests for materials should be addressed to E.B.

Reprints and permissions information is available at www.nature.com/reprints.

Publisher’s note Springer Nature remains neutral with regard to jurisdictional claims in published maps and 
institutional affiliations.

Open Access  This article is licensed under a Creative Commons Attribution 4.0 International 
License, which permits use, sharing, adaptation, distribution and reproduction in any medium or 

format, as long as you give appropriate credit to the original author(s) and the source, provide a link to the 
Creative Commons licence, and indicate if changes were made. The images or other third party material in this 
article are included in the article’s Creative Commons licence, unless indicated otherwise in a credit line to the 
material. If material is not included in the article’s Creative Commons licence and your intended use is not 
permitted by statutory regulation or exceeds the permitted use, you will need to obtain permission directly from 
the copyright holder. To view a copy of this licence, visit http:// creat iveco mmons. org/ licen ses/ by/4. 0/.

© The Author(s) 2022

www.nature.com/reprints
http://creativecommons.org/licenses/by/4.0/

	Heavy metals in leathers, artificial leathers, and textiles in the context of quality and safety of use
	Materials and methods
	Research material. 
	Testing methods. 
	Sampling, grinding, and drying of samples to a constant mass. 
	Extraction of metals from the samples. 
	Determination of metal content in the extracts obtained from the tested materials with the use of AAS. 

	Results and discussion
	Analysis of metal contents in extracts from natural leathers. 
	Analysis of metal contents in extracts from artificial leathers. 
	Analysis of metal contents in extracts from textiles. 
	Analysis of metal contents in extracts from the materials tested in terms of the requirements of STANDARD 100 by OEKO-TEX: Annex VI. 

	Summary and conclusions
	References
	Acknowledgements


