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Transparent conductive graphene 
textile fibers
A. I. S. Neves1,2 , T. H. Bointon2, L. V. Melo1, 3, S. Russo2, I. de Schrijver4, M. F. Craciun2 & 
H. Alves1, 5

Transparent and flexible electrodes are widely used on a variety of substrates such as plastics 
and glass. Yet, to date, transparent electrodes on a textile substrate have not been explored. The 
exceptional electrical, mechanical and optical properties of monolayer graphene make it highly 
attractive as a transparent electrode for applications in wearable electronics. Here, we report the 
transfer of monolayer graphene, grown by chemical vapor deposition on copper foil, to fibers 
commonly used by the textile industry. The graphene-coated fibers have a sheet resistance as low 
as ~1 kΩ per square, an equivalent value to the one obtained by the same transfer process onto a Si 
substrate, with a reduction of only 2.3 per cent in optical transparency while keeping high stability 
under mechanical stress. With this approach, we successfully achieved the first example of a textile 
electrode, flexible and truly embedded in a yarn.

Electronic textiles offer a form of functional devices integrated in objects that are essential to human 
kind: clothes. Devices embedded in textiles would enable a form of electronics that is comfortable to 
wear, lightweight, easy to transport and imperceptible1. Such wearable electronics would find a wide 
range of applications from textile GPS and phones to biomedical monitoring, communication tools for 
the sensory impaired people, and personal security. Examples of textile embedded electronic devices 
have already arisen such as transistors2, electroluminescent devices3, supercapacitors4, or solar cells5. 
To achieve these results, a variety of materials compatible with textiles have been proposed, such as 
carbon nanotubes6, polymer nanocomposites7, oxide nanowires8, self-organized silicon nanowire net-
work9, or ionic liquids10. In common to all devices is the need of a conducting transparent material to 
be used as electrodes, wiring, etc. Such material has to be flexible and produced at low temperature in 
a non-destructive processing deposition method, characteristics observed in carbon materials. Several 
materials have been proposed as transparent electrodes for wearable electronics. For example, the use 
of carbon nanotube-graphene hybrid fibers has enabled flexible electrodes with electrical conductivity 
of 10 S/cm or higher6,11. However, the use of chemical vapor deposition at high temperatures (as high as 
1150 °C) is unsuitable for textile substrates. An alternative to direct growing is the use of graphene oxide 
(GO) which can produce conductive fibers at lower temperature12, through an electrical potential13, or 
by wet-spinning14. Furthermore, a nanocomposite comprised of chemically converted graphene and car-
bon nanotubes (CNT) has enabled to achieve a conductive layer with 240 Ω/sq at 86% transmittance on 
plastic substrates15, but in very caustic media with sulfuric acid and nitric acid for CNT dispersion and 
graphene production. Moreover, it is an exceptional challenge to assemble 2D microscopic chemically 
modified graphene sheets into macroscopic fibers due to their irregular size and shape and to unsteady 
layer stacking, thus only a few attempts have been made16. Nevertheless, none of these approaches results 
in the required transparency to fabricate completely built-in and concealed textile devices17

Monolayer graphene offers transparency, flexibility and mechanical strength combined with electrical 
conductivity18–22. In addition, its conductivity can be enhanced by chemical functionalization23–25 and its 
Fermi energy can be shifted by engineering the work function through chemical doping, and adjust the 
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electrode with the carrier type needed26. Therefore, the use of graphene as electrode would minimize the 
contact resistance and reduce the operating voltages. Here, we demonstrate that conductive textile fibers, 
bendable and transparent can be obtained by wet transfer of monolayer graphene to a polypropylene and 
a polylactic acid biobased fiber. Polypropylene is one of the more commonly polymers used in textiles 
due to its specific weight, creating the lightest fiber yarn of all synthetic and natural fibers. The appro-
priate treatment of polypropylene leads to very different uses like diapers, underwear, or warm-weather 
clothing27,28. Polylactic acid is considered as the biopolymer par excellence to be applied in textile pro-
duction due to its ability to be extracted from renewable natural resources by only one melt process from 
renewable natural resources, allied to its thermoplastic and mechanical properties29–31. The capacity of 
producing polypropylene and polylactic acid biobased conductive fibers maintaining the original aspect 
gives rise to completely embedded textile electronics.

Results
Coating of polypropylene fibers with graphene by transfer process. Large-area monolayer 
graphene films were synthesized by chemical vapor deposition (CVD) on copper foil using methane 
as carbon source. After growth, a thin poly(methylmetacrylate) (PMMA) film was spin-coated on the 
graphene/Cu substrate to support mechanically the graphene layer during the following copper etching 
process. Graphene monolayer sheets were transferred to polypropylene fibers after copper etching, with 
following hot acetone cleaning to remove the PMMA layer. Fig. 1a illustrates the main steps used to coat 
the textile fibers with graphene. The fibers chosen as substrates presented a surface with roughness of 
10 nm (determined from AFM measurements, see Fig. 1b) and two different types of fibers were used, 
monofilaments of polypropylene in the form of tape (PP) and biobased monofilaments of polylactic 
acid (PLA). After the PMMA layer was carefully removed, a fiber coated with a continuous graphene 
monolayer was obtained. The graphene sheet was in direct contact with the polymer fiber, without tears, 
conforming to the scaffold structure of the fiber. Fig.  1b-e shows the atomic force microscope (AFM) 
images of the fibers before and after the graphene transfer. A photo-sensitized oxidation process was also 
used on the fibers prior to the graphene deposition, employing ultraviolet-ozone (UVO) treatment. The 
UVO treatment promotes the elimination of solvent residues by exciting and dissociating the solvent 
molecules through absorption of short-wavelength ultraviolet radiation and their reaction with ozone. 
This leads to desorption of the contaminating molecules and to a more uniform and smooth polymer 
surface, and consequently a better adhesion of graphene (Fig. 1f-i). Even if the UVO treatment increased 
the general roughness, both in the PP and PLA fibers, we observed that the larger irregularities due to the 
polymerization process were diminished. As a result, the fiber surface acquired a more uniform and even 
structure. This gain in homogeneity upon the UVO treatment seems to also facilitate the electrostatic 

Figure 1. Graphene transfer process and AFM imaging. (a) General graphene transfer steps: CVD growth 
on copper; PMMA coating; copper etching; graphene transfer to the fibers and PMMA removal. AFM 
amplitude images (5 × 5 μm, scale bars are 1 μm) and roughness (Ra) taken at 45° with respect to the fiber 
length of (b) PP (Ra = 10.3 nm); (c) PP + G (Ra = 8.3 nm); (d) PLA (Ra = 25 nm); (e) PLA + G (Ra = 12.3 nm); 
(f) PP UV (Ra = 8.1 nm); (g) PP UV + G (Ra = 7.7 nm); (h) PLA UV (Ra = 20.1 nm); and (i) PLA UV + G 
(Ra = 10.3 nm). The UV treatment makes the fibers rougher but also more homogeneous, facilitating 
graphene adhesion. Image (c) shows that the graphene coverage in the untreated fibers is not complete.



www.nature.com/scientificreports/

3Scientific RepoRts | 5:09866 | DOi: 10.1038/srep09866

adhesion of the graphene sheet. In fact, only untreated fibers show some areas with small tears on the 
graphene sheet, which most likely result from loss of freestanding graphene during the PMMA removal 
process. These can be seen in the AFM phase signal which clearly presents two different types of inter-
actions related to rigidity and adherence, which probably corresponds to sections covered with graphene 
and uncovered segments where the fiber surface is exposed (see Supplementary info). A similar adhesion 
behavior is observed in organic single crystals, where crystals with less than 1 μm thickness strongly 
stick through electrostatic forces to different substrates such as glass32, inorganic insulators (e.g. SiO2 or 
Al2O3

33), metal films (e.g. Au, Pt or Ni34), flexible insulators such as polydimethyl siloxane (PDMS)35 and 
other organic crystals36 if the surface is sufficiently flat37.

A Raman spectroscopy study (using 532 nm wavelength excitation) was used to confirm the presence 
of graphene on the fibers. Fig.  2a shows the measured Raman spectra for the fibers with and without 
graphene. A clear G band (~1580 cm−1) can be observed for both the PLA and PP fibers coated with 
graphene, which are assigned to the E2g vibrational mode of graphene. The 2D band (~2700 cm−1), also 
commonly used to identify graphene, overlaps with a region of intense and broad peaks intrinsic of 
the uncoated fibers. Nevertheless, the 2D band was observed on a control sample obtained by trans-
ferring a graphene film (grown under identical conditions) onto a SiO2/Si substrate (see Methods and 
Supplementary Info). The D band at ~1350 cm−1 38 is commonly used to characterize the presence of 
defects in graphene, and, although the PP fiber have a considerable response in this region, this peak 
is absent in the PLA fiber, which has no background signal that can hinder the direct observation of 
this Raman peak. The presence of the D band is undoubtedly linked to density of defects, as seen, for 
example, in Ar+ bombarded graphene samples where increasing ion doses leads to increase in inten-
sity and integrated area of the D band, which ultimate limits charge mobility39. The lack of observa-
tion of this band demonstrates that the transfer method used does not damage graphene. These Raman 
results indicate the presence of graphene on the fibers, yet, the fiber visual aspect remains unchanged 
(Fig. 2b and c). Comparing the transmittance of the transparent PP fibers, with and without graphene 
coating, in the visible region, the fiber with graphene presents a transmittance of 0.89 whereas the bare 
fiber has a transmittance of 0.92, which represents less than 3% loss in transparency (Fig. 2d). This result 
is consistent with the observed transmittance reduction of 2.3% of monolayer graphene with a further 
reduction of 2.3% for each extra layer of graphene40. The PLA fiber is opaque therefore a similar trans-
mittance study was not viable.

Conductive performance of graphene-coated fibers. The electrical properties of the fibers coated 
with graphene were also investigated. Etching metal substrates and transferring conductive graphene 
films to flexible substrates such as polydimethylsiloxane (PDMS)41 or polyethylene terephthalate (PET)42 
has successfully resulted in transparent electrodes. As-grown monolayer large-area CVD-grown graphene 

Figure 2. Optical response and Raman spectra. (a) Raman spectra for the bare PP (dark grey) and PLA 
(light grey) fibers and for the same fibers with graphene, PP + G (magenta) PLA + G (green), showing the 
characteristic graphene G band at ca. 1580 cm−1. The D band is not visible on the spectra, evidencing the 
quality of the monolayer graphene used. Photographs of the PLA (b) and PP (c) fibers centered at the edge 
of the transferred graphene sheet, with graphene on the right. Widths of the fibers are 1.2 mm for the PLA 
fiber and 1.6 mm for the PP fiber. (d) Transmittance spectra of the PP fiber coated with graphene (PP + G, 
magenta) and without graphene (PP, dark grey) measured with non-polarized light at normal incidence. 
Graphene coating results in a 3% decrease in the mean transmittance of the fiber.
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presents a sheet resistance (Rs) > 1 kΩ/sq due to topological defects such as dislocations and grain bound-
aries43,44. These defects can disrupt the sp2 delocalization of π electrons in graphene and effectively scatter 
the charge carriers, forming highly resistive grain boundaries. Other defects such as wrinkles, folds, tears 
and cracks can also lead to a disrupted path of carrier transport, affecting the electrical resistivity45. 
However, we observe that even if the fibers have a rough surface morphology, the electrical conductance 
of graphene remains large, and the current vs. voltage characteristics is linear, as expected for ohmic con-
duction. Furthermore, for all the different fibers investigated here, the value of sheet resistance measured 
in air is typically lower than 12 kΩ/sq, with the best values reaching as low as 1 kΩ/sq (Fig.  3). These 
value are only slightly higher than the value observed for monolayer graphene transferred by the same 
method to Si substrates. Moreover we show that the sheet resistance decreases with the ultraviolet/ozone 
treatment, in accordance with the strongest uniformity and smoothness observed in the AFM images 
for treated fibers (Fig.  1). Flexible substrates usually require a smoothing layer, the most conventional 
method being sputtering and electron-beam evaporation of Al2O3

46. Notably, in our study, no smoothing 
layer was necessary to reduced defects on surface flaws. Therefore, the transfer process to the fibers and 
their morphology do not seem to induce line defects in this two-dimensional crystal of carbon atoms.

Flexibility of the conductive fibers. The effect of bending on the electrical resistance of the 
graphene-coated fibers was tested to analyze its suitability as a flexible electrode in textile electronics 
(Fig 3c). The foldability of the graphene films transferred to the tape fibers (thickness, 0.04 mm PP and 
0.1 mm PLA) was tested by measuring the stability of the electrical resistance upon changing the bending 
radii. Most of the untreated PLA samples became insulating upon bending, even if only twisted with a 
13.7 mm bending radius (approximate tensile strength of 0.4%). Untreated PP samples presented more 
stability upon bending and, for approximately one third of the samples, the sheet resistance showed little 
variation up to 7.4 mm bending radii, indicating that graphene presents a better adhesion to untreated 
PP fibers than to PLA fibers. However, the resistance of the UVO-treated fibers on both types of fibers 
show little variation up to a bending radius of 2.4 mm (approximate tensile strength of 2%). The limit-
ing factor for the untreated samples seems to be the fiber itself, which is more fragile, and shreds upon 
bending (Fig. 3 in Supplementary info), creating breaks and discontinuities on the graphene sheet which 
lead to debonding of graphene. The UVO treatment not only smoothes the fiber surface and increases 

Figure 3. Sheet resistivity of the conducting fibers. (a) I-V curve of PP fiber with graphene (PP + G, 
green), PLA fiber with graphene (PLA + G, magenta), and the corresponding UV treated fibers with the 
graphene, PP UV + G (black) and PLA UV (blue). (b) Sheet resistivity of the samples. (c) Evolution of the 
calculated sheet resistivity of the samples with increasing bending. The PLA + G sample lost integrity with 
bending, while the other samples responded with a slight increase in sheet resistivity. (d) Photograph of 
an electric circuit with a LED light, closed with a bent and suspended transparent PP fiber coated with 
graphene. The visible graphite contacts were only used to define the channel length.
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the adhesion of graphene, but it also seems to improve the mechanical strength of the fibers, in particular 
of the polylactic acid biobased fiber.

Finally to illustrate the high transparency, conductivity and flexibility of the graphene coated fibers, 
we show in Fig. 3d the operation of a light emitting diode (LED) in a circuit which contains the fiber 
as part of the conductive circuit wiring. The LED operates well even when the conductive fiber is bent.

Discussion
Although most graphene derivative fibers have been presented as single components12–14,16, there are sev-
eral examples of multilayer structures combining graphene with plastic substrates where also dissimilar 
materials with different thermo-mechanical properties are processed together. This gives rise to internal 
stress that has to be considered. Notably, the electrical stability upon bending of this first example of 
graphene-coated fibers is close to that of graphene films transferred to plastic substrates such as a PDMS/
PET substrate, with an approximate tensile strength of 6.5%41, a value that already exhibited an excellent 
mechanical stability when compared to other materials used on flexible electronics47. The small differ-
ence is even more remarkable when the device geometry is considered. In the present case, the graphene 
coating is on the convex surface, more prone to failure, while on PDMS/PET substrate, graphene is in 
the neutral plane and can, therefore, be curled up to a tighter radius.

In summary, we have demonstrated that transparent monolayer graphene can coat textile fibers by 
wet transfer, forming a highly conductive and flexible thread with negligible aspect change. A surface 
treatment based on ultraviolet-ozone irradiation strongly promotes graphene adhesion to the fibers, lead-
ing to minor debonding upon on bending and high resistance stability. These first electrodes completely 
embedded in a textile fiber can pave the way for the development of devices for truly wearable, foldable, 
and transparent electronics.

Methods
Fibers fabrication. All the fibers have been fabricated by CenTexBel using a monofilament extrusion 
line.

Graphene growth, transfer and surface treatments. Single-layer graphene was grown by chemi-
cal vapor deposition using a Moorfield nanoCVD-8G with a cold-wall reaction chamber, using methane 
as a carbon source and 0.025 mm thick 99.999% pure copper foil (Puratronic®, Alfa Aesar). The copper 
foils were annealed at 1035°C under H2 (0.4 sccm) for 10 min, the growth was performed under H2 
(2 sccm) and CH4 (35 sccm) for 5 min, and then the chamber was rapidly cooled to room temperature for 
10 min with a large Ar flow (50 sccm). The thickness and quality of the graphene film was first tested by 
transferring a CVD-grown graphene film onto a SiO2/Si substrate and examined by optical microscopy 
and Raman spectroscopy (see Supplementary Info). For the transfer process, a thin poly(methyl metrac-
rylate) (PMMA 950 K A4) film was spin-coated on top of the graphene, and submitted to Ar plasma to 
etch any extra graphene on the backside. The copper was etched in an aqueous solution of ammonium 
persulfate 0.1 M, the floating graphene and PMMA sheet was washed several times with DI water. After 
this step, the graphene and PMMA sheet were transferred either to SiO2/Si or to the fibers (CenTexBel). 
In the case of the fibers, the graphene sheet was transferred by the scoop process with the fibers immo-
bilized on a rigid PET support. Finally the PMMA was dissolved with acetone, leaving the graphene 
on the surface of SiO2/Si or of the fibers. The untreated fibers were used as received. UVO treatment of 
the fibers was performed using a UVO Cleaner® 144AX-220 (Jelight Company Inc.) for 11 min (6 min 
exposure time and 5 min exhaust).

Microscopic characterization. The samples with and without graphene were characterized by AFM 
in multiple regions (Digital Instruments (Veeco/Bruker) Dimension 3100 with a Nanoscope IIIa control-
ler) in tapping mode using commercial Olympus Si tips (OTESP), and by Raman spectroscopy (Horiba 
LabRam HR Evolution confocal Raman microscope with a 532 nm excitation laser and a 100x objec-
tive lens). The collected Raman radiation was dispersed with a 600 lines/mm grating and focused on a 
Peltier-cooled charge-couples device (CCD) detector allowing a spectral resolution of ca. 5 cm−1.

Electric measurements. The electric conductivity was measured by a two-probe method using tung-
sten probes and a Keithley 237 source-measure unit. Graphite paste was used to draw the contacts and 
facilitate the measurements. The sheet resistance was calculated by subtracting the contact resistance 
and by taking into account the aspect ratio of the graphene section on each sample. To estimate the 
contact resistance we have used a method commonly used for graphene devices48,49, based on measuring 
the two-probe resistance in devices with different contact separation keeping the width of the channel 
constant. Since the two-probe resistance of a given sample is R2p = RG + 2RC, where RG = ρL/W is the 
graphene resistance (ρ = graphene resistivity, L = channel length and W = channel width) and Rc is the 
contact resistance, we can estimate the contact resistance using samples with different lengths, L1 and 
L2 (W is the same). In this case, the contact resistance is given by Rc = (R2p

Dev1-ρG(LDev1/WDev1))/2 and 
ρG = (R2p

Dev1-R2p
Dev2)(LDev1/WDev1-LDev2/WDev2)−1. A contact resistance value of the order of 1 kΩ was found 

for our devices (Table S1 in Supplementary Info), which is in agreement with previous experiments49. 
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The measurements were performed on the samples immobilized on flat glass plates and on cylinders with 
different radii (13.7, 9.0, 7.4, 4.6 and 2.4 mm).

Optical measurements. Absorption spectra were measured with a scientific grade mini spectrom-
eter (QE650000, Ocean Optics) with a resolution of 1.5 nm operating in the 200-950 nm range, coupled 
to a Deuterium Tungsten Halogen light source. Illumination and detection were done through optical 
fibers of 200 μm.

References
1. Service, R. F. Electronic textiles charge ahead. Science 301, 909–911 (2003).
2. Hamedi, M., Forchheimer, R. & Inganäs, O. Towards woven logic from organic electronic fibers. Nature Mater. 6, 357–362 

(2007).
3. Tansil, N. C., Koh, L. D., & Han, M. Y. Functional silk: colored and luminescent. Adv. Mater. 24, 1388–1397 (2012).
4. Joonho, B. et al. Fiber supercapacitors made of nanowire-fiber hybrid structures for wearable/flexible energy storage. Angew. 

Chem. Int. Ed. 50, 1683–1687 (2011).
5. Lee, M. R. et al. Solar power wires based on organic photovoltaic materials. Science 324, 232–235 (2009).
6. Cheng, H. et al. Textiles electrodes woven by carbon nanotube-graphene hybrid fibers for flexible electrochemical capacitors. 

Nanoscale 5, 3428–3434 (2013).
7. Peng, H. et al. Electrochromatic carbon nanotube/polydiacetylene nanocomposite fibers. Nature Nanotechnol. 4, 738–741 (2009).
8. Lin, D., Wu, H. & Pan, W. Photoswitches and memories assembled by electrospinning aluminium-doped zinc oxide single 

nanowires. Adv. Mater. 19, 3968–3972 (2007).
9. Hong, I. H., Liao, Y. C. & Yen, S. C. Self-organization of a highly integrated silicon nanowire network on a Si(001)-16 x 2 surface 

by controlling domain growth. Adv. Funct. Mater. 19, 3389–3395 (2009).
10. Hamedi, M. et al. Fiber-embedded electrolyte-gated field-effect transistor for e-textiles. Adv. Mater. 21, 573–577 (2009).
11. Zhong, X., Wang, R., Yangyang, W. & Yali, L. Carbon nanotube and graphene multiple-thread yarns. Nanoscale 5, 1183–1187 

(2013).
12. Dong, Z. et al. Facile fabrication of light, flexible and multifunctional graphene fibers. Adv. Mater. 24, 1856–1861 (2012).
13. Meng, Y. et al. All-graphene core-sheath microfibers for all-solid-state, stretchable fibriform supercapacitors and wearable 

electronic textiles. Adv. Mater. 25, 2326–2331 (2013).
14. Jalili, R. et al. Scalable one-step wet-spinning of graphene fibers and yarns from liquid crystalline dispersions of graphene oxide: 

towards multifunctional textiles. Adv. Funct. Mater. 23, 5345–5354 (2013).
15. Tung, V. C. et al. Low-temperature solution processing of graphene-carbon nanotube hybrid materials for high-performance 

transparent conductors. Nano Lett. 9, 1949–1955 (2009).
16. Xu, Z. & Gao, C. Graphene chiral liquid crystals and macroscopic assembled fibers. Nat. Commun. 2, 571 (2011).
17. Liu, W.-W. Yan, X.-B., Lang, J.-W., Peng, C. & Xue, Q.-J. Flexible and conductive nanocomposite electrode based on graphene 

sheets and cotton cloth for supercapacitor. J. Mater. Chem. 22, 17245–17253 (2012).
18. Geim, A. K. Graphene: status and prospects. Science 324, 1530–1534 (2009).
19. Chen, Z. P. et al. Three-dimensional flexible and conductive interconnected graphene networks grown by chemical vapor 

deposition. Nature Mater. 10, 424–428 (2011).
20. Li, X. et al. Large area synthesis of high quality and uniform graphene films on Cu foils. Science 324, 1312–1314 (2009).
21. Li, X. et al. Transfer of large-area graphene films for high-performance transparent conductive electrodes. Nano Lett. 9, 4359–

4363 (2009).
22. Lee, C., Wei, X. D., Kysar, J. W. & Hone, J. Measurement of the elastic properties and intrinsic strength of monolayer graphene. 

Science 321, 385–388 (2008).
23. Khrapach, I. et al. Novel highly conductive and transparent graphene-based conductors. Adv. Mater. 24, 2844–2849 (2012).
24. Craciun, M. F., Khrapach, I., Barnes, M. D. & Russo, S. Properties and applications of chemically functionalized graphene. J. 

Phys. Condens. Matter. 25, 423201 (2013).
25. Boiton, T. H. et al. Approaching magnetic ordering in graphene materials by FeCl3 intercalation. Nano Lett. 14, 1751–1755 

(2014).
26. Li, X. et al. Work function engineering of graphene electrode via chemical doping. ACS Nano 4, 2689–2694 (2010).
27. Maier, C. & Calafut, T. Polypropylene: The Definitive User’s Guide and Databook (Plastics Design Library, 2001).
28. Marcinčin, A. & Jambrich, M. Textile polypropylene fibers: fundamentals, volume 2. 813–820 (Kluwer Academic Publishers, 1999).
29. Drumright, R. E., Gruber, P. R. & Henton, D. E. Polylactic acid technology. Adv. Mater. 12, 1841–1846 (2000).
30. Lunt, J. & Bones, J. Properties and dyeability of fibers and fabrics produced from polylactide (PLA) polymers. AATCC Rev. 1, 

20–23 (2001).
31. Palade, L. I., Lehermeier, H. J. & Dorgan, J. R. Melt rheology of high l-content Poly(lactic acid). Macromolecules. 34, 1384–1390 

(2001).
32. Pinto, R. M., Macoas, E. M. S. & Alves, H. Enhanced conductivity and photoresponse at a rubrene single-crystal-PCBM film 

interface. J. Mater. Chem. C 2, 3639–3644 (2014).
33. Hulea, I. N. et al. Tunable Frohlich polarons in organic single-crystal transistors. Nature Mater. 5, 982–986 (2006).
34. Molinari, A., Gutierrez, I., Hulea, I. N., Russo, S. & Morpurgo, A. F. Bias-dependent contact resistance in rubrene single-crystal 

field-effect transistors. Appl. Phys. Lett. 90, 212103 (2007).
35. Sundar, V. C. et al. Elastomeric transistor stamps: Reversible probing of charge transport in organic crystals. Science 303, 1644–

1646 (2004).
36. Alves, H., Pinto, R. M. & Maçôas, E. S. Photoconductive response in organic charge transfer interfaces with high quantum 

efficiency. Nat. Commun. 4, 1842 (2013).
37. De Boer, R. W. I., Gershenson, M. E., Morpurgo, A. F. & Podzorov, V. Organic single-crystal field-effect transistors. Phys. Status 

Solidi. A 201, 1302–1331 (2004).
38. Malard, L. M., Pimenta, M. A., Dresselhaus, G. & Dresselhaus, M. S. Raman spectroscopy in graphene. Phys. Rep. 473, 51–87 

(2009).
39. Cançado, L. G. et al. Quantifying defects in graphene via raman spectroscopy at different excitation energies. Nano Lett. 11, 

3190–3196 (2011).
40. Nair, R. R. et al. Fine structure constant defines visual transparency of graphene. Science 320, 1308 (2008).
41. Kim, K. S. et al. Large-scale pattern growth of graphene films for stretchable transparent electrodes. Nature 457, 706–710 (2009).
42. Bae, S. et al. Role-to-roll production of 30-inch graphene films for transparent electrodes. Nature Nanotechnol. 5, 574–578 (2010).
43. Huang, P. Y. et al. Grains and grain boundaries in single-layer graphene atomic patchwork quilts. Nature 469, 389–393 (2011).
44. Yazyev, O. V. & Louie, S. G. Electronic transport in polycrystalline graphene. Nature Mater. 9, 806–809 (2010).



www.nature.com/scientificreports/

7Scientific RepoRts | 5:09866 | DOi: 10.1038/srep09866

45. Chen, J. H., Jang, C., Xiao, S. D., Ishigami, M. & Fuhrer, M. S. Intrinsic and extrinsic performance limits of graphene devices on 
SiO2. Nature Nanotechnol. 3, 206–209 (2008).

46. Affinito, J. D. et al. A new method for fabricating transparent barrier layers. Thin Solid Films 63, 290–291 (1996).
47. Lewis, J. Material challenge for flexible organic devices. Mater. Today 9, 38–45 (2006).
48. Craciun, M.F. et al. Trilayer graphene is a semimetal with a gate-tunable band overlap. Nature Nanotech. 4, 383–388 (2009).
49. Russo, S. et al. Contact resistance in graphene-based devices. Physica E 42, 677–679 (2010)

Acknowledgements
This work was supported in part by the Portuguese Science and Technology Foundation (FCT) through 
funding the Associated Laboratory–Instituto de Nanociência e Nanotecnologia (IN) and project PTDC/
QEQ-SUP/1413/2012, by project Mais Centro-PORC under contract CENTRO-07-ST24-FEDER-002032, 
and also in part by the Royal Society under International Exchanges Award IE121126. M. F. C. and S. 
R. also acknowledge financial support from EPSRC (Grant EP/J000396/1, EP/K017160, EP/K010050/1, 
EP/G036101/1, EP/M002438/1, EP/M001024/1). We are grateful to Professor L. F. Santos for assistance 
with the Raman Spectra, Dr. E. C. Macoas for guidance with the absorption measurements and valuable 
discussion of the results, and G. Jones for the optical microscope image of CVD graphene transferred 
onto a SiO2/Si substrate shown in Supplementary fig. 4.

Author Contributions
H. A. and M. F. C. conceived the work. A. I. S. N. prepared the samples and performed the experiments. 
T. H. B. prepared the conductive graphene. L. V. M. carried out the AFM imaging. I. S. developed the 
polyethylene fibers. A. I. S. N., H. A., S. R., and M. F. C. carried out the analysis. H. A. and M. F. C. co-
supervised the work and H. A. wrote the manuscript.

Additional Information
Supplementary information accompanies this paper at http://www.nature.com/srep
Competing financial interests: The authors declare no competing financial interests.
How to cite this article: Neves, A. I. S. et al. Transparent conductive graphene textile fibers. Sci. Rep. 
5, 9866; doi: 10.1038/srep09866 (2015).

This work is licensed under a Creative Commons Attribution 4.0 International License. The 
images or other third party material in this article are included in the article’s Creative Com-

mons license, unless indicated otherwise in the credit line; if the material is not included under the 
Creative Commons license, users will need to obtain permission from the license holder to reproduce 
the material. To view a copy of this license, visit http://creativecommons.org/licenses/by/4.0/

http://www.nature.com/srep
http://creativecommons.org/licenses/by/4.0/

	Transparent conductive graphene textile fibers
	Introduction
	Results
	Coating of polypropylene fibers with graphene by transfer process
	Conductive performance of graphene-coated fibers
	Flexibility of the conductive fibers

	Discussion
	Methods
	Fibers fabrication
	Graphene growth, transfer and surface treatments
	Microscopic characterization
	Electric measurements
	Optical measurements

	Additional Information
	Acknowledgements
	References



 
    
       
          application/pdf
          
             
                Transparent conductive graphene textile fibers
            
         
          
             
                srep ,  (2015). doi:10.1038/srep09866
            
         
          
             
                A. I. S. Neves
                T. H. Bointon
                L. V. Melo
                S. Russo
                I. de Schrijver
                M. F. Craciun
                H. Alves
            
         
          doi:10.1038/srep09866
          
             
                Nature Publishing Group
            
         
          
             
                © 2015 Nature Publishing Group
            
         
      
       
          
      
       
          © 2015 Macmillan Publishers Limited
          10.1038/srep09866
          2045-2322
          
          Nature Publishing Group
          
             
                permissions@nature.com
            
         
          
             
                http://dx.doi.org/10.1038/srep09866
            
         
      
       
          
          
          
             
                doi:10.1038/srep09866
            
         
          
             
                srep ,  (2015). doi:10.1038/srep09866
            
         
          
          
      
       
       
          True
      
   




