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A method to tune the shape of 
protein-encapsulated polymeric 
microspheres
Renato de Alteriis1,2, Raffaele Vecchione1,2, Chiara Attanasio2, Maria De Gregorio1,2,3, 
Massimiliano Porzio1, Edmondo Battista1 & Paolo A. Netti1,2

Protein encapsulation technologies of polymeric microspheres currently in use have been optimized 
to effectively protect their “protein cargo” from inactivation occurring in biological environments, 
preserving its bioactivity during release up to several weeks. The scenario of protein delivery would 
greatly benefit by strategies enabling the production of non-spherical particles. Herein we report an 
easy and effective stamp-based method to produce poly-lactic-glycolic-acid (PLGA) microparticles 
encapsulating Vascular Endothelial Growth Factor (VEGF) of different shapes. We demonstrate 
that PLGA microspheres can be deformed at room temperature exploiting solvent/non-solvent 
plasticization in order to preserve the properties of the starting microspheres. This gentle method 
allows the production of shaped particles that provide a prolonged release of VEGF in active form, 
as verified by an angiogenic assay. The retention of the biological activity of an extremely labile 
molecule, i.e. VEGF, lets us hypothesize that a wide variety of drug and protein encapsulated 
polymeric microspheres can be processed using this method.

Protein-encapsulated polymeric microspheres have been proved effective in releasing even very labile 
bioactive moieties in a specific manner at pre-programmed rates1–3. These systems effectively protect their 
“protein cargo” from inactivation occurring in biological environments and preserve its bioactivity dur-
ing the release process4. For instance, Vascular Endothelial Growth Factor (VEGF), a potent angiogenic 
molecule, has to be properly encapsulated to allow its effective release over time, since it is extremely 
sensitive to environmental inactivation and is otherwise non-usable. Indeed, poly-lactic-glycolic-acid 
(PLGA) microspheres with elaborate architecture and formulation, loaded with VEGF complexed with 
heparin (Hp) and provided with a protective layer of bovine serum albumin (BSA), prolong the half-life 
of VEGF allowing its release in active form up to several weeks5,6. In addition, protein release profiles 
can be engineered by tuning microsphere size and microstructure with well-established protocols7–9.

Although current protein encapsulation technologies have been optimized for the production of 
microspheres, the scenario of protein delivery would be greatly expanded by strategies that enable the 
production of particles with more complex shapes than merely spherical. Indeed, there is a growing 
body of evidence supporting the importance of the role of the shape of polymeric microparticles, espe-
cially in the fields of drug delivery and tissue engineering10,11. In terms of drug delivery, particle shape 
affects many in vivo performances, such as transport, targeting and internalization12–16. Furthermore, 
needle-shaped particles, i.e. microneedles, of hundreds of microns in size provide an effective tool for 
transdermal drug delivery17–19. In the field of tissue engineering, particle shape plays a key role in the 
so called bottom-up approach, wherein shaped microparticles mimic the microenvironment of specific 
tissues and are used as building blocks for their construction20–23.
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Various ab initio methods to produce microparticles with complex shapes have been described12,24–28 
but, considering the expertise already available for spherical particle technology, the use of microspheres 
as a starting material to obtain microparticles with different shapes is particularly attractive. Mitragotri 
et al. proposed to deform previously fabricated microspheres embedded in a polymeric matrix into 
non-spherical geometries29. In particular, microparticles with a wide variety of shapes can be obtained 
liquefying microspheres, by means of heating or immersion in solvent, and stretching of the polymer 
matrix. However, the liquefaction of microspheres might affect the biological activity of labile embedded 
biomolecules and their effective release. In particular, this deformation method might alter the micro-
structure of the microspheres and the distribution of the protein cargo and its protective layer, thus 
jeopardizing the beneficial properties of the encapsulation strategies achieved for spherical particles.

Driven by the willingness to better exploit the advantages related to the use of microspheres as 
a starting material, and considering the possible effects of liquefaction, the aim of this study was to 
develop a novel stamp-based technique to produce shaped and isolated microparticles by deforming 
previously fabricated microspheres under gentle process conditions, i.e. at room temperature using a 
solvent/non-solvent vapor mixture, and to assess the release of VEGF in active form from the shaped 
microparticles over time.

Results
Shaping process. The main steps of the process to produce shaped microparticles starting from pre-
viously fabricated spherical particles are schematically shown in Fig. 1. As reported in the Methods sec-
tion, Nile Red (NR)-loaded PLGA microspheres were placed inside the cavities of an elastomeric mold, 
exposed to a solvent/non-solvent vapor mixture, i.e. dimethylcarbonate (DMC) and Ethanol (EtOH), 
respectively, and demolded (Fig. 1a,b). In particular, NR-loaded microspheres were deformed into three 
different shapes, namely triangular prism (Fig. 1c,d), parallelepiped with a pyramid on top, and cylinder 
(Fig. 1e,f).

For further experiments, VEGF-loaded microspheres were shaped only into cylindrical particles, 
since the mold designed with cylindrical cavities allowed to produce an amount of particle suitable for 
the following VEGF bioactivity analysis. In particular, the enlarged top portion of the mold facilitated 
the filling of the lower portion, which was the actual molding cavity with cylindrical shape.

Suitable solvent/non-solvent liquid mixtures to be vaporized onto microspheres were determined 
taking into account the Chow model30 (see Supplementary Information) for stock PLGA and quartz 
crystal microbalance (QCM) measurements on a thin PLGA film. To apply the Chow model, the glass 
transition temperature of the pure polymer (Tg0) and the change in specific heat (Δ Cp) of the polymer 
associated with its glass transition temperature were determined via differential scanning calorimetry 
(DSC). DSC thermograms for stock PLGA revealed a Tg0 of 48.87 °C, in agreement with the manufac-
turer’s specification and Δ Cp =  0.595 J (g K)−1. According to the Chow equation, the required range of 
DMC mass fraction w in the polymer required to lower the Tg0 of the stock PLGA to room temperature 
was approximatively 0.1–0.14 (Fig. 2a).

Comparing the mass fraction of solvent in each solution with the corresponding solvent mass fraction 
within the polymer film, as evaluated by QCM (Fig. 2b), and taking into account the Chow model, we 
could determine a narrow range of DMC mass fractions within solution (about 0.12− 0.17) that could 
effectively plasticize the PLGA film at room temperature, while avoiding its dissolution. Furthermore, the 
increase in dissipation registered by the QCM instrument at such range (see Supplementary Information, 
Figure S1) gave a qualitative indication of the variations in the elastic modulus of the polymer31.

Although there cannot be an exact correspondence between the sorption behavior of the film and 
microspheres, the results from the Chow model and QCM measurements were useful to find a starting 
range of solutions. The best DMC mass fraction within solution to plasticize microspheres at room tem-
perature was experimentally determined to be about 0.145. We found that exposure time was dependent 
on microsphere porosity. Indeed, while 7 min were required to deform microspheres with a pore size of 
2–5 μ m, 1 min was sufficient for microspheres with a pore size of one order of magnitude larger. Such 
pore sizes corresponded to microspheres produced with the Micropore®  system and the VEGF-loaded 
microspheres, respectively (see Supplementary Information, Figure S2).

Particle characterization and molecule distribution. Scanning electron microscope (SEM) 
images of the resulting microparticles showed that deformation was achieved (Fig.  3a–d). In addition, 
SEM images of particle sections show that starting and deformed microspheres have a similar porosity 
(Fig. 3e,f).

Likewise, confocal microscope analysis of a NR-loaded microsphere and triangular microparticle 
(Fig. 3g,h) shows that -although a relatively higher concentration of NR can be observed at the corners- 
the starting and deformed microspheres had a similar porosity. Moreover, also the distribution of bio-
molecules in the starting and deformed microspheres loaded with labeled BSA and Hp was comparable 
(Fig. 3i,j).

VEGF release and bioactivity. Results of the proangiogenic activity (evaluated as sprout number 
and average sprout length) of VEGF extracted or released from starting and deformed microspheres are 
summarized in Fig. 4. Interestingly, at baseline, i.e. after deformation, the proangiogenic activity of VEGF 
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within the deformed microspheres was not statistically different from that of VEGF within the starting 
microspheres (Fig. 4a,b).

Confocal images confirmed a lower angiogenic response in the negative control (Fig.  4c), and the 
evidence of sprouting in both starting and deformed microspheres (Fig. 4d,e).

Figure  4f,g show the sprout number and average sprout length, respectively, of the VEGF released 
from starting and from deformed microspheres, at 4 different time-points. At each time, the activity of 
VEGF released in the cell culture medium was similar for both samples when evaluated as sprout num-
ber (Fig. 4f). This finding denoted that both samples released comparable quantities of VEGF in the cell 
culture medium at each time, thus confirming that starting and deformed microspheres have a similar 
porosity. Interestingly, we observed a slight but significantly higher sprout length from deformed micro-
spheres compared to the starting microspheres, after 7 days (Fig.  4g), possibly due to a higher release 
caused by the difference in shape. The residual VEGF counterpart still entrapped within starting and 
deformed microspheres after incubation was also analyzed. In particular, samples showed a decreasing 
trend in the VEGF activity over time, thus confirming an effective VEGF release (see Supplementary 
Information, Figure S3). Figure 4h,i show data relative to the comparison study between microspheres 
deformed with the same plasticizing solution, but for different exposure times. The activity of residual 
VEGF embedded in the deformed microspheres was higher when exposed for a longer rather than a 

Figure 1. (a,b) PLGA microspheres loaded with NR, inside triangular prism-shaped cavities of a PDMS 
mold, exposed to a solvent/non-solvent (DMC/EtOH) vapor mixture at room temperature and released 
on a substrate; Stereomicroscope images of the starting and deformed microspheres with triangular 
(c,d) and cylindrical (e,f) shape. The cylindrically shaped cavities have an enlarged top portion. PLGA, 
polylacticglycolic acid; NR, nile red; PDMS, polydimethylsiloxane; DMC, dimethylcarbonate; EtOH, Ethanol. 
Scale bars 750 μ m.
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shorter time to the solvent/non solvent mixture due to a lower release, denoting that an excessive plas-
ticization leads to closure of the pores of the deformed microspheres.

Discussion
We propose a new and effective method to produce non-spherical polymeric particles starting from 
previously fabricated PLGA microspheres loaded with VEGF/Hp/BSA exploiting solvent/non-solvent 
plasticization at room temperature using a vapor mixture. In particular, we used a vaporized mixture of 
DMC -a non-toxic solvent for PLGA- and EtOH -known to be a non-solvent for such polymer. Working 
at room temperature with solvent vapors instead of liquid solutions enabled us to enhance the gentleness 

Figure 2. (a) Chow Model for the stock PLGA 50:50; (b) Comparison of the mass fraction of solvent in 
each solution with the corresponding solvent mass fraction within the PLGA film with related standard 
error, as evaluated by QCM. PLGA, polylacticglycolic acid; QCM, Quartz crystal microbalance.

Figure 3. SEM images of deformed microspheres loaded with NR (a–c), and of a deformed microsphere 
loaded with VEGF/Hp/BSA (d); SEM images of a sectioned microsphere (e), and of a sectioned deformed 
microsphere (f). Confocal microscope z-stack maximum projection of a microsphere (g), and of a deformed 
microsphere (h), both loaded with NR. Confocal microscope images of a microsphere (i) and of a deformed 
microsphere (j), both loaded with labeled BSA, red, and Hp, green. The microstructure (e–h) and the 
distribution of BSA and Hp (i,j) in the shaped microparticles are very similar to those of the starting 
microspheres. SEM, Scanning electron microscope, NR, Nile Red, VEGF, Vascular Endothelial Growth Factor; 
Hp, heparin, BSA, bovine serum albumin. Scale bars 75 μ m.
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of the process, thus preserving the properties of the starting microspheres, such as microstructure and 
embedded biomolecule distribution, and producing shaped microparticles that can release active VEGF 
over time. Our main results are summarized in Fig. 5.

It is known that an increase in macromolecule mobility is necessary to achieve plastic deformation32. 
In the case of amorphous polymers like PLGA, such deformation is typically obtained by heating them 
up to some tens of degrees above their glass transition temperature (Tg), which for commercial PLGA 
50:50 is comprised between 46 and 50 °C. However, since many drug molecules are thermo-labile, such 
relatively high temperatures should be avoided in order to retain the biological activity of the embedded 
molecules as well as the particle microstructure.

In view of the above, we exploited the phenomenon of solvent plasticization, that is the depression of 
Tg due to sorption of small molecules, in particular solvent molecules, causing an increase in the mobil-
ity of macromolecules. This topic has stimulated an abundant literature; many thermodynamic models, 

Figure 4. Proangiogenic activity of VEGF extracted or released from PLGA microspheres (μ-S) and 
deformed microspheres (μ-P), evaluated on HUVEC cells and measured as sprout number and average 
sprout length (μm). (a,b) sprout number and average sprout length, respectively, of the VEGF extracted 
from μ -S and from μ -P at baseline (ET0). ET0 μ -P and ET0 μ -S present equal VEGF activity. Confocal 
images confirming a lower angiogenic response in C- (c), and the evidence of sprouting in both ET0 μ -P 
(d) and ET0 μ -S (e). (f,g) sprout number and average sprout length, respectively, of the VEGF released from 
μ -S and from μ -P, at 4 different time points (RT7, RT14, RT21, RT30). When evaluating the sprout number, 
μ -S and μ -P present a similar VEGF activity at each time. When evaluating the sprout length, after 7 days of 
incubation (RT7) μ -P present a significantly higher VEGF activity. (h,i) sprout number and average sprout 
length, respectively, of the VEGF extracted from deformed microspheres after 7 days (ET7) of incubation, 
wherein μ -P’ were deformed with a longer exposure time to solvent as compared to μ -P. ET7 μ -P’ presents 
a higher residual VEGF activity, due to a lower release, as compared to that of ET7 μ -P. P values < 0.05 
were considered statistically significant. P values compared to C- were always < 0.01. C− , negative control; 
C+ , positive control; VEGF, Vascular Endothelial Growth Factor; HUVEC, Human Umbilical Vein Endothelial 
Cells; PLGA, poly-lactic-glycolic acid.
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chiefly based on the framework set by Gibbs and Di Marzio, have been proposed33. Among others, Chow 
et al.31 proposed an explicit model for the prediction of the depression of Tg due to solvent sorption, 
which in the present study could give qualitative information on the plasticizing mixture to be used.

Interestingly, the preservation of both microstructure and molecule distribution of the starting micro-
spheres enables the production of shaped microparticles that can release active VEGF over time. In 
particular, we demonstrate that the shaped microparticles keep a porous microstructure and VEGF/Hp/
BSA distribution similar to that of the starting microspheres, whereby the release of the VEGF embedded 
in both types of microparticles is equivalent. By contrast, we also demonstrate that an excessive plasti-
cization leads to closure of the particle pores and, consequently, to a higher residual VEGF activity due 
to a lower release. It is of our knowledge that some microfluidic24,25 and advanced non-wetting stamp 
based techniques26,27, as well as particle reshaping methods29,34, have been developed for the production 
of a broad size range of isolated, monodisperse, non-spherical microparticles. However, evidence that 
such microparticles can effectively release over time active form of labile proteins, such as VEGF, has 
not been provided so far.

The retention of the biological activity of a very labile protein, such as VEGF, lets us hypothesize that 
a wide variety of different drugs and proteins can be processed with the proposed method even though 
specific tests to assess bioactivity should be performed case by case. In addition, the retention of the 
microstructure suggests the possibility to tune the drug release profiles from the shaped microparticles 
by selecting the desired porosity of the microspheres used as starting material. Another valuable aspect 
is that our deformation technique allows to effectively exploit particle formulation strategies and drug 
encapsulation methods already developed and available for microspheres.

Finally, beside PLGA (one of the most frequently used biomaterials for microsphere production and 
particularly suitable even for microneedles for transdermal drug delivery)35,36, other materials employed 
for drug delivery and tissue engineering are likely to be plasticized at room temperature exploiting Tg 

Figure 5. Schematic representation of the deformation process under gentle conditions. Working at 
room temperature with solvent vapors instead of liquid solutions enabled to preserve the properties of the 
starting microspheres, such as microstructure and embedded biomolecule distribution, and to produce 
shaped microparticles that can release active VEGF. VEGF, Vascular Endothelial Growth Factor.
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depression due to solvent sorption. To this regard, we performed preliminary tests on gelatin micro-
spheres, produced as previously reported21, which were deformed at room temperature employing water 
as a plasticizing solvent (see Supplementary Information, Fig. S4).

Since the cylindrical microparticles present a higher surface area available for drug release compared 
to the starting microspheres, a higher VEGF release would be expected. Although the sprout number 
due to the released VEGF is not significantly different between deformed and starting microspheres, 
it is of interest that the sprout elongation at 7 days of incubation is however higher for the deformed 
microspheres, presumably due to a non-monotonic mechanism of the sprouting propagation37. The low 
aspect ratio of the cylinders employed and the degradation process may account for the lack of length 
difference at longer incubation times.

This aspect prompts further investigations to evaluate the effects of more elongated shapes on the 
release profiles of the embedded biomolecules; the strength of this study, however, relies not only on the 
careful evaluation of the VEGF quantity entrapped within the microparticles, but also on the effects of 
the processing conditions on the VEGF bioactivity, which supports the possible use of our process to pro-
duce shaped polymeric microparticles preserving the effectiveness of the embedded labile biomolecules.

Methods
VEGF-loaded and Nile Red (NR)-loaded microspheres production. PLGA 50:50 (Resomer RG 
504H) microspheres loaded with VEGF/BSA/Hp with a diameter of about 200 μ m were produced with 
a double emulsion-solvent evaporation method, as previously reported5,6. Briefly, recombinant human 
VEGF was purchased from PeproTech EC Ltd (UK). VEGF and Hp quantities were both 0.1 μ g per mg 
of microspheres. BSA was used as an aid excipient to stabilize VEGF during encapsulation and release 
(ratio VEGF/Hp/BSA 1:1:70 w/w/w). A VEGF/Hp/BSA solution in sterile PBS at pH 7.4 (500 μ l) was 
poured into 2.5 ml of a PLGA solution in methylene chloride (10% w/v). The primary emulsion was 
generated by a high-speed homogenizer (Basic 25 equipped with a tool 6G, IKA, Germany) operating 
at 17,500 rpm for 1 min. Afterwards, the emulsion was added to 100 ml of 0.5% w/v aqueous PVA and 
stirred at 6000 rpm at room temperature (Heidolph, Germany) for 3 h to achieve solvent evaporation 
and subsequent microsphere hardening. Afterwards, microspheres were collected, washed 3 times with 
distilled water by centrifuge at 4 °C, 6000 rpm for 15 min (SL 16R, Thermo Scientific, Germany) and 
freeze-dried (Alpha 1-4 LSC, Christ) for 24 h (0.01 atm, − 60 °C). Microspheres with a diameter ranging 
from 200 to 300 μ m were obtained by sieving.

To evaluate the distribution of the embedded biomolecules with confocal microscopy, fluorescent 
microspheres containing labeled probes, i.e. BSA-Alexa-647 and Hp-Rhod 6 g, were obtained using the 
same procedure. To evaluate the particle microarchitecture with confocal microscopy, PLGA micro-
spheres loaded with Nile Red (NR) as fluorophore were also produced with a Micropore®  equipment 
(see Supplementary Information).

Elastomeric stamp production. Three master templates were employed to produce different elas-
tomeric stamps. The first was a Si/SU8 master, patterned with arrays of isosceles triangular prisms 
(L1 =  260 μ m, L2 =  290 μ m, H =  100 μ m), while the second master was made of cyclo olefin polymer 
patterned with arrays of square base parallelepipeds with a pyramid at the top, i.e. micro-needles, 
(L =  100 μ m, H =  250 μ m). Differently from the first two masters, the third was produced in-house 
by means of a micromilling machine (Minitech Machinery, US). An array of cylindrical cavities was 
obtained by drilling a polymetilmethacrilate substrate with a cylindrical tip having a diameter of 200 μ m 
for a depth of 300 μ m. A second tip, having a diameter of 300 μ m was employed, drilling for a depth of 
about 50 μ m onto the previously produced cylindrical reentrances. The mold produced with the third 
master was provided with an array of cavities, each having a top portion and a lower portion. The top 
portion had a hemispherical shape with width slightly larger than the microsphere diameter, while the 
lower portion had cylindrical shape with an aspect ratio of 1.25. To produce the molds, a heat curable 
Polydimethylsiloxane (Sylgard 184, Dow Corning), 10:1 (w/w), base: curing agent, was poured onto each 
master template and cured while in contact with the latter at 80 °C for 2 h. Since the PMMA master had 
reentrant features, we used a PDMS replica, which, after sylanization, in turn served as a master template 
for a second PDMS replica (the final mold) that had reentrant features, or cavities. Sylanization was 
achieved by exposing the first PDMS replica to oxygen plasma for 1 min, rapid immersion in a solution 
containing 1% fluorolink, 1% acetic acid, 4% DI water and 94% isopropanol, and heating at 100 °C for 
45 min.

Determination of the plasticizing mixture. The Chow model (see Supplementary Information) 
for the prediction of the depression of Tg due to solvent sorption was used to determine the required 
range of DMC mass fraction w in the polymer to lower the Tg of the stock PLGA (about 48 °C) to room 
temperature. The Chow equation was applied to stock PLGA upon determination of the Tg and Δ Cp of 
stock PLGA with differential scanning calorimetry (DSC). To determine the range of DMC to EtOH ratio 
within solution capable of effectively plasticize PLGA at room temperature while avoiding dissolution, 
sorption of DMC by a thin PLGA film at room temperature was monitored with a computer controlled 
QCM31,38 with impedance analysis (KSV QCM-Z500) using gold-coated sensors (Q sense, 5 MHz AT-cut 
quartz crystal). Such microbalance can also measure the dissipation (D) giving additional information on 
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the state of the PLGA film on the quartz crystal surface. The thin film was successively exposed to DMC/
EtOH solutions with a constant increase of DMC mass fractions at each injection (see Supplementary 
Information).

Vaporization setup. A jacketed Drechsel bottle connected to a thermostatic bath and to a nitrogen 
line was used to vaporize the DMC/EtOH liquid solution. The temperature of the thermostatic bath was 
set to 25 °C while the nitrogen pressure was 0.1 bar. The ends of a flexible tube were connected to the 
gas outlet of the Drechsel bottle and to a glass funnel, respectively, so that the major base of the latter 
could lie onto the elastomeric stamp.

Shaping process. PLGA microspheres were placed inside the cavities of an elastomeric mold. Each 
cavity had a volume similar to that of a microsphere. Next, in order to achieve room temperature plas-
ticization, microspheres were exposed to vapors of a mixture consisting of DMC, a solvent for PLGA, 
and EtOH, a non-solvent for PLGA (Fig. 1). The DMC mass fractions of the tested solutions were in the 
range determined with the QCM measurements. Exposure time to solvent was experimentally deter-
mined at a fixed solvent mass fraction within the solution and at a fixed flow rate, i.e. about 0.145 and 
20 μ l/min. VEGF loaded microspheres were exposed for about 1 min while NR loaded microspheres 
were exposed for about 7 min. For the biological experiments, 1 mg samples of cylindrical microparticles 
were employed. The effectiveness of deformation was checked under a stereomicroscope before using the 
particles for subsequent biological experiments.

Starting and deformed microspheres were analyzed with a SEM. To evaluate their internal microstruc-
ture, particles were cut with an ultra cryomicrotome.

Evaluation of VEGF release and bioactivity. The amount of VEGF inside the starting microspheres 
was quantified by a specific enzyme-linked immunosorbent assay (development Kit 900-K10, PeproTech 
EC Ltd, UK), while the proangiogenic activity of VEGF, as well as its effective release after deformation, 
was evaluated by in vitro sprouting angiogenesis assay, as previously reported5. Briefly, the proangiogenic 
activity of the VEGF content in 1 mg of deformed microspheres, as well as that encapsulated in 1 mg of 
starting microspheres, was evaluated on Human Umbilical Vein Endothelial Cells (HUVEC) and meas-
ured as sprout number and average sprout length by inspection of HUVEC cells with a confocal micro-
scope. Furthermore, in order to evaluate the release properties of VEGF from the deformed microspheres 
(which is strongly dependent on their internal microstructure), the activity of VEGF released from both 
starting and deformed microspheres was analyzed by carrying out a proangiogenic assay after incubation 
at 37 °C in 1 ml of cell culture medium for 7, 14, 21, and 30 days (RT7, RT14, RT21, and RT30), respec-
tively. The residual VEGF counterpart still entrapped within starting and deformed microspheres after 
incubation was also analyzed. As a comparison study, a further proangiogenic assay was carried out for 
microspheres deformed with the same plasticizing solution, but for different exposure times, i.e. 7 min 
and 1 min, and similarly incubated for 7 days (ET7).

Statistical analysis. Quantitative data are reported as mean values ±  standard deviation (SD) of three 
independent experiments performed in duplicate. Differences between the experimental groups have 
been analyzed by one-way analysis of variance (ANOVA) and p values < 0.05 were considered statisti-
cally significant.
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