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Three orthogonal ultrasounds 
fabricate uniform ternary Al-Sn-Cu 
immiscible alloy
W. Zhai, B. J. Wang, H. M. Liu, L. Hu & B. Wei†

The production of Al based monotectic alloys with uniform microstructure is usually difficult due to 
the large density difference between the two immiscible liquid phases, which limits the application 
of such alloys. Here, we apply three orthogonal ultrasounds during the liquid phase separation 
process of ternary Al71.9Sn20.4Cu7.7 immiscible alloy. A uniform microstructure consisting of fine 
secondary (Sn) phase dispersed on Al-rich matrix is fabricated in the whole alloy sample with a 
large size of 30 × 30 × 100 mm. The numerical calculation results indicate that the coupled effect 
of three ultrasounds promotes the sound pressure level and consequently enlarges the cavitation 
zone within the alloy melt. The strong shockwaves produced by cavitation prevent the (Sn) droplets 
from coalescence, and keep them suspended in the parent Al-rich liquid phase. This accounts for 
the formation of homogeneous composite structures. Thus the introduction of three orthogonal 
ultrasounds is an effective way to suppress the macrosegregation caused by liquid phase separation and 
produce bulk immiscible alloys with uniform structures.

Aluminium based immiscible alloys, such as Al-In1 Al-Si-Pb2 and Al-Cu-Sn3 are good candidates for advanced 
bearings in automotive applications if the soft and ductile secondary (In), (Pb) and (Sn) phases are homogene-
ously distributed on the hard and strong Al, Al-Si and Al-Cu matrix. However, macrosegregation is the major 
problem during the solidification of such alloys4–6 due to the large density difference between the two immisci-
ble liquid phases. The formation of heavily segregated or even layered structure not only deteriorates the wear 
resistance but also degrades other mechanical properties, which limits their wide application. Therefore, great 
efforts have been made to explore novel methods to produce the desired uniform composite structure. In recent 
years, liquid state methods, such as rapid solidification7 and melt spinning8, semi-solid state technologies such 
as rheo-diecasting2, and solid state methods like mechanical alloying9 and severe plastic deformation10,11 are well 
developed to process immiscible alloys. Nevertheless, the formation of homogenous composite structure for bulk 
immiscible alloys remains to be a great challenge.

It is well known that applying external physical fields is an effective way to control alloy solidification pro-
cess12–15, among which the power ultrasound is proved to refine the grain size and promote the mechanical prop-
erties16–20. The most popular way for introducing ultrasound is to insert a vibrating ultrasonic horn into the 
solidifying liquid alloys. However, the disadvantage of this one dimensional ultrasound method reported by many 
investigators21–23 is that the ultrasonic effectiveness is always confined to a limited volume, beyond which weak or 
even no influence on the microstructures takes place. For example, our previous work21,22 demonstrates that by 
one dimensional 20 kHz and 500 W ultrasound, the formation of uniform structure can be only realized in about 
20 mm length along the direction of sound wave propagation in ternary Al-Sn-Cu immiscible alloys. This mainly 
arises from the sharp attenuation of ultrasound intensity with distance in a solidifying alloy melt.

To overcome the disadvantage of one dimensional ultrasound, we have recently proposed by numerical sim-
ulation that the employment of three orthogonal ultrasounds can greatly enhance the sound pressure level and 
enlarge the cavitation volume24, which may strength the effect of ultrasounds on the resultant microstructure. In 
this work, three dimensional (3D) ultrasounds are experimentally introduced into the phase transition process 
of ternary Al71.9Sn20.4Cu7.7 immiscible alloy. The results demonstrate that applying three orthogonal ultrasounds 
is really an effective way to prevent the macrosegregation caused by liquid phase separation and to produce bulk 
immiscible alloys with homogeneous composite structures.
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Results
As reported in ref. 3, under equilibrium condition, the phase transition of ternary Al71.9Sn20.4Cu7.7 alloy begins 
with the liquid separation L→ L1(Al-rich) +  L2(Sn-rich) at 828 K. Then primary solid (Al) phase precipitates from 
liquid phase L1 at 814 K. When the temperature drops to 801 K, four phase monotectic reaction L1→ L2 +  (Al) +  θ 
(Al2Cu) occurs. Finally, the liquid L2 phase solidifies through ternary eutectic transformation L2→ (Sn) +  (Al) +  θ 
(Al2Cu) at 501 K. The solidified sample is composed of solid solution (Al) and (Sn) phases, and intermetallic 
compound θ (Al2Cu).

As illustrated in Fig. 1, three orthogonal ultrasounds with the same frequency and vibration amplitude 
are introduced into the phase transition process of ternary Al71.9Sn20.4Cu7.7 alloy through the casting mould. 
Three dimensional coordinates x, y and z are set up, whose origin is placed at point O. The macro- and 
micro-morphologies of solidified alloy samples under static and 3D ultrasounds are shown in Fig. 2. As shown 
in Fig. 2(a), there is an evident boundary dividing the statically solidified sample into an upper Al-rich part and 
a bottom Sn-rich part, whose height fractions are about 58% and 42%, respectively. The enlarged views in the top 
Al-rich part presented in Fig. 2(b,c) are characterized by a large number of θ (Al2Cu) dendrites as well as small 
amounts of primary (Al) dendrites and secondary (Sn) phase distributed on the ternary (Al +  Sn +  θ ) monotectic 
matrix. Statistical results on volume fraction (Fig. 2(i)) indicate that (Al +  Sn +  θ ) monotectic structure occupies 
62.20% volume of the top Al-rich part, and θ (Al2Cu) dendrites takes up 21.54% volume. By contrast, in the bot-
tom Sn-rich part, as shown in Fig. 2(c,d), a few of (Al) and θ (Al2Cu) dendrites disperse on the (Sn) matrix, whose 
volume fractions are 23.42%, 8.36% and 68.22% (Fig. 2(i)), respectively. The morphological observation reveals 
serious macrosegregation in the statically solidified Al71.9Sn20.4Cu7.7 alloy sample.

Figure 2(e) shows the macroscopic pattern of Al71.9Sn20.4Cu7.7 alloy sample solidified within 3D ultrasounds. 
It is exciting that the whole sample seems homogeneous and no visible boundary can be found. As seen in 
Fig. 2(f)~(g), the solidification microstructures at sample top, middle and bottom parts are all featured by the 
uniform distribution of fine (Sn) phase dispersed on the Al-rich matrix. The corresponding volume fractions 
for (Al) dendrites, secondary (Sn) phase and ternary (Al +  θ  +  Sn) monotectic structures are about 70%, 18% 
and 12% (Fig. 2(j)), regardless of their locations in the sample. Note that the accuracy of the volume fractions for 
different phases by conservative estimation is ± 5%, and correspondingly, error bars of ± 5% are applied for the 
volume fractions for different phases in both Fig. 2(i,j). Figure 3 displays the EPMA results on Al element distri-
bution mapping by random choosing three areas with the same size (240 ×  180 μ m) at the top, middle and bottom 
parts of the alloy sample. The orange and red domains denote the high concentration of Al element, which is (Al) 
phase. The green zones denote moderate Al content, which correspond to the refined (Al +  Sn +  θ ) monotectic 
structure, and can not be resolved at this magnification. By contrast, the blue regions with very low Al content are 
secondary (Sn) phase. Clearly, the similarities in growth morphology and solute distribution indicate the homo-
geneity in the whole alloy sample.

It also needs to be mentioned that we have previously found that when only one beam of ultrasound travels 
through the solidifying Al-Sn-Cu immiscible alloy, the uniformed structure can be produced only in the small region 
near the ultrasonic horn21,22. Here, it is encouraging that the application of three orthogonal ultrasounds results in 
the desirable homogeneous composite structure consisting of fine elongated (Sn) phase distributed uniformly on 
dendritic (Al) matrix, which provides a novel promising way in fabricating bulk uniform monotectic structure.

Figure 1. Schematic of experimental setup. 1, 2 and 3 denote casting mould, liquid alloy and three identical 
ultrasonic horns along x, y and z directions, respectively.
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Discussion
During the liquid separation process of ternary Al71.9Sn20.4Cu7.7 immiscible alloy under static condition, the sec-
ondary L2(Sn) droplets tend to sink down to the bottom of the sample by Stokes motion. Meanwhile, these tiny 
droplets also incline to move from the crucible wall to sample center, which is called Marangoni motion resulted 
from the transverse temperature gradient. These moving L2(Sn) droplets collide with each other to coagulate 
into large bumps, and then travel down to the sample bottom, which accounts for the formation of the layered 
structure shown in Fig. 2(a). The velocities for Stokes motion Vs and Marangoni motion VM can be expressed as:
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Figure 2. Solidification microstructure of ternary Al71.9Sn20.4Cu7.7 alloy: (a) layered-structure after static 
solidification; (b)~(d) structural morphologies in different locations during static solidification; (e) uniform 
structure under 3D ultrasounds; (f~h) microstructures of the top, middle and bottom parts of the alloy sample 
solidified under 3D ultrasounds. (i) volume fraction of different microstructures in Al-rich and Sn-rich zones in 
the static sample; (j) volume fraction of different microstructures in top, middle and bottom parts of the sample 
solidified under 3D ultrasounds.

Figure 3. Uniform microstructures and solute distribution profiles of ternary Al71.9Sn20.4Cu7.7 alloy 
solidified within 3D ultrasounds analyzed by EPMA. A typical 240 ×  180 μ m area at (a) sample top;  
(b) middle part; (c) sample bottom.
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where ρ1 and ρ2 are the densities, μ1 and μ2 are the viscosities, and k1 and k2 are the thermal conductivities of 
L1(Al) and secondary L2(Sn) phase, r is the radius of L2(Sn) droplets, g is the gravity acceleration, ∂ σ /∂ T is the 
interfacial energy gradient, and ∂ T/∂ x is the transverse temperature gradient respectively. Figure 4 plots the cal-
culated result on the velocities of both Stokes motion and Marangoni motion, and the physical parameters used 
in calculation are listed in Table 1. Assuming the L2(Sn) droplets with radius from 0 to 30 μ m, the Stokes motion 
increases from 0 to 4.0 ×  10−3m/s, whereas the Marangoni motion ranges from 0 to 6.3 ×  10−5 m/s. Apparently, 
the Stokes motion is higher than the Marangoni motion by two orders of magnitudes, which plays the most 
important role on the formation of the layered structure.

It is well known that the cavitation effect is the major factor of ultrasound affecting the alloy solidification 
process. Here we calculate the acoustic field in one dimensional and three dimensional ultrasounds. The calcula-
tions have been performed in a casting mould with an inner size of 30 ×  30 ×  100 mm filled with homogeneous 
Al71.9Sn20.4Cu7.7 liquid alloy as shown in Fig. 1. The mould was made from steel with 10 mm in thickness. In one 
dimension ultrasound calculation, only an ultrasonic horn operated at 20 kHz is mounted at the bottom center 
areas of the mould, and it emits ultrasonic wave along z direction. In 3D ultrasounds case, as illustrated in Fig. 1, 
the three identical transducers are mounted at the center parts of the two lateral and bottom sides of the mould. 
They emit ultrasounds along three orthogonal directions.

The acoustic field within liquid Al71.9Sn20.4Cu7.7 alloy is numerically calculated on the basis of the modeling 
reported by refs 28–31. The time harmonic wave propagation can be expressed by Helmholtz equation:

Figure 4. Stokes motion and Marangoni motion velocities of secondary (Sn) droplets: (a) Stokes motion;  
(b) Marangoni motion.

Names and Units of the parameter Value

Density of L1(Al) phase ρ1, Kg m−3 238525

Density of L2(Sn) phase ρ2, Kg m−3 698025

Viscosity of L1(Al) phase μ1, mN s m−2 0.149525

Viscosity of L2(Sn) phase μ2, mN s m−2 0.538225

Thermal conductivity of L1(Al) phase k1, W m−1·K−1 94.0525

Thermal conductivity of L2(Sn) phase k2, W m−1·K−1 30.025

Interfacial energy gradient, ∂ σ/∂ T, J m−2 K−1 0.000326

Transverse temperature gradient ∂ T/∂ x, K m−1 500

Ultrasound frequency f, KHz 20

Density of liquid alloy ρ0, Kg m−3 375925

Viscosity of liquid alloy μ0, mN s m−2 0.2425

Sound velocity of liquid alloy c0, m s−1 345427

Density of air ρe, Kg m−3 1.2

Sound velocity of air ce, m s−1 343

Surface tensionσ, N m−1 0.5625

Initial pressure at the ultrasonic horn p0, MPa 0.94

Table 1.  Physical parameters used in calculations.
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in which p is acoustic pressure, ω =  2π f is the angular frequency (f is the ultrasound frequency). The complex 
density ρc and sound speed cc can be written as:
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in which kc is the complex wave number and μ0 is viscosity. c0 and ρ0 are the sound speed and the density of the 
media. The impedance boundary was utilized to specify the boundary condition of liquid alloy-air and steel 
mould-air interfaces. The impedance boundary is written as
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In equation (5), Ze =  ρece is the acoustic input impedance of the external domain, where ρe and ce are the density 
and sound speed of the external domain. n is unit normal vector against wall. For the transducer, the boundary 
was set as acoustic pressure. The initial pressure at the transducer were p0 =  0.94 MPa, corresponding to a vibra-
tion amplitude of 5 μ m. The calculations were carried out by COMSOL Multiphysics™ . In calculation, the casting 
mould and the inside liquid alloy were divided into 260,366 tetrahedron grids. The maximum and minimum 
lengths of the meshes are 2.65 and 0.50 mm, respectively. The physical parameters used in calculation are listed in 
Table 1.

Figure 5(a)~(c) present the sound field distribution within liquid Al71.9Sn20.4Cu7.7 alloy in different views when 
1D ultrasound propagates. It is apparent that the sound field exhibits symmetrical distribution along the z axis. 
The maximum sound pressure of 0.94 MPa occurs at the bottom of sample, which is close to the sound source. 
Then the sound pressure exponentially decreases along the wave propagation direction to the sample top. In 
a comparison, when 3D ultrasounds propagate, the sound field characteristics are shown in Fig. 5(d)~(f). The 
acoustic field appears maximum values at each sound source, though the maximum values keep at 0.94 MPa as 
the 1D ultrasound case. Figure 6(a)~(e) plot the sound pressure in different lines (y =  0, 7.5, 15, 22.5 and 30 mm) 
of the vertical section (x =  15 mm) along z axis. Clearly, the application of 3D ultrasounds strikingly promotes the 
sound pressure within the liquid alloy.

Furthermore, the potential cavitation zone induced by the acoustic field is calculated. The threshold sound 
pressure pc for the collapse of bubble with radius R can be expressed as:

σ σ= − + − + −p P P R P P R2/3 3 (2 / ) ( 2 / ) (6)c V V0
3/2
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in which P0 is the static pressure, Pv is the saturated vapor pressure and σ is the coefficient of surface tension. 
Figure 7(a) presents the threshold sound pressure versus bubble radius. Assuming the bubble radius covers a 
span from 1 to 100 μ m, the threshold sound pressure amplitude decreases from 0.5 to 0.1 MPa. Meanwhile, the 
corresponding volume fraction for the zones where bubble can collapse is illustrated in Fig. 7(b). It can be sum-
marized that the volume fraction sharply rises with the increase of bubble radius from 1 to 20 μ m. After that, it 
keeps at about 20% even if the bubble radius continuously increases. In contrast, if 3D ultrasounds are applied, 
the volume fraction for cavitation zones rises up to about 80%. The corresponding cavitation zone is marked in 
Fig. 7(c) under 1D ultrasound for such bubbles. It can be seen clearly that the cavitation can only take place within 
the sample bottom, which is close to the ultrasound source. As for the 3D ultrasounds, the cavitation volume 
drawn in Fig. 7(d) covers almost the alloy sample except the very top part. It also needs to be mentioned that here 
the discrepancy between calculation and experimental results mainly comes from the following two aspects. On 
one hand, we are not sure the size of the bubble existence in the liquid alloy, and the cavitation volume essentially 
depends on the bubble radius. In the calculation results shown in Fig. 7(c,d), we just showed that at a given bubble 
radius of 10 μ m, about 20% and 80% volume for cavitation in liquid alloy induced by 1D and 3D ultrasounds, 
respectively. However, if there exist bubbles whose size is larger than 100 μ m, the corresponding threshold sound 
pressure for cavitation will be reduced, and thus the cavitation can take place in even larger volume. On the other 
hand, in the calculation, the true values for many physical parameters, such as density, viscosity, surface tension 
and sound velocity of the liquid alloy etc. are not reported in any literatures. In this case, their values are linearly 
fitted by the corresponding values of the pure elements at their individual melting points. The uncertainty of these 
physical parameters used in calculation also results in the inconsistency between calculation and experimental 
results. Anyway, the common finding from the calculation and experimental results is that the application of 3D 
ultrasounds remarkably expands the cavitation volume in the liquid alloy as compared with that in 1D case, which 
prevents the macrosegreation of the two immiscible liquid phases.

The above results indicate that the enlarged cavitation volume induced by 3D ultrasounds takes the main 
responsibility for the formation of homogeneous composite microstructure within the whole alloy sample. 
During cavitation, the violent collapse of bubbles creates high-intensity shockwaves of the order of GPa magni-
tude and microjets of the order of 100 m/s in the alloy melt31,32. Note that this velocity is higher than the Stokes 
motion of L2(Sn) droplets. These intensive microjets are able to break up the L2(Sn) liquid droplets with large size 
and prevent them from coalescence, and can also encounter the Stokes motion by maintaining them suspended 
in the parent L1(Al) phase. By contrast, outside the cavitation zone, the very weak acoustic streaming has no 
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impact on liquid phase separation21. This explains the reason why the uniform composite microstructure is only 
produced near the sound source when 1D ultrasound is introduced21,22 whereas formed within the whole sample 
once three orthogonal ultrasounds are applied in present work.

Conclusions
The liquid phase separation and solidification process of bulk ternary Al71.9Sn20.4Cu7.7 immiscible alloy have been 
accomplished under 3D ultrasounds and compared with statically solidified alloy. In contrast to the layered struc-
ture formed due to macrosegregation under static condition, 3D ultrasounds lead to the desirable homogeneous 
composite structures consisting of fine elongated (Sn) phase distributed uniformly on dendritic (Al) matrix in 
the whole alloy sample with a large size of 30 ×  30 ×  100 mm. This is now qualitatively explained by the expanded 
volume of cavitation zones induced by the three orthogonal ultrasounds, which counteracts the Stokes motion of 
secondary (Sn) phase. This work proposes a promising way in fabricating uniform dispersion of secondary soft 
particles on hard matrix by adopting three orthogonal ultrasounds.

Experimental Method
The experiments were performed in a solidification apparatus incorporated with three identical ultrasonic trans-
ducers. The ternary Al71.9Sn20.4Cu7.7 alloy samples were prepared from pure Al (99.99%), Sn (99.99%) and Cu 
(99.99%) elements, and melted by a resistance furnace. During experiment, the alloy melt with a superheating 
of 200 K was poured into a preheated rectangular casting mould with external dimension of 40 ×  40 ×  120 mm, 
and size of the alloy sample is about 30 ×  30 ×  100 mm. The ultrasonic horns are rigid coupling to the center 
areas of the two lateral and bottom walls of the casting mould along x, y and z directions, while the opposite walls 

Figure 5. Numerical analysis on the sound pressure distribution within liquid Al71.9Sn20.4Cu7.7 alloy: (a)~(c) 
acoustic field in liquid alloy from different views within 1D ultrasound; (d)~(f) acoustic field in liquid alloy 
from different views within 3D ultrasounds.
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Figure 6. Comparison of sound pressure along different lines in the vertical section (x =  15 mm) of liquid alloy 
in 1D and 3D ultrasound cases: (a) y =  0 mm; (b) y =  7.5 mm; (c) y =  15 mm; (d) y =  22.5 mm and  
(e) y =  30 mm.

Figure 7. Calculated cavitation characteristics within liquid alloy: (a) sound pressure threshold for the collapse of 
bubbles with radius R; (b) the volume fraction for collapse of bubble versus radius; volume fraction for R =  10 μ m  
bubbles collapse when induced by (c) 1D ultrasound and (d) 3D ultrasounds. The rose color in (c,d) represents 
for the cavitation zones in liquid alloy.
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were fixed immovably. Three orthogonal ultrasonic waves are introduced into the liquid alloys by these vibrating 
walls. The ultrasonic transducers were turned on until the liquid separation and solidification process finish. The 
vibration amplitude of the transducers was estimated to be 5 μ m. After experiments, the solidified samples were 
vertically sectioned, mounted, polished and etched. The microstructure and solute distribution of solidified sam-
ples were analyzed by a vega 3 Tescan scanning electron microscope (SEM) and a Shimadzu 1720 electron probe 
microanalyser (EPMA).
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